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theoretical calculations of the magneto-optic and of the angular dependence
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1. Introduction

The use of magnetic materials in plasmonic structures allows the coupling between plasmonic
and magnetic states. For example, recent results in Au/ferromagnetic layer/Au heterostruc-
tures revealed the ability to control the propagation of surface plasmon polaritons (SPPs) at
the metal-ferromagnetic interface, using an applied external magnetic field [1–3]. Although the
exploration of the effect on the magneto-optic (MO) activity in magneto-plasmonic structures
has just started, the potential for utilization in optoelectronics [1], bio-sensors [4], and magnetic
applications [5] are already apparent.

The discovery of the extraordinary optical transmission through sub-wavelength hole ar-
rays [6] started an intensive research effort on the optical response of plasmonic structures.
The investigations of SPPs have almost exclusively been limited to metal-dielectric systems,
where the metal is non-magnetic and highly conductive (Ag, Au, Al) [7]. In the case of highly
absorbing magnetic metals, such as Fe, Co, and Ni, SPPs undergo a strong internal damping,
weakening the optical activity. Recently, however, plasmonic states in pure ferromagnetic pat-
terned Ni dots were revealed [8], while the generation of SPPs in perforated ferromagnetic
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metal (Fe, Co) nano-structures were demonstrated and have been used to enhance MO sur-
face effects [9–11]. An enhancement of MO Kerr rotation was found in hexagonal arrays of
Ni nanowires embedded in an alumina matrix [12] due to a surface plasmon resonance of the
Ni nanowires. Ni gratings coated with Ag [13] also showed enhanced MO activity. However,
there are still many unresolved questions concerning the basic principles of the underlying ef-
fects and the root of the MO enhancement arising from the generation of surface plasmons at a
magnetic metal/air interface must be considered as an open scientific question.

Here we focus on the effect of plasmonic states in an anti-dot structure of ferromagnetic ma-
terial (Ni). We examine the possibility to excite SPPs on the patterned surfaces and we explore
the angular dependence effects, i.e. the orientation of the pattern with respect to the scattering
plane. The angular and energy dependent evolution of SPPs shows how the interactions of plas-
monic excitation couple with the different length scales of the hexagonal pattern. Finally, we
show to what extend these SPPs do influence the magneto-optic response.

2. Experimental and theoretical details

The Ni antidot arrays were prepared on Si(111) substrates, using self-assembly nano-sphere
lithography with polystyrene (PS) spheres of a = 470 nm in diameter [9, 10]. After the self-
assembly, the diameter of the spheres was reduced to d = 275 nm, using reactive ion etching.
These spheres were used as shadow masks, while growing a patterned Ni, directly on the sub-
strate. The deposition started with a 2 nm thick Ti layer, followed by a 100 nm thick Ni film,
and a 2 nm thick Au layer on top. The Ti layer was used to enhance the adhesion to the substrate
while the Au is used to protect the surface of the film. The self-passivation of Ni oxide prevents
the degradation of the structure, which is of importance for the bare Ni surface at the rim of the
holes. Ni can be regarded as a material of choice when making patterned magnetic structures,
since the self-passivating oxide is very thin. The NiO layer reaches a maximum thickness of 1
nm at room temperature [14, 15].

After the deposition, the PS mask was dissolved, resulting in a hexagonal anti-dot structure
as illustrated in Fig. 1. The ratio of the radius (d/2)/pitch size (a) was determined to be 0.30,
while the fraction of the holes represent 31 % of the total surface. A continuous film of the
same structure was also fabricated as a reference sample.

Ultraviolet (UV)-visible reflectivity spectra were recorded at room temperature using a
Perkin Elmer L-35 UV-visible spectrometer, in the energy (wavelength) range 1.13− 4.96 eV
(250− 1100 nm). A 50 mm integrating sphere was used for the acquisition of the reflectivity
curve. The incident light had thereby an angle of 8° with respect to the normal of the sample sur-
face. The magneto-optic spectra were recorded using a magneto-optic Kerr spectrometer [16]
operating in a polar configuration. The range in recorded energies (wavelengths) was 0.8− 5
eV (248−1550 nm). The Kerr spectra were obtained in the saturation state of the samples at a
magnetic field of 1.64 T.

Angular dependent 0th-order reflectivity curves were obtained using a dedicated optical
diffractometer based on a HUBER goniometer with a MC 9300 controller. This optical diffrac-
tometer consists of six motorized stages for the angular (step resolution of 1 millidegree) and
positional control, monochromatic laser light sources of different wavelengths (408, 535, 660
and 787 nm), and Glan-Taylor polarizers. The scattering geometry is defined in Fig. 2: θin is
the angle of incident light while θout is the angular position of the detector. φ is defined as
the azimuthal angle between the y-axis (defined as one of the high symmetry directions of the
hexagonal lattice as shown in Fig. 1) and the scattering plane. All the results presented here are
with θin=θout=θ , often referred to as θ −2θ scans.

We used a Scattering Matrix Method (SMM), specially developed to include MO effects [17]
in periodic media, when calculating the optical and MO response of the structures. The optical
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Fig. 1. (a) Scanning electron microscopy image of the sample’s surface indicating the over-
all good quality of the lithographic process. The sample has an average pitch size of a= 470
nm and hole diameter of d = 275 nm. (b) Real and reciprocal space of a two dimensional
(2D) hexagonal lattice and the corresponding angle definitions that are used in this experi-
ment.

and MO constants of Ni were taken from Ref. [18] and those for Si from ref [19]. The values
for Au and Ti were obtained from ellipsometry measurements of 20 nm thick films.

3. Results and discussion

Figure 3 (a) shows the reflectivity spectra as a function of photon energy for the hexagonal
anti-dot array sample together with the continuous Ni film. As shown in the figure, the over-
all reflectivity of the patterned sample is lower than that of the continuous film. Pronounced
minima are observed in the reflectivity from the patterned sample, the most distinctive one at
a photon energy (wavelength) h̄ω = 2.65 eV (λ = 467 nm) and a broader one from around
h̄ω = 3.2 eV (λ = 387 nm) to h̄ω = 4.4 eV (λ = 282 nm). These are signatures of SPPs exci-
tations, which are directly connected to the symmetry of the lattice and the optical constants of
Ni, as discussed below.

SPPs can be resonantly excited by the coupling between free surface charges (electrons) of
the metal and the incident electromagnetic field. The real part of the dispersion relation of SPPs
propagating at the interface with a frequency-dependent SPP wave-vector, kSPP can be obtained
from Maxwell’s equations, using the appropriate boundary conditions [20],
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Fig. 2. Schematic of the measurement configuration including the definition of the angles.
All the measurements discussed here were performed with θin=θout=θ .

| −→k spp |= k0

√
εmεd

εm + εd
(1)

where εd is the frequency-dependent permittivity of the dielectric material and εm the real part
of the frequency-dependent permittivity of the metal. These must have opposite signs, if SPPs
are to be supported at the interface, condition that is satisfied for metals. For Ni at 660 nm
(wavelength that is most used in this work), the SPP wavevector for the Ni - air interface assum-
ing optical constants of Ni [19] (ε =−10.9615+ i15.7966), is found to be kSPP = 1.04899×k0

using Eq. (1).
Coupling photons of a given energy with a grating structure (here the 2−dimensional (2D)

hexagonal periodic array) that provides some additional momentum, it is possible to excite
surface plasmons according to the dispersion relation [7]:

−→
k spp =

−→
k x ± i

−→
G x ± j

−→
G y (2)

where kspp is the surface plasmon polariton wave vector, kx = k0sinθ is the component of the

incident wave vector that lies in the plane of the sample,
−→
G x, and

−→
G y are the basis vectors of

the reciprocal hexagonal lattice and i, j are integers. The in-plane wave vector kx of the incident
light is a function of the incident angle θ and the azimuthal angle φ between the plane of
incidence and a specific lattice orientation (see Fig. 1, 2) and is given by:

−→
k x = |−→k 0|sin(θ)cos(φ)−→x + |−→k 0|sin(θ)sin(φ)−→y (3)

The reciprocal vectors
−→
G x, and

−→
G y (Fig. 1 inset) are inversely proportional to the pitch

size a0, with a magnitude of | −→G x | = | −→G y | = 4π√
3a0

. The reciprocal lattice is rotated 30° with

respect to the real lattice as it is shown in Fig. 1 where also the corresponding angles used
in the experiment are presented. The integers i, j specify the orders of the SPPs resonances.
For a hexagonal lattice, when the component of the incident wave vector kx is along

−→
G x, the

conservation of energy in Eq. (2) can be written as:
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Fig. 3. (a) Reflectivity spectra as a function of wavelength of the Ni reference film and the
Ni anti-dot array (a = 470 nm, d = 275 nm) at 8° angle of incidence. The vertical lines
denote the calculated positions of reflection minima according to the Eq. (6) at normal
incidence for a Ni film-air interface. (b) Kerr spectra of the two samples. Enhancement of
the Kerr rotation is observed at positions where characteristic troughs in reflectivity occur
due to SPPs excitation. The continuous lines represent the calculated reflectivity and polar
Kerr rotation versus photon energy.

#153269 - $15.00 USD Received 22 Aug 2011; revised 3 Oct 2011; accepted 24 Oct 2011; published 9 Nov 2011
(C) 2011 OSA 21 November 2011 / Vol. 19,  No. 24 / OPTICS EXPRESS  23872



| −→k spp | =

[(
2π
λ

sinθ + i
4π√
3a0

)2

(4)

+

(
j

4π√
3a0

)2

+

(
2π
λ

sinθ + i
4π√
3a0

)(
j

4π√
3a0

)]1/2

Combining Eq.(1) and (4) we find that the angular dependent dispersion relation for an
hexagonal lattice along the

−→
G x direction is given by :

εmεd

εm + εd
= sin2 θ +

2√
3

λ
a0

(2i+ j)sinθ (5)

+
4
3

λ 2

a2
0

(i2 + j2 + i j)

Similar calculations can be performed when the component of the incident wave vector,
kx = k0 sinθ is along the

−→
G x+

−→
G y direction.

It is worth to notice that Eq. (5) is derived based only on geometrical considerations and
does not take into account the presence and the size of the holes and the subsequent losses
and interference effects. However, it serves as a guideline for the expected energy and angular
dependence of SPPs. For the case of normal incidence and from Eq. (5) the SPPs resonances
are expected at wavelengths [21]:

λ =
a0√

4
3 (i

2 + j2 + i j)

√
εmεd

εm + εd
(6)

We can now calculate the expected positions of the reflectivity minima for an angle of inci-
dence of 0° , using Eq. (6).

The expected positions of the minima from a Ni hexagonal pattern are indicated as vertical
lines in Fig. 3. As seen in the figure, the positions of the two first minima are captured, while the
expected higher order minima are not clearly captured in the experimental data. Furthermore,
these calculations do not provide any quantitative information on the shape of the reflectivity.
Therefore, we performed quantitative calculation of the reflectivity, using the Scattering Matrix
Method (SMM) [17]. The results are presented as a continuous line in Fig. 3 (a). The simulated
curve contains the main experimental features of the reflectivity: two characteristic troughs in
the energy range of h̄ω = 1.5−4.1 eV (λ = 302−828 nm). The second, broader, dip consists
of three unresolved plasmonic resonances (see Eq. (6)) which are not resolved due to the width
of the resonances, giving rise to an overlap.

The energy dependence of the polar Kerr rotation of the patterned sample is illustrated in
Fig. 3(b), together with the results from the 100 nm thick reference layer (continuous Ni film).
As expected, the reference spectrum corresponds to a typical MO spectrum of a Ni film [16,22]
with respect to the shape and the value of the Kerr rotation. Two distinct minima at 1.6 eV
and at 3.0 eV can be identified. It also shows a change of sign, near the photon energies of 1
and 4 eV. Ni has the lowest MO activity compared to Co and Fe, corresponding roughly to the
relative magnetization of these materials. Ab-initio and numerical calculations [23] revealed
a dependence of the polar Kerr rotation on the inter-band transitions (important for energies
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smaller than 1− 2 eV) in combination with the spin-orbit interaction and spin-orbit coupling
strength [22]. However, the differences in the MO activity of Ni, as compared to Co and Fe, are
not fully understood microscopically [23].

The spectrum for the patterned sample shows a completely different behavior, while certain
aspect of the reflectivity curve can be identified (see Fig. 3(a)). A sharp trough occurs around
h̄ω (λ ) = 2.7 (460) eV (nm), which coincides with a minimum in the reflectivity curve at
h̄ω (λ )= 2.63 (470) eV (nm). At this energy, the Kerr rotation is four times larger than obtained
from a continuous film. This enhancement takes place at an energy defined by the periodicity of
the structure (here a0 = 470 nm) [9]. A second minimum is obtained around 3.35 (370)eV(nm)
which corresponds to the second trough in reflectivity at the calculated resonance of h̄ω (λ ) =
3.5 (354) eV(nm). The Kerr rotation at this energy is 2.5 times bigger than obtained from the
continuous film. A change in sign is observed around 3.8 eV, which resembles the changes
obtained from the continuous layer, while the size of the Kerr rotation is almost doubled at the
photon energy of 4.0 (310) eV (nm). This enhancement is also correlated to the broad minimum
in the reflectivity and the two calculated plasmonic resonances after 3.5 (354) eV(nm). At
higher energies the MO activity decreases, approaching the one for the continuous film. The
strong enhancement for the MO signal is a result of the creation of SPPs resonances along
different crystallographic orientations of the hexagonal pattern. It is known that at frequencies
near the bulk plasma resonance the reflectivity shows a minimum and the MO-Kerr signal is
enhanced [24]. However in this case the SPPs represent another type of electronic resonances
that propagates along the surface and influence the MO response.

In particular, we attribute the magneto-optic enhancement to the interplay between optical
and magneto-optical effects. The magneto-optical Kerr effect has its origin in intrinsic magneto-
optically active electronic transitions and is influenced by optical enhancement effects. The
reduction of the reflectivity through the excitation of surface plasmons gives rise to such an
optical enhancement. Simultaneously the surface plasmons intensify the electromagnetic field
sensed by the Ni film. This results in an increase of the polarization conversion (or p-s light con-
version) due to the magnetization of the material and to the presence of the magnetic field. The
appearance of these two factors simultaneously (reduced reflectivity and enhanced polarization
conversion) leads to the enhanced Kerr rotation. The aforementioned mechanism applies in sev-
eral types of metal-ferromagnet-metal structures (look for example Ref. [13,25] and references
therein).

The calculated MO spectrum of the patterned sample is shown as a continuous line in Fig.
3 (b). The calculations are based on the SMM code, specially developed to be able to include
MO effects. These calculation confirms and strengthen the obtained correspondence between
the changes in reflectivity and MO activity. The qualitative and quantitive agreement between
theory and experiment clearly demonstrate the possibility to control and tailor the plasmonic
and magneto-plasmonic resonances. To demonstrate the possibility to manipulate the MO activ-
ity of these samples through the SPP, we now discuss the angular dependence of the reflectivity
for s− and p− incident polarizations, in the two main crystallographic directions of the 2D
anti-dot pattern (φ = 0° , 30° ).

The specular reflectivity curves of the continuous and patterned Ni structures are presented
in Fig. 4. The incident light is either s− and p− polarized with a wavelength of λ = 660nm. At
a single metal-dielectric interface, no SPPs can be created for the case of s− incident radiation
(E vector has only one component, Ey, tangential to the interface) [26]. No significant change is
therefore observed when changing the angle of incidence θ . However, a small feature appears in
the direction φ = 0°. A p− component from the incident s−polarization, reflection coefficient
rsp, can be induced magneto-optically since Ni is ferromagnetic and can give rise to the small
resonant feature which is seen in Fig. 4 (a). The results for p− polarized light are shown in
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Fig. 4. Reflectivity spectra as a function of angle of incidence for the anti-dot Ni film with
a = 470 nm and d = 275 nm. Measurements performed with λ = 660 nm for (a) s- and
(b) p-polarized light. The minimum indicates the energy absorption due to SPPs excitation.
The data have been normalized to their maximum value. Inset: Corresponding theoretical
calculations for the experimental cases. The reflectivity is calculated relative to a reference
sample. The theoretical model supports the experimental data.

Fig. 4 (b). A remarkable drop in reflectivity around θ = 35° is generated on the ferromagnetic
anti-dot array for φ = 0°. The trough demonstrates the excitation of SPPs. By varying the
crystallographic direction φ of the 2D antidot pattern we can tune the SPPs resonances by
changing the incident angle θ . The angle φ = 0° corresponds to the high symmetry direction
ΓK in the reciprocal space (see Fig. 1,2). The angle of 34.9° agrees well with the calculated
value from Eq. (5), for the case of the (i,j)=(1,0) plasmonic mode at a Ni/air interface. Ni optical
constants were taken for the corresponding wavelength λ = 660 nm [19]. For φ = 30° (ΓM
direction) the resonance moves to θ = 53.4° with significantly larger decrease in the reflectivity.
This behavior can be understood, when considering the length-scales probed when using these
scattering geometries. At φ = 0° , the real space spacing is smaller than the one corresponding
to φ = 30° (see Fig. 1).

The resonances will therefore appear at smaller θ when φ = 0° , as compared to φ = 30°
(notice the difference in the optical and x-ray reflectivity conventions). Consequently, the in-
terplay between symmetry of the hexagonal lattice and the plasmon excitation is demonstrated
in Fig. 4. The coupling strength of the incoming light to the hexagonal lattice depends on the
incident angle, influencing the generation of plasmon resonances.

#153269 - $15.00 USD Received 22 Aug 2011; revised 3 Oct 2011; accepted 24 Oct 2011; published 9 Nov 2011
(C) 2011 OSA 21 November 2011 / Vol. 19,  No. 24 / OPTICS EXPRESS  23875



Fig. 5. (a) Theoretical energy and angular dependent evolution of reflectivity depicted in
a 2D map. The calculations have been performed for p-polarized light at φ = 0°. (b) Re-
flectivity of the zero order reflection for p-polarized light at φ = 0° for four different wave-
lengths. The reflectivity value of each sample is normalized to their maximum value.

The inset in Fig. 4 (a) and (b) contain the calculated reflectivity curves for the range 0 to
90° in θ . The experimental and theoretical results are qualitative and partially quantitatively in
agreement. The largest discrepancy is in the relative change of the reflectivity, which can be
attributed to both missing footprint corrections in the experiments and the exclusion of edge
effects in the calculations. When approaching the glancing incidence (θ = 90° ) the role of the
hole side-walls becomes significant, which will reduce the measured reflectivity.

Full calculation of the angular and energy dependent reflectivity (ΓK direction of the recip-
rocal lattice) corresponding to φ = 0°, is presented in Fig. 5 (a). The angular dependence of the
minima in reflectivity (when varying the incident wave vector k0), yields a shift of the mini-
mum, to higher θ angles as the energy is decreased. The experimental results are displayed in
Fig. 5 (b). These results were obtained at a constant energy, marked with dotted lines in Fig. 5
(a). The agreement between the experimental and calculated results is good, both with respect
to the expected position of the minimum as well as the overall changes in the reflectivity. At
1.88 and 2.32 eV, we notice a local maxima in the intensity on the high angle side after the
minima of reflectivity, which are identified as Wood’s anomalies [27].

The magnetic field is expected to modify the surface plasmon state in similar structures
composed of metallic films [28] where the applied magnetic field is a second order term in the
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off diagonal elements of the electric permitivity tensor. Whether similar behaviour is present in
our case, where we have a magnetic metal with a smaller corresponding permitivity element (for
the case of Ni: εxy(660nm) =−0.20166391+ i0.00708567), needs further future investigations.

4. Conclusions

The optical and MO response of a hexagonal anti-dot pattern, with a pitch distance of 470 nm
and hole diameter d = 275, are revealed to exhibit strong coupling between the SPPs and the
MO activity. The intensity minima in the reflectivity coincides with the excitation of SPPs,
arising from the coupling between the incident light and the 2D hexagonal lattice. The spectral
position of the minima depends on the periodicity of the structures and subsequently on the dif-
ferent diffraction orders of the 2D grating. Large changes in the MO signal are observed at the
corresponding minima in the reflectivity, confirming the importance of SPPs on the magnetic
response. Angular and energy dependent measurements of the reflectivity reveal the importance
of surface plasmons and the possibility to control the coupling of SPPs in the magnetic metal by
changing the scattering geometry. The use of theoretical simulations for optimizing the design
and resulting properties is shown to be conceivable, which can be of importance for develop-
ing new ways to use combined magneto-optic and surface plasmon effects for manipulation of
light.
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