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Colorectal tumor-on-a-chip system: A 3D tool for
precision onco-nanomedicine
M. R. Carvalho1,2,3, D. Barata4, L. M. Teixeira5*, S. Giselbrecht5, R. L. Reis1,2,3, J. M. Oliveira1,2,3†,
R. Truckenmüller5,6, P. Habibovic4

Awareness that traditional two-dimensional (2D) in vitro and nonrepresentative animal models may not com-
pletely emulate the 3D hierarchical complexity of tissues and organs is on the rise. Therefore, posterior
translation into successful clinical application is compromised. To address this dearth, on-chip biomimetic mi-
croenvironments powered by microfluidic technologies are being developed to better capture the complexity
of in vivo pathophysiology. Here, we describe a “tumor-on-a-chip”model for assessment of precision nanomed-
icine delivery on which we validate the efficacy of drug-loaded nanoparticles in a gradient fashion. The model
validation was performed by viability studies integrated with live imaging to confirm the dose-response effect
of cells exposed to the CMCht/PAMAM nanoparticle gradient. This platform also enables the analysis at the gene
expression level, where a down-regulation of all the studied genes (MMP-1, Caspase-3, and Ki-67) was observed.
This tumor-on-chip model represents an important development in the use of precision nanomedicine toward
personalized treatment.
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INTRODUCTION
Colorectal cancer (CRC) is now the third leading cause of cancer-related
death in women and the second leading cause inmen,mainly as a result
of high incidence of cancer metastasis and chemotherapeutic treatment
inefficiency (1). Concerning cancer research, currently available two-
dimensional (2D) culture systems and animal models used to study
the efficacy of chemotherapy do not reproduce the tumor physiology
in the human body. As a deleterious consequence, more than 80% of
drug candidates of all cancer drugs fail during phase 2 and phase 3
clinical trials (2).

The need for a more reliable and predictable screening approach to
better assess drug responses in preclinical studies in vitro has led to the
development of novelmethodologies for cell culture, using, e.g.,micro-
fluidics (2, 3). Over the past decade, the expansion in the field of micro-
fluidics has helped to establish a new set of standards in the study of
basic biological phenomena, especially helpful in the study of patho-
genesis and drug development (4).Microfluidics is by definition the sci-
ence and technology of systems that process andmanipulate small (10−9

to 10−18 liters) amounts of fluids by using channels with dimensions
from tens to hundreds of micrometers (5). Microfluidic technology
offers new opportunities for cell-based sensors and multifunctional
platforms for biochemical and biomedical functions under physiologi-
cally relevant conditions (6, 7).

Microfluidic technologies enable precise control over small fluid/
liquid volumes and compartmentalization and combinatorial factors/
materials in a single device, allowing cells to coexist in a 3D complex
microenvironment. This kind of platform has proven useful in un-
raveling key cellular behavioral aspects of cancer metastases and en-
abling precise and representative drug screening (6, 8). In addition,
microfluidics has also been successful in the generation of vasculature-
like structures, with special emphasis on the vital association between
vasculature/angiogenesis and cancer (3, 9–11). These are useful not
only for revealing the mechanisms in the development of vasculatures
but also as experimental platforms for vascular disease models and
drug screening. Another particular feature ofmicrofluidics, which will
be used in this study, is the ability to generate well-controlled gradients
of molecules in solution. Gradients of molecules can be generated by
advection, being the mass transport by the fluids bulk motion (flow-
based gradient generation), or by diffusion, being the spreading of
unequally distributed molecules by biased random walk induced by
Brownian motion (diffusion-based gradient generation) (12). The
importance of gradient generation lies in the fact that many cell pro-
cesses work by recognizing the directional information present in
gradients, including processes such as chemotaxis and angiogenesis
and diseases such as cancer (13). In the in vivo scenario, chemical
microenvironment includes nutrients and oxygen, delivered to cells
and tissues through a network of vasculature that creates important
biomolecular gradients within the tissue. The successful development
of 3D microengineered gradients set the stage for physiologically rel-
evant in vitro models, comprising, for instance, oxygen, chemokines,
and drug gradients (6, 12, 14). Another important aspect of our
model is the microvasculature. It defines the biological and physical
characteristics of the microenvironment within tissues and plays a
role in the initiation and progression of many pathologies, including
cancer (15). Microfluidics has also been used in the generation of
vasculature-like structures, with special emphasis on the association
between vasculature/angiogenesis and cancer (3, 9–11). In the case of
CRC, endothelial cells lining the microvasculature are known to play
a critical “gatekeeper” role, which is why we developed our micro-
vasculature model using human colonic microvascular endothelial
cells (HCoMECs) (16).

Regarding CRC treatment, gemcitabine (2′,2′-difluoro-2′-
deoxycytidine) (from now on designated as GEM) is now being
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tested as treatment for patients with advanced CRC (17, 18). How-
ever, because of its lowmolecular weight and high solubility in water,
the clinical benefits of GEM are hampered by its short plasma half-life
and relatively low concentration around tumor sites (18, 19). Therefore,
a search for novel therapeutic strategies is imperative, such as the use of
nanoparticles (19).

Our goal was to develop a complex 3D microfluidic chip-based
in vitro model that emulates the human colorectal tumor microenvi-
ronment. This model enables the reconstitution of physiological func-
tions of microvascular tissue, which is instrumental to assess the
efficiency of delivery of anticancer drug–loaded nanoparticles through
a dynamic controllable gradient in a core compartment of the micro-
fluidic chip. This gradient is generated and maintained by perfused
microvasculature-mimicking side channels. Together, these results
demonstrate that this 3Dplatform is suitable for efficacy/toxicity screen-
ing in a more physiological environment than previously possible.
http://advances.scienc
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RESULTS
Microfluidic chip fabrication and characterization
The aim of this work was to develop an in-house customized 3Dmicro-
fluidic model that emulates the human colorectal tumor micro-
environment and enables the reconstitution of physiological functions
of microvascular tissue. The model was designed to comprise features
that permitted the generation of soluble compounds’ gradient for the
assessment of the delivery efficiency of anticancer drug–loaded nano-
particles. Moreover, ease of use possibility of realtime imaging, and
performance of immunocytochemistry and cell retrieval after the
experiments for polymerase chain reaction (PCR) analysiswere require-
ments of this platform. In addition to having tomeet certain conditions
Carvalho et al., Sci. Adv. 2019;5 : eaaw1317 22 May 2019
in terms of operation and design, the choice of material for fabrication,
the geometry, dimensions of the culture chamber, and fluid flow con-
trol are some important considerations when designing the device. The
developed microfluidic chip is made using poly(dimethylsiloxane)
(PDMS). The 3D map of the final design is created by laser-reading
the wafer surface at 50× magnification, as can be observed in Fig. 1A.
Our microfluidic device has three compartments: a circular central
chamber for the extracellular matrix (ECM)–like hydrogel (Matrigel),
5 mm in diameter and 126 mm in depth, with a separate inlet and out-
let. The central chamber is laterally sided by a pair of perfused channels,
100 mm in width and 126 mm in depth, that are not interconnected be-
tween them (Fig. 1B).

To evaluate the maintenance of the coculture over the course of
5 days, we labeled Matrigel-supported CRC cells with CellTrace Red
(red) and HCoMECs with CellTrace Yellow (yellow), as shown in
Fig. 1C. The endothelial cells were cultured in a 3D vessel-like fash-
ion, attaching to the walls of the lateral channels of the microfluidic
chip. As expected, these cells respond to a signal of vascular endo-
thelial growth factor (VEGF) that has been loaded in theMatrigel, by
migrating from the lateral channels toward the hydrogel through the
interspacings between the pillars that separate the two compart-
ments. The “microvasculature” component was characterized by ob-
taining a 3D representation (through actin/nuclei fluorescent stain
of HCoMECs) to observe the morphology of the colonic endothelial
cells lining the lateral channel structure after 5 days under perfusion
of media (Fig. 1D).

Endothelial invasion
We examined the 3D formation of endothelial sprouts in the micro-
fluidic device and the changes in cellular organization during early
 on N
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Fig. 1. Design and characterization of the microfluidic chip. (A) Profilometer characterization: 3D map of the microfluidic chip. Representative image of quality
control and characterization of the microfluidic chip features. The central chamber is 5 mm in diameter and 126 mm in depth, with a separate inlet and outlet for
hydrogel injection. The two lateral channels, each 100 mm in width and 126 mm in depth, are not interconnected, opening up the possibility of perfusing two distinct
solutions. (B) Schematic of chip design and zoom-in image of the concept of colorectal tumor-on-a-chip model: Round microfluidic central chamber in which HCT-116
cancer cells are embedded in Matrigel; HCoMECs are seeded in the side channels to form a 3D vessel-like assembly. (C) Establishment of a microvascular 3D micro-
environment of colorectal tumor-on-a-chip: HCT-116 CRC cells embedded in Matrigel (in central chamber, stained in red) and HCoMECs (in lateral microchannels,
stained in yellow) at day 1 (1D) and day 5 (5D) of culture. Endothelial cells start to invade the central chamber filled with Matrigel in response to VEGF presence.
(D) Fluorescence microscopy image of microfluidic lateral channel mimicking prevascularization with HCoMECs after 5 days of culture [4′,6-diamidino-2-phenylindole
(DAPI) blue, nuclei; phalloidin green, F-actin filaments]. Representative fluorescence microscopy close-up image of microchannel cross section showing endothelial cells
aligning and creating an endothelialized lumen within the microchannel.
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stages of invasion. This invasion is oriented directly toward the
source of VEGF in the Matrigel despite the fact that cell migration
from the endothelium is not physically constrained in any direction
by the system design (Fig. 2A). Sprouting quantification shows that
HCoMECs could progress up to 500 mm after 5 days. The leading
tip cell is replete with filopodia-like protrusions, morphologically
recapitulating in vivo endothelial cell sprouting. As the sprouts
continued to invade and extend throughout the 3D matrix, they
become longer, contain progressively more cells, and begin to form
interconnected branches, as it occurs in early stages of tumor de-
velopment (Fig. 2B, zoom in at day 3) (20). Although we are not
mimicking the angiogenesis phenomenon per se, in this model,
we observe that endothelial cells invade the hydrogel core but
do not form anastomosis.

Validation of the integrated microfluidic gradient
chip device
Ultimately, in this work, we aim to establish a 3D cancer microfluidic
cell culture for studying onco-nanomedicine efficacy. Through its
architecture, the platform offers the possibility to observe the effect
of several concentrations of GEM-loaded CMCht/PAMAMdendrimer
nanoparticles as they penetrate the HCT-116–laden hydrogel in a
gradient fashion. As a result, from one experiment, a real-time re-
sponse of the cancer cells in a gradient-like fashion is obtained, as
occurs in a physiological concentric tumor microenvironment. For
this purpose, the formation of the gradient was validated using fluor-
escently labeled CMCht/PAMAM dendrimer nanoparticles before
the GEM release. Note that these nanoparticles present remarkable
physicochemical and biological properties such as solubility in water,
biocompatibility, and ability to be easily surface modified. Therefore,
they have great potential to be used in fundamental cell biology studies
and for intracellular drug delivery (21).

The CMCht/PAMAM dendrimer nanoparticles were synthetized
and characterized previously, showing an average size of 50 nm
(22, 23) (Fig. 3A). As depicted in Fig. 3B, after 60 min, a gradient
of fluorescence was established in the cell culture chamber andmain-
tained for at least 12 hours of continuous lateral perfusion, exhibiting
Carvalho et al., Sci. Adv. 2019;5 : eaaw1317 22 May 2019
a quasi-linear fluorescent profile (from 100% at the source to 0% at
the sink) (Fig. 3C). A 3D projection of fluorescein isothiocyanate
(FITC)–labeled nanoparticles’ gradient according to surface fluores-
cence intensity (Fig. 3D) also confirms these findings.

Drug screening validation
We aimed to establish an image-based method to investigate the
concentration-dependent response of cells inside the microfluidic
device by creating a gradient of concentrations of GEM. To investi-
gate the concentration-dependent toxicity on cancer cells inside the
microfluidic chip, we examined the survival response of cells of the
CRC cell line HCT-116 embedded within Matrigel. The cells were
allowed to adhere and develop for 12 hours before drug exposure.
The exposure of the cells to the delivery-induced gradient of GEM
was generated from a maximum concentration of dendrimer nano-
particles (0.5 mg/ml) sourced from onemicrovasculature lumen per-
fused with them and diffused through the hydrogel core toward the
opposite side (Fig 3).

GEM-loaded nanoparticles were studied in terms of encapsulation
efficiency and drug-loading efficiency. The encapsulation efficiency of
GEM-CMCht/PAMAM was 52.99 ± 3.5%, and the drug-loading effi-
ciency was 9.42 ± 3.5%. We recorded the in vitro release profiles of
GEM-loaded CMCht/PAMAM in a cumulative release curve during
5 days. As shown in Fig. 4, after 6 hours, around 40% of the drug was
released, which shows that GEM-loaded CMCht/PAMAM can retain
their stability in solution. Thereafter, the nanoparticles showed an
accelerated release, where more than half of the GEM was released
by 24 hours (Fig. 4A).

In addition, an important event to notice is the immediate inter-
nalization of the nanoparticles after contact with cells, as shown in our
previous study (22), decreasing the chance of drug degradation. This
intracellular release mechanism represents a key factor of the impor-
tance of GEM-loaded nanoparticles as an antitumoral agent (24).

Live experiments were similarly performed using the same type
and concentration profiles for the sake of reproducibility and final
measurement correlation. To quantify cell response to GEM, we seg-
mented the circular area of the chip (core) into six concentric areas, as
Fig. 2. Endothelial cell invasion. (A) Schematic representation of HCoMECs in the lateral channels invading the central chamber in response to the presence of VEGF
mixed in the Matrigel. (B) Formation of endothelial sprouts in the microfluidic device: Representative bright-field images of the chip taken at determined time points
were analyzed with ImageJ. (C) Quantification of endothelial invasion. Data are presented as means ± SD (n = 9). The asterisk (*) denotes statistical differences (P < 0.01).
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represented in Fig. 4B. Thereby, the following nomenclature was used:
We assigned M1, M2, and M3 to the areas of the chip subjected to
culture medium (Fig. 4B, left side) and D1, D2, and D3 to the areas
of the chip subjected to drug (Fig. 4B, right side).

After 1 and 5 days of exposure to GEM, we evaluated the viability
of CRC cells in the 3D matrix under perfusion at side channels. The
controls, at both time points (Fig. 4, C and D), indicate insignificant
levels of cell death, demonstrating the ability of the microfluidic
model support a stable and viable coculture of HCoMECs and HCT-
116 CRC cells in contiguous compartments under perfusion. Cell
viability in controls shows that oxygen can freely permeate to the
cells either through PDMS or the hydrogel matrix while being fed
for nutrients dynamically by perfusion of side channels (Fig. 4B).
On the other hand, in the presence of GEM-loaded CMCht/PAMAM
dendrimer nanoparticles, cell death occurs in a gradient manner, with a
stepwise decay in toxicity, i.e., less linear than the concentration release
profile of GEMpreviously quantified. This indicates that GEM could be
efficiently released from the nanoparticles and taken up by the cancer
cells while remaining an active anticancer drug, in its soluble form
(Fig. 4C). The cell death induced by the anticancer drug was more
efficient within the first 150 mm of the cell culture, which might be
due to an eventual threshold of drug efficacy on cells. This concen-
tration effect has been consistent over time, with the cell death values
increasing from day 1 to day 5 (Fig 4C).
Carvalho et al., Sci. Adv. 2019;5 : eaaw1317 22 May 2019
Gene expression analysis and immunocytochemistry on
a chip
To the best of our knowledge, very few organ-on-chip models allow
for gene expression analysis of the cells cultured therein because of
the small mRNA content accessible from the chip’s culture chambers.
On a subset of corresponding experiments, exposure to GEM-loaded
CMCht/PAMAM dendrimer nanoparticles was tested as single-
concentration exposure per device (GEM-loaded CMCht/PAMAM
perfused through both inlets), not as a gradient, to demonstrate the
potential of the platform for evaluating gene expression as function
of dose response. To this end, we tested two representative conditions
of previous experiments, i.e., 0 and 0.5 mg/ml (on continuously per-
fused media), as proof of concept for the suitability of the model for
reverse transcription PCR (RT-PCR) and gene studying. Our con-
trol group consists of 0 mg/ml. At each time point (days 1 and 5), we
extracted cells from the device and RNA from cells, after hydrogel re-
moval (Fig. 5A), for analysis ofmRNAexpression ofCaspase-3 (Casp-3),
Ki-67, and MMP-1 (matrix metalloproteinase 1) by real-time PCR.
These markers were chosen to allow the evaluation of the effect of cyto-
toxic compounds:MMP-1 because of its relationshipwith themetastatic
phenotype (25), Casp-3 because of its involvement in apoptosis, and
Ki-67 as a universal marker for proliferation.

In general, we observed a down-regulation for all genes when com-
paring day 1 to day 5, as shown in Fig. 5. Compared to the controls,
Fig. 3. Schematic representation of fluorescent nanoparticle gradient formation. (A) Transmission electronmicroscopy image of individual CMCht/PAMAMdendrimer
nanoparticle, representative image of chip connected to tubing perfusing the nanoparticle solution, and zoom-in confocal microscopy image confirming FITC-labeled CMCht/
PAMAM dendrimer nanoparticles’ dispersion in Matrigel. (B) Panel of fluorescence microscopy images of FITC-labeled nanoparticle gradient up to 12 hours. (C) Quantification of
fluorescence: Intensity [in arbitrary units (a.u.)] versus distance (in micrometers) across the chip up to 12 hours [measurements according to the direction of the green arrow
indicated in (B)]. (D) 3D projection of FITC-labeled nanoparticle gradient according to fluorescence intensity.
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MMP-1 expression is down-regulated 0.5- and 0.2-fold for days 1 and
5, respectively. Similarly, for Casp-3, at day 1, no statistical differences
between the control and GEM-treated cells were observed. For Ki-67
expression, no significant effect of the exposure to GEMwas observed
at day 1, which can be due to the limited time for the compound to act
on the cells and affect their proliferation. However, at day 5, we ob-
served a statistically significant effect of GEM, with a 0.4-fold de-
crease in the expression of Ki-67 compared to the control. These
results demonstrate the suitability of our platform for assessing gene
expression.

Concerning Ki-67 immunofluorescence on the microfluidic chip
shown in Fig. 5C, themarker is expressed only when the nanoparticles
are absent, which confirms the PCR data. These qualitative results
translate the presence of Ki-67–positive cells, corresponding to prolif-
erating tumor cells in the area of the chip more subjected to drug-free
media, in contrast toKi-67–negative cells present in thematrix regions
close to the perfusion source of GEM-loaded CMCht/PAMAM den-
drimer nanoparticle media.
Carvalho et al., Sci. Adv. 2019;5 : eaaw1317 22 May 2019
DISCUSSION
The design of our new microfluidic chip resembles the previously
shown ECM-containing devices, where endothelial monolayers are
cultured onto the sidewall of an ECMmaterial that separates two mi-
crofluidic channels (26). In ourmodel, the “tumor” core defined by the
hydrogel is supported by an adjacent “microvascular” network fed by
external syringe pumps, supporting physiological events specific of each
cell type. The lumen-like channels deliver nutrients to surrounding tis-
sues sufficient to support robust growth. This opens up the possibility of
perfusing two distinct solutions in each side of the central chamber
containing Matrigel and the cancer cells encapsulated therein, and
therefore, the ability to produce and maintain stable gradients. Around
the inner part of the chamber, we designed micropillars to help retain
Matrigel when injected into the chamber, creating enough superficial
tension and avoiding leakage toward the lateral channels (Fig. 1C). Fur-
thermore, the liquid continuity between the side channels and the
culture chamber was ensured by these small pillars, which act as resis-
tors, preventing the shear stress to be transmitted to the cell culture
Fig. 4. GEM drug effect on colorectal tumor model. (A) Release profile of GEM: Cumulative release (in hours) of GEM at pH 7.4 in phosphate-buffered saline (PBS), at
37°C and stirred at 60 rpm, determined by ultraviolet (UV) spectrophotometer set to 275 nm. The results are expressed as means ± SD (n = 6). (B) Schematic repre-
sentation of experimental setup [perfusion of culture medium through one inlet and one outlet and of culture medium supplemented with GEM-loaded dendrimer
nanoparticles (0.5 mg/ml) through the other inlet and outlet]; the areas defined for cell death quantification are delimited by dashed lines, and each ring is assigned D1
to D3 and M1 to M3. (C) Representative images of fluorescence microscopy images of live/dead assay performed on microfluidic chip at days 1 and 5. (D) Quantification
of cell death, represented as percentage, based on the microscopy data. Data are presented as means ± SD (n = 3). The asterisk (*) denotes statistical differences
(P < 0.05). Scale bars, 1000 mm. NP, nanoparticle; CTRL, control.
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chamber (27). The chip is made using PDMS because of its several
unique properties, which make it a suitable choice for microfluidic
application: PDMS is inexpensive, easy to handle, gas permeable (assur-
ing the supply of oxygen to the cells), and transparent—properties
needed for imaging (28). Corroborating this, our results show the
CRC cells in red and endothelial cells in yellow proliferating, elongating
in the direction of the flow, and covering the lateral channels, conse-
quently forming a vessel-like structure at day 5. We observed an endo-
thelial 3D macrostructure invading the central chamber through the
pillars, in response to the VEGF, defining an early stage of sprouting
(Fig. 1, C and D).

When characterizing the microfluidic coculture, the sprouting
phenomena caught our attention. Angiogenesis is a complex mor-
phogenetic process where endothelial cells from preexisting vessels
invade the matrix as multicellular sprouts to form new vessels (29).
For capillary sprouting and blood vessel formation, both prolifer-
ation and migration are important, but how these two events are
coordinated during the extension process is not fully clear (30).
Carvalho et al., Sci. Adv. 2019;5 : eaaw1317 22 May 2019
Proangiogenic signals, such as VEGF, promote processes such as
proliferation, endothelial motility, and filopodia extension (31). Evi-
dence from preclinical and clinical studies indicates that VEGF is
the predominant angiogenic factor in human colon cancer and is as-
sociated with formation of metastases and poor prognosis (32). So far,
innumerous models tried to recreate these phenomena (30, 33, 34).
For instance, the tube formation assay involves the reorganization
of endothelial cells seeded on Matrigel surface to form cords similar
to vascular networks. Still, they lack important features observed in
native angiogenesis, including directional invasion of cells into a 3D
ECM, proper polarization of the luminal, lumen formation, and sup-
port of fluid flow (35). Although it has been stated before that we are
not trying to recreate an anastomosis in the central chamber, the fact
that we cannot observe it can be explained by several factors, for ex-
ample, by the fact that the central chamber of the device is too large to
observe these events. Nevertheless, from a technical perspective, this
feature allows higher volumetric hosting of HCT-116 cells, which
enables quantitative analysis of gene expression (i.e., enough cells
Fig. 5. Gene expression analysis and immunocytochemistry on a chip. (A) Representation of hydrogel retrieval containing HCT-116 cells from the chip for gene
expression analysis. (B) Gene expression of Ki-67, Casp-3, and MMP-1, in the absence (control) and presence of GEM, at days 1 and 5. The values for controls are
represented by the dashed line. The asterisk (*) indicates significant differences when comparing the same condition at two different time points. The hash key (#)
indicates significant differences when comparing to controls at the same time point. Data represent mean values of three independent experiments ± SD. RPS27A,
ribosomal protein S27A. (C) Immunohistochemistry: In the center, a representative image of the entire chip is depicted. The lateral images represent the zoom in at the
cell level showing the immunocytochemistry Ki-67 staining after 5 days in culture [panels showing DAPI nuclei staining (blue), Ki-67 staining (green), F-actin staining
(red), and merged image in colors].
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for PCR analysis). Another factor is probably the lack of support cells,
such as pericytes. This cell type would help to stabilize vessel forma-
tion and therefore permit the bridging of sprouts over longer distances
of cell culture regions (35). As our goal was uniquely to use the side
channels to create a perfusable lateral channel with a lumen, we seeded
the endothelial cells in the lateral channel and not in the central cham-
ber. However, it is interesting to see the natural behavior of the endo-
thelial cells invading the Matrigel-filled chamber with the cancer cells
and further characterize our model. As conclusion, this biomimetic
model is able to reconstitute the beginning of the angiogenic sprouting
process.

To generate a stable gradient, one of the main goals of this project,
we chose theCMCht/PAMAMdendrimernanoparticles. Their proven
ability to act as drug release vehicles inside the cells, as well as cell track-
ers [when surface modified with a fluorescence molecule such as FITC
(22, 23)], made them excellent candidates. One of the initial concerns
was the ability of these nanoparticles to perfuse through Matrigel’s
fiber network. As observed in Fig. 3A, the nanoparticles dispersewidely
when perfused in the lateral channels in a gradient fashion. The real-
time observation and establishment of a fluorescent gradient generated
by the perfusion of the FITC-labeled nanoparticles were essential to
move on to drug screening assays, using the same flow and the same
nanoparticles, this time releasing the drug over time.

Regarding the GEM release from the dendrimer nanoparticles in
the microfluidic model, we chose a concentration of 0.5 mg/ml with
the rationale to (i) avoid the cytotoxic effect of the nanoparticles and
(ii) enable continuous and sustained intracellular drug delivery by the
nanoparticles and therewith a high efficacy, as was demonstrated by
the viability results (Fig. 4) and the quantitative PCR data (Fig. 5). In
addition, nanoparticles are highly advantageous when comparing to the
gold standard clinical delivery of one bulk delivery (every 2 weeks),
more prone to result in secondary undesirable effects.

Given that the gradient we observed wasmore or less concentrical-
ly generated from the periphery toward the center of the chamber, the
areas defined for quantification followed this geometry. Apparently,
lower amounts of nanoparticles leading to drug release in the areas
further away from the source are not sufficient to induce cell death.
Higher drug efficacy at D1 and D2 regions seems to define a cutoff
area on the action range of the nanomedicines in thematrix delineated
by the Matrigel cell culture. Another important aspect to consider
when analyzing the data is that, although we were not quantifying cell
death among endothelial cells, it is visible that both the cancer cells and
the vasculature are sensitive to standard-of-care chemotherapeutic
GEM. Targeting of the nanoparticles toward CRC cells andminimiz-
ing deleterious effects on endothelial cells would be very useful and
constitute the next step of this work. We observed no significant dif-
ferences between the controls at both days or between the controls
and the areas subjected to culture medium M1, M2, and M3. Even
after 5 days of exposure to the maximum concentration of drug pos-
sible in this model (area D1), only about 40% of cell death was ob-
served. This low cell death level is in agreement with previous studies,
corroborating the fact that 3D cultures usually show a reduced sen-
sitivity to anticancer drugs (36). This can be due to various factors,
includingmatrix stiffness, which was reported to be closely related to
tumor chemoresistance (6), decreased penetration of anticancer
drugs, increased prosurvival signaling, and/or up-regulation of genes
conferring drug resistance (7).

Moreover, cells could be in the process of dying at the analysis time
but not yet dead and therefore not quantified in this screening, since
Carvalho et al., Sci. Adv. 2019;5 : eaaw1317 22 May 2019
the ethidiumhomodimer only stains dead cells. Thismicrofluidic chip
also allows the use of other stainings.

Moreover, the need to use hydrogels such as Matrigel to replicate
the intricate 3Dmicroenvironment in which cells live makes it harder
to retrieve them for genetic analysis under good conditions. This anal-
ysis works as a proof of concept to demonstrate the versatility of this
platform to both work as a drug screening platform and allow for ge-
netic analysis. One of themain challenges of this task was to effectively
retrieve HCT-116 cells from the Matrigel inside the 5-mm central
chamber of the microfluidic device. The strategy we developed in-
volves punching out the central chamber with a sterile surgical 5-mm
punch and dissolving the Matrigel with encapsulated cancer cells in re-
covery solution. Results show a down-regulation of all genes tested.
MMP-1 is a collagenase that degrades ECM, specifically targeting types
I, II, and III collagens, the major components of the interstitial stroma
(37). It has been suggested to be associated with an advanced stage of
colon cancer with poor prognosis and has emerged as a new onco-
genesis and metastasis target for treatment of diverse cancers (38).
However, molecular factors that contribute directly to tumor cell vas-
cular penetration and the extent ofMMP-1 activity in the presence of
chemotherapeutic drugs have not been fully identified (39, 40). For ex-
ample, Khanna et al. (41) used small interfering RNA against proto-
oncoprotein Ets-1 inGEM-resistant cells anddemonstrated a reversal in
GEM chemosensitivity, translated in a marked reduction in the expres-
sion of MMP-1 (41). Given this evidence, it makes sense that exposing
HCT-116 cells to an anticancer drugwould lead to the down-regulation
of the expression of MMP-1, as observed, however, with no statistical
differences. Regarding Casp-3 results, the down-regulation obtained
over the two time points corroborates the previous live/dead assay
results, where at day 1, the extent of cell death due to GEM exposure
is less pronounced than that at day 5 (although with no statistical differ-
ences when compared to the respective control). Nevertheless, at the
later time point, the expression of Casp-3 is down-regulated, although
we see a clear increase in cell death in the live/dead experiments per-
formed before. Recently, caspase activity identified in the absence of cell
death has sparked strong interest in caspase functions in nonapoptotic
cellular responses, suggesting that caspases can be activated without
inducing or even before apoptosis occurs (42). Several pathways can
be related to GEM-induced apoptosis. On one hand, literature evidence
exists for caspase-dependent apoptosis (43), while other studies describe
GEM-induced apoptosis via reactive oxygen species generation, without
an increase in Casp-3 (44). In addition, GEM-induced apoptosis is also
related to ERK (extracellular signal–regulated kinase), Akt, Bcl-2, and
p38 MAPK (mitogen-activated protein kinase) pathways and not only
to Casp-3 (45).

When looking at Ki-67 expression, a significant difference in cells
exposed to the drug fromday 1 to day 5 reveals that the drug decreased
cell proliferation. Its increased expression in human cancer specimens
generally denotes an aggressive phenotype, although new studies sug-
gest that this process is more complex than initially thought (46). How-
ever, the fact that many aggressive cancers have high expression of
Ki-67 relative to normal and quiescent cells suggests that Ki-67might
be an attractive target for cancer therapy if its role as a driver of car-
cinogenesis were validated.

The developed tumor-on-chip platform comprising a human CRC-
like core and surrounding vascularizedmicrotissue is a promising tool
to be used in onco-medicine, either for high-content image-based
screenings or gene expression analysis to study drug-dose responses.
On the basis of a robust dynamic microfluidic system with a viable
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coculture of HCT-116 CRC cells and HCoMECS, this platform was
validated as a tumor-on-chip in vitro platform suitable for assessing
an anticancer nanoparticle-based deliverable.

Although very useful as a high-throughput system for drug testing,
our model does not comprise an oxygen gradient, common to the in
vivo cancer microenvironment. Generating such a gradient would re-
quire inclusion of another complex feature in this already complex
model and will be considered as a part of future work. In this study,
we used the in-house–synthetized dendrimer nanoparticles as a model
for nanomaterial-based anticancer therapeutics. The fluorescentlymod-
ified nanoparticles successfully acted as a tracking tool that allowed the
real-time imaging of the nanoparticle location, whereas drug-loaded
particles functioned as an effective delivery vehicle of GEM in a gradient
fashion. The resulting datasets enabled the definition of precise ranges
of action of these anticancer nanoparticles, taking into account the
complexity of the tumor microenvironment, including the critical mi-
crovasculature component. Highlighting the importance of the high
range of concentrations in a single experiment in this model, which
has an impact on its robustness as a validation tool, this tumor-on-chip
device enabled both the performance of RT-PCR and immuno-
cytochemistry stainings as the drug was being delivered to the tumor
core. Technically, we proved that cells can easily be extracted from
the chip and studied in terms of gene expression, providing valuable
information on the mechanisms underlying the drug effect. Through
this 3D microfluidic cell culture, the study of phenomena such as vas-
cularization and oncogenesis under dynamic conditions may provide a
powerful insight on the cancer stage prognosis and eventually on de-
picting a treatment option. These capabilities are of great value, espe-
cially if using patient cells, and thus, for precision therapy screenings
on personalized medicine.

Most of all, the greatest advantages of our platform compared to
others of the same type (central chamber for 3D matrix laterally sided
by perfusable channels) are (i) facile molecular cell analysis; (ii) physi-
ologically inspired design of radial drug penetration into solid tumors;
(iii) hybrid coculture system to show efficiency of drug penetration
through amicrovascular network into a cancer-mimicking tissue, com-
posed of a supporting relevant matrix with CRC cells; (iv) real-time im-
aging of drug delivery and its effect on cell viability; (v) design compatible
with assessing physiologically relevant cell migration and thus metastatic
events (not the scope of the current manuscript); and (vi) system easily
combined with organoid seeding of the central chamber.

This platform has the potential to further study the EPR effect by
controlling the permeability of the vascular network, e.g., by readjusting
the distance between pillars. Moreover, tumor cell stress can be studied
by, e.g., varying the flow rates and, thus, exposing the cells to shear
stresses. In addition, while tumor cell signaling was not studied here,
this could be done by analyzing the medium collected in the outlet
for, e.g., soluble factor profiling. The potential for further application
is vast, from testing various types and sizes of particles and patient-
derived cells to bringing this tool closer to a clinical and pharmaceutical
translatable setting in further research. Together, this platform can po-
tentially lead to breakthrough discoveries not only in basic research
but also related to clinical applications, namely in the CRC field.
MATERIALS AND METHODS
Microfluidic chip design and fabrication
The microfluidic device composed of three main compartments was
designed usingCAD (computer-assisted design) on a photolithography
Carvalho et al., Sci. Adv. 2019;5 : eaaw1317 22 May 2019
mask, which consisted of a central chamber for an ECM-like hydrogel
(diameter, 5 mm) and a pair of perfusable channels flanking the center
chamber (connected to the chamber with a range of pillars that allow
the generation of stable gradients by diffusion).

The microfluidic device in PDMS (Dow Corning) elastomer was
fabricated by replica molding from an SU-8 (MicroChem)/silicon
master based on a ratio of 10:1 to curing agent. The master mold
was produced by ultraviolet (UV) lithography. After pouring PDMS
on a mold, the mixture was degassed in a vacuum chamber for air
bubble removal and cured at 80°C for 1 hour in the oven. The devices
were then cut out by a razor blade; the fluidic connection ports were
punched, and bonding to a glass slide was done after oxygen plasma of
both surfaces and conformal contact (Harrick Plasma cleaner/sterilizer,
4 mbar, 120 s). Assembly quality control and characterization were
done by optical 3D profilometry (VK-X250, KEYENCE, Germany).

Characterization of the microfluidic device
This microfluidic device functions as a multiphase microbioreactor,
which was built on the basis of three major compartments: a central
chamber seededwith cells embedded in ahydrogelmatrix (Matrigel used
as model gel), being sided by a pair of channels perfused with culture
medium. The central chamber and the lateral channels are separated
by small pillars to allow for hydrogel loading of the chamber retained
before the channels. Quality check was done by optical microscopy.

Cell culture
HCT-116 cells (human colon cancer cell line) were originally obtained
from the American Collection of Cell Cultures, USA. Cells were
cultured in Dulbecco’s modified eagle medium (Gibco, Invitrogen)
supplemented with 10% fetal bovine serum (FBS) and 1% penicillin
and streptomycin (pen/strep) solution under standard conditions
(37°C in a humidified atmosphere, 5% CO2). HCoMECs were ob-
tained from Innoprot and cultured in endothelial cell medium supple-
mented with 5% FBS, 1% of endothelial cell growth supplement, and
1%of pen/strep solution. Themediumwas replaced every 3 days. Sub-
culture of cells was performed before 90% of confluence using 0.25%
trypsin/EDTA (Gibco) for 5 min at 37°C.

Cell seeding on the chip
HCT-116 cancer cells were resuspended inMatrigel supplementedwith
VEGF (100 ng/ml; R&D Systems) in a density of 10 × 106 cells/ml,
injected in the central chamber of the microfluidic device using a sy-
ringe, and let to incubate for 15 min at 37°C for cross-linking. After
this, the lateral channels were coated using a 10% Matrigel solution
and incubated for 30 min at 37°C. HCoMECs in the same density
(10 × 106 cells/ml) were seeded on the lateral channels using a pipette
and left to adhere for 6 hours. Then, the cells were exposed to a per-
fusion flow regime at a flow rate of 8 ml/hour for the duration of the
experiment. At days 1 and 5, the cell culture was evaluated using flu-
orescence microscopy.

Validation of the coculture by fluorescence imaging
Before seeding in themicrofluidic device,HCT-116 cells andHCoMECs
were made fluorescent by means of CellTrace Far Red and Yellow (Life
Technologies), respectively. These dyes were designed to be easily
internalized, passing through the cell membrane into the cytoplasm.
The desired concentration of cells were trypsinized, centrifuged, and
resuspended in dye solution/phosphate-buffered saline (PBS) (at a
concentration of 10 mM). The suspension was incubated for 20 min
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at 37°C (in the dark) and then diluted in five times the original volume
of medium, let to incubate for 5 min, and centrifuged. Last, the pellet
was resuspended in fresh medium into a final concentration, and the
cell suspension was seeded. Cells in microfluidic culture were observed
under fluorescence microscope at days 1 and 5. In addition, afterward,
all microfluidic cultures were fixed for further analysis of the microfluidic
coculturemodel. Endothelial cells were seeded on the lateral channels; cells
were stained with 4′,6-diamidino-2-phenylindole (DAPI)/phalloidin.
Cells were fixed with 4% paraformaldehyde in PBS for 30 min at room
temperature and washed again with PBS. Permeabilization of cells was
donewith 0.1%TritonX-100 (Sigma-Aldrich) for 15min at room tem-
perature, followed by washing with PBS. High-affinity filamentous
actin probe Alexa Fluor 594 phalloidin (1:80; Invitrogen) was
injected through the channels, let to incubate for 30 min at room
temperature, washed with PBS, and then incubated with DAPI
(1:100; Invitrogen) diluted in PBS for 10 min at room temperature.

Endothelial invasion into microfluidic core
and quantification
During cell culture, bright-field images were taken with an inverted
microscope to analyze and quantify to which extent endothelial cells
remain on the lateral microchannels or respond to VEGF present in
theMatrigel in the central chamber. Three images of each time point
(days 0, 2, 3, and 5) were analyzed. The length was measured using
ImageJ (Fiji), from the outer limit of the microchannels/hydrogel
interface to the furthest point of the elongated cells.

CMCht/PAMAM dendrimer nanoparticles
Chemical synthesis of CMCht/PAMAM
dendrimer nanoparticles
Dendrimer nanoparticleswere surface-modified as previously described by
Oliveira et al. (23). CMCht with a degree of 80% deacetylation and 47%
substitutionwas synthesized by a chemicalmodification route of chitin
(Sigma-Aldrich, Germany), as described by Chen and Park (47).

Starburst PAMAM carboxylic acid–terminated dendrimers, here-
after designated as PAMAM-CT [generation 1.5, 20% (w/v)methanolic
solution], with an ethylenediamine core were purchased from Sigma-
Aldrich. CMCht/PAMAM dendrimer nanoparticles were prepared in a
stepwisemanner as follows: increasing the generation of the PAMAM-CT
(G 1.5), obtaining a PAMAM methyl ester–terminated dendrimer, reac-
tion between PAMAM and CMCht (the reaction occurs by a condensa-
tion reaction between themethyl ester and amine groups), and converting
methyl ester groups that do not react into carboxylic groups in the
CMCht/PAMAM dendrimer, followed by precipitation.
Labeling of CMCht/PAMAM dendrimer nanoparticles with FITC
The conjugates of CMCht/PAMAM-FITC were obtained by cova-
lently bonding the amine group of CMCht and the isothyocianate
group of FITC (10 mg ml−1; FITC, Sigma-Aldrich, Germany) in an-
hydrous dimethyl sulfoxide (DMSO; Norconcessus), creating a thio-
urea bond. First, a CMCht/PAMAMdendrimer nanoparticle solution
(10 mgml−1) was prepared in a carbonate-bicarbonate coupled buffer
of pH 9.2. Then, a solution of FITC/DMSOwas added under agitation
and kept in the dark at 4°C for 8 hours. The FITC-labeled CMCht/
PAMAM dendrimer nanoparticle solution was then dialyzed against
ultrapure water. The final product was obtained after freeze-drying.
GEM incorporation into CMCht/PAMAM
dendrimer nanoparticles
GEM was incorporated in the nanoparticles by mixing an aqueous
solution of CMCht/PAMAMdendrimer nanoparticles with an aque-
Carvalho et al., Sci. Adv. 2019;5 : eaaw1317 22 May 2019
ous GEM solution with a final concentration of 0.5 mM. Saturated
sodium carbonate solution (Na2CO3; Sigma-Aldrich, Germany) and
acetone (Pronalab, Portugal) were then added to the mixture. The
resulting precipitates were dialyzed against ultrapure water. GEM-
loaded CMCht/ PAMAM dendrimer nanoparticles were obtained
by freezing the final solution at 80°C and freeze-drying (Telstar
CRYODOS-80, Spain) the samples for 7 days.
Encapsulation efficiency, drug-loading efficiency, and release
profile studies
For assessing encapsulation efficiency, CMCht/PAMAM (50 mg) was
dissolved in 50ml of deionizedwater. GEM(7mg) in 2ml of deionized
water was added dropwise to the dendrimer solution and stirred for
30 min. Precipitation of the dendrimers and consequent encapsulation
of the drug were induced, as described before. Samples were taken
before and after precipitation, centrifuged, analyzed by a UV-visible
(UV-vis) spectrophotometer at 275 nm in a Hellma quartz plate, and
compared to a calibration curve.

For evaluating drug-loading efficiency, preweighted amount of
GEM-loaded CMCht/PAMAM (50 mg) was added to distilled water
and sonicated to extract GEM. The extracted GEM concentration was
analyzed by a UV-Vis spectrophotometer at 270 nm and compared to
a calibration curve. The absorbance was used to calculate the percent-
age of GEM encapsulated. The following formulas were used:

Encapsulation efficiency ð%Þ ¼ Amount of GEM encapsulated
Total GEM added

� 100

ð1Þ

Drug‐loading efficiency ð%Þ ¼ Amount of GEM encapsulated
Total weight of nanoparticles

� 100

ð2Þ

GEM release from nanoparticles was measured by UV spectro-
photometry (Shimadzu) at 275 nm, in a Hellma quartz plate, after
dissolution of 50 mg of GEM-loaded CMCht/PAMAM dendrimer
nanoparticles in 5 ml of PBS solution with 0.01% sodium azide
(Sigma-Aldrich). The in vitro release was performed at 37°C under
stirring at 60 rpm between 0-hour and 5-day time points.
Characterization of the CMCht/PAMAM dendrimer
nanoparticles by transmission electron microscope
The nanoparticle morphology was investigated by transmission elec-
tron microscopy (Philips CM-12; FEI Company, The Netherlands;
equipped with a MegaView 2 DOCU camera and an image software
analyzer SIS NT DOCU) after staining with 2% of phosphotungstic
acid and fixation on copper grids.

Gradients generation and characterization inside the
microfluidic chip
For the generation of a stable gradient through theMatrigel core com-
partment, a source-sink mechanism was created, with a solution of
FITC-labeled nanoparticles (0.5 mg/ml) in PBS perfused through
one side channel, and PBS perfused through other using a Nexus
3000 syringe pump (Chemyx). Three-milliliter syringes were used
to introduce PBSwith orwithout the nanoparticles at a rate of 8 ml/hour.
The experiment was performed under a Nikon Eclipse Ti-E fluores-
cence microscope (Nikon Instruments, Japan) for time-lapse imaging
of the gradient formation.
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Profile and stability of the dynamic gradient were analyzed using
NIS-Elements AR (Nikon) software. The chips were analyzed at differ-
ent time points between 0 and 12 hours with continuous perfusion.
Built-in “plot profile”module was used for assessing the gradient inten-
sity and stability over time. The intensity profile corresponds to distance
versus intensity. A 3D projection was also reconstructed using software.

GEM-loaded CMCht/PAMAM dendrimer
nanoparticle gradient
After the establishment of the coculture model, a gradient of GEM
release from dendrimer nanoparticles was generated by perfusing
GEM-loaded nanoparticles (0.5 mg/ml) in one inlet and endothelial
cell culture medium in the other inlet using exactly the same exper-
imental source-sink mechanism used for the establishment and
characterization of the nanoparticle gradient. This was achieved by
connecting the chip to the tubings into lateral inlets fed by glass syringes
(SGE Analytical Science), mounted on a Nexus 3000 syringe pump.

Live/dead assay
The viability of cells cultured in the microfluidic chips in the presence
or absence of GEM-loaded dendrimer nanoparticles was assessed
using the live/dead assay. For this, at endpoints, the chip side channels
were washed with PBS (Sigma-Aldrich), incubated for 40 min with
calcein AM (1 mM; live cells in green) and ethidium homodimer
1 (6 mM; dead cells in red), and then washed again. Microfluidic chips
were then imaged with fluorescencemicroscope using automated ac-
quisition for Z-stack and multicolor channel.

Image processing
Acquired multiframe multicolor images were combined using either
Nikon AR or Fiji software (open-source software ImageJ focused on
biological image analysis) for operations of processing such as rota-
tion, crop, color balance, and related assemblies, considering initial
scales and aspect ratios. High-resolution Z-stack images were pro-
cessed for 3D reconstruction through deconvolution and 3D projec-
tions made by NIS-Elements AR (Nikon) software.

RT-PCR analysis
After each culture time, Matrigel from the central chamber was re-
trieved by punchingwith a 5-mmsterile biopsy punch (WorldPrecision
Instruments) and placed in 24-well plates. Samples were washed with
PBS solution, andMatrigel was depolymerized by incubation with 1 ml
of MatriSperse Cell Recovery Solution (BD Biosciences) for 30 min at
4°C. After complete release from theMatrigel, cells were transferred to
an Eppendorf tube and centrifuged to a pellet by centrifugation at 300g
for 5 min. Cells were washed with cold PBS and centrifuged again.
Total RNA was extracted from cells recovered from the 3D cultures
using Phasemaker Tubes (Invitrogen), following the manufacturer’s
instructions. The pellet was then immersed in 500 ml of TRIzol Re-
agent and stored at 80°C until further use. RNA quantification and
purity were assessed using a NanoDrop ND-1000 spectrophotometer
(NanoDrop Technologies). Complementary DNA (cDNA) was syn-
thetized according to the protocol from the iScript cDNA Synthesis
Kit (Bio-Rad). The obtained cDNA was used as template for the
amplification of the target genes using the iQ SYBR Green Supermix
(Bio-Rad), according to the manufacturer’s instructions. The primer
sequence, specific for each gene, namely, ribosomal protein S27A
(RPS27A), Caspase-3 (Casp-3), Ki-67, and MMP-1, is described in
Table 1. The transcript expression data were normalized to the en-
Carvalho et al., Sci. Adv. 2019;5 : eaaw1317 22 May 2019
dogenous housekeeping gene RPS27A, and the relative quantifica-
tion was calculated, normalizing the obtained results for each target
gene at each time point in basal culture conditions (controls), accord-
ing to the Livak (2DDCT) method (48). Three samples of each group
were tested at each time point in three independent experiments.

Immunohistochemistry
The microfluidic chip was processed for immunohistochemistry by
perfusion of CORRESPONDING reagents, through both side inlets.
After cell culture, the cells in the chip were washed with PBS, and the
cells were fixed with 4% paraformaldehyde in PBS for 30 min at
room temperature and washed again with PBS. Permeabilization
of cells was done with 0.1% Triton X-100 (Sigma-Aldrich) for 15 min
at room temperature, followed by washing and incubation with block-
ing solution CAS-Block (Thermo Fisher Scientific) for 30 min at 37°C.
Primary antibody for Ki-67 diluted in CAS-Block (1:100; rabbit, ab833,
R&D Systems) was subsequently incubated overnight at 4°C. Samples
were washed with PBS and incubated with the secondary antibody
Alexa Fluor 488 conjugated (1:500; anti-rabbit, R&D Systems) together
with high-affinity filamentous actin probe phalloidin conjugated with
Alexa Fluor 594 (1:80; Invitrogen) in CAS-Block for 3 hours at room
temperature. The samples were then washed with PBS, incubated with
DAPI (1:100 in PBS; Invitrogen) for 10 min at room temperature, and
lastly washed twice with PBS. The samples were kept in PBS in the dark
at 4°C until image analysis. High-magnification images were acquired
with Nikon Eclipse Ti-E using automated acquisition for Z-stack and
multicolor channel.

Statistical analysis
Statistical analysis was performed using GraphPad Prism 5.0a soft-
ware. The nonparametric Mann-Whitney test was used to compare
two groups. A value of P < 0.05 was considered statistically signifi-
cant. Formultiple comparisons, the parametric test one-way analysis
of variance (ANOVA)was used, with P < 0.05 considered statistically
significant.
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