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Chapter 1 

Introduction 

 

 

Recently, with advances in nanotechnology many scientists have focused their interest on 

fabrication of nanochannels and used them for both fundamental and applied studies. 

Nanochannel devices with controlled nanometer dimensions provide a novel tool for studying 

some properties of aqueous solutions and thus possibly new applications which are not 

available in the large scale. In this chapter, first diverse techniques to construct 

nanochannels are introduced, followed by a broad range of utilizations of nanochannels. 

Then, the aim and outline of the thesis is presented.  
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1.1. Fabrication of nanochannels 

1.1.1. Nanostructured materials 

Zeolites and charcoal (carbons) have been well-known as naturally porous materials that are 

widely used in filtration, chromatography, (bio)chemical engineering, etc [1−5]. Based on 

advantages of their high porosity, researchers have created nanostructured materials that have 

other new applications along with their conventional applications. Zeolites were used as 

matrix materials that can host other guest molecules to create interesting properties for 

utilizations in microelectronic and medical diagnosis [6]. In another example [7], carbons 

with periodic porous nanostructures were used as electrode active materials to increase the 

charge-discharge capacities in battery applications. Moreover, porous carbons were created 

with different structures [8] and templates [9] to enlarge pore-size distribution for variant 

applications [10]. Another interesting material with nanostructures is glass nanocapillaries 

which were created from microcapillaries using mechanical pulling [11−12]. These 

nanocapillaries with cylindrical shape and dimensions from 5−100 nm were used to detect 

single 40 nm polystyrene nanoparticles. Also, Steinbock et al. [13] presented 45 nm diameter 

nanocapillaries that were pulled from quartz capillaries (outer diameter of 0.5 mm and inner 

diameter of 0.3 mm) using a laser-equipped pipet puller. Final dimensions of the 

nanocapillaries depended on initial diameters of capillaries, temperature, and pulling force. 

These nanocapillaries were used to study DNA translocation using electrophoretic force.  

Fluids confined in these nanostructured materials exhibited physical behaviors that were 

quite different from their bulk especially in presence of fluid-wall and fluid-fluid interactions. 

Gardeniers et al. [14] reviewed increasing of boiling temperature in micropores (diameters 

smaller than 2 nm) materials. Furthermore, Zarragoicoechea et al. [15] presented a model for 

shifts in the critical temperature and the critical pressure using a non-wetting confined fluid in 

a nanopore. Water properties in confined structures have attracted the interest of many 

researchers. Among these properties is viscosity that was intensively studied. For instance, 

Derjaguin et al. [16] investigated physical behavior of the boundary layer of water near the 

surfaces in quartz capillaries with a diameter about a couple of hundred nanometers. In 

another study [17], frictionless flow of water molecules was observed through carbon 

nanotube membranes under an osmotic gradient. However, these nanostructured materials 

were randomly synthesized consequently their shape and dimensions were not highly 

uniform. There were also drawbacks in integration with other components. To overcome 

these limitations, silicon-based nanochannels have been introduced. They have precisely 
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defined sizes and can easily be integrated with other electrical and optical components like 

electrodes for conducting or mechanical parts for fluid guiding.  

1.1.2. 1D nanochannels 

Generally, nanochannels (NCs) having only their height or width (mostly the height) in the 

nanoscale range (commonly smaller than 100 nm) are defined as one-dimensional (1D) NCs 

(figure 1.1A), while channels with both the height and the width are two-dimensional (2D) 

NCs (figure 1.1B). To create channels with the nanometer height, patterns are formed using 

standard photolithography. In case of both dimensions, patterns are constructed using 

nanolithography, micro-scale photolithography (in combination of other micromachining 

techniques) and bottom-up techniques. Fabrication is mainly based on surface-, bulk-, and 

bond-micromachining techniques. 

Surface-micromachined NCs are formed by two common techniques known as spacer 

layer etching and sacrificial layer etching. In the spacer layer etching technique, channel 

patterns (figure 1.2B) are created on a substrate with a well-defined deposited layer by 

standard photolithography [18−20]. During photolithography, channel patterns are transferred 

by illumination with ultraviolet light through a designed photo-mask to a coated polymeric 

photoresist layer which is light sensitive. The patterns are then transferred to the deposited 

layer using wet chemical etching (WCE) or reactive ion etching (RIE). The channel height is 

controlled by the thickness of the deposited layer and the time needs to completely etch this 

layer. Then, this patterned substrate is closed by bonding with another substrate or covered by 

other layers. For instance, Haneveld et al. [21] fabricated sub-10 nm channels by controlling 

the thickness of the silicon oxide layer.  

In the second approach, the sacrificial layer etching (figure 1.2C), channels are formed on 

a substrate with deposited layers (sacrificial and structural layers) by selective etching of the  

B A 

Figure 1.1. Definition of nanochannels. (A) a 1D nanochannel. (B) 2D nanochannels.  
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sacrificial layer. This technique is based on a proper selection of the two layers and the  

etchants to obtain a high selective etching of the sacrificial over the structural material. 

Channel height is controlled by the thickness of the sacrificial layer. Most common 

combination is SiO2 (sacrificial)/Si (structural) and HF etchant. Another combination with 

very good selectivity is Si (sacrificial)/SiN or SiO2 (structural), and KOH (TMAH, Xe2F) for 

Si etching [22]. For example, Tas et al. [23] created NCs on a fused silica substrate. A 

deposited tetra-ethyl-ortho-silicate (TEOS) silicon oxide layer as the structural and a 

polysilicon layer as the sacrificial was selected. Channels with 100 nm height and 375 µm 

length were formed after etching of the polysilicon sacrificial layer in a 5% TMAH solution. 

The sacrificial layer etching method produces slightly tapered channels of approximately 200 

nm height at the channel entrance and 86 nm at the end. Another example is that of polyimide 

channels fabricated by Eijkel et al. [24]. The process was started by spinning of a polyimide 

layer on a silicon substrate (with a silicon oxide layer). Then, a sacrificial aluminum layer 

was deposited on the polyimide layer. A second layer of polyimide was used to cover the 

aluminum layer. The aluminum sacrificial layer was then etched by a wet chemical method. 

This technique has some drawbacks like long etching time to etch long channels subsequently 

variety in channel height and stress issues from the structural layer. To reduce the etching 

time, irrigation holes for the etchant were made [25], the sacrificial layer was removed  

Figure 1.2. Brief description of fabrication of nanochannels (A) Bulk micromachining. (B) Spacer layer

etching technique. (C) Sacrificial layer etching technique.  

B A C 
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sideward [26] or heat decomposable polymers are used as the sacrificial layers [27−28]. 

Surface channels with very thin structural layers have a very low light absorbance but are 

relatively fragile which results in difficulties of integration with other fluidic components 

such as microchannels or macro inlet holes.  

In bulk micromachining, NC structures (figure 1.2A) are formed out of a substrate by 

etching unwanted parts and leaving desired structures. NC patterns are created by 

photolithography then by short etching using either WCE [29−30] or RIE [31−32]. The 

height of the channels is well defined by tuning etching time using diluted wet etchants or 

optimizing the RIE parameters. Moreover, the shape of the channels can be precisely 

controlled with directional etching. For example, Han et al. [33] created 90 nm high channels 

in a silicon substrate using RIE for DNA separation. 

Bond micromachining allows to form channels (figure 1.3) by bonding of two substrates 

with structures previously created by surface or bulk micromachining. Kutchoukov et al. [34] 

fabricated NCs on an intermediate layer of polysilicon from a glass substrate then bonded to 

another substrate. Mao et al. [32] presented detail parameters during processing to fabricate 

1D NCs using silicon−glass and glass−glass bonding. NCs made by bonding technique are 

mechanically robust, since there is no issue related to the stress and fragility of the thin 

structural layer. However, the bonding process highly requires cleanliness of channel surfaces 

to avoid residue particles abrupting the bonding. 

Figure 1.3. Brief description of fabrication of nanochannels using combination of bulk and bond 

micromachining (left images) and surface and bond micromachining (right images).  
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During fabrication of NC devices, above techniques are combined. NCs are formed on a 

substrate by bulk micromachining then closed by another substrate using bonding. Surface-

machining NCs are integrated to bulk-machining inlet-ports to create a complete device.  

1.1.3. 2D nanochannels 

Nanolithography 

2D NC patterns are generally obtained using nanolithographic techniques with a high 

resolution such as electron beam lithography (EBL) [35−37] and focused ion beam (FIB) 

lithography [38−39]. EBL is a technique using electro-beam to scan on a substrate with a 

coated resist layer. The patterns are directly written onto the resist without using a mask. 

Then, the exposure area is dissolved in a developer. WCE or RIE is followed to transfer the 

patterns with nanometer width from the resist layer to the substrate. And, channel height is 

defined by the etching time. FIB is a technique that used fine focused ion beams, commonly a 

beam of gallium ions, to directly etch materials away to form patterns. Very recently using 

FIB, sub-5 nm NCs were fabricated on substrates with insulating metal mask layers [39]. The 

advantages of the FIB are that no resist and develop process are needed. Although having the 

capability of making very small structures, both EBL and FIB are very slow process, thus 

expensive and not suitable for patterning in the large scale. A normal EBL system requires a 

long time to pattern a whole four-inch silicon substrate.  

Nanoimprint lithography (NIL) is another technique that may overcome the low 

throughput drawbacks of the EBL and FIB. In NIL, a master with patterns is first made on a 

stamp substrate by the above high resolution lithography techniques. Then, the master was 

used to imprint on a resist layer, which is previously deposited (spun) on a substrate. 

Subsequently, an etching or a lift-off process is used to transfer the patterns from the resist 

layer to the substrate [40]. For example, Cao et al. [41] used NIL to fabricate nanofluidic 

channels with a cross section of 10 nm on an impressive large area of a four-inch substrate. 

As the master can be reused for many times, NIL offers a promising, inexpensive and simple 

way to form NCs.  

Soft lithography is similar to NIL, but instead of transferring patterns from the master to a 

resist layer on a substrate, the master is used to make a cast in a soft elastomeric material 

mostly polydimethysiloxane (PDMS) [42]. However, soft lithography and NIL has had 

several inherent limitations such as: (1) the patterns of the master are only used for each 

fabrication; and (2) an intrusion of the material clogs the NCs.  
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Photolithography (combination of micromachining techniques)  

A combination of standard techniques from micromachining such as photolithography, 

deposition and etching allows to fabricate 2D NCs avoiding using above mentioned 

expensive nanolithography. For example, 2D NC patterns can be created based on the 

asymmetry at the edge of a step known as edge lithography. Tas et al. [26] created sacrificial 

polysilicon nanowires on the sidewall of a step then encapsulated by a capping silicon nitride, 

and finally the sacrificial nanowires were etched to create NCs. Cho et al. [43] constructed 

150 nm width silicon oxide channels using combination of  WCE, RIE and local oxidation of 

silicon. This was a very simple method to create 2D NCs at the wafer scale. Another 

combination of lithography and undercutting by isotropic wet etching was used to form 75 

nm wide and 250 nm high channels [44].  

Furthermore, other techniques were also employed for 2D NC fabrication. Letant et al. 

[45] created arrays of silicon channels by electrochemistry. Diameter of channels as small as 

30 nm was defined by anisotropic etching (with V-shaped features) using KOH solutions 

from 2 μm × 2 μm initial opening windows. Then, the 8 μm deep channels were obtained by 

electrochemical etching (6% HF solution and a breaking bias of 9 V). Wang et al. [46] 

fabricated 20 nm diameter silica NCs using a scanned coaxial electrospinning. Channel shells 

(a silica sol-gel solution as the material) were deposited outside the core (motor oil) that is 

later removed during annealing to cross-link silica. In another study [47], 2D NCs with 100 

nm height and 25 nm width were created using chemical mechanical polishing and thermal 

oxidation. The channel height was defined by thickness of a deposited amorphous silicon 

layer while the width was controlled by thickness of a grown silicon oxide as a buried layer. 

Chemical mechanical polishing was carried until surfaces of the buried silicon oxide layer 

were appeared to be ready for etching. These last techniques however had difficulty in 

precise control of channel sizes and integration with other fluidic components.  

Bottom-up techniques 

The above presented techniques are generally categorized as top-down techniques in which 

NC structures are created on substrates by deposition and etching using microfabrication 

techniques. In contrast, the bottom-up approach (self-assembly lithography) is to create small 

structures from molecules by building up into more complex assemblies. Based on chemical 

properties of the molecules, structures are formed by self-organizing or self-assembly 

[48−50]. For instance, single-walled carbon nanotubes bundles [51] were synthesized by laser 



  Chapter 1 

8 
 

ablation and purified by reflux in hydrogen peroxide and filtration then they were assembled 

on glass to control their orientation. In another study [52], 20 nm diameter nanowires of tri-

molybdate (K2Mo3O10.3H2O) were chemically synthesized. These nanowires were manually 

loaded into desired positions and used as a sacrificial material to create NCs with SiO2 and Cr 

materials. NCs created by the bottom-up technique have very well-defined structures 

however they are difficult to integrate to other fluidic components since channels are 

randomly formed. 

Fabrication of NCs has been intensively reviewed [53−55]. 

1.2. Applications of nanochannels 

1.2.1. Fluid physics  

Fluid transport in nanometer-sized channels exhibits physical properties that are completely 

changed and different from the macro world. For instance, the thickness of the electric double 

layer and channel dimensions are in the same order which can strongly affect fluid transport 

properties such as shaping the fluid velocity profile in electro-osmosis and local distribution 

of the electrolytes and charged analytes [56].  

With decreasing of channel dimensions and related increase of the surface-to-volume 

ratio, surface charge has a strong effect on the fluid transport. When aqueous solutions 

containing diluted salts are introduced in confined channels, the surface charges of the 

channels can significantly influence the liquid behavior. Stein et al. [57] studied transport of 

low salt concentration in 70 nm high channels. They showed the surface charge governed ion 

transport, where the ionic conductance of NCs strongly deviates from the bulk conductance at 

low ion concentrations. Moreover, Heyden et al. [58] reported the prospect of using 

electrokinetic phenomena in NCs to convert hydrostatic energy to electrical power. It was 

suggested that the maximum energy conversion efficiency occurred at low salt concentration 

and depended on fluid viscosity, counter-ion mobility, ratio between channel height and 

Gouy−Chapman length. Pennathur et al. [59−60] demonstrated theoretical and experimental 

studies on the electrokinetic transport in 40 nm height NCs and developed a new 

electrophoresis separation method in the nanoscale. The model showed that effective mobility 

governing electrophoresis transport of charged species in NCs depended on electrolyte 

mobility, ζ potential, ion valence and background electrolyte concentration. The proposed 

model is valid for transport of individual (un)charged species over long distance in both cases 

of high and low ζ potential.  
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NCs are normally filled by pressure-driven flow or capillary flow. Studies related to 

pressure-driven flow have been reviewed in [61]. Capillary filling of liquids is an effective 

way to spontaneously flow liquids into NCs without using external forces. Liquids filling in 

nanospaces have very interesting properties. For instance, partially filled liquids inside NCs 

have lower pressure than the surrounding gas phase. Capillarity-induced negative pressures 

down to −17 bar have been demonstrated inside 1D surface NCs in quasi-static experiments 

[23]. In dynamic experiments, the position of the moving (liquid) meniscus is proportional to 

square root of time which is described by the Washburn equation [62]. Tas et al. [63] showed 

that capillary filling speed in 100 nm height NCs followed the Washburn equation; more 

important that the filling speed at low salt concentration was lower than the expected. This 

effect was explained by electroviscous effect. In another study, Han et al. [64] reported filling 

kinetics of in NCs as small as 27 nm height; the meniscus velocity slowed down due to 

decrease of the channel dimension, and the ratio between the surface tension and the 

viscosity. Haneveld et al. [21] investigated further the filling dynamics to qualitatively 

confirm the kinetic filling behavior in smaller NCs (5 nm height) in accordance with the 

Washburn equation. Delft et al. [65] studied the behavior of liquids using the integrated 

Fabry−Perot interferometer in glass NCs (6 nm height). Filling speed agreed to the Washburn 

equation, however, decreased in case of ethanol and increased in water. Van Honschoten et 

al. [66] studied elastocapillary phenomenon occurred in 80 nm high NCs capped by a thin 

flexible membrane. Deviation of filling speed in these channels compared to the conventional 

Washburn speed was due to the deformation of the thin channel membrane that was resulted 

from the difference in cross section of channels and meniscus curvatures. Furthermore, Phan 

et al. [67] developed a mathematical model for capillary filling in NCs including 

electroviscous effect. The apparent viscosity is increased with high zeta potential, low molar 

conductivity and low ion mobility.  

1.2.2. Nanobiotechnology 

The small volume inside NCs enables single-molecule experiments at relatively high 

concentrations compatible with normal single-molecule resolution. Additionally, NCs have 

essential advantages such as little samples consumption and reduced background signals in 

fluorescence applications due to their confined dimensions [68]. 

Recent advances in optical imaging and biomechanical techniques like optical tweezers 

[69] show great potentials for the investigation and observation of biological processes 
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occurring at the molecular level. These techniques are increasingly used in both biological 

researches and biomedical applications. Besides that, nano/microfluidic systems have 

potentials for applications such as separation of biomolecules [70], enzymatic assays and 

immunohybridization reactions [71]. NCs are used as restricted spaces in order to decrease 

illumination volume and increase the working concentration at which the single-molecule 

level is reached. Foquet et al. [68] used 350 nm wide channels performing single-molecule 

detection at relatively high concentrations (micromolar). NCs with the small volume created 

high signal-to-noise ratio during measurements. In confinement, interactions from channel 

surfaces played a very important role in biomolecular behavior. Brownian motion of low 

molecular weight analytes is reduced and explained by electrostatic interactions with channel 

surfaces [72].  

Furthermore, NCs have been also powerful tools in manipulation and analysis of important 

biomolecules, such as DNA and proteins [31]. For example, 90 nm height channels were used 

to separate long, DNA molecules by sized entropic traps [33]. The used NCs with their 

dimension closed to the persistence length of DNA around 100 nm offer a proper condition 

for physical confinement or stretching of biomolecules, so that it provides opportunities to 

reveal information of samples [35]. Especially, the utilization of 2D NCs with their extremely 

small volume offers several essential advantages in biological analysis. These advantages 

allow accurately recording and observing extremely small signals for studying biological 

samples at the desired molecular level. For instance, Sivanesan et al. [73] used 400 nm 

dimension polymer NCs to detect single protein molecules (prelabeled with Alexa Fluor dye) 

by using a confocal fluorescence microscope. Based on the burst intensities, evidence from 

single molecules traversing the detection region was confirmed. Wang et al. [74] showed 

another example of single DNA molecules (stained with intercalating fluorescent dye 

YOYO−1) manipulated into 2D NCs of 60 nm height × 40 nm width by capillary force and 

observed with fluorescence microscopy. Characteristics of DNA movement along the 

channels were discussed regarding to effects from buffer concentration, surface tension, 

viscosity, and channel dimensions. Furthermore, Stavis et al. [75] used 500 nm square cross-

sectional channels to isolate, detect and identify individual quantum dots conjugated with 

organic fluorophores. Detection of quantum dots as fluorescent labels in small fluidic 

channels was used for multiplexed single-molecule studies. In addition, Wang et al. [46] 

recorded photon signals from a single molecule of fluorescein at a 4.9 µM concentration by 
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performing their experiments in 20 nm diameter NCs. Further review for applications in NCs 

is in Refs. [76−85].  

1.3. Aim of this thesis  

In the scenario of diverse techniques to create NCs, the demand for simple and 

straightforward techniques is still very strong. Fabrication of channels with both their width 

and height at nanometer scale by standard techniques from micromachining is a challenging 

task. Moreover, interfacing from the fabricated NCs to outer world is very essential to obtain 

complete devices ready for experiments. NC fabrication techniques based on simple and easy 

processes open variant platforms for fundamental studies and applications. Liquid transport 

inside NCs governed by surface-charge mechanism has some properties that occur only in 

nanoscale. More in general, water viscosity has been widely studied especially in physical 

chemistry to achieve better understanding of liquid behavior in nanoconfinement. The 

silicon-based NCs with their precise controlled dimensions can contribute to the experimental 

challenges in this field of research.   

In this thesis large effort has been spent to develop simple, reliable processes to fabricate 

NC devices and to integrate from the fabricated NCs to outer world for different studies. For 

study of water viscosity in confined nanospaces, 1D NCs have been fabricated by direct 

bonding of a processed silicon wafer (containing NCs, microchannels and inlet/outlet ports) 

with a very thin glass wafer of 170 µm thickness. Further, to create extreme confined spaces 

toward single-molecule studies, we constructed 2D NCs with a simple process using several 

common techniques of the conventional microfabrication like underetching of a sacrificial 

layer and vertically evaporation. Enclosed 2D NCs with both dimensions of their height and 

width down to sub-20 nm regimes were directly obtained without requiring nanolithography. 

Liquid behavior in nanoconfinement has attracted the attention of researchers especially 

merging in achievements of nanofabrication techniques that enable to construct very well-

defined NCs for restricted spaces. Water viscosity, one of the most interesting properties has 

been presented in this thesis by mobility study of single quantum dots inside 1D NCs. 

Furthermore, electroviscous is considered as the most disputed effect influenced on deviation 

of water viscosity in nanoconfinement compared to its bulk solution. Then, adding to 

interesting mechanisms from capillary filling dynamics, we study deprotonation during filling 

50 nm deep channels in silicon oxide with sodium fluorescein solutions using capillary 

pressure. A distinct bisection was observed, the fluid near the entrance fluoresces while the 
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fluid near the meniscus did not. Using a model of electric double layer, this phenomenon can 

be effectively modeled as titration of the solution by protons released from silanol groups on 

channel walls. These applications prove possibilities of using silicon-based NCs to broad 

understanding of liquid behavior in nanoconfinement.  

1.4. Organization of this thesis  

The thesis is beginning with introduction of fabrication and applications of NCs in chapter 

one. A straightforward technique to easily fabricate the thin glass capping 1D NCs with 

confinement in nanometer scale only in the height and the interfacing of these devices will be 

presented in chapter two. In chapter three, we present a new method to construct 2D NCs by 

a combination of underetching (edge lithography) and deposition techniques. These 

fabricated encapsulated NCs were confirmed to be hermetically closed. In chapter four we 

study the deprotonation phenomenon carried out in 50 nm high channels. During capillary 

filling, a bisection between fluorescence and liquid front was observed, and this phenomenon 

was modeled then explained by deprotonation of surface silanol groups. Furthermore, the 

water viscosity in confinement has been studied using mobility of quantum dots in chapter 

five. Diffusion coefficients were experimentally determined to be three-time reduced 

compared to bulk solutions. This thesis is completed with conclusions and outlook in chapter 

six to realize the importance of channel fabrication techniques for broad range of 

applications.  
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Chapter 2 

Fabrication and interfacing of nanochannel devices  

for single-molecule studies 

 

 

Nanochannel devices have been fabricated using standard micromachining techniques such 

as optical lithography, deposition and etching. One-dimensional nanochannels with thin 

glass capping and through-wafer inlet/outlet ports were constructed. Two-dimensional 

nanochannels have been made transparent by oxidation of polysilicon channel wall for 

optical detection and these fragile channels were successfully connected to macro inlet ports. 

The interfacing from the macro world to the nanochannels was especially designed for 

optical observation of filling liquid inside nanochannels using an inverted microscope. 

Towards single-molecule studies, individual quantum dots were visualized in 150 nm height 

one-dimensional nanochannels. The potential of two-dimensional nanochannels for single-

molecule studies was shown from a filling experiment with a fluorescent dye solution. 
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2.1. Introduction 

Recently, several single-molecule studies using nanochannels (NCs) have been reported. For 

instance, single DNA fragments were confined and detected in 500 nm diameter silica 

capillaries [1]. Interactions of single DNA and protein molecules were studied in 120 nm × 

150 nm fused silica channels [2]. Single rhodamine labeled cellulase enzyme was detected in 

100 nm diameter glass NCs [3]. In single-molecule studies, individual molecules need to be 

distinguished and identified. Discrimination of single molecules [4] can simply be achieved 

by preparing extremely dilute solutions, containing in average only one molecule per 

detection volume. However, for biological applications this is undesirable because usually 

biomolecules are only functional at much higher concentrations, similar to those present in a 

cellular environment [5]. Moreover, by extreme dilution the contribution of background 

signals from solvent molecules relative to the signals of the molecules of interest is 

enhanced. Another approach is to enable single-molecule studies by reduction of the 

detection volume. The detection volume can be significantly reduced by optical methods 

such as confocal fluorescence microscopy using small pinholes to minimize the detection of 

out-of-focus light [6]. Total internal reflection fluorescence microscopy (TIRFM) can also be 

used, where excitation only takes place in a limited field formed by evanescent waves [7]. 

Another option would be near-field scanning optical microscopy (NSOM) [8], where the 

detection volume is determined by the narrow aperture of an optical fiber probe. These 

optical techniques provide a detection depth as small as 100 nm. If NCs are used for sample 

confinement, the channel height can be reduced even further towards detection depths as 

small as 5 nm [9−10]. As said the ultra small detection volume of NCs enables single-

molecule experiments at relatively high concentrations. Furthermore, carrying out single-

molecule experiments in NCs does not require immobilization of molecules and offers the 

possibility of exactly controlling and manipulating the sample conditions. In addition, the 

benefits of NC devices may be exploited for high-throughput applications.  

NCs can be relatively easily fabricated using bulk, surface, mold, and bond 

micromachining techniques [43]. Using bulk and bond micromachining, NCs are created by 

etching trenches in a substrate that are closed by bonding to another substrate [25, 36]. 

Surface channels can be formed on a substrate with deposited layers (sacrificial and 

structural layers) after selectively etching of the sacrificial layer [44−45]. In mold/bond 

micromachining, a mold formed on a substrate is filled by a desired layer, then the mold is  
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Table 2.1. Overview of 1D nanochannel fabrication methods 

Nanochannel pattern Materials Etching/deposition Height References 

Optical lithography  Silicon OPD solution,  HF:NH4F:H2O  50 nm [25−28] 

Optical lithography Silicon BHF etching of SiO2 

+ local oxidation 

70 nm [29] 

Optical lithography Silicon RIE 90 nm [30] 

Optical lithography  Silicon oxide, 

amorphous Si 

BHF solution 150 nm [31, this 

work] 

Optical lithography Silicon oxide  BHF + double thermal oxidation 75 nm [9] 

EBL Silica RIE (CHF3/O2) 70 nm [32] 

Optical lithography Fused silica RIE 40 nm [33−34] 

Optical lithography Silicon, glass RIE for silicon & BOE for glass 20 nm [35−36] 

Optical lithography  Pyrex BHF 6 nm [37] 

removed to release channels which are closed by bonding the replica to another substrate (for 

a detailed review [11]). One-dimensional (1D) NCs are created by etching shallow trenches 

after standard lithography, while two-dimensional (2D) NC patterns are generally obtained 

using nanolithographic techniques such as focused ion beam (FIB) lithography [2, 12−13], 

electron beam lithography (EBL) [14−16], and nanoimprint lithography (NIL) [17−19]. 

Although NCs with two dimensions down to 10 nm have been successfully fabricated with 

nanolithography techniques, drawbacks are the high costs, low throughput and pattern 

limitations. Alternatively, other techniques like electrochemistry [20], electrospinning [21], 

mechanical deformation [22−23], and chemical mechanical polishing [24] are also employed 

for 2D NC fabrications. The latter techniques however have drawbacks such as precisely 

controlling channel sizes and integration with other fluidic components. Tables 2.1 and 2.2 

give an overview of various methods applied for the construction of NCs. 

In this chapter, we show that 150 nm height 1D NCs, created using the silicon oxide 

spacer layer method [46], can be bonded to blank thin glass wafers with suitable thickness for 

using high numerical aperture (NA) lenses. Fluidic filling holes for the 1D NCs were created 

on silicon wafers with NC structures to enable optical observation using a microscope with 

inverted configuration. Without using expensive nanolithography, but by a combination of 

standard micromachining techniques like optical lithography, deposition and selective 

etching, 2D NCs were created with well-controlled dimensions of 50 nm height and 400 nm  
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Table 2.2. Overview of 2D nanochannel fabrication methods 

Nanochannel pattern Materials Etching/deposition Dimensions References 

FIB Silicon (nitride), glass, 

quartz, fused silica 

FIB 50 nm × 50 nm [2, 12−13] 

 

EBL Silicon (oxide, nitride), 

fused silica 

RIE (CHF3/O2, 

CF4:CHF3) 

50 nm × 50 nm  [14−16] 

NIL Silicon (oxide), fused 

silica 

RIE (CHF3/O2) 10 nm × 50 nm [17−19] 

NIL + diffraction 

gradient lithography 

Silicon RIE (CHF3/O2) 10 nm × 50 nm [38] 

 

Interferometic 

lithography 

Silicon  RIE (CHF3/O2) 100 nm width, 

500 nm height 

[39] 

 

Sacrificial etching Silicon, silicon oxide, 

polymer 

(B)HF, RIE, heating 30 nm height, 

200 nm width 

[3, 40, this 

work] 

Local oxidation   Silicon oxide RIE (CH4) 150 nm × 200 

nm 

[41] 

Eletrochemistry Silicon KOH 30 nm diameter [20] 

Scanned coaxial 

electrospinning 

Silica Deposition 20 nm diameter [21] 

 

Thermo mechanical 

deformation and CO2 

laser based puller 

Polymer and  

silica glass capillaries 

Pulling 400 nm 

diameter 

[22−23] 

 

Chemical mechanical 

polishing  

Silicon oxide BOE 25 nm width, 

100 nm height 

[24] 

 

Nonconformal 

deposition 

Polymer  Deposition 100 nm size [42] 

 

width. Fabricated 2D NCs were integrated with inlet ports and made transparent for optical 

detection by oxidizing the polysilicon channel wall. Deep reactive ion etching (DRIE) was 

used to fabricate inlet/outlet ports for 1D and 2D NCs. Towards single-molecule applications 

individual quantum dots (QDs) in a 12 nM concentration solution were visualized in 1D 

NCs; filling and observation of 2D NCs with a micromolar concentration of fluorescent 

solutions was shown. 
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2.2. Experimental section 

2.2.1. Fabrication of 1D nanochannels by wafer bonding 

Fabrication of 1D NCs was based on the approach of Haneveld [46] (figure 2.1). The process 

was started on a <110> silicon wafer (Okmetic) with 380 µm thickness and 100 mm diameter 

(step 1). First standard cleaning was applied to the wafer (10 min in fuming (100%) HNO3, 

10 min in boiling (69%) HNO3). A 150 nm thick silicon oxide layer was grown by thermal 

Figure 2.1. Process outline for fabrication of 1D nanochannel devices (details of processing steps in appendix

2.1). 
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dry oxidation with oxygen flow of 4 l.min−1 at 950 oC in 7 h (Amtech Tempress Omega 

Junior, step 2). The thickness of the silicon oxide was measured by an ellipsometry (Plasmos 

SD 2002). NC structures with 20 µm width were created by a standard lithography procedure 

(step 3) consisting of: a dehydration step (5 min, 120 oC), spin coating of a 

hexamethyldisilazane (HMDS) adhesion promotor and Olin 907−12 photoresist (20 s, 4000 

rpm), softbake (1 min, 95 oC), exposure (3 s using a 12 mW.cm−2 Electro Vision exposure 

apparatus (EVG 620)), post-exposure bake (1 min, 120 oC) and development (1 min in an 

OPD 4262 developer). The structures were transferred to the silicon oxide layer (step 4) by 

wet chemical etching (WCE, 3 min) in a buffered hydrofluoric acid (BHF) solution (Merck). 

Using this silicon oxide spacer layer method [46], the channel height was controlled by the 

thickness of the silicon oxide layer and by the time to completely etch this layer. For silicon 

oxide etching, BHF or 1% HF solutions can be used. In case of channel heights larger than 

50 nm, the BHF solution is preferred because of its “resist friendly” properties. However, 

BHF also etches silicon, although only at a very low rate [10]. Therefore, if the channel 

heights are below 20 nm, the 1% HF solution is selected due to its very high selectivity 

between the etch rates of silicon and silicon oxide. This means that, when using the 1% HF, 

Figure 2.2. (A) Schematic of the experimental set-up. (B) An artist’s drawing of a 1D nanochannel device. (C)

SEM cross section of a 20 µm width nanochannel bonded between a silicon wafer and a thin glass wafer.

Inset figure C1: channel wall morphology of the nanochannel formed by wet chemical etching. Inset figure

C2: SEM cross section of a 150 nm height nanochannel. 
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the etching stops exactly on the silicon/silicon oxide interface, and the channel height is more 

precisely controlled.  

To create fluidic interfacing to the NCs, microchannels were created on the wafer with NC 

structures. After resist lithography (step 5), the microchannel structure was transferred to the 

silicon oxide layer by WCE in a BHF solution (4 min, step 6), then to the silicon layer by 

reactive ion etching (RIE, step 7) (Oxford Plasmalab 100). The main etching parameters 

were a power of 600 W, 120 sccm SF6 flow, −110 oC substrate temperature, 10 mTorr 

process pressure, and time of 40 s for 2 µm depth. Next, resist was removed (step 8) for 

further processing. For use on an inverted microscope (figure 2.2A), inlet ports were also 

fabricated on the silicon wafer from the backside, connected to the microchannels (details of 

inlet-hole fabrication in part 2.2.3).  

For optimal collection of fluorescent signals, high NA water-immersion lenses are 

commonly used, optically corrected for use with 170 µm thick cover glasses. Therefore, we 

covered the 1D NCs by bonding them to special, 170 µm thin, blank glass wafers (Borofloat, 

Mark Optics). Hence, using an inverted microscope, observation of the NCs from the bottom 

and filling of the channels through inlet ports from the top was possible. Before bonding, 

channel height was measured by a mechanical surface profiler (Dektak 8, Veeco Instruments 

Inc.). Both wafers were cleaned by standard cleaning and Piranha cleaning (20 min, 120 oC, 

solution of H2SO4:H2O2 = 3:1) to obtain clean hydroxylated surfaces before fusion bonding. 

The final cleaning step was extremely difficult because the thin glass wafer is very fragile. 

The cleaning was performed in a rinsing bath in which water flow-up and nitrogen bubbles 

could be reduced. For drying a spinner at low speed or a nitrogen spray gun was used. Broad 

plastic tip tweezers were preferred to handle this thin wafer.  

The silicon wafer with all structures was directly bonded to the blank thin glass wafer 

(step 13). Then the bonded wafers were annealed in a program furnace (4 h, 400 oC) with a 

controller C 250 (Nabertherm) to enhance the bond between the silicon and the glass wafer. 

The bonded wafers were diced (step 15) into smaller sized chips with a protection step (14).  

2.2.2. Fabrication of transparent surface 2D nanochannels 

Channel fabrication 

In this chapter, we adapted and extended our previously reported surface-micromachining 

procedure to create transparent 2D NCs [43]. Figure 2.3 shows a brief process flow to realize 
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the NCs. A starting substrate is a <100> silicon wafer with a 525 μm thickness (step 1). The 

wafer is thermally dry oxidized (4 l.min−1 O2 flow, 950 oC, 2 h) to realize a 50 nm silicon 

oxide sacrificial layer (step 2). Afterward, a standard optical lithography was carried out to 

create 14 μm wide lines in an Olin 907−12 photoresist layer (step 3). Then this pattern was 

transferred into the silicon oxide layer by RIE etching (step 4, 5 min) using a 75 W power, 25 

sccm CHF3 flow and 10 mTorr pressure. After photoresist stripping, the patterned oxide layer 

was capped by a 20 nm thick polysilicon layer deposited by low-pressure chemical vapor 

deposition (LPCVD) with 50 sccm SiH4 flow at 590 oC and 200 mTorr pressure in 7 min 

(Amtech Tempress Omega Junior, step 5). After a second lithographic step (6), a second RIE 

etching (100 W power, 30 sccm SF6, 7 sccm CHF3, 11 sccm O2, 100 mTorr pressure and, 2 

min etching time) was carried out to open windows (step 7). Then through these windows, 

the sacrificial oxide layer was etched away in a 50% HF solution for 2 min (step 8). The 

etching time was short because the sacrificial layer was removed sideward. In this etching 

step, the sacrificial layer was partly or completely removed to give different possibilities for  

Figure 2.3. Process outline for fabrication of 2D nanochannel devices (details of processing steps in appendix

2.2). 
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the shape of the NCs (figure 2.5). Subsequently, the wafer was spin dried (step 9), and during 

these crucial steps, the capping polysilicon layer was pulled down and adhered to the bearing 

silicon substrate, thus forming closed NCs. Then, the wafer was thermally annealed (step 10) 

at 1150 oC in N2 environment (1 l.min−1 flow) for 2 h to strengthen the bond between the 

polysilicon and the substrate, realizing better sealed channels. Afterwards, the channels were 

completely oxidized (step 11) to make the capped polysilicon layer optically transparent and 

to create a 100 nm silicon oxide layer as a stop layer underneath the channels. 

Controlling of channel-fabrication process 

Selection of materials  

2D NCs were formed by adhesion of the capping layer to the substrate after removing the 

sacrificial layer. In sacrificial layer etching technique, silicon oxide and polysilicon layers are 

a common combination for sacrificial and capping layers because WCE of silicon oxide 

using a HF solution has high selectivity over silicon [47]. Additionally in our work, the 

sacrificial silicon oxide layer is preferred because of its smoothness. This leads to smooth 

bottom surface of the polysilicon layer which serves as the top NC surface. Also, the high 

uniform surface of the silicon oxide layer defined the smoothness of the silicon, which forms 

the bottom NC surface. As the NCs are formed by deformation and adhesion of the 

polysilicon film to the silicon substrate, the highly smooth surface of the used layers is a  

Figure 2.4. SEM cross-sectional images of 2D nanochannels fabricated with different thicknesses of the

sacrificial layer, corresponding with the initial gap between capping layer and substrate of (A) 30 nm and (B)

50 nm.  

A B
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crucial factor to create strong bonding between the two materials composing the channels, 

creating completely sealed NCs.  

 

A B

C 

E 

G 

H I 

F 

D

Figure 2.5. Cross-sectional SEM images of 2D nanochannels during processing with two etching possibilities 

of the sacrificial layer. Left images: remained silicon oxide and right images: completely etched silicon oxide. 

(A), (B) Sketched finished process steps.  (C), (D) Nanochannels just after formation. (E), (F) Nanochannels 

after partly oxidized the polysilicon capping layer. (G) A nanochannel after the oxidized polysilicon capping 

layer was removed. (H), (I) Nanochannels after completely oxidizing the polysilicon capping layer. 



Fabrication and interfacing of nanochannel devices for single-molecule studies 

 

29 
 
 

Channel dimensions after fabrication 

NCs were formed by the elastic deformation and adhering of the capping layer to the 

substrate after removal of the sacrificial layer. Therefore, both the channel height and width 

are strongly determined by the thickness and mechanical properties of the used sacrificial and 

capping layers. Firstly, the height of the channels was exactly equal to the thickness of the 

sacrificial layer. We observed channels with 27 ± 3 nm height (figure 2.4A) and 48 ± 3 nm 

(figure 2.4B) height, in correspondence with to the initial gap of 30 nm and 50 nm (measured 

by ellipsometry) between capping layer and the substrate.  

The channel width is depending on thicknesses of both layers. Because the NCs were 

created due to deformation of the capping layer, the channel width also depends on 

mechanical properties of the capping layer as well as the adhesion energy of the capping 

layer to the substrate. The channel width x is found by energy minimization [48]: 

4

23

2

3


gEt

x                                                                                      (2.1) 

where E is the Young’s modulus of the capping layer, t―the thickness of the capping layer, 

g―the thickness of the sacrificial layer, and γ―the adhesion energy. From equation 2.1, one 

can see that the thinner layers create more narrow NCs. From a fabricated channel (figure 

2.5C) with width x = 375 ± 15 nm, thickness g = 44 ± 5 nm, thickness t = 21 ± 3 nm, the 

adhesion energy E = 150 GPa, γ of the bond between the capping layer and the substrate was 

about 0.2 J.m−2, which is calculated from equation 2.1 and confirmed to be in the range of the 

adhesion energy of silicon−silicon bonds [43, 49].   

Preservation of channel features after post-processes 

For optical detection, transparent channels are required therefore the fabricated channels 

were oxidized to transform the polysilicon layer which forms channel walls to a transparent 

silicon oxide layer. It is desired that features of the fabricated channels such as shape and 

sizes are preserved after post processes. Therefore, an investigation of the oxidation of the 

fabricated channels was carried out. The polysilicon capping layer was partly oxidized and 

figure 2.5E shows the capping layer with an interface (indicated by white dots) between 

oxidized polysilicon (14 ± 3 nm thick) and the remaining polysilicon (18 ± 3 nm thick) layers 

with a total thickness of 32 ± 3 nm. To prove this observation, the oxidized polysilicon layer 

was removed by HF 50% to reveal the remaining polysilicon layer (20 ± 3 nm thick in figure 
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2.5G). Furthermore, we observed that the capping layer was pushed up due to the volume 

expansion during transformation of polysilicon to silicon oxide. It was indicated by an 

increase in channel height from 44 ± 5 nm (before oxidation in figure 2.5C) to 84 ± 5 nm 

(after oxidation in figure 2.5H). During oxidation, the capping polysilicon layer (from point 

A to point B in figure 2.5C and figure 2.5H) was elongated from 370 ± 15 nm to 374 ± 15 

nm. Also, the capping layer became thicker, from 21 ± 3 nm to 53 ± 3 nm. From its thickness 

and length expansion, the volume ratio of the capping layer after and before oxidation was 

determined to be about 2.6, which is in the same range as the ratio in bulk-silicon oxidation 

[50]. Surely, the most important observation is the oxidized polysilicon that hangs over 

channel areas rather than collapsing or blocking the channels, which confirms the 

preservation of the fabricated channels. 

 For integration of the fabricated NCs to the outer world, a thicker layer such as silicon 

oxide or silicon nitride was deposited on top of the channels. This layer mechanically 

protects for the fragile channels from damage. Figure 2.8A shows the fabricated channels 

with a deposited silicon oxide layer of 500 nm thickness without any collapse.  

2.2.3. Fabrication of fluidic inlet/outlet ports 

In NC devices interfacing from macro inlet ports to the NCs is necessary for proper delivery 

of liquid into the NCs. Inlet ports can be created by different processes, such as powder 

blasting and DRIE etching [51]. For 1D bonded NCs, powder blasting is commonly selected 

to form inlet ports on glass wafers [25]. In order to use an inverted microscope, inlet ports 

formed on silicon wafers containing the nano/microchannel structures, DRIE etching was a 

preferred alternative method to avoid damage of NCs. Protection of the NCs against damage 

was crucial. The fabricated channels were protected by coating with various materials such as 

TI35, SU-8 (Micro Chemicals), unfortunately all resulting in cracking and peeling-off during 

the cryogenic DRIE step. Durimide 7500 series polyimide (Arch) successfully protected the 

fabricated structures during etching through the wafer, exhibiting the proper combination of 

thermal stability and mechanical toughness. Polyimide was coated (figure 2.1, step 9) on the 

front side containing NC structures by a lithography procedure (step 9): dehydration (5 min, 

120 oC), spin coating (20 s, 6000 rpm), softbake (1 min, 95 oC), flood exposure (3 s), 

postbake in Leybold Heraeus vacuum oven (1 h, 350 oC, 2 mbar). After a standard 

lithography step (10), inlet-port patterns were created on the back side of the wafer. Next, 

these patterns were transferred to the silicon substrate by DRIE etching (step 11) with an etch 

rate of 6 µm.min−1. The main etching parameters were a power of 600 W, 200 sccm SF6 fow 
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1.0 sccm O2 flow, −110 oC substrate temperature, 10 mTorr process pressure and 65 min 

etching time. After etching, the polyimide layer was removed (step 12) by Piranha cleaning.  

For the enclosed 2D NCs, DRIE was absolutely preferred over powder blasting. In powder 

blasting the high-pressure flow of aluminum oxide will damage the fragile channels. 

Therefore, DRIE was used to create inlet ports for 2D NCs. The fabricated NCs were 

protected by a 500 nm thick silicon oxide layer deposited at 700 oC and 400 mTorr in 70 min 

(Tempress Systems Furnace) from tetraethoxysilane (TEOS) and nitrogen (figure 2.3, step 

12). This layer served as a protective layer during further processing and provided a 

transparent layer for optical observation as well. Inlet ports were integrated with the channels 

(figure 2.8B) from the back side to avoid interference with the objective, a problem may 

occur when filling and observation takes place at the same side. A standard lithographic step 

(13) was applied to form patterns of inlet ports on the backside of the wafer and to coat the 

front side with a photoresist layer to protect the NC structures. Next, the inlet-port patterns 

were transferred to the oxide layer by WCE in a BHF solution (10 min, step 14). Inlet ports 

were etched almost through the wafer by the DRIE etching (90 min, step 15) using the same 

parameters as presented for fabrication of the 1D NCs. Etching of the silicon was stopped on  

Figure 2.6. Blinking behavior of individual quantum dots visualized inside 1D nanochannels (150 nm height, 20

µm width). Interfacing of the nanochannels is indicated by the white arrow. “On” and “off” states were

observed in the quantum dot marked B (inside the white circle) whose fluorescence disappeared at the 4s-image

then reappeared in the 5s-image.  



  Chapter 2 

32 
 

 

 

the stop layer introduced by the oxidation step (11) after fabrication of the channels. The stop 

layer was removed by RIE etching in 3 min and the channels were partly opened in the inlet-

port area (step 16). The photoresist layers from both sides were removed (step 17) by oxygen 

plasma (20 min, Tepla 300E). In a final step (18), thermal dry oxidation at 950 oC in 15 min 

the surfaces and side walls of the inlet ports were made hydrophilic to facilitate filling of the 

channels. 

2.3. Single molecule mobility studies  

The 150 nm high 1D NCs (figure 2.2C) were used for observation of single QDs. The 

experiments were carried out on an upgraded inverted fluorescence microscope (Zeiss, 

Axiovert, Oberkochen, Germany) (figure 2.2A) [52]. For excitation 488 nm Argon laser light 

was focused into the NCs by using a 100×, 1.20 NA, water-immersion objective (Leica 

Planachromat, Wetzlar, Germany). For detection of fluorescence intensities the microscope 

was equipped with an air-cooled intensified CCD camera (Pentamax, Roper Scientific, NJ). 

Emission was detected with a 610/75 nm band pass filter and a notch filter was used to 

remove residual excitation intensities. Images of 50 µm × 50 µm (512 pixels × 512 pixels) 

were recorded by using the WinSpec 32 program (Roper Scientific). A series of 40 sequential 

images were acquired at a rate of 5 frames per second (200 ms exposure time).  

By capillary force the NCs were filled with a 12 nM QD solution (Evitag Fort Orange, 

type T2−MP, carboxyl, CdSe/ZnS, ~25 nm diameter, emission 600 ± 10 nm, Evident 

Technologies). Imaging was started only after the equilibrium state was reached indicated by 

an absence of flow inside the channels. QDs performed the well-known Brownian motion  

Figure 2.7. 1D nanochannels filled with different concentrations of Alexa 488 in water. Exposure time was 200

ms. Image size is 50 µm × 50 µm with 512 pixels × 512 pixels.  
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that a quantitative analysis is presented in chapter five. In the Brownian motion of single 

QDs, the average of its displacements tends to zero value which means there is no flow. 

Individual QDs could be visualized by virtue of the nanoconfinement in the channels in 

combination with the high NA objective and the sensitive detection camera. The sequences 

of images (figure 2.6) identified the presence of individual QDs from the instantaneous 

appearance and disappearance of fluorescence, a demonstration of the well-known blinking 

behavior, characteristic for single fluorescent molecules. In every image of the series, dots 

could be recognized that were already present in the first image (dots A−C) and could be 

followed over several consecutive images (2s-, 3s-images); other dots disappeared (dot B in 

Figure 2.8. (A) A preserved nanochannel with 500 nm TEOS protection layer. (B) A confocal fluorescence 

image of 4 μM Alexa Fluor 488 solution in 50 nm height and 400 nm width 2D nanochannels. Image size is 43.4 

μm × 43.4 μm. (C) An artist’s drawing of a 2D nanochannel device including inlet holes connected to channels 

for filling. (D), (E) Optical microscope images of 0.9 mm diameter inlet holes, observed on top of the inlet hole 

and above the channels. 

300 μm 
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4s-image) and reappeared (dot B in 5s-image) during imaging. Note that the number of QDs 

in the observation window is two orders of magnitude smaller than the calculated number 

corresponding to the original QD solution. Therefore, the observed concentration 

corresponds to ~ 0.01 nM.  

In other experiments, the NCs were filled with solutions of Alexa Fluor 488 (Molecular 

Probes, Eugene, OR) in water. We started with a high concentration of 160 µM Alexa 488, 

and gradually diluted this solution. Figure 2.7 shows that a concentration as low as 1.6 µM 

has been observed in the NCs. A simple calculation shows how far the concentrations have to 

be reduced to reach the single-molecule level. Assume we have one molecule in a channel 

volume V = h × A, where h (m) is the channel height and A (m2) is the lateral channel area 

occupied by the molecule. The required molarity is then given by C = 1/(NA × V × 1000), 

Avogadro number (NA = 6.02 × 1023 mol−1). For A = 10 m2 and h = 50 nm this results in C = 

3 nM. This means that a further reduction by three orders of magnitude is required compared 

the lowest concentration (1.6 M) achieved in our imaging experiments. One way to make 

the concentration requirement less stringent is the use of confined 2D NCs [43]. 

Technologically, it is possible to reduce the channel width and thus channel area A by a 

factor of 100. Another possibility is to detect the fluorescence not by using an imaging 

method, but by applying fluorescence correlation spectroscopy (FCS) [53]. FCS 

measurements can be performed with confocal fluorescence microscopy, where the 

fluorescence is detected from individual molecules during passage through a sub-femtoliter 

confocal volume. The application of 1D NCs will reduce the detection volume even further 

and enable FCS measurements at physiologically relevant concentrations. The performance 

of the 2D NCs was only tested regarding their filling capability. For visualization a home-

built scanning confocal fluorescence microscope (appendix 2.3) was used [54−55]. Briefly, 

488 nm Ar/Kr laser light was used for excitation in combination with a 63×, 1.20 NA water 

immersion objective, a 525/50 nm band pass emission filter and an avalanche photodiode 

detector. Application of 4 µM Alexa 488 solution confirmed that filling of the 2D NCs 

indeed can be properly accomplished (figure 2.8C). The concentration of 4 µM was still three 

orders higher than the concentration required for the single-molecule level [56]. Furthermore, 

the visualization of fluorescent dye molecules at nM concentration inside another type of 2D 

NCs (thin encapsulated channels) is presented in chapter three.  
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2.4. Conclusions 

We fabricated 1D NCs using thin glass wafers as cover especially for observation with high 

NA lenses. Inlet ports for these 1D channels were constructed on silicon wafers for use in an 

inverted microscope configuration. 2D fragile NCs were successfully fabricated and made 

transparent for optical observation by oxidation then they were integrated to macro world by 

through-wafer inlet ports. Inlet/outlet ports integrated with the fabricated NCs were created 

using DRIE at cryogenic temperature. The performance of the 1D NCs in single-molecule 

fluorescence detection was demonstrated from visualization of single QDs from a 12 nM 

solution. These results indicate promising prospects for utilization of the NCs for various 

applications, like e.g. single-molecule position tracking at physiologically relevant 

concentrations. Testing of the 2D NCs showed adequate performance in filling with a 

fluorescent solution. 
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Chapter 3 

Wafer-scale thin encapsulated two-dimensional nanochannels  

and its application toward visualization of single molecules 

 

 

We present a new and simple approach to fabricate wafer-scale, thin encapsulated, two-

dimensional nanochannels by using conventional surface-micromachining technology and 

thin-film evaporation. The key steps to the realization of two-dimensional nanochannels are a 

fine etching of a sacrificial layer to create underetching spaces at the nanometer regime, and 

an accurate thin-film evaporation for encapsulation. Well-defined cross-sectional, 

encapsulated nanochannel arrays with dimensions as small as 20 nm in both width and 

height have been realized at the wafer-scale. The fabricated nanochannels with a channel 

length of 10 mm have been used as a suitable fluidic platform for confining a solution 

containing nanomolar concentrations of Alexa fluorescent molecules. Initial results toward 

visualization of single Alexa molecules in the confined solution are reported.  
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3.1. Introduction 

Generally, nanochannels with either width or depth in the nanometer range (1−100 nm) are 

defined as one-dimensional nanochannels (1D NCs), while channels with both dimensions in 

the nanometer range are defined as two-dimensional nanochannels (2D NCs). NCs provide a 

novel tool for studying new phenomena and properties of fluids at the nanometer scales, and 

thus possibly new applications in diverse fields, ranging from nanofluidics to nanochemistry, 

nanomedicine, and nanobiotechnology [1−5]. Especially, synthetic NCs are vital platforms 

for experimental research in nanofluidics, concerning the behavior, manipulation, and control 

of fluids confined to nanometer dimensions. Fluids confined in these structures exhibit 

physical behaviors not observed in larger structures, such as those of micrometer dimensions 

and above, because the characteristic physical scaling lengths of the fluid, e.g. Debye length, 

hydrodynamic radius [6−7], are closely coincided with the dimensions of the nanostructure 

itself. For example, confinement of matters on the nanometer scale induces phase transitions 

that are different from the ones observed in bulk systems [8], or a supercooling of almost 

20% below the bulk freezing point is reported for liquid oxygen in the pore or channels with 

diameter of 2.2 nm [9]. A similar relationship holds for the boiling-point elevation in pores, 

and the relation in that case turns out to be a combination of the Clausius−Clapeyron and 

Kelvin equations. The Kelvin equation predicts that the boiling temperature for water in pores 

a few nm wide may rise to above 300 °C [10−11]. 

In the newly emerging field of nanobiotechnology, NCs have been also powerful tools in 

manipulation and analysis of vital biomolecules such as DNA and proteins etc. [12−13]. In 

commonly used fluorescence experiments for biochemical reaction and analysis, the 

utilization of 2D NCs with an ability to separate, isolate, and investigate a small number of 

molecules in a nanoscale-confined environment offers several essential advantages such as: a 

little consumption of expensive analytical agents; a small observed confocal volume enabling 

single-molecule experiments at relatively high concentrations; and a significant reduction of 

background signal. These advantages may allow accurate recording and observation of 

extremely small signals from biological samples at the desired single-molecule level [4]. 

More fundamental research and promising applications of NC-based devices have been 

recently reviewed by Eijkel et al., Han et al., and others [14−20]. 

Until now, several methods have been reported for the fabrication of NCs in various 

materials, including silicon, glass and even polymeric substrates. Generally, we may divide 

the reported NC fabrication techniques into two major approaches: (1) the use of sacrificial 
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layers, which is also referred to as surface micromachining; and (2) constructing the NCs in 

the bulk of the substrate itself, which is referred to as bulk micromachining. With surface 

micromachining, NCs can be made using nanometer-thick sacrificial layers and nanowires 

defining the male form of the NCs, followed by removal in order to open the aperture 

[21−22]. Tas et al. [22] adhered a top capping (polysilicon) layer to the substrate after the 

removal of a sacrificial strip to form NCs with a width around 100 nm. Generally, utilization 

of surface micromachining offers several advantages such as: (1) its relatively simple and 

inexpensive; and (2) only a submicron film separates the biomolecule containing solutions 

inside NCs and the device surface, allowing accurate observation and interpretation of the 

experiments. However, the surface-micromachining approach also poses several inherent 

limitations. For example, a diffusion-limited removal of the sacrificial layer in NCs is very 

time consuming, e.g. channels 0.64 mm long required 15 h of etching [22]. To reduce the 

etching time, dedicated irrigation holes for the etchant have to be made [23], or heat 

decomposable polymers need to be used as the sacrificial layer [24]. Also, etchants and 

reactants may remain inside the (long) channels after the etching step, potentially posing 

undesirable influences on the subsequent experiments. The technique reported by Tas et al. 

[22] avoids the above mentioned problems because the sacrificial layer is removed from 

sideward. However, as the capping layer should be made long enough for being pulled down 

to the bearing substrate, this thus implies a difficulty to realize very narrow NCs, i.e. channels 

with widths smaller than 100 nm. 

In the second NC-fabrication approach of using bulk micromachining, nanolithographic 

techniques such as focused ion beam (FIB) lithography [25−26], electron beam lithography 

(EBL) [27], and nanoimprint lithography (NIL) [28] are first used to create NC patterns on a 

polymeric film, previously spin coated on bearing wafers. Then, wet chemical etching or 

reactive ion etching is used to transfer the patterns from the polymeric film into nanometer 

width recesses on the substrates. To enclose the bulk-machined NCs, bonding and sealing 

with another capping substrate has to be performed. Although NCs with two dimensions 

down to 10 nm have been successfully fabricated, main drawbacks are the high costs and low 

throughput of the involved nanolithography patterning. Recently, several innovative 

fabrication methods have been reported for the fabrication of sub-10 nm NCs. However, the 

utilized fabrication techniques are expensive and involve complex steps [28−29]. Generally 

speaking, although NCs can now be fabricated by various reported approaches, a simple 
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method to fabricate thin encapsulated, very narrow 2D NCs at the wafer-scale is still very 

desirable. 

In this chapter we present a new but simple approach to fabricate the desired 2D NCs by 

using conventional surface-micromachining technology and thin-film evaporation. The 

essences of the method are a fine etching of a sacrificial layer to form underetching spaces at 

the nanometer regime, and accurate thin film evaporation for encapsulation. In this way, well-

defined cross-sectional, thin encapsulated, very narrow NC arrays with dimensions as small 

as 20 nm in both width and height have been successfully realized at the wafer-scale length. 

The initial research results toward confining and visualization of single fluorescent molecules 

in the fabricated channels are reported.  

3.2. Fabrication of thin encapsulated, 2D nanochannels 

The process steps for fabrication of the NCs are shown in figure 3.1, and are as follows: a 4-

in., <100>-Si wafer (step 1) is coated with 35 nm of thermally grown silicon oxide (SiO2) 

(dry oxidation) (step 2) and 30 nm of low-stress silicon-rich nitride (SiRN) (step 3) layers by 

means of low-pressure chemical vapor deposition (LPCVD). Conventional lithography is 

carried out to open a pattern on photoresist (step 4), followed by reactive ion etching (CHF3 + 

O2) of SiRN and SiO2 layers (step 5). The etching procedure is stopped when the bearing 

silicon substrate is over etched a little. Afterwards, the photoresist layer is removed and the 

sacrificial layer of SiO2 is etched in 1% HF solution at an etching rate of about 2.5 nm per 

minute to create underetching of the SiRN layer to form nanospaces (step 6). Subsequently, 

dry oxidation is performed at 950 oC for 7 min to grow 10 nm SiO2 to create hydrophilic 

surfaces for filling. Then, a 200 nm thick SiO2 layer is deposited by using e-beam 

evaporation (step 7) at an evaporated rate of 0.8 Å.s−1 to seal the nanospaces, thus forming 

the encapsulated NCs. Also during this evaporation process, entries and exits of the channels 

are created using a simple micromachined shadow mask to protect intended area from being 

closed by the evaporated material.  

Figure 3.2 is a high resolution scanning electron microscopy image (HRSEM: LEO 

Gemini 1550, 2 nm lateral resolution) of the fabricated NCs. As shown, the obtained NCs are 

very small with dimensions of around 20 nm by 40 nm and with an almost rectangular cross 

section due to our advanced combination of dry etching and wet etching of SiO2 (steps 5−6). 

Practically, etchant (HF) diffuses, thus etching SiO2, a little faster at an interface between 

LPCVD SiRN/SiO2 than that of high temperature thermally grown SiO2/Si. This issue is 
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normally neglected in fabrication of large cross-sectional NCs, but should be taken into 

account when one would like to realize very narrow 2D NCs with a really well-defined cross 

section. Moreover, by varying the SiO2 evaporated angles we obtain NCs with different and 

smaller cross sections. For instance, upper inset in figure 3.2 shows an almost triangle shaped 

cross-sectional NC with effective dimension of ca. 20 nm, realized by performing the 

evaporation of SiO2 at an angle of ca. 30o. According to our best knowledge, this is one of the 

smallest 2D NCs that could have been simply and directly fabricated by using the surface-

micromachining strategy so far. In our approach, the channel depth is controlled by the 

thickness of the thermal silicon oxide, which can be in a range of few nanometers [16]. While 

the channel width, the essential parameter needs for being well controlled at nanometer 

regime, is controlled by a combination of a slow and accurate etching of the sacrificial SiO2 

with a well-determined position of the arrived evaporation SiO2 [31]. For example, detailed 

analysis of images of figure 3.2 shows that the difference between the designed arrived 

positions and the as-deposited positions of the evaporated SiO2 is only of ca. 5 nm (figure 

3.3). This difference is caused by several reasons such as: (1) practically experimental errors 

in predetermine the thickness of the sacrificial SiO2, the widths of the nanospaces, and the 

Figure 3.1. Process outline for fabrication of 2D nanochannels (details of processing steps in appendix 3.1).
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evaporation angles; (2) deposition of SiO2 material into the nanospaces due to reflection and 

scattering from the overhanging SiRN; and (3) a diffusion of the arrived evaporated SiO2 on 

the wafer surface [31], which also migrates SiO2 into the nanospaces. However, because the 

utilized SiO2 evaporation beam has low kinetic energy [30−31], thus restricting the reflection, 

scattering and diffusion of SiO2 within a few nm distance, e.g. ca. 5 nm as observed in our 

experiments (figure 3.3) can be reached, therefore allowing a realization of well-defined 

cross-sectional and narrow NCs.  

We also tried to cap the created nanospaces by using sputtering technique, but the arrived 

sputter materials have relatively high energies [30−31], thus a total effect of several processes 

like reflection, scattering, and diffusion of the sputtered materials clogged the nanospaces 

completely. Han et al. [16], also created nanospaces by surface-micromachining technique, 

but used plasma-enhanced chemical vapor deposition (PECVD) to deposit SiO2 for capping 

the nanospaces to form NCs. Probably, difficulties in accurate control at nanometer-scale of 

the arrived positions of the PECVD SiO2 (due to its relatively high kinetic energy and high 

Figure 3.2.  A 20 nm deep  and 40 nm wide nanochannel made with a 35 nm sacrifical SiO2 film and capped by 

a layer of 200 nm of e-beam evaporation SiO2, evaporated at a setup angle of 0o (scale bar: 100 nm).  Upper 

inset, a triangle cross-sectional nanochannel with dimension of around 20 nm, sealed by evaporated SiO2 at the 

angle of 30o (scale bar: 20 nm). In both images, the channel depth is smaller than the thickness of the sacrificial 

SiO2 layer due to the formation of the SiO2 layer created in the second oxidation step. 
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substrate temperatures [30]) resulted in NCs with channel widths of 100 nm or larger [16, 

20]. 

Besides the capability of simple realization of narrow 2D NCs with well-defined cross 

sections, other advantages of our channel fabrication approach are that: (1) the realized NCs 

are sealed by a relatively thin SiO2 layer, which is a favorable condition for accurate signal 

recording and direct observation of experimental phenomena taken place inside the channels; 

(2) the reported process can be modified to produce 2D NCs on various substrates like quartz 

and glass etc., thus providing NC availability in various materials for meeting diverse 

research requirements; and (3) the planar format of the reported channels is very suitable for 

the integration of analytical tools that can be scaled, using modern fabrication tools, to match 

the dimensions of the NCs. 

3.3. Fabricated nanochannels toward visualization of single molecules 

Visualization or observation of single molecules is very important in many fields such as 

molecular dynamics, chemical analysis, DNA sequencing, and clinical diagnostics. It offers 

Figure 3.3. A small difference of ca. 5 nm between the designed arrived positions and the as-deposited 

positions of the evaporated SiO2. This difference caused by several factors, including reflection, scattering, 

and diffusion etc., of the evaporation beam. The use of evaporation technique with a low kinetic energy of the 

evaporated beam helps to restrict the total undesirable closing effect to within a few nm, allows the successful 

creation of well-defined and narrow cross-sectional nanochannels. 
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new insights into behavior of molecules and interactions between molecules that was 

previously only possible by indirect approaches [33−37]. However, visualization of single 

molecule fluorescence is complicated by the presence of an enormous number of individual 

solvent molecules, and noises from the measurement itself [29, 32−34, 37]. Therefore, it is 

essential to develop detection methods that provide an increase in signal-to-noise ratio. 2D 

NCs with the ability to spatially separate, isolate, and investigate a small number of 

molecules in an extremely small volume or nanoscale-confined environment may be a 

suitably analytical platform for single-molecule observation. Here, we report initial results of 

utilizing the fabricated 2D NCs as a confined platform toward observation of single 

molecules in the confined (static) solution. The channel chips containing an array of one 

hundred of 2D NCs with 10 mm length, 20 nm height and 40 nm width were used in all the 

reported experiments. Polydimethylsiloxane (PDMS) structures were prepared by SU-8 

moulding and sealed irreversibly to the access openings to serve as liquid reservoirs.  

First of all, the fabricated NCs were tested for its hermetic to liquid; the fabricated 2D NCs 

were filled with a solution of 1.33 mM fluorescein sodium (Sigma−Aldrich, St. Louis, MO) 

and observed by a 40× objective in a DM Leica microscope. In our experiment the interface 

movements of the liquid flow could not be dynamically observed because of the high 

magnification used and very small cross section (20 nm × 40 nm) but an interface between 

bright and dark areas [38] of channel sections was clearly observed after filling experiment 

(see figure 3.4A). Basic functioning of the fabricated 2D NCs is proven by the filling of the 

fluorescent solutions. 

3.4. Visualization of single Alexa molecule in confined channels 

For observation of fluorescent signals from molecules confining inside the NCs, an upgraded 

inverted fluorescence microscope (Zeiss, Axiovert, Oberkochen, Germany) with a 100×, 1.20 

NA, water-immersion objective (Leica Planachromat, Wetzlar, Germany) was used. For 

excitation, 488 nm Argon laser line with excitation intensity of about 100 W.cm−2 was 

focused into the NCs and detection of fluorescence intensities was performed using an air-

cooled intensified CCD camera (Pentamax, Roper Scientific, NJ). A 525/50 nm band pass 

emission filter and a notch filter were used to remove residual excitation intensities. Images 
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of 50 µm × 50 µm (512 pixels × 512 pixels) were recorded using the WinSpec 32 program 

(Roper Scientific). Sequential images were acquired at a rate of 5 frames per second. 

A 16 nM Alexa Fluor 488 (Alexa molecules with ca. 1.4 nm diameters from Molecular 

Probes, Eugene, OR) solution was prepared. In a channel of cross-sectional area A = 800 nm2, 

this corresponds with eight molecules per 1 mm channel length. A 4 μl drop of fluorescence 

solution was placed in the PDMS entrance reservoir and solution filled naturally into the 

channel by capillary forces.  The channel chip was then brought for further observation by 

using the above mentioned microscope for further observation. Normally, it takes ca. 30 ± 5 

min from the filling moment to the first and clear images to be recorded due to adjusted and 

focused procedures. Figure 3.4B shows an image of 2D NCs filled with a 16 nM Alexa 488 

solution. This image was taken in the strong fluorescent signal region of the channels. Along 

the NCs, a sequence of bright spots can be seen and magnified in figures 3.4(1) and 3.4(2). 

The discrete nature of the bright spot in those images might suggest the presence and 

observation of single molecules. Following this hypothesis, the blurring in the length 

direction could be caused by Brownian motion during the 200 ms exposure time. Prolonged 

Figure 3.4. Fluorescence intensity images of fluorescent molecules filled in nanochannels. (A) 1.33 mM 

fluorescein using a 40× objective (image size is 170 µm × 130 µm). (B) 16 nM Alexa 488 using a 100×

objective (image size is 32 µm × 24 µm). (1), (2) Magnification of areas indicated by dashed boxes in figure 

3.4B (image size is 6.8 µm × 4.5 µm).  

A 
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B 
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observation of the bright spots, however, shows that they remain in the same position for at 

least tens of seconds, which is inconsistent with the presence of mobile single molecules. 

Additionally, we calculated the integral of the intensities over a sufficient large area around 

and including the spots. This integral of the emitted light over the observed area shows 

differences of a factor of three between different spots, which does not support the hypothesis 

of mobile single molecules. The above mentioned observations point in the direction of 

pockets liquid separated by air bubbles which can be formed during the capillary filling of 

small NCs containing sharp corners [39]. The liquid pockets most likely contain multiple 

molecules, which is quite surprising based on the expected average number of eight 

molecules per 1 mm channel length. A possible explanation for the enhanced concentration of 

Alexa is the adsorption of Alexa at the liquid–air interface. In the traditional picture, the 

interface is free of ions, however it was shown recently [40] that larger polarizable ions may 

have a propensity for the interface. The liquid pockets in our experiment are the results of 

transport through the channel corners, which involves a large surface-to-volume ratio and 

therefore can contribute the concentration of species that are adsorbed at the interfaces. In 

future experiments this hypothesis will be further tested.       

3.5. Conclusion 

We have presented a new but simple approach to fabricate wafer-scale, thin encapsulated 2D 

NCs with both dimensions down to 20 nm. In addition, the fabricated NCs have well-defined 

cross sections, and are surrounded by the same material. The experiments proved that 

channels can be filled by capillary action and that fluorescent visualization at concentrations 

close to the single-molecule level is possible. Finally, the NC fabrication process is entirely 

based on the planar and conventional silicon technology, thus allowing the possibility of 

direct integration of the fabricated NCs with other silicon-based components to create 

complex systems for both fundamental and applied studies in various fields. 
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Chapter 4 

Solution titration by wall deprotonation during capillary filling  

of 1D silicon oxide nanochannels 

 

 

This chapter describes a fundamental challenge when using silicon oxide nanochannels for 

analytical systems, namely the occurrence of a strong proton release or proton uptake from 

the walls in any transient situation such as channel filling. Experimentally, when fluorescein 

solutions were introduced into silicon oxide nanochannels through capillary pressure, a 

distinct bisection of the fluorescence was observed, the zone of the fluid near the entrance 

fluoresced, while the zone near the meniscus, was dark. The ratio between the zones was 

found to be constant in time and to depend on ionic strength, pH and the presence of a buffer 

and its characteristics. Theoretically, using the Gouy−Chapman−Stern model of the 

electrochemical double layer, we demonstrate that this phenomenon can be effectively 

modeled as a titration of the solution by protons released from silanol groups on the walls, as 

a function of the pH and ionic strength of the introduced solution. The results demonstrate 

the dominant influence of the surface on the fluid composition in nanofluidic experiments, in 

transient situations such as filling, and changes in solvent properties such as filling, and 

changes in solvent properties such as the pH or ionic strength. The implications of these 

fundamental properties of silicon oxide nanochannels are important for analytical strategies 

and in particular the analysis of complex biological samples. 
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4.1. Introduction 

The fabrication and applications of nanochannels (NCs) have gained considerable interest in 

the past few years. Using bonding, one-dimensional (1D) NCs are mostly formed by shallow 

etching of trenches in silicon (or glass) wafers followed by bonding to glass (or silicon) cover 

wafers to form enclosed channels [1−2]. 2D NCs can be fabricated using nanolithography 

[3−5], surface and bulk machining [6−7], and electrospinning [8]. NCs are created in various 

types of materials such as silicon (silicon oxide, silicon nitride), glass, and polymers [9−10]. 

An extensive review on fabrication was made by Mijatovic et al. [11]   

Channels with such small dimensions have interest properties because the extremely high 

surface to volume ratio, (electrical) interface effects between the fluid and channel wall 

surfaces become dominant [12]. For example, Pennathur et al. [13−14] described a novel 

nanoscale electrophoretic separation method in a theoretical and experimental study on the 

electrokinetic transport in NCs. Pu et al. [15] demonstrated an ion-enrichment and ion-

depletion effect when an electric field was applied across two reservoirs connected by 60 nm 

deep channels.  

Less known, the surface chemistry of silicon oxide has a large influence on solutions in 

NCs. It has been known for a very long time that the silanol groups present on silica are 

capable of protonating the solution in contact with it. Actually, this effect has been used to 

assess the presence of silanol groups on silica beads in chromatographic columns via the 

indicator methyl red which colors red at a pH below 4.4 [16]. 

 

Figure 4.1. Typical image of fluorescence observed in nanochannels during filling. In this experiment,

(experiment no. 1 of table 4.1, figure 4.2), the partial filling of parallel channels, 20 μm width and 40.5 nm

height, taken at t = 5 s, are shown. From left to right the channel is filling from the reservoir, which is outside

the image shown. Fluorescence is observed in the filled zone, from x = 0 to x = 0.92 mm, but not in the zone

from x = 0.92 mm to 2.36 mm. 



Solution titration by wall deprotonation during capillary filling of 1D silicon oxide nanochannels 

55 
 

 

Figure 4.2. Sequence of fluorescence images during filling of a pure fluorescein sodium solution into 50 nm 

height and 20 µm width nanochannels indicates the increasing of distance d between fluorescence and liquid 

fronts (d = x2 – x1). (A) 0s-image with empty nanochannels before filling. (B) 1s-image after 1 s filling 

indicated by very bright fluorescence signals from the microchannel with d = 0.5 mm. (C) 3s-image with d = 

0.9 mm. (D)  5s-image with d = 1.4 mm. (E) 7s-image, there is only the fluorescence front and the liquid 

front out of the image area therefore indicated by an inset figure. (F) 40s-image with d ~ 4.0 mm shows 

fluorescence front and liquid front in an inset figure. (1) Nanochannels. (2) A microchannel. (3) x1 position: 

fluorescence front. (4) x2 position: liquid front. 
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General description of the phenomenon and hypothesis  

In this chapter we demonstrate that a solution introduced into an empty silicon oxide NC is 

acidified and dissolved substances protonated. For this purpose we measured the fluorescence 

of solutions of fluorescein, which has a strong pH-dependent fluorescence, introduced in 

empty channel through capillary pressure. During filling, two distinct zones were observed, 

with the zone of the solution starting from the entrance showing fluorescence, while in the 

zone near the flow front no fluorescence was observed, as shown in figure 4.1. Figure 4.2 

belonging to this experiment, showing of the NC and the progression in time of the two 

zones.  

To study this phenomenon in more detail, we varied pH, buffer concentration, and ionic 

strength and determined for various solution compositions the ratio of the lengths of 

fluorescing and dark zones. From this ratio we calculated the number of proton released per 

m2 and compared these data with a model based on oxide surface chemistry theory [17] 

which predicts the amount of released protons. The results obtained describe an effect 

relevant for nanofluidic experiments because they indicate the influence of the surface 

chemistry on fluid composition such as the pH and wall charge in transient situations. 

Consideration of relevance of other nanochannel effects 

Ion exclusion of the negatively charged fluorescein was first considered as a possible 

explanation of the observed phenomenon, but discarded since the phenomenon became more 

Figure 4.3. Chip layout seen from the top. Vertically, the microchannels connecting the two pairs of access

holes can be seen and between them the rulers positioned along the nanochannels are visible. The 

nanochannels are 50 nm high and 20 μm wide, the microchannels are 20 μm high, 15 mm long, and 4 mm 

wide. 
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pronounced with increasing ionic strength. For the same reason also the generation of a 

streaming potential was discarded as an explanation. Straightforward retention due to 

adsorption to the wall, as in thin layer chromatography, which could become significant due 

to the high surface to volume ratio, can also be ruled out. Pennathur et al. [14] in fact 

demonstrated experimentally that fluorescein effectively travels faster instead of slower 

through silicon oxide NCs as compared to microchannels, due to exclusion of the negative 

ion from the double layer. A final argument to support the titration theory is that experiments 

we performed with a pH-insensitive dye (Alexa) showed no significant lagging of the 

fluorescent front (appendix 4.1).   

4.2. Experimental section 

4.2.1. Chip manufacture 

Chip devices containing micro- and nanochannels were fabricated based on the approach of 

Haneveld et al. [2]. NCs and microchannels (including rulers for filling observation) were 

manufactured in the bottom-side silicon wafers by wet chemical etching and reactive ion 

etching, respectively. After etching, a dry thermal oxide of 20 nm thickness was grown on the 

silicon wafers to ensure adequate surface hydrophilicity for capillary filling of the NCs. The 

etch depths of the channel structures were measured with a mechanical surface profiler 

(Veeco Dektak 8, Veeco Instruments Inc., Plainview, NY). The processing of the top-side 

Borofloat glass wafers consisted of powder blasting of access holes followed by thorough 

wafer cleaning to remove residue from the abrasive powder blasting particles. Prior to 

prebonding, the top and bottom wafers were Piranha cleaned. This step was followed by 

fusion bonding at 400 oC for 4 h. A layout of the channel structure is shown in figure 4.3; 

detail processing steps and a process outline for fabrication of NC devices is given in 

appendices 4.2 and 4.3. Directly prior to the experiments the wafers were conditioned by 

heating for 2 h at 400 oC, to ensure identical starting conditions for the experiments. 

4.2.2. Fluorescence measurements 

To probe the pH in NCs, we used the fluorescent activity of disodiumuorescein (Sigma-

Aldrich, St. Louis, MO). Depending on the pH, fluorescein can have a double or single 

negative charge or be neutral; the single negatively charged form has a pKa of 6.68 and the 

neutral form has an apparent pKa of 4.34 [18]. When molecule is excited at 488 nm and 

emission is measured at 514 nm, the molar response of the ions having a valence of −1 is  
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Table 4.1. Composition of the solution, the height (h) of the channel, and the measured pH for the various 

experiments  

Expt Tris (mol.L–1) HCl (mol.L–1) KCl (mol.L–1) h (nm) pH Meniscus ratio* 

1 0 0 0 40.5 7.3 0.420 

2 0 0 0 49.0 7.4 0.589 

3 0 0 0.1 48.0 7.1 0.784 

4 0 0 0.1 49.0 7.2 0.771 

5 0 0 0.2 52.8 7.2 0.803 

6 0 0 0.2 44.0 7.1 0.823 

7 0 0 0.5 47.8 7.1 0.832 

8 0 0 0.5 47.0 7.0 0.857 

9 0.2 0.073 0 50.0 8.6 0.296 

10 0.2 0.073 0 50.3 8.4 0.268 

11 0.2 0.073 0.1 49.8 8.4 0.267 

12 0.2 0.073 0.2 50.3 8.4 0.292 

13 0.2 0.073 0.5 45.5 8.5 0.313 

14 0.2 0.073 0.5 48.4 8.4 0.352 

15 1 0.364 0 49.5 8.5 0.082 

*Meniscus ratio is defined by difference between liquid meniscus and fluorescence meniscus over liquid 

meniscus 

 

only 5.7% and that of the neutral form 0.8% in comparison to the ion having valence −2 [19]; 

therefore the emission can be used as an indicator of the local pH.  

Measurements were done on a fluorescence microscope (Leica DM LM, Wetzlar, 

Germany), using a 100 W mercury lamp, an I3 filter cube, a 510 nm dichromatic mirror. 

Movies were taken with a CCD camera to record the movement of the solutions entering the 

empty NCs and analyzed using Pinnacle software (Pinnacle, Mountain View, CA). From the 

parallel channels one was selected for measurement, as differences between parallel channels 

were small (see figure 4.1) (more detail about fluorescence experimental setup and data 

analysis in appendices 4.4 and 4.5). 
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4.2.3. Composition of the introduced solutions 

To buffer the solutions, 2-amino-2-(hydroxymethyl)propane-1,3-diol (TRIS) was used, 

having a pKa of 8.06 (Merck & Co., Inc., Whitehouse Station, NJ). To influence the ionic 

strength, various amounts of potassium chloride (KCl) (Sigma−Aldrich) were added. The 

composition of the solutions introduced in the channels were all made in deionized water (0.7 

µS.cm−1) and are described in table 4.1. 

4.3. Theory 

4.3.1. Capillary filling  

The walls of the NCs in the chip device are assumed to have hydrophilic silanol groups. 

When liquid comes into contact with such a NC, the liquid is pulled into the empty channel 

by capillary forces creating a pressure gradient ΔP (Pa), 

ΔP = −2γcosθ/h                       (4.1) 

with γ the gas liquid surface tension (N.m−1), θ—the contact angle, and h—the channel 

height. The position, x (m), of the liquid front in a NC at any point in time, t (s), is given in 

accordance with the Washburn equation for a rectangular channel with the condition: width 

>> height [20−21], 




3
coshtx                     (4.2) 

Figure 4.4. Axial cross-section of a filling nanochannel. R indicates the reservoir from which the nanochannel 

is filled. LFl and LD correspond to the fluorescent and dark zone of the channel, respectively. In the fluorescent 

zone the pH is that of the introduced solution where fluorescein is present mainly as doubly charged anions 

(Fl2–). The fluid in the dark zone contains an excess of protons, with pH = pHpzc and fluorescein is mainly 

present as the uncharged fluorescein molecule (FlH2), having negligible fluorescence. 
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where µ is the viscosity (Pa.s). 

4.3.2. Experimental amount of protons released 

We explain the phenomenon observed in figure 4.4, as follows. As the aqueous solution is 

introduced into the NC from the reservoir, protons are released from channel walls into the 

solution, lowering the pH as well as protonating compounds in the solution. When the fluid 

came along the channel, the front of the fluid continuously comes into contact with a new 

section of the wall, with which it anew establishes equilibrium, again taking up protons. This 

process continues until the fluid in the liquid front reaches a pH corresponding to the point of 

zero charge (pzc) of SiO2, which is on the order of pHpzc = 2−3. At a pH of the fluid below 

this pHpzc the wall will no longer release protons. On the other hand, the zone of fluid behind 

the front comes into contact with a wall already in equilibrium with a solution of this 

composition. As a result, the fluorescein is no longer protonated, and the zone near the 

entrance will maintain its fluorescent activity (see figure 4.4). 

We assume infinitely fast (de)protonation reactions ( fs) and we calculated the diffusion 

time, from the wall to the center of the channel, using Einstein−Smoluchowski [22], to be 35 

ns. Therefore, for our experiments we assume the onset of radial equilibrium due to the small 

dimension of the channel to be infinitely fast. The time scale of the axial diffusion of protons 

(1000 s for an average diffusion distance of half the channel length) is one order of 

magnitude larger than the time scale of filling the channel (100 s). For our calculations we 

will assume that the pH change from that of the introduced solution to the pHpzc occurs 

abruptly at the fluorescent front. In part 4.4 we will show the validity of this assumption 

based on experimental results. 

We denote the length of the fluorescent and dark zone as LFl and LD respectively as shown 

in figure 4.4. The protons released from the walls in the fluorescent zone of the channel are 

responsible for protonating the fluorescein in the dark zone, so that LFl can be used to deduce 

the released number of protons, 
releasedH

N via 

)(2 whLNN FlS
releasedH

 
                             (4.3) 

where Θ− is the fraction of the charged surface groups that is negatively charged, NS is the 

total number of SiOH sites, taken to be 4.6 × 1018 groups per m2 [23], h (in m) is the 

measured height, and w (in m) is the width of the channel; see also table 4.2 for a description 
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Table 4.2. Constants and parameters used in fitting the data 

Constants Description  Value 

q  

k 

ε0  

NA 

Elementary charge  

Boltzmann’s constant  

Permittivity of free space  

Avogadro’s constant  

 1.6022 × 10−19 C 

1.38 × 10−23 J.K−1 

8.8542 × 10−12 C2.N−1.m−2 

6.022 × 1023 mol−1 

Experimental variables   Remarks 

T 

ε 

NS 

h 

pHB 

LD  

LFl 

Temperature  

Relative permittivity of water  

Silanol groups per m2 

Measured channel height 

Measured bulk pH of introduced solutions  

Length of dark zone  

Length of fluorescent zone 

 297 K 

80, in presence of salt 

4.6  × 1018 [23]  

Table 4.1 

Table 4.1  

Figure 4.5 

Figure 4.5 

Calculated variables    

pHS  

pHpzc  

n0  

BS  


expH

N  

Ψ0 

 

2  

σ0  


theoryH

N  

Calculated pH at the surface  

pH at point of zero charge of SiO2  

Ionic strength in the bulk  

Required protons to titrate from pHB to pHpzc, includes 

fluorescein, and any buffer, mol.m−3  

Amount of protons released per m2 of wall  

 

Surface potential in V, calculated with fitted    variables 

and table 4.1  

Potential at the Stern plane in V calculated with fitted 

variables and table 4.1  

Surface charge in C.m–2, calculated with fitted variables 

and table 4.1  

Theoretical amount of released protons per m2 of wall  

 Equation 4.9 

Average of pKa1 & pKa2 

m−3, derived from table 4.1 

Derived from table 4.1 and pHpzc  

 

Calculated from experiment, 

equation 4.5 

Solved numerically [28]  

 

Solved numerically [28] 

 

Solved numerically [28]  

 

Derived from σ0  equation 4.16 

Fitted variables   

pKa1  

 

pKa2  

CStern 

Dissociation constant equation 4.6  

 

Dissociation constant equation 4.7 

Stern capacitance in F.m−2, affects 
theoryH

N , equation 4.16 

 Chosen as −1.9 for the fitting of 

figure 4.8 

Fitted 

Fitted 
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of the general variables in the equations.  

The amount of protons absorbed by the solution in the dark zone (LD), 
absorbedH

N , can 

then be expressed using the number of protons necessary to change the pH from its initial 

value to the point of zero charge, BS (in mol.m−3), as   

whLBNN DsA
absorbedH

                     (4.4) 

with NA Avogadro's constant. BS includes the concentration of protons needed to protonate 

fluorescein and the concentration required to establish a pH equal to pHpzc. If a buffer is 

present, the concentration of protons needed to protonate the buffer is calculated based on the  

composition according to table 4.1. e.g., 0.2 mol.L−1 Tris buffer brought to pH 8.4 with 0.072 

mol.L−1 HCl required 0.128 mol.L−1 of protons.  

Figure 4.5. Position of the meniscus (empty symbols) and the fluorescent front (filled symbols) versus the 

square root of time for experiments 1, 6, and 9. All graphs could be linearly fitted using a least-squares 

method with a value of R2 > 0.99. 
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Typical results for the position of the fluid front and fluorescent front are given in figure 

4.5. The linear relationship between the position of the fluid front and the square root of time 

is in good agreement with the Washburn equation (equation 4.2) and earlier results reported 

by Tas et al. [21]. A constant ratio between the positions of the meniscus and the fluorescent 

front is observed, with the fluorescing zone of the channel linearly dependent on the amount 

of channel filled. This means that the ratio LD/LFl is constant per experiment and can be used 

to characterize it. For example, the experiments 1, 6 and 9 (shown in figure 4.5) have a ratio 

of 0.41, 0.18 and 0.70, respectively. This actually supports our assumption that axial proton 

diffusion does not have a significant effect on our experiments. If this would be the case, this 

would show up as a nonlinearity of the plot of the fluorescent front against time towards the 

end of the experiment, which is not seen in the data. We can derive the number of protons 

released per area of wall, 
expH

N , as a function of the observed ratio of dark and fluorescent 

zones, by equating the absolute amounts of released and absorbed protons (equations 4.3 and 

4.4) and using h << w: 

Figure 4.6. Schematic representation of potential V versus the distance x from the silicon oxide wall. Ψ0 is the

potential at the wall. x2 is the position of the Stern plane, the plane of closest approach of ions towards the

surface, having the potential 2 . The region from the wall to the Stern plane is called the Stern layer. σ0

(equations 4.8 and 4.13) indicates the surface charge per m2 from deprotonated silanol groups at x = 0. σDl is

the countercharge to σ0 per m2 (equation 4.11), composed of ions located in the area beyond the Stern plane, the

so-called diffuse part of the double layer (gray region). 



Chapter 4 

64 
 

Fl

D
sAsH L

L
hBNNN

2

1

exp
 

                   (4.5) 

Equation 4.5 provided an experimental expression for the amount of released protons. 

4.3.3. Theoretical amount of protons released 

We will now construct a theoretical model to describe the theoretical amount of released 

protons which can be verified by comparing it to the experimental data. When the channel is 

filled with an aqueous solution, it interacts with the silanol groups as described by the 

following surface reactions: 

  SHSiOHSiOH2                   (4.6) 

characterized by the dissociation constant Ka1 and  

  SHSiOSiOH                    (4.7)  

characterized by the dissociation constant Ka2 and with 
SH  the concentration of protons at 

the surface. pKa2 has been reported to be 6.7 [24] and pKa1 has been reported to be −1.9 [25].  

When protons are released into solution, this induces a negative potential on the 

siliconoxide surface, Ψ0, and a surface charge σ0. The surface charge depends on the amount 

of SiOH sites, NS, the dissociation constants Ka1 and Ka2 and the proton activity at the surface 


SH

a and was given by [17]: 


























211
2

21
2

0
aaHaH

aaH
S

KKaKa

KKa
qN

SS

S                  (4.8) 

The negative potential affects the distribution of ions in the solution directly near this surface 

such that there is a region containing its counter charge. This system of charged wall and the 

region containing the counter charge density of ions in solution is known as the electrical 

double layer (figure 4.6).  

At some distance from the surface, at least several Debye lengths, the bulk solution is 

characterized by its bulk number concentration of ions, n0 (m−3, for a 1:1 ion equal to the 

ionic strength) and bulk pH, pHB. The difference in proton activity between surface and 

electroneutral bulk was according to Boltzmann:  
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kT

q
pHpH BS 3.20                              (4.9) 

with k Boltzmann’s constant, q elementary charge, and T temperature. This equation can be 

used to express measured bulk pH into σ0 via equation 4.8 and demonstrates the dependence 

of σ0 on pHB. The combination of Poisson’s equation with Boltzmann’s equation also gives 

an expression for the surface charge [26]: 







 


kT

q
nkT

2
sinh)8( 02/10

00                 (4.10) 

This equation demonstrates the dependence of σ0 on the ionic strength n0 and it can be used to 

calculate Ψ0. The charge on the electrolyte side of the double layer, σDL is equal and of 

opposite sign to the surface charge σ0 and can be described as a function of a double layer 

capacitance CDL (in F.m−2) and the surface potential Ψ0: 

00   DLDL C                  (4.11) 

For our model we make use of the refinement of double layer theory as proposed by Stern 

[26]. Ions have a finite size and the closest distance they can approach the surface, equal to 

the radius of the ions, is the so-called Stern plane. This causes the potential drop across the 

double layer to have a discontinuity (figure 4.6). Directly near the surface the double layer is 

described by the potential drop across the Stern plane from Ψ0 to 2 . The capacitance of the 

Stern layer, CStern (in F.m−2) is therefore given by: 

20

0
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Beyond the Stern plane, the surface charge density in the diffuse layer of counterions is now 

described by: 
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and the capacitance of the diffuse part of the double layer, CDiff  is given by: 

2

0




DiffC                   (4.14) 

The double layer capacitance is given by the Stern and diffuse layer capacitances in series 

[26]: 
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To describe titration experiments of SiO2 surfaces, colloid experiments typically take values 

for CStern of 0.8 to 1.4 F.m−2 [27]. It has also been argued that for a porous well ordered planar 

surfaces, values for CStern between 0.8 to 1.7 F.m−2 should be assumed [27]. As these values 

for CStern considerably vary and strongly affect our model, we used CStern to fit the 

measurement results (5), with the constraint of one CStern for all experiments. 

From the above equations 4.8 to 4.15, we can derive σ0 via an iteration procedure given 

[28] and therefore the amount of protons released per surface area into the bulk solution:  

q
N

theoryH
0                  (4.16) 

which can be fitted to 
expH

N (equation 4.5). An overview of constants and parameters used for 

fitting is given in table 4.2. 

 

Figure 4.7. Theoretical amount of deprotonated silanol groups per nm2 as a function of pH. The different 

curves, belonging to 1, 10, 200 and 500 mmol.L−1 of KCl, show the effect of the ionic strength on proton 

release, with more salt inducing a higher release, which will be observed as a shorter fluorescent zone. 
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4.4. Results and discussion 

4.4.1. Theoretical results 

Our theoretical model shows how the capacity of the solution to take up protons, via a buffer 

and via fluorescein itself, affects the position of the fluorescent front. More buffer for this 

reason leads to a larger fluorescent zone. The model shows how a higher pH of the 

introduced solution increases the amount of protons per nm2 to be released (equation 4.9, a 

higher pH induces a more negative surface potential effectuated by proton release). It also 

shows how the ionic strength affects proton release (equation 4.13; for a more in depth 

explanation see ref. [29]) as is seen in our experiments. Hereby the buffer ions are 

incorporated in the determination of the ionic strength. Figure 4.7 shows the theoretically 

calculated amount of deprotonated groups as a function of pH and ionic strength. Using this 

model we fitted our experimental results. 

Figure 4.8. Results of the experiments, 
expH

N , fitted with the model, 
theoryH

N . Fits were made using the input 

and fitting parameters from tables 4.1 and 4.2, with the dissociation constants pKa1 = 6.77 and pKa2 = –1.90 

and therefore a pHpzc = 2.44. A value of CStern = 2.30 F.m−2 led to the optimal fit with R2 = 0.93 for the 

unbuffered solutions and R2 = 0.37 for buffered solutions. The data point for the buffered solution at an ionic 

strength of 386 mmol.L−1 has a buffer strength of 1 mol.L−1, the others 0.2 mol.L−1. The dashed lines indicate 

the modeled values corresponding to the extremes of pH in the introduced solutions, from top to bottom, pH = 

8.6, pH = 8.4, pH = 7.4 and pH = 7.0. 
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4.4.2. Fitting results 

The parameter space we investigated to fit the data was pKa2 = [4 to 7.5] and pKa1 = [−2.4 to 

0]. Each pair of pKa values was used to fit the  date  of  the  unbuffered  and  buffered  results, 

under the constraint that CStern was equal for all data, using equations 4.8 to 4.15 according to 

the iteration procedure described in ref. [28]. As a side note, interestingly, it appears that the 

fitting results could be described by the empirical relation CStern = 2.32 × 10−4 e3.77 pHpzc  (R2 = 

0.99) and therefore many pairs of dissociation constants pKa1 and pKa2 yielded a good fit as 

long as they gave the same pHpzc.  

Figure 4.8 shows measured data points as well as fitted curves, displaying the amount of 

released protons as a function of ionic strength. To generate figure 4.8, we chose pKa1 = −1.9 

based on literature [25], which yielded a dissociation constant pKa2 = 6.77 close to the 

literature value of 6.7 reported by Davis et al. [24], accepting a somewhat high CStern of 2.30 

F.m−2.  

High values of CStern (greater than 1.7 F.m−2) for a nonporous surface can be attributed to 

complexation of ions in solution with silanol groups [24]. This is because ionic complexation 

has been reported to shift the point of zero charge [30] from its value as the mean of the 

pKa's, when only protons are the potential determining ions, to another value. According to 

our empirical relation, a slight difference in pHpzc results in a significant change in CStern, e.g., 

compared to pHpzc = 2.44 with CStern = 2.3 F.m−2, pHpzc = 2.36 yields CStern = 1.7 F.m−2. A 

second explanation for high values of CStern, according to Hiemstra et al. [27] is the silicon 

oxide surface having a less condensed surface structure and the presence of reactive surface 

groups protruding from the surface.  

A good fit was achieved for the solutions containing fluorescein and KCl, R2 = 0.93, and a 

lesser fit was found for the solutions containing TRIS buffer R2 = 0.37, due to the spread in 

experimental results (see variation in duplicate experiments in figure 4.8).  

Figure 4.8 shows that the variation in amount of released protons is reasonably explained 

by the variation in ionic strength and the pH of the filling fluid. On the other hand, the buffer 

concentration in the filling fluid does not affect the released amount of protons per wall area 

(apart from its contribution to the ionic strength). This is indeed expected since the model 

gives an amount of protons released per wall area based only on the equilibrium with an 

infinite solution of the initial pH and ionic strength. Though the buffer concentration affects 
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the ratio between dark and the fluorescent zone, this is incorporated in equation 4.5, leading 

to an amount of protons released per wall area independent from buffer concentration.  

4.4.3. Buffer effects 

Figure 4.8 shows a large spread in the duplicate measurements of several buffered solutions. 

This is probably caused by substantial variations in the buffer composition. Inspection of 

table 4.1 shows that the measured pH of the TRIS-buffered solutions varied between 8.4 and 

8.6, though all solutions were prepared by adding 0.072 mol.L−1 HCl to a 0.2 mol.L−1 TRIS 

solution. These pH differences would indicate substantial differences in buffer capacity of the 

resulting solutions, affecting the value of BS and 
expH

N (equation 4.5). 

4.4.4. Fluorescence front 

The results show a release of approximately 0.8 protons per nm2 for the solutions around pH 

= 8.5 and 0.4 protons per nm2 for the unbuffered solutions, pH = 7−7.4. We would like to 

stress the effect that such an amount of released protons has in shallow channels of 50 nm in 

height and arbitrary width. For a released amount of 0.5 protons per nm2, 1 proton was 

released into the 50 nm3 between the two walls or 0.02 protons per nm3 (corresponding to a 

concentration of 60 mmol.L−1). To titrate a solution of 0.6 molecules per nm3 (1 mol.L−1) the 

solution therefore has to pass only 30 nm of channel.  

Together with the very fast equilibration in radial direction, this can explain our 

observation of a sharp fluorescence boundary for example in figure 4.1. The argumentation 

for this is as follows: the protons diffusing axially into the fluorescent zone will be buffered 

by the solution, whereas fluorescein and/or buffer molecules that diffuse into the dark zone 

will be instantly protonated. Even if axial diffusion contributes significantly to proton 

transport relative to the flow of solution, this transient zone between dark and fluorescent 

regions will be the first to be in contact with undeprotonated wall, and become protonated to 

pHpzc. This effectively conserves the sharpness of the boundary between the dark and 

fluorescent zones, as is observed in our experiments. 

4.5. Conclusion 

A new phenomenon was observed unique to nanofluidics, namely a decrease in the 

fluorescent activity of fluorescein during capillary filling. The observed dark and fluorescent 

regions can be explained by acidification of the solution via deprotonation of the silanol 

groups at the wall. This mechanism could be verified by establishing a model based on the 
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double layer theory and fitting this to the data. This mechanism represents a unique way to 

titrate a solution without adding additional counterions and to study the properties of a 

surface.  

As chemical analysis in NCs is a growing field of research, the understanding of the 

effects of the nanostructure walls, due to a high surface to volume ratio, on the solution pH 

and the resulting changes in wall potential are of great significance. Importantly, this will 

occur in all transient cases, which means not only during filling but also when the solution 

pH or ionic strength is changed. This will be especially important for the analysis of 

biological samples because of its complex matrix composition. Fortunately, these effects can 

be modeled as demonstrated in this chapter.  
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Chapter 5 

Analysis of single quantum-dot mobility inside  

1D nanochannels devices 

 

 

We visualized individual quantum dots using a combination of a confining nanochannel 

and an ultra-sensitive microscope system, equipped with a high numerical aperture lens 

and a highly sensitive camera. The diffusion coefficients of the confined quantum dots 

were determined from the experimentally recorded trajectories according to the classical 

diffusion theory for Brownian motion in two dimensions. The calculated diffusion 

coefficients were three times smaller than those in bulk solution. These observations 

confirm and extend the results of Eichmann et al. [19] to smaller particle diameters and 

more narrow confinement. A detailed analysis shows that the observed reduction in 

mobility can not be explained by conventional hydrodynamic theory.  
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5.1. Introduction 

Nanochannel (NC) devices have been used for single-molecule studies because of their 

extremely small volume. The confining effect of the NCs allows single-molecule studies at 

relative high concentration, without requiring immobilization of molecules to keep them in 

focus. The benefits of NC devices may be exploited for single-molecule applications in many 

fields such as single-molecule physics, chemistry and biology [1−6]. Single-molecule 

experiments in NCs offer the possibility of exquisite control and manipulation of the sample 

conditions. These studies reveal information that is otherwise hidden within an ensemble of 

molecules or only can be addressed by indirect approaches [7−9]. Not only have individual 

fluorescent molecules been observed and identified, but typical single-molecule 

characteristics, like blinking and bleaching, have been extensively studied [10]. Functional 

studies of molecular, interaction and binding studies have been performed [11]. 

Investigations of physical properties at the single-molecule level, like mobility, provide new 

insights into the properties of individual molecules in nanometer-scale environments. 

In this chapter we address the important issue of the viscosity of confined water by 

measuring the mobility of fluorescent quantum dots. The viscosity of water in confinement is 

a long disputed subject since the measurements by Churaev et al. [12] in quartz micro-

capillaries. They found an elevation of the (apparent) viscosity by as much as 40% in 0.04 

µm radius capillaries. These results could not be reproduced in nanometer thin films in the 

Surface Forces Apparatus (SFA). A dynamic SFA technique revealed a viscosity of water 

equal to the bulk viscosity, even in 2 nm thin films and under high salt concentrations 

sufficient to induce a strong repulsive hydration force between mica surfaces [13]. In recent 

years, silicon-based nanotechnology offers new routes to study the viscosity of liquids in 

confinement [14−15]. The measurement of quantum-dot mobility inside nanochannels is 

expected to provide relative direct information on liquid viscosity, through application of the 

Einstein−Stokes relation.   

For spheres moving in close proximity parallel to solid surfaces Goldman et al. [16] 

modeled the viscous drag, leading to a reduced mobility which deviated from the 

Einstein−Stokes equation. Banerjee et al. [17] and Choi et al. [18] confirmed the theory for 

nanoparticles (down to 100 nm radius) by tracking their three-dimensional motion using total 

internal reflection fluorescence microsopy. The lateral mean square displacements (MSD) in 

the near-wall region were shown to follow the model of Goldman.  
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In this chapter, we determine the diffusion coefficients (D) from the Brownian motion of 

single quantum dots inside 150 nm high NCs, visualized by using a high numerical aperture 

(NA) lens and a sensitive charge-coupled device (CCD) camera. The D values were found to 

be about three times (60−70%) reduced compared to bulk solution. This is much more than 

can be explained by the Goldman model. Our result is in qualitative correspondence with the 

findings of Eichmann [19] who found a 50% reduction of the lateral mobility for 57 nm gold 

nanoparticles confined between glass surfaces (340 nm separated). Kaji et al. [20] found a 

three times lower than expected diffusion coefficients for 50 nm carboxylated polystyrene 

nanospheres in 400 nm high NCs. In the latter case the reduced mobility observed was 

attributed to an enhanced viscosity of water in nanoconfinement. We will review and analyze 

in detail different mechanisms that can contribute to the observed decrease in quantum-dot 

mobility.  

5.2. Experimental details 

5.2.1. Fabrication of 1D nanochannel devices by wafer bonding 

1D NC devices were fabricated based on the approach of Haneveld et al. [14, 21]. The 

process was started on a <110> silicon wafer. A 150 nm thick silicon oxide layer was grown 

by dry thermal oxidation and its thickness was measured by ellipsometry (Plasmos SD 2002). 

Next, a standard lithography step was applied to create NC structures of 20 µm width. These 

structures were transferred to the silicon oxide layer by wet chemical etching in BHF 

solution. Channel height was controlled by the thickness of the silicon oxide layer and by the 

time to completely etch this layer. For connection of the NCs to the macro world, 

microchannels were added which were realized using reactive ion etching. For use on an 

inverted microscope, inlet/outlet ports were fabricated from the back side of the silicon wafer 

using deep reactive ion etching at cryogenic temperature. Finally, the NCs were covered by a 

blank glass wafer of 170 µm thickness by direct bonding at 400 oC in order to enable 

observation on the inverted microscope. Before bonding, both wafers were cleaned in Piranha 

solution (H2SO4:H2O2 = 3:1). An artist’s drawing of a completely 1D NC device, SEM cross-

sectional images of the fabricated channels and detail processing steps were shown in figures 

2.1 and 2.2 from chapter two.  

5.2.2. Materials and microscopy 

A quantum-dot (QD) solution (Evitag Fort Orange, type T2−MP, carboxyl, CdSe/ZnS, ~25 

nm diameter, emission 600 ± 10 nm (Evident Technologies, NY)) was used for experiments. 
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A 12 µM [22−23] stock solution was diluted in MilliQ water (0.7 µS.cm−1) to the required 

concentration of 12 nM. The diameter of the quantum-dot particles given by the supplier was 

confirmed to be 25 ± 6 nm using dynamic light scattering. Experiments were carried out on 

custom-modified inverted fluorescence microscope (Zeiss, Axiovert) (figure 2.2A, chapter 

two) at room temperature (21 ± 1 oC) [24].  For excitation a 488 nm Argon laser line was 

focused into the NCs by using a 100×, 1.20 NA, water-immersion objective (Leica 

Planachromat). Fluorescence emission was detected by an air-cooled, intensified CCD 

camera (Pentamax). Emission was detected with a 610/75 nm band pass filter and a notch 

filter was used to remove any residual excitation light. Images of 50 µm × 50 µm (512 pixels 

× 512 pixels) were recorded by using the WinSpec 32 program (Roper Scientific). A series of 

40 sequential images were acquired at a rate of 5 frames per second corresponding to 200 ms 

exposure time. The NCs were filled with the QD solution by capillary forces using a macro 

inlet hole and a microchannel to couple to the NCs. Under the influence of these forces, the 

solution went through the NCs and then quickly stopped when the meniscus reached another 

microchannel at the distal end of the NCs. 

5.2.3. Image analysis 

The images recorded by the Winspec program were converted to text-image files by 

ImageJ software [25]. The text-image files were digitized and redrawn in a user-written 

Matlab program [26] (appendix 5.1). Positions of single QDs were manually determined 

(appendix 5.2) from the Matlab images, which were recorded as a set of coordinates 

{xi,yi}, where the index i indicates the order of an image in a sequence. Two-dimensional 

movements were recorded during three-dimensional trajectories of single QDs. The 

confinement of the NCs in vertical direction prevented movements out of the focus of the 

objective lens.  

The precise position of a single QD, defined by the center of the diffraction-limited 

fluorescence spot, was determined using two-dimensional Gaussian fitting. Trajectories 

were terminated when the QD disappeared due to bleaching or moved out of the tracking 

window.  

5.3. Theory on Brownian motion 

In 1827, Brown [27] observed that small pollen grains suspended in water exhibit a very 

animated and irregular state of motion. A satisfactory explanation of the Brownian motion 

did not appear until 1905, when Einstein [28] showed that macroscopic particles suspended in 
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liquids must perform unceasing motions. The Brownian motion was maintained by collisions 

with surrounding liquid molecules in the absence of external forces. Based on the Stokes 

equation, describing the force resisting the motion of a spherical particle in a liquid, Einstein 

presented the relation between the macroscopic diffusion coefficient and microscopic 

parameters. The diffusion coefficient D of particles depends on their radius, the temperature 

and the coefficient of viscosity of the surrounding liquid, and is given by the Einstein−Stokes 

relation [29] (appendix 5.7): 

rN

RT
D

A 6

1
                     (5.1) 

where R is the gas constant, T―the temperature, NA―the Avogadro number, η―the 

viscosity of solvent and r―the radius of the particles.  

Einstein inferred from the kinetic theory that an ensemble of small suspended particles had 

to possess osmotic pressure. If this pressure is distributed in a spatially inhomogeneous way, 

it gives rise to a compensatory diffusion process. He obtained an expression for the diffusion 

coefficient, written in the form of a partial differential equation describing the relation 

between the spatial and temporal change of the probability density function ),( trp
 of the 

particles in the solution [29] (appendix 5.8):   
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dimensions, respectively. Equation 5.2 is Fick’s second law, which applies for systems 

containing many particles. Furthermore, Einstein showed in his theory of Brownian 

motion that this equation also applies for one particle. Assuming that all the particles are 

in the same coordinate system, Einstein applied equation 5.2 to determine the probability 

distribution of irregularly moving particles. Einstein identified the irregular motion of 

suspended particles as governed by a stochastic process using the probability function 

p(x, y, t). By solving equation 5.2 (appendix 5.9) the probability distribution as a function 

of time is obtained, which yields for one and two dimensions:  
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From comparing the probability density of particle positions with equation 5.3, the diffusion 

coefficient can be determined. Furthermore, we can derive the diffusion coefficient of the 

Brownian particles from the relation between the MSD and the time t [30] (appendix 5.10):  

<x2> = 2Dt                  (5.4a)  

<x2 + y2> = 4Dt                (5.4b) 

where the notation <·> represents the mean square displacements, averaged over many 

particles, or averaged using the probability function in the case of a single particle.   

Figure 5.1. (A) Fluorescence images of single quantum dots observed in a 150 nm high and 20 µm wide

nanochannel; the dotted white lines indicate the channel walls. Quantum dots were marked inside the

dashed yellow circles. (B) Surface plots which indicate fluorescence intensity of a single quantum dot

performing the Brownian motion inside the confined nanochannel. 
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5.4. Results and discussion 

5.4.1. Visualization of single quantum dots 

The fabricated NCs were filled with a 12 nM QD solution. Figure 5.1A shows that much 

fewer QDs were observed than expected based on concentration and volume [31]. Although 

there is no satisfactory explanation for this phenomenon, ion exclusion [32] has been 

considered as an effect. The sequences of images (presented in the figure 2.6 from chapter 

two) identified the presence of individual QDs from the instantaneous appearance and 

disappearance of fluorescence, a demonstration of the well-known blinking behavior, 

characteristic for single QDs.  

5.4.2. Analysis of quantum-dot mobility 

Figure 5.1B shows the fluorescence surface plots of a single QD within 40 sequentially 

acquired images. Analysis of QD mobility was based on two-dimensional projections of  

 

Figure 5.2. (A) A trajectory (appendix 5.3) of a quantum dot inside a 150 nm high and 20 µm wide 

nanochannel. (B) and (C) Histograms of x, y displacements of 65 trajectories with 40 steps each in a time lag of 

200 ms; x axis is displacements in µm and y axis is frequency; Experimental data (bar graphs) are fitted by a 

Gaussian function indicated by red curves. (D) Histogram of R displacements R2 = x2 + y2; experimental data 

are fitted by nonlinear least square regression function. 



  Chapter 5 

80 
 

Table 5.1. D values in μm2.s−1 

 Dx (x displacement) Dy (y displacement) DR (R displacement) 

Fitting 5.47 5.54 4.88 

MSD 4.94 ± 1.29 5.39 ± 1.29 5.13 ± 1.29 

three-dimensional trajectories using histograms of displacements with an interval time of τ = 

200 ms. Figures 5.2B and 5.2C show histograms of displacements in x and y directions (x: 

across channels, y: along channels). Distributions of x, y displacements satisfied the zero 

mean.  

These experimental data (bar graph) were then fitted by Gaussian distributions (solid lines 

in figures 5.2B and 5.2C, appendix 5.4a) [33]. D values were extracted from equation 5.3a 

which is the Gaussian function. Dx, Dy values were calculated from the standard deviation σ 

of the Gaussian distribution, Dx,y = σ2/2τ, yielding 5.47 and 5.54 μm2.s−1 respectively with 
2 = 0.99 ( is coefficient of variation). Figure 5.2D presents histograms of R displacements 

in both dimensions. The experimental data were fitted based on equation 5.3b by a nonlinear 

least square regression fitting (appendix 5.4b) as follows: 

            (5.5)  

 

The DR value was extracted to be 4.88 μm2.s−1 with 2 = 0.98. 

  

Figure 5.3. Displacements determination methods for moving positions from 1 to Ns; Ns: number of images in

one movie recording the movement of a single quantum dot. 
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Next, the relation between MSDs (<x2>, <y2> and <R2>) and time lags was constructed. 

For a time lag t (t = mτ), MSDs can be determined in two ways: by averaging over all pairs of 
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steps or over independent pairs of steps [34]. In one movie, there are Ns images, separated 

by an exposure time of 200 ms. Displacements are defined R2 (t = mτ) = (xi+m − xi)
2 + 

(yi+m − yi)
2. R(t) for defining movements of single QDs in both dimensions is calculated by 

averaging over all pair of steps [34] in a time lag t (figure 5.3); Figure 5.4 shows the 

relation between MSDs and lag times t (appendix 5.5). The obtained proportional 

relationship between MSDs and t proved that the Brownian motion of the
 

QDs followed 

classical diffusion. The diffusion coefficient was calculated from the slope of the straight 

line fitted to the experimental data.  

The distribution of D values calculated from MSD−t curves from 65 different 

measurements is shown in figure 5.5 (appendix 5.6). The measured D values (table 5.1) were 

about 5−6 µm2.s−1, which is three times smaller than the expected value of 17 µm2.s−1 in bulk 

solution [35].  

 

Figure 5.4. Mean square displacements of the first ten steps of ten trajectories in 150 nm high and 20 µm

wide nanochannels. 
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5.4.3. Discussion about observed reduced diffusion coefficient 

A reduction of D values in NCs compared to bulk solution has been observed in different 

studies. Lyon et al. [36] studied the motion of single R6G molecules inside 500 nm diameter 

capillary channels. Experimental results showed D values which were 50 times lower than in 

bulk solution. This effect was explained by electrostatic interactions of the charged R6G 

molecules with the capillary wall. Furthermore, Pappaert et al. [37] measured the molecular 

D of fluorescent molecules in NCs. The D values for DNA oligomers in 260 nm deep 

channels were 30% lower than in 2.95 μm channels. Moreover, the reduction of D values 

inside the NCs appeared to correlate with the size of the diffusing molecules, as indicated by 

a reduction of only 5% for small fluorescein isothiocyanate molecules. Here, the effect was 

attributed to the presence of the channel walls which increases the number of interactions 

with the analyte molecules significantly in the case of nanometer-sized channels. In another 

study, Durand et al. [38] measured diffusion coefficients of a protein (38 KDa molecular 

weight) in 50 nm high NCs and found D values four orders of magnitude lower than in bulk 

solution. This was explained by dynamic adsorption and desorption of molecules on glass 

surfaces.  

The slower diffusion coefficients observed inside NCs have been attributed to 

hydrodynamic and electrostatic interactions [36] of the molecules with the channel walls, 

and to absorption of molecules on the channel walls. More specifically, focusing on 

nanoparticles of similar size as in our study there are a few studies reporting a reduced 

mobility. Eichmann et al. [19] captured trajectories of 50 nm gold nanoparticles confined 

between glass surfaces separated by 350 nm silica colloid spacers. Observed lateral 

Figure 5.5. Distribution of diffusion coefficient values of quantum dots in nanochannels (height of 150 

nm, width of 20 µm and length of 50 µm) with 65 measurements. The bar graphs are experimental data; 

the red curves are Gaussian fitting functions. Most frequent values are from 5.5 µm2.s−1 to 6 µm2.s−1. 

(A) Dx, (B) Dy and (C) DR. 

A B C 

DR, µm2.s
–1  Dy, µm2.s–1 Dx, µm2.s–1  
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diffusion coefficients as small as 50% of predicted values were explained by 

hydrodynamic interactions with the confining walls and electroviscous effect, possibly 

being intensively enhanced due to overlap of electrostatic double layers around the 

particles and wall surfaces. Kaji et al. [20] observed a three times reduced mobility of 50 

nm polystyrene beads (carboxylated) in water confined in a 400 nm tall NC. The reduced 

mobility was explained by an increase of the water viscosity due to confinement.  

To explain the deviation of the D values in our experiments with QDs moving in 150 

nm high NCs, we considered effects such as the modified Stokes drag in confinement and 

electrostatic interactions. Even though sticking or adsorption of the QDs to the channel 

walls was considered to contribute to a decrease of D values [36−37], it was rejected 

because of the expected repulsion of the QDs from the channel walls since both are 

negatively charged in our experiments.  

From the ratio of the modified Stokes force in confinement and the Stokes force in 

bulk solution, the expected deviation from the Einstein−Stokes relation can be extracted 

[16]: 









































543

6

1

256

45

8

1

16

9
1

d

r

d

r

d

r

d

r

bulk

tconfinemen




             (5.7) 

where μ is mobility of the particle, r―the radius of the particle and d―the average 

distance from the particles to the channel walls. From equation 5.7, assuming an average 

distance d = 65 nm (the distance for the QDs staying at the centre plane of the channel), 

the ratio between the mobility in confinement and in bulk solution appears to be about 

0.88, indicating a decrease of mobility due to hydrodynamic interactions between 

particles and channel walls. Although the generated reduction is only moderate, we 

consider hydrodynamic effects as partially responsible for the three times lower mobility 

observed in our experiments. Note that equation 5.7 is valid for the ratios d/r ranging 

from 1 to 10.  

Kaji et al. [20] suggested a change of the bulk viscosity of water due to confinement to 

be responsible for the reduced mobility. Note that the possible increased viscosity of 

water near polar or charged walls is a long-disputed subject. Some suggest an increased 

viscosity that extends in the order of 10 nm into the liquid [12], while other experimental 

studies indicate that there is no such effect and water retains its bulk viscosity within less 

than a nanometer distance from the wall [13]. Recent atomic force mircoscopy (AFM) 
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measurements indicate that there is a repulsive structural force and an associated 

increased viscosity of water which extends about 1 nm into the liquid [15]. This result is 

consistent with viscosity measurements through analysis of the capillary filling dynamics 

of NCs with a typical diameter of 10 nm [14]. Based on the latter two studies one should 

conclude that it is unlikely that a real viscosity effect is responsible for the reduced 

mobility of the QDs confined to a 150 nm tall spacing.  

Next, the electroviscous effect was considered. The mechanism is that, when a 

suspended particle is randomly moving in a quiescent liquid due to thermal motion, 

surrounding ions in the electrical double layer of this particle are dragged along due to the 

motion of the other particle. This effect has been described before in the work of Ohshima 

et al. [39] and Cox [40] who studied the electroviscous effects on the motion of 

sedimented particles. Here, the charged particles were sedimented in a liquid without wall 

present and the electrical double-layer thickness was very much smaller than the particle  

size. The ratio between the drag and ideal Stokes drag is as follows [40]:  
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where G and H are defined as [40] 
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Here k is the Boltzmann constant, z―the ionic valence, e―the charge of a proton, 

n ―the ionic concentration, p~ ―the dimensionless surface potential of particles. 

Derivation of equation 5.8 was based on the assumption that the Debye length, a measure 

for the electrical double-layer thickness, is smaller than the particle radius. In our 

experiments however, the Debye length is probably larger than the particle radius and 

therefore we have to use the numerical calculation presented in figure 1 from Ohshima et 

al. [39], resulting in a reduction of D values of about 10%. Note that these models have 

been derived for particles in bulk solution. It has been suggested by Eichmann et al. [19] 

that, in the presence of a wall and in conditions of double-layer overlap, the reduction of 

mobility is much greater than predicted by the Ohshima and Cox models. However, so far 

this hypothesis is not supported by a quantitative model and has not been systematically 
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tested. A logical step to test this hypothesis is to study the dependence of the effect on the 

electrolyte concentration and zeta potential of the particles. Altogether, we should 

conclude that at this moment there is no sound theory existing to explain the reduced 

mobility by us and by other teams. 

5.5. Conclusions 

We fabricated NCs of 150 nm height that were connected to microchannels and macro 

inlet ports using a bond-micromachining technique. The NCs were used to carry out 

filling experiments. Visualization of single quantum-dot nanoparticles was realized after 

filling with a 12 nM solution. The combination of a NC, a high NA lens and a sensitive 

intensified CCD camera established a platform for single-molecule studies at relatively 

high concentration. Random movements of single QDs were observed consistent with the 

classical Brownian motion theory. We experimentally determined the diffusion 

coefficients of single QDs by image analysis revealing the mean square displacements. 

The diffusion coefficients of single QDs moving inside NCs were found to be three times 

smaller than theoretically expected for 12.5 nm radius of particles in bulk solution. The 

observed reduced mobility confirms and extends the results of Eichmann who found a 

50% reduced mobility of 50 nm particles in a 350 nm confinement. The observed reduce 

mobility cannot be explained by conventional hydrodynamic and electroviscous theories. 

Follow-up studies should concentrate on modeling of the electroviscous effect under 

conditions of double-layer overlap, and on experiments in which the dependence of the 

particle mobility on electrolyte concentration is measured.  
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Chapter 6 

Conclusions and outlook 

 

 

In this chapter, a summary of fabrication and applications of nanochannels is presented. 

Nanochannels with the depth and the width in nanometer scale have been successfully 

fabricated using combination of standard techniques from micromachining. Fundamental 

studies such as channel wall deprotonation, water viscosity have been carried out to learn 

more about liquid properties in confining nanochannels. Prospective aspects of nanochannel 

fabrication and its applications will be given.    
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6.1. Conclusions 

Throughout this thesis, fabrication of nanochannels (NCs) and utilization of fabricated 

channels have been presented. In chapter two, we present NC devices and its interfacing 

fabricated using combination of surface, bulk and bond micromachining. Fabrication steps 

for 1D NCs were quite simple and straightforward, and reliably modified for different 

fundamental studies. 1D NC devices have been fabricated by bonding a bottom silicon 

substrate containing all structures (from nanotrenches to microtrenches then fluidic inlet 

ports) with a thin blank borofloat glass substrate as a cover. These devices with flexible 

configurations are suitable for using with an inverted microscope in combination with high 

numerical aperture (NA) lenses. Furthermore, 2D NCs with 30 nm height and 200 nm width 

have been presented in chapter two as well. By etching of a sacrificial layer, channels were 

formed by pulling-down of a thin-film capping layer to a substrate. Much effort was to 

integrate the fragile 2D NCs to inlet ports by deep reactive ion etching and to make channels 

transparent for optical observation by further oxidation of the polysilicon capping layer. Main 

achievement was to create a reliable process to obtain reproducible and complete 2D NCs 

ready for filling studies. Filling of fluorescence solution was carried out to confirm their 

function.  

In chapter three, a new but simple approach has been developed to fabricate enclosed 2D 

NCs with both dimensions down to 20 nm on wafer scale. These fabricated NCs had well-

defined cross-sections, and surrounded by the same (homogeneous) material (silicon oxide), 

which is favorable for many applications. Testing of the 2D NCs by filling with fluorescent 

solutions at relative low concentration has been carried out. By introducing 2D NCs as a 

confining media, the single-molecule level was expected to be achieved inside based-

micromachining NCs at higher concentrations compared to other methods such as near-field 

scanning optical microscopy, total internal reflection fluorescence microscopy and confocal 

microscope. We observed discrete fluorescent spots, however it was concluded that these 

were likely to be liquid pockets containing several individual molecules. 

We explored a new phenomenon indicated by a decrease in the fluorescent activity of 

fluorescein during capillary filling, which has been presented in chapter four. The two 

observed fluorescent and nonfluorescent regions were explained by acidification of the 

solution due to deprotonation of the silanol groups from channel walls. A theoretical model 

has been established to explain the deprotonation mechanism by fitting to the data. This 



Conclusions and outlook 
 

91 
 

mechanism represented a unique way to titrate a solution without adding additional counter 

ions and to study the properties of a surface.  

Furthermore, in chapter five, the mobility of 25 nm diameter quantum dots was measured 

by the combination of a 150 nm height NC, a high NA lenses and a sensitive camera. 

Movements of single quantum dots inside 1D NCs followed Brownian motion. The 

movements in one dimension were characterized using Gaussian fitting while the movements 

in two dimensions were fitted by nonlinear least square regression fitting. The diffusion 

coefficient of single quantum dots in 16 nM concentration has experimentally been 

determined by image investigation of their displacements. The diffusion coefficient values of 

single quantum dots moving inside NCs were found to be three times smaller than in the bulk 

solution. The deviation of the diffusion coefficients was explained by considering different 

effects such as electroviscous, conventional hydrodynamic, electrostatic interactions, etc. 

Among them electroviscous effect is the most likely, however still disputed. 

6.2. Outlook and recommendations 

Procedures for fabrication of NCs and integration of the fabricated NCs to macro world can 

apply for silicon substrates and glass substrates as well (appendices 6.1 and 6.2). Glass NCs 

are preferred for separation applications because of electrical isolation and optical 

transparency. Furthermore, 1D NC devices with confined spaces are very much attractive for 

fundamental and applied studies of fluid behavior.  

In this thesis a few fundamental studies have been carried out to prove the possibilities of 

utilization of the fabricated 1D NCs. Nanofluidics transport behavior can be observed and 

analyzed based on deprotonation effects on fluorescent solutions happening inside NCs. The 

understanding of the effects in nanostructure surfaces (due to a high surface-to-volume ratio) 

on the solution pH and the resulting changes in surface potentials is of great significance 

especially in chemical analysis. This phenomenon occurs not only during liquid filling but 

also when there is changing of pH or ionic strength. This will be very important for the 

analysis of biological samples because of its complex matrix composition. The implications 

of these fundamental properties of silicon oxide NCs are important for analytical strategies 

and in particular the analysis of complex biological samples. 

Mobility study should be further carried out with consideration of effects from channel 

dimensions and ionic strength of the solution. A theoretical model could be constructed to 

verify effects causing the deviation of diffusion coefficients of quantum dots. Moreover, 
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single-molecule mobility indicates promising prospects for utilization of the NCs for various 

applications, like e.g. single-molecule position tracking at physiologically relevant 

concentrations. It helps to discover more information from individual molecules that is 

different from the collective molecules or bulk solutions (due to ensemble-averaged 

macroscopic parameters).  

2D NC devices fabricated by micromachining techniques with both dimensions as small as 

20 nm have offered many prospective applications in the new field of nanobiotechnology. 2D 

NCs have given very promising opportunities of new applications in nanoconfinement which 

are not available in the large systems. Fundamental studies in nanofluidics systems [1], DNA 

stretching and analysis [2−3], chemical analysis and synthesis [4], separation 

(chromatography) [5], and nanobiological fields [6−7] are very attractive applications for 

these channels.  

More effort should be spent on creating 2D NCs with dimensions smaller than 10 nm. 

These confined channels are in high demand; however it is very difficult to achieve due to 

difficulties in controlling the size of nanospaces and sealing the nanospaces without 

completely closing. Nanospaces could be narrower by reducing thickness of the silicon oxide 

layer, well defining the underetching areas and oxidizing the silicon layer (bottom of 

nanospaces). Furthermore, sealing process could be improved by precise control of the 

direction of evaporated materials.  
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Appendix 
Appendix 2.1. Fabrication of 1D nanochannel devices  

Process description Parameters Cross section after process 

Process on a silicon wafer  • Supplier: Okmetic 
• DSP <110> silicon wafer 
• Diameter: 100 mm 
• Thickness: 380 μm 
• Type: p  

 

Oxidation • Furnace: Amtech Tempress Omega Junior 
• Temperature: 950 °C 
• Gas: O2 (4 l.min−1) 
• Time: 7 h 

 

Lithography (nanotrench 
structures) 

• Suss Micro TECH Spinner (Delta20, 
Spinning acceleration: 4000 rpm.s−1, 
Spinning speed: 4000 rpm) 

• Electronic Vision Group 20 Mask Aligner 
(Hg lamp: 12 mW.cm−2) 

• Dehydration bake (120 °C): 5 min 
• HMDS spinning 
• Olin 907−12 spinning 
• Prebake (95 °C): 60 s 
• Exposure time: 3 s 
• After-exposure bake (120 °C): 60 s 
• Development time: 60 s  

 

SiO2 etching • Wet-Bench 
• BHF (VLSI): Merck 
• Etch rate: 60−80 nm. min−1 
• Time: 3 min 

 

Lithography (microtrench 
structures) 

• Suss Micro TECH Spinner (Delta20, 
Spinning acceleration: 4000 rpm.s−1, 
Spinning speed: 4000 rpm) 

• Electronic Vision Group 20 Mask Aligner 
(Hg lamp: 12 mW.cm−2) 

• Dehydration bake (120 °C): 5 min 
• HMDS spinning 
• Olin 907−12 spinning 
• Prebake (95 °C): 60 s 
• Exposure time: 3 s 
• After-exposure bake (120 °C): 60 s 
• Development time: 60 s  

 

SiO2 etching • Wet-Bench 
• BHF (VLSI): Merck 
• Etch rate: 60−80 nm.min−1 
• Time: 4 min 

 

Silicon etching • Oxford Plasmalab 100 ICP 
• RIE procedure: Cryogenic process 
• Temperature: −110 °C 
• SF6 flow: 120 sccm 
• Pressure: 10 Torr 
• ICP power: 600 W 
• He pressure: 20 mbar 
• Etching rate: 4.7 µm.min−1 
• Time: 40 s 
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Photoresist removal  • Wet-Bench 
• Fumic HNO3 (100%, Merck)  

Polyimide coating • Suss Micro TECH Spinner (Delta 10, 
Spinning acceleration: 100 rpm.s−1, 
Spinning speed: 6000 rpm) 

• Electronic Vision Group 20 Mask Aligner 
(Hg lamp: 12 mW.cm−2) 

• Heraeus Vacuum Oven 
• Dehydration bake (120 oC): 5 min 
• Prebake (95 oC): 60 s 
• Polyimide spinning 
• Flood exposure (without mask): 3 s 
• Postbake ( 350 oC, 2 mbar): 60 min 

 

Lithography (inlet-port 
structures) 

• Suss Micro TECH Spinner (Delta20, 
Spinning acceleration: 4000 rpm.s−1, 
Spinning speed: 4000 rpm) 

• Electronic Vision Group 20 Mask Aligner 
(Hg lamp: 12 mW.cm−2) 

• Dehydration bake (120 °C): 5 min 
• HMDS spinning 
• Olin 907−12 spinning 
• Prebake (95 °C): 60 s 
• Exposure time: 3 s 
• After-exposure bake (120 °C): 60 s 
• Development time: 60 s 

 

DRIE etching  
(Cryogenic process) 

• Oxford Plasmalab 100 ICP 
• Temperature: −110 °C 
• SF6 flow: 200 sccm 
• O2 flow: 1 sccm 
• Pressure: 10 Torr 
• ICP power: 600 W 
• He pressure: 20 mbar 
• Etching rate: 6.3 µm.min−1 
• Time: 65 min 

 

Photoresist removal + 
Piranha cleaning 

• Wet-Bench 
• Fumic HNO3 (100%, Merck) 
Piranha cleaning 
• H2SO4 : H2O2 (3 : 1) vol% 
• Temperature: 120 °C 
• Time: 20 min 

 

Bonding + Annealing Bonding 
• Contact wafers manually 
• Apply light pressure with tweezers if 

necessary press air-bubbles out 
Annealing 
• Furnace: Nabertherm C 250 
• Ramp-up: 1 h 
• Temperature: 400 oC 
• Annealing time: 4 h 
• Ramp-down: 1 h 

 

Dicing • Disco Dad dicing saw 
• Wafer work size: 105 mm for a standard 

100 mm silicon wafer   
• Maximum feed speed: 3 mm.s−1 
• X, Y values correspond respectively to 
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Ch1 and Ch2, and are determined by mask 
layout 

• Saw type: TC 300 
• Select in blade menu:  2.187−12A 

 

Appendix 2.2. Fabrication of 2D nanochannel devices  

Process description Parameters Cross section after process 

Select a silicon wafer  • Supplier: Okmetic 
• DSP <100> silicon wafer 
• Diameter: 100 mm 
• Thickness: 525 μm 
• Type: p  

 

Oxidation • Furnace: Amtech Tempress Omega Junior 
• Temperature: 950 °C 
• Gas: O2 (4 l.min−1) 
• Time: 2 h 

 

Lithography (sacrificial 
layer structures) 

• Suss Micro TECH Spinner (Delta20, 
Spinning acceleration: 4000 rpm.s−1, 
Spinning speed: 4000 rpm) 

• Electronic Vision Group 20 Mask Aligner 
(Hg lamp: 12 mW.cm−2) 

• Dehydration bake (120 °C): 5 min 
• HMDS spinning 
• Olin 907−12 spinning 
• Prebake (95 °C): 60 s 
• Exposure time: 3 s 
• After-exposure bake (120 °C): 60 s 
• Development time: 60 s  

 

SiO2 etching • Elektrotech PF310/340 
• Electrode temperature: 25 °C 
• CHF3 flow: 25 sccm 
• Pressure: 10 m Torr 
• Power: 75 W 
• Etchrate: 30−40 nm.min−1 
• Time: 5 min 

 

Polysilicon deposition • Furnace: Amtech Tempress Omega Junior 
• SiH4 flow: 50 sccm 
• Pressure: 200 mTorr 
• Temperature: 590 °C;  
• Deposition rate: 5.5−7.5 nm.min−1 
• Time: 7 min 

 

Lithography (opening 
window) 

• Suss Micro TECH Spinner (Delta20, 
Spinning acceleration: 4000 rpm.s−1, 
Spinning speed: 4000 rpm) 

• Electronic Vision Group 20 Mask Aligner 
(Hg lamp: 12 mW.cm−2) 

• Dehydration bake (120 °C): 5 min 
• HMDS spinning 
• Olin 907−12 spinning 
• Prebake (95 °C): 60 s 
• Exposure time: 3 s 
• After-exposure bake (120 °C): 60 s 
• Development time: 60 s  
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Polysilicon etching • Elektrotech PF310/340 
• Electrode temperature: 10 °C 
• CHF3 flow: 25 sccm 
• O2 flow: 5 sccm 
• Pressure: 10 mTorr 
• Power: 75 W 
• Etchrate: 30 nm.min−1 
• Time: 2 min 

 

Photoresist removal • Wet-Bench 
• Fumic HNO3 (100%, Merck) 

SiO2 etching • Wet-Bench 
• 50 % HF (VLSI): Merck 
• Etchrate: 1 μm.min−1 
• Time: 2 min 

 

Channel form • Wet-Bench 
• Quick dump rinse < 0.1 µS 
• Spin drying  

Annealing + Oxidation • Furnace: Amtech Tempress Omega Junior 
Annealing 
• Temperature: 1150 °C 
• Gas: N2 (1 l.min−1) 
• Time: 2 h 
• Ramp: 10 °C.min−1 
Oxidation 
• Temperature: 950 °C 
• Gas: O2 (4 l.min−1) 
• Time: 3 h 

 

TEOS deposition • Furnace: Amtech Tempress Omega Junior 
• Recipe: N2 
• Bubbler: 40 °C 
• Pressure: 400 mTorr 
• Temperature: 700 °C 
• Deposition rate: 7−13 nm.min−1 
• Time: 70 min  

 

Coating + Lithography  
(inlet-port structures) 

Coating on front side 
• Suss Micro TECH Spinner (Delta20, 

Spinning acceleration: 4000 rpm.s−1, 
Spinning speed: 4000 rpm) 

• Electronic Vision Group 20 Mask Aligner 
(Hg lamp: 12 mW.cm−2) 

• Dehydration bake (120 °C): 5 min 
• HMDS spinning 
• Olin 907−12 spinning 
• Prebake (95 °C): 60 s 
Lithography on back side 
• HMDS spinning 
• Olin 907−12 spinning 
• Prebake (95 °C): 60 s 
• Exposure time: 3 s 
• After-exposure bake (120 °C): 60 s 
• Development time: 60 s  
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SiO2 etching • Wet-Bench 
• BHF (VLSI): Merck 
• Etch rate: 60−80 nm.min−1 
• Time: 10 min 

DRIE etching  
(Cryogenic process) 

• Oxford Plasmalab 100 ICP 
• Temperature: −110 °C 
• SF6 flow: 200 sccm 
• O2 flow: 1 sccm 
• Pressure: 10 Torr 
• ICP power: 600 W 
• He pressure: 20 mbar 
• Etching rate: 6.3 µm.min−1 
• Time: 90 min 

 

SiO2 etching • Elektrotech PF310/340 
• Electrode temperature: 25 °C 
• CHF3 flow: 25 sccm 
• Pressure: 10 m Torr 
• Power: 75 W 
• Etchrate: 30−40 nm.min−1 
• Time: 3 min 

 

Photoresist removal • Tepla 300E Barrel Etcher (2.45 GHz) 
• O2 flow: 200 sccm (50%) 
• Power: 500 W 
• Pressure: 1.2 mbar 
• Time: 20 min 

 

Oxidation • Furnace: Amtech Tempress Omega Junior 
• Temperature: 950 °C 
• Gas: O2 (4 l.min−1) 
• Time: 15 min 

 

Appendix 2.3. Scanning confocal microscopy  

 
Figure A2.1. Principal scheme of scanning confocal microscopy. 
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Appendix 3.1. Fabrication of 2D encapsulated nanochannel devices  

Process description Parameters Cross section after process 

Select a silicon wafer  • Supplier: Okmetic 
• DSP <100> silicon wafer 
• Diameter: 100 mm 
• Thickness: 525 μm 
• Type: p  

 

Oxidation • Furnace: Amtech Tempress Omega Junior 
• Temperature: 950 °C 
• Gas: O2 (4 l.min−1) 
• Time: 23 min 

 

SiRN deposition • Furnace: Amtech Tempress Omega Junior 
• SiH2Cl2 flow: 70 sccm 
• NH3 flow: 18 sccm 
• Temperature: 850 °C 
• Pressure: 150 mTorr 
• Deposition rate: 3.9 nm.min−1 
• Time: 7 min 

 

Lithography (nanotrench 
structures) 

• Suss Micro TECH Spinner (Delta20, 
Spinning acceleration: 4000 rpm.s−1, 
Spinning speed: 4000 rpm) 

• Electronic Vision Group 20 Mask Aligner 
(Hg lamp: 12 mW.cm−2) 

• Dehydration bake (120 °C): 5 min 
• HMDS spinning 
• Olin 907−12 spinning 
• Prebake (95 °C): 60 s 
• Exposure time: 3 s 
• After-exposure bake (120 °C): 60 s 
• Development time: 60 s  

 

SiRN etching • Elektrotech PF310/340 
• Electrode temperature: 10 °C 
• CHF3 flow: 25 sccm 
• O2 flow: 5 sccm 
• Pressure: 10 mTorr 
• Power: 75 W 
• Etchrate SiRN: 50 nm.min−1 
• Time: 1 min 

 

Photoresist removal • Wet-Bench 
• Fumic HNO3 (100%, Merck)  

SiO2 etching • Wet-Bench 
• 1% HF (VLSI): Merck 
• Time: 15 min 

 

SiO2 evaporation • BAK 600 
• Crucible: 1 (SiO2) 
• Voltage: 10 kV 
• Base pressure: < 10−6 mBar 
• Density: 2.7 g.cm−3  
• Tilt angle: 20o 
• Deposition rate: 1−20 Å.s−1 
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Appendix 4.1. Filling images of Alexa and Bodipy  
For supporting and comparing the deprotonation hypothesis, Alexa and Bodipy solutions were used to verify pH 
effect from channel surfaces. Alexa with insensitive pH and Bodipy with neutral charge were shown theirs 
relative independence of pH (figure A4.1). 
 

 

Appendix 4.2. Process outline of 1D nanochannel devices for deprotonation studies 

 
Appendix 4.3. Fabrication of 1D nanochannel devices for deprotonation studies 

Process description Parameters Cross section after process 

Figure A4.1. (1) Fluorescence front. (2) Liquid front. (A) Pure fluorescein. (B) Fluorescein + KCl. (C) Fluorescein + buffer. (D) Pure
Alexa with both fluorescence and liquid meniscus; the distance between them is very small and about 0.1 mm. (E) Alexa + KCl. (F) Alexa
+ buffer. (G) Pure Bodipy. (H) Bodipy + KCl. (I) Bodipy + buffer. 

Figure A4.2. Process outline of 1D nanochannel devices for deprotonation studies. 
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Process on a silicon wafer  • Supplier: Okmetic 
• DSP <110> silicon wafer with native 

oxide 
• Diameter: 100 mm 
• Thickness: 380 μm 
• Type: p 

 

Lithography (nanotrench 
structures) 

• Suss Micro TECH Spinner (Delta20, 
Spinning acceleration: 4000 rpm.s−1, 
Spinning speed: 4000 rpm) 

• Electronic Vision Group 20 Mask Aligner 
(Hg lamp: 12 mW.cm−2) 

• Dehydration bake (120 °C): 5 min 
• HMDS spinning 
• Olin 907−12 spinning 
• Prebake (95 °C): 60 s 
• Exposure time: 3 s 
• After-exposure bake (120 °C): 60 s 
• Development time: 60 s  

 

OPD procedure for Si 
etching (included SiO2 
etching) 

• Wet-Bench 
• Native oxide etching: 1% HF, 1 min  
• Rinsing in DI: 1 min  
• Resist strip in acetone: 1 min  
• Rinse in IPA: 1 min  
• Spin drying + N2 gun: 20 s  
• Si etching in OPD 4262, at 20 C 
• Etching rate: 3.5 nm.min−1 
• Time: 15 min 

 

Lithography  (microtrench 
structures) 

• Suss Micro TECH Spinner (Delta20, 
Spinning acceleration: 4000 rpm.s−1, 
Spinning speed: 4000 rpm) 

• Electronic Vision Group 20 Mask Aligner 
(Hg lamp: 12 mW.cm−2) 

• Dehydration bake (120 °C): 5 min 
• HMDS spinning 
• Olin 907−12 spinning 
• Prebake (95 °C): 60 s 
• Exposure time: 3 s 
• After-exposure bake (120 °C): 60 s 
• Development time  : 60 s 

 

 Silicon etching • Oxford Plasmalab 100 ICP 
• RIE procedure: Cryogenic process 
• Temperature : −110 °C 
• SF6 flow: 120 sccm 
• Pressure: 10 Torr 
• ICP power: 600 W 
• He pressure: 20 mbar 
• Etching rate: 4.7 µm.min−1 
• Time: 40 s 

 

Photoresist removal • Wet-Bench 
• Fumic HNO3 (100%, Merck)  
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Process on a borofloat glass 
wafer 

• Supplier: MCR (Microsystems, Consulting 
& Representation) 

• Borofloat glass wafer 
• Diameter: 100 mm 
• Thickness: 1 mm 

 

Lithography (inlet-port 
structures) 

• GBC 3500 Pro Laminator 
• Exposure tool 
• HCM Spray Developer 
• Laminate 50 µm foil BF 410 foil on both 

sides 
• Exposure: 45 s 
• Development time (Na2CO3): 3 min 

 

Powder blasting • Powderblaster-low resolution 
• Particles: 30 µm Al2O3 
• Pressure: 4.6 bar 
• Etchrate: 91 µm per g.cm−2 

 
 

Cleaning procedure • Wet-Bench 
• Delaminate in Na2CO3 solution: 15 min 
• Ultrasonic acetone: 30 min 
• Ultrasonic  isopropanol: 30 min 
• Ultrasonic DI water: 10 min 
• Fumic HNO3 (100%, Merck): 20 min 
Piranha cleaning 
• H2SO4 : H2O2 (3 : 1) vol% 
• Temperature: 120 oC 
• Time: 20 min 

 

Bonding + Annealing • Contact wafers manually 
• Apply light pressure with tweezers if 

necessary press air-bubbles out 
• Furnace: Nabertherm C 250 
• Ramp-up: 1 h 
• Temperature: 400 oC 
• Annealing time: 4 h 
• Ramp-down: 1 h 

 

Appendix 4.4. Fluorescence experimental setup 
 

 
Figure A4.3. (A) Systematic set-up of a fluorescence microscope. (B) Measurement set-up. 

A B 
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Appendix 4.5. Raw data from a measurement with pure fluorescein 
Table A4.1 shows raw data of a fluorescein solution filled in 1D nanochannels. Original times are the recorded 
times from the movie. Calculation was based on the off-set time which was supposed that the filling time was 
started at 0 s.  

Table A4.1. Raw data from a measurement of fluorescein filling 
Original time Off-set time FL meniscus Liquid meniscus Meniscus ratio* 

(s) (s) (mm) (mm)  

0 0 0 0 - 

19 2 0,54 1,5 0.640 

22 5 0,9 2,36 0.618 

25 8 1,18 2,94 0.599 

28 11 1,38 3,34 0.587 

35 18 1,78 4,34 0.590 

38 21 1,92 4,70 0.591 

41 24 2,04 5,00 0.592 

44 27 2,16 5,30 0.592 

47 30 2,26 5,62 0.598 

50 33 2,38 5,90 0.597 

53 36 2,48 6,04 0.589 

56 39 2,54 6,28 0.596 

59 42 2,68 6,50 0.588 

62 45 2,78 6,70 0.585 

65 48 2,86 6,88 0.584 

68 51 2,96 7,04 0.580 

71 54 3,04 7,24 0.580 

74 57 3,12 7,44 0.581 

77 60 3,2 7,64 0.581 

80 63 3,28 7,76 0.577 

83 66 3,36 7,92 0.576 

86 69 3,42 8,10 0.578 

89 72 3,48 8,26 0.579 

92 75 3,56 8,46 0.579 

95 78 3,62 8,52 0.575 

98 81 3,68 8,70 0.577 

*Meniscus ratio is defined by difference between liquid meniscus and fluorescein (FL) meniscus over liquid meniscus. 

Appendix 5.1. Build matrix (convert text files to ASCII files named MAT files) 
directory = 'Filepath';            % Example: 'D:\thesis\chapter5\filename.txt’ 
file-ext = '.txt'; 
starting = input('starting image? ')         % Starting image = 1 
ending = input('ending image? ')        % Ending image = 40 
number-of-images = ending − starting + 1; 
k = 1;                      % Write data file in ID directory  
ra = zeros(512, 512, number-of-images); 
for m = ending : −1 : starting 
       if m < 10 
          filename = ['00', num2str(m)];            % File names from 1 to 9 added "00" before 
       elseif m < 100 & m ≥ 10 
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          filename = ['0', num2str(m)];           % File names from 10 to 99 added "0" before 
       else 
          filename = num2str(m);     % File names from 100 kept as its origin 
       end 
       ID = [directory, filename, file-ext];         % Make string from input parameters 
       a1 = load(ID);   % Load the file from its directory to memory and store in matrix a1 
%-------------------------------------------Enhance the contract of images-------------------------------------------------% 
    for i = 1 : 512 
      for j = 1 : 512 
           if a1(i, j) <  “20”              
             b(i, j) = 0; 
           else b(i, j) = a1(i, j) * 2.5;              
           end 
      end 
    end;  
%------------------------------------------Draw new images with new contract--------------------------------------------% 
ra(:, :, m) = b; 
clear a1, b; 
end;  
mesh(ra(:, :, 1)); view(2); 
a = ginput(2); 
xs = round(a(1, 1)); ys = round(a(1, 2)); 
xe = round(a(2, 1)); ye = round(a(2, 2)); 
if xs ≤ 0 
    x-start = 1; 
else 
    x-start = xs; 
end 
if ys ≤ 0 
    y-start = 1; 
else 
    y-start = ys; 
end 
if xe > 512 
    x-end = 512; 
else 
    x-end = xe; 
end 
if ye > 512 
    y-end = 512; 
else 
    y-end = ye; 
end 
number-of-column = x-end − x-start + 1; 
number-of-row = y-end − y-start + 1; 
ra-new = zeros(number-of-row, number-of-column, number-of-images); 
ra-new = ra(y-start : y-end, x-start : x-end, :); 
save('filepath.mat', 'ra-new'); 

Appendix 5.2. Quantum-dot tracking  
Positions of the single QD were manually determined from the Matlab images based on a window with three 
sequence images (figure A5.1). The middle was for the tracking image, the left for the previous image and the 
right for the coming image. It assisted to assure that the selected spot in the tracking image is corresponding to 
the spot from previous image. Then, positions were recorded as a set of coordinates {xi, yi}, where the index i 
indicates the order of the image in a sequence and 1 ≤ i ≤ Ns; Ns is number of images. Ns was not too large 
(suggested <100) to prevent heating effect due to exciting laser beam. Ns is normally 40 in our measurements. 
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clear all; 
load('filepath.mat'); 
new-ra = ra-new; 
dim = size(new-ra); 
number-of-images = dim(1, 3); 
dima = size(new-ra(:, :, 1)); 
number-of-column = dima(1, 2); 
number-of-row = dima(1, 1); 
recal = 'y'; 
while recal == 'y' 
k = 1; 
for i = 1 : number-of-images 
    if i==1 
    subplot(1, 3, 1); 
    mesh(new-ra(:, :, i)) 
    text(round(number-of-col/2), number-of-row + 10, num2str(i), 'Fontsize', 16, 'Fontweight', 'Bold', 'color', r', 
            'BackgroundColor', 'g') 
    title('Click to this image', 'Fontsize', 16, 'Fontweight', 'Bold', 'color', 'r', 'BackgroundColor', 'b') 
    view(2) 
    subplot(1, 3, 2); 
    mesh(new-ra(:, :, i + 1)) 
    text(round(number-of-column/2), number-of-row + 10, num2str(i + 1), 'Fontsize', 16, 'Fontweight', 'Bold', 
            'color', 'r', 'BackgroundColor', 'g') 
    view(2) 
    subplot(1, 3, 3); 
    mesh(new-ra(:, :, i + 2)) 
    text(round(number-of-column/2), number-of-row + 10, num2str(i + 2), 'Fontsize', 16, 'Fontweight', 'Bold', 
           'color', 'r', 'BackgroundColor', 'g') 
    view(2) 
    elseif   i>1 & i < number-of-images 
    subplot(1, 3, 1); 
    mesh(new-ra(:, :, i − 1)) 
    text(round(number-of-column/2), number-of-row + 10, num2str(i − 1), 'Fontsize', 16, 'Fontweight', 'Bold', 
           'color', 'r', 'BackgroundColor', 'g') 
    view(2); 
    subplot(1, 3, 2); 
    mesh(new-ra(:, :, i)) 
    view(2); 
    text(round(number-of-column/2), number-of-row + 10, num2str(i), 'Fontsize',16, 'Fontweight', 'Bold', 'color',  
           'r', 'BackgroundColor', 'g') 
    title('Click to this image','Fontsize',16,'Fontweight','Bold','color', 'r','BackgroundColor','b') 
    subplot(1, 3, 3); 
    mesh(new-ra(:, :, i + 1)) 
    view(2); 
    text(round(number-of-column/2), number-of-row + 10, num2str(i + 1), 'Fontsize', 16, 'Fontweight', 'Bold', 
           'color', 'r', 'BackgroundColor', 'g') 
    else 
    subplot(1, 3, 2); 

Figure A5.1. Determination of positions of quantum dots.
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    mesh(new-ra(:, :, i − 1)) 
    view(2); 
    text(round(number-of-column/2), number-of-row + 10, num2str(i − 1), 'Fontsize', 16, 'Fontweight', 'Bold', 
           'color', 'r', 'BackgroundColor', 'g') 
    subplot(1, 3, 3); 
    mesh(newra(:, :, i)) 
    text(round(number-of-column/2), number-of-row + 10, num2str(i), 'Fontsize', 16, 'Fontweight', 'Bold', 'color', 
           'r', 'BackgroundColor', 'g') 
    title('Click to this image', 'Fontsize', 16, 'Fontweight', 'Bold', 'color', 'r', 'BackgroundColor', 'b') 
    view(2) 
    end 
%-----------------------------------------------Choose the channel area-----------------------------------------------------% 
[xc, yc] = ginput(2)  
[a(k, 1), a(k, 2)] = ginput(1);      
k = k + 1; 
end 
%------------------------------------------Search the position of the quantum dot-----------------------------------------% 
for ki = 1 : number-of-images 
    color-max(i) = −1e−30; 
    ax = round(a(ki, 1)); 
    ay = round(a(ki, 2)); 
    if (ax ≥ 2 & (ax − 2) ≤ number-of-column & ay ≥ 2 &(ay − 2) ≤ number-of-row) 
        for ky = ay − 2 : ay + 2 
            for kx = ax − 2 : ax + 2 
                if ra-new(ky, kx, ki) > color-max(ki) 
                    colormax(ki) = ra-new(ky, kx, ki); 
                    ak(ki, 1) = kx; 
                    ak(ki, 2) = ky; 
                end 
            end 
        end 
    else 
        ak(ki, 1) = ax; 
        ak(ki, 2) = ay; 
    end 
end 
position = [ak(:, 1), ak(:, 2)]; 
deltaT = 1/5;            % Time between two frames 
exchange = 50/512;              % Pixel dimension 
%------------------------------------------------- Calculate diffusion coefficients-------------------------------------------% 
for t = 1 : number-of-images − 1 
    r(t) = sqrt((position(t + 1, 1) − position(t, 1))^2 + (position(t + 1, 2) − position(t, 2))^2) * exchange; 
    deltaD(t) = r(t)^2/(4 * deltaT); 
end 
coerD = mean(deltaD)               
%-------------------------------------------------- Write data to a file---------------------------------------------------------% 
Filenumber = input('input file name number ='); 
Filename = [' file-path-coor', num2str(filenumber), '.txt']; 
fid = fopen(filename,'w'); 
for i = 1 : number-of-images   
fprintf(fid, '%6.2f  %6.2f\n', position(i, 1), position(i, 2));  
end 
status = fclose(fid); 
recal = input('do you want to recalculate ? Type y or n ='); 
end 

Appendix 5.3. Brownian motion (draw trajectories of a single quantum dot from one measurement) 
clear all; 
deltaT = 1/5;       
exchange = 50/512;        
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directory = 'file-path-coor'; 
file-ext ='.txt'; 
numb = input('number of files='); 
for i = 1 : numb 
    filename = num2str(i); 
    ID = [directory, filename, file-ext];         % Make string from input parameters 
    a1 = load(ID);      % Load a file from its directory to memory and store in matrix a1 
    position(:, :, i) = a1; 
end 
ak1 = zeros(size(position(:, :, 1))); 
for ik = 1 : numb 
    ak1 = ak1 + position(:, :, ik); 
end 
ak = ak1/numb; 
dimak = size(ak); 
number-of-images = dimak(1, 1); 
for i = 1 : 10 
clf; 
axis([min(ak(:, 1)) − 10 max(ak(:, 1)) + 10 min(ak(:, 2)) − 10 max(ak(:, 2)) + 20]); 
title('Brownian motion of quantum dot', 'Fontsize', 16, 'Fontweight', 'Bold', 'color', 'r', 'BackgroundColor', 'g') 
for qd = 1 : number-of-images 
    hold on 
    if qd < number-of-images 
    plot(ak(qd, 1), ak(qd, 2), 'or', 'markersize', 20, 'color', 'y', 'markerfacecolor', 'b'); 
    plot(ak(qd : qd + 1, 1), ak(qd : qd + 1, 2), '−or', 'markersize', 20, 'color', 'r', 'linewidth', 2), 
    text(ak(qd, 1), ak(qd, 2), num2str(qd), 'fontsize', 10, 'fontweight', 'bold', 'color', 'y'); 
    else 
        plot(ak(qd, 1), ak(qd, 2), 'or', 'markersize', 20, 'color', 'y', 'markerfacecolor', 'b'); 
        plot(ak(qd − 1 : qd, 1), ak(qd − 1 : qd, 2), '−or', 'markersize', 20, 'color', 'r', 'linewidth', 2), 
        text(ak(qd, 1), ak(qd, 2), num2str(qd), 'fontsize', 10, 'fontweight', 'bold', 'color', 'y'); 
    end 
    pause(0.1) 
end 
end 

Appendix 5.4a. Gaussian fitting (fit experimental data of one-dimensional movement histograms using 
Gaussian distribution) 
deltaT = 1/5;        
exchange = 50/512;         
directory = 'Folder-path-of-all-files'; 
dir-info1 = dir(directory); 
file-quantities = length(dir-info1) − 2; 
dir-info = dir-info1(3 : end); 
file-ext = '.txt'; 
coordinate = 'coor'; 
numb = 1; 
diffusion-coerf = zeros(file-quantities, 1); 
for k = 1 : file-quantities 
for i = 1 : numb 
    filename = num2str(in);           % Make string from input parameters 
    ID = [directory,'\', dir-info(k).name, '\',dir-info(k).name, coordinate, filename, file-ext];  
    position(:, :, i) = load(ID); 
end 
[r, c, la] = size(position); 
%--------------------------------------------------Calculate diffusion coefficients------------------------------------------% 
for i = 1 : numb 
for t = 1 : r − 1 
    deltax(t, i) = (position(t + 1, 1, i) − position(t, 1, i)) * exchange; 
    deltay(t, i) = (position(t + 1, 2, i) − position(t, 2, i)) * exchange; 



108 
 

    deltar0(t, i) = (sqrt(position(t + 1, 1, i)^2 + position(t + 1, 2, i)^2) − 
                           sqrt(position(t, 1, i)^2 + position(t, 2, i)^2)) * exchange; 
    deltar(t, i) = sqrt(deltax(t, i)^2 + deltay(t, i)^2); 
end 
diffusion(i) = mean(deltar(:, i).^2)/(4 * deltaT); 
end 
diffusioncoerf(k) = mean(diffusion);             
if k == 1 
    deltaxtotal = deltax; 
    deltaytotal = deltay; 
    deltartotal = deltar; 
    deltartotal0 = deltar0; 
else 
deltaxtotal = [deltaxtotal; deltax]; 
deltaytotal = [deltaytotal; deltax]; 
deltartotal = [deltartotal; deltar]; 
deltartotal0 = [deltartotal0; deltar0]; 
end 
end 
%-----------------------------------------Histogram of quantum-dot movements in x direction--------------------------% 
figure (1) 
[x1, y1] = hist(deltaxtotal, 100); 
ylabel('Frequency') 
xlabel('Displacement, μm') 
hold on 
%------------------------------------------------------ Gaussian-function fitting---------------------------------------------% 
x = − 6 : 0.1 : 6; 
plot(x, 499.4 * exp(− (x− 0.088).^2/2.09^2), '−r', 'Linewidth', 2.5) 
%----------------------------------------Histogram of quantum-dot movements in y direction---------------------------% 
figure (2) 
[x2, y2] = hist(deltaytotal, 100); 
ylabel('Frequency') 
xlabel('Displacement, μm') 
hold on 
%------------------------------------------------ Gaussian-function fitting---------------------------------------------------% 
x = − 6: 0.1 : 6; 
plot(x, 494.8 * exp(− (x − 0.078).^2/2.11^2), '−r', 'Linewidth', 2.5) 

Appendix 5.4b. R-fitting (fit experimental data of two-dimensional movement histograms using with nonlinear 
least square regression function).  
deltaT = 1/5;     
exchange = 50/512;     
directory = 'Folder-path-of-all-files'; 
dir-info1 = dir(directory); 
file-quantities = length(dir-info1) − 2; 
dir-info = dir-info1(3 : end); 
file-ext = '.txt'; 
coordinate = 'coor'; 
numb = 1; 
diffusion-coerf = zeros(file-quantities, 1); 
for k = 1 : file-quantities 
for i = 1 : numb 
    filename = num2str(in); 
    ID = [directory,'\', dir-info(k).name,'\', dir-info(k).name, coordinate, filename, file-ext];  
    position(:, :, i) = load(ID); 
end 
[r, c, la] = size(position); 
% ---------------------------------Calculate random walk and diffusion coefficient--------------------------------------% 
for i = 1 : numb 
for t = 1 : r − 1 
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    deltax(t, i) = (position(t + 1, 1, i) − position(t, 1, i)) * exchange; 
    deltay(t, i) = (position(t + 1, 2, i) − position(t, 2, i)) * exchange; 
    deltar0(t, i) = (sqrt(position(t + 1, 1, i)^2 + position(t + 1, 2, i)^2) − 
                           sqrt(position(t, 1, i)^2 + position(t, 2, i)^2)) * exchange; 
    deltar(t, i) = sqrt(deltax(t, i)^2 + deltay(t, i)^2); 
end 
diffusion(i) = mean(deltar(:, i).^2)/(4 * deltaT); 
end 
diffusioncoerf(k) = mean(diffusion);             
if k == 1 
    deltaxtotal = deltax; 
    deltaytotal = deltay; 
    deltartotal = deltar; 
    deltartotal0 = deltar0; 
else 
deltaxtotal = [deltaxtotal; deltax]; 
deltaytotal = [deltaytotal; deltax]; 
deltartotal = [deltartotal; deltar]; 
deltartotal0 = [deltartotal0; deltar0]; 
end 
end 
% ---------------------------Histogram of quantum-dot movements in x and y directions------------------------------% 
figure (1) 
hist(deltartotal, 20) 
ylabel('Frequency') 
xlabel('Displacement, μm') 
hold on 
d = 4.8; 
t = 0.2; 
[d, c] = hist(deltar-total, 20); 
p1 = 880 * (c./2/D/t). * exp(− c. * c/4/D/t); 
plot(c, p1, 'g') 
hold on 
% ------------------------------------Nonlinear least square regression fitting function----------------------------------%  
fitting-a = 0.01003/5; fitting-b = 3.562; 
p = (c/fitting-a). * exp(−c. * c/fitting-b); 
plot(c, p, 'r') 

Appendix 5.5. MSD relation (determine the relation between MSD and interval times) 
clear all; 
deltaT = 1/5;     
exchange = 50/512;     
number = 'filenumber'; 
directory = ['filepath', number, '\image', number, 'coor']; 
file-ext = '.txt'; 
numb = input('number of files='); 
for i = 1 : numb 
    filename = num2str(i); 
    ID = [directory, filename, file-ext];         % Make string from input parameters 
    a1 = load(ID);       % Load a file from its directory to memory and store in matrix a1 
    position(:, :, i) = a1; 
end 
[r, c, la] = size(position); 
timejump = 1; 
for j = 1 : numb 
for t = 1 : r − timejump 

deltarm(t, j) = sqrt((position(t + timejump, 1, j) − position(t, 1, j))^2 + 
                               (position(t + timejump, 2, j) − position(t, 2, j))^2) * exchange; 
end 
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diffusion(j, :) = mean(deltarm(:, j).^2)/(4 * deltaT * timejump); 
end 
diffusion-coeff = mean(diffusion)               
mposition = zeros(r, c); 
for i = 1 : la 
    mposition = mposition + position(:, :, i); 
end 
mposition = mposition/la; 
number-of-step = round(r/3.5);                
for timejump = 1 : number-of-step     
    deltar = 0;   
    for t = 1 : r − timejump 
          deltar = deltar + ((position(t + timejump, 1) − position(t, 1))^2 +           
                                      (position(t + timejump, 2) − position(t, 2))^2) * exchange^2; 
    end 
     msdr(timejump) = deltar/(r − timejump); 
end 
clc; clf; 
dtheory = 16; 
fitd = 5.99; 
alpha = 1.048; 
time-interval = [1 : number-of-step] * deltaT; 
yfit = 4 * fitd* time-interval.^ alpha; 
plot(time-interval, 4 * dtheory * time-interval, time-interval, msdr, '*r', time-interval, yfit, 'o--c') 
xlabel('interval time, s') 
ylabel('<r^2>, µm2 ') 
title(['Mean square displacement versus interval-time  ', num2str(diffusioncoeff),' µm2.s−1']) 

Appendix 5.6. Distribution of diffusion coefficients  
time = 0.2; 
deltaT = 1/5;     
exchange = 50/512;     
directory = 'Folder-path-of-all-files'; 
dir-info1 = dir(directory); 
file-quantities = length(dir-info1) − 2 
dir-info = dir-info1(3 : end); 
file-ext = '.txt'; 
coordinate = 'coor'; 
numb = 1;           % numb = input('number of files you will average ='); 
diffusion-coerf = zeros(file-quantities, 1); 
for k = 1 : file-quantities 
for i = 1 : numb 
    filename = num2str(in);           % Make string from input parameters 
    ID = [directory,'\', dir-info(k).name, '\', dir-info(k).name, coordinate, filename, file-ext];  
    position(:, :, i) = load(ID); 
end 
[r, c, la] = size(position); 
%--------------------------------------------- Calculate diffusion coefficients ----------------------------------------------% 
for i = 1 : numb 
for t = 1 : r − 1 
    deltax(t, i) = (position(t + 1, 1, i) − position(t, 1, i))* exchange; 
    deltay(t, i) = (position(t + 1, 2, i) − position(t, 2, i))* exchange; 
    deltar(t, i) = sqrt((position(t + 1, 1, i) − position(t, 1, i))^2 +  
                                (position(t + 1, 2, i) − position(t, 2, i))^2) * exchange; 
end 
for f = 1 : r − 2 
    deltaxk(f, i) = (deltax(f + 1, i) − deltax(f, i)); 
    deltayk(f, i) = (deltay(f + 1, i) − deltay(f, i)); 
    deltark(f, i) = deltar(f + 1, i)− deltar(f, i); 
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end 
diffusionx(i) = mean(deltax(:, i).^2)/(2 * deltaT); 
diffusiony(i) = mean(deltay(:, i).^2)/(2 * deltaT); 
diffusion(i) = mean(deltar(:, i).^2)/(4 * deltaT); 
end 
diffusion-coerf(k) = mean(diffusion);   
diffusion-coerfx(k) = mean(diffusionx); 
diffusion-coerfy(k) = mean(diffusiony); 
for i = 1 : numb 
   mindl(i) = min(deltax(:, i)); 
   maxdl(i) = max(deltax(:, i)); 
   numb-of-step = size(hist(deltax(:, i))); 
   pdf(i, :) = hist(deltax(:, i)); 
   stepsize(i) = (maxdl(i) − mindl(i))/(numb-of-step(1, 2) − 1); 
   rdisp(i, :) = mindl(i) : stepsize(i) : maxdl(i); 
end 
end 
[dx, cx] = hist(diffusion-coerfx, 10); 
[dy, cy] = hist(diffusion-coerfy, 10); 
[d, c] = hist(diffusion-coerf, 10); 
hist(diffusion-coerf, 10) 
drxy = mean(diffusion-coerf) 
ylabel('Frequency') 
xlabel('Diffusion coefficient DR, µm2.s−1') 
pause(time) 
hold on 
f = 16.572 * exp(− ((c−5.461)/2).^2); 
plot(c, f, 'r') 

Appendix 5.7. Einstein−Stokes relation 
Following the state of dynamic equilibrium of particles, balance motion of particles was assumed to determine 
by the viscous force and a process diffusion produced by the thermal molecular movement. Stokes established a 
formula which was considered the force resisting the motion of sphere particles in liquids. The formula was 
derived for the flow of liquids with effect of viscosity μ. Then the force Fp gave the particles with radius r and 
velocity vp: 
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                     (A5.1) 

Einstein related the force acting on the individual particles to a bulk property of suspended particles which was 
their osmotic pressure. The ideal gas equation for the osmotic pressure was used:  
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where T is the temperature, n—the number of particles, NA—the Avogadro number, n/V—the number of moles 
per unit volume (with the same units as concentration C). In Brownian motion, the suspended particles were 
moving in such a way that dynamical equilibrium was always maintained between the viscous force and the 
osmotic force: 
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Substitute the value for pressure in equation A5.2 we have the relation between viscous force and concentration 
gradient: 
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Since there must be the dynamical equilibrium between the flow of particles in a viscous fluid and diffusion 
rate:  
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Substitute vp from equation A5.1 in equation A5.5 we got: 
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By eliminating Fp from equations A5.4 and equation A5.6 we had:  
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then diffusion coefficient was expressed:  
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Appendix 5.8. Random movements of suspended particles in liquids 
Einstein examined the properties of the Brownian motion using statistical physics. There were n suspended 
particles in a select system. An interval time τ was introduced which was shorter than the observation time but 
long enough to consider the motions of a single particle in two successive time intervals independently. In the 
interval time τ, x coordinate of the single particle could increase by Δ. Δ had a different positive or negative 
value for each particle. The particles moved randomly without influence from external media. From the 
probability law, the number of particles dn fell between positions (Δx, Δy) and (Δx + dΔx, Δy + dΔy) in the interval 
time τ:  

yxyx dddn  ),(                    (A5.8) 

The probability of the particle being somewhere was unity: 
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yxyx dd                    (A5.9) 

Here ),,(  yx  was the probability of the particle moving a distance Δx, Δy in time τ.   only differed from zero 

value for very small values of Δx, Δy and fulfilled the condition of an even function: 

)()( ii                      (A5.10) 

where i was x or y. 
The displacements of the particles were described by a probability distribution p(x, y, t) that determined the 
number of particles presented at position (x, y) and time t. The position at time zero was chosen as the origin of 
the coordinate system. The system was homogeneous so that p(x, y, t) equals to p(−x, −y, t). Then the 
distribution of the particles at time t + τ, position (x, y) was determined from a distribution at time t and position 
(x + Δx, y + Δy): 
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Since τ was small, expand p(x, y, t + τ) we could write: 
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This expansion was brought in equation A5.11: 
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Then we had: 
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On the right-hand side of the above equation, the second, fourth… terms vanished because of  
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and considering only the first and the third terms with 
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while the fifth, seventh… terms were very small compared with the previous terms, we got:  
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As one dimension, we had: 
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Equation A5.12a and equation A5.12b were both expressions for the distribution of particles in position R(x, y) 
and at time t. Equation A5.12a was of an integral form while equation A5.12b was a differential equation. 
Equation A5.12 was the Fick’s second law and D was diffusion coefficient of the particles.  

Appendix 5.9. Solving diffusion equation 
To determine the probability distribution as the function of time, equation A5.12 has been solved. With initial 
conditions: at t = 0, all the particles were concentrated at a position (x = 0, y = 0). This means that the 
probability function p(x, y, t) was infinitive at this position and zero everywhere, and defined by Dirac delta 
function:  

at t = 0, p(x, y, 0) = nδ(x, y)                (A5. 13)    
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with δ2(x, y) = 0, x2 + y2 ≠ 0 
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The Dirac Delta function was given as Fourier representation: 
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P(u, v) represents p(x, y) in frequency domain; u, v are angular frequencies in x, y directions. Putting Fourier 
transform in equation A5.12 we have: 
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which can be solved:  ev,0)P(u,t)v,P(u, )Dt2v2(u                       

(A5.16) 

Since p(x, y, 0) = nδ(x, y) and using the definition of δ(x, y) we have: 
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Fourier transform for p(x, y, 0): 
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hence equation A5.11 becomes: 
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comparison with equation A5.17 gives: P(u, v, 0) = n 

Therefore, )Dt2v2(ue),,(  ntvuP                            (A5.19) 
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Replace P(u, v, t) from equation A5.19 into equation A5.14 we get: 
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Starting with the position vector R(x, y) along x, y directions and the vector w(u, v) along u, v directions, we 
have R×w = ux + vy then: 
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For one dimension, we obtain: 
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Appendix 5.10. Derivation of diffusion coefficient 
We can calculate the displacements by: 
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Then <x2 + y2> = 4Dt                (A5.21a)    

In one-dimensional case:  <x2> = 2Dt               (A5.21b) 

Appendix 6.1. Nano-ITP chip, design and fabrication 
Effectively translating quantitative isotachophoresis (ITP) to the nano-chip format requires a sample of well-
defined volume, to be interposed between a leading electrolyte (LE) and a trailing electrolyte (TE) on chip. 
Using NCs in the same way as a capillary, with timed and calibrated pressure steps ensuring quantitativeness is 
not feasible. Besides the challenge of delivering sufficient pressure on the NCs, dead volumes as a result of 
replacing electrolytes at the NC entrance, would be much larger than the envisioned sample of a few hundred 
femtoliters. Therefore a channel structure was employed incorporating T−junctions (figure A6.1). For the 
evaluation of NC height on ITP, chips were fabricated with 50 nm deep and 10 μm wide. 

Chip devices were made from borofloat glass wafers. In the bottom-side wafer, NCs and rulers, were made 
by wet chemical etching. The depth of the channels was measured with a Dektak 8 mechanical surface profiler 
(Veeco Instruments Inc. Plainview, USA). Access holes were powder-blasted in the bottom-side and top-side 
wafers. This is unconventional, but allows fluidic and electric interfacing from opposite sides. Thorough wafer 
cleaning to remove powder-blast particle residues was required and performed as follows. First, the wafers were 
sonicated for several hours in an ultrasonic bath of deionized water. Then the wafers were transferred in 100% 
HNO3 and left for 15 min, followed by thorough rinsing with water and finally spin-drying. The wafers were 
aligned, contacted and fusion bonded at 600 oC for 4 h (for process outline see figure A6.4 and detail processing 
parameters in appendix 6.3).  

Immediately prior to experiments, the wafers were preconditioned at 400 oC for 2 h. This procedure 
improved reproducibility between measurements, removing organic compounds and water from the channels 
that accumulated from the air during storage.  

Results of ITP in 50 nm deep channels are shown in figure A6.2. The sample plug was 0.2 pL, containing 10 
attomoles of each amino acid, corresponding to a downscaling of 600,000 times relative to the 0.12 μL of 
sample in the capillary setup. These preliminary results demonstrate focusing with ITP in 50 nm channels, but 
separation between the two labeled amino acids could not be observed. The surface area in the ITP graph 

 

Figure A6.1. Schematic layout of the nanofluidic-ITP chip. A−F designate the access holes, approximately 1 mm in diameter, for
placement of electrodes and fluidic access. The configuration of channels and access holes allows selection of different injection volumes.
The separation channel (A−F) is 3.5 cm in length. The insert shows a brightfield image of the injection area. The distance between where
channels D and E intersect with the separation channel is 400 μm. For the 50 nm deep 10 μm wide, a length of 400 μm corresponds to a
volume of 0.2 pL. The ruler etched along the separation channel, has 20 μm spacing between minor divisions, with the numbers at the
major divisions indicating hundreds of microns. 
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appeared to contain only 58% of the material in the plug. We speculate that part of the plug has entered the top 
channel, indicating a mistake in injection.  

ITP in 50 nm deep channels was demonstrated to be feasible, for samples as small as 200 fL. ITP was 
achieved qualitatively as the corresponding intensities were near the detection limit of the setup. Also, lower 
electrical fields could be used for ITP, compared to the deeper channels. 

With nano-ITP now being established as a feasible element of a future method for sub-cellular aliquots, 
integrating onchip sample extraction and developing interfacing with a powerful detector such as a mass 
spectrometer, will yield a method capable of elucidating a single-cell’s metabolism. Detection limits however, 
will be critical if not fluorescence is used but for instance a mass spectrometer. 

 

Figure A6.3. Fabrication scheme of 1D nanochannel devices. WCE: wet chemical etching, RIE: reactive ion etching, DRIE: deep reactive
ion etching, PB: powder blasting, B: bonding. 

Figure A6.2. On-chip ITP results in 50 nm deep channels with 0.2 pL of pretreated yeast biomatrix spiked with Glu-FITC and Phe-FITC. 
The white letters A, D, E and F designate the sample reservoirs (figure A6.1). Subfigure a shows a false-colored fluorescence image of the 
created stable sample injection plug, with LE present on the left (A) and TE to the right (F). Subfigure b shows the resulting ITP. 
Subfigures a and b were background corrected and filtered. Voltages indicated are those applied to create the stable sample plugs shown, 
and those to perform ITP, in subfigure a and b respectively. Subfigure c shows an overlay of the fluorescent intensities extracted from 
subfigures a and b, scaled to concentration, with the x axis indicating the relative position. 
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Appendix 6.2. Modification and fabrication of 1D nanochannel devices  
Figure A6.3 showed a scheme for fabrication of three types of NC devices. For deprotonation studies during 
fluorescence capillary filling, NC device 1 was fabricated by direct bonding of a silicon substrate containing 
nanotrenches and microtrenches and a glass substrate with inlet ports. NC device 2 was created by bonding of a 
silicon substrate with all features of nano/microtrenches and inlet ports with a thin glass substrate for mobility 
studies using a high numerical aperture (NA) lens. For separation studies, NC device 3 was formed on both 
glass substrates. 

In this section the fabrication of the NC device 3 is discussed in details while fabrication of other devices has 
been presented in chapter 2. The separation studies required an isolation device to control liquids into channels 
using high voltages. To meet this requirement, NCs were fabricated on glass substrates suitable for electric 
isolation and optical observation. Additionally, the fabricated channel device should have inlet ports on both 
glass substrates. Thus, micro/nanotrenches and inlet ports were first fabricated on a bottom glass substrate then 
bonded to a top substrate by thermal bonding. For using high NA lenses, the thin glass substrate (170 µm 
thickness) is required. However, structuring through-wafer inlet/outlet ports on rather thin glass substrates is not 
an easy task as the substrates broken often during processing. Because the substrate was too thin, thus fragile, it 
generated difficulties in handling of the substrate during processing steps such as cleaning, lithography and 
etching [5−6]. To prevent damage this thin substrate was temporarily bonded to a carrier silicon substrate (step 
10, figure A6.4) using an Olin resist as an adhesive layer. The Olin resist was selected because it can be easily 
dissolving in a HNO3 solution to de-bond substrates. The lithography (step 11) and powder blasting procedures 
(step 12), as presented in chapter 2 were applied on the thin substrate together with its carrier. Then series of 
cleaning steps were used to clean substrates. The final cleaning step was extremely difficult because the thin 
substrate was even more fragile after structuring. The cleaning was performed in a rinsing bath in which water 
flow-up and nitrogen bubbles could be reduced. For drying a spinner with a slow speed or a nitrogen blow gun 
was used. Broad plastic tip tweezers were preferred use to handle this thin substrate. Even though, structuring in 
thin glass substrates was difficult we succeeded to fabricate inlet ports on these substrates. Techniques for 
fabrication of 1D NCs by combination of bulk and bond micromachining has been reported extensively during 
the last several years, however, a number of modifications in the fabrication process and selection of materials 
were still required to make the realized NCs suitable for different fundamental studies. 

 

 

 

Figure A6.4. Process outline of 1D glass nanochannels (device 3).  
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Appendix 6.3. Fabrication of 1D glass nanochannel devices  

Process description Parameters Cross section after process 

Process on a glass bottom 
wafer 

• Supplier: MCR (Microsystems, Consulting 
& Representation) 

• Borofloat glass wafer 
• Diameter: 100 mm 
• Thickness: 1 mm  

 

Lithography (microtrench 
structures) 

• Suss Micro TECH Spinner (Delta20, 
Spinning acceleration: 4000 rpm.s−1, 
Spinning speed: 4000 rpm) 

• Electronic Vision Group 20 Mask Aligner 
(Hg lamp: 12 mW.cm−2) 

• Dehydration bake (120 °C): 5 min 
• Vapor HMDS: 5 min  
• Olin 907−12 spinning 
• Prebake (95 oC): 60 s 
• Exposure time: 3 s 
• After-exposure bake (120 °C): 60 s 
• Development time: 60 s 
• Postbake (120 °C): 30 min 
• Ozone annealing: 5 min 

 

Glass etching • Wet-Bench 
• BHF (VLSI): Merck 
• Etchrate:  23 nm.min−1 
• Time: 90 min 

 

Photoresist removal • Wet-Bench 
• Fumic HNO3 (100%, Merck)  

Lithography (nanotrench 
structures) 

• Suss Micro TECH Spinner (Delta20, 
Spinning acceleration: 4000 rpm.s−1, 
Spinning speed: 4000 rpm) 

• Electronic Vision Group 20 Mask Aligner 
(Hg lamp: 12 mW.cm−2) 

• Dehydration bake (120 °C): 5 min 
• Vapor HMDS: 5 min  
• Olin 907−12 spinning 
• Prebake (95 oC): 60 s 
• Exposure time: 3 s 
• After-exposure bake (120 °C): 60 s 
• Development time: 60 s 
• Postbake (120 °C): 30 min 
• Ozone annealing: 5 min  

 

Glass etching • Wet-Bench 
• BHF (VLSI): Merck 
•  Etchrate:  23 nm.min−1 
• Time: 4 min 

 

Photoresist removal • Wet-Bench 
• Fumic HNO3 (100%, Merck)  

Lithography (inlet-port 
structures) 

• GBC 3500 Pro Laminator 
• Exposure tool 
• HCM Spray Developer 
• Laminate 50 µm foil BF 410 foil on both 
sides 

• Exposure: 45 s 
• Development time (Na2CO3): 3 min 
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Powder blasting + 
Cleaning procedure 

• Powderblaster-low resolution 
• Particles: 30 µm Al2O3 
• Pressure: 4.6 bar 
• Etchrate: 91 µm per g.cm−2 
Cleaning procedure 
• Delaminate in Na2CO3 solution: 15 min 
• Ultrasonic acetone: 30 min,  
• Ultrasonic isopropanol: 30 min 
• Ultrasonic DI water: 10 min 

 

Process on a top wafer  • Supplier: Mark Optics 
• Borofloat glass wafer 
• Diameter: 100 mm 
• Thickness: 170 μm 

 

Preparation on a silicon 
support wafer 

• Suss Micro TECH Spinner (Delta20, 
Spinning acceleration: 4000 rpm.s−1, 
Spinning speed: 4000 rpm) 

• Dehydration bake (120 °C): 5 min 
• Olin 907−12 spinning 
• Stick the thin glass to the silicon wafer 

 

Lithography (inlet-port 
structures) 

• GBC 3500 Pro Laminator 
• Exposure tool 
• HCM Spray Developer 
• Laminate 50 µm foil BF 410 foil on both 
sides 

• Exposure: 45 s 
• Development time (Na2CO3): 3 min 

 

Powder blasting • Powderblaster-low resolution 
• Particles: 30 µm Al2O3 
• Pressure: 4.6 bar 
• Etchrate: 91 µm per g.cm−2 

 

Cleaning procedure • Wet-Bench 
• Delaminate in Na2CO3 solution: 15 min 
• Ultrasonic acetone: 30 min,  
• Ultrasonic  isopropanol: 30 min 
• Ultrasonic DI water: 10 min 
• Fumic HNO3 (100%, Merck): 20 min 
Piranha cleaning 
• H2SO4 : H2O2 (3 : 1) vol% 
• Temperature: 120 °C 
• Time: 20 min 
KOH (25%) dip 
• Temperature: 75 °C 

 

Bonding • Contact wafers manually 
• Apply light pressure with tweezers if 
necessary press air-bubbles out 

• Furnace: Nabertherm C 250 
• Ramp-up: 1 h 
• Temperature: 550 °C 
• Annealing time: 4 h 
• Ramp-down: 1 h 
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Summary 

The most important motivation of this thesis is study the viscosity of water in confined 

nanospaces by measuring mobility of single nanoparticles. To perform mobility studies using 

a high numerical aperture (NA) lens from an inverted microscope, one-dimensional (1D) 

nanochannel devices were fabricated. Previously, our nanochannels were formed by bonding 

a silicon substrate to a conventional glass substrate of 1 mm thickness. With this thickness, 

processing the glass wafers is a quite straightforward procedure of micromachining. 

However, using the thick glass wafer brings some limitations and restrictions in observation 

using a NA lens, thus, applications of nanochannels. Therefore, 1D nanochannels were 

modified by direct bonding of a processed silicon wafer (containing nanochannels, 

microchannels and inlet/outlet ports), with a very thin glass wafer of 170 µm thick. The 

through-wafer inlet ports were formed by deep reactive ion etching with a sufficient 

protection procedure to avoid damage of the fabricated nanochannels which are on the same 

silicon wafer. These fabricated 1D nanochannel devices have broad potential applications in 

physics, chemistry, biology and biomedicine. 1D nanochannels with the width still in 

micrometer scale were created by using standard optical lithography while nanometer scale in 

height can easily be obtained using etching in bulk substrates or in deposited layers. 

We have developed a new and simple method to construct two-dimensional (2D) 

nanochannels using several common techniques of conventional microfabrication like 

underetching of a sacrificial layer, and vertically evaporation deposition. Encapsulated 2D 

nanochannels with both dimensions of height and width down to sub-20 nm regimes were 

directly obtained without requiring bonding. We test possibilities of conducting experiments 

in these really small 2D nanochannels by filling fluorescence solutions. Filling results proved 

that the fabricated channels were not leaking and that they can be used to study fluorescent 

solutions. These confined 2D nanochannels have potential toward single-molecule studies at 

high concentrations.   

A large effort was spent to optimize the fabrication process to obtain reproducible and 

reliable 2D nanochannels developed from previous work. To obtain 2D nanochannel devices 

for confinement of small molecules, fabricated channels were made transparent for optical 

observation. Transparency was done by oxidation of the capping polysilicon layer to be 

transformed into silicon oxide. In addition, macro inlet and outlet ports were micromachined 

to integrate the fragile channels to outer-reservoirs to create filling paths into nanochannels 

without any damage of nanochannels. Filling experiments of solutions containing small 
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fluorescence molecules (1.4 nm diameter) were conducted to confirm the functioning of 

fabricated nanochannels.    

The above fabricated 1D nanochannels were used for studying of deprotonation during 

filling 50 nm depth silicon oxide channels with sodium fluorescein solutions using capillary 

pressure. Instead of fluorescence from all of the fluid in the filling channel a distinct bisection 

was observed, the fluid near the entrance fluoresces while the fluid near the front did not. The 

ratio between two sections was found to be constant in time and to be depended on several 

parameters including ionic strength, pH and the presence of a buffer. Using a model of 

electric double layer, this phenomenon can be effectively modeled as titration of the solution 

by protons released from silanol groups on channel walls. The pH effect was further tested by 

using non-pH dependent fluorescence molecules showing a very small distance of the 

bisection. This deprotonation effect proves an important role for analytical strategies and in 

particular the analysis of complex biological systems.  

Mobility of single quantum-dot has been determined in 1D nanochannels.  By tracking and 

analyzing images using a Matlab program, random movements of single quantum dots inside 

nanochannels could be measured and confirmed to perform as expected for the Brownian 

motion. Diffusion coefficient (D) of individual quantum dots in 1D nanochannels was 

experimentally determined using either standard deviation of Gaussian distribution or slope 

of straight lines fitted to curves (mean square displacements versus interval times). The 

diffusion coefficient inside nanochannels appeared to be three times smaller than from bulk 

solutions. These results confirm and extend the Eichmann’s measurements to smaller 

particles and further confinement. The observed reduce mobility cannot be explained by 

conventional hydrodynamic and electroviscous theories. Follow-up studies should 

concentrate on modeling of the electroviscous effect under conditions of double-layer 

overlap, and on experiments in which the dependence of the particle mobility on electrolyte 

concentration is measured.  
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List of abbreviations and symbols 
1D  
2D 
AFM 
AL  
CCD 
-COOH 
DI 
DRIE 
DSP  
EBL  
EDL 
Exp  
FCS 
FIB  
FL  
Fl2+ 
FlH2 
HMDS 
HRSEM 
LPCVD 
MSD 
NA 
NC(s) 
NIL 
NSOM 
OSP 
PDF 
PDMS 
PECVD 
QD(s) 
RIE 
rpm 
SEM 
SFA 
TEOS 
TIFF 
TIRFM 
TMAH 
Tris 
WCE 

aHs+  

A 
A 
BS 
c  
ci 
CDiff 
CDL 

one-dimensional  
two-dimensional 
atomic force microscopy 
Alexa Fluor 488  
charge-coupled device 
carboxyl group 
deionized water 
deep reactive ion etching 
double side polished  
electron beam lithography  
electrical double layer 
experiments  
fluorescence correlation spectroscopy 
focused ion beam  
fluorescein sodium salt  
charged fluorescein anion 
uncharged fluorescein molecule  
hexamethyldisilazane 
high resolution scanning electron microscopy 
low pressure chemical vapor deposition 
mean square displacements 
numerical aperture 
nanochannel(s) 
nanoimprint lithography  
near-field scanning optical microscopy 
single side polished 
probability density function  
polydimethylsiloxane 
plasma enhanced chemical vapor deposition  
quantum dot(s) 
reactive ion etching 
rotations per minute 
scanning electron microscopy 
surface forces apparatus 
tetra-ethyl-ortho-silicate 
tagged image file format 
total internal reflection fluorescence microscopy 
tetra methyl-ammonium-hydroxide 
2-amino-2-(hydroxymethyl) propane-1,3-diol 
wet chemical etching 

proton activity at the surface  
channel area (chapter 2 and chapter 3) 
absorbance (chapter 5) 
required protons to titrate from pHB to pHpzc 
concentration of solutions 
concentration of components in solutions 
capacitance of the diffuse layer                                                     
capacitance of the double layer 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

F.m−2 
F.m−2 
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CStern 
D 
d 
d 
Dx, Dy  
DR 
E 
e 
F 

Fp 
g 
h 
H+ 
[H+] 


SH  

I 
K 
Ka1, Ka2 
 
l 
L 
LD 
LFl 
m 
n 
NA 


expH

N  


theoryH

N  


absorbedH

N  


releasedH

N  


in   

n0 
Ns 
Ns 
n∞ 
P 
pH 
pHB 
pHpzc 
pHS 
pKa 
P(u, v) 
p(x, y) 
pzc 
q 

capacitance of the Stern layer 
diffusion coefficient 
distance between fluorescence front and water front (chapter 4) 
distance between particles and walls (chapter 5) 
diffusion coefficients during x, y displacement    
diffusion coefficients during two-dimensional displacements 
Young’s modulus 
electron charge 
Faraday constant 
forces on particles 
thickness of the sacrificial layer 
height of channels 
hydrogen ion or proton 
equilibrium concentration of H+ 
concentration of protons at the surface 

ionic strength 
Boltzmann constant 
acid dissociation constants (acidity constant or acid-ionization 
constant) 
pathlength (chapter 5) 
length of channels (chapter 4) 
length of dark zone  
length of fluorescent zone 
mass of the particles 
number of particles 
Avogadro constant 

amount of protons released per m2 of wall  
 
theoretical amount of released protons 

number of absorbed protons  

number of released protons 

bulk concentration 
ionic strength in the bulk  
total number of SiOH sites per m2 (chapter 4) 
number of steps (chapter 5) 
ionic concentration 
osmotic pressure 
a measure of the acidity or basicity of a solution 
measured bulk pH of introduced solutions  
pH at point of zero charge of SiO2  
calculated pH at the surface  
dissociation constants  
represents p(x,y) in frequency domain 
probability distribution in scalar domain 
point of zero charge  
elementary charge 

F.m−2 
 
 
 
μm2s−1 
μm2s−1 
 
 
 
 
 
 
 
 

 
 
1.38×10−23 

J.K−1 
 
 
 
 
 
 
 
6.022×1023 
mol−1 
 
 
 
 
 
 
 
 
 

4.6 ×1018 
 
 
 
 
 
 
 
 
 
 
 
1.602×10−19 C 
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R 
r 
R(x, y) 
T 
t 
tc 
tEDL 
ts 
u, v 
V 
V 
vp 
V(x) 
w 
w(u, v) 
x 
xo 
x1 
x2 
y 
yo 
Zi 
 

γ 
γa 
ΔP 
Δx, Δy 
δ(x,y) 
ε 
ε 
ε0 
η 
Θ- 
θ 
κ 
λ(x,y) 
µ 
μ 
µ0 
σ 
σDL 
σ0 
τ 
Φ2 

2  
),( yx  

Ψ0 
ψ 

p~  

gas constant 
radius of the particles 
vector position 
temperature 
time 
thickness of the capping layer 
thickness of electrical double layer 
thickness of the sacrificial layer 
angular frequencies 
volume (chapter 2) 
potential (chapter 4) 
velocity of the particles 
potential  
width of channels 
vector position  
position at x-axis at time t 
position at x-axis at time t=0 
position of water front, mm 
position of fluorescence front, mm 
position at y-axis at time t 
position at y-axis at time t=0 
ionic valence 

Greek letters 
gas liquid surface tension 
adhesion energy 
pressure gradient 
displacements  
Dirac Delta function   
relative permittivity of water (in presence of salt) , chapter 4 
extinction coefficient (chapter 5) 
permittivity of free space 
viscosity of solvent 
the fraction of the negatively charged surface groups 
contact angle  
Debye length or Debye−Huckel parameter  
average displacements 
viscosity of liquids (chapter 4) 
mobility of the particle (chapter 5) 
viscosity of water 
standard deviation 
charge of the double layer 
surface charge 
interval time  
potential at the Stern plane 
potential 
probability function 
surface potential 
electrostatic potential

 
dimensionless surface potential 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

N.m−1 
Pa 
 
 
 
 

 
80 
8.854×10−12 
C2.N−1m−2 
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