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Artificial hair sensor arrays:  
An introduction  
 
 
 
In a nutshell... 
 
Crickets are evolved with a pair of sensory appendages on their abdomen called cerci. Each 
cercus contains numerous mechano-sensory filiform hairs, which are capable of sensing 
small air flows, even at the thermal noise thresholds. These filiform hairs of the crickets are 
one of the nature’s best sensors with remarkable sensory attributes that keep inspiring 
scientists. Inspired by the filiform hairs, the development of artificial hair sensor arrays using 
advanced MEMS technologies is presented in this thesis. This chapter briefly introduces the 
motivation behind the presented work.
 
 

1.1. Medium flow sensing in nature 
Survival of an organism depends on constant monitoring of its environment and 

reacting appropriately to the essential stimuli (e.g. from a prey, mate or a predator). Fluid is 
present everywhere and any movement by a body (immersed in the fluid) is immediately 
transferred into the surrounding fluid as a local disturbance. This disturbance in the fluid 
medium holds in it the information about the stimulus source and propagates in the medium. 
Every organism has evolved with special sensory systems to perceive and process the 
available stimulus energy in the fluid. Sensory organs like eyes, ears or nose, sense the stimuli 
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and initiate neural responses which are locally processed or in higher parts of the neural 
hierarchy, e.g. the brains. Depending on the stimulus information an appropriate biological 
reaction is then activated. In this coordinated process, the effective transfer of available 
stimulus energy from the medium to the sensory cells in the periphery plays an important role. 
One effective way of medium flow sensing is achieved by mechano-sensation [1]. Mechano-
sensation is a special mechanism in which the fluid flow initiates a mechanical movement of 
the sensory structure, which is internally coupled with a dedicated neuron that fires an 
appropriate signal depending on the mechanical action [1]. Before we look into such 
fascinating mechanisms, we need to understand the nature of the stimulus. 

1.1.1 Propagation of stimulus energy in the medium 
A moving organism in a fluid medium immediately becomes a source of combined 

pressure-flow waves. Any movement causes the fluid particles to move along, which results 
in local increase in the pressure. And vice verse: local pressure gradients in the medium 
initiate fluid movement. Depending on compressibility of the medium and distance to the 
moving source, the pressure-flow disturbances may manifest themselves as acoustic waves 
[2]. Propagating acoustic waves (longitudinal movement of the fluid particles) travel with the 
speed of sound, which is dependent on the medium.  However, except very near to the source, 
the particle velocity is much smaller than the speed of the source itself [2]. 
 A stimulus for the medium flow can be represented by a series of multi-pole sources, 
given that its dimensions are smaller than the wavelength of the waves it generates. While 
higher-order poles loose their significance with increasing distance from the source, medium 
flow fields are often approximated by monopole (pulsating sphere) and dipole (vibrating 
sphere) moments. A monopole moment results from volume changes while a dipole moment 
results from mass displacement. Since most biological stimuli in the fluid generate flow by 
their movement, dipole moments are considered more relevant for field representation [3]. 
 The medium flow characteristics can be distinguished based on the distinct flow field 
regimes determined by the radial distance from the source, r and frequency ω. The 
characteristics of the pressure (p) and particle-velocity (radial component vr and tangential 
component vθ) of the propagating flow generated by a dipole are given by [4,5]: 
 

p = −ρ⋅
∂Φ
∂t

=
ρ⋅ c⋅ k⋅ a( )3

2
⋅

1
(k⋅ r)

−
j

(k⋅ r)2

⎡ 

⎣ ⎢ 
⎤ 

⎦ ⎥ ⋅ V0 cosθ⋅ e j ⋅(ω ⋅t −k⋅r )
 (1.1) 

  

vr =
∂Φ
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=
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2
⋅

1
(k⋅ r)

−
2 j

(k⋅ r)2 −
2

(k⋅ r)3
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⎣ ⎢ 
⎤ 

⎦ ⎥ ⋅ V0 cosθ⋅ e j ⋅(ω ⋅t −k⋅r )
     (1.2) 
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1
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⋅
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= −
k⋅ a( )3

2
⋅

j
(k⋅ r)2 +

1
(k⋅ r)3

⎡ 

⎣ ⎢ 
⎤ 

⎦ ⎥ ⋅ V0 sinθ⋅ e j ⋅(ω ⋅t −k⋅r )
 (1.3) 

 
where ρ is the medium density, k=2π/λ is the wave number and Φ is the vector potential of a 
vibrating sphere (dipole) of radius a in a compressible, inviscid and irrotational field given as 
[6]: 
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 Φ =
a3

2⋅ r2 1+ j⋅ k⋅ r( )⋅ V0 cosθ⋅ e j ⋅(ω ⋅t −k⋅r )
 (1.4) 

 
where V=V0ejωt is the vibrational velocity of the sphere in the medium. At small distances 
from the source such that k·r <<1, the flow exhibits incompressible nature and this regime is 
called near-field.  

Equation (1.1) shows that at smaller distances (k·r <<1) the pressure is proportional to 
k and r-2. At larger distances such that k·r >>1, the pressure is proportional to k2 (hence, 
square of frequency) and r-1. This dominates the pressure of the propagating wave at larger 
distances from the source. At larger distances (k·r >>1) the radial particle velocity (equation 
(1.2)) is proportional to k2 and r-1. Only at very small distances (k·r <<1) the velocity is 
proportional to r-3 and is in phase with the velocity of the source itself (as only at such small 
distances, the flow near the dipole source exhibits the incompressible nature) [5]. It has to be 
noted that this term becomes independent of k (hence, frequency). At other intermediate 
distances, there is a term of particle velocity which becomes significant and is proportional to 
k and r-2. With respect to the tangential particle velocity, equation (1.3) shows that it is 
significant only in the near-field (k·r <<1). Summing up, source size a, distance from the 
source (k·r) and frequency of the flow determine the characteristics of the propagating wave 
(stimulus energy) in the medium. 

1.1.2 Mechano-sensory hairs 
As discussed above, depending on the size of the source, distance from the moving 

source and its frequency, either the pressure component or the particle-velocity component of 
the flow may becomes biologically relevant source of stimulus energy [2]. Based on their 
intended mode of operation to sense pressure-variations or particle velocity of the flow, 
mechano-sensory structures found in organisms differ largely. Pressure-sensitive mechano-
sensors are usually in the shape of a drum, with stretched-out membranes. Flow-sensitive 
mechano-sensors are usually slender, thin and mostly hair-shaped with compliances small 
enough to easily move with the flow [2]. 

The choice of effective sensing mechanism at the sensory receptor, or evolutionary 
development thereof in nature, depends chiefly on the nature of the stimulus, fluid medium 
and the distance of the sensory structure from the source. Of these, the stimulus-sensor 
interaction distance is a key factor. If the interaction distance is large, then the sensing 
mechanism could rely on sensing the pressure variations in the fluid flow. On the other hand, 
if the interaction distance is small and the frequencies are low, the particle velocity 
component has a comparatively strong presence, and is preferred, especially when flow-
direction information is vital.  
 Mechano-sensory hairs are common among arthropods and crustaceans [1]. In most 
fish, special flow sensory structures are present along the lateral line [7]. Among arthropods, 
most spiders [8] and crickets [1,9,10] have hairy appendages specialized for sensing flows. 
Sensory hairs are not exclusive to invertebrates; tiny hair-like structures are e.g. also found in 
the mammalian cochlea [11]. The sensory hairs of crickets are among the most sensitive 
mechano-sensory structures found in nature as far as energy-requirements in order to excite an 
action potential are concerned, being on the order of kT [10]. 
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1.2. Crickets’ cerci and filiform hairs 

Crickets are insects often found in human habitats, either as pests or pets [12]. Some 
cultures have seen them as singers in the royal palaces [12] and in religious temples [13] and 
some as fierce fighters for entertainment [14]. Due to this special closeness, crickets have 
garnered enough scientific attention to study their anatomy, physiology, behavior, etc. [12]. 
Thanks to this their mechano-receptive sensory system, used as a part of their escape 
mechanism, was extensively studied and the presented work is inspired from this special 
sensory system.  

Crickets form important parts of the diet of several invertebrates and smaller animals 
[12]. Due to this, evolutionary pressure has equipped them with several escape mechanisms to 
thrive in their habitat. Common escape strategies are hiding, freezing or fleeing [12]. But to 
enable one of these behaviors, it is important for the cricket to sense the approaching 
predators. Most predators signal their presence by means of low-frequency disturbances of the 
fluid medium. Crickets are evolved with a pair of special sensory appendages called cerci to 
sense these minute fluctuations [15-25]. 

1.2.1 Filiform hairs of cercus  
The cerci of the crickets are found at the lower abdomen of their body (see figure 1.1) 

and comprise of several sensory structures for sensing a range of attributes – orientation, 
touch, vibration, acceleration and particle-velocity – all in one [2,11]. Each cercus is supplied 
with a rich neural network connected mostly, but not exclusively, with the terminal abdominal 
ganglion for processing of the neural signals. Of these sensory structures, the filiform hairs 
found on the cercus are capable of sensing minute air flows. These hairs are slender and 
placed in an elastic socket, facilitating sensing of flows. Depending on species filiform hairs 
range in length, e.g. for wood cricket (Nemobius sylvestris) about 0.1 to 1.5 mm in average 
and a diameter ranging from 1 to 9 μm respectively [15-21]. The cercal hair lengths are 
observed to have a bimodal distribution (figure 1.1), with large number of hairs having their 
lengths around ~200 μm and around ~750 μm. On both cerci, roughly several hundreds of 
filiform hairs can be found packed as radially arranged arrays [20,21,25]. Each cercus is about 
several mm long, depending on the species and its age [20,21]. 

The filiform hairs are sensitive to minute flows: when there is air flow, the slender 
hairs are subject to the drag-forces exerted by the flow and they move along with it. Under the 
hair socket, the moving hair shaft strains a sensory neuron that fires appropriate neural signals 
down the neural pathway. The interesting aspect of the filiform hairs is that each hair has its 
own responsive behavior to the flows. A hair can be modeled as a second-order mechanical 
system and each hair has a specific moment of inertia, torsional stiffness and torsional 
resistance (i.e. damping). Smaller hairs are more sensitive to high frequencies (>250 Hz) 
while longer hairs are more sensitive at low frequencies (<150 Hz) [15,16]. As an entire array, 
the sensory system (hairs and neural system) is transducing a wide range of flow 
characteristics like amplitude, frequency, acceleration and direction [19]. 

The flow sensitivity of a filiform hair is remarkably high with thresholds as low as 
30 μm/s. Not only that, this exceptional sensing requires only little energy to be delivered by 
the flow: comparable to the thermal noise levels [10]. Studies have shown that, at the lowest 
flow values, hair-sensors even benefit from noise, reducing the flow-sensing threshold by a 
principle called stochastic resonance [10]. Such facts have induced interest from engineers 
and fueled some bio-inspired work. 
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Figure 1.1 3D map of the cercus of a cricket, featuring numerous filiform hairs. The hairs are 
individually measured for their length and occurrences (composed from [20]). 
  

1.3. Artificial flow-sensitive hair sensors 

1.3.1 Biomimetics: biology meets MEMS 
 Biomimetics is an upcoming field in science where scientists and engineers take 
inspiration from an existing biological process, structure, function or entire bio-system 
[26,27]. If we take a certain organism, during evolution it will have adapted to survive, maybe 
even flourish, as species, in a specific eco-system. Relevant structures, processes and systems 
have evolved through repeated mutations, selectively promoting the successful combinations 
of properties of which the information is passed on to newer generations. This highlights the 
fact that biological organisms and systems are continuously evolving towards optimal 
execution of function at minimal energy and material costs [28].  
 It is important to emphasize that it is not in the motivation of biomimicking, to exactly 
replicate a biological function by means of man-made materials and technologies. What 
matters more is the know-how of the underlying principles that govern the basis of the 
biological function (which is achieved usually by means of detailed experimental studies and 
extensive modeling) and applying that knowledge in the development of useful applications. 
Understanding relevant biological principles may provide an extended design space and lead 
to non-trivial optimal designs, potentially out performing well-known engineering solutions 
[29]. Common and popular examples of bio-inspired functions, or even applications are 
presented in [28,30,31]. With increasing popularity over recent years, biomimetics is 
spreading in many fields of science.  
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Equally successful and popular is the field of micro-system technology (MST) or 
micro-electro-mechanical system (MEMS) [32]. The field of MEMS deals with the realization 
of miniature systems capable of performing specific functionalities- chiefly, transduction. It is 
aided by state-of-the-art fabrication technologies innovated for the demanding and fast-
growing semiconductor industry. MEMS makes use of fabrication technologies like 
photolithography, thin film deposition and reactive etching for realizing a variety of micro 
devices. Several of these are already established as commercially available products and their 
numbers keep growing, enabling applications in a wide range from consumer to industrial 
sectors (from medicine to military) [32]. 

The meeting point of these two fields (biomimetics and MEMS) is special as it brings 
in diverse scientific expertise to work on a scale (sub-micron to millimeter) that it is 
especially meaningful to both biological and technical transducers, especially (mechanical) 
sensing. While there exists a large variety of sensory systems in biology, fluid flow sensing 
arrays in biomimetic MEMS could be helpful in developing real-time flow observation 
applications. One could think of the analogy with how a single photo-diode compares in 
functionality to an entire CCD-sensor: having arrays of independently operating flow-sensors 
allows for the observation and detection of spatio-temporal flow patterns. When combined 
with appropriate signature detection such ‘flow-cameras’ could be powerful aids in bio-
robotic, micro-fluidic and aerodynamic systems. 

1.3.2 Mechano-sensory hairs for bio-inspiration 
The sensory filiform hairs undoubtedly are a source of inspiration for developing artificial 

flow pattern sensing system. While there are numerous systems for flow sensing at a single 
volume, flow field sensing is more challenging and hardly implemented in the form of sensor 
arrays1. The striking aspects of the cricket’s hair-based mechano-sensory system that attract 
our attention can be summarized as follows: 
 

1. flow sensitivity 
2. minimal energy consumption 
3. directivity 
4. variability of sensing characteristics 
5. miniature size 
6. complex sensory signal processing 
7. spatial density and resulting spatio-temporal flow resolution 
8. robustness 
9. large population (to ensure uninterrupted sensing) 
 
Developing inexpensive, artificial flow sensing arrays is useful for flow visualization and 

flow feature extraction applications. For instance, such arrays could be used to visualize local 
(micro-) turbulence over specific surfaces or could be used in maritime applications for object 
detection (e.g. in robotic applications) [5]. The first step is to realize an array that responds to 
flows with high sensitivity and sufficiently low threshold flows. Numerous challenges are 
found in choosing an appropriate sensing mechanism and in subsequently finding appropriate 
materials and associated fabrication technologies. 

                                                 
1 Flow-field sensing by methods like Particle Image Velocimetry, particle seeding and camera observations, etc. 
are of course well-known but are generally limited to scientific or engineering purposes and not applied in 
operational schemes.  
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1.4. MEMS-based flow-sensory hairs 

With micro sensors that sense acoustic pressure variations prevailing, sensors capable of 
sensing particle velocity are rare [33, 34]. On the other hand, particle velocity sensing in an 
array facilitates the possibility of sensing complex flow patterns, instead of the conventional 
flow measurement at the point-of-interest only. Such flow pattern sensing could be attractive 
to certain fields of medicine, aerospace, industrial and military applications. 
 For sensing flows, there exist several proven sensing schemes, for instance: (i) thermal 
anemometry [35], (ii) particle image velocimetry [36], (iii) Doppler frequency shift [37] and 
(iv) pressure difference sensing [38]. Seminal research has been done in realizing 
micromachined array sensors inspired by the mammalian cochlea [39] and in understanding 
the complex signal processing of it [40]. Several works, which were inspired by flow sensitive 
cilia, have been realized [41]. These works could be classified based on the underlying flow 
sensing scheme and on the materials used for fabricating such sensors. For bio-inspired work 
based on lateral-line of fish, piezo-resistive sensing has been used frequently [41-46]. All the 
works have in common that they employ elongated structures for drag-force reception. Most 
of the works are developed to be used in water as surrounding medium and only few are 
meant for operation in air. Some are designed to sense dc flows. Apart form the sensor 
principles used, differences among these works lie in the variation of materials used to 
fabricate the sensors. Some of the above said seminal works are discussed briefly here. 
  

(a)

(b)

(a)

(b)

 
Figure 1.2 Piezoresistive flow sensors, inspired from lateral-line of fish: (a) flow sensors made by 
plastic deformation of magnetic assembly (PDMA)[43], (b) Similar sensors except a polymer cylinder 
of ~500 μm length is used [44]. 

 
Z. Fan et.al. [43] used plastic deformation magnetic assembly to fabricate plate-like 

flow receptive structures on cantilevers (see figure 1.2(a)). A magnetic field is used to 
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plastically deform the plate-like structures (made with gold and Permalloy) to stand out-of-
plane. When there is flow, the plate deflects causing the cantilever to strain, which is sensed 
by piezo-resistors. Parylene is used as a protective insulation sheath, as the application of this 
work was in liquid medium. Such a sensor showed flow sensitivity for laminar water flows 
(dc) of 0.2 to 1 m/s. 

N. Chen et. al. [44], varied the sensor by using an SU-8 hair of ~500 μm length and a 
diameter of 80 μm (see figure 1.2(b)), instead of the gold-permalloy magnetic assembly (see 
figure). The sensor was similar to the work of Z. Fan et. al. [43].  Such a sensor was used both 
in air and water medium and tested with both dc and oscillating flows. For oscillating flows of 
40 Hz in water, the sensor detection limit was 0.7 mm/s at 50 Hz measured at an FFT 
bandwidth of 2 Hz. Modified, all-polymer versions of such sensors were also reported from 
the same research group [45]. In this, polyurethane hairs were fabricated on polyurethane 
force sensitive resistors. They reported a detection limit of 0.1 degrees for the hair rotation (3 
μm at tip deflection) at a tip load of 25 μN. 
 Y. Ozaki et. al. [46], fabricated two types of flow sensitive structures based on strain 
sensing (see figure 1.3). One type was sensitive in one direction and consisted of cantilevers 
with integrated strain gauges. The other type consisted of cross-shaped beams integrated with 
strain gauges and a thin and long (~5 mm) long hair manually placed at the center. This type 
was capable of flow-sensing in two directions. Both types were shown to be sensitive to dc-
flows ranging from several 10s of cm/s.  
 
 

 
Figure 1.3 MEMS flow sensitive arrays with 1-DOF and 2-DOF realized by integrating strain 
sensors. The hair-like metal structure is manually placed at the center of the cross-beam [46]. 
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1.5. Our artificial hair sensor arrays 
 Taking a different path, the novelty in our approach lies in the sensing mechanism and 
density of sensor-arrays. Our sensors use differential capacitive sensing to measure the 
deflection of a membrane.  Capacitive sensing can yield high sensitivities. However, it is also 
more complex with regard to fabrication and read-out electronics.  
 The principle of operation of our approach comprises of an artificial hair centrally 
mounted on a suspended membrane. A pair of electrodes is present on top of the suspended 
membrane, which forms a pair of sensor capacitances with the conductive substrate that acts 
as a common bottom electrode. Whenever there is airflow, it exerts drag-torque on the hair, 
causing membrane rotation. This rotation alters both capacitances but in opposite ways. If the 
top electrodes are supplied with a high frequency electrical signal, these capacitance changes 
result in amplitude modulation of the output signal on the common substrate electrode, 
proportional to the flow. 
 The journey of our research began in 2001 and was funded by means of three projects, 
namely CICADA (2001-2005), Cilia (2005-2010) and BioEARS (2006-2013). Early 
generations of our sensors, were focused on the fabrication of the artificial hair and on the 
sensing scheme. Silicon nitride was the first candidate as a material for hairs. Different shapes 
and lengths of silicon nitride hairs were realized as a first step. [47,48].   
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Figure 1.4 Silicon rich nitride hairs fabricated using narrow trenches on silicon substrate as a mold 
[47,48]. 
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Silicon nitride hairs were fabricated by first etching holes in the silicon substrate (used 
as molds) and then depositing and filling up the trenches, to form the hairs. Figure 1.4 shows 
the conceptual fabrication scheme and SEM images of the realized silicon nitride hairs. Such 
a hair was later integrated to form a complete capacitive sensor by means of a complex 
fabrication scheme [48]. 
 Following this, hairs of SU-8 [49] were considered and fabricated [50]. More detailed 
introduction to SU-8 hairs will be presented in forth-coming chapters of this thesis. A second 
generation of sensors was designed to feature SU-8 hairs of ~450 μm long as shown in figure 
1.5 [50]. Chromium metal, on top of silicon rich nitride membranes, was used as top 
electrodes and a conductive silicon substrate as the common bottom electrode of the 
capacitive sensors. Arrays of hair sensors were successfully fabricated and the first-ever 
functional performance was shown (see figure 1.5). [Note: The detailed description of the 
process flow and the measurements will be dealt elaborately in the later chapters].  
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Figure 1.5 Capacitive sensing MEMS flow sensor arrays using SU-8 hairs, instead of silicon nitride 
hairs [50]. The sensor arrays were functionally characterized and showed a reasonable directional 
response. 
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The sensor array showed a good directional response, however it required large 
driving flows (~1 m/s) for measurable, minute capacitance changes. The sensitivity limit of 
the sensor array was roughly about ~5 cm/s. The membranes with top electrodes suffered 
from internal stress-induced curvature, which affected the sensitivity. In later chapters of this 
thesis, this problem will be addressed and the improved effects will be discussed. 
Additionally, the use of bulk silicon will pose issues with parasitic capacitances, hindering the 
intended addressing of individual hair sensors. 

 

 
 
Figure 1.6 Hair sensor arrays featuring long SU-8 hairs of constant diameter. Such arrays were 
characterized optically and their frequency-tuning capability (by applying DC-bias and electrostatic 
spring softening effect) was confirmed [51,53]. 
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Figure 1.7 An alternative sensing scheme of using bistable microswitches for digital output of the hair 
sensors. SEM images of the successfully fabricated test structures [54]. 
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More investigations on the fabrication of SU-8 hairs was done (see figure), resulting in 
two-staged hairs and longer than the previous generation of sensors [51].  As a first step, in 
the process scheme shown in the figure, long hairs were incorporated. Figure 1.6 shows a 
fabricated device and optical characterization of the sensors is presented in [52,53]. In this 
work, the adaptivity of the sensors, by means of applying DC-bias and exploring the so-called 
electrostatic spring softening (ESS) effect, is presented. The adaptive feature of the sensors is 
an added advantage of using capacitive sensing, i.e. generator type transduction.  

Further investigations were focused on addressing the serious issues of parasitic 
capacitance and membrane curvature [51]. In this work, a buried layer of highly-doped poly-
silicon was tested as the bottom electrode, to counteract the parasitic capacitance. Importantly, 
a thin layer of Aluminum layer (~20 nm), replacing the Chromium metal as top electrodes to 
counteract the membrane curvature, was tested. Test structures (not functional) comprising 
only the suspended sensor membranes showed reduced curvature. This desired technological 
aspect is incorporated in our present sensor arrays and explored more in detail in the later 
chapters.   

As an alternative approach to the analog capacitive sensing mechanism, early investi-
gations were performed to incorporate digital sensing by means of bistable microswitches 
[46]. Microswitches were designed to be of conductive switching type, where the output 
current is measured when the switches are in contact (see figure 1.7). An artificial hair, placed 
centrally on the suspended membrane consisting of a pair of switches, acts to drive the 
mechanism. Whenever there is sufficient flow, the hair rotation causes one of the switches to 
close. The sensor current flows only during the contact and hence, it is advantageous with 
respect to power consumption. The fact that measuring minute currents is less complex 
compared to capacitive sensing was seen as a positive aspect of this approach. However, only 
the devices without the hair were completed and characterized [54] and stiction issues 
prevented full operation and further development.  

1.6. In this thesis 
 The aim of this research is to realize an optimal design for the hair sensor, compatible 
with operation in (large) arrays, while combining the experience and lessons learnt from our 
previous works. A thorough understanding of the sensor performance is developed by means 
of a sensor model, derived from the biophysical models, as developed by biophysicists for 
studying the actual insect filiform hairs, and complemented by the specifics of the geometry 
and transduction principle of our artificial hair-sensors. This work is guided by the following 
important questions: 

What means optimal performance? 
Model-based optimization is set as a goal by defining a figure of merit concerning the 

overall sensor performance. This figure of merit (FoM) provides the guidelines for setting the 
design targets for the sensors [55]. Having the figure of merit as a starting point, every aspect 
of the sensors is revisited for optimization. For the design of a new generation of hair sensors, 
the quality of the sensor membranes, i.e. to achieve membranes free from any stress-induced 
curvature, is emphasized and new ways to reduce the membrane curvature are analyzed [56]. 
One approach used in this work is a change of material for the electrodes (i.e. aluminum 
replacing chromium) and the other approach is to optimally reduce the electrode area, present 
near the torsional axis of the sensor.  
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How good are our new sensor arrays? 

A new generation of hair sensor arrays is developed and the results from extensive 
characterization measurements are presented [57,58]. The quality of the membranes is 
analyzed by measuring their height profile using white light interference micros-copy [59]. To 
appreciate the sensor performance, the sensors are subjected to a wide-range of 
characterization measurements. The measured capacitive sensor performances for low-
frequency airflows reveal their flow sensitivity, threshold and directionality. Optical 
characterization of the sensors using laser vibrometry [60] is done to analyze the actual 
dynamics of the sensor membrane. 

What is the best shape for the hair? 
Hairs play a central role in the sensing mechanism. Their shape determines the 

reception of flow-induced drag force. But their geometry also determines the mechanical 
characteristics of the sensor itself. At present, the artificial hair sensors have approximately a 
cylindrical shape. The filiform hairs are of elongated-conical shape, which motivates to 
analyze the best shape for the mechanical transduction. New fabrication techniques are 
investigated with the aim to realize nature-like artificial hairs that resemble the shape of 
filiform hairs themselves. The feasibility to integrate such hairs in the actual fabrication 
process of the artificial hair sensors is discussed. 

How to realize the optimal sensor springs? 
For better mechanical sensitivity the torsional stiffness should be small. But springs of 

small torsional stiffness are likely to be compliant for vertical motion as well, impeding the 
robustness of the sensors, possibly resulting in failure (due to stiction). Optimal springs are 
those having a small torsional stiffness (for better membrane rotation) and stiffer in all other 
modes (for example to reduce vertical displacements). New ideas and process schemes aimed 
at realizing optimal sensor springs are proposed and tested. Optimal springs can be achieved 
by either using a soft material (for example, SU-8 polymers) or a modified cross-section of 
the springs (using T-shaped cross-section, instead of rectangular sections). The challenges for 
such process changes are discussed in detail. 

How to optimally arrange hair sensors in an array? 
Good spatial resolution for flow pattern sensing requires hairs to be arranged in dense 

arrays.  Placing hairs too close to each other might affect their individual performance 
depending on the spacing, hair geometry and stimulus properties. To answer the questions for 
optimality, investigations are made on the presence of viscosity-mediated coupling effects 
between artificial hair sensors [61-63]. Such effects have been reported previously for natural 
trichobothria hairs of spiders [64]. The impact of coupling effects on the placement of sensors 
in an array is discussed.  
 

1.6.1 Organization of chapters 
Assuming the previous discussion as a foundation, this thesis is constructed as follows: 
 Chapter 2 introduces the necessary theoretical background of the physical interaction 
of the hair-sensor with airflows. Basic concepts necessary for the design optimization of the 
sensors are discussed. A brief overview of the upcoming chapters in the context of design 
improvements is presented. 
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Chapter 1   
 
 Chapter 3 is dedicated to the basic design of sensor arrays featuring long and two-
staged hairs. Focus is laid on the quality of the sensor membranes and to eliminate membrane 
curvature. The performance of the sensor arrays is discussed by means of extensive 
characterization results. 
 Chapter 4 explores the possibility of an alternate method of making SU-8 hairs by 
means of bottom-side exposure. The results from the fabrication and characterization of 
nature-like and novel hollow hairs are presented. The feasibility study and fabrication results 
involved in making hollow hairs are also presented. 
 Chapter 5 deals with elaborate investigations on alternative methods for realizing 
optimal sensor springs. The usability of SU-8 as a sensor material is explored. Fabrication of 
test structures and results are discussed. The second part is dedicated to the design of a novel 
fabrication scheme for sensors with T-section springs. The fabrication involves an edge-
lithography based process, developed exclusively for realization of uniform, sub-μm wide 
trenches needed to make springs with T-shaped cross-sections. 

Chapter 6 deals with investigations on viscous coupling effects between artificial 
hairs. It presents the design and characterization of specially designed devices, aimed to 
explore the effects of viscous coupling on the arrangement of hair sensors in an array. 
Moreover it presents important viscous coupling results for a variety of hair-sensor 
arrangements. 
 Chapter 7 summarizes the thesis and takes a detailed look at different aspects of the 
sensor arrays that still need to be addressed. It also reflects briefly on the next steps of this 
work. 
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Sensor model and 
design optimization 
 
 
 
In a nutshell... 
 
This chapter deals with the analytical modeling of the artificial hair sensors. The core models 
are chiefly based on the biomechanical models developed by the bio-physicists in order to 
understand the mechanical performance of the actual mechano-receptive filiform hairs of 
crickets’ cerci. These models are extended to inspire and provide insights for optimizing the 
existing sensor design. A figure of merit is defined for optimal sensor performance and the 
key design factors are identified and analyzed. The finalized design modifications and their 
resulting inspiration and links to the forth-coming chapters of this thesis are discussed as 
closing remarks. In doing so, this chapter, thus becomes the blueprint for the work of the 
whole thesis. 
 
 

2.1. Introduction  
The structural functionality of crickets’ filiform hair has been extensively analyzed in 

terms of mechanical and aerodynamical models in literature [1-4]. A filiform hair is described 
as an inverted pendulum, a second-order mechanical system, which is characterized by the 
torsional spring constant S, the hair moment of inertia J and the torsional resistance R. 
Whereas biologists have used the models to arrive at estimates of the above said mechanical 
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parameters, we have implemented the models to optimize the existing sensor design with 
respect to the actual sensor properties. This model approach and the extensively discussed 
results of it are found in [4]. The motive is to identify the key design parameters that influence 
the performance of the sensors under the given flow conditions. It is to be mentioned that 
sensor system scaling and the mechanical system behavior are much similar to those of the 
cercal filiform hairs. This fact makes it easy for biomimetic sensors to be inspired by the 
actual design evolved in nature and to optimize their designs to perform on a par to their 
natural counterparts. Possible design optimizations, concerning different aspects of our hair 
sensors, are discussed and their connections to the forth coming chapters in this book are 
presented. Additionally, the effect of viscous coupling between the hairs is introduced and 
how artificial hair sensors could be helpful in analyzing such an effect is discussed. 
  

2.2.  Hair sensor model  
The basic schematic representation of our hair sensor is shown in figure 2.1. Each 

artificial hair sensor comprises of a hair that acts as a feature on which the surrounding air 
flows act by viscous drag forces. The hair is centrally mounted on top of a thin membrane, 
which is suspended via a pair of suspensions. The membrane is left suspended above a highly 
conductive substrate by selective removal of a sacrificial layer and is free to rotate about the 
axis of the suspensions. The suspended membrane has a pair of isolated electrode layers, 
which together with the highly conductive substrate form two individual sensor capacitances 
(in the figure, C1 and C2). 
 

 
 

Figure 2.1 Schematic representation of the hair sensor 
 

Whenever the air flow interacts with the hair, it induces certain drag-force along the 
length of the hair. Depending on the direction of the flow, it can result in a torsional deflection 
of the hair which simultaneously tilts the suspended membrane. Such drag-torque induced 
membrane tilt causes significant and countering changes in distances separating the top and 
bottom electrodes of sensor capacitances i.e. the inter-electrode distance of one decreases due 
to the tilt while that of the other increases. By appropriately sensing the difference between 
these two capacitances, the flow information can be obtained.  
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 The performance of the hair sensors directly depends on the mechanics of the system 
and the effective transduction of the mechanical work into changes in electrostatic energy. 
Careful choice of design parameters becomes the central goal of this work and hence, 
developing an analytical model to predict the sensor performance will aid to identify the key 
design parameters and assigning the right values to them. Since the actual cercal filiform hairs 
of the crickets are exposed to the relevant flow environments, the models developed by the 
bio-physicists to study the filiform hairs themselves apply equally well to our artificial hair 
sensors. Figure 2.2 provides a quick overview of the physical concepts involved in the 
following modeling of the sensors.  
 

 
 

Figure 2.2 Conceptual schematic introducing the key physical interactions related to the model of 
sensor performance 

 
The first part of the model is about the physics of the oscillatory air flows and we will 

discuss about the characteristics of the flow over a flat substrate. By modeling the interaction 
between the hair and air flow, the drag force acting on the hair can be calculated. It is then 
followed by modeling the mechanical system of the hair sensor and the chief parameters 
governing the hair deflection. With the model governing the sensor mechanics, the deflection 
of the sensor membrane in response to the drag-torque can be theoretically predicted. The 
predicted mechanical deflection of the sensor membrane is used to analyze the electrostatic 
transduction which is used to predict the final electromechanical sensor response. 
 

2.2.1 Harmonic flows 
In the model the hair sensors are subjected to harmonic air flows which exert drag on 

the hairs. The model of the oscillatory flows is extensively borrowed from [1-3]. Harmonic 
flows are biologically relevant since most predators of crickets are inevitably generating low-
frequency harmonic flows (e.g.: wing-beatings of wasps, crawling legs of spiders, etc.) [Refer 
Chapter 1]. The hair sensor is modeled as a long circular cylinder on a flat substrate, 
surrounded by a fluid medium which is subjected to the driving harmonic flows. A reciprocal 
problem, the effects of an oscillatory fluid on an infinitely long pendulum, was studied in 
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detail by Stokes in 1851 and his model was later used by almost all studies related to cricket 
hairs [5]. The drag force exerted on the cylinder depends upon the properties of the fluid 
medium surrounding the cylinder (in our case, air) driven by the harmonic flows, which has 
long-been studied under the fundamentals of fluid dynamics. 
 Air, which surrounds the hair sensors (both natural and artificial), is a viscous medium 
in nature and the flow velocities studied here falls in the low-Reynolds’ number regime. 
Reynolds number is a dimensionless number that relates the inertial forces to the viscous 
forces in the fluid. The typical air flow velocities that drive the hair sensors (and also the 
actual filiform hairs of the cricket) and the tiny size of the hairs itself puts them in a low 
Reynolds number regime (Re = 0.001 – 0.02 [1, 2]), which means the viscous forces are 
predominant over the inertial forces.   
 Viscosity is the physical characteristic that distinguishes fluids and solids, in terms of 
their response to the shearing forces acting on them. For fluids, unlike solids, due to their lack 
of structural rigidity, an applied shear force on their surface induces a fluid motion which 
subsequently develops a velocity gradient in the fluid medium. The rate of the shearing strain 
is then equal to the velocity gradient. Hence, for fluids, the shear stress is proportional to the 
rate of the shearing strain. The proportionality constant is defined as the dynamic viscosity 
(μ). The value of dynamic viscosity of air is 1.82·10-5 N.s/m2 (at 20° C and standard 
atmospheric pressure). 
 The interaction of fluids with solids is an interesting field of research. Under the so-
called ‘no-slip condition’, the situation in which the fluid at a solid-fluid interface is assumed 
to have the same velocity as the solid, there exists a boundary layer in which the fluid-flow 
transitions from equal to the solid’s velocity to a far-field velocity at some distance from the 
interface. As the fluid flows past a solid surface, it experiences a shearing action at the 
vicinity of the solid surface 
 To put it in relevant terms, let us first consider a harmonic air flow velocity parallel to 
a flat substrate (Figure 2.2) and is defined by a far-field velocity given by: 
 

 )sin()( 0,f tVtV    (2.1) 

 
where ω is the angular frequency of the harmonic flow and V0 the amplitude of the oscillatory 
flow. Such air flows, irrespective of their far-field velocities, reduce down to zero velocity at 
the interface with the flat substrate (which for simplicity is assumed not to move in this 
example). Thus there exists a velocity gradient in the harmonic flow between the far-field and 
the substrate. The resulting boundary layer is defined as the layer (increasing along the x-
direction from the substrate) in which the fluid velocity changes from zero velocity to 99% of 
the far-field velocity [2,6]. And for such a boundary layer, its depth or thickness (δb) is 
dependent on the frequency of the fluid motion and is given as: 

 












2

1
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 (2.2) 

 
where υ is the kinematic viscosity (defined as ν = (μ/ρ) with ρ being the mass density of the 
air medium). The kinematic viscosity of air is 15.1·10-6 m2/s (at 20° C and standard 
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atmospheric pressure). Figure 2.3 shows the boundary layer thickness plotted over a wide 
frequency range from 10 to 10 kHz and it is found that the thickness is large at low 
frequencies. The frequency-dependent flow velocity profile near a flat substrate, when the 
flow is parallel to the substrate, is given by [1,2]: 
  

 )sin()sin(),( 00f xteVtVtxV x    
 (2.3) 

 
where x is the perpendicular distance from the substrate.  
 

 
 

Figure 2.3 Boundary layer thickness plotted against frequency for  
an harmonic air flow above a flat substrate. 
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Figure 2.4 Oscillating boundary layer on a flat surface: (left) model and (right) measured 
using a Particle Image Velocimetry setup [7], normalized with Vo=3 cm/s and f=60 Hz.  

(Courtesy: T. Steinmann et. al., University of Tours, France [7]). 
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Figure 2.4 shows a comparison of model and measured values of normalized flow 
velocity profiles, parallel to and above a flat substrate, plotted against the normalized distance 
from the substrate for different instances of time for one period of oscillation. The 
measurements were performed (by T. Steinmann et. al., University of Tours, France) using 
Particle Image Velocimetry setup [7]. There is satisfying agreement between the model and 
the measurements, assuring the validity of equation (2.3) and justifying using the model in the 
forth-coming analysis. 

 

2.2.2 Air-hair interaction 
The hair sensors are subjected to the velocity profile given by equation (2.3). At the 

interface of the hair surface and the air flow, there exists another boundary layer due to the 
velocity difference between the moving hair and the flow velocity. This velocity gradient 
between the flow and the hair gives rise to frictional forces acting over the surface of the hair 
for its entire length called ‘viscous drag forces’. Bio-physicists used Stokes’ equations to 
calculate the drag forces acting on the filiform hairs of the cricket [1,2]. For the sake of 
simplicity and applicability of Stokes’ equations, they considered the hair as a cylinder 
harmonically rotating on a pivot point by the periodic air flow. Stokes’ equations give a direct 
relation between the relative velocity and the generated drag torque on the moving cylinder. 
The flow velocity of the oscillating air is given by eq. (2.3) previously. The velocity of the 
moving cylinder at a specific height, x, depends on the vertical distance from the substrate and 
the angular velocity of the cylinder about its base and is given as [8]: 
 

 xxV )(h  (2.4) 
where α is the angular displacement. The relative velocity between the air flow and the 
cylinder is then given as: 
 

 hfr VVV   (2.5) 
 

In order to apply Stokes’ equations, it is important to note the three approximations for 
which the analysis is valid. They are: (i) for a cylinder of length L and diameter, dh, the ratio 
of L/dh >>1 (ii) the angular displacement amplitude of the cylinder (or hair) is small and (iii) 
the parameter s <<1 where s is given as [8]: 
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s  (2.6) 

 
where f is the oscillation frequency of the air and υ is kinematic viscosity of air. It has to be 
noted that satisfying the condition of s <<1 also implies that the Reynold’s number, (Re) <<1. 
The drag force generated per unit length of the cylinder by a harmonic flow velocity consists 
of three components as described by the below equation [8]: 
 

      rrrd ,,, VFVFVFF     (2.7) 

 
where each of the force components are defined as: 
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   rr 4, GVVF    (2.8) 
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hr 2/, VdVF     (2.10) 
 

As seen above, two of these components (eq. (2.8) and (2.9)) are proportional to the 
dynamic viscosity (μ) of the fluid and the other one (eq. (2.10)) is proportional to the density 
of the fluid (ρ). The parameter G in the above equations is defined as [8]: 
 

  16/22 


g

g
G  (2.11) 

 
where g is given by: 
 

    sg ln  (2.12) 
where s is defined previously by eq. (2.6) and γ is Euler’s constant (of which the value is 
0.577).  
 

Drag forces acting on the cylinder impart a certain drag-torque on it and inducing an 
angular deflection with respect to the base. Using the expressions for the drag force per unit 
length, the drag-torque acting on the entire length can be calculated as: 
 

   
L

xdxxFT
0

d  (2.13) 

 
where L is the length of the cylinder from the flat substrate.  
 Figure 2.5 shows the generated drag-torque on an immobilized cylinder obtained using 
the above models for different lengths and diameters of the hair for harmonic air flows of a 
wide range of frequencies. From figure 2.5(a), it is evident that the drag-torque increases 
proportional to the cube of the hair length (L3) for L < b and it increases proportional to the 
square of the hair length (L2) for L > b. Such behavior clearly shows the prominence of the 
hair length in determining the drag-torque. At any instance, for a hair to effectively pick-up 
drag-torque, its length has to scale with the boundary layer thickness (δb). From figure 2.5(b), 
as expressed in the equation (2.4), the diameter of the hair has far little impact on the drag-
torque. 
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Figure 2.5 Drag-torque generated on hairs fixed on a substrate and subjected to a harmonic flow of 
which the oscillation frequencies ranges from 10 -1000 Hz: (a) for different hair lengths with a hair 

diameter of 50 μm and (b) for different hair diameters for a 1000 μm long hair 
 

  

2.2.3 Hair sensor mechanics 
Having modeled the oscillatory flow physics and the interaction of it with the hairs 

leading to the generation of drag forces, now it is appropriate to model the response of the 
hairs subjected to these drag-torques. Drag-torque acting on our hair sensor results in the 
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periodic tilt of the sensor membrane, which will change the sensor capacitances accordingly. 
In this section, we will model the tilt of the sensor membrane, for the given drag-torque. As 
mentioned in the beginning of this chapter, bio-physicists studying the natural hair-sensors 
have modeled the mechanics of the filiform hairs by an oscillating, inverted pendulum, which 
is basically a second-order mechanical system [1-3]. Figure 2.6 shows the model of the hair as 
an inverted pendulum. 

The second-order mechanical system is determined by the three intrinsic mechanical 
parameters: (i) hair moment of inertia, J, (ii) torsional stiffness at the hair base, S and (iii) 
torsional resistance at the hair base, R.  These parameters are responsible for balancing the 
hair dynamics under the action of external torque acting upon the hair. The conservation of 
angular momentum requires that: 

 

 TSRJ     (2.14) 
 
where α represents the rotational angle of the hair, in response to the drag-torque, T, given by 
equation (2.13). Combining equations (2.13) and (2.14), we get [8]: 

 
 

 
 

Figure 2.6 Inverted pendulum as a model for the sensory hair 
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where Jρ, Jμ and Rμ represent the contributions of the medium to the moment of inertia and 
damping constant of the cylinder based on the mediums density and dynamic viscosity. These 
additional contributions are defined as: 

 12

32
h Ld

J


   (2.16) 
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Equation (2.16) represents the contribution to the moment of inertia due to the 

displacement of air along with the tilting cylinder. Equation (2.17) on the other hand 
represents the contribution of air viscosity to the moment of inertia. For air, the contribution 
of Jρ is small compared to J and Jμ [8]. Equation (2.18) represents the additional viscous drag 
force, due to the interaction of air with the cylinder. For the case of our hair sensors, due to 
the stiff sensor springs, the hair displacement can be assumed very small. This is important 
since the contributions of these parameters will be different for the case of hair sensors 
featuring compliant springs and thin hairs (which will be quoted as the ideal requirements for 
the optimal performance of the sensors, as will be discussed later in this chapter.) 

For a cricket (Gryllus bimaculatus) filiform hair of 1 mm length, Shimozawa et al. [1] 
have experimentally determined the values for the above mechanical parameters: J ~5·10-18 
kg·m2, S ~2·10-11 Nm·rad-1 and R ~10-14 Nms·rad-1. It has to be noted that these parameters 
are observed to scale allometrically with the hair lengths and is given as follows: (i) S ∝ L1.67, 
(ii) J ∝ L4.32 and (iii) R ∝ L2.77 for the filiform hairs of crickets [1]. Resonance frequencies of 
the filiform hairs lie in the range of 100-3000 Hz depending on the hair length and structural 
allometric scaling [1,3].  The best frequencies are lower since the mechanical system is 
moderately damped with nearly constant quality factor over the entire range of hair lengths 
observed. The damping is hypothesized to have evolved under the natural constraints to have 
the best impedance matching to the mechanical impedance of the harmonic flow [1,2]. For the 
optimal sensitivity of the hairs, proper mechanical impedance matching should allow for 
maximum energy transfer. 
 The equation for the angular momentum conservation given by (2.15) has been solved 
analytically and numerically using different methods [1,2]. For harmonic excitation torque at 
radial frequency ω, the steady harmonic rotational motion of the hair about its base, is given 
as:  
  

    tt
22
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  (2.19) 

 
where T0 is the amplitude of the drag-torque and ω0 is the resonance frequency given by 
(S/J)0.5. Here Jt = J+ Jμ + Jρ and Rt= R + Rμ. 
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2.2.4 Transduction model     
The oscillatory motion of the hair sensor, in our case, transcends as change in the 

capacitance between the top electrode and the bottom electrode, as discussed early in this 
section. The rotational angle α of the hair sensor, measured in radians, is derived from 
equation (2.19). It would be appropriate to recall the sensor structure before we derive the 
electrostatic equations concerning the eventual sensor response to the driving flows. Figure 
2.7 shows the schematic of the sensor relevant to the following analysis.  

 

 
 

Figure 2.7 Schematic of the sensor showing different dielectric thicknesses 
between the top and bottom electrodes 

  
 The cylindrical hair is positioned centrally on a suspended rectangular shaped silicon 
nitride membrane (of thickness, t1). On either side of the hair, there is a pair of independent 
electrodes, which form capacitors with the common bottom electrode (substrate), while being 
separated by a thickness of the sacrificial layer, d. There is a thin insulation and etch-stop 
layer of silicon nitride (of thickness, t2) between the capacitive electrodes. In general, the 
capacitance of a static parallel plate capacitor of area A and separated by a dielectric layer of 
thickness, d is given as: 

  r

0



d

A
C   (2.20) 

 
where ε0 and εr are the dielectric constant of air and relative dielectric constant of dielectric 
material. The capacitive sensitivity is defined as the change in sensor capacitance per unit 
rotation of the sensor membrane α. Drag-torque induced torsional rotation of the hair sensor 
causes one half of its membrane to tilt upwards while the other half tilts downwards. In terms 
of capacitances, this transforms as decreased capacitance of one side (the side which tilts up) 
and increased capacitance on the other side (the side which tilts down). The capacitive 
sensitivity is given as: 
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with sin (α) ≈ α, as the rotation angle in our case is usually very small. In the above equation 
A is the area of half the membrane (one side), r is the distance from the rotation axis and the 
effective dielectric thickness d0 is given as: 

 
r

21
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dd


  (2.22) 

where d is the distance between the electrodes (sacrificial layer thickness), t1 and t2 are the 
thickness of the silicon nitride layers (thicknesses of sensor membrane and etch-stop layers 
respectively) and with ε0 and εr the dielectric constant of air and relative dielectric constant of 
silicon nitride, respectively. For our hair sensors with rectangular membranes of width w and 
length l, the sensitivity is found to be:  
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2.2.5 Discussion 
Previous sections have given a thorough understanding of the physics behind the fluid 

and hair interaction by means of theoretical models developed by bio-physicists. The 
mechanical response of the sensor is given in equation (2.19), which is obtained by solving 
equation (2.15). To obtain the electromechanical sensor response, this total mechanical 
response must be multiplied by the capacitive sensitivity, as expressed in equation (2.23). 
Figure 2.8 shows a comparison of the model and the experimentally measured response of a 
cricket hair of ~1 mm long, using the parameters given above.  

 
 

Figure 2.8 Comparison of model (solid, green line) and measurements [3] on cricket hairs (black 
markers) showing excellent agreement. Parameters for the cricket hair input to the model were taken 

from [3].  The same models are used to predict the response of the artificial 
 hair sensor (red, solid line). 
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The same model is applied to predict the response of our artificial hair sensor, which 
will be very effective in order to compare it with the measurements on the hair sensors. The 
figure shows a model predicted response of an artificial hair sensor with a ~900 μm long and 
50 μm diameter hair. One important fact that needs to be emphasized is the difference in the 
responses of the cricket hairs and the artificial sensor design of over two orders, especially at 
low frequencies. By analysis and careful design choices, this large gap can be effectively 
reduced. The following section is dedicated to pointing out the possibilities for design 
optimization. 

2.3. Design optimization 
While the analytical models provide a thorough understanding and a theoretical way to 

predict the hair sensor response under the given flow conditions, it is now important to define 
a certain standard in reference to optimal sensor performance. In this section, we will first 
define a figure of merit, in terms of sensor performance and from that we draw motivations to 
analyze and optimize each functional component of the hair sensor. The functional 
components of each hair sensor are: (i) the hair, responsible for the drag-torque reception and 
constituting almost exclusively the moment of inertia of the system, (ii) sensor torsional 
springs S of the system and (iii) sensor capacitors, which comprise the sensor membrane, 
electrode gaps and the electrodes itself. We will discuss in detail the possible optimizations in 
each of these components and draw their connections to the forthcoming chapters of this 
thesis. 

2.3.1 Figure of merit 
In order to optimize the hair-sensors and to allow a comparison between artificial and 

natural hair-sensors we make the following observations on the mechanics of the system [4]: 
 
 a) When the torsional spring stiffness is low, the drag-induced rotations are large 

providing high membrane rotation. Hence a low rotational stiffness seems desirable.  
 

b) The resonance frequency of the hairs depends on the torsional stiffness S; the lower 
S is the lower the resonance frequency ω0 at given moment of inertia J will be. It is not 
unreasonable to take the resonance frequency ω0 as a measure for the bandwidth in 
which the sensors can be used since above this frequency the response decreases with 
about 12 dB/octave.  

 
c) Longer hairs do experience larger drag-torque than smaller hairs (figure 2.5(a)) and 
seem to be desirable for high sensitivity.  

 
 d) At the same time hair-length L appears cubed in the inertial moment J having large 

impact on ω0.  
 

e) The diameter of the hairs has a quadratic influence on the inertial moment, but only 
a moderate effect on drag-torque (figure 2.5(b)). Although depending on frequency, in 
the frequency range of interest the relation between the drag-torque and the diameters 
can be approximated by D1/3. 
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 Sensor-optimization has (at least) two dimensions: usable bandwidth and (low-
frequency) sensitivity. If one of both is (too) low the usability of the sensor is strongly 
hampered. We have also argued that both sensitivity and bandwidth depend strongly on S, L 
and D. Therefore we define a figure of merit (FoM) as the product of usable bandwidth (i.e. 
proportional to ω0) and low frequency sensitivity (i.e. the drag-torque to which a hair is 
exposed divided by the rotational stiffness). Using the above simplifications we arrive at [4]: 
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This FoM shows that sensitive sensors with a large usable bandwidth should have 

long, thin hairs made of low density material, and small torsional stiffness, consistent with 
what is seen in nature. In comparing the FoM of the artificial hair-sensors to the FoM of the 
crickets’ hair sensors, we find that cricket hairs perform about 70 times better mechanically 
(for 1 mm long hairs). Crickets out-perform artificial sensors because of their low torsional 
stiffness (2·10-11 vs. 7·10-9 Nm/rad) and small average hair-diameter (4.5 vs. 50 μm). 
 While the FoM concerns the mechanical aspects of the sensor system, and indicates 
the constructive ways for sensor optimization, it does not include the transduction part (sensor 
capacitors) where the mechanical energy is transformed into an electrical signal. To make the 
discussion complete, it is essential to combine the capacitive sensitivity ηR with the definition 
of the FoM and can be put them together as overall sensor Figure of Merit (OSFoM) given by: 
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where w and l are the electrode dimensions of a capacitor plate, ε0 is the dielectric constant of 
air and d0 is the effective gap between the electrodes, as defined in sub-section 2.2.4. Though 
there are not many substantial conclusions that we could arrive at concerning the design of 
capacitors beforehand, it comes handy at a later stage when we are met with technological 
problems during the fabrication of the sensors. For instance, the effective gap between the 
electrodes d0 applies to perfectly flat sensor membranes and this is not always the case in 
practice. At many instances, the membranes are curved due to residual stress and by analysis 
it is feasible to incorporate the detrimental effects of this curvature and find an optimal way to 
reduce such an effect. Section 2.3.4 sheds more light on this. 
 Summing up, there are three functional components of our hair sensor system: (i) 
hairs, (ii) sensor springs and (iii) sensor capacitors, all of which we will focus on in the 
following sub-sections. These sections will address the requirements for high OSFoM values 
and at the same time, discuss the feasibility issues surrounding them. Additionally, a brief 
sub-section of damping coefficient, a complex parameter, of our sensor system is presented 
and some qualitative views with respect to sensor optimization are discussed. 
 

2.3.2 SU-8 hairs 
The hairs in our sensor arrays are made of SU-8, an epoxy-based, polymer. SU-8 is a 

negative-tone photoresist (UV-exposed portions of the layer remain intact upon development), 
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commercially available and which can be processed using standard lithography [9]. The hairs 
are fabricated by spinning SU-8 photoresist, soft-baking it and exposing it under a UV-light 
source of certain intensity for a certain specified time. It is followed with post-exposure bake 
and then, upon subsequent development, the hairs are finally patterned on the substrate. A 
detailed introduction of SU-8 technology will be presented in Chapter 3 of this thesis.  
 From equation (2.24) the optimization with respect to hairs comprises of three factors:  
(i) hair length L, (ii) hair diameter D and (iii) mass-density ρ of the hair material (which is 
SU-8). One favorable factor of choosing SU-8 polymer as a material for making hairs is that 
its mass density (1.24·103 kg/m3) is comparable to that of the actual cricket hairs (1.2·103 
kg/m3). The parameters that can be chosen are the length and the diameter of the hair. 
 The length of the hairs is determined by the thickness of the spun SU-8 layers during 
fabrication. Commercially available SU-8 comes in a wide-range of varieties, depending on 
the thickness required when spun at a standard rate of rotation cycles per minute [9]. The 
achieved thickness varies from ≈ 0.2 to 450 μm per single spun layer. A very recent product 
claims to achieve 650 μm per single spun layer [9]. An advantage of the SU-8 technology is 
that it allows multi-layer processing, meaning layers can be processed one-by-one in a 
bottom-up approach, by repeated exposure cycles for each and then developed. The 
disadvantage to this approach is the difficulty in precise alignment of the layers with each 
other, which increases with the number of layers. In our early generations of hair sensor 
arrays single layers of SU-8 were spun and a hair length up to 480 μm was fabricated. In order 
to fabricate SU-8 hairs of ~1 mm length, we have to spin two layers of SU-8 by subsequent 
patterning cycles. 
 The diameter D of the hair is defined by the design of the photomask, which is used 
during the exposure, following the spinning of SU-8 layers. Before it sounds as a simple and 
easy step, we should mention another limitation of SU-8 technology, concerning the aspect 
ratio of the SU-8 structures. The aspect ratio is defined as the ratio of height of the patterned 
structure to the width of it. SU-8 technology allows for about a factor of 10 - 20 for its aspect 
ratio per single layer. It means, in relevant terms, if there is a circular opening of 20 μm in 
diameter on the photomask during exposure, it is possible only to make approximately 200 - 
300 μm long cylinders after development and patterning 

 
 

Figure 2.9 Two-layer SU-8 hairs with a constant diameter and different diameters 

Design optimization – Two cylinder hairs 

SU-8 hairs are responsible for drag-torque reception from the flows and largely 
constitute the moment of inertia J of the hair sensor mechanical system. The drag-torque on 
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the hairs is explained elaborately in the previous sections. For a cylinder of length L and 
diameter D (see figure 2.9 (left)), the moment of inertia for rotation around the center of the 
base of the hair (which sits on the rotational axis of the sensor) is given by: 
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and this for an SU-8 hair of ~1000 μm and a diameter of 50 μm turns out to be 7.4·10-16 
kg.m2. Also note that the first contribution is about 500 times smaller than the second part 
emphasizing the importance of the hair-length for the value of J. 
 For the sensors with reduced torsional stiffness in their sensor springs, it is essential 
that the moment of inertia J of the hairs is small, in order to retain sufficient usable 
bandwidth. While the length of the hair is nearly fixed (by the thickness of SU-8 layers) by 
technology, the only way is to modify the diameter of the hairs to obtain reduction in the 
moment of inertia of the hair. Due to the limitation of the aspect ratio and by alignment, we 
are restricted with few design choices for modifying the diameter. 
 One way is to have hairs of two-layer SU-8 with different diameters for the top and 
the bottom part of the hair, as shown in the figure 2.9 (right). The moment of inertia for the 
modified hair geometry is given by (this will be discussed more elaborately in chapter 3):  
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Figure 2.10 Two-layer SU-8 hairs with constant diameter and with two diameters 
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For an SU-8 hair with bottom diameter of 50 μm and a top diameter of 30 μm with a 
hair length of ~1000 μm, the moment of inertia as calculated using the above equation is 
2.3·10-16 kg.m2. This translates to a reduction in the hair moment of inertia by ~65%. The 
comparison of drag-torque generated on both of these hairs is shown in figure 2.10. Though 
some noticeable amount of drag-torque is lost, it can however be compensated by the increase 
in overall sensitivity by means of a reduced torsional stiffness of the new spring designs. 

Discussion 

The hairs, comprising different top and bottom diameters, reduce the moment of 
inertia while sacrificing some drag-torque generated on them.  However, optimal shape for the 
SU-8 hairs should strike a balance between drag-torque reception capability and moment of 
inertia. The actual filiform hairs of crickets’ cerci are elongated conical-shaped [1], which 
serves this balance. New investigations are done to fabricate SU-8 hairs with nature-like 
shapes and with hollow structures, which will effectively retain the drag-torque while 
reducing the moment of inertia. Additionally this process will facilitate realizing hairs of 
varying hair lengths in a single technological process. Chapter 4 discusses this new strategy in 
detail. 

2.3.3 Sensor springs 
The sensor springs are responsible for supporting the membranes and the centrally 

mounted hair. In our sensors, silicon rich nitride is deposited and patterned to be used as the 
sensor springs. Typically two springs suspend the rectangular membrane and the torsional 
stiffness S (combined from both springs) plays an important role in the mechanics of the 
whole system. For larger FoM values, the torsional stiffness has to be small. The design 
values of each sensor spring (from the early generations of our sensors) are given as: spring 
length ls (=75 μm), spring width ws (=10 μm) and spring thickness ts (=1 μm). The torsional 
stiffness S of (two) sensor springs is given as: 
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where Gs is the shear modulus of the spring material (which is silicon rich nitride) and Ip is 
the polar moment of inertia of the springs. The shear modulus is related to the Youngs’ 
modulus by the formula Gs = Es/(1+υ) where υ is the Poisson’s ratio of silicon rich nitride 
which is 0.22. This leaves us with two options, while designing for small torsional stiffness, 
namely: (i) longer beams and (ii) reducing the polar moment of inertia (which depends on ws 
and ts). As a quick and simple design choice for the new generation of sensors, we chose four 
basic spring designs from the combinations of spring length ls of 75 and 100 μm and ws of 10 
and 5 μm, which in terms of torsional stiffness, ranges between 3.6·10-9 - 1·10-8 Nm/rad. 

Discussion 

Alternative methods are definitely required in order to realize sensor springs with 
smaller torsional stiffness (for instance, S << 1·10-9 Nm/rad). For optimal sensor performance 
such compliant springs, in combination with lighter hairs, are essential. However, realizing 
compliant springs alone is not desired, as they would result in smaller vertical stiffness of the 
springs resulting in an unstable system. Hence, optimal springs that are flexible in the desired 
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mode of operation and robust in all other modes are sought. Two new approaches are 
identified and investigated. The first approach is to use polymers as materials for sensor 
membranes and springs. Second approach is to modify the cross-section of silicon nitride 
springs (a T-section, instead of a rectangular one). The design and technology investigations 
based on these two approaches are dealt in detail in forthcoming chapter 5. 
 

2.3.4 Sensor capacitors 
Optimal capacitive sensitivity is inversely proportional to the square of the effective 

gap between the electrodes. The effective gap depends on the quality of the fabricated sensor 
membranes and it asks for perfect flatness. The early generations [10] of our hair sensors 
comprised of silicon rich nitride membranes on which chromium electrodes were patterned. 
Figure 2.11 shows an SEM image of rectangular membranes, with a large deflection at the 
membrane edges.  

This deflection of the membranes is primarily due to the tensile stress present in the 
chromium thin layer (50 nm), deposited on top of the nitride membrane. The deflection results 
in an undesired increase in the gap between the electrodes, leading to a significant decrease in 
the sensitivity, as will be shown in following sub-section. In order to characterize the 
membrane curvature, the devices were analyzed using a White Light Interference Microscope 
(Polytec MSA400) and figure 2.12 shows the height profile results. An increase of 
approximately ~2-3 µm to the intended gap of 1 µm, at the curved edges of the membranes is 
clearly observed. 

 
  

 
 

Figure 2.11 SEM micrograph of hair sensor membrane [10] showing  
an undesired curvature at the edges. 
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Figure 2.12 White light interference microscopy image showing 
 the curvature (a ~2 µm) in a circular sensor membrane. 

 
 
Deflection reduction 

The deflection due to the tensile stress depends on the thickness of the chromium layer 
and increases along the distance from the centre (hair base) to the edges of the membrane. The 
curvature can be approximated by a part of a circle with a radius of curvature, Rc, which is 
determined from the measurements. The additional gap due to the stress is [11]: 
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where the last expression only holds for r«Rc. Such a curvature leads to an undesirable 
reduction in sensor capacitance and sensitivity, as shown in the modified form of equation 
(2.23):  
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where do is the effective gap between the electrodes, w and l are the width and length of the 
membranes, respectively, and a is additional gap-distance due to the stress-induced deflection. 

The silicon nitride layer is deposited by an optimized low-stress LPCVD process [10] 
and hence, there is a slight (engineered) tensile stress. Therefore it can be considered as a flat 
substrate. The bending moment due to tensile stress in the chromium layer increases with the 
thickness. Reducing the electrode thickness is one way to reduce curvature but this has been 
minimized in the current sensors to 50 nm and there are serious issues regarding its usability 
on further reduction (due to its conductivity). There are two possible ways to counteract the 
curvature effect namely: (i) alternative materials with reduced residual stress as electrode 
materials (e.g. Aluminum), or (ii) to reduce the curvature by adapted designs of the electrodes 
themselves. 
 
Discussion 

While the option of choosing a low-stress material for the electrodes is related to the 
technology, the other option of reducing the electrode area offers some interesting tasks from 
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the design point of view. Upon throwing some light on the latter case, the electrode area near 
the torsional beams has minor effect on the sensor's sensitivity since there will be little change 
in the height of this area on membrane tilt. Whereas this area plays a proportional role in the 
total capacitance, it hardly contributes to the change of capacitance on tilt. By reducing the 
electrode area near the rotational axis, as shown in figure 2.13, the maximum upward 
deflection at the edge of the membrane decreases thereby increasing the sensitivity. Hence it 
is logical to remove a portion of the electrode close to the torsional beams. If the maximum 
additional gap (measured at the membrane edges) is denoted by a0, the effect of increasing 
length of electrodeless area (i.e. removing the electrode area close to the torsional axis, while 
keeping its width, w unchanged) on the additional gap is given as: 
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where l is the actual length of the membrane and l0 is the length of electrodeless area (see 
figure 2.13).  

The effect of length of the electrodeless area on the sensitivity can be calculated as: 
 

 









 



l

lr

l

lr
ad

rdr
w

0

2

2

2
0

00

0esselectrodelR,

)(
2

 (2.32) 

 
where r is the direction along the length of the membrane, perpendicular to the torsional axis 
and the factor 2 in the equation stands for the two plates of the sensor membrane (at either 
side of the axis of rotation). 

Figure 2.13 shows the trend of sensitivity by reducing the portion of electrode area 
close to the rotational axis. For a length of electrodeless area about 40 μm, the best sensitivity 
can be achieved, while the additional gap due to the membrane curvature is about 0.5 μm, 
down from ~2.5 μm.  
 

2.3.5 Damping coefficient 
Of all the parameters, the damping coefficient of the sensor system is bit complex to 

investigate and maneuver precisely by design. The damping of the sensor system provides 
resistance to the torsional movement of the hair sensor. The damping coefficient of our sensor 
system comprises of two terms as shown in equation (2.15), namely, (i) torsional resistance R 
at the base of the hair sensor and (ii) viscous damping Rμ of the hair due to the interaction of 
air medium and the hair. The former term, corresponds to the damping coefficient that 
opposes the movement of the sensor membrane. The latter can be calculated using the 
equation (2.18) and is proportional to the cube of the hair length. Since it is also dependent on 
the frequency, the numerical estimate from 100 to 1000 Hz is in the order of 2.4 – 3.4 x 10-14 
Nm.s.rad-1 (for a hair length of ~900 μm). 
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Figure 2.13 Results showing the effect of removing electrode area near the 
rotational axes on the stress induced (additional) gap and on the sensitivity 

of the hair sensors[11] 
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Squeeze-film damping 
The torsion resistance R at the base of the sensor is actually the predominant one of 

both contributions. For the case of our sensors, this can be investigated by analyzing the 
squeeze-film damping present between the sensor membrane and the substrate. As the hairs 
deflect due to the drag force induced by the air flows, the sensor membrane responds by a tilt. 
There exists a thin film of air beneath the membrane and the substrate, which opposes this 
tilting movement and such resistive action is called the squeeze-film damping. The squeeze-
film damping effect is commonly observed in the field of MEMS [12], since most micro parts 
are subjected to movements, surrounded by a medium in low-Reynold’s number regime. 
Squeeze-film damping coefficients are difficult to calculate and are usually estimated by 
solving the linearized isothermal Reynold’s equation [12]. Squeeze-film damping estimation 
for a torsional movement of sensor membrane is even more complex. Further, presence of 
etch holes (holes are patterned on the sensor membrane to provide access to the etch gases on 
the sacrificial layer), which has a significant effect on the damping, complicates the precise 
estimation of squeeze film damping coefficient of our sensors. However, as a work-around 
solution, based on the sensor response and by fitting appropriate quality factor, the 
approximate value of the damping coefficient can be estimated. 
 
Discussion 

It is interesting to derive insights on the effects of damping coefficient on the optimal 
performance of the sensors. Looking at the actual filiform hairs, it is known that the sensors 
correspond to moderately damped mechanical systems, with their damping coefficient scaling 
allometrically with the hair length [1]. Long hairs have a quality factor of 1.5-2.5 and short 
hairs have quality factor of 1 [6]. For systems with such moderate damping, this translates 
into shorter response times [6]. It seems that filiform hairs are evolved to take advantage of 
this aspect, as the response to the stimuli is key to their survival. 
 Henceforth, for optimal performance of our sensors, it is desired that damping effect is 
also in a similar range. The gap between the membrane and the substrate (primarily defined 
by the thickness of the sacrificial layer) is the only design option for modifying the damping 
coefficient of the system. Reducing the gap, thus favors in two aspects: (i) increase in the 
sensor capacitance (as discussed in previous section) and (ii) adjusted damping, implying a 
faster sensor response. 

2.4. Conclusions 
In this chapter, borrowing from the existing, well-known aerodynamic models of cricket hairs, 
the theoretical groundwork is laid for understanding the similar physics behind the operation 
of our hair sensors. A model is developed and a handle for design optimization is defined. 
This optimization handle will be referred to, throughout this thesis’ chapters. In the previous 
sections, we have discussed the possible optimization in all of the functional components of 
the hair sensor system. Derived from the sensor model, by incorporating the suggested 
modifications to the existing sensor design, a new generation of improved hair sensor arrays 
is designed as the first step in this project. This generation of hair sensors will feature 
optimized hair geometry, slightly more flexible springs and quality-wise much-improved 
sensor membranes, which in turn improves the sensitivity.  
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Hair sensor arrays – Fabrication 
& Characterization 
 
 
 
In a nutshell... 
 
The third generation of hair sensors featuring the preliminary design optimization and 
technological improvements form the crux of this chapter. Design optimization was aimed at 
the reduction of torsional stiffness of the sensor springs by means of simple geometrical 
modifications. The hairs of reduced moment of inertia were fabricated using multi-layer 
spinning of SU-8 photoresist. Successfully fabricated sensor arrays were characterized 
extensively by both capacitive and optical techniques, to shed light on different aspects of the 
sensor performance. The sensor arrays, in combination with an improved measurement setup, 
showed an excellent directional sensitivity and a flow sensing threshold of <1 mm/s of 
harmonic air flows. The sensor arrays, thus served as a basis for further optimization- both in 
terms of design and technology, while remaining as functional starting point of our research 
on biomimetic hair sensors. 
 
 

3.1. Introduction 
The handles for design optimization, as introduced in Chapter 2, clearly set the 

fundamental design rules for the sensor design as: (i) reduced torsional stiffness S, (ii) reduced 
hair moment of inertia J, to retain the usable bandwidth and (iii) improved sensor capacitors. 

 
3-1 



 
 
Chapter 3   
 
The choice of materials for the sensors did not change much from our previous generations of 
hair sensors (Chapter 1). Silicon-rich nitride is rather stiff and strong material, renowned for 
its structural and mechanical properties in the field of MEMS[1] and it is used as sensor 
membranes and springs of the hair sensors. SU-8, which is an epoxy-based polymer, is used 
to fabricate the flow-receptive hairs. The only change in the choice of materials made in this 
new generation of sensors is with the metal for the top electrodes of the sensor capacitors 
(Aluminum, replaces the chromium layer, for electrodes). Poly-silicon is retained as the 
material for the sacrificial layer. 
 In this chapter, the design analysis of the sensors is further discussed in detail, in 
continuation to the related discussions on design optimization (chapter 2). The fabrication 
results of the sensors are presented and critical observations on these results and their 
implications on the sensor performance are discussed. However, the core of the chapter deals 
with the multi-faceted characterization of the sensor array performances. The sensor arrays 
have performed successfully and proved their functionality in a very appreciable manner and 
thus, marked a significant contribution to our understanding of them. This is the first time, 
ever since the start of the related projects – CICADA and CILIA, thoroughly characterized 
results were obtained from our artificial hair sensor arrays.  

3.2. Design overview 
The design of the sensor arrays concerns chiefly the following: (i) torsional springs, (ii) 

SU-8 hairs, (iii) sensor capacitors and (iv) array pattern. The geometry of the torsional springs 
determines the torsional stiffness of the mechanical system while the hair geometry 
determines the mass moment of inertia. Four different springs geometries were designed with 
variations in length and width, lying safe within the limits permitted by the fabrication 
technology. In order to reduce the membrane deflection (hence, improve sensitivity), both 
design-wise and technology-wise modifications were considered. For the design-wise 
modification, the areas of the capacitor electrodes were selectively reduced. 
  

 
 

Figure 3.1 Rectangular spring section of the hair sensor 
 

Those electrode areas that are in proximity to the torsional axes of the springs, 
contribute little to the sensitivity (since the electrode gap corresponding to these electrode 
areas undergo minimal change on membrane rotation and hence, contribute less to the 
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sensitivity). The deflection at the edges of the membrane induced by the residual stress in the 
electrode layer is proportional to the length of the electrode. Thus, by eliminating the 
electrode area that contributes less to overall sensitivity, we can effectively reduce the 
deflection of the membranes. Four designs of electrode areas were designed. Combinations of 
beam and electrode variations were created and all of the sensor designs comprised of SU-8 
hairs with two-cylinder shape with dissimilar diameters. 

3.2.1 Torsional springs 
The torsional spring stiffness S of the sensor is given (earlier as equation 2.28): 
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where Gs is the shear modulus of the spring material, i.e. silicon-rich nitride, which is related 
to the Young’s modulus Es and Poisson’s ratio υ as Gs = Es/(1+υ) and ls is the length of the 
spring. The polar moment of inertia of the rectangular-section springs depends only on the 
width ws and thickness ts of the springs (see figure 3.1) as given by Roark’s formula [2] as: 
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Thus, the geometry and material of the springs solely determines the torsional spring 

stiffness of the mechanical system. As briefly discussed in section 2.3.3, in order to achieve 
smaller torsional stiffness, equations (3.1) and (3.2) clearly indicate that the spring length 
should be large whereas the spring width and thickness should be small. The thickness of the 
springs ts is actually determined by the deposited layer thickness of the silicon (rich) nitride 
(by LPCVD) and for this reason, throughout the design analysis, it is taken fixed as 1 μm. 

Four different spring designs are chosen by varying the length and width of the springs 
are shown in Table 3.1. The width of the springs cannot be taken smaller than the critical 
width of 5 μm, since the metal layer connecting the electrodes to the actuating bond pads runs 
along it and such a metal layer should have 3 μm width (see figure 3.1), while allowing 1 μm 
on either side of it, for tolerable lithographic errors. The four designs of springs result in a 
torsional spring stiffness S ranging from 3.6·10-9 - 1·10-8 Nm/rad. However, the designed 
spring stiffness of our sensors are higher than those typical for 1 mm long filiform hair-
sensors, which are observed to be ~ 2·10-11. 
  

Table 3.1 Four different designs by varying the length and width of sensor springs 

Design 

 
Spring length (ls) 

(μm) 
 

 
Spring width (ws) 

(μm) 
 

A 75 10 
B 75 5 
C 100 10 
D 100 5 
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3.2.2 Mass moment of inertia 

Optimized design of the SU-8 hair is discussed previously in section 2.3.2. The hair is 
designed as a two-stage hair, with two cylinders of dissimilar diameters, to be fabricated as 
one on top of the other. Such a design actually reduces the moment of inertia by about ~65% 
thus allowing for softer sensor springs (as indicated by the design optimization handle 
discussed in the previous chapter) The bottom cylindrical diameter is chosen as 50 μm and the 
top cylindrical diameter is chosen as 30 μm, In this sub-section, the calculation of the mass 
moment of inertia is briefly explained. 
 The total mass moment of inertia Jt of the sensor systems is the sum of hair moment of 
inertia Jh added to the moment of inertia of the sensor membrane Jm. The hair moment of 
inertia Jh depends on the geometry of the hair and for a straight cylindrical hair, the moment 
of inertia is already given by equation (2.20). Since the new generation of hair sensors will 
feature hairs made of two different cylindrical parts, the mass moment of inertia can be 
calculated (in a cylindrical coordinate system) as the volume integral of a product of small 
mass element “ρdV” and square of the distance “r” between the mass element and the 
torsional axis. 
 

 
 

Figure 3.2 Two-layer SU-8 hair with dissimilar diameters 
 

The geometrical dimensions of the hair are shown in figure 3.2. The moment of inertia 
Jh of the two-layer SU-8 hair about the torsional axis of the sensor is given as: 
 

 Jh = r2 ⋅ ρdV
V
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where ρ is the mass density of the SU-8. Equation (3.3) upon further simplification becomes: 
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The mass moment of inertia of the membrane Jm is calculated and given as: 

 

 Jm =
1

12
Mm wm

2 + tm
2( ) (3.5) 

 
In the above equation, Mm is the mass of the membrane, which is given as: 

 
 mmmmm ρtwlM =  (3.6) 
 
where lm, wm and tm represent the dimensions of the rectangular membrane and ρm is the mass 
density of the silicon-rich nitride, of which the sensor membrane is made. From equations 
(3.4) and (3.6), the total moment of inertia of the sensor system is given as: 
 
 mht JJJ +=  (3.7) 
 

In practical terms, the total mass moment of inertia is approximately equal to that of 
the SU-8 hair, since the contribution from the nitride membranes is small. For the chosen 
geometrical values of the SU-8 hair, the total moment of the inertia is given as 2.3·10-16 
kg.m2. In comparison, the moment of inertia of the actual filiform hairs (of ~1 mm long) is 
only ~5·10-18 kg·m2. 

3.2.3 Capacitor designs 
The design of the capacitor electrodes is aimed at balancing the sensitivity and the 

reduction of the membrane deflection. The detailed discussion on the effects of electrode area 
reduction on the membrane deflection and the resulting sensitivity is given in section 2.3.4. 
From the graphs shown in figure 2.18, four different capacitor electrode areas were designed. 
The sensor membrane without any reduction in the electrode area consisted of a pair of 
electrodes designed as 90 x 64 μm2. (wm x lm) The other three electrode designs consisted of 
reduced electrode areas of 75, 50 and 25 % of this area, respectively (see figure 3.3). 

The other important parameter that is equally significant in terms of sensitivity is the 
gap between the electrodes of the sensor capacitors. Such a gap is defined by the thickness of 
the sacrificial poly-silicon layer. The sensitivity increases with the smaller inter-electrode 
gaps but there exists a critical limit below which the sensor membranes are prone to failure by 
pull-in of the membranes during electrostatic actuation (capacitive interrogation in our case). 
From a different perspective, through its influence of damping, this gap also determines the 
quality factor of the second-order mechanical system of the sensors. At smaller gaps between 
the electrodes the squeezed-film damping becomes prominent in determining the damping 
factor and hence, the dynamics of the system. Since the practical effects were unknown (at the 
time of design process), the design value of the sacrificial poly-silicon (and hence, the inter-

 
3-5 



 
 
Chapter 3   
 
electrode gap) was chosen as 0.6 μm for a certain batch of wafers and 1 μm for another batch. 
This was necessary as small gap between the membrane and substrate could lead to two 
possible consequences: (i) membrane stiction due to pull-in and (ii) increased squeeze-film 
damping. 
 

 
 

Figure 3.3 Artistic impression of the four different sensor membranes designed 
with reduced electrode areas (near the torsional axis of the sensor) 

 

3.2.4 Array design 
Different sensor designs are created based on the discussions in the previous sub-

sections. Arrays consisting of 124 hair sensors arranged in 4 rows, connected in parallel 
arrangements were designed. Each hair sensor is placed with a 45º degrees rotation to the 
longitudinal axis of the sensor array chip, to allow for a compact and high-density 
arrangement. The sensors in the array are also electrically connected with each other in 
parallel fashion and together with the common bottom electrode, they act like a single large 
capacitor. While having hair sensors packed in a highly-dense array increases the sensor 
capacitance, not much is known about the viscous coupling between the hairs. Detailed 
investigation on viscous coupling between the artificial hair sensors was performed later in 
the project and is discussed in chapter 6. 

3.3. Microfabrication of sensor 
The fabrication of the third generation of hair sensors is discussed in detail in [6] and a 

short overview of it is presented here. Figure 3.4 shows the flow diagram of the sensor and 
the process details are given in Appendix A. The process starts with a highly conductive 
silicon substrate (Si P-type <100>), which serves as the common bottom electrode of the hair 
sensors. A 200 nm thin silicon-rich nitride (SiRN) layer is deposited on top of the substrate by 
low-pressure chemical vapor deposition (LPCVD) which provides insulation between the 
sensor electrodes and mainly serves as an etch-stop layer. Following it, a 600-1000 nm thick 
(depending on the batch; the sensors were fabricated in batches of 3-5 wafers each) poly-
silicon layer is deposited on top of the silicon-rich nitride. The poly-silicon layer is patterned 
and serves as the sacrificial layer which is later etched to release the sensor membranes during 
the final step of this process flow. Subsequently a 1 μm-thick SiRN layer is deposited by 
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LPCVD which upon further patterning by reactive-ion etching forms the actual sensor 
membranes and torsion beams.  
  

 
 

Figure 3.4 Exploded design view of a single hair sensor showing: (I) highly conductive Silicon bulk 
(bottom electrode, shown in black), (II) 200-nm-thick SiRN layer for insulation and etch-stop, (III) 

Poly-silicon layer after the final local sacrificial layer removal, (IV) 1-μm thick SiRN layer patterned 
into membranes, (V) 100-nm thick aluminum for the top electrodes and (VI) two ~ 450-μm thick SU 8 

layers patterned into a long hair 
 

A ~ 100 nm thick layer of low-stress aluminum is sputtered at room temperature and 
patterned by wet-etching using a standard photoresist developer (OPD 4262). The devices are 
now ready for the fabrication of long SU-8 hairs on top of the sensor membranes. The 
fabrication of ~900-μm long SU-8 hairs, is done by two consecutive photolithographic 
patterning steps of ~ 450 μm thick layers (SU-8 100) [4]. SU-8 polymer is a negative-tone 
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UV-patternable photoresist, i.e. the portion of SU-8 which is illuminated will remain after 
exposure and development. Due to the technological limit in the achieved aspect ratio 
(typically, 10-20) of SU-8 structures, the hairs are fabricated in two steps. The first layer 
(bottom part of the hairs) is exposed prior to deposition of the second layer (top part of hairs). 
This favors our design requirement to have the top and bottom diameters of the hairs to be 
dissimilar. Each SU-8 layer is spin-coated and then soft-baked, to remove the majority of the 
solvent in it. Then they are exposed to UV-light (365 nm wavelength) for certain time, 
depending on the thickness, and post baked. After the development step of the SU-8 hairs, the 
sacrificial poly-silicon was etched to release the sensor membranes. During this reactive 
etching step, a gas permeable glass wafer was used on top of the wafers in order to protect the 
device layer from ion bombardment and hence to promote selectivity by limiting the etching 
process as much as possible to the chemical (SF6) component [3]. 

 

 
 

Figure 3.5 SEM images illustrating in detail the flow-sensor array: (a) part of the array with ~ 900 
μm-long hairs, (b) part of the aluminum wiring, (c) sensor membrane with aluminum electrode, and 

(d) connection between two segments of the SU-8 hair. Note: charging during SEM imaging is causing 
parts of the membrane to stick to the substrate (image c) 
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3.3.1 Observations and discussion 

Figure 5 shows a series of SEM images of the successfully fabricated new generation 
of our artificial hair sensor arrays [3]. The critical steps of the fabrication are related to the 
steps that will later define the mechanical characteristics of the sensors like torsional stiffness 
S and moment of inertia J. Using optical microscopes and scanning-electron microscopes to 
observe the results of the successful fabrication, the possible impact of them on the sensor 
performance is analyzed in this sub-section. 
 For the springs, the steps defining the thickness of the springs like LPCVD of silicon-
rich nitride and the patterning of the springs are critical in determining the torsional stiffness S 
of the sensors. While the uniformity of LPCVD is high (hence, uniform spring thickness), the 
patterning of membranes and springs (which define the width and length of springs) and 
alignment of aluminum electrodes on the silicon-rich nitride membranes was observed to be 
nearly flawless. During the sacrificial layer etching, a special glass-mask is used to protect the 
device layers from ion-bombardment. Irrespective of this, during the final sacrificial layer 
etching of the polysilicon, a portion of the spring thickness is also etched unavoidably, due to 
the moderate selectivity of the process. This results in slight deviations of the torsional 
stiffness from the designed values, depending on the reduced spring thickness and width. 
 

 
 

Figure 3.6 Optical microscope observations of the hair geometry: the hair can be approximated to 
consist of a bottom cylindrical part and a top, inverted-conical part. 

 
In order to characterize the fabricated hairs, some of the hairs were broken off from 

different arrays, diced from different parts of the wafer. Using an optical microscope, the hair 
geometry was measured. As can be seen from figure 3.6, the top part of the hair is not of a 
pure cylindrical shape but of an inverted tapered-cone shape. The observed geometrical 
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dimensions of four sample hairs, which were randomly picked from different chips, showed 
different values for the lengths, L1 and L2 and diameters of the top and bottom parts of the 
hairs (D1, D2 and D3), as depicted in figure 3.6. It was observed that while the total hair 
length of all the samples was ~800 μm, the length of bottom (L1) and top parts (L2-L1) does 
vary, from chip to chip. These wide deviations are attributed to the (notorious) non-uniformity 
of the spun SU-8 layer thicknesses on the wafer [5]. 

It is also inferred that actual diameters of top and bottom parts of the hairs are found to 
deviate from the designed values. While the design value of D1 was 50 μm and (D3) was 30 
μm, the actual values observed on the hair samples were found to be ~46 μm and ~25 μm, 
respectively. One possible reason for this deviation could be insufficient exposure dose due to 
too short exposure time. The striking observation on the hair is about their overall shape 
profile, which is different for the top and bottom part of the hair. The bottom part of the hair 
has a nearly-straight wall profile while the top part of the hair has a negatively-tapering 
profile. The negative-taper profile is a characteristic of negative-tone photoresists. One reason 
for such a profile is due to the air gap between the photomask and the photoresist, which 
contributes to errors in the intensity distribution [6]. Due to the non-uniformity of the SU-8 
layer thickness, the coated wafers were prone to stiction to the photomask during exposure. 
To prevent this, a single layer of cellophane tape (~50 μm thick) was selectively (outside the 
essential mask area) placed on the photomask, to give a spacer, which effectively prevented 
stiction of the device wafers to the photomask. On the downside, this additional air gap has 
resulted in a deviation of the hair-geometry from the design values. This will, thus, result in a 
noticeable deviation in the hair moment of inertia J, and in turn, the mechanical resonance of 
the sensor itself. 
 Alignment of SU-8 hairs on to the sensor membrane is crucial, as any misalignment 
could lead to undesired sensor membrane dynamics. For the presented batch of sensor arrays, 
the SU-8 hairs were exposed by using a top (front-side) alignment method. Few device wafers 
suffered from misalignment of the hairs from the center of the membranes due to the 
limitations of this top alignment for thick layers of SU-8 resist. Due to the coating of thick 
SU-8 layers on the device wafers, a visible wafer deformation is observed, which makes it 
even difficult during the alignment before exposure. One of the other reasons for this 
misalignment could be pointed at the unevenness of the hot plate stage (used during the post-
exposure baking step). Because of the uneven surface, the SU-8 reflowing could result in a 
slight shift from the center. Due to the above said technical limitations in alignment (because 
of the large thickness of the SU-8 layers) as well as curing induced deformations, the second 
part of the hair is also somewhat eccentric over the first part (see figure 3.5d). However this 
problem with alignment was solved by using backside-alignment in the subsequent 
generations of the hair sensor arrays. Nevertheless, this issue of hair misalignment is taken as 
motivation driving to look for alternate fabrication methods for the SU-8 hairs, which will be 
discussed in Chapter 5. 

3.4. Sensor Characterization 
Hair sensor arrays were subjected to extensive and multi-faceted characterization 

measurements, by which the actual performance of the sensors came to light. The 
characterization is broadly classified as (i) optical characterization and (ii) capacitive 
characterization. Optical characterization of the sensor arrays is aimed mainly at 
determination of the quality of the fabricated membranes and to get a clear idea of the 
dynamics of the sensor membranes.  On the other hand, the capacitive characterization 
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focuses on the functional aspects of the sensor arrays. In both methods, commercial 
loudspeakers were used as the source for generation of harmonic flows. The characterization 
of the membrane curvature did not require any flow source. This section is further divided 
into sub-sections that deal with: (1) characterization of membrane curvature using a white 
light interference microscope (WLIM), (2) harmonic flow characterization by optical 
measurements (using a laser vibrometer) and (3) sensitivity to harmonic flows by means of 
capacitive measurements. 
 

 
 

Figure 3.7  White light interference microscopy: (i) 2D height profile image of the sensor by a white 
light interference microscope (WLIM); (ii) the height profile along the scan line (the red-line indicates 

the aluminum electrodes), shows that the membrane is  
slightly curved downwards at the edges. 

 

3.4.1 Membrane curvature 
The quality of the fabricated membranes is crucial since the sensor capacitance and 

sensitivity strongly depend on it (see equation (2.26)). For measuring the curvature sensor 
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membranes (without hairs) were characterized using white light interference microscopy 
(Polytec, MSA 400) [7]. Figure 3.7 - (i) shows the topography of the sensor membrane 
(without hair) and a scan line is placed along the entire sensor (as shown in the figure). Figure 
3.7 - (ii) shows the height profile along the scan line. Since the principle of white light 
interferometry [8] is based on the reflection of light, the accuracy of the height profile 
depends highly on the optical reflective properties of the layers being measured; reflecting 
surfaces give accurate results while transparent surfaces are likely to give ambiguous results.  

In our case the measurements provide accurate information on the Aluminum layer 
profile present on most of the membrane area (as electrodes) but not from the transparent 
silicon rich nitride layers (i.e. parts not covered by Aluminum). Hence, from the profile of the 
Aluminum layer, it is possible to observe the membrane curvature. It was found that the 
membranes are slightly curved upwards or downwards at their edges (~ 200 nm). Such edge-
curvature variations (upwards or downwards) correspond to the variations in processing steps 
of silicon-rich nitride and aluminum layers. Nevertheless, compared to a deteriorating ~2 μm 
curvature observed in the previous generation of sensors, the presented sensors show a 
significant improvement in the membrane quality with near-flat membranes. This was feasible 
particularly due to the replacement of chromium with low-stress aluminum as electrode 
material. 

The various electrode designs, as discussed in section 3.2.3, aimed also at the 
reduction of the membrane curvature, did not provide a significant change in the quality of the 
membrane, which should be attributed also to the low-stress in the Aluminum layer. Since the 
membranes were observed to be nearly-flat, the implications of reduced electrode areas on the 
sensitivity are considerably changed. The discussions presented in section 2.3.4 on the effect 
of reduced electrode area, will only partly hold for the current scenario of sensors having 
near-flat membranes. In this case the optimum will be found at larger electrode area. Hence, 
in our present case, the sensitivity of the sensors is only(slightly) dropped by the reduction of 
the electrode area (e.g. for an electrode covering half of the membrane a sensitivity-reduction 
of 25% may be expected relative to a fully covered membrane, in case of ideal flatness). 

3.4.2 Harmonic flows – Optical measurements 
The membrane rotation of the hair sensor, in response to driving harmonic flows 

defines the operational quality and usability of the sensor arrays. Characterization of the 
sensor membrane dynamics provides vital information as these dynamics can reflect possible 
imperfections in the fabrication process itself. For instance, the desired membrane movement 
(due to drag-force receptive SU-8 hairs) is a torsional motion along the springs of the sensor. 
But if the SU-8 hair is slightly misaligned from its central position (due to technological 
errors), it will introduce a complex modal behavior in the membrane deflection. In order to 
characterize the membrane deflection, optical measurements on the sensor arrays were carried 
out with a laser vibrometer (Polytec, MSA 400) [7] while using a loudspeaker as the harmonic 
flow source.   
 
Measurement setup 

Figure 3.8 shows the schematic of the setup, where the flow-induced membrane 
deflections of the sensors are accurately measured by a laser vibrometer. The Laser 
vibrometer is placed on a vibration-reduction table and consists of an optical head, through 
which the laser-beam is directed and focused on the samples. Hair sensor arrays are placed on 
a stable platform, right under the optical head and fixed to the surface by scorch tape. Using 
the integral microscope on the optical head and via accompanying software, the samples can 
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be adjusted for a proper placement and for optimal light intensity. Using the software, laser 
scan points are defined on the sensor membranes and the deflections at those points are 
acquired and exported. The harmonic flows are generated by a small loudspeaker that is 
carefully placed, as close as possible, to the hair sensors. In order to avoid substrate-coupled 
vibrations (upon actuation), the loudspeaker is always mounted on a stable metal arm held by 
a tripod physically isolated from the measurement table. 
  
 

 
 

Figure 3.8 Schematic of optical measurement setup using a laser vibrometer and a loudspeaker. 
 

The first task is to characterize the flow source i.e. loud speaker (Visaton, 5 cm dia.) to 
determine the generated flow velocities. The loudspeaker is placed under the optical head and 
a tiny bit of aluminum foil is glued on to the speaker membrane for better reflectivity of laser 
light. The loudspeaker is actuated by a sinusoidal electrical signal from the vibrometer itself 
and the corresponding membrane vibrations are measured simultaneously. The loudspeaker is 
characterized for a number of actuation voltages and corresponding frequency responses of 
the output flow velocities are obtained. Figure 3.9 shows the magnitude and phase of the 
output harmonic flow velocities for different actuation voltages. The results show a resonance 
frequency of the loudspeaker between 350 - 400 Hz and a respective 180º phase-shift, 
corresponding to the (equivalent) second-order mechanical system of the loud speaker.  
 
Acoustic regimes: Very-near-, near- and far-fields 

The results shown in figure 3.9 actually represent the vibrational velocity of the 
loudspeaker membrane upon electrical actuation. Such vibrations generate acoustic flows and 
cause both pressure variations and particle velocities in the surrounding medium. It is 
important to clearly state the nature of the acoustic flows to which the sensor arrays are 
subjected during the characterization (both optical and capacitive characterization). The 
acoustic regimes are classified based on the characteristics of the sound pressure (scalar 
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quantity) and particle velocity (vector quantity) as very-near, near and far field. The concept 
of the very-near field is presented in [9,10]. 
 

 
Figure 3.9 Harmonic flow source characterization: Flow velocity output as a function of actuation 

voltage and frequency. 
 
 The classification of these three acoustic regimes depends on the normal distance r, 
(from the acoustic source), wavelength of the acoustic flow, λ, and size of the acoustic source, 
La [10].  The very-near field exists at a distance r such that r << La/2π << λ/2π. In this regime, 
particle velocity and pressure remain constant, while particle velocity significantly dominates 
over the pressure level [9,10]. However, there is a significant phase delay of 80-90° between 
the pressure and particle velocity.  The near-field exists for the distance range of r such that 
La/2π << r << λ/2π.  In this range, the dominant particle velocity value drops proportional to 
1/r2 while the pressure drops proportional to 1/r.  Near-field regime transitions to far-field 
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regime, as the normal distance r is such that r >> λ/2π. The pressure values start dominating 
the particle velocity, as both of them drop proportional to 1/r while achieving the same phase. 

Clearly, for our sensor array characterization, we are interested only in the near- and 
very-near-fields, where the particle velocity of the acoustic flow dominates. All the 
measurements are performed within either of these two regimes. Optical measurements, as 
explained, are performed using a laser vibrometer. Due to restrictions imposed by the optical 
set-up (presence of optical parts of the vibrometer), only a small loud speaker (5 cm dia.) 
could be used which allows the sensors to be placed under the near-field of the loudspeaker. 
On the other hand, for the capacitive characterization, a large loudspeaker (~10 cm dia.) is 
used (which has a silicon wafer fixed to its vibrating membrane, to ensure uniform flow). 
Since there are no restrictions during capacitive measurements (discussed in the sub-section 
3.4.3), the sensors are placed very close to the vibrating surface (<1 cm), thus in the very-
near-field regime. 

For all optical measurements (presented in this sub-section and also in chapter 4), the 
sensor arrays are placed at about ~2.5 cm from the small loudspeaker.  Due to the size of the 
loudspeaker, such a distance puts the sensors in the near-field regime of the acoustic flows. As 
explained before, the particle velocity of the flow drops proportional to 1/r2. For this distance, 
the particle velocity should drop about 8-9 times from the loudspeaker vibrating surface. This 
was confirmed by measuring the flow velocities, using a commercially available particle-
velocity sensor called “microflown” [11].  

 
Figure 3.10 Flow velocities measured at the surface of the loudspeaker membrane (laser vibrometer) 

and at 2-3 cm away from the loudspeaker membrane  
(using a calibrated microflown [11]) 

 
Figure 3.10 shows the flow velocities measured at a distance ~2.5 cm away from the 

speaker, which is compared with corresponding laser vibrometer measurements, while the 
loudspeaker was actuated by applying 0.5 V amplitude. From the measurement results, it was 
found that over the frequencies, the velocities drop by approximately 7-10 times depending on 
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the flow frequency. Hence, for the analysis, the velocity drop effect was certainly taken into 
account and the results were corrected accordingly. 
 
Substrate vibrations 

Before performing the actual measurements, the scan-points on the sensor-membranes 
were measured, without the loudspeaker being actuated to get an idea of the substrate 
vibrations. Figure 3.11 shows the substrate vibrations measured by the laser-vibrometer, 
primarily due to the vibrations of the optical parts (for instance, mirrors) and of the measuring 
surface, indicating sub-nm noise over the desired range of frequencies. However, it was 
always made sure that the measurement results were substantially higher than these noise 
levels. 
 

 
 

Figure 3.11 Self-noise of the laser vibrometer, measured from the scan points, when the loudspeaker 
was not actuated 

 
Modal decomposition 

For the characterization of the membrane vibrations, scan points were placed on the 
sensor membrane. Ideally, it would be sufficient to measure the displacements on one side of 
the sensor membrane in order to characterize the membrane dynamics in response to the 
harmonic flows. But, from a practical point of view, this is not always the case. The sensor 
chip placed in the acoustic field of the loudspeaker is always prone to surface-vibrations, 
along with the torsional motion of the sensor. Also, if the SU-8 hair is slightly misaligned, the 
displacements of the membranes on either side are not exactly opposite to each other. To 
eliminate such stray effects and obtain the desired information, we used a modal 
decomposition method.  
 From the data acquired from all scan points and by simple mathematical calculations it 
is possible to decompose the membrane movement into four prominent modes: (i) torsional, 
(ii) vertical, (iii) transversal and (iv) diagonal (see figure 3.12). Such a scheme of 

3-16 



 
 

      Fabrication and characterization 
 
decomposition effectively helps to eliminate the unnecessary modes (due to misalignment or 
substrate vibrations) and obtain only the desired mode of deflection (i.e. torsional mode). For 
the measurements, an array of sensors was placed under the laser vibrometer.  

 
 
Figure 3.12 Four prominent modal components of sensor membrane vibrations, which can be derived 

from the data acquired from the optical measurements. 
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Figure 3.13 Four prominent modal components of sensor membrane vibrations, calculated from the 
membrane deflection data acquired from the optical measurements. This clearly shows that the 
torsional mode is the predominant mode over the desired frequency 
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The results from the modal decomposition of the measurements (as shown in figure 
3.13) clearly indicate that the torsional mode is predominant (as expected) over the desired 
range of frequencies. It is to be noted that the shown results are not normalized with respect to 
the driving harmonic flows and they are purely represented by simple averaging and 
arithmetic calculations, to decompose the modes. In order to have a basic overview, only the 
deflections corresponding to these dynamic modes are compared. There is a significant noise 
observed at low frequencies (below 100 Hz) which seems to be unavoidable during such 
measurements.  For the undesired modes, the measured values were mostly well under the 
self-noise of the vibrometer (Figure 3.11).  
 In order to normalize a mode of deflection, first the desired mode is extracted. By 
dividing out the driving harmonic velocity and length of the sensor membrane, we will get the 
normalized angular motion along the torsional springs. The result of such normalization 
scheme is shown in figure 3.14 for two different sensors. Sensors designed with different 
spring lengths (75 and 100 μm) with a spring width of 10 μm show different resonance peaks 
at ~800 and ~600 Hz, respectively. The error margins in the plot represent the possible 
driving flow variations during the measurements. 
 

 
Figure 3.14 Frequency response of sensors with different torsional spring designs. Results were 
calculated from decomposition of the (preferred) torsional mode and normalized by the driving 

harmonic flow velocities.  
 

3.4.3 Harmonic flows – Capacitive measurements 
Capacitive measurements of the hair sensor arrays will ultimately determine the 

operational success and the usability of the sensors.  The sensor arrays are investigated upon 
subjection to harmonic flows by placing the sensors in the very near-field of a loudspeaker 
and different aspects of the sensors - flow sensitivity and directional sensitivity, were 
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characterized by using a specific measurement setup [12].  The nature of the very-near-field 
acoustic flows was discussed in the previous sub-section.. 
Measurement setup 

Figure 3.15 shows a schematic of the measurement setup where two 1 MHz electrical 
signals, 180º out of phase with each other (for acquiring differential-mode rotational signals), 
are fed to the top electrodes. A loudspeaker generates flows, to which the sensors react by hair 
rotation, inducing antisymmetric modulation of the capacitors and, hence, charge injection in 
the common bottom electrode. This modulated signal is amplified (by a charge amplifier) and 
demodulated before being fed to a lock-in amplifier to finally obtain the LF signal. This setup 
can be used to measure two significant properties of the sensors i.e. sensitivity and 
directionality of the sensors. 
 For characterizing the flow source, the loudspeaker is characterized to produce a wide 
range of flow velocities in the very-near-field ranging from 0.5 – 300 mm/s at different 
frequency settings (10, 100 and 400 Hz). The loudspeaker used in these measurements is 
different from the one used for the laser vibrometer measurements. This loudspeaker is large 
relative to the previous one and a silicon wafer is placed on the membrane. Placing a polished 
silicon wafer (of 10 cm diameter) on the vibrating loud speaker membrane provides two 
advantages: (i) such a planar surface is aimed at generating uniform harmonic flows and (ii) 
due to the large diameter of the silicon wafer, the sensor arrays can be placed relative close to 
it (in terms of the source diameter, i.e. in the very-near-field). 
  
 

 
 

Figure 3.15 Measurement setup for the acoustic flow driven capacitive characterization of the 
sensors. 
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Flow sensitivity 

The velocity of the loudspeaker membrane was measured for different frequencies 
using the laser vibrometer. The sensor arrays were placed at a distance less than 1 cm from 
the membrane and for such very near-field cases, the flow velocity generated by the 
loudspeaker is equal to the measured vibrational velocity of the loud speaker. Using the setup, 
the sensor response is measured and plotted against the applied flow amplitude.  In 
addition, RMS noise measurements were also performed at different bandwidths, without the 
sensors being actuated by the loudspeaker. 

The response threshold of the sensors can be determined by the intersection of the 
signals measured in a small bandwidth (1 Hz in this case) and the noise present in a certain 
bandwidth (0.01, 0.1 and 1 kHz). For the sensor response at 400 Hz, the lowest response limit 
was observed to be 0.85 mm/s (figure 3.16). It is noteworthy that actual hair sensors of 
crickets with a length of about 1 mm have a response threshold at ~0.03 mm/s at lower (~ 10 
Hz) excitation frequencies [13]. 

 
 

Figure 3.16 Sensitivity measurements at three different frequencies, with the horizontal lines 
indicating the RMS noise levels present at various bandwidths [12]. 

 
Directional sensitivity 

For determining the directional sensitivity of the sensor arrays (which is an essential 
property of flow-sensors/particle velocity sensors), a different setup is used. The sensors are 
placed on a rotary stage, close to a loudspeaker. The loudspeaker is actuated at a fixed 
frequency and the signal response from the sensor arrays is recorded (from the lock-in 
amplifier) for every 10º rotation angle with respect to the flow source. Figure 3.17 shows a 
clear figure-of-eight response from the sensor arrays at different frequencies confirming a 
preferred directional sensitivity of the sensors [12].  
 The ideal figure of eight is indicated by the red-dotted line in figure 3.17. There is a 
~45º rotation shift in the figure-of-eight response which is due to the fact that all the hair 
sensors in the chip are rotated 45º in order to allow for high density arrays. Also the response 
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is slightly asymmetrical (compared to an ideal response) which could be explained by the 
disturbances caused by the mounting electronics and the wires that come in between the 
source and sensors during part of the stage rotation. 
 
 

 
 

Figure 3.17 Directionality measurements on the hair sensor arrays at three different frequencies 
showing a clear figure-of-eight response. 

 
 
Frequency response 

Using a similar measurement setup, sensors with different torsional spring dimensions 
were tested and the frequency response of three such sensor arrays are shown in figure 3.18. 
The measurement plots show the sensor responses with different resonance frequencies in 
good agreement with the model. Using the sensor model, we calculated the drag-torque acting 
on the hair under the assumed air flow. Using this and the mechanical transfer characteristics 
of the sensor, the normalized angular amplitude of the rotating hair is calculated and hence, 
the relative change in the sensor capacitances is calculated. While the model was fed with the 
actual sensor dimensions, it is fitted only for the quality factors and proportionality factors.
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Figure 3.18 Frequency responses showing normalized angular amplitudes from the sensors with 
different torsional spring designs 

 

3.5. Discussion 
The performance of a mechano-sensory filiform hair is dependent on its efficiency in 

coupling energies from the source (flow) to the sensing neuron. There exists a certain 
mechanical transfer between the flow and the force it induces on the filiform hair structure. 
For an efficient coupling, the mechanical impedance of the hair-sensor should be matched 
[14] to the mechanical impedance of the flow and the cricket achieves such matching by 
proper tuning of its intrinsic mechanical parameters – hair moment of inertia J, torsional 
stiffness S and the torsional resistance R.  
 For the artificial hair sensors, only the moment of inertia J of the SU-8 hair and the 
torsional stiffness S of the sensor can be determined. The precise value of the damping 
coefficient R of the sensor has not yet been investigated. While there exists complexity to 
experimentally determine the damping coefficient, it should be noted that the sensors do 
exhibit a second-order mechanical system behavior, in combination with a boundary layer 
dependent driving torque, in good agreement with the models (figure 3.18). For the model 
calculations, while most parameters are based on the actual geometry and materials properties 
of the sensors, only the quality factor Q and overall proportionality factor were fitted. The 
quality factor represents the estimation of torsional resistance R of the hair. Numerical 
estimates of the torsional resistance R for the hair sensors by using the assumed quality factor 
Q lead to a value of about 4.8·10-13 Nm.s.rad-1. For a filiform hair of ~1mm long, the torsional 
resistance is given as 3·10-14 Nm.s.rad-1.  
 The torsional resistance R represents predominantly the combined effects of two 
damping mechanisms: (i) viscous damping due to the interaction between the hair and air 
flow [14,15] and (ii) squeeze-film damping of the air film between the sensor membrane and 

3-22 



 
 

      Fabrication and characterization 
 
the substrate. The damping coefficient due to viscous damping for the hair sensors is 
calculated [14,15]. Since it is dependent on the frequency, the numerical estimate from 100 to 
1000 Hz is in the order of 2.4 – 3.4 x 10-14 Nm.s.rad-1. This clearly shows that the coefficient 
due to the viscous damping is negligible and implies that the major part of the torsional 
resistance is constituted by the squeezed-film damping of the thin air film between the 
suspended membrane and the substrate. 
 It is tempting to compare the artificial hair-sensor with those of crickets. Such a 
comparison should include at least operational bandwidth, mechanical sensitivity and 
response threshold. Operational bandwidth is important since it implies the amount of 
(thermal-mechanical) noise to which the sensory systems are exposed. Evidently, the smaller 
the operational bandwidth, the lower the total noise power and, hence, the lower the response 
threshold. To the best of the authors knowledge there is no data on the maximum frequency 
that is encoded in the neuronal part of the flow-sensitive system of crickets. But given the 
mechanical response of the hairs with best frequencies mostly below 200 Hz [16] and given 
the relatively large low-frequency content of behaviorally relevant transient flows, e.g. as 
generated by attacking spiders [17], lying well below 200 Hz [18] one could speculate that the 
cricket flow-sensing system needs not be working in a bandwidth larger than 200 Hz. For this 
bandwidth and assuming white noise our sensors would have a threshold response of about 
0.7 mm/s at 100 Hz. It may be expected that signal as well as noise power are proportional to 
the number of hair-sensors in the array (124) which translates into a response threshold for a 
single hair-sensor of about 8 mm/s. This is roughly ~2.5 orders higher than their natural 
counterparts 
 However, this is not the case. Calculation of the thermal mechanical noise [19] of our 
sensors indicates that this is currently not a limiting factor, i.e. electronics are still the limiting 
factor. One of the reasons is that for an array, owing to irregularities and parasitic 
capacitances, it is not possible for all hair-sensors to have the signal on both capacitors 
exactly in anti-phase. This implies that there will be charge injection in the common counter 
electrode, even in the absence of flow thereby increasing the response threshold. Another 
reason is that in a dense array of hairs, like in the hair-sensor arrays described here with inter 
hair-distance on the order of ~5 times the hair-diameter, there can exist a considerable amount 
of viscosity mediated hydrodynamic interaction between the hairs [20,21]. Chapter 6 of this 
thesis deals extensively with characterization of such effects on the hair sensor responses. For 
the situation of hairs aligned up along the direction of the flow this will lead to reduced 
exposure of the hairs to the flow resulting in reduced angular displacements. The effect 
becomes progressively worse as distance and/or frequency decrease and is estimated to reduce 
our sensor response with 25 - 50% at lower frequencies. As it turns out, single hair-sensors do 
not suffer from the two effects described above. Recent investigations have confirmed that 
single hairs can perform at response thresholds lower than reported here for entire arrays. This 
is possible with more advanced electronic interfacing and adaptations of the fabrication 
process which will be reported on in a future publication [22]. 

3.6. Conclusions 
The hair sensor arrays featuring slightly modified spring and hair geometry were 

designed and successfully fabricated. The hair sensor arrays were extensively characterized 
for their quality and functionality. By replacing the chromium with aluminum for sensor 
electrodes, the sensitivity-deteriorating effect due to the membrane curvature is eliminated. 
This is obviously observed by means of a series of successful and well-characterized results 
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obtained from the sensor arrays. The sensor arrays show a flow amplitude threshold of 0.85 
mm/s at 400 Hz at 1 kHz bandwidth and show a clear figure-of-eight directional sensitivity. 
When compared to the performance of the actual cricket hairs, the performance of the hair 
sensors is roughly ~2.5 orders worse, however, still marking a significant milestone: it can be 
argued that these sensors are about ~3.5 orders of magnitude more sensitive than the first 
generation [23] of hair-sensors (although these were never characterized equally well). It 
proofs that the model-based optimization, as introduced in chapter 2 has been very successful. 
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Nature-like hairs 
 
 
 
In a nutshell... 
 
The shape of the filiform hairs on the cerci of crickets has a pivotal role in sensing. It 
becomes almost inevitable while engineering a bio-inspired system, to admire and learn from 
the course of nature’s evolutionary design and trying to re-create it with man-made 
technologies. The artificial hairs we have made have already evolved over several design 
optimization phases. In this chapter the design and fabrication of artificial SU-8 hairs, of 
which the shape resembles that of their natural counter-part, is described. Optimizing the 
shape of the artificial hair is necessary for improving the sensitivity while retaining usable 
bandwidth of the sensors. A new technological approach involving a back-side exposure to 
fabricate SU-8 hairs is tested and characterized in the presented work. Such a technique 
opens up the possibilities to fabricate sensors with hairs of different geometry in one 
simplified process. 
 
 

4.1. Introduction  
Artificial hairs on top of the sensor membranes are the mechanical interfaces that cause 

the flow information to result in membrane rotations inducing capacitance changes which are 
eventually transformed into equivalent electrical signals. For the effective operation of our 
artificial hair sensors, the shape of the SU-8 hair plays a central role. The hair geometry 
serves two basic purposes: (i) it determines the amount of flow-induced, drag-torque acting 
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upon the hair and (ii) it contributes to the mass moment of inertia, which determines the 
mechanics of the sensory system. While the figure of merit for the sensors suggests optimal 
design values for our artificial hairs, there exist challenges in realizing such design goals due 
to the technological limitations. Nevertheless, through model-based optimization, the artificial 
hairs have undergone several changes over the years, either in terms of design or fabrication 
technology. Finding the optimum balance between the drag-torque reception and the hair 
moment of inertia has been the primary motivation for such optimization. 

4.2.  Filiform hairs on the cerci of crickets 
The structural aspects of the filiform hairs (Figure 4.1) on the cerci of crickets have 

been extensively studied by biologists and bio-physicists [1-3]. The hairs on the cerci are 
found to appear in a wide range of lengths from 30 to 1500 μm with diameters occurring from 
1 to 9 μm and generally being tapered towards the hair-tip. These hairs are sitting in a socket 
which has some degree of mechanical anisotropy that causes the direction of best sensitivity 
to vary over the cercus [3]. A wide range with respect to hair geometry also suggests diversity 
in mechanical properties and hence, sensing capabilities.  

 

 
 

Figure 4.1 Filiform hairs on the cerci of crickets  
[SEM image courtesy: G. Jeronimides, University of Reading, UK] 

 
Initially, the structural effects of the cercal hairs were analyzed by assuming a 

cylindrical [2] or linearly tapered conical shape [3] for them. But upon more accurate 
measurements, the hair shape was found to follow extremely elongated paraboloids, i.e. 
square-root cone, whose diameter increased with the square-root of the distance from their tip 
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[4]. Earlier electron microscope studies showed the hairs to be hollow tubes, with the 
diameter of the inner hollow cavity being approximately one-third of the outer diameter [5]. 
The hollowness of the hair reduces the moment of inertia further. The shape of the hairs play 
an important role, in terms of (i) determining the moment of inertia that contributes in 
defining the best frequency of its mechanical system and (ii) determining the drag-torque 
receptive capability (which depends on the length of the hair and the effective surface area 
that faces the flow).  
 Natural hairs have shown to inspire bio-inspired engineers posing challenges in: (i) 
implementation of arrays of hair sensors with a wide range of hair geometry; (ii) realizing 
hairs with high aspect ratios (> 1:100); (iii) square-root conical shape of the hairs and (iv) 
sturdy and robust hairs made of compliant biological material. 

4.3. Our artificial hairs – an overview 
Prior to the fabrication of our first generation of hair sensors, investigations were made 

on realizing high-aspect ratio hair-like structures using silicon nitride (Figure 4.2).  By 
etching trenches of different shapes on the silicon substrate, and later filling these up by 
silicon nitride in a low-pressure chemical vapor deposition process, it was shown possible to 
realize hairs of varying geometry. However, integrating such silicon-nitride hairs with a 
sensor element posed difficulties. 
 

 
 

Figure 4.2 Arrays of silicon nitride hairs [6] 
 

In the following generations [7,8] SU-8 hairs were introduced, SU-8 is an epoxy-based 
polymer with a relative (compared to silicon-nitride) low Young’s modulus. The SU-8 hairs 
were fabricated using a standard photolithographic technique of spinning the negative-tone 
photoresist, exposing and then developing into a hair-like structure. First, a single layer of 
SU-8 photoresist was used resulting in hairs of ~450 μm length [7]. In later generations of our 
hair sensors, two subsequent layers of SU-8 were spun and hairs of length of up to ~900 μm 
were fabricated by top-side exposure [8]. The result was that hairs were long and had a 
cylindrical shape with a uniform diameter of ~50 μm (Figure 4.3). It is to be noted that the 
hair length variations depend on the number of layers spun and complexities increase with the 
number of layers. So far, hairs have only been realized with up to two different lengths, 
throughout the array. 
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Figure 4.3 Generations of SU-8 hairs with a cylindrical shape 
 of ~450 μm (left) and of ~900 μm (right) 

 
In the current generation of sensors [9], the focus of the sensor optimization was laid 

on realizing springs with small torsional stiffness, which is crucial for obtaining higher 
mechanical sensitivity. For such sensor designs, the hairs with cylindrical shape with a large 
moment of inertia hamper the usability by restricting the bandwidth as a consequence of a 
decreasing resonance frequency for decreasing rotational stiffness at fixed moment of inertia. 
Within the limitations of technology, other ways to reduce the hair moment of inertia were 
sought. One solution is a reduction of the diameter of the upper hair part to half of that of the 
diameter of the lower part of the hair (i.e. D1 = 2D2, see Figure 4.4). This results in a 
reduction of the moment of inertia by 65 % at the cost of a slightly (15-20%) reduced drag-
torque.  
 

 
 
Figure 4.4 Present generation of SU-8 hairs with two parts: top diameter is half the size of the bottom, 

in order to reduce the moment of inertia down to ~35% [10] 
  

The complexity in using multiple-spun SU-8 layers is that the alignment of the 
structures on subsequent layers becomes very critical. As shown in figure 4.5, aligning the top 
part of the hair on to the center of the bottom hair becomes difficult and it is critical to the 
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functionality of the hair itself. Further, due to the nature of how the light penetrates into the 
SU-8 layer during exposure, the developed hair has a top part which appears more like an 
inverted-cone. Accurate alignment of the top part to the bottom part is challenging and 
analyzing the effects of it on the hair-sensor performance is complex. 
 

 
 

Figure 4.5 Actual hair shape: inverted cone-shaped top part of the SU-8 hair [10] 
 

4.3.1 Motivation for nature-like hairs 
Motivation for the nature-like hairs is driven by the necessity of realizing optimal 

sensor performance, as discussed in Chapter 2. Optimal performance of the sensor is defined 
by means of a figure of merit, which requires that (i) hairs be long (drag-torque reception) and 
thin (for small moment of inertia) and (ii) sensor springs be compliant (desired mode of 
operation) and robust (in all other modes). In the upcoming generation of hair sensors, the 
springs will be designed to reduce the torsional stiffness by at least one-order over the 
previous generations. For such compliant sensors, SU-8 hairs should have small moment of 
inertia for retaining the usable sensor bandwidth. However, both moment of inertia and drag-
torque receptive capability are dependent on the shape of the hair. Thus, to realize an optimal 
hair shape, the ratio of drag-torque (Td) generated on the hair to the moment of inertia (J) 
should be large. A figure of merit for the optimal hair shape can thus be defined as: 
 

 J
LTFoM ),(d

(hair)
ω

=  (4.1) 

 
However, this FoM for the optimal hair shape is dependent on the flow frequency (ω) 

and hair length, L. For a filiform hair of ~800 μm long, the FoM at 250 Hz is given as 5.9·106 
[units] while for the present generation of SU-8 hair (with two different hair diameters at top 
and bottom) of similar length, the FoM at the same frequency is given as 1.17·105 [units]. This 
means that the shape of the filiform hair is optimal than the artificial hair by ~50 times.  

Furthermore, the hair lengths of the present generation of hairs are fixed (by means of 
spun SU-8 layers). Since the present array of sensors act in parallel as one single capacitive 
sensor, this doesn’t bother too much. However, the next generation of sensor arrays will 
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feature hairs that can be individually addressed in an array. For such designs, it is highly 
desired to have hairs of different lengths which facilitates in realizing arrays sensitive to a 
wide range of operating frequencies. It is therefore required to develop a simple fabrication 
scheme to fabricate hairs of different lengths. 
 Our new approach to fabricate SU-8 hairs is aimed at addressing the above 
requirements. Bottom-side exposure of SU-8 hairs will enable us to realize hairs with reduced 
moment of inertia and with a shape, which resembles those of filiform hairs. At the same 
time, such a technique is expected to provide us the facility to control the hair lengths in an 
array, even at the design phase. 

4.4. SU-8 processing 
SU-8 is a renowned material commonly used in soft lithography techniques for lab-on-

a-chip applications [11]. SU-8 is a low-Young’s modulus material (~4GPa) with attractive 
mechanical and chemical properties. The fact that it is compatible with most standard 
microfabrication techniques offers a great advantage and, moreover, it can also used as 
structural material in MEMS applications [12]. Since our artificial hairs are made of SU-8, a 
brief introduction of SU-8 processing and bottom-side exposure technique is presented in this 
section. The actual process flow of the SU-8 hairs is presented here in detail. 

4.4.1 Standard processing steps 
SU-8 is an epoxy-based, negative-tone near-UV photoresist polymer developed for 

high-aspect ratio structures and for ultra-thick layers [13]. High-aspect ratio structures are 
realized by means of a photo-assisted cross-linking process of the polymer. SU-8 is sensitive 
to conventional near-UV (350-400 nm) radiation, while UV I-line (365 nm) is mostly 
recommended [14].  Standard photolithography of SU-8 consists of the following steps: 

(i) Resist spinning 
(ii) Soft bake or pre-exposure baking 
(iii) Exposure 
(iv) Post-exposure baking 
(v) development 
An optional hard baking step might follow, depending on the requirements [14]. SU-8 

photoresist comprises of epoxy resin, solvent and a photo-acid generating agent. SU-8 is 
available in different viscosities targeting at the layer thicknesses achieved at standard resist 
spinning settings [14]. During the soft-baking, most of the solvent is evaporated. The cross-
linking of the epoxy happens in two-steps: (i) generation of photo-acids during the exposure 
and (ii) photo-acid catalyzed cross-linking of epoxy polymer under thermal conditions during 
the post-exposure baking step. Development of the SU-8 leaves the cross-linked polymer 
intact while removing the unexposed portions of the SU-8 layer. The process parameters in 
the above steps will vary for different desired SU-8 layer thicknesses. Also, each of the steps 
has a profound impact in defining characteristics of the realized SU-8 structures in terms of 
intrinsic stress, adhesion and profile. 

4.4.2 Tapered side-wall profile 
Micro structures realized using thin layers of photoresist with standard top-side 

exposure, result in vertical sidewalls. Vertical sidewalls are often an important requirement in 
microfabrication, as any tapering profile (positive or negative) will also affect the patterned 
profile of the underlying layers. Tapered side-wall profiles in SU-8 layers have been studied 
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in [15]. Some important factors that influence the quality of the side-wall profiles are 
suggested as [15, 16]: (a) optical wavelength, (b) intensity-profile due to the Fresnel’s 
diffraction of the UV light through the mask opening, (c) attenuation at different depths of the 
thick SU-8 layer (and hence the resulting optical transmission rate at different depths) and (d) 
the gap between the photomask and photoresist layer. 

Thicker resists result in more non-uniformity in resist-thickness across the wafer, 
which does not favor contact printing. For the processing the SU-8 (~900 μm thick) hairs of 
our sensor arrays, we used soft contact exposure with a gap ~80-100 μm between the resist 
and the mask. Exposure under such conditions will result in tapered side walls. This has been 
prominently observed in the present generation of SU-8 hairs, with negative-tapering profiles 
of the top parts (figure 4.5). Using a special I-line filter during exposure is recommended for 
improved side-wall quality [14]. 

4.4.3 Bottom-side exposure 
The characteristic negative-tapering profile of patterned thick SU-8 layers can be 

made useful for fabricating hairs by bottom-side exposure. The negative-tapering profile then 
works in a much-favorable way in reducing the moment of inertia and such hairs could 
resemble the filiform hairs of crickets. Bottom-side exposure of SU-8 layers is a well-known 
technique, commonly used as molds in the fabrication of micro-needle arrays for drug-
delivery applications [16-18]. Arrays of SU-8 hollow micro pillars are fabricated by bottom-
side exposure of SU-8 layers, and electroplated, followed by mechanical polish to open the 
holes at the tip. Unexposed SU-8 is then removed using a developer. Bottom-side exposure 
gives an advantage of realizing tapered micro-needles, favored for the ease of piercing the 
skin for drug delivery. 

4.5. Design and fabrication 
For our requirements, we use bottom-side exposure for fabricating hairs with gradually 

tapering tips aimed to resemble the filiform hairs. The aim is to first develop a proof-of-
concept process flow to fabricate SU-8 hairs by the bottom-side exposure method. Figure 4.6 
shows the condensed process flow involved and the details are presented in the Appendix. 
The process starts with a standard glass wafer (step 1) on which ~100 nm of Aluminum is 
sputtered. An aluminum layer is patterned using standard photolithography using positive 
photoresist and by wet-etching using OPD 4262 solution (step 2). The patterned Aluminum 
layer serves as the mask during the bottom-side exposure of the SU-8 layer.  

The first layer of SU-8 is spin-coated on the wafer under the standard settings [14] in 
order to achieve a layer thickness of ~400 μm. The wafer is put on the hot plate set at 95 °C 
for 6 hours and then left to cool down. Subsequently the second layer of SU-8 is coated and 
soft-baked. Next the wafers are flipped over and exposed under UV light using flood exposure 
settings. The exposure time is calculated based on the recommended exposure energy [14] 
and the intensity output of the UV source (for our case the mask aligner EVG 620 provides 12 
mW/cm2). Based on this and combined with the interest of our investigation, four different 
exposure times (160, 190, 220 and 250 s) were chosen for testing (step 4).  

The wafers are placed on the hot plate for the post-exposure baking step for epoxy 
cross-linking. The hot plate is set at 75 °C for 50 min and slowly cooled down with time steps 
of 5 min at every 5 °C reduction. This step is important in the SU-8 processing to reduce the 
internal stress developed in the layer. The wafers are then developed in standard RER 600 
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solution (step 5) under a spray-gun. The wafers were developed for 25 cycles of each 1 min. 
The finished wafers are dried and put under the optical microscope for observation. 
 

 
 

Figure 4.6 Fabrication flow for nature-like SU-8 hairs by back-side exposure: (1) glass wafer; (2) 
Aluminum sputtering and patterning; (3) Spinning of two SU-8 layers of ~400 μm thickness each; (4) 

Bottom-side exposure and (5) SU-8 development. 

4.6.  Observations 
Nature-like SU-8 hairs were successfully fabricated using the bottom-side exposure 

method with their shapes resembling their natural counter-parts closer compared to previous 
versions of our artificial hairs. Figure 4.7 shows hairs with gradually-reducing diameter from 
the base towards the apex. These hairs were fabricated after 250 s exposure from the bottom-
side of the substrate and through a circular opening of ~30 μm diameter in the Aluminum 
mask layer. These hairs were of ~750 μm length and the respective base and top diameters 
were ~43 μm and ~15 μm respectively.  Using the bottom-side exposure method, hollow hairs 
were also fabricated. In this section the results from nature-like and hollow SU-8 hairs, as 
inspected optically, are discussed. 
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4.6.1 Nature-like hairs 

Nature-like hairs were fabricated (i) using different circular patterns in the aluminum of 
which the opening diameters varied from 2.5 μm to 60 μm and (ii) at different exposure times 
– 160, 190, 220 and 250 s to analyze the importance of exposure time for the eventual hair 
shape. Characterization was mainly by optical microscopy, with which the hairs were 
measured for their lengths and diameters at different distances from the hair base. From the 
measurements, it was observed that the length of the nature-like hairs fabricated from a 
specific opening diameter, were almost uniform with a little variation of ±2%. In all the 
sample wafers, irrespective of exposure times, the hairs fabricated from an opening diameter 
of 2.5 μm were mostly missing or scarcely found after the development. 

Figure 4.8 shows a high-resolution SEM image of a line-up of SU-8 hairs varying in 
length depending on the diameter. Figure 4.9 shows the measured hair lengths plotted against 
the circular opening diameters of the aluminum pattern and for different exposure times. It 
was clearly observed that hair length gradually increased with increasing opening diameter of 
the mask pattern.  

 

 
 

Figure 4.7 Nature-like SU-8 hairs from an opening diameter of ~30 μm 
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Figure 4.8 SEM image of nature-like SU-8 hairs of different lengths fabricated from the opening 
diameters of 50 μm (left) to 2.5 μm (right) 
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Figure 4.9 Nature-like SU-8 hairs of different lengths based on 

 the opening diameters(mask pattern) and for various exposure times. 
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Figure 4.10 Variation of the hair diameter with increasing distance from the base  
(for the hairs made from an opening diameter of 50 μm) 

 
 

Figures 4.10 and 4.11 show an interesting observation of the change in hair diameters 
as the distance from the base increases. The hairs were individually measured for their 
diameters, from which an approximately symmetrical representation of the hair shape is 
presented for the sake of qualitative comparison. In figure 4.10, the measurements are of hairs 
from an opening diameter of 50 μm at different exposure times. The overall shape of the hair 
seems not to be influenced substantially by the exposure time. Interestingly, all the hairs show 
a bulge in their diameters, which peaks around a distance of ~40-50 μm above the base. 
Similar characteristic profiles are observed in figure 4.11 which shows similar measurements 
but observed on those hairs realized from different opening diameters of mask patterns. The 
hairs from the opening diameters of 50, 40 and 30 μm were measured at different distances 
from their base until their tips. All the hairs, while showing distinct overall hair shape 
commonly show a bulge in their diameter, at distances close to the base. It is unclear the exact 
reason for such a bulge on the diameter. 
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Figure 4.11 Variations of the hair diameter with increasing distance from the base  
(For the hairs from different opening diameters). Shaded image represents the shape of the present 

SU-8 hair used on the sensor arrays. 

 
Figure 4.12 Comparison of hair diameters measured at the base and at the bulge, with the designed 
values for the mask openings. The measurements are from the hairs fabricated at an exposure time of 

250 s. 
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Figure 4.12 shows the trend of the hair diameter measured at the base and at the bulge, 
with respect to the opening diameters. The measurements are from those hairs fabricated with 
250 s exposure time. It is evident that the hair diameters at the hair base are slightly larger 
than the opening diameters, while the measured hair diameters at the bulge are fairly larger 
than the designed values. On the other hand, the variation of the hair diameters at the tip could 
not be measured precisely for all opening diameters, as some of the hairs showed curling of 
the tips (especially for those hairs fabricated from smaller opening diameters).  

Figure 4.13 shows some intriguing effects observed at the tips of the nature-like hairs. 
Tip linking of the hairs (Figure 4.13 - i and ii) is observed to occur between hairs that are 
placed at close distance to each other. Based on the measurements on hairs of ~850 μm length 
and ~50 μm diameter, this effect is prevalent among hairs placed at a spacing less than or 
equal to 110 μm (center-to-center) between each other. Hairs of equal length placed at larger 
inter-hair distances do not have such linking effect; however they still may have slightly tilted 
tips, as shown in figure 4.13.   
 

 

 
 

(ii) 

 
(i) 

 
(iii) 

 
Figure 4.13 Hairs showing tip-linking and curling effects at their tips. 
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Furthermore, when the tip diameters of the hairs become smaller (usually < 10 μm), the 
tips tend to curl on to themselves. Such curling effect was observed in almost all hair samples 
fabricated from the smaller opening diameters (≤ 20 μm) of the Aluminum pattern. This was 
the main reason why the tip diameters could not be accurately measured. However, those 
hairs with a length almost equal to the thickness of the SU-8 layer (realized with larger 
opening diameters of the mask pattern), do not have such curled tips. 

4.7. Discussion 
Hairs that resemble filiform hairs are fabricated by bottom-side exposure of SU-8. Also, 

hairs of different length, defined by the opening diameters on the mask pattern, are 
successfully fabricated in one process-flow. The length and diameter of a hair fabricated from 
a given opening diameter of the mask pattern appear not to be influenced by the exposure 
times. This suggests above a certain threshold, the dose (calculated for a given intensity) 
seems not to impact much on the hair geometry.   

4.7.1 Hair length and diameter 
As seen from figure 4.9, the hair length tends to increase with the opening diameter 

(approximately as a function of 3rd order polynomial). Different exposure times of SU-8 were 
also tested and it is observed that variations in exposure time can cause up to 20% variations 
in hair length. On the other hand, this effect seems to occur merely at the larger diameters 
where it seems that the shorter exposure times are insufficient to saturate SU-8 cross-linking. 
This is further illustrated by the results for 220 s and 250 s: despite the 13% variation in 
exposure time, hair-lengths seem to hardly increase. Hence, for sufficient long exposure times 
the process is rather robust. 

For the opening diameters up to 30 μm, the major difference in the measured hair 
lengths due to the exposure times is observed between those exposed at 190 s and 220 s and 
for those exposed longer (i.e. 250 s); no significant differences was observed. On the other 
hand, for those diameters above 30 μm, the major difference in the hair lengths is observed 
between the exposure times of 160 s and 190 s and for the hairs exposed longer than 190 s, no 
significant differences were observed. 

Figures 4.10 and 4.11 show the hair shape profile for different exposure times and 
different opening diameters. Figure 4.12 shows the deviation of the measured hair diameters 
(at base and bulge) from the designed values. The deviation for the case of base diameters is 
thought to be due to process-related issues (i.e. due to the over-etching of the aluminum 
pattern). The reason for the bulged diameter observed at lengths (<100 μm) close to the base 
is unclear. However, the effect of such a bulge on the moment of inertia is small and its 
contribution to the drag-torque reception can be considered insignificant.  

Figure 4.14 shows how much the hair diameter at the bulge increases for a given 
opening diameter, irrespective of exposure times. The measured values represent the average 
ratio (averaged over exposure times) of hair base diameter to their corresponding opening 
diameters. This ratio is observed to be decreasing with opening diameter.  
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Figure 4.14 Trend of the diameter ratio (i.e. the ratio of the hair base diameter to the given opening 

diameter and averaged over different exposure times). 
 
The decrease in the diameter is not linear but rather as a 3rd order polynomial function 

with the distance from the base. Figure 4.15 shows the spread of normalized diameter against 
the normalized length fabricated from an opening diameter of 50 μm and compared with that 
of a 20 μm, both exposed at 250s. For fitting, the measurement at the bulge were not 
considered in order to observe the behavior qualitatively. The hairs from smaller opening 
diameters than 20 μm, did not show any significant differences between the base and top 
diameters and remained, more or less, in a cylindrical shape. Such cylindrical shape however 
is not helpful in reducing the moment of inertia and therefore, not favored.  

 

 
Figure 4.15 Plot showing the fitted hair shape profile (excluding the shape at the bulge) for the hairs 
fabricated from 50 and 20 μm opening diameter of mask pattern. Here, L0 and D0 represent the total 

hair length and the hair diameter at the base respectively. 
 
Figure 4.13 shows the curling and tip-linking effects observed on the nature-like hairs. 

Capillary effects during spray-development could possibly be the source of the curling 
observed at the tips of shorter hairs and on closely-placed longer hairs. Such curled tips could 
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actually arrest the air flow and receive more drag-force. However, curled tips lead to 
substantially increased moment of inertia, which is not favored in our case. Not surprisingly, 
hairs serving for similar flow-sensing purpose are found in certain species of spiders 
(Cupiennius salei) and observed to have feathery or tilted tips, respectively [19]. 

4.7.2 Moment of inertia and drag-torque 
The moment of inertia of the nature-like hairs can be calculated by assuming a simple 

shape consisting of two different conical frustums (figure 4.16) with one placed on top of the 
other. However, only for the hairs that were fabricated from a large mask openings (>= 20μm) 
this shape was used for calculation, while the rest assumed a single conical frustum shape. 
The parameters for calculating the moment of inertia were measured by optical microscope 
for each hair. Figure 4.16 shows the calculated moment of inertia of nature-like hairs of 
different lengths. The moment of inertia increases with the hair length and a fit shows that it is 
proportional to L6.43. This is an exciting result as it is now possible to fabricate hairs of 
different lengths which are controlled at the design level (i.e. hair lengths are determined by 
means of the designed mask openings). This implies that future arrays of hair sensors could 
feature sensors sensitive to a wide range of flow frequencies (which will be feasible by means 
of featuring different hair lengths). Figure 4.16 also compares the nature-like hairs with the 
actual filiform hairs (fit from the data in [1]). Comparatively the nature-like a) hairs obey 
about the same trend, b) have two order of magnitude larger moment of inertia for given 
length and c) are fabricated from relative larger length on.  

 
 

Figure 4.16 Calculated moment of inertia of nature-like hairs for different lengths 
 

Calculation of drag-torque for the exact shape of the nature-like hairs is complex. 
Using the sensor model described in chapter 2, the drag-torque acting on the nature-like hairs 
can be approximately calculated and figure 4.17 shows the calculated normalized drag-
torques at different frequencies for nature-like hairs depending on their length. As we know, 
the drag-torque depends strongly on hair length. It roughly increases with the cube of the hair 
length, if it is in the boundary layer and with the square of the hair length, when it sticks out 
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of the boundary layer. The drag-torque also depends on the hair diameter, but this dependence 
is weaker.  
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Figure 4.17 Calculated drag-torque of nature-like hairs for different lengths  

and at different flow frequencies 
 

 
Figure 4.18 Comparison of FoM of all artificial hair shapes and the actual filiform hairs of different 

lengths and at different flow frequencies. 
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Figure 4.18 shows the comparison of FoM(hair) (defined in equation (4.1)) for all the 
artificial hair shapes with that of filiform hairs of crickets, for different flow frequencies. 
Filiform hairs show a better FoM(hair) compared to all of the artificial hairs so far. SU-8 hairs 
from the first generation [7] (length: ~450 μm and diameter: ~50 μm), second generation [9] 
(length: ~900 μm and diameter: 50 μm) and present generation hairs (with actual dimensions) 
[10] are compared with the nature-like SU-8 hairs. It is interesting to see that the nature-like 
hairs show a better FoM than the previous generation of artificial hairs. 

When observing the trend of the FoM(hair) it is noted that it increases on decreasing 
hair-length. So one may wonder why not all hairs of e.g. crickets are rather short. Obviously 
one important aspect that has been held out of the equation is the threshold angular rotation, 
e.g. needed to trigger the neurons in cricket hair-sensors or to surpass the noise-floor in our 
artificial hair-sensors. For smaller hairs the ratio of Td to J becomes larger but Td still 
decreases increasingly requiring a softer suspension to accommodate the required rotation 
angles. Put in other words: as the hairs become smaller and smaller the amount of energy that 
can be extracted from the flow decreases, especially when the hairs are shorter than the 
boundary layer thickness, eventually leading to higher flow-velocity threshold values. This 
has e.g. been observed in crickets by Shimozawa and co-workers [20]. 

4.8. Conclusions and outlook 
Nature-like SU-8 hairs are fabricated successfully using a bottom-side exposure 

method. By this technique it is possible to fabricate sensors featuring hairs of varying length, 
fabricated with a much simplified and single process flow. The shape of the hair resembles 
the actual filiform hairs of the crickets, when compared to the shape of the present SU-8 hair 
used on the sensor arrays. 

The fabricated samples were analyzed to find the optimal exposure time and the effect 
of different design parameters of the aluminum pattern on the hair geometry. The exposure 
times chosen for the presented investigation seem to be rather insignificant in determining the 
hair length and the hair diameter. As intended, it is now possible to fabricate hairs of different 
lengths, which are determined at the design phase, by defining the opening diameter of the 
mask pattern. 

The next challenge is to develop a new process scheme to integrate the nature-like SU-
8 hairs into the existing sensor fabrication. The process flow for wafer-through etch-holes on 
the Silicon wafers for back-side exposure and the applicability of Aluminum as both capacitor 
electrode and hair mask should be tested and optimized. 
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Towards optimal springs  
 
 
In a nutshell... 
 
This chapter focuses on alternative ways to improve the mechanical sensitivity of the sensors, 
which is chiefly dependent on the torsional springs of the sensor. Realization of sensor 
springs of small torsional stiffness is intended. Small torsional stiffness for springs can be 
realized by (i) choosing an alternate structural material and (ii) modifying the cross-section 
of the spring appropriately. We present the results and the challenges faced while attempting 
both options. Our first investigation was to incorporate a well-known polymer, SU-8 as a 
potential option for replacing the silicon-rich nitride for the sensor membrane and torsional 
springs. On the other hand, a T-shaped cross-section for a spring, instead of a rectangular 
one, results in smaller torsional stiffnesses for the existing silicon-rich nitride springs. As a 
first step to achieve T-section springs, a novel process flow is developed using edge-
lithography techniques to fabricate trenches with controllable widths.  
 
 
 

5.1. Introduction 
A figure of merit (FoM) defined for an optimal sensor performance (as introduced in 

chapter 2) indicate that our hair sensors need springs of small torsional stiffness to support 
their sensor membranes. Comparison of torsional stiffness values with the actual filiform 
hairs is inevitable and looking at the numbers, as discussed in previous chapters, it clearly 
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explains why this parameter needs special attention. Nature uses a range of tissues, with 
varying properties optimized for their specific functions, which are difficult to be matched by 
artificial counterparts. However, merely reducing the torsional stiffness is not the motivation, 
for doing it could seriously impede the robustness of the sensor itself and thus, its usability. 
Tuning the torsional stiffness, while putting emphasis on the overall stability of the sensor, is 
the core motivation to search for new approaches in making the sensor arrays. New design 
rules are set for realizing optimal springs for the sensors, which point out at two possible 
options: (i) an alternate structural material and (ii) modified cross-section for the springs. This 
chapter presents the results from our attempts on both options and, hence, is presented in two 
separate sections. 

For the first option of choosing an alternate structural material, a negative-tone 
photoresist [1], SU-8, was chosen for fabricating the sensor membranes and springs. SU-8 is 
compatible with most MEMS technologies [2-5] and our experience [6,7] in working with it 
(for making sensory hairs) offered a good starting point. This apparently promising choice of 
a new sensor material asks for a complete rebuild of the fabrication flow. To avoid major risks 
it was decided to first perform a test run of the fabrication of passive sensor structures 
(without functional electrodes). The presented results highlight numerous technological 
challenges, related to the material properties of SU-8. The technological challenges faced, 
eventually outweighed the promised advantages of the softer springs for the artificial hair 
sensors. 

The other intended design option was to modify the cross-section of the existing silicon-
rich nitride (Si(R)N) springs. Retaining silicon-rich nitride as a sensor material assures the 
standardized low-stress process and hence, the quality of the sensor parts. Considering several 
possible cross-sections, which are quite compatible to our sensor fabrication, a T-shaped 
section for the spring offers the favorable design improvements.  A simple analysis is made to 
identify the critical design parameter in a T-section spring and its impact is studied. A T-
section spring is feasible by first fabricating a deep trench and subsequently filling it up with 
thin film layers with subsequent patterning of those layers. Hence, fabrication of simple and 
controllable-width trenches is the first step in realizing sensors with T-section springs.  The 
results from a novel process flow are presented and some of the challenges faced are 
discussed in detail. 

 

5.2. Optimal sensor springs 
For the present generation of sensors, silicon-rich nitride is the basic structural material 

that is patterned as the sensor membrane and springs. Deposition of low-stress nitride results 
in appreciably near-flat membranes while its material properties, such as its shear modulus, 
cause the torsional springs to be rigid. The torsional stiffness of silicon-rich nitride springs 
(see chapter 3) were 2-orders of  magnitude higher than that of a cricket hair sensor with 
comparable hair-length (~1 mm long) [8]. While it is possible to fabricate more compliant 
springs using nitride, as a consequence of it, the robustness of the sensors will be negatively 
affected and the sensor stability will become problematic. These unwanted side effects of 
torsional springs have to be kept in mind, while looking for alternative technologies or 
materials. A design approach is required for optimal spring design that balances flexibility 
and overall stability of the sensors. 
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5.2.1 Design rules 
 Although the hair sensors are primarily designed to operate in the torsional mode (i.e. 
the sensor membrane rotational axis is along the springs themselves), the membranes have 
several other undesired modes of deflection as well. As the figure of merit (FoM) (chapter 2) 
points towards the direction of reducing the torsional stiffness S of the system, doing so will 
also implicitly affect the sensor movements in the undesired modes (for instance, vertical 
movement of the sensor membrane). Henceforth, in the design analysis of the springs, it is 
essential that the springs be designed to deal safely with the undesired effects. 
 
The torsional stiffness of the sensor springs is given as: 
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whereas the vertical stiffness of the sensor springs is: 
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where Es is the Youngs’ modulus of silicon rich nitride (=310 GPa) and Is the area moment of 
inertia for bending in the vertical direction. 
 For the better sensor performance, we need small torsional stiffness S. In order to 
achieve this it is possible to design sensors with large spring length Ls. On the other hand, 
longer springs will weaken the vertical stiffness. As a consequence (1) the weaker vertical 
springs can pose serious problems with membrane stiction and pull-in (due to the voltages 
used for the capacitive read-out of the sensor arrays) and (2) the resonance of the vertical 
mode can interfere with the torsional mode causing undesired mode-coupling effects. Thus, 
for optimal performance, designs should provide (i) small torsional stiffness S and (ii) high 
stiffness K (and thus high (K/S) ratio). 

Optimal spring design 
 Let us assume a desired (small) torsional stiffness, S0. To achieve this, the required 
length of the spring is given by: 
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Substituting equation (5.3) for the spring length Ls in the equation of vertical stiffness, 

i.e. equation (5.2), we get the actual stiffness ratio: 
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Equation (5.4) shows that in order to obtain reduced torsional stiffness and at the same 
time, a high ratio of vertical-to-torsional stiffness, compared to the existing silicon-rich nitride 
springs, there are two consistent choices: 
 
 (i) by materials:  
 Choosing low-Youngs’ modulus Es materials for springs allows for shorter spring 
 lengths (hence, increasing the vertical stiffness at given S0), or  
 
 (ii) by design: 

 Modifying the spring cross-sections, leading to a smaller polar moment of inertia Ip. 
while retaining a as large as possible areal moment Is.  

5.3. Optimal springs I:  Soft springs 
 The ideal candidate to replace silicon-rich nitride as spring material is SU-8. A 
detailed section on SU-8 and its processing is presented in chapter 4. The Youngs’ modulus of 
SU-8 is ~4 GPa [1] which is approximately 80 times smaller than that of silicon rich nitride 
implying that the possible gain in S0/K ratio good be as high as 6400. Additionally, using SU-
8 as springs and membranes provides good adhesion with the SU-8 hair due to the homo-
geneity in their material properties. As said before, SU-8 is a negative-tone photoresist 
compatible with microfabrication technologies, which is an added advantage. However, the 
residual stress of SU-8 layers [1,9] is also seen as a possible downside of this approach. 
Hence, the effect of residual stress on the quality of potential SU-8 sensor membranes is an 
interesting subject of investigation. 

5.3.1 Design 
 In order to model the effect of replacing the silicon rich nitride with SU-8, a beam of 
rectangular section with width and thickness as 10 μm and 1 μm, respectively, is considered. 
The torsional stiffness S and the vertical stiffness K for a wide range of beam length L are 
calculated (see figure 5.1). To appreciate the advantage of this approach, let us assume a 
target value for the torsional stiffness as 1•10-9 N.m/rad. (dashed line). To obtain this torsional 
stiffness with SU8, beams should have a length of 10 μm. For this beam length, the 
corresponding vertical stiffness is given as 20 N/m (from the figure). Compared to silicon-rich 
nitride beams of similar cross-section this ratio would be approximately ~(80)2 times better 
(i.e. improvement is proportional to square of the ratio of Young’s modulus of silicon-rich 
nitride and SU-8, as shown in equation (5.4)). 

Discussion 
The first approach in terms of achieving optimal springs is to use the low-Youngs’ 

modulus materials like SU-8 (80 times smaller). This approach intends, while resuming a 
rectangular cross-section, to shorten the spring length and take advantage of realizing 
relatively robust and compliant springs, compared to the basic approach. As a practical 
example illustrating the significance of this new approach, it was shown that for a target value 
of the torsional stiffness of 1·10-9 [Nm/rad] the SU-8 springs vertical stiffness are expected to 
be 20 N/m, approximately 80 times higher compared to the existing silicon-rich nitride 
springs. However, these very welcome improvements come at the cost of changes in the 
fabrication process and new challenges with respect to SU-8 processing; SU-8 has been 
associated with stress and stress-gradients in various publications [10,11] and the prospect to 
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have this in the most critical parts of the sensors is somewhat worrying. Nevertheless, given 
the prospective improvement it was decided to further investigate SU-8 as spring and 
membrane material. 

5.3.2 Fabrication and results 
A simple fabrication scheme is devised to verify the credibility of SU-8, as a potential 

structural material for the sensors. The motivation is to fabricate proof-of-concept SU-8 
membranes and springs with a long SU-8 hair at the center. For this initial step the integration 
of electrode layers on the membranes is omitted from the process flow and shifted to possible 
later test runs.  

 
 
Figure 5.1 SU-8 beams of rectangular cross-section: Torsional and vertical stiffnesses corresponding 

to different beam lengths. The beam width and thickness are 10 μm and 1μm respectively. For a 
torsional stiffness of 1·10-9 N.m/rad, the corresponding vertical stiffness is 20 N/m (which is about 80 

times higher, when compared to beams made of silicon rich nitride). 
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The focus was laid on: (i) the quality of the SU-8 membranes (i.e. SU-8 process and 
its effect on intrinsic residual stress), (ii) compatibility issues between the layers (i.e. 
adhesion) and (iii) the process compatibility (i.e. effects of introducing SU-8 as structural 
material, while retaining several other process steps.) 

 

 
 

Figure 5.2 Fabrication flow for proof-of-concept SU-8 test structures 
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Fabrication process 

The proof-of-concept process flow for fabrication of SU-8 membranes is shown in 
figure 5.2. A 100 nm thick layer of Silicon-rich nitride is deposited using a low-stress LPCVD 
process. This layer will act as the etch-stop layer during the final sacrificial etching step. 
Several options exist for the materials that can be used as sacrificial layer in combination with 
SU-8 [12], however, poly-silicon is retained for this process. Following it, a ~1 μm thick layer 
of poly-silicon is deposited, which will serve as the sacrificial layer. The poly-silicon layer is 
then patterned by a standard photolithography step followed by a reactive ion etching process. 
A different type of commercially available SU-8 type (SU-8 2), specially made for thin layers, 
is used for the sensor membranes. This new SU-8 is characterized with respect to the layer 
thickness dependence on the spin speed (see figure 5.3).  

A ~1.5 μm layer of SU-8 (type: SU-8 2, Microchem [1]) is spun (at 3000 rpm) and 
exposed to form sensor membranes and springs using the standard photolithography steps. 
Following it, two subsequent layers of ~400 μm thick SU-8 (type: SU-8 100, Microchem [1]) 
are spun and exposed to pattern the long hair structures. The wafers are then developed in 
RER 600 solution and the three previously exposed layers of SU-8 are developed 
simultaneously. The wafers are finally subjected to reactive-ion etching to remove the poly-
silicon sacrificial layer, leaving the sensor membranes suspended. A more detailed description 
of the process flow steps is given in Appendix C. Figure 5.4 shows SEM images of the 
realized SU-8 test structures. 
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Figure 5.3 Characterization of SU-8 2 layer thickness as a function of spin speed. A spin speed of 
3000 rpm is chosen for the test structures, which approximately results in a layer thickness of 1.5 μm. 
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Figure 5.4 SEM image of fabricated SU-8 test structures 
 

Results and discussion 
The realized SU-8 test membranes were inspected using an optical microscope. Since 

the SU-8 layer is transparent, it turned out not to be possible to study the membranes under a 
white light interference microscope (Polytec [13]). Additional coating by a reflective material 
(metal), for the purpose of subjecting them to white light interference microscopy, was 
deemed unsuitable because of the added risk of modification of the actual quality of the 
membranes. Hence, a standard optical microscope fitted with a rough height measurement 
unit (based on focusing) was used for obtaining some idea about the quality of the 
membranes. The resolution, however, was limited to ±1 μm. Selected membranes (first 
observed via optical microscope) were also inspected by SEM imaging in order to get more 
accurate information on the membrane quality. From several repeated fabrication runs, the 
following challenges were found: 

a. Intrinsic residual stress and membrane curvature 
All the optically inspected SU-8 membranes suffered from undesirable large 

membrane curvature (several μm). Most membranes showed ~11μm upward curvature, at the 
corners. Such a curvature was also observed when inspected by SEM (see figure 5.5). As 
discussed in chapter 2, the flatness of the membranes is very crucial for the sensitivity of the 
sensors. This undesirable curvature of the SU-8 membranes is the first and foremost challenge 
to be faced and it is primarily due to intrinsic residual stress gradients present in the SU-8 
layer. There are several factors that influence it. One important contribution happens during 
the soft (pre-exposure) and post-exposure baking steps [1]. Slow ramping, in terms of small 
temperature steps, up to the recommended baking temperatures was suggested [14]. Several 
repeat experiments were performed trying out these different settings of baking parameters 
but this yielded no notable improvements in the quality. 
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Figure 5.5 Torn out SU-8 membrane and hair structure as imaged by SEM. 

b. Under-exposure effects 
Figure 5.6 shows commonly observed results of an under-exposed SU-8 layer. 

Cracking of the SU-8 layer is seen at samples that have been exposed for (too) short times 
resulting in poor adhesion with the substrate. The recommended exposure times depend on 
the type of substrate [1]. Longer exposure times improve adhesion but with a loss of 
resolution. It is suggested that the right exposure time for the desired structure is derived by 
processing test wafers. For the presented thin layers, the exposure time was set at 12 s. 
 

 
 

Figure 5.6 Cracking of SU-8 layers when under-exposed. Test experiments done at different exposure 
times clearly show the impact and improvements in the quality of the membranes. 
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c. Adhesion to substrate  

Figure 5.7 shows the peeling-off of SU-8 layers after the development step. Such an 
effect was observed on more than 40% of the wafer surface. This peel-off effect could be 
associated with poor adhesion to the substrate (which in this case, is the silicon-rich nitride 
layer on top of the silicon substrate), possibly in combination with the stress in the SU-layers. 
After a technical discussion [13], a special adhesion promoter (Omnicoat, Microchem) was 
recommended and processing was done using the adhesion promoter. Alas, the test results did 
not show any improvement with the application of adhesion promoter. Upon further technical 
discussions [14,15] repeated experiments revealed that the age of the underlying silicon-rich 
nitride layer influences the adhesion of SU-8 layer: SU-8 processing done within 1 or 2 days 
after nitride processing showed good adhesion, even without an additional adhesion promoter. 

d. Contamination issues 
During initial processing experiments, strange bubbles were observed all-over the 

wafers (see figure 5.8), which were found to occur after the development step of SU-8. This 
effect was also observed in a repeat experiment. Contamination was suspected (as several 
particle-like substances were observed on the substrate) as a possible cause for this problem 
and another repeat of the process, now with a fresh sample of SU-8 solution, was performed. 
The test results did not show any improvement with the bubbles. This led to the questioning 
of the shelf-life of the current stock of SU-8 [15]. The problem was completely solved when 
the experiments were yet again repeated with a newly-ordered fresh solution of SU-8 (type: 
SU-8 2). 
 

 
 

Figure 5.7 Peeling-off of SU-8 layers due to poor adhesion to the underlying  
silicon-rich nitride layer.  

e. Minor issues 
Other than the above said challenges, there were minor cases of membrane folding 

(possibly due to capillary effects during/after development) and alignment issues of SU-8 
layers. Alignment issues could be solved by using back-side alignment marks, instead of top 
side marks, as used in the present work. 
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Figure 6.8 Presence of undesired bubbles all over the SU-8 surface which was later found to be 
contamination due to long storage time of SU-8 stocks. A new and fresh sample of SU-8 did not have 

any problems related to such contaminations. 
 

5.3.3 Conclusions 
Obviously, the chosen approach of using SU-8 as an alternative material for sensor 

membrane consumed a lot of processing time, while yielding less than expected quality of 
fabrication results. Repeatedly observed inconsistency in processing of thin layers of SU-8 is 
seen as a major drawback to this design approach for realizing optimal springs for the hair 
sensors. However, the idea of using soft polymers as a structural material for the sensor 
membranes is still seen as a potential option. A range of alternate polymers compatible with 
standard microfabrication techniques exist, for instance, PMMA [16], PDMS [17] or Parylene 
[18]. Nevertheless, each of these options pose large investments in fabrication process 
development and were deemed outside the scope of this work. 
 

5.4. Optimal springs II:  T-section springs 
This section is dedicated to the design and novel fabrication of trenches for the T-

section springs. Conventional lithography techniques, (available at the cleanroom), have a 
lowest feature size limit of 2 μm while the intended trench widths range substantially below 
that limit. On the other hand, there exists a renowned technique called edge-lithography [19-
23], which can be extended to make the desired trenches. A novel process flow is devised 
using this edge-lithography. Use of repeated wet chemical etching steps in this process flow, 
ideally assures the uniformity of trench widths across the wafer (as compared to dry, physical 
etching). The results from the process flow are presented and some of the challenges faced are 
discussed in detail. 
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5.4.1 Design of T-section springs 

Optimal springs are intended to have smaller torsional stiffness S and higher vertical 
to torsional stiffness ratio (K/S). In section 5.2, the expressions for vertical stiffness K and 
torsional stiffness S for the sensor springs were given. The motivation is that the stiffness ratio 
of any new design should be higher than the stiffness ratio corresponding to the current spring 
design (i.e. rectangular-section springs made of silicon-rich nitride). For simplicity, we will 
assume the springs are made of the same material and comparing the ratios of any new spring 
design with the present one is given as: 
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To appreciate the improvements, let us assume for the current spring design, the 
spring section has dimensions w and t (where w=n·t). The ratio of moment of inertia for a 
rectangular section is then given as: 
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For the new design, we again assume a rectangular section but with smaller width, w and 
larger thickness, t, where t=n ·w.  For the new design, the ratio becomes: 
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For our case, the value for n is ~8 and substituting it, equation (5.5) becomes: 
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This shows that by simply rotating the springs over 90 degrees we will get an 

improvement of a factor of n2. However, for any desired value of torsional stiffness, the new 
design will show an additional improvement, if the spring lengths are such that Lnew < Lrect. 
Choosing a modified spring-section, it is possible to realize springs that are more compliant in 
the torsional mode while being stiffer in the vertical mode. Care should be taken that the 
springs also serve as pathways on which the electrodes pass on to the sensor membranes and 
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there exists a certain width limitation (minimum about ~2 μm) by fabrication technology for 
the electrode layers to guarantee functionality. A T-shaped cross-section for the springs of the 
sensor is a favorable design for this case. Figure 5.9 shows an artistic impression of the T-
section springs.  

 
 

Figure 5.9 Artistic impression of a sensor membrane supported by T-section springs. 
 
 
 

Design Parameter Value (for analysis) 

Flange width, a 10 μm 
Flange thickness, b 250 nm 

Web depth, c 5 μm 
Web width, d 400 nm 

Spring length, L 30 μm 
 

Table 5.1 List of standard values for design analysis 
 

The design parameters that determine the mechanics of such a section are flange width 
a, flange thickness b, web depth c and web width d. The length of a T-section spring is 
denoted L. It is necessary to understand the effect of each of these parameters, on the required 
design conditions. For our case, the primary design goals are: (i) reduced torsional stiffness 
and (ii) higher ratio of vertical-to-torsional stiffness compared to the existing designs. As a 
preliminary design analysis, we chose a set of standard design values (respecting 
technological feasibilities) to each of the five parameters. Table 5.1 shows those standard 
values. To analyze the importance of each of these parameters, we varied them one by one 
within a relevant range, while keeping the others (as listed in the table) constant.  
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The torsional stiffness of the spring (the combination of one T-beam on either side of 
the membranes) is given as: 
 

 L
IG
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=  (5.9) 

 
where Gs is the shear modulus of Si(R)N and Ip is the polar moment of inertia of the spring. 
The polar moment of inertia for a T-section is dependent on the geometrical parameters of the 
T-section. To calculate the polar moment of inertia Ip, we first need to calculate the y-
coordinate of the centroid of such a section. The y-coordinate of the centroid is given as [24]: 
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The polar moment of inertia of the T-section is given as [6]: 
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The above method is only an estimation of the torsional stiffness. The accurate 

estimation of the polar moment of inertia for a T-section can be found in Roark’s formula 
[25], which is quite complex and given as: 
 

  (5.14) 
4

21Roark p, DI ⋅++= ακκ
where: 
 
 

 ⎥
⎦

⎤
⎢
⎣

⎡
⎟⎟
⎠

⎞
⎜⎜
⎝

⎛
⋅

−⋅⋅−⋅⋅= 4

4
3

1 12
121.0

3
1

a
b

a
bbaκ  (5.15) 

 

5-14 



 
 

      Towards optimal springs  
 

 ⎥
⎦

⎤
⎢
⎣

⎡
⎟⎟
⎠

⎞
⎜⎜
⎝

⎛
⋅

−⋅⋅−⋅⋅= 4

4
3

2 192
1105.0

3
1

c
d

c
ddcκ  (5.16) 

 

 ⎟
⎠
⎞

⎜
⎝
⎛ ⋅+⋅=

b
r

t
t 10.015.0
1

α  (5.17) 

 

 br

ddrrb
D

+⋅

+⋅++
=

2
4

)(
2

2

 (5.18) 

 
 

Here, the variables are given as t=min(b,d), t1=max(b,d) and r=0.1b. We used the 
Roark’s expression for the rest of the analysis. The vertical stiffness of the T-section spring is 
given as [24]: 
 
 

 3
xxs24

L
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where Es is the Youngs’ modulus of Si(r)N and Ixx is given by eq. (5.12). Using all the above 
listed formulae, the impact of each geometrical parameter in the T-section is individually 
analyzed. The ratio of vertical stiffness to the torsional stiffness (K/S) should be higher to 
prevent any undesired mode coupling during the dynamic response of the sensors. Fitting in 
the right values, it can be proved theoretically that a T-section could be 1000 times stiffer in 
the vertical direction than a rectangular section, for a specific value of the torsional stiffness. 
Note that this is possible due to the fact that the vertical stiffness scales inversely proportional 
to the spring length cubed.  
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Figure 5.10 Parameter analysis of T-beam section: Impact of parameters- a or c on torsional and 

vertical stiffnesses.(Shaded regions indicate either limit of technological feasibility (blue) or region of 
practical difficulty(red) for the corresponding parameters) 

 
 
 

Figure 5.10 shows the effect of parameters - a and c on torsional stiffness S and the 
vertical stiffness K, varied over appropriate ranges. The other parameters were chosen as per 
the values of table 5.1. From the torsional stiffness analysis, it is observed that for both 
parameters – a and c, the corresponding torsional stiffness increases linearly. On the other 
hand, the parameter c shows a strong impact on the vertical stiffness of the T-beam 
suspension, compared to parameter a. One can expect that any arm of the sensor spring which 
is perpendicular to the substrate (like the one defined by parameter c of the T-section), will be 
a key factor in determining the vertical stiffness, while the other parameter a, can be 
considered insignificant.  
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Figure 5.11 Parameter analysis of T-beam section: Impact of parameters - b or d on torsional and 
vertical stiffnesses. 

  
Figure 5.11 shows the effect of parameters b and d on both torsional and vertical 

stiffness of the sensor springs. From the trends of torsional stiffness obtained by varying these 
two parameters, it is observed that they have a prominent role in determining the optimal 
design of the T-section springs. It is evident that these two parameters are very sensitive to 
minor technological variations and any inhomogeneity in the device layers will result in 
significant deviations from the design values. They also contribute significantly to the vertical 
stiffness of the springs. In order to ensure the precision, care should be taken to keep the 
technological variations far-below the 100 nm range. 
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From these two figures, it is clear that the parameter c plays a vital role in determining 
the vertical stiffness and the parameters- b and d dominate in determining the torsional 
stiffness. In order to realize T-section springs with small torsional stiffness and large vertical 
stiffness, we need c to be long and d to be thin. However, one left out parameter in the 
analysis so far is the length of the springs L. For the analysis of the influence of L, we chose 
selected values of two parameters- c and d, while varying the length L over a wide range of 
possible dimensions. For c, the chosen values were 5 and 10 μm and for d, the chosen values 
were 200, 400 and 600 nm.  

 
 
Figure 5.12 Parameter analysis of T-beam section: Impact of beam length L, on torsional and vertical 
stiffnesses. For a target value of torsional stiffness (1·10-9 N.m/rad), the corresponding vertical 
stiffness obtained is ~3500 N/m. Such a value corresponds to the T-section with the parameters c and 
d as 5 μm and 200 nm respectively. 
 
 Figure 5.12 shows the trends of torsional and vertical stiffnesses, for all the above 
cases. The desired range of torsional stiffness set as a target for the next-generation of hair 
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sensors is below 1·10-9 [Nm/rad]. From the graph showing the trends in torsional stiffness, we 
infer that these values are obtained for spring lengths above 15 μm (L>15 μm) and web width 
d less than 200 nm (d<200 nm). As seen before, the parameter c has little impact in torsional 
stiffness contribution and it varies very little for both cases (i.e. c = 5 and 10 μm).  
 On the other hand, the values of vertical stiffness drastically range from 15000 to 
200 [N/m] for the range of spring lengths between 10 and 40 μm, respectively. The roles of 
the parameters d and c are reversed for the case of vertical stiffness, as we have observed 
earlier. Parameter c has a substantial effect on the vertical stiffness, while varying slightly for 
the torsional stiffness. This clearly shows that best design choice for parameter c would be 
between 5 and 10 μm. 

Discussion 
A T-shaped cross-section for the sensor spring is analyzed for realizing springs with 

small torsional stiffness and a higher ratio of vertical-to-torsional stiffness. From the analysis 
based on the parameters of the T-section, the optimal design choices include: 10 μm <L< 40 
μm; 5 μm <c< 10 μm and d< 200 nm. For this range of design values, the torsional stiffness of 
the T-section springs would be well below the desired target value of 1·10-9 [Nm/rad] while 
the corresponding vertical stiffness ranges from 200 to ~15000 N/m. As discussed before, by 
incorporating T-section springs, the torsional stiffness can be reduced by more than one order 
of magnitude compared to the basic spring designs, while realizing 2 or 3 orders increased 
stiffness in vertical direction. Such attractive numbers motivate us to investigate new 
technological approaches to realize such springs designs. Given the fabrication quality and 
low-stress structural profile, silicon-rich nitride is preferred over other materials for the 
present approach. However, the primary step in this technology is to achieve narrow and 
uniform-width trenches, less than the technological limit of 2 μm.  

5.4.2 Trenches for T-section springs 
The integration of T-section springs to the existing fabrication process for artificial 

hair sensors requires a special process for the deep and narrow trenches to start with. The 
process flow after the trench etching is exactly the same as the one discussed in chapter 3, 
with the exception of modified photomasks (since the spring lengths are much smaller than 
the present generation of sensors). An overview of this adapted process flow, starting with a 
trench is shown in figure 5.13. This clearly suggests that our main focus has to be laid on the 
realization of critical-width trenches. The challenge is to fabricate trenches with controllable 
widths of <2 μm, using conventional lithography techniques. Edge lithography techniques 
[19-23] provide interesting alternatives for using high-end, expensive lithography systems. 

Edge lithography for etch-masking layers  
Trenches on a silicon substrate can be realized either by wet or dry directional (or 

anisotropic) etching [26,27]. In either case an etch-masking layer is necessary. The quality of 
the trenches also depends on the quality of the etch-mask layer. The profile and performance 
of the etch-mask layer should be considered with respect to the selectivity of the chosen etch 
process and total etch time for the trenches. Typical directional etch processes on bulk silicon 
use silicon dioxide or silicon nitride layers as etch-mask.  

In order to realize trenches using directional etching, it is necessary to pattern the etch-
mask layer of desired width. Etch-mask layers (silicon nitride or silicon dioxide) are patterned 
with conventional lithography techniques. However, the resolution limit of conventional 
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lithography, as available for this research, is 2 μm. Clearly this is not the desired option for 
our intended designs.  

 
 
 

 
 

Figure 5.13 Overview of process flow of sensors featuring T-section springs 
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 On the other hand, edge lithography is a novel lithography where the edge of the 
original pattern becomes a feature in the final pattern. This is possible by means of selectively 
depositing and etching materials on the edges of a pattern previously defined by standard 
photolithography [23]. Edge lithography has been used to pattern layers for feature sizes 
lower than the resolution limit of the conventional techniques. Hence, for our process of 
realizing trenches of <2 μm widths, we intend to use edge-lithography to pattern the etch-
mask layer. 

Fabrication of etch-mask layers 
A novel fabrication process is developed for the etch-mask pattern prior to trench 

etching. Figure 5.14 and 5.15 show the complete step-by-step description of this novel 
process. The detailed process parameters and settings are presented in Appendix D. The 
process starts with a conductive silicon substrate. Subsequently a thin layer (20 nm) of 
silicon-rich nitride is deposited by a standard LPCVD process. This layer will be the actual 
etch-mask layer for the trench etch step, after several process steps. An 80 nm thick TEOS 
layer is deposited on top of the silicon-rich nitride layer, followed by a 100 nm thick poly-
silicon layer by means of standard LPCVD steps. Next, yet another layer of silicon-rich 
nitride of 200 nm thickness is deposited by LPCVD. 
 A standard photolithography step is done and using a photoresist pattern, the top 
silicon-rich nitride layer is patterned by RIE. After removal of the photoresist, the edge of the 
resulting nitride pattern determines the width of the trenches. In this RIE step, a portion of the 
underlying poly-silicon layer is exposed and using the nitride-pattern as a mask, local 
oxidation (LOCOS) [21] is done at 950 °C by a thermal oxidation process.  Only the exposed 
poly-silicon layer is oxidized and a thin layer (~30-40 nm) of silicon oxide is formed. The 
wafers are then etched in hot phosphoric acid at 180 °C. Hot phosphoric acid has a high 
selectivity against silicon oxide, while etching nitride at a controlled etch rate of 4 nm/min. 
This etching process is called ‘retractive etching’ since the nitride layer on the wafer is etched 
from all sides at a uniform rate resulting in a shrinkage. The nitride layer retracts about 100 
nm from the edge of the LOCOS oxide during this step. Such a retraction actually exposes the 
underlying poly-silicon (~100 nm) while being masked by nitride and LOCOS oxide on either 
edges. 
 The wafers are subsequently etched (without delay, to prevent native oxide formation) 
in 5% solution of Tetra methyl ammonium hydroxide (TMAH), which has high selectivity for 
poly-silicon against nitride and oxide. This is the most critical step as the poly-silicon is 
isotropically etched on both sides, thus determining the width of the trenches. This step also 
exposes the underlying TEOS layer. Following it, the remaining of the silicon rich nitride 
layer (~100 nm) is completely etched in hot phosphoric acid at 180 °C. (Figure 5.14) 
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Figure 5.14 Process flow for the fabrication of etch-mask layer for 
 trenches using edge lithography 
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Figure 5.15 Process flow for the fabrication of etch-mask layer for  
trenches using edge lithography 

 
 
 

The wafers are then put in buffered hydrofluoric acid (BHF), which etches the 
remaining of the LOCOS oxide, while simultaneously etching the partially exposed TEOS 
oxide layer.  This, on the other hand, exposes the silicon rich nitride layer beneath the TEOS 
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layer. The remaining of the poly-silicon layer is then etched away in 5% of TMAH solution. 
Subsequently the wafer is etched again in hot phosphoric acid at 180 °C, which etches the thin 
silicon rich nitride (20 nm). The bi-layer of thin silicon rich nitride and TEOS oxide (~100 
nm) forms the etch-mask layer for the trenches. 
 As it is obvious, the process consists of several stacked layers which act as mutual 
etching and etch-resisting layers for each other, during subsequent process steps. During the 
isotropic etch steps of TEOS and silicon rich nitride, it is to be noted that the actual width of 
the trench is increased relative to what the width determined by the poly-silicon etch step. 
Hence, it is very important to note that the desired width for the trenches depends on the 
width of the poly-silicon etch pattern and twice the thicknesses of the TEOS and SiRN layers 
beneath it.  
 Using the etch-mask layer, the wafers are then etched using the standard RIE (Adixen) 
at cryogenic temperatures [27]. The etch profile is desired to have a slight positive-taper 
which will ensure that no voids form during the trench filling of the device layers (Figure 
5.13). RIE etching of the silicon substrate is done using SF6 and oxygen as reactive gases and 
at cryogenic temperatures of -100 °C for about 5 minutes. The intended depth of the trenches 
is 10 μm. 

5.4.3 Results & Discussion 
During the fabrication process of the trenches for the T-section springs some 

challenges were encountered. Figure 5.16 shows an SEM image of an RIE patterned Silicon 
rich nitride feature, which forms the edge for the subsequent patterning steps. The tapered 
profile of the nitride does not affect the process as the edge is the only crucial part of it. 
 
 

 
 

Figure 5.16 SEM image showing silicon rich nitride etch after RIE patterning 
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Figure 5.17 SEM image showing the poly-silicon isotropic etch after the retraction etch of silicon rich 
nitride layer. 
 

Figure 5.17 shows an SEM image of the crucial poly-silicon etching after the 
retraction etching of the silicon rich nitride layer. The image shows the isotropically etched 
profile of the poly-silicon layer which sits beneath the nitride layer (left) and the LOCOS 
oxide (right). This isotropic etch width chiefly determines the width of the trenches. The 
image also shows the retracted nitride width, which is now seen as the central opening width 
(~100 nm). Such a retraction follows the pattern of the silicon rich nitride edge (as seen from 
a slight bending in the top of the image). 
 Figure 5.18 shows an SEM image after the TEOS isotropic BHF etching step, showing 
the resulting under-etch. Thus for a desired trench width, the extent of this under-etch should 
be considered. Since this is an isotropic etching, the under-etch width chiefly depends on the 
thickness of the TEOS layer itself, apart from the etch time. The next step which involves the 
etching of nitride will also result in an under-etch depending on the nitride layer thickness. 
 Figure 5.19 shows the optical microscope image of the final trench after the final 
directional RIE process. The trench widths are varied for different wafers depending on the 
poly-silicon etching profile. The picture shows one of these trenches with a slight positive-
taper and a width of ~800 nm (sub-micron values were re-calculated based on the standard 
scale of the microscope image). Fabrication of such small width trenches would not have been 
possible with the standard lithography technique as available in this research. This is a good 

 
5-25 



 
 
Chapter 5   
 
proof-of-concept for the edge lithography based trench fabrication technique. By critical 
manipulation of the etch times, the desired width of the trench can be realized. 

 

 
 

Figure 5.18 SEM image after TEOS etching with thin nitride as etch-stop layer 
 

 
 

Figure 5.19 Image of the final trench with width <0.8 μm using edge lithography 
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Figure 5.20 shows some of the serious challenges faced during the process. The first 
challenge was with the numerous pin-holes present on the surface of the wafer (only on the 
parts that were exposed to plasma – during the nitride patterning step.) These pin-holes were 
subsequently transferred to the underlying layers during further processing. One possible 
solution could be to pattern the nitride using wet-etching (i.e. hot phosphoric acid at 180 °C). 
But such a step will require an additional TEOS layer to be deposited and patterned later. 
Nevertheless, this change was incorporated in the subsequent processing batches and the 
problem with pin-holes was completely eliminated. 

The other challenge was faced during the poly-silicon removal step in TMAH solution 
(right after the TEOS patterning step). At some portions of the wafer, poly-silicon etching was 
not successful. This is due to the formation of a thin native oxide layer. This was solved in 
later trials by etching the native oxide by putting wafers in HF 1% solution for 1 minute prior 
to poly-silicon etching.  

 

 
 

Figure 5.20 Undesired pin-holes were observed on the wafer surface, which was exposed to RIE. 
 

5.4.4 Conclusions T-beams 
T-beams offer the potential of a largely improved ratio of vertical spring stiffness to 

torsional spring stiffness, as shown in this chapter by the respective expressions. But relative 
to the current technology they come at the cost of more complicated fabrication schemes, e.g. 
a T-section spring can be realized by fabricating trenches and subsequently filling these 
trenches with the device layers. However, the crucial geometric parameter of the T-section 
requires trenches to be of uniform and controllable widths, which fall less than the 
technological resolution limit. Hence, a novel process using edge lithography is devised to 
fabricate the trenches, which will be then integrated with the existing process flow for the hair 
sensors. Though it was feasible to realize trenches of sub-micron width as intended, the 
process was met with several challenges, some of which were remedied with a few 
modifications in the process flow. 

5.5. Conclusions 
An alternative approach is sought to obtain improved performance of the sensor, aiming 

at a small torsional stiffness and increased vertical stiffness of the sensor springs (to prevent 
any undesired mode coupling during the dynamic performance of the sensors). Design 
analysis suggests two possible options: (i) using an alternate structural material and (ii) using 
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a modified cross-section for the springs. For the first option of choosing a new structural 
material, SU-8 is seen as a promising option and a proof-of-concept fabrication process flow 
is devised to verify the feasibility of this new approach. Results from the test structures 
presented numerous technological challenges as expected. The test SU-8 membranes show 
large undesired curvature due to the intrinsic residual stress and stress-gradients. As a second 
option, a silicon-rich nitride spring with a T-section theoretically proves to be a very good 
choice and the required trenches were shown to be feasible. However, both investigated 
technologies were sufficiently disruptive relative to the current fabrication schemes that up to 
date none of both has been implemented to be a full fledged fabrication process. The obtained 
results indicate that the T-beam approach has more potential and is likely to yield better 
reproducibility (e.g. as judged from the problems with variations in the quality of SU-8 layers 
in dependence of shelf time) than the SU-8 approach. 

Further it is remarked that the important ratio of K/S0 strongly depends on the moments 
of inertia Ixx, Iyy and Ip where the latter can be approximated in simple geometries by 
Ip=Ixx+Iyy. This means that there are both opportunities and limitations to improving this ratio. 
For a large ratio ideally Iyy approaches 0. However, in this case the limited in-plane (parallel 
to the substrate) flexibility would become a problem. Hence, this points at more robust 
solutions for springs made of lower Young’s’ modulus materials. 

Alternatively one may look at more complicated (by design, preferably not more 
complicated in processing) spring-structures, if needed with virtual rotational axes. In this 
approach one could also look at nonlinear effects (spring-stiffening) for structures that are 
stressed beyond their linear limits. This path has not been investigated in this work but could 
be interesting in possible follow-up research. 
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Viscosity-mediated coupling  

between hair sensors 
 
 
 
In a nutshell... 
 
Flow-sensitive hair sensors are arranged in dense arrays, both in natural and bio-inspired 
cases. Do the hair sensors in such closely-packed settings, affect each other’s performance? 
Answering the question is a key to the optimal arrangement of hair sensors for future 
applications. A dedicated microfabricated chip consisting of artificial hair sensors was 
realized and used to controllably and reliably investigate viscous coupling between hair 
sensors. The experimental results confirm the presence of coupling effects between hair 
sensors when placed at inter-hair distances of <10D from each other, where D represents the 
hair diameter. The results present significant insights in optimal array arrangements for high 
spatial resolution while preserving the hair-sensors uncoupled (individual) responses. 
 
 

6.1. Introduction 
Arrays of high-density artificial hair-sensors are required for high spatial resolution in 

flow signature detection applications. Despite successful sensor-array developments, several 
characteristics of cercal hairs in arrays – for instance, viscosity-mediated coupling, still 
remain unknown or less understood. One unexplained and interesting aspect is related to the 
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occurrence of sensory filiform hairs in high-densities [1-3] and the associated effects on single 
hair-sensor performance [1,2]. The impact of one hair sensor on its neighbors is mediated by 
viscous coupling [1]. This effect has been debated in literature, both from theoretical and 
experimental viewpoints [1,4-9], but poses many practical difficulties for experimental studies 
on living animals [2]. 

The presence of viscous coupling impacts the sensitivity of the hair sensors. Hence, 
investigation of viscous coupling between artificial hair-sensors can make a significant 
contribution to the design of optimally arranged sensor arrays. Simultaneously it helps 
biologists to further their understanding of the functioning and bauplan of such high density 
sensory arrays as found on crickets, appreciating the difficulties to investigate viscous 
coupling effects on the actual cerci. With the major advantage of exerting control over the 
operation and geometry of the artificial sensory hairs, a wide range of experimental 
characterizations is now possible. The aim of this work is to study the presence of viscous 
coupling between artificial hair sensors. Initially, the parameters which play a major role in 
viscous coupling are identified. Using this knowledge, an experimentation platform 
comprising several artificial hairs arranged in specific patterns is designed and realized. The 
results of experiments on these structures are presented here.  

6.2. Hair sensor arrays: natural and bio-inspired cases 
Flow-sensitive hairs on the cerci of crickets occur in varying length and diameters and 

are arranged at certain specific spatial positions on the circumferential surface of the cercus 
[10-12]. The length of the hairs on the cerci is observed to have a bimodal distribution, with a 
group of short hairs and a group of long hairs [2,3]. Moreover, short hairs are abundant (more 
than 75%) and long hairs are relatively scarce on a cercal surface [3]. The hair diameters, as 
measured near the socket, range between ~1-9 μm, depending allometrically on their length, 
which ranges between ~100-1500 μm [1-3]. Based on careful experimental observations of 
the crickets of various growth stages, hair densities of ~400 (first instar) to ~100 (adults) hairs 
(of different lengths) per mm2 were found at average nearest neighbor distances between 30 
and 60 μm [3]. Also, it is to be noted that the adjacent hairs are of different orientation of 
mechanical movements and thereby, sensitive to flows of specific directions [1-3]. It has also 
been studied that there exists an “identifiable” pattern with respect to a hair’s preferred 
directionality and its occurrence on the cercal surface, observed on individuals of the same 
species [13].  
 On the other hand, our artificial hair sensor arrays feature, geometrically speaking, 
thicker hairs (~50-60 μm) and of uniform length (~700-800 μm). The hairs are arranged in a 
defined pattern of about 30 rows of 4 hairs each, with an inter-hair distance of ~300 μm. The 
density of the artificial hair sensor arrays is roughly <10 per mm2. Comparing this to the 
actual crickets, the hair sensors are relatively denser, but upon taking into account the 
differences in hair geometries, the normalized spacing between the hairs are more or less in a 
comparable range. The normalized distances between cricket hairs range approximately 
between 5 ~ 100 while in our artificial case, it ranges within 4-6. Most artificial arrays feature 
hair sensors, as characterized in the previous chapter, all of which are designed to have one 
specific orientation of mechanical motion and hence, shown sensitivity to one particular 
direction of flow. 
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6.3. The viscosity-mediated coupling effect 
When two hairs (of length L and diameter D) are sitting too close to each other (inter-

hair distance, s) in the direction of flow, it is intuitive to consider that each hair could cast a 
hydrodynamical shadowing effect on the other. The coupling effect depends on several factors 
related to the hairs and the character of the flow. While such coupling could negatively affect 
the individual hair performances, the paradoxical occurrence of hairs in highly dense 
arrangements raises an unexplained and less understood natural phenomenon. The possible 
existence of viscosity-mediated coupling between the filiform hairs was first suggested by 
J.A.C. Humphrey et. al. [14] in their studies involving the mechano-sensory hairs found in 
crickets and arachnids. This term, viscosity-mediated coupling, suggestively denotes the 
dominance of viscous forces in low-Reynolds’ number flow regimes.  

Bathellier et. al. made an extensive investigation, both theoretically and 
experimentally, on viscous coupling between hairs found in the trichobothria of Cupiennes 
Salei spiders [5]. In this work, they defined a dimensionless coefficient to define the viscous 
coupling and conducted several experiments on spider hairs. For the experimental tests, pairs 
of hairs with varying normalized distances were chosen. The angular deflection of a reference 
hair was optically measured, in presence of a perturbing hair and measured again in the 
absence of the perturbing hair (after removal). The role of the perturbing hair was investigated 
in three different scenarios: (i) free moving, (ii) immobilized at its base and (iii) mechanically 
actuated. They measured the coupling effect for the second and third cases, and determined 
the effect was negligible for the first case. 

Further, they also proposed a theoretical model as a framework for their experimental 
results. Significant insights provided by their model can be summarized as: (i) the coupling 
coefficient is dependent on the flow frequency, (ii) the coupling effect drops with increasing 
distance between the hairs, (iii) a fixed or mechanically driven hair perturbs the flow more 
than a free-moving hair1, and (iv) the coupling effect depends on the length of the hairs 
(longer hairs have more prominent effects on the reference hair than shorter ones). This paper 
turned out to be a seminal study for later experimental and computational works. 

Cummins et. al.[4] and Heys et. al [7] continued the investigation of the viscosity 
mediated coupling by applying computational approaches. Cummins et. al. provided results 
that suggested significant coupling effects to be present for a wide range of normalized inter-
hair distances. They also extended their models to simulate the coupling effects between a 
group of hairs (of different lengths) on a small patch of cercus. Their results presented very 
strong coupling effects on the hairs of intermediate lengths and also large phase shifts in the 
hair response, between being isolated and placed in a group. P.S. Alagirisamy et. al. [8] 
presented a different experimental approach and performed investigations by building scaled-
up hair models. They observed significant coupling between the hairs, when the inter-hair 
distance normalized with the hair diameter becomes less than 20 (s/D <20). 

G. Lewin et. al. [9] developed a finite element model to study the viscosity-mediated 
coupling between filiform hairs and extended it to a pair of MEMS-based hair sensors, 
providing an approximate theoretical prediction for the work presented in this chapter. Their 
models took in the actual values of the MEMS hair sensors and suggested significant coupling 
between our hair sensors, when s/D <10. Their work also considered the perpendicular 
configuration, i.e. hairs placed next to each other, both facing the flow at the same time 
(contrary to the cases discussed until now). For such configuration, they observed negative 
                                                 
1 With respect to a free-moving reference hair (of same length). The reason for this negligible coupling between 
free-moving hairs is due to the cancellation of driving and damping torques [5]. 
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coupling coefficients, suggesting an increased sensitivity of the reference hair to the flow. It is 
to be noted that this study provided appreciable insights into the coupling effects existing 
between the artificial hair sensors and in the course of this chapter, references are made to this 
study for comparisons. 

J. Casas et. al. [4]’s collaborated work, in fact, precedes the presented work of this 
chapter and is the fore-runner in using our MEMS hairs for studying viscous coupling effects. 
Their work significantly filled in a long-remained void in this research by actually measuring 
the flow field around the hairs, instead of focusing on the hair response itself. Flow field 
perturbations were measured using particle image velocimetry (PIV) between the fixed hairs, 
arranged in wide range of inter-hair distances (9 < s/D < 56). They reported significant 
coupling and larger phase shifts between the far-field flow and inter-hair flow, at smaller 
inter-hair distance and at low flow frequencies.  

The motivation to use MEMS hairs for studying the viscosity-mediated coupling has 
its prominent advantage in providing us a far more reliable control over the hair geometry and 
hair arrangements. Any approach to perform similar measurements on the actual cricket hairs 
poses many practical difficulties starting from finding the appropriate hairs for investigation. 
With MEMS technologies, it is relatively simple to place hairs in specific arrangements, at 
different distances and also, to some extent, alter the hair lengths and hair diameter [15]. 
Broadly expanding from the above said work, the presented work will feature specially 
modified hair sensors (cylindrical hairs, shorter membranes, varying hair lengths etc.) and 
measure the coupling effect based on the hair response itself.  

6.4. Viscosity mediated coupling model 
Viscous coupling between two hairs depends on a number of quantities. A simplified 

aerodynamic model of the viscous coupling between the cricket filiform hairs, found in 
literature [1,5], is recounted here and presented for its extended applicability also to our 
artificial hair sensors.  

6.4.1 Aerodynamic model 
As seen before, viscosity-mediated coupling effects between mechano-receptive hairs 

in crickets have been studied and modeled in literature [5-7]. Since a comparable size-match 
exists between the actual cricket hairs and artificial hair sensors, these models on viscosity-
mediated coupling can be applied to our sensor systems, using the actual parameters. The 
models aim to calculate the response of a single hair (reference), for the given oscillatory flow 
conditions and then re-calculate the response of the reference hair, in presence of another hair 
(flow perturbing). A coefficient for the coupling is defined based on these two responses of 
the reference hair.  The following model is completely based on the models derived by 
Bathellier et. al. [5]. 
 Figure 6.1a shows the schematic of the model consisting of two cylinders-‘Per’ and 
‘Ref’ (standing for ‘perturbing’ and ‘reference’ cylinders) of diameter d, placed along the x-
direction and separated by a distance s. Oscillatory air flow is assumed only along x-direction 
for simplicity and hence, the cylinders move in the direction of flow.  The far-field harmonic 
air flow velocity for the x-direction is given as: 
 
   xe)()( tieVtV ω

∞∞ =  (6.1) 
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The cylinders oscillate about their bases with a torsional deflection angle, θ(t). The 
velocity of the cylinder (“ref” or “per”) parallel to the flow-direction depends on the z-
coordinate and is given by [5]: 

 

   Vcy (z, t) =Vcy
∗ (z)e( iωt ) = zθ

.
(t)  (6.2) 

 
where,  

   
)(

maxcy,cy )()( Φ∗ = iezVzV  (6.3) 
 

 
Figure 6.1 Simple model to derive the dominant parameters of viscous coupling between a reference 
cylinder and a flow-perturbing one [5]. 
 

Equation (6.3) represents the maximum amplitude and phase shift of the velocity of 
the oscillating cylinder (“ref” or “per”). [Note: In the following analysis, quantities with a ‘*’ 
as a superscript represent the time-independent component of its complex form.] Such 
movement introduces a distortion in the air flow in the vicinity of a moving cylinder and this 
flow perturbation depends on the spatial position. Figure (6.1b) shows the cross-section of the 
flow field around the cylinders at a height z, from the base and thus presents a simplified two-
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dimensional view of the conditions. It is convenient to use cylindrical coordinates with r, ψ 
and z for describing the near-field flow velocity distribution around the cylinders. The 
instantaneous x- and y- components of the air flow velocity, at a height z from the base are 
given as [5]: 
 

   ))()(,(),,( cyxx zVVrDVzrV ∗
∞∞

∗ −−= ψψ  (6.4) 
 

   ))()(,(),,( cyyy zVVrDzrV ∗
∞

∗ −−= ψψ  (6.5) 
 
where Dx and Dy represent the x- and y- components of the perturbations introduced in the 
flow-field due to the cylinder. The no-slip conditions for this scenario is such that 
Vx(d/2,ψ)=Vcy and Vy(d/2, ψ)=0  implying Dx=1 and Dy=0 at the cylinder surface. The near-
field flow distribution around the cylinders is derived by the theory of Stokes’ applied to 
solve the simplified Navier-Stokes’ equation [5]. From equations (6.4) and (6.5), the x- and y-
components of the perturbation D can be derived in terms of two dimensionless expressions- 
η=r/D and λ=D/2 (iωρ/μ)0.5 and the modified Bessel functions of the second order K0, K1 and 
K2.  They are derived as: 
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and 
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In the above expressions, Dy is not significant in determining x- or y-components of 

the near-field distribution as it is 0 for ψ=0 or 90°. For our case, where cylinders are in a 
parallel configuration along the direction of flow (hence, ψ=0 and η0=s/D i.e. the position of 
the cylinder ‘Ref’ from ‘Per’ or vice versa), the normalized perturbation (Dx) is simplified and 
given as [5]:  
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where D0 is the actual perturbation in the flow caused by ‘Per’ on the cylinder ‘Ref’ (or vice 
versa) and the figure 6.1c shows the schematic of Dx from both of the cylinders.  
 The flow at any vector position r (figure 6.1) can be derived by summing up the 
unperturbed far-field flow velocity and velocity perturbations caused by both the cylinders. At 
any position r along the x-direction, the flow perturbations from the cylinders will be denoted 
as Dx(r) and Dx(r-s). The flow at any position r along the x-direction is given as [5]: 
 

   ( ) ( )srDzVVArDzVVAVzV xrxp −−−−−= ∗
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where Vp

* and Vp
* are the velocities of the cylinders defined by equation (6.3) and Ap and Ar 

are two unknown complex terms. The values of these terms can be determined by applying 
the no-slip condition at the surface of the cylinders (i.e. Vx

* = Vp
* or Vr

*), which yields two 
equations. The equations are solved and the values of the complex terms are given as [5]: 
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where D0 (equation (6.8) represents the perturbation due to a cylinder at the position of 
another. 
 
Viscosity-mediated coupling between a pair of hair sensors 

The cylinders respond to the driving flows by angular deflection θ and the 
conservation of angular momentum equation is given as [1]: 
 

   d2

2

TS
dt
dR

dt
dJ =++ θθθ

 (6.12) 

 
where J, R and S are the intrinsic mechanical parameters of the cylinder representing the 
moment of inertia, torsional damping constant and torsional stiffness respectively. The flow-
induced drag torque Td exerted on the cylinder can be calculated by integrating the drag-force 
along the length of the cylinder (as discussed in Chapter 2). In order to calculate the viscosity-
mediated coupling, we need to solve equation (6.12) for two cases: (i) when the “ref” hair is 
isolated and doesn’t have any contribution from a perturbing hair “per” and (ii) when the hair 
sensor has a perturbing hair sensor placed next to it, in the direction of the flow. 
 The drag-torque acting on an isolated cylinder (‘ref’) is given as: 
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where α=4πμG-iπ2μG/g, G=g/(g2+π2/16) and g=ln(λ) [5]. By solving equation (6.9) using 
equation (6.10) and filling in the contributing parameters, the complex rotational angle of the 
reference cylinder (isolated, without any flow perturbations) can be written as [5]: 
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where ω0 = (S/J)0.5 is the resonance frequency of the hair system, ω is the driving oscillatory 
flow frequency and  Rμ represents the damping coefficient due to the surrounding medium, 
which is air [5]. Now, if a perturbing hair is placed in a parallel configuration, i.e. placed 
along the direction of the flow ahead of the reference cylinder (figure 6.1), the drag-torque 
acting on the reference hair (‘ref’) in the presence of perturbing hair (‘per’) is given by [5]: 
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where Vr(z) and Vp(z) denote the velocity of the cylinders at a height z from their base. Using 
equation (6.12) in (6.9), the complex rotational angle of the perturbed reference hair (in 
response to the flow including the perturbations) is given as [5]: 
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where γp is a complex quantity of which the magnitude represents the tip velocity of the 
perturbing cylinder, normalized by the far-field velocity V∞.  For the case where the 
perturbing hair is immobile or fixed, this means γp =0 and equation (6.16) is simplified [5]. In 
equation (6.16), the term ε1 stands for the perturbed flow2 at the position of the reference. The 
term ε2 represents the additional damping of the reference hair due to the presence of the 
perturbing cylinder. The term ε3 represents the dynamic perturbation due to the movement of 
air medium by the movement of the perturbing cylinder. These three terms, ε1, ε2 and ε3 

                                                 
2 Note that when the distance between the hairs increases, D0 becomes progressively small and ε1 goes to 1, 
representing the unperturbed flow. 
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represent the viscous coupling between the cylinders and depend on the lengths of both 
cylinders [5]. For the cases of different cylinder length scenarios, the values of these constants 
are given as in the following table [5]: 
 
Table 6.1 Viscous coupling terms for different lengths of the perturbing (Lp) and reference (Lr) hairs. 
Here D0 is the normalized perturbation coefficient of a perturbing hair at the position of the reference 
hair [5]. 
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By making use of the above equations, the response of the reference hair in the 

presence of a perturbing hair and in its absence can be derived and a coefficient for the 
viscosity-mediated coupling can be defined as: 
 

 
r

pr
1 θ

θθ
κ

−
=  (6.17) 

 
By measuring the response of the reference, in presence and absence of a perturbing 

hair, the effect of viscosity-mediated coupling can be experimentally investigated.  
 
Viscosity-mediated coupling between three hair sensors 

As an interesting scenario, we will consider the case where three cylinders are 
arranged in line to the oscillating flow (see figure 6.2). The hair in the middle is treated as our 
reference, which is perturbed by the presence of two hairs, one on either side. From the 
previously discussed model (of a pair of hairs), we have seen that the flow perturbation 
caused by one of the hairs at the position of another, placed along the x-axis, is equal and 
denoted as D0 (as in figure 6.1). This could be extended to the case of three hairs. The 
reference hair is subjected to the flow perturbations from the hairs (“per1” and “per2”) on 
either side. 

For the case of three hairs, the flow at the position of the reference hair, is perturbed 
by two perturbing hairs, one on either side. Furthermore, both perturbing hairs mutually 
influence each other, at a distance 2s. Let us assume the flow perturbation of the perturbing 
hairs at the position of the reference hair as D1 and flow perturbation of the perturbing hairs at 
the position of the other perturbing hair as D2. The modified form of equation (6.9) (for the 
three hair case), is applied with the no-slip condition at the surface of reference hair and 
perturbing hairs as: 
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Figure 6.2 Simple model for viscous coupling between three hairs showing: (i) D1, between a 
reference hair and two flow-perturbing hairs (of same length), one on either side and (ii) D2, between 
two flow-perturbing hairs 
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where the complex terms for perturbing hairs are assumed Ap1=Ap2 =Ap. The value of the 
complex term for the case of the reference hair being perturbed by two perturbing hairs is 
calculated as:  
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The drag-torque acting on the “ref” hair in presence of two perturbing hairs can then be 
determined as: 
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The complex rotational angle of the doubly-perturbed reference hair (in response to 
induced flow perturbations by two perturbing hairs on either side), shown in equation (4.13), 
is modified as: 
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where γp is a complex quantity of which the magnitude represents the tip velocity of the 
perturbing cylinder, normalized by the far-field velocity V∞. Table 6.2 shows the values of ε4, 
ε5 and ε6, for the case that all the cylinders (reference and perturbing) are of same length.  

 
 
 
 

Table 6.2 Modified viscous coupling terms equal lengths of the perturbing (Lp) and reference(Lr) 
cylinders for the three-cylinder model.  
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From equations (6.14), (6.16) and (6.21), we have rotation responses of a hair for three 

different cases respectively as: (i) θr corresponding to the unperturbed response, (ii) θp corre-
sponding to the response while being perturbed by one of the hairs and (iii) θ2p corresponding 
to the response while being doubly perturbed by the hairs on either side. From these three 
responses, three coupling coefficients can be defined for the case of three hairs. The 
coefficient for the viscosity-mediated coupling of either one of the perturbing hairs on the 
reference hair is defined as: 

 
p

2pp
2 θ

θθ
κ

−
=  (6.23) 

 
This coefficient indicates the effect on the flow response of the reference hair, while 

one of the perturbing hairs is absent and the other one is still present. On the other hand, the 
coefficient for viscosity-mediated coupling of both perturbing hairs is defined as: 
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−
=  (6.24) 

 
The presented analysis comprising of two- and three-hair models provides interesting 

insights which can be applied to our hair sensors. The novelty in the model is the presence of 
the secondary coupling effects between three hairs. The effect of viscosity-mediated coupling 
between the hair sensors can be experimentally determined and the results can be compared 
with this model. 
 

6.5. Design and fabrication  
The motivation is to design a dedicated chip to characterize the impact of each 

parameter on the viscous coupling effects, identified in the previous section. While the basic 
schematic of the hair sensor is retained, slight modifications in the sensor design are made for 
this special chip. The fabrication of the chip is rather similar to the process flow discussed in 
chapter 3. However, slight modifications with respect to the hair design are made. 

6.5.1 Chip design 
The previous section gives a general insight into the parameters that play a role in the 

viscous coupling between the hairs. The three chief parameters are identified, namely: 
 1. normalized distance between the hairs (s/D) 
 2. hair length (L) and 
 3. driving flow frequency (ω) 

Of these three, only the first two are concerned with the design itself, while the flow 
frequency is varied during the actual characterization experiments. For the dedicated chip, 
sensors are chiefly varied based on their inter-hair distance or their lengths. Other than these, 
there are additional design variations taken into account, namely:  
 

(i) impact of a fixed and a free-moving perturbing hair  
(ii) impact of a perturbing hair, in front and back-side of the reference hair sensor 

 
The dedicated chip is designed in such a way as to comprise specific arrangements, to 

characterize all the above said parameters in a single dedicated platform. For these 
arrangements, it is necessary that the hair sensors are slightly modified from their original 
dimensions. The membrane of the sensor is modified to 100x100 μm2 (compared to 200x100 
μm2, for the normal sensors discussed in chapter 3). Reduction in the membrane size helps in 
arranging the sensors very close to each other. The springs to suspend the sensor membrane 
are 100 μm long, 6 μm wide and ~1 μm thick (same thickness as the membrane itself).  
 Each arrangement is designed to vary a particular factor, either the normalized 
distance or the hair length. Each of these arrangements is placed in a row, on the dedicated 
chip and each such row is placed at ~500 μm (i.e. s/D ~ 10) away from the next row. The 
effect of viscous coupling between SU-8 hairs arranged in perpendicular configuration has 
been modeled by [9]. While there exist some coupling effect it was reported that at distances 
(s/D >5), the coupling is less than 0.1 at 160 Hz. Hence, this large spatial gap between the 
rows is expected to yield minimal mutual impact of neighboring-rows.   
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Figure 6.3 Schematic of the hair sensors arranged on the 
 chip at varying distances (s) between them. 

 
Normalized distance between the hairs 

The normalized distance between the hairs plays an important role and to characterize 
it, three hairs are arranged next to each other, at specific distances (figure 6.3). The chosen 
inter-hair distances (s, center-to-center) are of 150, 200, 300, 400 and 600 μm, which for a 
hair of 50 μm diameter (D), transforms into normalized distances ranging from 3 - 12. The 
hair sensor in the middle of the three acts as the reference for the characterization, while the 
first and the third hairs in the arrangement are the flow-perturbing hairs from the front-side 
and the back-side (i.e. in the direction of driving air flows).  

Also, it is to be noted that, while all the hair sensors in these arrangements are of free-
moving type, the first flow-perturbing hair is either fixed to the substrate (hence, doesn’t have 
a sensor membrane) or a free-moving one (as others in the arrangement). Based on this, two 
different groups are designed for the characterization of normalized distance between the 
hairs, one featuring all free-moving hair sensors placed at different distances and the other 
featuring a fixed hair to face the flow first, while others are normal free-moving sensors. This 
is to characterize the coupling impact of a fixed and a free-moving hair on the reference hair 
sensor. 
 
Hair length variations 

To characterize the impact of hair length in the viscous coupling effect, two designs are 
chosen: (i) longer hairs of ~800 μm and (ii) shorter hairs of ~400 μm (see figure 6.4). The 
longer hairs are designed to have a constant diameter of 50 μm, for both top and bottom parts 
(which is in contrast to the long hairs used in the normal version of the hair sensors with 50 
μm for bottom and 30 μm for the top part of the hair). Since there are two types of hair 
involved (i.e. perturbing and reference hairs), three possible combinations are chosen as 
follows: 
 

(i) Front-side perturbing hair is short and the other hairs are long 
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(ii) Both perturbing hairs and the reference hair are equally long 
 

These two combinations were designed for two different inter-hair distances, 150 and 300 
μm and grouped separately. 
 

 
 

Figure 6.4 Schematic of arrangement of hair sensors with varying hair length, placed at two different 
inter-hair distances (150 and 300 μm). 

All these design combinations are put together on a single platform and diced 
manually. The wide space between the different groups facilitates to manually remove the 
unwanted hairs during the measurements. 

6.5.2 Microfabrication 
The chip is fabricated using micromachining similar to the process flow presented in 

chapter 3 and details are presented in Appendix A. A schematic of the hair sensors is shown 
in figure 6.5. A brief overview is presented here. First, a protective layer of silicon-rich nitride 
is deposited using LPCVD, followed by the deposition of a ~800 nm thick poly-silicon layer.  
This poly-silicon layer acts as a sacrificial layer for the final release of the structures. A ~1 
μm thick silicon-rich nitride layer is deposited and patterned to form the sensor membranes 
and springs.  The membrane is covered by a thin layer of Aluminum (which functionally 
serves as the top electrode of the sensor capacitors, but in the current studies, only serves as a 
reflecting surface during optical characterization). Long hairs are made by two subsequent 
layers of SU-8 (of ~350 µm each) using standard lithography techniques. Finally the sensor 
membrane is released by selective-etching of the sacrificial poly-silicon layer (Figure 6.5) 
using a XeF2 etcher. Figure 6.6 shows SEM images from different portions of a successfully 
realized chip. 
 



 
 

      Viscosity-mediated coupling between the hair sensors 
 

 
6-15 

 
 

Figure 6.5 Schematic of the artificial hair sensor: an SU-8 hair acts as a flow-receptor, mounted on 
the suspended silicon rich nitride membrane. An aluminum thin layer serves for optical measurement 

of the membrane tilt. 
 

 
 

Figure 6.6 SEM images showing different portions of the novel chip for characterization of viscosity-
mediated coupling. Pictures are: (top-left) hair sensors are arranged at various inter-hair distances, 
(top-right) close-up of the Si(r)N membrane and hair base, (bottom-left) free-moving reference hair 

sensor placed near a fixed perturbing hair of same length, (bottom-right) fixed perturbing hair in front 
of a short hair reference sensor. 
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Figure 6.7 Snapshot showing the laser vibrometer, accompanied by the integrated optical microscope. 
The vibrometer software, by which the laser scan points are positioned, aids in accurate placement of 

the sensor chip, before and after the manual removal of perturbing hairs. 
 

6.6. Characterization and results 

6.6.1 Measurement setup 
The hair-sensors are exposed to the near-field of a small loudspeaker (diameter, 4 cm) 

and their mechanical responses are optically characterized by a laser vibrometer (Polytec, 
MSA400) [10]. Figure 6.7 and 6.8 show a snapshot of the laser vibrometer and a schematic of 
the measurement setup, respectively. In order to calibrate the generated flow field, the 
loudspeaker is first placed under the laser vibrometer measuring the movement of its 
membrane under given actuating voltages and frequencies.  
  The sensor chip is then placed on a steady platform under the laser vibrometer. The 
loudspeaker is mounted on a separate stand to avoid any unwanted coupling of mechanical 
vibrations to the measurement system. The sensors were always placed in such a way that the 
hairs were exposed to the flow from the center of the loudspeaker membrane (where the flow 
is assumed to have high uniformity [10]) and at the nearest possible position from the 
loudspeaker to ensure all the measurements were performed in the near-field [13] of the 
loudspeaker.  

Using the laser vibrometer the dynamics of the hair-sensor under given flow fields 
were accurately measured. Scan points were placed (using software) on both edges of the 
suspended membranes (on top of the Aluminum layers, for better reflectivity) and maximum 
displacements were measured. From these displacements and the distance between the scan 
points, the rotational angles were calculated.  
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Figure 6.8 Experimental setup comprising of a flow source (loud speaker), the chip with artificial hair 
sensors and the laser vibrometer. The rotational angle of the sensor membrane is measured in 

presence and absence of a flow perturbing hair. 
 

 
 

Figure 6.9 Microscopic images of the laser vibrometer showing the near-identical situations for the 
optical characterization, before and after manual removal of perturbing hairs. This accurate 

placement of the chip was aided by the use of the laser scan points from the vibrometer. 
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In order to characterize the viscosity-mediated coupling between the hair sensors 
measurements were performed on a reference hair sensor, with the presence of one or two hair 
sensors nearby and repeated in the absence of it (after manual removal of the perturbing 
hair(s)). For both measurements the corresponding rotational angle of the reference sensor 
was calculated and hence, the coupling coefficient was determined. However, the manual 
removal of the perturbing hair is tedious and care was taken to ensure that both measurements 
took place in near-identical conditions. The hair was removed using a micro-probe and the 
chip was placed back into the system, exactly at the same position as before (see figure 6.9). 
The precise placement was aided by the scan points of the laser vibrometer software.  

6.6.2 Results 
Measurements were done on chips containing three free-moving hair sensors in a row. 

The sensor in the middle is our reference sensor and optical measurements were made on it, 
for three different cases: (i) when two perturbing hair sensors were present, (ii) when one of 
the hair sensors (at the back-side) was removed and (iii) when both perturbing hairs were 
removed. The measurements were repeated for three normalized distances (s/D ~ 2.1, 2.9 and 
8.6). Figure 6.10 shows the normalized frequency response of the reference hair sensor (θ2p, 
θp and θr), for the three different cases of flow perturbation at three different normalized 
distances. The error margins in the measurement values accounts for the possible variations in 
the flow source and variations in positioning of the sensors (manually done with the aid of the 
laser vibrometer software, as described before). The responses are compared with the model, 
as presented in section 6.4. The response of the reference hair was observed to be distinct for 
each case of normalized distance and shows clear influence by the normalized distance 
between the hair sensors. 

Figure 6.11 shows the coefficients of viscous coupling (κ1, κ2 and κ3) calculated from 
the above measurement results, for the three normalized distances. The results are compared 
with model predictions as discussed in section 6.4. The measurements show reasonable 
agreement with the model and show significant coupling at smaller normalized distances (s/D 
~ 2.1 and 2.9) but the coupling effect strongly reduces at larger distance (s/D ~ 8.6). The 
coupling coefficients were observed to be substantial at low frequencies and gradually 
decrease with frequency. Furthermore, one interesting aspect is observed at the normalized 
distance (s/D ~2.1), where a clear difference between the measured values show κ1 < κ2.  At 
longer distances (s/D ~2.9 and ~8.6) this becomes κ1 ~ κ2 as the second neighbor coupling 
strongly reduces. 
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Figure 6.10 Normalized angular responses of the reference hair sensor for three different cases: (i) 
when both perturbing hair sensors were present at the front and back side (θ2p), (ii) when the back-

side perturbing hair was removed (θp) and (iii) when both perturbing hair sensors were removed (θr). 
The measurements were made for three normalized distances (s/D ~ 2.1, 2.9 and 8.5) which shows 

clear influence of the distance on the coupling effect. 
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Figure 6.11 Coefficients of viscous coupling (κ1, κ2 and κ3, as defined in section 6.4) calculated from 
the measurements performed at three normalized distances. Significant coupling is observed at 
smaller distances between the hair sensors and the effect reduces greatly at higher distances. 

Comparisons are made with the models and show reasonable agreement. 
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Figure 6.12 Measurement results showing the effect of a free-moving or fixed front-side perturbing 
hair on the reference hair sensor (while in presence of free back-side hair, for both cases). The 

coefficient of coupling (κ2) is measured at different normalized distances and for the frequencies – 
200, 300 and 400 Hz. 

 
Figure 6.12 shows the effect of a free-moving and a fixed perturbing hair (on the 

front-side) on the reference hair sensor. A back-side perturbing hair sensor was present in all 
the measurements and only the front-side perturbing hair sensor (fixed or free) was removed. 
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The measured coefficient of viscous coupling (κ2, in this case) measured at different 
normalized distances (s/D) are shown at frequencies – 200, 300 and 400 Hz. The results are 
compared with the models presented in section 6.4. For the case of determining the effect of 
the fixed hair sensor, equation (6.22) is modified by assuming γp =0 (similar to Bathellier et. 
al. [5]). The coefficient of viscous coupling for both cases was observed to be significant at 
lower frequencies but seen to decrease with frequency.  
 

 
 

Figure 6.13 Comparison of coefficient of viscous coupling at 200 Hz, for a free-moving or fixed front-
side perturbing hair on the reference hair sensor (while in presence of free back-side hair, for both 

cases). The coefficient of coupling (κ2) is observed to be almost similar for both cases. 
 

Figure 6.13 shows the coefficient of coupling for fixed and free-moving front-side 
perturbing hair measured at 200 Hz. Interestingly, the measurements reveal that both free-
moving and fixed perturbing hair sensors have not much different coupling with the reference 
hair sensor. This is also shown in the model predictions for both cases. But this is contrary to 
the measurement observations on the actual filiform hairs by Bathellier et. al. [5], where fixed 
hair contributes to significant coupling and free-moving hairs contribute very little. This result 
is discussed more in the next section.  

Figure 6.14 compares the effect of length of a fixed perturbing hair on the reference hair 
(while a back-side perturbing hair is present) at short normalized distance (s/D ~ 2.14). Two 
different fixed perturbing hairs are considered here: (i) both perturbing hairs and reference 
hair is of same length (ii) the front-side perturbing hair is shorter than the reference hair. 
Significant effects are observed when the hairs are of equal length. Clearly a short perturbing 
hair has less impact on a longer reference hair (κ < 0.1). 
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Figure 6.14 Results indicating that the length of the perturbing hair has significant effect on viscous 
coupling to the reference hair (in presence of a back-side perturbing hair). Front-side fixed perturbing 

hair was of two different lengths: (i) same as the reference and (ii) half the length of the reference 
hair. The hairs were at a normalized distance, s/D ~ 2.1. 

  

6.7. Discussion 
The quality of the fabricated chips for viscous coupling has one important critical 

remark. It has to do with the geometry of the hair. While the designed value for the hair 
diameter is 50 μm the observed diameter of the hairs were ~70 μm. Such a variation is 
attributed to the over-exposure setting of the two SU-8 layers. The reason for such a setting is 
that these chips were fabricated along with a number of normal hair sensor arrays, which 
feature the hairs with two dissimilar top and bottom diameters. In our previous fabrication 
runs, we observed the top part of those hairs being too fragile and as an interim control action, 
it was decided to increase the exposure time of the SU-8 layers. Since the chips for viscous 
coupling were present along with them, they resulted in larger hair diameters. However, such 
increase in the diameter substantially increases the hair moment of inertia, which will 
eventually reduce the best frequency of the hair sensor. This could actually help us in the case 
of characterization of viscous coupling effect, as the effect is prominent at low frequencies. 
On the other hand, such large diameters actually alter the normalized distances between the 
hairs from their design values (for instance, inter-hair distance, s of 150 μm, the normalized 
distance s/D changes from 3 to 2.14, for design and measured hair diameters of 50 and 70 μm, 
respectively.) Further, in reality, the shape of the actual hair is never a perfect cylinder (as 
assumed in the models) and usually has slight variations at both ends and at center of it 
(where two dissimilar layers of the hair, meet).  

Figure 6.11 compares the calculated and measured coefficient of viscous coupling at 
three different cases of perturbations (i.e. (i) when two perturbing hairs are present, (ii) when 
one perturbing hair is present and (iii) when no perturbing hairs are present). The model 
presented in section 6.4 has been used taking the actual hair sensor dimensions into account 
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and shows reasonable agreement with the measurements while predicting the overall trends 
very well. For the case of s/D ~2.1, an interesting observation is made where the coefficients 
(κ1 and κ2) show significant difference in their values over the various frequencies (i.e. κ1 < 
κ2). While it is observed as κ1 = κ2 at other normalized distances (s/D ~2.9 and 8.6), this is a 
clear evidence of (as in s/D ~ 2.1) secondary perturbation effects of the hairs. At closer 
distances, the back-side perturbing hair affects the front-side perturbing hair and vice versa.  

Figure 6.12 compares the coupling effect of a free-moving and a fixed perturbing hair 
on the reference hair (in presence of a free-moving back-side perturbing hair). It was observed 
that both cases showed similar coupling effect on the reference hair sensor. It is very 
interesting to compare the results with the similar cases discussed in literature. For the actual 
spider hairs, a fixed hair has a stronger coupling impact than free-moving hairs [5]. But as a 
stark contrast, our results show more or less similar coupling effects for both cases (see figure 
6.13). Not surprisingly, we think this has to do with the large stiffness of our sensor springs, 
compared to those of actual trichobothria [18]. Due to the large torsional stiffness, the motion 
of the fixed and free-moving hairs under the flow conditions, do not make a stark difference. 
This is also evident from the model predictions shown for both cases, which take the actual 
torsional stiffness values into account.  

Figure 6.14 shows the impact of hair length variations of the perturbing hair on the 
reference hair. As expected, the longer hair shows stronger coupling than a shorter one. Such 
a behavior is theoretically predicted in literature [5] and our results confirm these predictions 
for the artificial hair sensors as well.  

In section 6.3, it was mentioned that G. Lewin et. al. [9] developed an FEM model for 
viscous coupling which was extended to our artificial hair sensors. The model was designed 
to incorporate the artificial sensor’s geometrical parameters, i.e. hair length of 1000 μm and 
50 μm diameter. Figure 6.15 shows the results of our measurements compared with both 
Bathellier’s [5] and Lewin’s [9] models. Only the coefficient of viscous coupling between two 
hair sensors is considered (i.e. κ1) in the comparison, as both models were incorporated for 
two hairs. While the measurements show reasonable agreement with the models, it has to be 
noted that the difference between the model values comes from the fact that our 
measurements were done at 200 Hz as opposed to Lewin’s published model results which 
were evaluated at 160 Hz. Hence, Lewin’s results are expected to show a higher estimate than 
Bathellier’s model. Nevertheless, comparing the models with the measured coupling 
coefficients it seems both models are over-estimating the viscous coupling effects for our 
artificial sensors. 

The first set of results, already gives a solid critical remark to the existing design of 
array patterns.  As per the current design, the hairs (~700 μm long) are separated by 300 μm 
(i.e. for a hair diameter of 70 μm, the normalized distance, s/D ~ 4.2) and the results clearly 
show the coupling effect is high (κ > 0.1) for such a distance. It can be assumed that the 
present sensor arrays do suffer from significant viscous coupling effects. Hence, the most 
important insight that can be derived from the presented results will be the crucial design rule 
for minimum distance between the hairs of our sensor arrays. Future generations of our hair 
sensor-arrays will feature hairs of different lengths and shapes, individually addressed for 
flow imaging applications. From the observations from the effect of short and long hairs on 
the reference hair sensor, it can be confidently assumed that for future design of arrays 
comprising different hair lengths, sensors with long hairs can be surrounded by shorter ones 
without high viscous coupling. 
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Figure 6.15 Comparison of coefficient of viscous coupling (κ1) at 200 Hz, between a perturbing hair 
sensor and a reference hair sensor with model results from B. Bathellier [5] and Lewin [9]. 

6.8. Conclusions 
A microfabricated chip featuring artificial hair sensors arranged in specifically designed 

patterns to characterize the presence of viscosity-mediated coupling is presented. The results 
show significant coupling effects between hairs, when placed close to each other and at lower 
flow frequencies. The length of the perturbing hair has a significant influence on the coupling 
effect on the reference hair sensor. The measurements were in good agreement with the 
theoretical models, which was implemented for 2 hairs and extended to include the situation 
of 3 hairs. The experimental and theoretical results provide important guidelines towards 
optimal sensor array designs while simultaneously shedding some light on biophysical effects 
in closely-packed hair sensor arrays.  
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Conclusions and 
outlook 
 
 
In a nutshell... 
 

This chapter provides the closing remarks on the presented work on the development of 
artificial hair sensor arrays. A brief account on the achievements and the challenges faced 
during this work is presented. Further, an overview of the possible future works in 
continuation to the presented work is discussed here. 
 
 
 

7.1. Introduction  
This work reports the successful realization of artificial hair sensor arrays capable of 

sensing low-frequency air flows. These hair sensors are inspired by filiform hairs on the cerci 
of crickets. Each hair sensor features SU-8 hair, mounted on a suspended silicon-rich nitride 
membrane with a pair of Aluminum electrodes. The silicon substrate acts as a bottom 
electrode, forming a pair of sensor capacitors. Whenever there is an air flow, the hair deflects 
and induces a membrane tilt causing a change in the sensor capacitors. Flow sensing is then 
performed by means of differential capacitive sensing technique. The choice of capacitive 
read-out is made over alternative techniques like (i) piezo-resistivity [1] and (ii) hot-wire or 
thermal anemometry [2]. In most hair-based flow sensors (see Chapter 1), piezo-resistive 
technique is preferred for its simple read-out circuitry. Thermal anemometry has shown 
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remarkable flow sensitivities, but at the expense of relatively large power consumption. 
Contrarily, capacitive read-out offers a read-out technique with relatively low-power 
consumption, insensitive to external temperature variations but all at the expense of complex 
read-out circuitry. However, our choice of capacitive read-out can be justified in its capability 
of simultaneous actuation and sensing [3] and in using smart techniques to reduce the 
complexity of the read-out circuits to individually address an array of sensors (see outlook 
section). 

During the design phase, a sensor model was implemented and a figure of merit was 
defined to provide design guidelines for achieving optimal sensor performance (Chapter 2). 
The presented hair sensor arrays were extensively characterized for their quality and 
functionality. By replacing chromium with aluminum as electrode material, the sensitivity-
deteriorating effect due to membrane curvature (observed in our previous generation of hair 
sensor arrays) is greatly eliminated. This is obviously observed by means of a series of 
successful and well-characterized results obtained from the sensor arrays (chapter 3). The 
sensor arrays show a flow amplitude threshold of 0.85 mm/s at 400 Hz at 1 kHz bandwidth 
and show a clear figure-of-eight directional sensitivity.  

Comparison of our artificial hair sensor arrays to their natural counterparts becomes 
inevitable. When compared to the performance of the actual filiform hairs, the performance of 
the presented hair sensors is roughly ~2.5 orders worse, however, still marking a significant 
milestone: it can be argued that these sensors are about ~3.5 orders of magnitude more 
sensitive than the first generation of hair-sensors (although these were never characterized 
equally well).  One interesting aspect about the filiform hairs is their exceptional performance 
even at the thermal-mechanical noise levels. In comparison, our sensor arrays do suffer from 
poor signal-to-noise ratio. Further ways of improvements are pointed out by the figure of 
merit, defined as the product of sensitivity and usable bandwidth. However, such a definition 
clearly ignores the thermal-mechanical noise effects in it. Recently, an estimation of thermal-
mechanical noise level at a given bandwidth of 1 kHz for the presented sensor arrays was 
made and it shows a flow sensitivity limit of ~50 μm/s [4]. Inclusion of thermal-mechanical 
noise effect in the figure of merit, along with sensitivity and bandwidth will certainly 
influence the design of optimized sensors. On the other hand, significant contribution to the 
noise levels is made due to the presence of undesired parasitic capacitance. This is due to the 
fact that the presented sensors use the silicon substrate as the common electrode of the sensor 
capacitor. Thus, new technologies are sought to drastically improve the sensor performance 
(see outlook section). 

The shape of the hairs is an important aspect of the sensor dynamics, which determines 
the drag-torque receptive capability and the moment of inertia of the hairs. Nature-like SU-8 
hairs, which closely resemble the actual filiform hairs, are fabricated successfully using a 
bottom-side exposure method (chapter 4). Most importantly, by means of this technique it is 
now possible to fabricate sensors featuring hairs of varying length. Previously, SU-8 hairs 
were fabricated by conventional top-side exposure method, which limits the option of 
incorporating variations in the hair length. A proof-of-concept fabrication flow using bottom-
side exposure is developed and demonstrated in this work. The fabricated samples were 
analyzed to find the optimal exposure time and the effect of different design parameters of the 
aluminum pattern on the hair geometry. The exposure times chosen in the investigations seem 
to indicate that the hair length and hair diameter do not critically depend on it. By this new 
approach, the length of the artificial hairs can be determined at the design phase, by 
appropriately defining the opening diameter of the mask pattern.  
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 Small torsional stiffness for the sensor springs is pointed out by the figure of merit as 
an important requirement for optimal sensor performance. With compliant springs featuring 
small torsional stiffness, there is a possible risk of undesired mode coupling (i.e. vertical 
mode of movements interfering with the intended torsional rotation of the sensor membrane) 
during normal sensor operation. To prevent this, a high ratio between the stiffness of 
undesired mode to desired mode is also considered as a design rule. Design analysis presented 
in chapter 5 suggests two possible options: (i) using an alternate structural material and (ii) 
using a modified cross-section for the springs. For the first option of choosing a new 
structural material, SU-8 is seen as a promising option and a proof-of-concept fabrication 
process flow is devised to verify the feasibility of this new approach. Results from the test 
structures presented numerous technological challenges, as expected. The SU-8 test structures 
show large undesired curvature due to the intrinsic residual stress and stress-gradients. As a 
second option, silicon-rich nitride springs with a T-shaped cross-section are considered. For 
realization it is important to fabricate controllable and uniform-width trenches on the 
substrate. A novel technique to fabricate trenches using edge lithography is developed and 
shown to be feasible.  

However, both investigated technologies to realize optimal springs were sufficiently 
disruptive relative to the current fabrication schemes that up to date none of both has been 
implemented to be a full fledged fabrication process. The obtained results indicate that the T-
beam approach has more potential and is likely to yield better reproducibility (e.g. as judged 
from the problems with variations in the quality of SU-8 layers in dependence of shelf time) 
than the SU-8 approach. Further it is remarked that the important ratio of K/S0 strongly 
depends on the moments of inertia Ixx, Iyy and Ip where the latter can be approximated in 
simple geometries by Ip=Ixx+Iyy. This means that there are both opportunities and limitations 
to improving this ratio. For a large ratio ideally Iyy approaches 0. However, in this case the 
limited in-plane (parallel to the substrate) flexibility would become a problem. Hence, this 
points at more robust solutions for springs made of lower Young’s’ modulus materials.  

Further, interesting results have been observed with viscosity-mediated coupling 
between the artificial hair sensors (chapter 6). A microfabricated chip was realized featuring 
three artificial hair sensors arranged in a row, at different inter-hair distances from each other. 
Characterization results confirm the presence of viscosity-mediated coupling between the hair 
sensors. The results show significant coupling effects between hairs, when placed close to 
each other (normalized distance, s/d < 6) and at lower flow frequencies. The length of the 
perturbing hair also has a significant influence on the coupling effect on the reference hair 
sensor. The measurements were in good agreement with the theoretical models.  Interestingly, 
new results show that when three hair sensors are placed close to each other, in addition to the 
primary coupling effect (between the perturbing hair and the reference hair), the secondary 
coupling effects (between the perturbing hairs on either side of the reference hair) also 
become prominent. The experimental and theoretical results provide important guidelines 
towards optimal sensor array designs while simultaneously shedding light on biophysical 
effects in closely-packed hair sensor arrays.  

 

7.2. Outlook 
An ideal system of artificial hair sensor arrays, inspired by the filiform hairs of crickets, 

preferably has the following operational characteristics: (i) 3-dimensional flow-field sensing 
capability (ii) high single-hair sensitivity, (iii) smart interfacing to address each of the hair 
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sensors in an array (in real time and with high signal-to-noise ratio) (iv) low power 
consumption and (v) mechanically robust system. The presented hair sensor arrays are only at 
the primary level on comparison to such an ideal system. This section highlights the possible 
future works, aimed at the realization of above said ideal sensor system. 
 
Towards flow-field measurements 
 One of the important motivations for realizing flow-sensor arrays is to be able to 
measure the flow-field. To realize it, sensor arrays should have the facility to individually 
address each sensor in an array. But the presented sensor arrays are electrically inter-
connected to each other and hence together they form a large sensor capacitor. Primary 
investigations of addressing four different sensor arrays simultaneously using frequency 
division multiplexing has been successfully implemented [5] and now this work is being 
extended for addressing individual sensors in an array. For the case of addressing each sensor, 
one of the critical issues is the presence of the parasitic capacitance which hinders the 
detection of small capacitive changes from the sensor. In the present generation of sensor 
arrays, parasitic capacitance originates from the conductive silicon substrate which is used as 
the common electrode of the sensor capacitor. Such undesired parasitic capacitance can be 
greatly reduced by using Silicon on insulator (SOI) wafers and patterning the bottom 
electrodes to be insulated from the substrate by trench insulation. In the recent generation, 
impressive performance from a single-hair sensor has been demonstrated [1].  

 Interestingly, the implemented arrays were used in the application of dipole source-
localization, inspired by the lateral-line sensors found in fish [6].  The lateral-line system of 
fish consists of a bundle of hair-like structures, capable of sensing the flow field around it to 
localize their prey or predator. The presented sensor arrays are successfully proven to be able 
to detect and reconstruct the dipole flow field [6]. Additionally, in parallel to this work, 
artificial flow sensor arrays operating in water were developed [7]. 
 
Towards 3D-flow measurements 
 One notable difference between the actual filiform hairs and our sensors is the nature 
of the substrate on which the hairs are arranged. Unlike our sensors, the filiform hairs are 
arranged on a conical surface of the cerci, thus facilitating 3-dimensional flow sensing [8]. 
Prior to the presented work, early attempts were made by gluing three individual chips with 
artificial hair sensors in a cerci-like arrangement (see figure 7.1) [9]. However, it has to be 
noted that this arrangement was not functional and no real characterization were made so far. 
 

 
 

Figure 7.1 Model schematic of the hair sensor featuring the nature-like hair [9] 
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Nature-like hairs 

Integrating the nature-like hairs (as presented in chapter 4) to our sensors, requires a 
new process flow. The key technique involved in realizing nature-like hairs is the bottom-side 
exposure of SU-8 layers. To facilitate this approach in the existing process flow, we need:  

 
(i) Wafer-through holes to enable back-side UV-light exposure.  
(ii) A sacrificial layer (to release the sensor membranes) which will also act as 

etch-stop layer for the wafer-through holes.   
(iii) A transparent material for the sensor membranes. 
(iv) An electrode layer that also acts as a mask for exposure of the nature-like hair. 
 
Figure 7.2 shows a model schematic of a sensor featuring nature-like hair. The 

implementation of bottom-exposure on the real device layers needs a thorough process 
optimization, in order to replicate the results obtained in chapter 4. First steps of such a 
process integration was performed by realizing high aspect-ratio, wafer-through holes of ~80 
μm diameter using standard DRIE process (Deep Reactive Ion Etching). A layer of SU-8 (~5 
μm) was used as the etch mask and silicon-rich nitride as an etch-stop layer. The next step 
would be to coat a thick layer of SU-8 on top and characterize the quality of the resulting 
hairs as function of exposure parameters. 
 
 

 
 

Figure 7.2 Model schematic of the hair sensor featuring the nature-like hair 
 
Optimal springs 

While the possibility of implementing flexible sensor springs with SU-8 was not 
successful due to challenges faced during the process, it is still suggested that such an 
investigation be performed with other potential polymer materials. For instance, Parylene-C 
[10,11] has specifically positive aspects (low-stress, low Young’s modulus, etc) and reliable 
layer deposition (conformal coating by LPCVD). However, this process will require extensive 
characterization on compatibility of Parylene-C to the existing process. Alternatively one may 
also look at more complicated (by design, preferably not more complicated in processing) 
spring-structures, if needed with virtual rotational axes. In this approach one could also look 
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at nonlinear effects (spring-stiffening) for structures that are stressed beyond their linear 
limits.  

The pre-requisite for realizing optimal springs indicated by the figure of merit is to 
have small torsional stiffness for the sensor springs. More emphasis is given on designing 
sensor springs with high vertical-to-torsional stiffness ratio, to reduce the undesired mode 
coupling. This will also improve stability along the vertical direction. However, small 
torsional stiffness for sensor springs can pose a possible risk on robustness of the sensor. With 
compliant springs, the sensor membranes could be easily subjected to pull-in and stiction 
during the desired mode of operation. In order to prevent stiction, possible solutions 
suggested are: (i) applying anti-stiction coating to the layers, (ii) incorporating “dimples” or 
“bumps” to reduce the effective contact surface area and (iii) surface roughening of the 
contact layers [12]. The recent generation of hair sensors is fabricated with anti-stiction 
bumps underneath the sensor membranes [13].  

 
Parametric amplification 
 Parametric amplification is a process which can occur when two periodic signals of 
different frequencies are mixed non-linearly. Such non-linear mixing could result in the 
amplification of the output signal. Recently, parametric amplification is being investigated on 
the hair sensor arrays [14]. Inferences from these investigations will be greatly helpful in 
building up an optimal artificial flow sensory system.  
 

In summary, optimized hair sensor arrays capable of sensing low-frequency air flows 
have been realized and characterized. Ways to improve the sensor design and performance 
have been investigated and some have been shown to lead to better sensor performance. 
Device physics tells us that more improvements are possible but some of the changes required 
are accompanied by new challenges, lying ahead of accomplishing the dream of real-time 
flow perception using artificial sensor arrays. 
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8.1. Summary 
Crickets, like many other arthropods, are evolved with an astonishing sensory system, 

which plays a vital role in their survival.  Located at the rear-end of the crickets, are a pair of 
sensory appendages called cerci, carrying numerous mechano-receptive filiform hairs. These 
filiform hairs are capable of detecting minute air fluctuations in their environment, down to 
0.03 mm/s amplitude. The filiform hairs respond by rotation to air movement, thereby 
initiating a neural response. The cercal filiform hair sensors have fascinated biologists and 
recently inspired MEMS engineers in developing a new line of bio-inspired mechanical 
sensors (Chapter 1). 

 This work reports the successful realization of artificial hair sensor arrays capable of 
sensing low-frequency air-flows. Each hair sensor consists of a SU-8 hair, mounted on a 
suspended silicon-rich nitride membrane with a pair of Aluminum electrodes. The silicon 
substrate acts as a bottom electrode, forming a pair of sensor capacitors. When there is an air 
flow, the hair deflects and induces a membrane tilt causing a change in the sensor capacitors. 
Flow sensing is then performed employing a differential capacitive sensing technique. By 
means of a sensor model, a figure of merit is defined to derive the design guidelines for 
optimal sensor performance (Chapter 2). For optimal performance, sensors need long and thin 
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hairs and small torsional stiffness for the sensor springs. The inter-spacing between the hairs 
placed in an array also plays a significant role in optimal performance. 

A new generation of hair sensor arrays are designed and implemented by incorporating 
design and technological improvements (Chapter 3). The presented hair sensor arrays were 
extensively characterized for their quality and functionality. By replacing Chromium with 
Aluminum as electrode material, the sensitivity-deteriorating effect due to membrane 
curvature (observed in our previous generation of hair sensor arrays) is greatly eliminated. 
The sensor arrays show a flow amplitude threshold of 0.85 mm/s at 400 Hz at 1 kHz 
bandwidth and show a clear figure-of-eight directional sensitivity.  

The hair geometry plays an important role in determining the drag-torque receptive 
capability and the moment of inertia of the hairs. Unlike artificial hairs, the actual filiform 
hairs on cerci are of an elongated-conical shape. In this work, new approaches to realize SU-8 
hairs, which closely resemble natural hairs, are demonstrated by means of a proof-of-concept 
fabrication flow (Chapter 4). Nature-like SU-8 hairs are fabricated successfully using a 
bottom-side exposure method. Further, by means of this new technique it is now possible to 
fabricate sensors featuring hairs of varying lengths. The fabricated samples clearly showed 
appreciable variations in the hair length and shape depending on the diameter of the mask 
openings. Hence, by appropriately defining the opening diameter of the mask pattern, the 
length of the SU-8 hair can be determined at the design phase. 

Small torsional stiffness for the sensor springs is sought as indicated by the figure of 
merit for optimal sensor performance. But with compliant springs, there is a risk of undesired 
mode coupling (e.g. vertical modes of movement interfering with the intended torsional 
rotation of the sensor membrane) during normal sensor operation. To prevent this, a high ratio 
between the stiffness of the undesired mode to the desired mode is also considered as a design 
rule. Design analysis suggests two possible options (Chapter 5): (i) using an alternate 
structural material and (ii) using a modified cross-section for the springs.  

For the first option of using alternate structural material, SU-8 is seen as a promising 
choice and a proof-of-concept fabrication process flow is devised. Results from the test 
structures presented numerous technological challenges, as expected. The SU-8 test structures 
show large undesired curvature due to the intrinsic residual stress and stress-gradients. On the 
other hand, for the second option, silicon-rich nitride springs with a T-shaped cross-section 
are considered. To realize them, it is important to fabricate controllable and uniform-width 
trenches on the substrate. A novel technique to fabricate trenches using edge lithography is 
developed and shown to be feasible.  However, both investigated technologies to realize 
optimal springs were considerably disruptive relative to the current fabrication scheme, that 
up to date neither of both has been implemented in a full fledged fabrication process. 

Artificial hair sensors are arranged in highly dense arrays which could lead to non-
negligible viscosity-mediated coupling between the hairs. A dedicated microfabricated chip 
was realized featuring three artificial hair sensors arranged in a row, at different inter-hair 
distances from each other (Chapter 6). Characterization results confirm the presence of 
viscosity-mediated coupling between the hair sensors. The results show significant coupling 
effects between hairs, when placed close to each other (normalized distance, s/d < 6) and at 
lower flow frequencies. Interestingly, our results show that when three hair sensors are placed 
close to each other, in addition to the primary coupling effect (between the perturbing hair and 
the reference hair), the secondary coupling effects (between the perturbing hairs on either side 
of the reference hair) also become prominent. The experimental and theoretical results 
provide important guidelines towards optimal sensor array designs while simultaneously 
shedding light on biophysical effects in closely-packed hair sensor arrays.  
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8.2. Samenvatting 
Krekels zijn, net als vele andere geleedpotigen, geëvolueerd met een verbazingwekkend 

sensorisch systeem, dat een centrale rol in hun essentiële overlevingsmechanisme speelt. Aan 
de achterzijde van de krekel bevindt zich een paar sensorische organen (cerci), die tal van 
mechanisch-gevoelige haren bevatten. Onder andere zogeheten filiforme (dunnen) haren die 
in in staat zijn om zeer kleine lucht verplaatsingen (met ondergrens van snelheden van 0,03 
mm/s) in hun omgeving te detecteren. De filiforme haren worden door deze lucht bewegingen 
geroteerd, hetgeen vervolgens een neurale respons initieert. Deze filiforme haren hebben 
biologen gefascineerd en MEMS ingenieurs onlangs geïnspireerd bij de ontwikkeling van een 
nieuw type bio-geïnspireerde mechanische sensoren (hoofdstuk 1). 

Dit onderzoek beschrijft de succesvolle realisatie van kunstmatige haarsensoren die in 
staat zijn om laag-frequente luchtstromen waar te nemen. Elke haarsensor bestaat uit een SU-
8 haar, die is geplaatst op een vrijhangend membraan van silicium-rijk nitride met een paar 
aluminium elektroden. Het silicium substraat fungeert als een onderelektrode, die tesamen 
met de aluminium bovenelectrodes de condensator van de sensor vormen. Bij de 
aanwezigheid van een luchstroom roteert de haar waardoor het membraan  kantelt en dus een 
capaciteitsverandering in de condensator van de sensor optreedt. Het uitlezen van deze 
capaciteitsverandering wordt vervolgens gedaan door middel van een differentieel 
detectietechniek. Met behulp van een sensor model is een kwaliteits-indicator gedefinieerd 
om ontwerp-richtlijnen af te leiden voor een optimale prestatie van de haarsensor (hoofdstuk 
2). Voor een optimale prestatie hebben sensoren lange en dunne haren nodig en een kleine 
torsieveerstijfheid. De tussenafstand van de haren in een reeks van sensoren speelt tevens een 
belangrijke rol in de optimale prestatie. 

Een nieuwe generatie van haarsensoren is ontworpen door de verbeteringen in het 
design en de technologie te intergreren (hoofdstuk 3). De gepresenteerde haarsensor is 
uitvoerig gekarakteriseerd op kwaliteit en functionaliteit. Door chroom als electrode materiaal 
te vervangen door aluminium was het mogelijk om het negatieve effect van 
membraankromming (waargenomen bij onze eerste-generatie van haarsensoren) op de 
sensorgevoeligheid te elimineren. De haarsensoren tonen een drempelwaarde van 0,85 mm/s 
voor een 400 Hz signaal (gemeten bij een bandbreedte van 1 kHz) en een duidelijke 
directionele gevoeligheid.  

De geometrie van de haar speelt een belangrijke rol in het bepalen van het receptief 
vermogen, middels de invloed op de stromingsweerstand, en het traagheidsmoment van de 
haren. De filiforme haren op cerci zijn, in tegenstelling tot kunstmatige haren, langwerpig en 
kegelvormig. Dit onderzoek toont nieuwe benaderingen om SU-8 haren te realiseren  die 
sterke overeenkomsten vertonen met natuurlijke filiforme haren door middel van een concept 
fabricageproces (hoofdstuk 4). Natuur-gelijkende SU-8 haren zijn succesvol gemaakt met 
behulp van een belichtingsmethode via de onderkant van de wafer. Het is tevens met deze 
nieuwe techniek mogelijk om sensoren te vervaardigen met haren van verschillende lengtes. 
De resultaten tonen een duidelijke afhankelijkheid van haar-lengte en -vorm van de diameter 
van de maskeropening. Door op de juiste diameters in het maskerpatroon te definieren kan de 
lengte van de SU-8 haren reeds worden bepaald in de ontwerpfase. 

Een kleine torsieveerstijfheid van de sensor is, zoals aangegeven door de kwaliteits-
indicator, nodig voor een optimale prestatie van de sensor. Bij compliante veren bestaat een 
risico dat ongewenste moduskoppelingen (zoals trillingen in de verticale richtingen) tijdens de 
normale werking van de sensor interfereren met de beoogde rotatie van het membraan. Om dit 
te voorkomen is een grote verhouding van de stijfheden van ongewenste en gewenste modi 
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tevens een vereiste in het ontwerp. De analyse van het ontwerp suggereert twee mogelijke 
opties (hoofdstuk 5): (i) door een alternatief constructiemateriaal te gebruiken en (ii) door een 
aangepaste dwarsdoorsnede van de torsiebalken te gebruiken. 

Voor de eerste optie van het gebruik van alternatief constructiemateriaal is SU-8 een 
veelbelovende keuze en een concept fabricageproces is bedacht. De resultaten van de 
teststructuren tonen, zoals verwacht, talrijke technologische uitdagingen. De SU-8 
teststructuren hebben een grote ongewenste kromming als gevolg van intrinsieke stress en 
stress-gradiënten in het SU-8. Voor de tweede optie zijn silicium-rijke nitride veren met een t-
vormige dwarsdoorsnede overwogen. Om deze te kunnen realiseren is het belangrijk om 
controleerbare en uniforme openingen in het substraat te vervaardigen. Een nieuwe techniek 
om met behulp van rand-lithografie openingen in een substraat te vervaardigen is ontwikkeld 
tot een haalbaar fabricageproces. Echter, beide onderzochte opties om optimale veren te 
realiseren zijn lastig te implementeren in het huidige fabricageproces en daarom is tot op 
heden hiertoe geen poging ondernomen. 

Kunstmatige haarsensoren kunnen gerangschikt worden in zeer dichte matrices waarin 
koppeling tussen de haren kan plaats vinden t.g.v. viskeuze effecten. Een speciale chip, 
waarop structuren van drie kunstmatige haarsensoren op rij met verschillende tussenafstanden 
zijn gedefinieerd, is gerealiseerd (hoofdstuk 6). De resultaten bevestigen de aanwezigheid van 
viskeuze koppeling tussen de haarsensoren. De koppelingseffecten worden significant als de 
haren dicht bij elkaar zijn geplaatst (genormaliseerde afstand, s/d <6) en bij lagere flow 
frequenties. Uit onze resultaten blijkt dat wanneer drie haarsensoren dicht bij elkaar zijn 
geplaatst in aanvulling op het primaire koppelingseffect (tussen de storende haren en de 
referentie haar) tevens het secundaire koppelingseffecten (tussen de storende haren aan 
weerszijden van de referentie haar) prominent wordt. De experimentele en theoretische 
resultaten leveren belangrijke richtlijnen voor optimale sensor ontwerpen en werpen 
tegelijktijd licht op de biofysische effecten in dichtgepakte sensoren. 
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A. Process flow for hair sensor arrays (Chapter 3) 
 

Step Process Parameters Remarks 

01 Substrate selection - 
Silicon <100> DSP 

(low resistance) 

Orientation: <100> 
Diameter: 100mm 
Thickness: 525 +/- 25 µm 
Polished: Double side 
Resistivity: 0.010-0.015 Ω·cm 
Type: p 

To be used as common 
electrode 
Use at least 6 dummy 
wafers (SSP) 

02 Cleaning Standard  
 

HNO3 (100%) Selectipur: MERCK 
HNO3 (69%) VLSI: MERCK 
• Beaker 1: fumic HNO3 (100 %), 5 min 
• Beaker 2: fumic HNO3 (100 %), 5 min 
• Quick Dump Rinse <0.1 µS 
• Beaker 3: boiling (95 °C) HNO3 (69 %), 
10 min 
• Quick Dump Rinse <0.1 µS 
• Spin drying 

 

03 Etching HF (1%)  HF (1%) VLSI: MERCK 
• Quick Dump Rinse <0.1 µS 
• Spin drying 

For native oxide 
removal 
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04 LPCVD Si3N4 
stoichiometric 

Tempress LPCVD F1 
Tube: F1 
• Program: Nitr01 
• SiH2Cl2 flow: 22 sccm 
• NH3 flow: 66 sccm 
• Temperature: 800 °C 
• Pressure: 200 mTorr 
• Stress: 1,09±40 MPa 
Deposition rate: 4-6 nm/min 
Nf: 2.008 

Use blank dummies 
Thickness: 200 nm 
Time: ~42 min 

 

Isolation /etch-stop 
layer 

 
 

05 Ellipsometer 
Measurement 

Plasmos Ellipsometer  

06 Cleaning Standard  
 

HNO3 (100%) Selectipur: MERCK 
HNO3 (69%) VLSI: MERCK 
• Beaker 1: fumic HNO3 (100 %), 5 min 
• Beaker 2: fumic HNO3 (100 %), 5 min 
• Quick Dump Rinse <0.1 µS 
• Beaker 3: boiling (95 °C) HNO3 (69 %), 
10 min 
• Quick Dump Rinse <0.1 µS 
• Spin drying 

 

07 Micro Balance 
Measurement  

Satotius Micro Balance Before deposition 

08 LPCVD Poly Si - 
590°C 

 

Tempress LPCVD 
Tube: F2 
Program: senspoly 
• SiH4 flow: 50 sccm 
• temperature: 590°C 
• pressure: 250mTorr 
• deposition rate: 3.3 nm/min 
• Stress: 30 MPa 
 

Layer thickness: 600 
nm. In some of the 
batches, 800 nm. 

09 Micro Balance 
Measurement 

Satotius Micro Balance After deposition 

Calculate layer 
thickness (conversion 
factor: 26.5 nm/mg). 

10 Annealing Furnace B3 
Standby temperature: 800 °C 
• Program: ANN-1100-N2 
• Temp.: 1100 °C 
• Gas: N2 
• Flow: 1 l/min 
• Ramp: 20 °C/min 

To lower stress 
Time: 2 hrs 

11 Lithography - Priming 
(liquid) 

HexaMethylDiSilazane (HMDS)  
• Dehydration bake (120 °C): 5 min 
• Spin program: 4 (4000 rpm, 20 sec) 

 

12 Lithography - Coating 
Olin907-17 

• Spinning acceleration: 4000 rpm/s 
• Spinning speed: 4000 rpm 
• Spinning time: 20 s 

 



 
 

      Appendices 
 

 
9-3 

• Prebake (95 °C): 90 s 

13 Lithography - 
Alignment & Exposure 
Olin 907-17 (EVG 20) 

Electronic Vision Group 20 Mask Aligner 
• Hg-lamp: 12 mW/cm2 

• Exposure Time: 4 s 

Mask: SACRI 

14 Lithography - 
Development Olin 
Resist 

Developer: OPD4262 
• After Exposure Bake (120 °C): 60 sec 
Development: 
• Time: 30 sec in Beaker 1 
• Time: 15-30 sec in Beaker 2 
• Quick Dump Rinse <0.1 �S 
• Spin drying 

 

15 Optical microscopic 
inspection - 
Lithography  

Microscope   

16 Plasma etching 
chamber (Etske) -
Cleaning 

 

Elektrotech PF310/340 
Select chamber for desired etch process 
Select electrode for desired etch process 
• Electrode temp.: 10°C or 25°C 
• O2 flow: 20sccm 
• pressure: 50mTorr 
• power: 150W 
• DC-Bias: 780V 
Chamber is clean when plasma color is white 
 

 

17 Plasma etching of Poly 
Si (Etske) 

Elektrotech PF310/340 
Clean chamber 
Styros electrode 
• Electrode temp.: 10 °C 
• SF6 flow: 30 sccm 
• CHF3 flow: 7 sccm 
• O2 flow: 11 sccm 
• Pressure: 100 mTorr 
• Power: 75 W 
Use etch steps of maximal 5 min. Vent system 
and continue. 
Small gaps exhibit RIE-lag! 

Etch rate poly-Si: 500 
nm/min,  

End of etching is done 
on visual inspection by 
optical microscope 
(time = ~80 s).  

Note: use dummy 
wafers on top of quartz 
electrode in order to 
increase uniformity and 
decrease etch rate 

18 Stripping of Olin PR  
 

Wet-Bench 3-2 
HNO3 (100%) Selectipur: MERCK 100453 
• Time: 20min 
• Quick Dump Rinse <0.1µS 
• Spin drying 
• Visual microscopic inspection 
 

 

19 Cleaning Standard  
 

HNO3 (100%) Selectipur: MERCK 
HNO3 (69%) VLSI: MERCK 
• Beaker 1: fumic HNO3 (100 %), 5 min 
• Beaker 2: fumic HNO3 (100 %), 5 min 
• Quick Dump Rinse <0.1 µS 
• Beaker 3: boiling (95 °C) HNO3 (69 %), 
10 min 
• Quick Dump Rinse <0.1 µS 
• Spin drying 
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20 Etching HF (1%)  HF (1%) VLSI: MERCK 
• Quick Dump Rinse <0.1 µS 
• Spin drying 

Native oxide removal 
Time: ~1 min 

21 LPCVD SiRN - low 
stress 

Tempress LPCVD/HC 
Tube: G3 
• SiH2Cl2 flow: 150 sccm 
• NH3 flow: 50 sccm 
• Temperature: 830 °C 
• Pressure: 200 mTorr 
• Program: SiRN02 
Deposition rate: ~6.6 nm/min 
Nf: 2.18 

NOTE: use G4 LPCVD 
furnace for more 
uniform layers. 

deposition time: 
122 min 
layer thickness: 
1000 nm 
deposition rate: 8.2 
nm/min 

stress ~300 MPa 

22 Ellipsometer 
Measurement 

Plasmos Ellipsometer  

23 Cleaning Standard  
 

HNO3 (100%) Selectipur: MERCK 
HNO3 (69%) VLSI: MERCK 
• Beaker 1: fumic HNO3 (100 %), 5 min 
• Beaker 2: fumic HNO3 (100 %), 5 min 
• Quick Dump Rinse <0.1 µS 
• Beaker 3: boiling (95 °C) HNO3 (69 %), 
10 min 
• Quick Dump Rinse <0.1 µS 
• Spin drying 

 

24 Lithography - Priming 
(liquid) 

HexaMethylDiSilazane (HMDS)  
• Dehydration bake (120 °C): 5 min 
• Spin program: 4 (4000 rpm, 20 sec) 

 

25 Lithography - Coating 
Olin907-17 

• Spinning acceleration: 4000 rpm/s 
• Spinning speed: 4000 rpm 
• Spinning time: 20 s 
• Prebake (95 °C): 90 s 

 

26 Lithography - 
Alignment & Exposure 
Olin 907-17 (EVG 20) 

Electronic Vision Group 20 Mask Aligner 
• Hg-lamp: 12 mW/cm2 

• Exposure Time: 4 s 

Mask: MEMBR 

27 Lithography - 
Development Olin 
Resist 

Developer: OPD4262 
• After Exposure Bake (120 °C): 60 sec 
Development: 
• Time: 30 sec in Beaker 1 
• Time: 15-30 sec in Beaker 2 
• Quick Dump Rinse <0.1 �S 
• Spin drying 

 

28 Optical microscopic 
inspection - 
Lithography  

Microscope   

29 Plasma etching 
chamber (Etske) -

 

Elektrotech PF310/340 
Select chamber for desired etch process 
Select electrode for desired etch process 
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Cleaning • Electrode temp.: 10°C or 25°C 
• O2 flow: 20sccm 
• pressure: 50mTorr 
• power: 150W 
• DC-Bias: 780V 
Chamber is clean when plasma color is white 

 

30 Plasma etching of 
SiRN (Etske) 

 

Elektrotech PF310/340 
Dirty chamber 
Styros electrode 
• Electrode temp.: 10°C 
• CHF3 flow: 25sccm 
• O2 flow: 5sccm 
• pressure: 10mTorr 
• power: 75W 
Etchrate SiN = 50nm/min (for VDC=-460V) 
Etchrate SiN = 75 nm/min (for VDC = -580V) 
Etchrate Olin resist = 95nm/min 
If DC-Bias < 375V apply chamber clean 
 

Etch rate SiRN = 65 
nm/min, selectivity 
towards OLIN907 = 
0.8 and silicon = 2.  

End of etching is done 
on visual inspection (t 
= 18-20 min).  

NOTE: use 100W as 
RF power to maintain 
the SiRN etch rate. 

31 Stripping of Olin PR by 
oxygen plasma 

 

Tepla 300 
Barrel Etcher (2.45 GHz) 
Ultra clean system only (no metals except Al) 
• See list with recipes in CR 
• O2 flow: 200 sccm (50 %) 
• Power: up to 1000 W 
• Pressure: 1 mbar 
• Time:  see recipes on the wall 
 

Program 06 

Time: 30 min 

32 Cleaning Standard  
 

HNO3 (100%) Selectipur: MERCK 
HNO3 (69%) VLSI: MERCK 
• Beaker 1: fumic HNO3 (100 %), 5 min 
• Beaker 2: fumic HNO3 (100 %), 5 min 
• Quick Dump Rinse <0.1 µS 
• Beaker 3: boiling (95 °C) HNO3 (69 %), 
10 min 
• Quick Dump Rinse <0.1 µS 
• Spin drying 

 

33 Etching HF (1%)  HF (1%) VLSI: MERCK 
• Quick Dump Rinse <0.1 µS 
• Spin drying 

For native oxide 
removal 

34 Sputtering of Al, resist 
compatible (Oxford) 

Oxford PL 400 
• Program: 100 nm Al pos 1 
Change program parameters to: 
• Power: 700W 
• Pressure: 10 mTorr 
Deposition rate (100 mm wafer): 88 nm/min 

Thickness: 100 nm 

 

35 Lithography - Priming 
(liquid) 

HexaMethylDiSilazane (HMDS)  
• Dehydration bake (120 °C): 5 min 
• Spin program: 4 (4000 rpm, 20 sec) 

 

36 Lithography - Coating • Spinning acceleration: 4000 rpm/s 
• Spinning speed: 4000 rpm 
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Olin907-17 • Spinning time: 20 s 
• Prebake (95 °C): 90 s 

37 Lithography - 
Alignment & Exposure 
Olin 907-17 (EVG 20) 

Electronic Vision Group 20 Mask Aligner 
• Hg-lamp: 12 mW/cm2 

• Exposure Time: 4 s 

Mask: ELECT 

38 Lithography - 
Development Olin 
Resist 

Developer: OPD4262 
• After Exposure Bake (120 °C): 60 sec 
Development: 
• Time: 30 sec in Beaker 1 
• Time: 15-30 sec in Beaker 2 
• Quick Dump Rinse <0.1 �S 
• Spin drying 

 

39 Optical microscopic 
inspection - 
Lithography  

Microscope   

40 Wet etching of Al 
 

Wet-Bench 2 
Aluminium etch: MERCK 115435.2500 
• Temp.: 55°C 
• Quick Dump Rinse <0.1µS 
• Spin drying 
Etch rates = 1µm/min 
 

NEW recipe: Al 
etching in OPD4262 
(etch rate ~ 14 nm/min, 
t = 6 min) 

41 Stripping of polymers 
in HNO3, multipurpose 

 

Wet-Bench 2 
HNO3 (100%) Selectipur: MERCK 100453 
• Beaker 1: HNO3 (100%) 20min 
• Quick Dump Rinse <0.1µS 
• Spin drying 
 

 

42 Lithography - Coating 
SU-8 100 (Delta20) 

Süss MicroTec Spinner Delta 20 
• Spin program: 8 
 30 sec at 500 rpm, acc. 100 rpm/min 
 30 sec at 1000 rpm, acc. 100 
rpm/min 
• Thickness: >380 μm 
• Prebake (95 °C): 
 10 min at 50 °C 
 30 min at 65 °C 
 210 min at 95 °C 
 let it cool down on the hot plate 

First Layer 

Leave the wafers on the 
flat surface of the hot 
plate for 2 hrs before 
soft bake 

Wait overnight before 
exposure to avoid 
stiction (and use tape 
on the mask) 

43 Lithography - 
Alignment & Exposure 
SU-8 100 (EVG) 

Electronic Vision Group 20 Mask Aligner 
• Hg-lamp: 12 mW/cm2 

• Exposure Time: 120 sec 

Mask: HAIR1 
Soft contact 

44 Lithography - Coating 
SU-8 100 (Delta20) 

Süss MicroTec Spinner Delta 20 
• Spin program: 5 
 30 sec at 500 rpm, acc. 100 rpm/min 
 30 sec at 3000 rpm, acc. 100 
rpm/min 
• Thickness: >380 �m 
• Prebake (95 °C): 
 10 min at 50 °C 
 30 min at 65 °C 

Second Layer 

Wait overnight before 
exposure to avoid 
stiction (and use tape 
on the mask) 
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 210 min at 95 °C 
 let it cool down on the hot plate 

45 Lithography - 
Alignment & Exposure 
SU-8 100 (EVG) 

Electronic Vision Group 20 Mask Aligner 
• Hg-lamp: 12 mW/cm2 

• Exposure Time: 150-170 sec 

Mask: HAIR2 
Soft contact 

46 Lithography - 
Development SU-8 100 

Developer: RER600 
• After Exposure Bake: 
 10 min at 50 °C 
 10 min at 65 °C 
 50 min at 75 °C 
 cool down in 5 °C steps each for 5 
min 
Development: 
• Time: 40 min (40 cycles of 1 min) 
• Method: Spray 
• IPA Rinse 
• Spin drying 

Do not rinse with water
Do not use high speed 
spin drying 

47 Plasma etching of poly-
Silicon (Oxford Plasma 
Lab 100) 

Oxford Plasma Lab 100 

Parameters Value 

SF6 (sccm) 120 

He (sccm) 20 

ICP (W) 600 

CCP (W) 0 

Pressure (mTorr) 10 

Electrode temp. (°C) 20  

Note: prior to etching 
perform O2 plasma 
step (40 min, TEPLA 
300) to remove residual 
SU8 and a 1 min pre-
etch (CCP 3W, Vdc -
20V) on Oxford 
Plasma Lab 100. 

Use special gas 
permeable cap on top 
of the wafer. 

 

B. Process flow for nature-like hairs (Chapter 4) 
 

Step Process Parameters Remarks 

01 Substrate selection – 
Borofloat or Pyrex 

Diameter: 100 mm 
Thickness: 500 µm 
 
 

 

02 Cleaning Standard  
 

HNO3 (100%) Selectipur: MERCK 
HNO3 (69%) VLSI: MERCK 
• Beaker 1: fumic HNO3 (100 %), 5 min 
• Beaker 2: fumic HNO3 (100 %), 5 min 
• Quick Dump Rinse <0.1 µS 
• Beaker 3: boiling (95 °C) HNO3 (69 %), 
10 min 
• Quick Dump Rinse <0.1 µS 
• Spin drying 

 

03 Sputtering of Al, resist 
compatible (Oxford) 

Oxford PL 400 
• Program: 100 nm Al pos 1 
Change program parameters to: 

Thickness: 100 nm 
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• Power: 700W 
• Pressure: 10 mTorr 
Deposition rate (100 mm wafer): 88 nm/min 

04 Lithography - Priming 
(liquid) 

HexaMethylDiSilazane (HMDS)  
• Dehydration bake (120 °C): 5 min 
• Spin program: 4 (4000 rpm, 20 sec) 

 

05 Lithography - Coating 
Olin907-17 

• Spinning acceleration: 4000 rpm/s 
• Spinning speed: 4000 rpm 
• Spinning time: 20 s 
• Prebake (95 °C): 90 s 

 

06 Lithography - 
Alignment & Exposure 
Olin 907-17 (EVG 20) 

Electronic Vision Group 20 Mask Aligner 
• Hg-lamp: 12 mW/cm2 

• Exposure Time: 4 s 

Mask: ELECT 

07 Lithography - 
Development Olin 
Resist 

Developer: OPD4262 
• After Exposure Bake (120 °C): 60 sec 
Development: 
• Time: 30 sec in Beaker 1 
• Time: 15-30 sec in Beaker 2 
• Quick Dump Rinse <0.1 �S 
• Spin drying 

 

08 Optical microscopic 
inspection - 
Lithography  

Microscope   

09 Wet etching of Al 
 

Wet-Bench 2 
Aluminium etch: MERCK 115435.2500 
• Temp.: 55°C 
• Quick Dump Rinse <0.1µS 
• Spin drying 
Etch rates = 1µm/min 
 

NEW recipe: Al 
etching in OPD4262 
(etch rate ~ 14 nm/min, 
t = 6 min) 

10 Stripping of polymers 
in HNO3, multipurpose 

 

Wet-Bench 2 
HNO3 (100%) Selectipur: MERCK 100453 
• Beaker 1: HNO3 (100%) 20min 
• Quick Dump Rinse <0.1µS 
• Spin drying 
 

 

11 Lithography - Coating 
SU-8 100 (Delta20) 

Süss MicroTec Spinner Delta 20 
• Spin program: 8 
 30 sec at 500 rpm, acc. 100 rpm/min 
 30 sec at 1000 rpm, acc. 100 
rpm/min 
• Thickness: >380 μm 
• Prebake (95 °C): 
 10 min at 50 °C 
 30 min at 65 °C 
 210 min at 95 °C 
 let it cool down on the hot plate 

First Layer 

Leave the wafers on the 
flat surface of the hot 
plate for 2 hrs before 
soft bake 

Wait overnight before 
exposure to avoid 
stiction  

12 Lithography - Coating 
SU-8 100 (Delta20) 

Süss MicroTec Spinner Delta 20 
• Spin program: 5 
 30 sec at 500 rpm, acc. 100 rpm/min 

Second Layer 

Wait overnight before 
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 30 sec at 3000 rpm, acc. 100 
rpm/min 
• Thickness: >380 �m 
• Prebake (95 °C): 
 10 min at 50 °C 
 30 min at 65 °C 
 210 min at 95 °C 
 let it cool down on the hot plate 

exposure to avoid 
stiction 

13 Lithography - 
Alignment & Exposure 
SU-8 100 (EVG) 

Electronic Vision Group 20 Mask Aligner 
• Hg-lamp: 12 mW/cm2 

• Exposure Time: 160-250 sec 

Bottom-side exposure 
using Flood exposure 
recipe. 

14 Lithography - 
Development SU-8 100 

Developer: RER600 
• After Exposure Bake: 
 10 min at 50 °C 
 10 min at 65 °C 
 50 min at 75 °C 
 cool down in 5 °C steps each for 5 
min 
Development: 
• Time: 25 min (25 cycles of 1 min) 
• Method: Spray 
• IPA Rinse 
• Spin drying 

Do not rinse with water
Do not use high speed 
spin drying 

C. Process flow for SU-8 springs and membranes (Chapter 5) 
 

Step Process Parameters Remarks 

01 Substrate selection - 
Silicon <100> DSP 

(low resistance) 

Orientation: <100> 
Diameter: 100mm 
Thickness: 525 +/- 25 µm 
Polished: Double side 
Resistivity: 0.010-0.015 Ω·cm 
Type: p 

 

02 Cleaning Standard  
 

HNO3 (100%) Selectipur: MERCK 
HNO3 (69%) VLSI: MERCK 
• Beaker 1: fumic HNO3 (100 %), 5 min 
• Beaker 2: fumic HNO3 (100 %), 5 min 
• Quick Dump Rinse <0.1 µS 
• Beaker 3: boiling (95 °C) HNO3 (69 %), 
10 min 
• Quick Dump Rinse <0.1 µS 
• Spin drying 

 

03 Etching HF (1%)  HF (1%) VLSI: MERCK 
• Quick Dump Rinse <0.1 µS 
• Spin drying 

For native oxide 
removal 

04 LPCVD Si3N4 
stoichiometric 

Tempress LPCVD F1 
Tube: F1 
• Program: Nitr01 
• SiH2Cl2 flow: 22 sccm 

Use blank dummies 
Thickness: 200 nm 
Time: ~42 min 
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• NH3 flow: 66 sccm 
• Temperature: 800 °C 
• Pressure: 200 mTorr 
• Stress: 1,09±40 MPa 
Deposition rate: 4-6 nm/min 
Nf: 2.008 

 

Isolation /etch-stop 
layer 

 
 

05 Ellipsometer 
Measurement 

Plasmos Ellipsometer  

06 Cleaning Standard  
 

HNO3 (100%) Selectipur: MERCK 
HNO3 (69%) VLSI: MERCK 
• Beaker 1: fumic HNO3 (100 %), 5 min 
• Beaker 2: fumic HNO3 (100 %), 5 min 
• Quick Dump Rinse <0.1 µS 
• Beaker 3: boiling (95 °C) HNO3 (69 %), 
10 min 
• Quick Dump Rinse <0.1 µS 
• Spin drying 

 

07 Micro Balance 
Measurement  

Satotius Micro Balance Before deposition 

08 LPCVD Poly Si - 
590°C 

 

Tempress LPCVD 
Tube: F2 
Program: senspoly 
• SiH4 flow: 50 sccm 
• temperature: 590°C 
• pressure: 250mTorr 
• deposition rate: 3.3 nm/min 
• Stress: 30 MPa 
 

Layer thickness: 600 
nm.  

09 Micro Balance 
Measurement 

Satotius Micro Balance After deposition 

Calculate layer 
thickness (conversion 
factor: 26.5 nm/mg). 

10 Annealing Furnace B3 
Standby temperature: 800 °C 
• Program: ANN-1100-N2 
• Temp.: 1100 °C 
• Gas: N2 
• Flow: 1 l/min 
• Ramp: 20 °C/min 

To lower stress 
Time: 2 hrs 

11 Lithography - Priming 
(liquid) 

HexaMethylDiSilazane (HMDS)  
• Dehydration bake (120 °C): 5 min 
• Spin program: 4 (4000 rpm, 20 sec) 

 

12 Lithography - Coating 
Olin907-17 

• Spinning acceleration: 4000 rpm/s 
• Spinning speed: 4000 rpm 
• Spinning time: 20 s 
• Prebake (95 °C): 90 s 

 

13 Lithography - 
Alignment & Exposure 

Electronic Vision Group 20 Mask Aligner 
• Hg-lamp: 12 mW/cm2 

Mask: SACRI 
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Olin 907-17 (EVG 20) • Exposure Time: 4 s 

14 Lithography - 
Development Olin 
Resist 

Developer: OPD4262 
• After Exposure Bake (120 °C): 60 sec 
Development: 
• Time: 30 sec in Beaker 1 
• Time: 15-30 sec in Beaker 2 
• Quick Dump Rinse <0.1 �S 
• Spin drying 

 

15 Optical microscopic 
inspection - 
Lithography  

Microscope   

16 Plasma etching 
chamber (Etske) -
Cleaning 

 

Elektrotech PF310/340 
Select chamber for desired etch process 
Select electrode for desired etch process 
• Electrode temp.: 10°C or 25°C 
• O2 flow: 20sccm 
• pressure: 50mTorr 
• power: 150W 
• DC-Bias: 780V 
Chamber is clean when plasma color is white 
 

 

17 Plasma etching of Poly 
Si (Etske) 

Elektrotech PF310/340 
Clean chamber 
Styros electrode 
• Electrode temp.: 10 °C 
• SF6 flow: 30 sccm 
• CHF3 flow: 7 sccm 
• O2 flow: 11 sccm 
• Pressure: 100 mTorr 
• Power: 75 W 
Use etch steps of maximal 5 min. Vent system 
and continue. 
Small gaps exhibit RIE-lag! 

Etch rate poly-Si: 500 
nm/min,  

End of etching is done 
on visual inspection by 
optical microscope 
(time = ~80 s).  

Note: use dummy 
wafers on top of quartz 
electrode in order to 
increase uniformity and 
decrease etch rate 

18 Stripping of Olin PR  
 

Wet-Bench 3-2 
HNO3 (100%) Selectipur: MERCK 100453 
• Time: 20min 
• Quick Dump Rinse <0.1µS 
• Spin drying 
• Visual microscopic inspection 
 

 

19 Cleaning Standard  
 

HNO3 (100%) Selectipur: MERCK 
HNO3 (69%) VLSI: MERCK 
• Beaker 1: fumic HNO3 (100 %), 5 min 
• Beaker 2: fumic HNO3 (100 %), 5 min 
• Quick Dump Rinse <0.1 µS 
• Beaker 3: boiling (95 °C) HNO3 (69 %), 
10 min 
• Quick Dump Rinse <0.1 µS 
• Spin drying 

 

20 Lithography - Coating 
SU-8 2 (Delta20) 

Süss MicroTec Spinner Delta 20 
• Spin program: 5 
 10 sec at 500 rpm, acc. 100 

Wait 1 hr before 
exposure to avoid 
stiction 
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rpm/min 
 30 sec at 3000 rpm, acc. 100 
rpm/min 
• Thickness: 2 μm 
• Prebake (95 °C): 2 min 

21 Lithography - 
Alignment & 
Exposure SU-8 2 
(EVG) 

Electronic Vision Group 20 Mask Aligner 
• Hg-lamp: 12 mW/cm2 

• Exposure Time: 12 sec 

Mask: MEMBR 
Soft contact 

22 Lithography - Coating 
SU-8 100 (Delta20) 

Süss MicroTec Spinner Delta 20 
• Spin program: 8 
 30 sec at 500 rpm, acc. 100 rpm/min 
 30 sec at 1000 rpm, acc. 100 
rpm/min 
• Thickness: >380 μm 
• Prebake (95 °C): 
 10 min at 50 °C 
 30 min at 65 °C 
 210 min at 95 °C 
 let it cool down on the hot plate 

First Layer 

Leave the wafers on the 
flat surface of the hot 
plate for 2 hrs before 
soft bake 

Wait overnight before 
exposure to avoid 
stiction (and use tape 
on the mask) 

23 Lithography - 
Alignment & Exposure 
SU-8 100 (EVG) 

Electronic Vision Group 20 Mask Aligner 
• Hg-lamp: 12 mW/cm2 

• Exposure Time: 120 sec 

Mask: HAIR1 
Soft contact 

24 Lithography - Coating 
SU-8 100 (Delta20) 

Süss MicroTec Spinner Delta 20 
• Spin program: 5 
 30 sec at 500 rpm, acc. 100 rpm/min 
 30 sec at 3000 rpm, acc. 100 
rpm/min 
• Thickness: >380 �m 
• Prebake (95 °C): 
 10 min at 50 °C 
 30 min at 65 °C 
 210 min at 95 °C 
 let it cool down on the hot plate 

Second Layer 

Wait overnight before 
exposure to avoid 
stiction (and use tape 
on the mask) 

25 Lithography - 
Alignment & Exposure 
SU-8 100 (EVG) 

Electronic Vision Group 20 Mask Aligner 
• Hg-lamp: 12 mW/cm2 

• Exposure Time: 150-170 sec 

Mask: HAIR2 
Soft contact 

26 Lithography - 
Development SU-8 100 

Developer: RER600 
• After Exposure Bake: 
 10 min at 50 °C 
 10 min at 65 °C 
 50 min at 75 °C 
 cool down in 5 °C steps each for 5 
min 
Development: 
• Time: 40 min (40 cycles of 1 min) 
• Method: Spray 
• IPA Rinse 
• Spin drying 

Do not rinse with water
Do not use high speed 
spin drying 
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27 Plasma etching of poly-
Silicon (Oxford Plasma 
Lab 100) 

Oxford Plasma Lab 100 

Parameters Value 

SF6 (sccm) 120 

He (sccm) 20 

ICP (W) 600 

CCP (W) 0 

Pressure (mTorr) 10 

Electrode temp. (°C) 20  

Note: prior to etching 
perform O2 plasma 
step (40 min, TEPLA 
300) to remove residual 
SU8 and a 1 min pre-
etch (CCP 3W, Vdc -
20V) on Oxford 
Plasma Lab 100. 

Use special gas 
permeable cap on top 
of the wafer. 

 
 

D. Process flow for trenches using edge lithography (Chapter 5) 
 

Step Process Parameters Remarks 

01 Substrate selection - 
Silicon <100> DSP 

(low resistance) 

Orientation: <100> 
Diameter: 100mm 
Thickness: 525 +/- 25 µm 
Polished: Double side 
Resistivity: 0.010-0.015 Ω·cm 
Type: p 

 

02 Cleaning Standard  
 

HNO3 (100%) Selectipur: MERCK 
HNO3 (69%) VLSI: MERCK 
• Beaker 1: fumic HNO3 (100 %), 5 min 
• Beaker 2: fumic HNO3 (100 %), 5 min 
• Quick Dump Rinse <0.1 µS 
• Beaker 3: boiling (95 °C) HNO3 (69 %), 
10 min 
• Quick Dump Rinse <0.1 µS 
• Spin drying 

 

03 Etching HF (1%)  HF (1%) VLSI: MERCK 
• Quick Dump Rinse <0.1 µS 
• Spin drying 

For native oxide 
removal 

04 LPCVD SiRN - low 
stress 

Tempress LPCVD/HC 
Tube: G3 
• SiH2Cl2 flow: 150 sccm 
• NH3 flow: 50 sccm 
• Temperature: 830 °C 
• Pressure: 200 mTorr 
• Program: SiRN02 
Deposition rate: ~6.6 nm/min 
Nf: 2.18 

NOTE: use G4 LPCVD 
furnace for more 
uniform layers. 

Deposition time: 3 min 
Layer thickness: 20 nm 

 

05 Ellipsometer 
Measurement 

Plasmos Ellipsometer  

06 LPCVD TEOS Tempress LPCVD B4 
Tube: B4 TEOS 

 
 
Deposition time: 
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• Bubbler: 40°C 
• N2 flow: 250 sccm 
• Temperature: 700 °C 
• Pressure: 150 mTorr 
• Program: TEOS 05 
Deposition rate: 10.7 nm/min 
Nf: 1.44 

10 min 
Layer thickness: 
100 nm 

 

07 Micro Balance 
Measurement  

Satotius Micro Balance Before deposition 

08 LPCVD Poly Si - 
590°C 

 

Tempress LPCVD 
Tube: F2 
Program: senspoly 
• SiH4 flow: 50 sccm 
• temperature: 590°C 
• pressure: 250mTorr 
• deposition rate: 3.3 nm/min 
• Stress: 30 MPa 
 

Layer thickness: 100 
nm.  

Time: 30 min 

09 Micro Balance 
Measurement 

Satotius Micro Balance After deposition 

Calculate layer 
thickness (conversion 
factor: 26.5 nm/mg). 

10 Cleaning Standard  
 

HNO3 (100%) Selectipur: MERCK 
HNO3 (69%) VLSI: MERCK 
• Beaker 1: fumic HNO3 (100 %), 5 min 
• Beaker 2: fumic HNO3 (100 %), 5 min 
• Quick Dump Rinse <0.1 µS 
• Beaker 3: boiling (95 °C) HNO3 (69 %), 
10 min 
• Quick Dump Rinse <0.1 µS 
• Spin drying 

 

11 Ellipsometer 
Measurement 

Plasmos Ellipsometer  

12 LPCVD SiRN - low 
stress 

Tempress LPCVD/HC 
Tube: G3 
• SiH2Cl2 flow: 150 sccm 
• NH3 flow: 50 sccm 
• Temperature: 830 °C 
• Pressure: 200 mTorr 
• Program: SiRN02 
Deposition rate: ~6.6 nm/min 
Nf: 2.18 

NOTE: use G4 LPCVD 
furnace for more 
uniform layers. 

deposition time: 
122 min 
layer thickness: 200 nm 
deposition rate: 8.2 
nm/min 

 

13 Ellipsometer 
Measurement 

Plasmos Ellipsometer  

14 Cleaning Standard  
 

HNO3 (100%) Selectipur: MERCK 
HNO3 (69%) VLSI: MERCK 
• Beaker 1: fumic HNO3 (100 %), 5 min 
• Beaker 2: fumic HNO3 (100 %), 5 min 
• Quick Dump Rinse <0.1 µS 
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• Beaker 3: boiling (95 °C) HNO3 (69 %), 
10 min 
• Quick Dump Rinse <0.1 µS 
• Spin drying 

15 Lithography - Priming 
(liquid) 

HexaMethylDiSilazane (HMDS)  
• Dehydration bake (120 °C): 5 min 
• Spin program: 4 (4000 rpm, 20 sec) 

 

16 Lithography - Coating 
Olin907-17 

• Spinning acceleration: 4000 rpm/s 
• Spinning speed: 4000 rpm 
• Spinning time: 20 s 
• Prebake (95 °C): 90 s 

 

17 Lithography - 
Alignment & Exposure 
Olin 907-17 (EVG 20) 

Electronic Vision Group 20 Mask Aligner 
• Hg-lamp: 12 mW/cm2 

• Exposure Time: 5 s 

Mask: BMASK 

18 Lithography - 
Development Olin 
Resist 

Developer: OPD4262 
• After Exposure Bake (120 °C): 60 sec 
Development: 
• Time: 30 sec in Beaker 1 
• Time: 15-30 sec in Beaker 2 
• Quick Dump Rinse <0.1 �S 
• Spin drying 

 

19 Optical microscopic 
inspection - 
Lithography  

Microscope   

20 Plasma etching 
chamber (Etske) -
Cleaning 

 

Elektrotech PF310/340 
Select chamber for desired etch process 
Select electrode for desired etch process 
• Electrode temp.: 10°C or 25°C 
• O2 flow: 20sccm 
• pressure: 50mTorr 
• power: 150W 
• DC-Bias: 780V 
Chamber is clean when plasma color is white 

 

 

21 Plasma etching of 
SiRN (Etske) 

 

Elektrotech PF310/340 
Dirty chamber 
Styros electrode 
• Electrode temp.: 10°C 
• CHF3 flow: 25sccm 
• O2 flow: 5sccm 
• pressure: 10mTorr 
• power: 75W 
Etchrate SiN = 50nm/min (for VDC=-460V) 
Etchrate SiN = 75 nm/min (for VDC = -580V) 
Etchrate Olin resist = 95nm/min 
If DC-Bias < 375V apply chamber clean 
 

Etch rate SiRN = 65 
nm/min, selectivity 
towards OLIN907 = 
0.8 and silicon = 2.  

End of etching is done 
on visual inspection (t 
= 4.5 min).  

NOTE: use 100W as 
RF power to maintain 
the SiRN etch rate. 

22 Stripping of Olin PR  
 

Wet-Bench 3-2 
HNO3 (100%) Selectipur: MERCK 100453 
• Time: 20min 
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• Quick Dump Rinse <0.1µS 
• Spin drying 
• Visual microscopic inspection 
 

23 Cleaning Standard  
 

HNO3 (100%) Selectipur: MERCK 
HNO3 (69%) VLSI: MERCK 
• Beaker 1: fumic HNO3 (100 %), 5 min 
• Beaker 2: fumic HNO3 (100 %), 5 min 
• Quick Dump Rinse <0.1 µS 
• Beaker 3: boiling (95 °C) HNO3 (69 %), 
10 min 
• Quick Dump Rinse <0.1 µS 
• Spin drying 

Flurocarbon residues 
from plasma etching 
can be removed by 
oxidizing the wafers in 
B2 furnace for 10 min 
and etching in HF until 
the wafers turn 
hydrophobic. 

24 Dry oxidation at 
950 °C  

 

Furnace A2 
Standby temperature: 700 °C 
•  Program: Dry950 
•  Temp: 700 °C 
•  Gas: O2 
 

LOCOS 

Time: 30 min  

25 Etching of SiRN using 
Hot H3PO4  

 

Wet bench 3-1 
H3PO4 (100%) MERCK 
•  Temp: 180 °C 
• Quick Dump Rinse <0.1 µS 
• Spin drying  

Retraction etching 
width: 100 nm 

Time: 25 min 

 

26 Etching of PolySi using 
TMAH  

 

Wet bench 2 
TMAH (5%)  
•  Temp: 70 °C 

Isotropic etching width: 
~2 μm (depends on the 
target trench width) 

Time: ~2 min 

PolySi etch rate: 400-
700 nm/min 

SiRN etch rate: 0.01 
nm/min 

 

27 Etching of SiRN using 
Hot H3PO4  

 

Wet bench 3-1 
H3PO4 (100%) MERCK 
•  Temp: 180 °C 

• Quick Dump Rinse <0.1 µS 
• Spin drying  

Removal of SiRN  

Time: 25-35 min 

 

28 Etching of TEOS in 
BHF  (7:1) 

 

Wet bench 3-3 
NH4F/HF (7:1) VLSI: BASF 
• Quick Dump Rinse <0.1 µS 
• Spin drying 
 

TEOS etch rate: 180 
nm/min 

Time: 90 s 

29 Etching of PolySi using 
TMAH  

 

Wet bench 2 

TMAH (5%)  
•  Temp: 70 °C 

Poly Si removal 

Time: <2 min  

PolySi etch rate: 400-
700 nm/min 

SiRN etch rate: 0.01 
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nm/min 

 

30 Etching of SiRN using 
Hot H3PO4  

 

Wet bench 3-1 
H3PO4 (100%) MERCK 
•  Temp: 180 °C 
• Quick Dump Rinse <0.1 µS 
• Spin drying  

Layer thickness: 20 nm 

Time: 3-4 min 

 

31 Plasma etching of Si 
(Adixen) 

 

Adixen SE 
Cleaning before etching 
• Temp: -100 °C 
• SF6 flow: 100 sccm 
• O2 flow: 10 sccm 
• Valve: 100%  
• ICP: 500 W 
• CCP: 20 W (20/20 ms, on/off) 
• SH: 200 mm 
 

Time: 10 min 

32 Etching HF (50%)  HF (50%) VLSI: MERCK 
• Quick Dump Rinse <0.1 µS 
• Spin drying 

Remove TEOS 

Time: 1 min 

33 Etching of SiRN using 
Hot H3PO4  

 

Wet bench 3-1 
H3PO4 (100%) MERCK 
•  Temp: 180 °C 

• Quick Dump Rinse <0.1 µS 
• Spin drying  

Removal of SiRN  

Time: 3-4 min 
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