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We have carried out a detailed study of the structural properties of HoVO3 perovskite using a combination
of single-crystal neutron diffraction and synchrotron x-ray and neutron powder diffraction. We focus on the
competition between one-dimensional fluctuations of the occupied vanadium d orbitals and coherent Jahn-
Teller distortion due to long-range orbital ordering. At room temperature orbital fluctuations are dominant.
Below 188 K a structural phase transition from orthorhombic Pbnm to monoclinic Pb11 symmetry takes place,
corresponding to a state where strong orbital fluctuations are superimposed on an underlying orbitally ordered
state. However, the fluctuations are not strong enough to give rise to a long-range orbitally dimerized state as
theoretically predicted. Ordering of the vanadium spins at 114 K has little effect on the orbital fluctuations, but
the orbital ordering becomes coherent below a first-order transition to an orthorhombic Pbnm phase at 40 K.

DOI: 10.1103/PhysRevB.79.045101 PACS number�s�: 71.70.Ej, 61.05.cp, 61.05.fm, 61.50.Ks

I. INTRODUCTION

The RVO3 compounds �R=rare earth or Y� are highly
distorted perovskites that have attracted attention in recent
years due to their complex interplay between spin and orbital
ordering �OO� often manifested by multiple phase
transitions.1–7 These materials contain V3+ in octahedral co-
ordination, and thus three t2g orbitals are occupied by two
electrons. Electronic energy can be gained by lifting this or-
bital degeneracy via the Jahn-Teller �JT� effect—a coopera-
tive distortion of the VO6 octahedra that results in an ordered
occupation of the orbitals below a so-called OO temperature
TOO. The second-order phase transition at TOO is clearly vis-
ible in specific-heat measurements of RVO3, which have
shown that TOO increases across the rare-earth series from
�140 K for LaVO3 to a maximum of �210 K at GdVO3
before decreasing to �170 K at LuVO3.5 Antiferromagnetic
�AF� ordering of the V spins takes place below TOO for all R
except La at temperatures decreasing from TN=142 K for
LaVO3 �Ref. 8� to 105 K for LuVO3.9 For R with smaller
ionic radius than Dy, a first-order structural phase transition
to an OO state of different symmetry, together with a spin
reorientation, takes place at a temperature TS that is well
below TN. For intermediate R a partial transition can take
place and a coexistence of the two different OO configura-
tions can be stabilized down to low temperature.10

In RVO3 the V dxy orbitals are always lowest in energy
due to their direct overlap with the 2p orbitals of the oxygen
ligands, and thus they are expected to be occupied most fa-
vorably in the OO state. In the simplest scenario the remain-
ing V d electron occupies either the dxz or dyz orbital depend-
ing on the local distortion of the octahedron, which can give
rise to two possible OO configurations. The so-called G-type
OO always sets in on cooling through TOO, where an alter-
nating or “antiferro-” occupation of the dxz and dyz orbitals is
found along all three crystal axes. A different configuration is
present in the ground state when the octahedral tilting is
large, that is, for R smaller than Dy. Here the orbital occu-

pation is antiferro within the ab plane and “ferro” in the c
direction and is known as C-type OO. The C-type configu-
ration is considered in the literature to be well-defined with
fully polarized orbitals and is consistent with orthorhombic
Pbnm crystal symmetry. However, there is considerable dis-
agreement about the nature of the G-type OO state. In par-
ticular, there is debate about whether the full degeneracy of
the t2g manifold is lifted at TOO or whether partial orbital
degeneracy remains down to TN or lower temperatures.

A series of recent experiments has suggested that the
G-type OO state is extremely complex in nature. Following
the classical Goodenough-Kanamori-Anderson �GKA�
rules,11 the antiferro arrangement of the occupied orbitals
along c in the ideal G-type OO state is consistent with fer-
romagnetic �FM� superexchange of V spins in this direction,
which is experimentally observed. However, inelastic neu-
tron scattering has shown that the ferromagnetic exchange
along c is much stronger than the in-plane AF exchange;
from the GKA rules it should be weaker. Furthermore, the
ordered magnetic moment is only of the order of 1�B �Refs.
4 and 12–14� compared to the spin-only value of 2�B ex-
pected for an S=1 system. Other unexpected phenomena
have been observed in the G-type phase. The magnon spec-
trum is split into optical and acoustic branches, suggesting
that two FM interactions of different strengths are present
along c.13 Pronounced anisotropy in the optical conductivity
could not be accounted for by the ideal G-type OO
picture.15–17 Infrared spectroscopy, extended x-ray-
absorption fine structure �EXAFS� measurements,18 and ther-
mal conductivity19 have pointed to the existence of structural
disorder and “glassy” phonon behavior. Taken together, these
pieces of experimental evidence can largely be explained by
a picture where quantum fluctuations of the occupied orbitals
occur along c.20–24 When the fluctuations are strong the JT
coupling is completely suppressed and total degeneracy of
the xz and yz orbitals remains below TOO. The degeneracy
can be lifted if the xz and yz orbitals form a singlet that spans
two adjacent V sites. Ordered chains of orbital singlets along
c would then give rise to both a lattice distortion and to the

PHYSICAL REVIEW B 79, 045101 �2009�

1098-0121/2009/79�4�/045101�11� ©2009 The American Physical Society045101-1

http://dx.doi.org/10.1103/PhysRevB.79.045101


presence of alternating weak and strong FM interactions.23

Although orbital excitations have been directly observed in
the Raman spectra of LaVO3, NdVO3,25 and YVO3,26 direct
experimental evidence for an orbitally dimerized state is cur-
rently lacking and there is disagreement over the relative
strengths of the competing orbital fluctuations and JT cou-
pling and over the temperature range where each has most
influence.19,26–28 The situation is also likely to depend on the
changing degree of octahedral tilting across the RVO3
series.29,30

Orbital dimerization is expected to induce a small struc-
tural distortion involving alternating long and short V-V
distances.21 Therefore, it should be possible to investigate the
presence of orbital dimerization using symmetry consider-
ations. The room-temperature symmetry of all reported
RVO3 materials is orthorhombic Pbnm. On cooling through
TOO, diffraction experiments have suggested that a lowering
of the crystal symmetry to monoclinic P21 /b11 takes place
for R=La,31,32 Ce,32 Nd,14 Tb,14 and Y �Ref. 4�; in the case of
Yb and Lu this transition has been reported to take place
below TN,33,34 in contradiction to specific-heat
measurements.5 The structural transition involves the re-
moval of mirror planes perpendicular to c at z= 1

4 and z= 3
4 ,

the result of which is to render the two V-O “planes” at z
=0 and z= 1

2 crystallographically inequivalent. At the same
time, the VO6 octahedra distort in the ab plane such that
each V atom has two “long” and two “short” V-O distances
differing by up to 3.5%, while the V-O distance along c is
little different to that in the room-temperature Pbnm phase.
The observation of this bonding pattern has been interpreted
as a signature of a cooperative JT effect and hence long-
range G-type OO. However, the P21 /b11 space group does
not allow orbital dimerization to take place since the V atoms
lie on special positions at z=0 and z= 1

2 . In the case of YVO3,
far-infrared vibrational spectroscopy showed that extra
modes appear below TOO that can only be explained by sym-
metry lower than P21 /b11,35 with the authors proposing ei-
ther the monoclinic subgroup Pb11 or the triclinic subgroup

P1̄. In Pb11 the inversion symmetry along the b and c di-
rections is removed and thus orbital dimerization is allowed

along c. In P1̄ the number of crystallographically distinct V
atoms is increased from two to four, but they are still fixed
on special positions and hence dimerization is not allowed.

There is a general lack of accurate structural information
on the symmetry and bonding patterns in RVO3 on which to
base further experimental and theoretical works. We have
therefore carried out a detailed structural study of HoVO3
�the Ho3+ cation is slightly smaller than Y3+� using a combi-
nation of synchrotron x-ray powder diffraction �XRPD� and
both powder and single-crystal neutron diffractions. We
show that the G-type OO of the intermediate phase in
HoVO3 is significantly perturbed by orbital fluctuations.
However, despite the symmetry being lowered to Pb11, co-
herent orbital dimerization is not achieved.

II. EXPERIMENT

Single-crystal rods were grown using the floating-zone
method described previously.4 The oxygen content of a

crushed piece of the crystal was determined by thermogravi-
metric analysis �TGA� using a Rheometric Scientific STA
1500. The weight gain was measured on heating the sample
in air to 800 °C, where it was completely oxidized to
HoVO4. Assuming equal quantities of Ho and V, the stoichi-
ometry of the sample was determined as HoVO3.05�2�, which
suggests the presence of a small deficiency of Ho or V.
Magnetic-susceptibility measurements on an oriented single
crystal were performed using a Quantum Design MPMS-7
superconducting quantum interference device �SQUID� mag-
netometer. Single-crystal neutron diffraction was carried out
on the SXD beamline at the ISIS facility, which utilizes the
time-of-flight Laue technique. A piece of the rod cut to a
cube of approximate dimension 4 mm was attached to a
sample stick and loaded into a closed-cycle refrigerator; data
were collected at 20, 70, 140, and 295 K. The three-
dimensional array of detectors allows a large volume of re-
ciprocal space to be accessed in a single measurement. The
sample stick was rotated by 180° in steps of 30° to obtain
redundancy in each data set. Corrections for sample absorp-
tion and extinction were applied during the data reduction
process at the beamline. Part of the crystal rod was crushed
and neutron powder diffraction data were collected on the
HRPD instrument at ISIS. A sample of mass 5 g was placed
in a cylindrical vanadium can and cooled using a helium-
cooled cryostat; data were collected at 5 K. Synchrotron
XRPD data were collected on beamline ID31 at the Euro-
pean Synchrotron Radiation Facility �ESRF� using an inci-
dent wavelength of 0.4958 Å �25.01 keV�. The sample was
loaded into a quartz capillary and measurements were per-
formed in the temperature range of 15–295 K using a
helium-cooled cryostat. Structural refinements were carried
out using the GSAS software suite36 for both the powder and
single-crystal data.

III. RESULTS

Magnetic-susceptibility data collected after zero-field
cooling an oriented crystal piece and heating in an applied
field of 50 Oe are shown in Fig. 1. The large paramagnetic
signal from Ho tends to overshadow the anomalies that arise
from the magnetic transitions involving the V spins when
data are collected in higher measuring fields. The onset of
canted AF ordering of the V spins can clearly be seen at
TN=114 K, below which the a-axis susceptibility is much
larger than that of the other two axes. This is consistent with
a small net FM moment along a that arises from slight cant-
ing of the V spins, as previously observed in YVO3.2 The
discontinuous transition at TS=40 K is analogous to the
first-order transition at 77 K in YVO3 and involves a change
in the type of orbital ordering, as discussed below. The rapid
increase in the a-axis susceptibility below �10 K is consis-
tent with an increased degree of ordering of the Ho spins; our
neutron diffraction data �discussed below� show that the Ho
spins have a rather strong FM component parallel to a and an
AF component parallel to b. The Ho AF component is re-
flected in the maximum in the b-axis susceptibility at
�10 K. In contrast to YVO3,2 we did not observe any sig-
nature of TOO in the high-temperature inverse susceptibility.
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This is probably because the large paramagnetic moment of
Ho3+ ��10.4�B� masks the much smaller signal from the
V3+ sublattice. A similar observation has previously been
made for GdVO3 �Gd3+ has a moment of �7.9�B�.37

The lattice parameters determined from the synchrotron
XRPD data are shown in Fig. 2. The diffraction patterns
down to 188 K could be well fitted using Pbnm symmetry,
below which a lowering of symmetry from orthorhombic to
monoclinic takes place, evidenced by the splitting of Bragg
peaks that contain nonzero k and l Miller indices, as shown
in Fig. 3. The symmetry of the monoclinic phase cannot be
determined unambiguously from these data since apart from
the splitting of existing peaks, no extra reflections were vis-
ible above the background. However, a is clearly the unique
axis and the diffraction pattern can best be fitted using
P21 /b11, which is the highest symmetry monoclinic sub-
group of Pbnm. We note that the true symmetry is probably
lower, as will be discussed later. With decreasing tempera-
ture, the monoclinic angle � increasingly deviates from 90°,
reaching a minimum value of 89.971�1�° at 135 K before the
trend reverses in the direction of 90°. The peak splitting re-
quires exceptionally high resolution to resolve and is too
small to detect on a laboratory powder diffractometer. The
unit cell becomes metrically orthorhombic again between 35
and 55 K and the diffraction pattern can be fitted well using
Pbnm symmetry; this confirms that the transition seen in the
magnetic susceptibility at TS=40 K is the expected change
from nominal G-type to C-type OO. The susceptibility mea-
surement suggests that this transition is first order. This is
supported by our diffraction data; we observed a coexistence
of both monoclinic and orthorhombic phases between 40 and
�20 K when the sample was cooled quickly through TS.
Slower cooling through TS resulted in almost the entire
sample being converted to the orthorhombic phase by 35 K.
Given the suggestion of a slight cation deficiency from the
TGA measurements, we refined the Ho and V fractional oc-
cupancies at low temperature. This is a difficult procedure to
perform accurately due to the high degree of correlation with
the isotropic displacement factors, and assuming full occu-

pation of the oxygen sites, our best estimate was an occu-
pancy of 0.993�6� for Ho and 0.989�7� for V. Any cation
deficiency in our sample is clearly small, and subsequent
refinements of the neutron diffraction data were carried out
assuming the nominal stoichiometry. In order to investigate
each of the different HoVO3 phases observed in the XRPD
and bulk magnetization measurements in greater detail,
single-crystal neutron diffraction data were collected at four
representative temperatures: the high-T orthorhombic phase
�295 K�, the monoclinic paramagnetic phase �140 K�, the
monoclinic magnetically ordered phase �70 K�, and the
low-T orthorhombic phase �20 K�.

A. 295 K data

A precession image of the �h0l� reciprocal lattice plane at
295 K based on raw data is shown in Fig. 4. Surprisingly,
there appear to be weak reflections present that violate all the
extinction conditions associated with the previously assumed
Pbnm symmetry. The same is true of the �hk0� and �0kl�
reciprocal lattice planes, suggesting that all the symmetry
elements that give rise to the systematic extinctions in Pbnm
have been removed. Only reflections with integral Miller in-

FIG. 1. �Color online� Zero-field-cooled magnetic susceptibility
of HoVO3 measured while heating in an applied field of 50 Oe
along the three crystallographic axes. The structural phase transition
at TS and the magnetic ordering temperature TN are indicated.
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FIG. 2. Unit cell parameters and volume of HoVO3 measured
while heating. Positions of the structural phase transition at TS, the
magnetic ordering temperature TN, and the orbital ordering tem-
perature TOO are indicated by vertical dotted lines. Solid lines are
guides for the eyes.
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dices were observed and thus the unit cell remains the same.
The highest symmetry subgroup of Pbnm consistent with

this lack of reflection conditions is P1̄, where only a center
of symmetry is retained. Structural refinements were subse-

quently carried out in P1̄, but the calculated intensities of all
the weak reflections violating Pbnm symmetry were essen-
tially zero; even when the possibility of pseudomerohedral
twinning due to lower symmetry in a metrically orthorhom-
bic unit cell was investigated, they could not be fitted rea-

sonably. The structure refined using the untwinned P1̄ model
corresponded to Pbnm symmetry within the standard devia-
tions of the refined parameters, including anisotropic dis-
placement factors. The number of forbidden reflections is
small �201 from a total of 9303 reflections with I�3�I,
where I is the reflection intensity and �I is its standard de-
viation�, they are weak �the intensities are all less than 0.5%
of the strongest main reflections�, and their intensities are not
fitted and thus have essentially no effect on the refined crys-

tal structure. Therefore, we conclude that these forbidden
reflections do not originate from the average crystal struc-
ture, as discussed further in Sec. IV, and we decided to ne-
glect them in the final analysis. The goodness of fit param-
eters obtained from refinement in the Pbnm space group was
reasonable �RwF2=0.145, RF2=0.086, and RF=0.047 for
9102 reflections�. A schematic picture of the V-O sublattice
is shown in Fig. 5. Selected bond distances and angles are
listed in Table I and the refined atomic parameters are sum-
marized in Table II.

B. 140 K data

A precession image of the �h0l� reciprocal lattice plane at
140 K is shown in Fig. 4. There were 638 reflections that

FIG. 3. �Color online� Observed �red crosses�, calculated �black
line�, and difference �blue line� XRPD profiles of HoVO3 showing
splitting of peaks between 40 and 188 K due to monoclinic sym-
metry. Black markers indicate peak positions.
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FIG. 4. Precession images extracted from raw single-crystal
neutron diffraction data showing the �h0l� reciprocal lattice plane of
HoVO3.

FIG. 5. Arrangement of V-O bond lengths in HoVO3 at 295 K
�standard errors are less than 0.001 Å�. Filled circles represent V
atoms and open circles represent O atoms. The unit cell is outlined.
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violated Pbnm symmetry from a total of 12 255 reflections
in the data set with I�3�I. Of these, 510 were h0l ,h+ l
=2n+1 reflections, some of which were almost an order of
magnitude stronger than those at 295 K. The 128 0kl ,k
=2n+1 reflections were generally of similar intensity to
those at room temperature. The XRPD data demonstrated

that the highest possible symmetry in the monoclinic tem-
perature regime is P21 /b11, which is consistent with the
presence of h0l ,h+ l=2n+1 reflections. It has been sug-
gested that in the case of YVO3 the true symmetry is lower,
the structure adopting either the monoclinic subgroup Pb11
or the triclinic subgroup P1̄.35 Refinements were thus carried

TABLE I. Selected bond distances �Å� and angles �deg� for HoVO3.

295 K �Pbnm� 140 K �Pb11� 70 K �Pb11� 20 K �Pbnm�

Ho1-O1a 2.2400�2� 2.2496�5� 2.2468�5� 2.2483�2�
Ho1-O1a 2.3059�4� 2.2784�9� 2.2827�9� 2.2996�4�
Ho1-O2a 2.4963�2��2 2.4995�7� 2.4979�6� 2.4800�2��2

Ho1-O2a 2.2694�7� 2.2694�6�
Ho1-O2b 2.2788�2��2 2.2776�8� 2.2726�7� 2.2757�3��2

Ho1-O2b 2.4655�6� 2.4630�6�
Ho1-O2c 2.6699�2��2 2.6488�5� 2.6415�5� 2.6670�2��2

Ho1-O2d 2.6564�5� 2.6562�6�

Ho2-O1b 2.2378�5� 2.2484�5�
Ho2-O1b 2.3288�9� 2.3267�9�
Ho2-O2a 2.6576�6� 2.6511�5�
Ho2-O2b 2.6849�5� 2.6870�5�
Ho2-O2c 2.4967�7� 2.5000�6�
Ho2-O2c 2.2787�8� 2.2792�8�
Ho2-O2d 2.2789�8� 2.2749�8�
Ho2-O2d 2.4960�8� 2.4889�8�

V1-O1a 1.9944�1��2 1.9890 1.9908 1.9899�1��2

V1-O1b 1.9864�4� 1.9753�3�
V1-O2a 2.0254�3��2 2.0793�10� 2.0747�10� 1.9893�2��2

V1-O2a 1.9644�7� 1.9701�7�
V1-O2d 2.0108�2��2 1.9940�8� 1.9834�8� 2.0438�2��2

V1-O2d 2.0364�11� 2.0478�11�

V2-O1a 1.9860 1.9810

V2-O1b 1.9883�3� 1.9878�3�
V2-O2b 2.0642�8� 2.0691�7�
V2-O2b 1.9966�11� 1.9934�10�
V2-O2c 1.9856�11� 1.9934�10�
V2-O2c 2.0375�8� 2.0342�7�

V1-O1a-V2 143.62�1� 143.38 143.07 143.20�1�
V1-O1b-V2 143.40�3� 143.84�3�

TABLE II. Refined atomic coordinates and anisotropic displacement factors �Å2�100� for HoVO3 at 295 K �space group Pbnm�.

Atom x y z U11 U22 U33 U12 U13 U23

Ho 4c 0.98073�2� 0.06863�4� 1
4 0.514�3� 0.624�10� 0.517�3� −0.045�3� 0 0

V 4b 1
2 0 0 0.4

O1 4c 0.11056�3� 0.46137�6� 1
4 0.691�4� 0.934�14� 0.486�4� −0.083�5� 0 0

O2 8d 0.69148�2� 0.30378�5� 0.05600�2� 0.660�3� 0.858�12� 0.783�3� −0.106�4� 0.087�2� −0.126�4�

COMPETITION BETWEEN JAHN-TELLER COUPLING… PHYSICAL REVIEW B 79, 045101 �2009�

045101-5



out in all three space groups. In all cases the introduction of
a twin law resulting from domains of left- and right-handed
unit cells was necessary in order to obtain significant calcu-
lated intensity in the h0l ,h+ l=2n+1 reflections. This type of
twinning is a natural consequence of the phase transition
from Pbnm to one of its monoclinic subgroups and has pre-

viously been observed in YVO3.4 In the case of Pb11 and P1̄
further twinning is possible, but the quality of fit was not
improved by introducing additional twin laws, which only
resulted in a decrease in the reliability of the refinement due
to an increased number of correlations between refined pa-
rameters. No significant intensity could be obtained in the
0kl ,k=2n+1 reflections for any of the structural models and
once again they seem to arise from other factors. Refinement

in the P1̄ space group gave a structural model where the
refined parameters do not significantly deviate from those of
the P21 /b11 model. Thus, we could narrow the possible so-
lutions to either P21 /b11 or Pb11. For Pb11 the unit cell
origin is not fixed along the b and c axes and there is only a
single Wyckoff position with a multiplicity of 2. This is
problematic in the case of the V atoms �which are fixed on

special positions in both P21 /b11 and P1̄� since V has a low
scattering cross section and is essentially invisible to neu-
trons. Therefore, in order to obtain realistic V-O bond
lengths, we fixed the V atoms at their centrosymmetric posi-
tions and the y and z coordinates of one oxygen atom �O 1a�
to the values obtained from the P21 /b11 refinement. This
approach has the effect of fixing the origin along the b and c
axes and ensuring that the arrangement of the other atoms
with respect to V is realistic. The disadvantage is that the
V1-O1a distance cannot be determined. The refinement in
Pb11 gave a marginally better fit �RwF2=0.147, RF2

=0.086, and RF=0.048� than that in P21 /b11 �RwF2

=0.164, RF2=0.090, and RF=0.051�. All refined parameters
were realistic in both cases, and from the quality of the fits
alone we are reluctant to conclude that Pb11 is the correct
space group. In order to help distinguish between the two
models we then checked the fits to the subset of reflections
that are forbidden in Pbnm but allowed in both monoclinic
space groups: h0l ,h+ l=2n+1. Without further refinement,
which proved to be impossible due to the small number of
reflections, the quality of fit was clearly better in Pb11

�RwF2=0.528, RF2=0.328, and RF=0.214 for 510 reflec-
tions� than in P21 /b11 �RwF2=0.568, RF2=0.392, and RF
=0.283�. We note that these fits include 17 h00,h=2n+1 re-
flections that are allowed only in Pb11 and are fitted reason-
ably well, but they have little influence on the values of the
fit parameters. It is clear that the fit parameters for the
h0l ,h+ l=2n+1 subgroup are rather poor in both cases. We
attribute this to the fact that all reflections in the entire data
set will have an “erroneous” intensity contribution from the
same origin as the forbidden 0kl reflections, which will be
proportionally greater for weak reflections such as h0l ,h+ l
=2n+1 and will thus have a detrimental effect on the good-
ness of fit to this subset. However, this does not affect our
choice of Pb11 as the correct space group and has essentially
no influence on the structural parameters determined using
the entire data set. Selected bond distances and angles are
summarized in Table I, and the refined atomic parameters are
listed in Table III. The V-O bonding pattern is shown in Fig.
6.

C. 70 K data

The refinement of the 70 K data set proceeded in similar
fashion to that at 140 K. From a total of 14 683 reflections
with I�3�I there were 123 weak 0kl ,k=2n+1 reflections
with no magnetic component �see below�, for which there
was once again essentially no calculated intensity when
models of lower symmetry than P21 /b11 and Pb11 were
checked. The fit to the entire data set was again slightly
better in Pb11 �RwF2=0.143, RF2=0.086, and RF=0.047�
than that in P21 /b11 �RwF2=0.159, RF2=0.088, and RF
=0.049�. The difference in fit quality became more apparent
when the resulting models were checked against a combina-
tion of the 678 h0l ,h+ l=2n+1 and magnetic 0kl ,k=2n+1
reflections �RF2=0.322 and RF=0.214 for Pb11 versus

RF2=0.393 and RF=0.295 for P21 /b11�. Refinement in P1̄
gave a fit no better than in P21 /b11. Assuming that Pb11 is
the correct symmetry, the V-O bonding pattern is similar to
that at 140 K. Selected bond distances and angles are sum-
marized in Table I, the refined atomic parameters are listed in
Table IV, and the V-O bonding pattern is shown in Fig. 7. As
mentioned above, additional intensity due to the magnetic
contribution of the V spins was observed. In both monoclinic

TABLE III. Refined atomic coordinates and anisotropic displacement factors �Å2�100� for HoVO3 at 140 K �space group Pb11�.

Atom x y z U11 U22 U33 U12 U13 U23

Ho1 2a 0.7300�1� 0.8247�2� 0.2486�1� 0.28�1� 0.46�2� 0.31�1� −0.07�1� 0.01�1� −0.13�1�
Ho2 2a 0.7701�1� 0.6856�2� 0.7480�1� 0.28�1� 0.51�2� 0.27�1� 0.03�1� 0.01�1� −0.19�1�
V1 2a 1

4
3
4 0 0.3

V2 2a 1
4

3
4

1
2 0.3

O1a 2a 0.1390�1� 0.7114 0.2502 0.38�1� 1.08�4� 0.24�1� 0.12�1� −0.06�1� −0.25�1�
O1b 2a 0.3606�1� 0.7895�1� 0.7501�1� 0.59�1� 0.41�3� 0.46�1� −0.02�1� 0.06�1� −0.16�1�
O2a 2a 0.4440�1� 0.0642�2� 0.0537�1� 0.20�1� 0.49�3� 0.49�1� 0.01�1� 0.10�1� 0.04�1�
O2b 2a 0.0613�1� 0.4525�2� 0.5533�1� 0.53�1� 0.73�3� 0.40�1� −0.36�1� −0.05�1� −0.16�1�
O2c 2a 0.5658�1� 0.5494�2� 0.4384�1� 0.35�1� 0.80�3� 0.59�1� −0.09�1� 0.08�1� 0.17�1�
O2d 2a 0.9457�1� 0.9467�2� 0.9438�1� 0.76�1� 0.65�4� 0.52�1� 0.15�1� −0.04�1� −0.23�1�
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space groups there are two crystallographically independent
atoms V1 and V2 located on the special positions �0, 1

2 ,0�
and �0, 1

2 , 1
2 � for P21 /b11 and fixed in our refinements at

� 1
4 , 3

4 ,0� and � 1
4 , 3

4 , 1
2 � for Pb11. Group theoretical analysis, as

described by Reehuis et al.,14 shows that two ordered V-spin
configurations �Fx ,Ay ,Az� and �Ax ,Fy ,Fz� are allowed for
each space group, where the modes A and F refer to the spin
sequences �+−� and �++� for pairs of equivalent V atoms in a
given ab plane. The best fit to our data was obtained for the
�0,Ay ,Az� configuration within the ab plane, with successive
ab planes being equivalent. This corresponds to C-type AF
ordering with components of the magnetic moment along
each axis of my =0.68�2��B, mz=0.82�4��B, and mtotal
=1.07�2��B, as shown schematically in Fig. 7. In contrast to
our results, Reehuis et al.14 reported that the V moments

order in the ab plane �the �Ax ,Ay ,0� configuration� for RVO3
�R=Y,Tb,Nd� and that a small G-type AF component along
the c axis was also present for R=Y. As the authors point
out, this spin configuration is incompatible with Pb11 or
P21 /b11 symmetry without including biquadratic spin-spin
interactions in the spin Hamiltonian; these are negligible in
the majority of magnetically ordered materials. We tested the
viability of the “forbidden” �Ax ,Ay ,0� and �Ax ,Ay ,Az� spin
configurations in our HoVO3 data but mx refined to zero in
both cases. Furthermore, the 101 and 011 reflections charac-
teristic of G-type AF ordering had zero magnetic intensity
within errors; any G-type magnetic component that might be
present is thus below the sensitivity of our measurement and
certainly much smaller than the value of 0.30�B reported for

FIG. 6. Arrangement of V-O bond lengths in HoVO3 at 140 K
�standard errors are less than 0.002 Å�.

TABLE IV. Refined atomic coordinates and anisotropic displacement factors �Å2�100� for HoVO3 at 70 K �space group Pb11�.

Atom x y z U11 U22 U33 U12 U13 U23

Ho1 2a 0.7297�1� 0.8242�2� 0.2491�1� 0.26�1� 0.22�2� 0.28�1� −0.13�1� 0.04�1� −0.11�1�
Ho2 2a 0.7705�1� 0.6846�2� 0.7489�1� 0.17�1� 0.70�2� 0.16�1� 0.11�1� −0.01�1� −0.22�1�
V1 2a 1

4
3
4 0 0.2

V2 2a 1
4

3
4

1
2 0.2

O1a 2a 0.1382�1� 0.7110 0.2507 0.28�1� 0.71�3� 0.25�1� 0.10�1� −0.03�1� −0.15�1�
O1b 2a 0.3590�1� 0.7888�1� 0.7509�1� 0.49�1� 0.53�3� 0.32�1� −0.09�1� 0.03�1� −0.22�1�
O2a 2a 0.4436�1� 0.0631�2� 0.0541�1� 0.18�1� 0.34�3� 0.43�1� −0.02�1� 0.06�1� 0.02�1�
O2b 2a 0.0615�1� 0.4510�2� 0.5534�1� 0.36�1� 0.49�3� 0.32�1� −0.23�1� −0.03�1� −0.11�1�
O2c 2a 0.5664�1� 0.5488�2� 0.4382�1� 0.34�1� 0.75�3� 0.42�1� 0.01�1� 0.12�1� 0.08�1�
O2d 2a 0.9470�1� 0.9451�2� 0.9441�1� 0.57�1� 0.72�4� 0.41�1� 0.04�1� −0.08�1� −0.15�1�

FIG. 7. Arrangement of V-O bond lengths in HoVO3 at 70 K
�standard errors are less than 0.002 Å�. Arrows represent the direc-
tions of the V magnetic moments.
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YVO3. Our magnetic symmetry also allows the presence of
an Fx mode. This means that the V spins can be canted to
give a small net FM moment along the a axis. Although our
neutron data are not sensitive to magnetic moments below
�0.1�B, the large a-axis magnetic susceptibility below TN in
Fig. 1 suggests that there might indeed be a small FM com-
ponent along a. Further magnetization measurements would
be required to confirm this. The reason for the discrepancy
between our results and those of Reehuis et al. is unclear. In
particular, there is no obvious reason why YVO3 and HoVO3
should have such different magnetic structures �the ionic ra-
dii of Y3+ and Ho3+ are similar�. It is possible that the large
single-ion anisotropy of the Ho3+ ion has a strong influence,
even in the monoclinic phase where the Ho spins are not yet
ordered.

D. 20 K data

Refinement of the 20 K data set was first carried out in the

P1̄ space group due to the lack of systematic extinctions
�Fig. 4�, which gave a structural model where the refined
atomic coordinates and anisotropic displacement factors cor-
responded to Pbnm symmetry within their standard devia-
tions. Refinement in Pbnm gave a fit with RwF2=0.180,
RF2=0.097, and RF=0.054 for 15 045 reflections with I
�3�I. There is an alternating pattern of long and short V-O
bonds in the ab plane indicative of the JT distortion associ-
ated with C-type OO. Selected bond distances and angles are
listed in Table I, the refined atomic parameters are given in
Table V, and the V-O bonding pattern is shown in Fig. 8.
There is a strong magnetic contribution to the reflection in-
tensities, including many in the forbidden h0l ,h+ l=2n+1

and 0kl ,k=2n+1 subsets. The magnetic structure at 20 K
was solved with the help of the 5 K neutron powder diffrac-
tion data collected on HRPD. The powder and single-crystal
data are complementary; although more accurate information
can be extracted from single-crystal data over most of the
reciprocal lattice, the intensities of magnetic reflections
above �4 Å were obtained with greater precision from the
powder data due to a better modeling of the absorption at
high d spacings. A preliminary magnetic model was obtained
from the 5 K powder data, which was then used as a starting
point in refinements using the 20 K single-crystal data. In
Pbnm symmetry, group theoretical analysis14 shows that all
the possible antiferromagnetic and ferromagnetic modes are
restricted to one of the crystal axes for both the V and Ho
sites. The best fit was obtained when the V spins order in the
expected G-type AF fashion with mz=1.36�4��B at 20 K, as
shown schematically in Fig. 8. The magnetic transition at TS
thus involves a rotation of the V spins in the bc plane toward
the c axis, as required by the Pbnm symmetry of the C-type
OO phase. The Ho spins are already substantially ordered at
20 K and lie in the ab plane. They are arranged in a strongly
canted C-type AF configuration with a ferromagnetic com-
ponent of mx=1.98�3��B and an AF component of my
=4.57�2��B, giving a total ordered moment of 4.98�2��B.
The magnetic structure at 5 K obtained from the powder data
is similar. The ordered V moment was fixed at the reasonable
value of mz=1.50 �B since the moments of V and Ho are
highly correlated; ordered Ho moments of mx=3.10�2��B,
my =6.81�2��B, and mtotal=7.48�2��B were then obtained.

IV. DISCUSSION

A detailed knowledge of the RVO3 crystal structure is
essential in order to understand the experimentally observed
physical properties and in order to provide a sound base for
theoretical work. However, there are few accurate structural
details available on the monoclinic phase of RVO3. This is
most likely due to two main factors. First, the extremely
small deviation of the monoclinic angle from 90° results in
peak splitting that can only be resolved by exceptionally high
resolution in powder diffraction experiments �Fig. 3� avail-
able on only a small number of instruments worldwide. Sec-
ond, twinning is often prevalent in single crystals and hin-
ders accurate structural refinement, especially below TOO.
We have been able to overcome these two difficulties by
growing single crystals of high quality and obtaining access
to both state-of-the-art synchrotron and neutron diffraction
facilities. X-ray and neutron diffraction data are often highly
complementary in solving subtle crystallographic problems

TABLE V. Refined atomic coordinates and anisotropic displacement factors �Å2�100� for HoVO3 at 20 K �space group Pbnm�.

Atom x y z U11 U22 U33 U12 U13 U23

Ho 4c 0.97847�2� 0.06984�4� 1
4 0.210�2� 0.393�8� 0.216�2� −0.012�3� 0 0

V 4b 1
2 0 0 0.2

O1 4c 0.11173�3� 0.46164�7� 1
4 0.387�3� 0.643�13� 0.332�3� −0.034�4� 0 0

O2 8d 0.68692�3� 0.29939�5� 0.05670�2� 0.392�3� 0.566�10� 0.450�3� −0.044�3� 0.034�2� −0.051�3�

FIG. 8. Arrangement of V-O bond lengths in HoVO3 at 20 K
�standard errors are less than 0.001 Å�. Arrows represent the direc-
tions of the V magnetic moments.

BLAKE et al. PHYSICAL REVIEW B 79, 045101 �2009�

045101-8



that involve phase transitions. In our case high-resolution
XRPD was necessary in order to locate the structural phase
transition temperatures and to determine accurate lattice pa-
rameters, particularly the monoclinic angle; this is necessary
to establish the correct monoclinic axis in the almost metri-
cally orthorhombic unit cell. Knowing the unique axis, we
were then able to use the single-crystal neutron diffraction
data to probe the true symmetry of the various phases of
HoVO3. This allowed an accurate determination of the
atomic parameters that are involved in the phase transitions
such as, in particular, the oxygen positions. The structural
determination at all temperatures was complicated by the
presence of “anomalous” intensity in the neutron data at po-
sitions of the reciprocal lattice where the structure factor
should be zero. The origin of these forbidden reflections is
unclear. Multiple scattering effects are unlikely to be signifi-
cant. Weak intensity was also observed in the 001 reflection
�forbidden in the Pbnm phases� at both 295 and 15 K when
repeated scans were carried out over a limited angular range
in the synchrotron XRPD experiments. Other reasons for the
anomalous intensity must then be considered. For example, it
is known that pronounced anharmonic thermal motion can
give rise to weak diffraction intensity where the structure
factor would otherwise be zero.38 Indeed, significant anhar-
monicity at room temperature was found by Massa et al.18

when performing infrared spectroscopy on YVO3. However,
it is currently unclear which atomic sites in the perovskite
structure could give rise to strong anharmonic effects, and
further investigation is necessary. We emphasize that the
anomalous peak intensities contribute only small errors to
the structural determinations described here.

Experimental evidence thus far suggests that all RVO3
with R smaller than Dy can be grouped together in the same
category, displaying structural phase transitions at TOO �at
least 60 K above TN� and TS �at least 20 K below TN�.5,7

Thus, HoVO3 can be directly compared with the most widely
studied member of this category: YVO3. The main issues to
be addressed regarding the monoclinic phase of this group of
compounds, between TS and TOO, are the relative strengths of
the competing JT coupling and quantum orbital fluctuations.
When JT coupling to the lattice dominates, an ordered ar-
rangement of occupied xz and yz orbitals should be present,
giving P21 /b11 symmetry. When orbital fluctuations domi-
nate to the extent that an orbitally dimerized state arises, the
symmetry is expected to be lowered to Pb11. The optical
spectroscopy investigation of Tsvetkov et al.35 on YVO3
showed that the highest possible symmetry of the phase be-

tween TS and TOO is Pb11 or P1̄. Our neutron diffraction
results for HoVO3 agree with these findings, indicating that
Pb11 is the correct symmetry. However, the question re-
mains on whether we have direct structural evidence for the
orbitally dimerized state. We were unable to probe shifts of
the V atoms that would be a direct signature of orbital dimer-
ization for the following reasons. First, the neutron scattering
cross section of V is close to zero and so the positions and
atomic displacement factors of the V atoms had to be fixed
during structural refinement. Second, our synchrotron XRPD
data are insensitive to V-atom shifts as they do not contain
any reflections that violate centrosymmetric P21 /b11 sym-

metry. Anisotropic displacement factors might give an indi-
cation of dimerization, but the scattering in the x-ray data is
dominated by the heavy Ho atom and we were thus unable to
refine them in a meaningful fashion. Therefore, indirect
structural evidence must be examined. A coherently ordered
arrangement of orbital singlets would have a strong influence
on the average positions of the oxygen atoms surrounding
each V, to which our neutron measurements are highly sen-
sitive. In such a structure only the xy orbitals would be pref-
erentially occupied on each V site, with the second t2g elec-
tron being located in the orbital dimer. The orbital
occupation would thus be effectively the same on every V
site and unlike in the OO structure, no differentiation of bond
distances in the ab plane would be expected other than that
arising from the octahedral tilting, as seen at room tempera-
ture. At both 70 and 140 K there is clearly a strong deviation
from the room temperature V-O bonding pattern in the ab
plane �Figs. 6 and 7�, suggesting that coherent JT coupling
does occur to a significant extent. The main features of the
ab-plane bonding pattern are characteristic of those expected
for staggered OO along all three crystal directions, with pairs
of long ��2.03 Å� and short ��2.00 Å� distances and with
the pattern being out of phase in successive ab planes. Nev-
ertheless, the average structure has Pb11 symmetry rather
than the P21 /b11 expected for G-type OO. The lowering of
symmetry is mainly caused by additional shifts of the O
atoms. The crystallographically equivalent pairs of long and
short V-O distances in the ab plane present in P21 /b11
symmetry4 become inequivalent in Pb11 and do not remain
equal in length. Although there are also four instead of two
inequivalent V-O distances in the c direction, their values
differ little from those in the P21 /b11 model. Therefore, the
main changes in the bonding pattern occur in the ab plane,
indicating that significant orbital fluctuations perturb the un-
derlying G-type OO. The fluctuations are clearly sufficient to
break the inversion symmetry of the average structure along
the b and c axes. However, they are not strong enough to
lead to the extreme situation of a structure comprised of
long-range ordered orbital dimers. The bonding pattern does
not significantly change between 140 and 70 K, indicating
that magnetic ordering has little effect on the average crystal
structure. Thermal expansion data on both HoVO3 �Ref. 39�
and YVO3 �Ref. 40� single crystals reveal only tiny anoma-
lies in the lattice constants at TN, demonstrating that the mag-
netic exchange striction in RVO3 compounds with small R
cations is minimal, in contrast to compounds with large R
such as CeVO3 and LaVO3.32,41

Further evidence for the presence of orbital fluctuations
can be found on close inspection of the neutron single-crystal
diffraction precession images in Fig. 4, which reveal consid-
erable elongation of many diffraction spots mainly in the c�

direction, especially for the h0l reflections with low h indi-
ces. No such elongation is apparent along the a� or b� �not
shown� axis. Although we did not observe anisotropic peak
broadening in our powder diffraction data, these precession
images indicate that a degree of structural disorder is present
along the c axis, even at room temperature. Such anisotropy
in the essentially cubic perovskite lattice is remarkable and is
consistent with the presence of one-dimensional orbital fluc-
tuations. The 295 K data suggest that significant one-
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dimensional orbital correlations occur even in the high-
temperature orbitally degenerate state. This is supported by
the thermal conductivity measurements of Yan et al.19 on
several different RVO3 compounds. In our data the elonga-
tion of reflections is largely suppressed in the C-type OO
phase at 20 K but does not totally disappear. Although a
detailed investigation of this diffuse scattering is beyond the
scope of our paper, its presence is a direct indication of con-
siderable orbital disorder along the c axis. This is also re-
flected in the small ordered V moments, only 1.07�2��B in
the monoclinic phase at 70 K and 1.36�4��B at 20 K, which
are much less than expected for an S=1 system.

The temperature dependence of the monoclinic angle �
below TOO is somewhat surprising; on cooling it reaches a
maximum deviation from 90° at 135 K �89.971�1�°� and then
gradually increases again �Fig. 2�. Taking into account only
JT coupling, one would expect that � is an order parameter
characterizing the development of G-type OO, which ap-
pears to be the case in LaVO3 and CeVO3 �Refs. 31, 32, and
41� where the deviation of � from 90° reaches an essentially
constant value shortly below TN. However, the magnitude of
the deviation from 90° is much larger in these compounds
�more than 0.10°�. The monoclinic angles in YVO3
�89.979�3�° at 100 K�4 and YbVO3 �89.983�3�° at 100 K�42

are much closer to 90° and similarly small to HoVO3, al-
though we have not followed them in detail as a function of
temperature. We have recently carried out structural investi-
gations of several RVO3 compounds with intermediate-size
R cations; the deviation of � from 90° does not smoothly
increase with the radius of R but rather falls into two distinct
ranges of 0.02° –0.03° and 0.08° –0.13°.43 Indeed, some
intermediate-R compounds such as SmVO3 and GdVO3
show a rather sharp transition between the two states. This
implies that the nature of the monoclinic phase is not the
same for small and large R cations, a notion that is supported
by other reports in the literature. Optical conductivity mea-
surements have suggested that the intermediate phase of
YVO3 is different in nature from the ground-state phase of
LaVO3.15 It was subsequently argued theoretically that al-
though LaVO3 is susceptible to one-dimensional orbital fluc-
tuations, they should largely be suppressed by considerable
JT coupling, allowing the stabilization of classical G-type
OO.27,28 Yan et al.19 measured thermal conductivity that de-
viated from phononlike behavior in the monoclinic phase of
RVO3 ascribed to the presence of spin and orbital fluctua-
tions; the conductivity became more phononlike below TN,
particularly for larger-R compounds, suggesting that mag-
netic ordering increasingly suppresses the orbital fluctuations
as the ionic radius of R increases. In the case of LaVO3,
where TN�TOO, the thermal conductivity was found to be
phononlike throughout the monoclinic phase, suggesting that
orbital fluctuations are weak and that JT coupling dominates.
The influence of the onset of long-range magnetic ordering
thus appears to be greater in the larger-R compounds, where
significant exchange striction occurs.32 Our structural data
show that magnetic ordering in HoVO3 has little or no effect
on the orbital fluctuations in the monoclinic phase, which are
only suppressed below TS where fully coherent C-type OO is

present. However, the reason for the unexpected temperature
dependence of the monoclinic angle is still unclear. It may be
a sensitive measure of subtle changes in the balance between
JT coupling and orbital fluctuations that are not clearly re-
flected in the average V-O bond lengths.

A further structural feature of possible significance in
HoVO3 is that the octahedral distortion due to JT coupling in
the monoclinic phase is not of equal magnitude in adjacent
ab planes, even though the average V-O distance in the V1
octahedron is the same as that in the V2 octahedron to within
0.003 Å. If the long and short pairs of V-O distances in each
ab plane are averaged �this neglects the additional O shifts
due to orbital fluctuations�, then the differences between the
long and short bonds are 0.079 and 0.060 Å for the z=0 and
z= 1

2 planes at 140 K and 0.085 and 0.058 Å for the z=0 and
z= 1

2 planes at 70 K. This difference in JT distortion is similar
to that found previously in the intermediate phase of YVO3
�where the structure was refined in P21 /b11 equivalent to
averaging the bond distances in Pb11�, where the corre-
sponding bond length differences are 0.079 and 0.050 Å at
80 K.4 In contrast, the monoclinic phases of LaVO3 �Ref. 31�
and CeVO3 �Ref. 42� �also determined in P21 /b11� show
less difference between the JT distortions in adjacent ab
planes. There are too few accurate structural data available
on the RVO3 monoclinic phases to state with certainty
whether the difference between adjacent planes becomes
more pronounced for smaller R cations. We note, however,
that the splitting of the YVO3 magnon spectrum observed by
Ulrich et al.13 and attributed to the orbital dimerized state
was later reproduced by taking into account the different
degrees of JT distortion in the two inequivalent ab
planes.28,44

V. SUMMARY

We have carried out a detailed study of the structural
properties of HoVO3. At room temperature the occupied t2g
orbitals are not ordered in long-range fashion, although sig-
nificant orbital correlations appear to be present. At 188 K a
structural phase transition from orthorhombic Pbnm to
monoclinic Pb11 symmetry takes place. The pattern of V-O
bond lengths suggests that this is caused by a limited degree
of G-type orbital ordering that is significantly perturbed by
strong orbital fluctuations. However, the fluctuations are not
strong enough to give rise to the previously predicted orbit-
ally dimerized state. Long-range ordering of the V spins be-
low 114 K has essentially no effect on the orbital fluctua-
tions, which are suppressed only below a first-order
transition at 40 K where Pbnm symmetry is regained and the
orbitals fully order in C-type fashion.
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