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Importance of the surface exchange kinetics as rate limiting step 
in oxygen permeation through mixed-conducting oxides 
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Laboratory for Inorganic Chemistry, Materials Science and Catalysis, Department of Chemical Technology, 
University of Twente, PO Box 217, 7500 AE Enschede, The Netherlands 

Attention is drawn to the possible involvement of the surface exchange kinetics in limiting the rate of oxygen permeation 
through mixed-conducting oxide ceramics. A theoretical approach is provided with which it is possible to distinguish between 
surface exchange- and bulk diffusion controlled kinetics of oxygen permeation. New results on the oxygen permeability of perov- 
skites Lao.aSro.2CoO3_~ and SrCoo.sFeo.203_6 are presented. The importance of the exchange reaction relative to diffusion in 
limiting overall oxygen transport through (La,Sr) (Co,Fe)O3_6 perovskite-type oxides is emphasized. 

1. Introduction 

Mixed ionic-electronic conductors find wide ap- 
plication in solid-state electrochemical devices such 
as solid oxide fuel cells, batteries, sensors and dis- 
plays. The same materials also hold particular prom- 
ise as ceramic membranes designed to separate ox- 
ygen from air, being impervious to other gaseous 
constituents (if fully densified). High oxygen fluxes 
have been measured through mixed-conducting ox- 
ides with the fluorite and perovskite structure [ 1 ]. 
Since the operating temperature at which the oxygen 
flux becomes significant is in the range where many 
partial oxidation reactions occur, another potential 
use would be the selective feeding (or extracting) of 
oxygen in chemical reactors, e.g., in hydrocarbon ox- 
idation and dehydrogenation processes [2-4].  

Presently intensive research is conducted on 
mixed-conducting perovskite oxides. Teraoka et al. 
[5-7] were the first to measure high permeability 
fluxes through perovskites (La,A)(Co,B)O3_a 
(A=Sr,  Ca, Ba, B=Fe,  Co, Cu, Ni). The oxygen 
fluxes were found to be roughly proportional to the 
oxygen ion conductivity of the perovskites. Though 
the perovskites show predominant electronic con- 
duction, the magnitude of the ionic conductivity can 
be much larger ( > 100 × ) than that of  stabilized zir- 
conia. The highest oxygen permeation rate was found 
for SrCoo.sFeo.203_a [6]. In a previous report on 

perovski tes  SrCoo.sBo.203_6 (B=Fe,  Co, Cu, Ni), we 
showed that the oxygen permeability of these highly 
nonstoichiometric oxides may be drastically affected 
by the occurrence of order-disorder phenomena at 
elevated temperatures [ 8 ]. The values of  our perme- 
ability data for SrCoo.sFeo.203_a are, however, one 
order of  magnitude lower than those given by Tera- 
oka et al. 

One obvious method to increase the oxygen flux, 
or to reduce operating temperatures, seems to de- 
crease membrane thicknesses to values in the lam- 
range by making use of thin film techniques. A num- 
ber of techniques are presently available for the 
preparation of thin oxidic films, e.g., sol-gel pro- 
cessing, gas phase deposition techniques and sput- 
tering (ion beam and laser ablation). For sufficient 
mechanical rigidity these, dense and crack-free, thin 
films must be supported on porous substrates. It is 
evident that high surface exchange rates are a pre- 
requisite to sustain the potentially high oxygen fluxes 
through the membranes. 

In general, the chemically driven oxygen flux 
through a mixed-conducting oxide is modelled using 
Wagner's theory of oxide film growth, with the usual 
assumption that the gas phase boundaries equili- 
brate fast with the imposed gas atmospheres. In ac- 
tual application the surface reaction may exert a par- 
tial control over the transport kinetics, the extent of 
which may vary with membrane thickness, temper- 
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ature and gradient in oxygen partial pressure im- 
posed across the membrane. In this paper, examples 
are provided which emphasize the importance of the 
surface exchange kinetics in limiting the magnitudes 
of chemically driven oxygen fluxes through oxide ce- 
ramics. A model is proposed with which it is possible 
to distinguish tentatively between surface exchange 
and bulk diffusion controlled kinetics. 

2. Wagner's theory 

The scheme of a membrane semipermeable to ox- 
ygen is shown in fig. 1. By applying a Po2 differen- 
tial, oxygen is driven through the membrane from 
the high Po2 to the low Po2 side. The oxygen flux is 
enabled by the simultaneous diffusion of oxygen an- 
ions and electrons, or associated lattice defects, in 
the mixed-conducting oxide under the driving force 
of a gradient in oxygen chemical potential, V/~o~. 
Metal ion diffusion in the materials under consid- 
eration can be left out of consideration. 

In actual application one is interested in the mag- 
nitude of the permeating flux as a function of the 
partial pressure applied to the two sides of the mem- 
brane. Wagner's theory of oxide film growth on met- 
als provides a means by which the oxygen flux can 
be related to measurable electrical parameters [9 ], 

- -  tellion O'total 
J02 = 42F 2 Vfl02, ( 1 ) 

where rio. and lel are the fractions (transference 
numbers) of the total conductivity, ~tot,l 
(=  ~io, +aet), which are provided by ionic and elec- 
tronic defects, respectively, and F the Faraday con- 
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Fig. 1, Represen ta t ion  of  re levant  fluxes through a ceramic  mem-  

brane  upon applying a Po2 differential ,  Pb2 > P~2- 

slant. In deriving eq. (1), it is assumed that local 
thermodynamic equilibrium for internal defecl re- 
actions is not disturbed by the transport. Wagner 
further assumed that there is no divergence in the 
ionic and electronic currents, which compensate each 
other such that there is no net charge transport. Eval- 
uation ofjo2 from eq. ( 1 ) requires that data exist for 
the partial conductivities CTe~ and aion as a function of 
oxygen partial pressure. The exact relationship de- 
pends on the specific defect chemistry of the oxide 
being considered [ 10 ]. In a simplified form, eq. ( 1 ) 
may be rewritten as, 

- -  lel lion O'total A f l o  2 
Jo2 = 4 2 F  2 L ' (2) 

where the factor tellionO'tota I is the average value of the 
product across the thickness, L, of the membrane. 

3. Importance of the surface exchange kinetics 

Wagner's equation (eq. (1))  is valid if one as- 
sumes that bulk oxide properties dominate the trans- 
port. It involves that the surface reactions proceed- 
ing at the gas phase boundaries have reached a quasi- 
equilibrium condition relative to diffusion through 
the membrane. In actual application the surface re- 
action may exert a partial control over the rate of ox- 
ygen permeation. The gradient in oxygen chemical 
potential will be consumed partly by the surface ex- 
change kinetics at the expense of the gradient across 
the oxide bulk. Oxygen permeation will be con- 
trolled by diffusion if the membrane is made suffi- 
ciently thick. A mixed type of control is encountered 
upon decreasing thickness. Ultimately the surface re- 
actions will become rate determining for very thin 
membranes. 

The importance of the surface exchange kinetics in 
determining oxygen fluxes through oxide ceramics 
has been recognized by a number of authors. Dou et 
al. [ 11 ] observed that the rate of oxygen permeation 
through calcia-stabilized zirconia (CSZ) is limited 
partly by diffusion (of electron holes) within the solid 
and partly by the surface reactions. A similar obser- 
vation has been made in our laboratory studying the 
oxygen permeability of dense ceramics of bismuth 
oxide stabilized with 25 tool% erbia (BE25), even 
though this electrolyte shows large intrinsic activity 
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in oxygen exchange [ 11 ]. In contrast to ZrO2-based 
electrolytes, electrode materials as Pt and Ag do not 
show any influence on the exchange kinetics of Bi2Oa- 
based electrolytes [ 13-15 ]. 

The influence of the surface on the (re-)equili- 
bration kinetics of nonstoichiometric oxides has been 
investigated by Nowotny and Wagner [ 16 ], empha- 
sizing the possible role of  segregation of lattice com- 
ponents towards the surface. A large number of ki- 
netic studies are considered in which the data from 
relaxation experiments appear to exhibit mixed con- 
trol, i.e., the overall kinetics is determined by both 
surface reactions and bulk diffusion. The authors 
propose a model in which the transport of  lattice de- 
fects towards the surface, and vice versa, is affected 
by the electrical barrier generated across the junction 
between the crystalline bulk and a quasi-isolated seg- 
regated surface layer (see also refs. [ 17] and [ 18] ). 

Using data of  combined ]80-160 exchange and 
secondary ion mass spectroscopy (SIMS) Carter, 
Steele and co-workers [ 19-21 ] arrived at the con- 
clusion that the potentially high oxygen fluxes that 
would he allowed through the cobaltite perovskites 
seem limited by the surface exchange. Evidence 
comes from the comparatively small values observed 
for the perovskites of the ratio h = k/D*, where k is 
the surface exchange coefficient and D* the tracer 
diffusion coefficient. Both quantities are obtained si- 
multaneously from a single experiment by fitting ]80/ 
(~60 + [80) depth profiles to the appropriate diffu- 
sion equation after isotopic exchange at high tem- 
perature for a selected time. The smaller the h value, 
the more the isotopic exchange process is inhibited 
by the surface exchange kinetics relative to diffusion 
within the solid, and vice versa. As shown in the next 
section, under the specific assumptions made, h rep- 
resents the reciprocal membrane thickness at which 
oxygen permeation is equally determined by bulk 
diffusion and surface exchange. The procedure fol- 
lowed is basically similar to that described by 
Schmalzried [22 ] in an analysis of the deviation from 
the theoretical EMF of galvanic cells under open cir- 
cuit condition due to the existence of a nonvanishing 
semipermeability flux through the oxide electrolyte. 

4. Kinetics of oxygen permeation under a partial 
rate control by the surface exchange reaction 

To extend Wagner's theory to cases of partial rate 
control by a surface reaction it is expedient to divide 
the ceramic membrane into three regions: a central 
bulk (Wagner) zone and adjacent interracial zones, 
emphasizing the importance of both solid state dif- 
fusion and surface oxygen exchange to the extent of  
oxygen permeation. The total driving force, Atto2, is 
distributed between the various zones, as schemat- 
ically depicted in fig. 2, such that the rate controlling 
process receives the greater proportion. In the steady- 
state approximation, the oxygen flux is given by 

t A b u l k  
Jo--~ = -J~x'°' A/zo2 _ - t~l tion O'total z-a/-/O2 

R T  4ZF 2 L 

A "  tt 
_ _ i o , ,  ~o~ ( 3 )  
- ~ ¢ x  R T '  

where A/z~ lk, Att~ 2 and Att~ 2 designate the respec- 
tive driving forces across the bulk and interracial 
zones. Single and double primes refer to the high and 
low pressure side, respectively. The Onsager equa- 
tion that has been adopted for the surface reaction 
is valid only at conditions near to equilibrium and 
disregards non-linear effects that may occur at high 
oxygen potential gradients. The kinetic parameter, 
"0 J~x, represents the balanced exchange rate in the ab- 
sence of oxygen potential gradients. Its value can be 
determined directly using ]80-160 isotopic ex- 

interfacial bulk interfacial 

z o n e  z o n e  

/~'02 
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Fig. 2. Schematic representation of  the gradient in oxygen chem- 
ical potential, #o2, at various zones during steady state oxygen 
permeation. 
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change techniques and generally is found to be a 
function of the oxygen partial pressure of the type, 
' 0  j e xocP~  2 [23]. Since we are restricted in our deri- 
vation to cases in which only small Po~-gradients ap- 
pear across the membrane, it follows that i ° '  ~io,, J e x  ~ J e x  • 

That is, at steady state near to equilibrium the ex- 
change rates at opposite interfaces are of similar or- 
der of magnitude, if the two sides of the membrane 
are not exposed to different gas ambients. In general, 
the exchange rate will be different in, for instance, 
O2-N2, CO-CO2, H2-HzO atmospheres, even at the 
same oxygen partial pressure. The surface oxygen ex- 
change rate, j° x (tool O2 cm -2 s-1 ), is related to the 
surface exchange coefficient, k (cm s -~ ), which ex- 
presses the exchange flux (tool O cm -2 s -1) nor- 
malized to the molar concentration, ci, of oxygen an- 
ions at equilibrium, 

j°x = ~ kG . (4 )  

As the condition corresponding to mixed control, 
we adopt, 

A bulk A , + A "  #o2 = ~#o2 #o2 • (5) 

That is, the total driving force is equally used for dif- 
fusion and for the surface exchange. Note that since 

! ~ pt • o, ~ i  o,, also A#o~ ~A#o2 is valid so that the prime Jex ~ d e x  

notation is no longer necessary. From eq. (3), one 
finds that the condition expressed by eq. (5) is sat- 
isfied at a characteristic thickness, L¢, 

R T /el  l i o n  O'total 
L c -  8F 2 j o  , (6) 

where the averaging of teltionO'totaX has been omitted 
since only small Po2 gradients are assumed. 

In perovskite-type oxides such as 
(La,Sr) (Co,Fe)O3_~ the ionic conductivity is much 
smaller than the electronic conductivity. Assuming 
the ionic conduction to be purely anionic, the Nernst- 
Einstein relationship is given by, 

c iDi z~F  2 
aion-- R T  ' (7) 

in which Di is the self-diffusion coefficient of oxygen 
anions with valence charge zi ( = - 2). By combining 
eqs. (4), (6), (7) and putting tel= 1, one arrives at 

Di D* 1 
L ~ -  k - k - h "  (8) 

In the second part ofeq. (8) the fact has been used 
that, if correlation effects can be neglected, the tracer 
diffusion coefficient, D*, is identical to the self-dif- 
fusion coefficient, Di. It should be reemphasized that 
the use of eqs. (6) and (8) to calculate Lc is valid 
only for small Po2 gradients across the ceramic mem- 
brane, while in the derivation of eq. (8) the addi- 
tional assumption is made that the oxide shows pre- 
dominant electronic conduction. 

5. Evaluat ion  o f  Lc for se lec ted  o x i d e s  

Data of oxygen permeability allow direct deter- 
mination of the conductivity parameters and the 
surface exchange rate provided that the diffusion 
mechanism and that of the surface reaction are 
known. Under conditions of mixed control, the ex- 
perimental order with respect to oxygen and the ac- 
tivation energy will have different contributing fac- 
tors. The rate controlling process may be altered by 
changing either the temperature, membrane thick- 
ness or the imposed gradient in oxygen partial 
pressure. 

In spite of the information that can be extracted 
from experiment, complete data sets on the oxygen 
permeability are scarce. Thus far detailed measure- 
ments have only been performed on oxide electro- 
lytes CSZ [ 10] and BE25 [ 11 ]. In the treatment be- 
low, examples are provided illustrating that the 
characteristic thickness, Lc, is a convenient measure 
to distinguish between surface exchange and diffu- 
sion controlled kinetics of oxygen permeation. It 
should, however, be emphasized that the value of Lc, 
below which the oxygen flux will be predominantly 
controlled by the surface exchange kinetics, may be 
specific to the particular sample under investigation. 
For example, a different morphology and micro- 
structure of the membrane surface could produce a 
different value for the exchange rate, j°x, and, hence. 
for Lc. 

5.1. B E 2 5  and C S Z  

Oxygen permeation through relatively thick mem- 
branes of BE25 ceramics at 10 Pa<Po2 < 100 kPa 
and 610< T<810°C appears to be governed by the 
partial electron-hole conductivity, having an order 
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o f  i with respect to oxygen [ 11 ]. The exper imental  
order  increases gradually with decreasing specimen 
thickness (or  t empera tu re )  due to the change from 
diffusion-control  to surface-control.  F rom the rate 
equat ions used in model l ing the exper imental  data,  
it follows that  

t&, oz P~/4 ; j°x  oc e~)/28 . (9 )  

The surface oxygen exchange rate thus obta ined 
showed excellent agreement  with the value measured 
directly by exper iment  using gas phase 1sO-160 iso- 

topic exchange [ 12 ]. 
Calculat ions were made  o f  the characterist ic  thick- 

ness, Lc, for BE25 using da ta  obta ined  from perme- 
abi l i ty  measurements .  As shown in table 1, L¢ in- 
creases with decreasing partial  pressure, in agreement 
with eqs. (6)  and  (9) .  The exper imenta l  thickness 
at which the oxygen flux is hal f  of  that  expected i f  
diffusion would act exclusively, imposing opposi te  
sides o f  disc specimens to pure oxygen and hel ium 
(Po2 ~ 10 Pa)  at 650 and 800°C, was es t imated to 
be 0.16 cm and 0.09 cm, respectively. Note that these 
values are in termedia te  between the calculated Lc 
values given in table 1. 

Similar  calculations were made  for CSZ, using the 
proport ional i t ies ,  

a ~ D 1 / 4  ~0 ~ o l / 2  (10)  
¢1 ~x-I O2 , J e x  ~ ' - a O 2  , 

which are valid in the range o f  tempera tures  and par-  
tial pressures examined  in the exper iments  per- 
formed by Dou et al. [ 11 ]. In analogy with BE25, 

the Lc values increase with decreasing oxygen part ia l  
pressure (see table 1 ). Dou et al. der ived a charac- 
teristic thickness for CSZ at 1230°C of  0.027 cm. The 
lat ter  value was calculated from a kinetic paramete r  
( ra t io  f l / a  in eq. (7)  ofref .  [ 11 ] ) used in model l ing 
the exper imental  da ta  o f  oxygen permeabil i ty .  It is 
seen from table 1 that their  value corresponds to the 
s tandard  state Po: = 100 kPa. 

5.2. B T 4 0  

Extrinsic electronic conduct ion in ionically con- 
ducting oxides can be obta ined  by dissolution of  
mul t ivalent  cations in the oxide latt ice [23 ]. An ex- 
ample  is t i tania  dissolved in yt t r ia  s tabi l ized zir- 
conia. In our  laboratory  we have invest igated Bi203 
subst i tuted with 40 tool% Tb203.5 (BT40) .  The re- 
sults from conduct ivi ty  measurements  and gas phase 
180-~60 exchange, as summarized elsewhere [25,26 ], 
show that  the phase is a mixed conductor  with an 
appreciable  electronic conductivity.  

Recent oxygen permeabi l i ty  measurements  re- 
vealed that, under  identical  exper imental  condi t ions 
(see section 5.1 ), the observed oxygen flux through 
disc specimens of  BT40 with a thickness varying be- 
tween 0.07-0.17 cm is comparable  in magni tude to 
that observed for BE25. The experimental  order with 
respect to oxygen was found to be close to 1/2 [27 ]. 

The characteristic thickness, Lc, for BT40 has been 
calculated using data  of  ael , tion and j °  x obtained from 
the above study [25,26 ]. From the large values found 

Table 1 
Ionic transference number, tlon, electronic conductivity, eel, surface oxygen exchange rate, fix, and characteristic thickness, Lc, for CSZ, 
BE25 and BT40 (see text). 

Material T Po2 tion trel j°x L¢ a) Refs. 
(°C) (Pa) (S cm - l  ) (mol cm -2 s- l )  (cm) 

CSZ 1230 1X l0 s 1 9.0× 10 -3 5.7X 10 -s 2.7X 10 -2 [ 11 ] 
1230 1X 101 1 9.0)< 10 -4 5.7X 10 -10 2,7)< 10 -1 

BE25 650 I X l0 s 1 2.1X 10 -3 5 .2X 10 -9 4.2X 10 -2 [ 12] 
650 1 × 101 1 2.1× 10 -4 1.6X 10 - l l  1.3 

800 1X l0 s 1 1.1 X 10 -2 6.2X 10 -s 2.1X 10 -2 [ 12] 
800 1X 101 1 1.1X 1 0  - 3  1 . 9 X  1 0  - l °  6 . 8 X  1 0  - t  

BT40 650 2.1 × 104 0.74 6.2X 10 - l  1.4X 10 -8 3.4 [25] 

800 2.1 × 104 0.85 2.2 9.3× 10 -8 b) 2.5 [25 ] 

") Calculated from eq. (6). b) Extrapolated value. 
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for Lc, listed in table 1, it can be inferred that oxygen 
permeation through BT40 in the studied thickness 
range, and at the temperatures and Po: gradients 
covered by experiment, is a surface controlled 
p r o c e s s .  

5.3. Perovskite-type oxides 

Data of oxygen tracer-diffusion coefficient, D*, and 
surface exchange coefficient, k, for perovskite-type 
oxides from ~80-~60 isotope exchange techniques 
obtained by various authors are compiled in table 2. 
High D* and k values are reported for the ferrites and 
cobaltites, which anions are assumed to move via a 
vacancy diffusion mechanism [28,29]. These values 

may therefore be a function of the oxygen nonsto- 
ichiometry. The comparatively low value of D* ob- 
served for Lao.sSro.sMnO3_a is attributed to the small 
negative departure of oxygen stoichiometry exhib- 
ited at the temperature and oxygen pressure exam- 
ined [20]. 

There is a slight tendency for the Lc values, listed 
in table 2, to increase with increasing temperature 
and dopant concentration. Leaving Lao.sSro.sMnO3_,~ 
and the results obtained for the single crystal spec- 
imens out of consideration, the Lc values range be- 
tween 20 gm-3000 gm (at 900°C), the highest value 
being found for L a o . 6 S r o . 4 C o 0 . a N i o . 6 0 3 _  a. The de- 
rived results clearly emphasize the importance of the 
exchange reaction rate, relative to diffusion, in lim- 

Table  2 

T race r -d i f fu s ion  coeff ic ient ,  D*, sur face  exchange  coeff ic ient ,  k, a n d  charac te r i s t i c  th ickness ,  Lc, for  selected pe rovsk i t e - type  oxides.  

Mate r ia l  T Po2 D* k b) Lc ") Refs. 

( ° C )  ( k P a )  ( c m Z s  1) ( c m s  t)  ( c m )  

Lao.sSro.sMnO3_a 700 70 2)< 10 -~5 1 )< 10 8 2)< 10 -7  [20 ]  
800  8>< 10 - t4  1 )< 10 -7  8>( 10 -7  

900  3)<10 ~2 9 > ( 1 0 - 8  3 > ( 1 0 - 5  

Lao.sSr0.2CoO3_a 700  70 1 )< 10 -8  3>( 10 6 3)< 10 -3  [20 ]  
800  2>( 10 -8  5)< 10 -6  4>( 10 - 3  

900 4>( 10 -8  2)< 10 -5 2 ×  10 -3  

Lao.6Cao.4Coo.sFeo.203_ a 700  70 2 × 1 0 -  8 4 )< 1 0 -  6 5 )< 10 -  3 [ 20 ] 
800  1)<10 -7  2 × 1 0  5 5 > ( 1 0 - 3  

900  3>(10  -7  4 )<10  s 7 × 1 0 - 3  

La0.6Sro.4Coo.nNio.203 - a 700  70 3 )< 10 - 8 2 )< 1 0 -  6 2 >( 1 0 -  2 [ 21 ] 
800  1>(10 -7  2>(10  -6  5)<10 2 

900  4 )<10  7 2 ) < 1 0 - 6  2>( 1 0 - t  

Lao.6Sro.4Coo.6Nio.403_~ c) 700 70 2 >( 1 0 -  9 7 )< 10 - 7 3 )< 1 0 -  3 [ 21 ] 
800  6 )<10  -8  3)<10 6 2 ) < 1 0 - 2  

900  3)< 10 -7 3>( 10 -6  1 )< 10 - l  

Lao.6Sro.4Coo.4Nio.603_ a 700  70 1 >( 10 -  8 3 )< 10 -  7 3 >( 10 -  2 [ 21 ] 
800  7)<10 -8 2 )<10  6 3 × 1 0  2 

900  6)< 10 -7  2)< 10 -6  3>( 10 - t  

L a C o O 3 _ a  700 4.5 9)< 10 ~3 1 )< 10 9 4)< 10 4 [28 ]  

(s ingle  c rys ta l )  800  2 )< 10 -  ~ 3 )< 10 -v  7 )< 10 -5 
900  6>( 10 -10 1 )< 10 - 6  4)< 10 - 4  

LaFeO3_a  900  7 1 >( 1 0 - t :  4)< 10 -8  3)< 10 s [38]  

(single c rys ta l )  1000 5)< 10 -12 2)< 10 -7  3)< 10 -5  

Lao.gSro.lCOO3_6 900  4.5 3 ×  10 -9  1 X 10 -6  2 ×  10 -3 [29 ]  
1000 2)< 10 -8  2)< 10 -6  1 >( 10 -2  

Lao.gSro.~FeO3_a 900  6.5 3>( 10 -9  5)< 10 -7  6 ×  10 -3  [29 ]  
1000 1)< 10 - s  2)< 10 -6  6)< 10 -3  

Lao.6Sro.4FeO3_a 1000 6.5 6 ×  10 -7  1 )< 10 -5  5>( 10 2 [291 

a) Ca lcu l a t ed  f r o m  eq. ( 8 ). 
b) The  va lue  can  be  e q u a t e d  to j°x,  in a c c o r d a n c e  wi th  eq. ( 4 ) ,  b y  mu l t i p l i ca t i on  wi th  a f ac to r  0 .045.  Str ict ly 

LaCoO3.  
c~ A u t h o r s  r epor t  a two-phase  m i x t u r e  [21 ]. 

speaking ,  this  holds  for  



H.J.M. Bouwmeester et aL / Surface exchange kinetics 191 

iting overall oxygen transport through the 
perovskites. 

lnP~52 

Dv ~ Odln Po2, (12) 
Jo2 = 4VmL In ~2 

6. Oxygen permeability of Lao.aSro.2CoO3_a and 
SrCoo.8Feo.203-6 

In this section, an analysis is presented of our re- 
sults from oxygen permeability measurements of  the 
perovskite-type oxides Lao.sSro.:CoO3_6 and 
SrCoo,sFeo.203_6. 

Perovskite oxides were prepared by the thermal 
decomposition of precursor complexes derived from 
nitrate solutions using ethylene-diaminetetraacetic 
acid (EDTA) as a complexing agent. A detailed de- 
scription of the synthesis route will be presented 
elsewhere [ 30]. 

Permeability data were obtained by exposing op- 
posite sides of sealed disc specimens, having a den- 
sity above 93% of theoretical, with an oxygen/nitro- 
gen gas mixture and helium, respectively, using a 
quartz reactor operating under CSTR conditions. 
Supramax glass rings (Schott, Nederland B.V.) were 
used to seal the platinum-ring coated specimen into 
the reactor. The platinum coating was used to avoid 
possible chemical interactions between the glass and 
the specimen. Gas leakage through, for instance, po- 
res or cracks, if present, could be detected gas chro- 
matographically by the presence of nitrogen in the 
helium stream. The experimental set-up has been de- 
scribed in detail elsewhere [ 8,12 ]. 

In general, perovskites such as La~_xSrxCoO3_6 
[31-33] and La~_xSrxFeO3_6 [34] show a high de- 
gree of oxygen nonstoichiometry. The anions are 
likely to move via a vacancy transport mechanism 
[28,29 ]. Assuming that all oxygen vacancies are fully 
ionized and contribute to transport, i.e., no associ- 
ation of oxygen defects, the jump balance yields: 

ciDi =c~D~, ( 11 ) 

where c~=~/Vm (Vm=perovsk i te  molar volume) is 
the molar concentration and D~ the diffusion coef- 
ficient of oxygen anion vacancies. In first approxi- 
mation, D~ may be regarded as constant. Substitu- 
tion of eqs. (7) and ( 11 ) in eq. ( 1 ), and integrating 
across the membrane thickness, L, using the rela- 
tionship V/to2 = ORT In Po2/Ox ( x =  distance coor- 
dinate) yields, 

where the electronic transference number, /el, has 
been taken to be unity. The derived equation is 
slightly modified if the nonstoichiometry becomes 
high. In accord with classical (hopping) diffusion 
theories, the diffusion coefficient of oxygen anion 
vacancies, Dr is proportional to ( 1 - ~ / 3 ) ,  the oc- 
cupancy of oxygen sites in the perovskite lattice [35 ]. 
The oxygen flux can be calculated numerically if ex- 
perimental data of the nonstoichiometry, ~, as a 
function of Po: are available from either gravimetric 
or coulometric titration measurements. An analyti- 
cal equation which expresses the oxygen flux as a 
function of Po2-gradient has been developed by Van 
Hassel et al. [36], using a simple point defect model 
to describe the oxygen nonstoichiometry. 

Data of nonstoichiometry, d, for a series of com- 
positions La~_xSrxCoO3_ ~ were obtained by 
Mizusaki et al. [32] using thermogravimetric mea- 
surements in the range 10- 5 < Po2 -< 1 atm. The ob- 
served ~ values range roughly between 0 and x /2 ,  in- 
creasing with temperature, with Sr content and with 
decreasing Po2 (figs. 3, 4 and 7 in ref. [32]).  At 
800°C, the curves in the log~- logPo2 plot are al- 
most linear. The slope varies with Sr content, from 
n = - l / 2  for x = 0  to n = - l / 1 6  for x=0.7.  Insert- 
ing the observed proportionality, fioc P~2, in eq. (12) 
one finds, after integration, 

Jo2 fl [Pb'~ "~ (13) = - P o 2  ] , 

where f l=D~a°/4nVm. The parameter ~o represents 
the nonstoichiometry at the reference oxygen pres- 
sure (Po2 = 1 atm).  The limits of  integration are the 
oxygen partial pressures at the gas phase boundaries, 
whereas single and double primes refer to the high 
and low pressure side, respectively. Note that for 
small values of  n a logarithmic dependence is ob- 
tained by expanding eq. (13) as a power series and 
truncation after the first term. 

The plots in figs. 3 and 4 show that our permea- 
bility data obtained for perovskites Lao.sSro.2CoO3_6 
and SrCoo.sFeo.203_6 can be fitted well by eq. (13). 
The fit results for different temperatures and spec- 
imen thicknesses are given in table 3. Fitting the data 
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Fig. 3. Pressure dependence of oxygen permeation through 
Lao.sSro.2CoO3 _ ~. 

for the composi t ion  Lao.sSro.2CoO3_6, with the spec- 
imen thickness 0.5 cm, yields the same value for the 
order  n at 750°C and 1000°C; n =  - 0 . 1 2 .  The lat ter  
value is significantly smaller than the one (n = - 0 . 2 7  
at 800°C)  that  can be der ived from data  of  nonsto- 
ichiometry repor ted by Mizusaki  et al. (fig. 7 in ref. 
[ 32 ] ). It is further noted that n at 1000 °C increases 
from - 0 . 2 2  to - 0 . 1 2  upon reducing specimen 
thickness from 0.20 to 0.05 cm, indicat ing that  there 
are different contr ibut ing factors to the value of  n. 
Using air on the feed side, the act ivat ion energy for 
the two specimen thicknesses was found to be within 
the range 120-150 kJ /mol .  

For  SrCoo.sFeo,203_~, the oxygen flux is found 
propor t ional  to ( P ~  - P ~ ' )  with n =  +0 ,50  (fig. 4).  
In view of  the above theory a conflict arises with data 
of  nonstoichiometry.  Coulometr ic  da ta  repor ted by 
Nisancioglu and Gtir [ 37 ] confi rm that  compounds  
SrCo~ _xFexO3_6 (x=0 .2 ,  0.5, 0.8) at 850°C undergo 
a significant increase in oxygen vacancy concentra-  
t ion with decreasing oxygen part ia l  pressure relative 
to the value in air. Regrettably,  the authors  do not 
give absolute values of  the nonstoichiometry,  but  i f  
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Fig. 4. Pressure dependence of oxygen permeation through 
SrCoo.sFeo.203_a. 

Table 3 
Parameters derived by fitting of oxygen permeability data. 

Perovskite L T fix 10 m n 
(cm) (°C) (molcm -~ 

s -~ atm ") 

Lao.sSro.2CoO3 ~ 0.05 750 -1.7_+0.1 -0.12_+0.01 
0.05 1000  -105_+2 -0.12+_0.03 
0.20 1000  -57_+6 -0.22-+0.01 

SrCoo.sFeo.203_a 0.20 750 196-+4 0.50+_0.04 

compar ison  of  their  da ta  with that  repor ted for the 
series of  the composi t ions  La~_xSrxCoO3_a by 
Mizusaki  et al. [30] is allowed, a value for n be- 
tween - 0 . 0 5  and - 0 . 2 0  is predicted for the com- 

pound  SrCoo.sFeo.203_~. 
As is clear, the data  obta ined from oxygen perme- 

abil i ty measurements  cannot  be t reated in terms of  
the theory presented in this section. An obvious way 
to reconcile the apparent  conflict with a diffusion 
control led mechanism is to invoke a surface reaction 
which exerts a (par t ia l )  control  over oxygen per- 
meation.  In our laboratory  a detai led study o f  the ox- 
ygen permeabi l i ty  as a function of  membrane  thick- 
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ness, allowing a more definite answer to the possible 
involvement of the surface reactions in rate deter- 
mining oxygen fluxes through perovskites 
(La,Sr) (Co,Fe)O3_6 is in progress. 

7. Conclusions 

specimens Lao.aSro.2CoO3_6 and SrCoo.sFeo.203_6 
obtained by ceramic procedures suggest that the ox- 
ygen flux at the conditions covered by experiment, 
is affected by the surface exchange kinetics. Ex- 
tended measurements are required to draw more 
definite conclusions. 

A procedure has been described to judge the pos- 
sible involvement of the surface exchange in limiting 
the rate of oxygen permeation through mixed-con- 
ducting oxides. Examples are provided which show 
that his procedure, through calculation of Lc, rep- 
resenting the characteristic thickness in cases of 
mixed control, can be used tentatively to distinguish 
between surface exchange and bulk diffusion con- 
trolled rates of oxygen permeation. The Lc values for 
erbia-stabilized bismuth oxide (BE25) and calcia- 
stabilized zirconia (CSZ) are in good agreement with 
empirical results. The model also explains the data 
of oxygen permeability of  Bi203 substituted with 40 
mol% of Tb at the Bi-sites (BT40) which, under the 
conditions specified in section 5.2, is assumed to be 
an entirely surface-controlled process. In spite of an 
enhanced electronic conductivity of BT40, com- 
pared with the oxide electrolyte BE25, the oxygen 
permeabilities are of similar order of magnitude, 
which is believed to be due to an almost equal ac- 
tivity of both oxides in the surface oxygen exchange 
reaction. 

Regarding their high electronic and ionic conduc- 
tivities, perovskite-type oxides (La,Sr) (Co,Fe)O3_~ 
are favoured to be used as oxygen separation mem- 
branes. As was mentioned earlier [38], chemical and 
structural instabilities, in particular at low oxygen 
partial pressure, need to be addressed before ex- 
ploitation becomes feasible. The limited exchange 
capability, relative to diffusion, puts limits on the 
potentialities offered by novel methods for the prep- 
aration of thin ceramic films, aiming to improve 
overall performance or to reduce operating temper- 
atures. Calculations using relevant literature data 
from 180-160 isotopic exchange show that the Lc 
values, below which the oxygen flux is predomi- 
nantly controlled by the surface exchange kinetics, 
roughly range between 20 p.m-3000 ~tm (at 900°C), 
dependent on perovskite composition. First results 
from oxygen permeability measurements of  disk 
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