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The chemical form of the potassium promoter on an iron-alumina catalyst during ammo- 
nia synthesis has been studied by two methods, viz, (i) the measurement of the equilibrium 
constant of the process KNH, + He = KH + NH,, and (ii) chemical analysis of the used 
catalyst. The equilibrium constant measurements gave KTza = (12.9 k 0.5) X 10m3, 
AHl,,(KNH,) =-I 19 * 3 kJ mol-’ and S,O,,(KNH,) = 109 ? 4 J molV’ K-‘. The chemical 
analysis showed that no KNHZ is present on the catalyst during synthesis. From these re- 
sults and with the aid of thermodynamic considerations it is concluded that KNH,, K and 
K,O are not stable compounds under conditions of ammonia synthesis. X-Ray diffraction 
showed that part of the potassium reacts with A&O,, probably leaving part of the potassium 
in the form of KOH which is quite stable under ammonia synthesis conditions. 

INTRODUCTION 

Potassium is a very important promoter 
in iron-alumina catalysts for ammonia syn- 
thesis (1-6). The chemical state of the 
potassium promoter during ammonia syn- 
thesis and the mechanism by which potas- 
sium increases the rate of the ammonia 
synthesis have been the subjects of many 
hypotheses (4-11). Many authors sug- 
gested that potassium can be present as 
metal during ammonia synthesis (8,12-18). 
This was a discussion point raised at the 
5th International Congress on Catalysis 
after the paper by Ozaki et al. (11). This 
suggestion that metal is present is sup- 
ported by the fact that the first synthesis of 
potassium metal by reduction of potassium 
hydroxide was carried out with iron, 
although the conditions were different 
from those of the ammonia synthesis 
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(19-21). However, in the case that reduc- 
tion to metal proceeds under ammonia 
synthesis conditions the metal will not be a 
stable phase because it has been reported 
that potassium metal will react quantita- 
tively with ammonia gas at 350°C to potas- 
sium amide (22,23). These two facts 
suggest that potassium may be present as 
an amide during ammonia synthesis. Be- 
sides this, also the formation of potassium 
hydride (24,25) may be possible due to the 
establishment of the equilibrium: 

KNHz + Hz % KH + NH,. (A) 

In our opinion there is no need at 
present for more speculation about the 
mechanism of the promoter action of po- 
tassium, because considerations about this 
point can only be fruitful when more infor- 
mation is available about the chemical na- 
ture of the potassium compound. The pri- 
mary aim of this study was to investigate 
whether or not potassium amide is present 
in a conventional ammonia synthesis 
catalyst during ammonia synthesis as 
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suggested before (see discussion after 
Ozaki et al. (II)). We accordingly deter- 
mined the value of the equilibrium con- 
stant of the system (A) and we analyzed 
the composition of several catalysts, used 
in ammonia syntheses, by means of 
various methods. 

EXPERIMENTAL METHODS 

Materials 

Catalyst 1. An industrial catalyst con- 
sisting, in its unreduced form, of magnetite 
promoted with 3% A&OS, 0.45% ZrO,, 
0.5% SiO, and 1.23% potassium. Particle 
size 2-3 mm. 

Catalyst 2. Catalyst 1 was impregnated 
with 8.3% potassium by soaking in an 
aqueous solution of KOH and evaporating 
the water. Particle size 2-3 mm. 

Catalyst 3. a-ALO was soaked with 
solutions of Fe(NO& and of KOH. After 
evaporation of the water and drying at 
1 lO”C, the catalyst contained 2% iron and 
10% potassium. Particle size 2-3 mm. 

Catalyst 4. This catalyst was prepared 
from a solution of Fe(NO& and Al(NO,), 
by coprecipitation by addition of ammonia 
(26). The precipitate was dried (75-l 10°C) 
and compressed to tablets (6 X lo8 N 
me2). Then the tablets were broken to a 
size between 2 and 3 mm and heated to 
600°C. The composition of the unreduced 
catalyst was 3% A&OR and 97% FezO,. 
Particle size 2-3 mm. 

Catalyst 5. This catalyst was prepared 
by the same method as catalyst 4 and con- 
tained 1% potassium which was added in 
the same way as described for catalyst 2. 
Particle size 0.3-0.7 mm. 

Chemicals were obtained as follows: 
KOH from EKA-Bahn (Sweden), con- 

taining about 13.8% H,O and 0.6% 
K&O,; 

K (potassium metal) from Brocades 
(The Netherlands); 

Fe(N0&.9Hz0 p.a from Merck (Ger- 
many); 

Al(NO&. 9H20 purum from Merck 
(Germany). 

Procedures 

PuriJication of Nitrogen and 
Hydrogen Used 

The nitrogen and hydrogen used in our 
experiments were purified in a train con- 
sisting of (a) a vessel containing KOH 
pellets for removal of carbon dioxide, (b) a 
converter filled with BTS copper catalyst 
for the removal of oxygen at 170°C and (c) 
a vessel filled with molecular sieve (Union 
Carbide type 13X) for the elimination of 
water and traces of carbon dioxide. 

Equilibrium Measurements 

Potassium amide was prepared in an au- 
toclave of 500 cc capacity (material Has- 
talloy c). Oxide-free potassium (7.8 g) was 
heated to 350°C in a stream of ammonia, 
dried over KOH, until no further ammonia 
was taken up. According to Bergstrom and 
Fernelius (22) potassium amide formed 
rapidly and quantitatively via the reaction: 

K + NH, + KNH2 + ‘/zHs. 

Then the autoclave was cooled to room 
temperature in flowing ammonia gas. 

The ammonia stream was stopped and 
hydrogen was fed into the autoclave up to 
a total pressure of 60 X 10” N rn-‘. The 
autoclave was heated to the desired tem- 
perature. At this temperature the system 
was kept at least for 16 hr, to reach equi- 
librium. The gas phase composition was 
determined by reducing the pressure in 
steps of 15 x 10” N me2 and by absorption 
of the outcoming ammonia in a hydrogen 
chloride solution, followed by titration. 
After absorption of the NH, the amount of 
hydrogen was determined by a gas meter. 

The equilibrium constant, 

K,~ _ FH:, 'xKH 

. Hs 'XKNHz' 

(.f‘= fugacity; x = mole fraction) was cal- 
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culated from the amounts of ammonia and 
hydrogen withdrawn from the autoclave, 
the known amount of potassium used in 
the experiment and the pressure and the 
volume of the autoclave. For measuring 
the values of the equilibrium constant at a 
lower KNHJKH ratio, the procedure de- 
scribed above was repeated after addition 
of a new amount of hydrogen. That equi- 
librium (A) really was established in the 
system was checked in two ways. The 
determination of the gas phase composi- 
tion at 350°C over a period of 20 hr 
showed that the composition did not 
change with time. Secondly, when the 
equilibrium temperature was reached from 
lower or higher temperatures, the gas 
phase composition was the same. 

It was found that the gas phase composi- 
tion was not a function of the pressure. 
This proves that potassium is not formed; 
moreover, the amount of ammonia formed 
was equivalent with the amount of hy- 
drogen disappeared, the difference being 
less than 2%. 

The decomposition of ammonia could be 
neglected, because the total amount of 
NH, withdrawn in the several stages from 
the autoclave was equivalent within 2% to 
the amount of potassium hydroxide ti- 
trated in the autoclave at the end of the 
experiment. 

Analysis of NH3 in the Catalysts 
After Ammonia Synthesis 

The reduction of the catalysts and the 
ammonia synthesis were carried out in a 
modified version of the apparatus de- 
scribed by Bokhoven et al. (27). The modi- 
fications were as follows: (a) In the purifi- 
cation train instead of two vessels of 
activated alumina a vessel with silica gel 
was used, followed by one with molecular 
sieve 13X. (b) Instead of two reactors only 
one U-shaped reactor was used. The first 
leg of the reactor was filled with 6 g of cata- 
lyst I as a precatalyst. In the second leg 

catalyst 1, 2, 3 or 5 was present. For the 
blank (catalyst without KOH) both legs 
were filled with catalyst 4. We used the pre- 
catalyst to ensure that every catalyst 
to be tested came into contact with am- 
monia synthesis gas of near-equilibrium 
composition. (c) In the experiments with 
catalyst 2 also an extra prereactor was 
used, which contained 60 g of catalyst 1. 
After reduction this catalyst was kept at 
room temperature to adsorb traces of water 
and oxygen which may pass the purifica- 
tion train. 

Prior to use all catalysts were reduced 
during 30.5 hr by raising the temperature 
slowly from 25 to 450°C in 10 hr; space 
velocity = 2 x lo5 hr-‘. Meanwhile the gas 
composition was gradually increased from 
0.5% H, (in N,) to 100% H8. Reduction 
was continued for 20 hr at 450°C and for 
30 min at 500°C. Then the rate of the 
reduction had decreased below 0.008% of 
the iron per hour and the reduction was 
stopped. 

Ammonia synthesis took place at 
100 x lo5 or 200 X lo5 N me2 pressure 
with a 3 : 1 hydrogen-nitrogen mixture at 
450°C and a space velocity of 2.5 X lo4 
hr-’ during 72 hr. The ammonia content in 
the offgas was always higher than 0.70 
times the equilibrium content. Under a 
pressure of 100 or 200 X lo5 N mm2 the 
reactor was cooled down in 16 hr to room 
temperature. After release of the pressure 
the ammonia in the gas phase was driven 
out by means of a stream of nitrogen. Two 
procedures were used to analyze the 
amount of potassium amide and NH:, on 
the catalysts. 

Procedure 1. A stream of hydrogen, wet 
nitrogen or hydrogen (PHzO - 3 X lo3 N 
me2) was passed through the bed, decom- 
posing the KNH, to NH3 and to KH or 
KOH, respectively (22). 

The temperature was increased from 25 
to 500°C and this temperature was held 
until no further ammonia came out. Up to 
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TABLE 1 
THE MEAN VALUES OF THE EQUILIBRIUM 

CONSTANT K, AS A FUNCTION OF 
.YK,, AT 450°C 

*liw 01 0.2 0.3 0.4 OS O.SS 0.6 07 

10d K 4” IZ x 13 (I 12.4 14.0 14 c 17 ? 21.3 X2.4 

this temperature the ammonia decomposi- 
tion rate in water-vapor-containing gas can 
be neglected. The ammonia formed was ab- 
sorbed in hydrogen chloride solution and 
titrated. 

Procedure 2. The catalyst was trans- 
ferred into a conical flask under a stream 
of nitrogen gas. Distilled water was poured 
on the catalyst, decomposing KNH,. After 
addition of KOH the ammonia content 
was determined by distillation of the 
ammonia followed by titration. In both 
procedures the amount of NH3 found can 
be formed from KNH, or can come from 
adsorbed NH:,. 

RESULTS 

The Equilibrium Constant K 

Table 1 shows the value of K, at 450°C 
as a function of the mole fraction xKH. Up 
to x KH = 0.5 the values are practically con- 
stant. 

Table 2 shows that the formation of 

TABLE 2 
THE MEAN VALUES OF THE EQUILIBRIUM 

CONSTANT K,4 AT DIFFERENT 
TEMPERATURES~ 

Temp (“C) 
lO:‘K, 

Measured Calculated’ 

250 9.0 2 I” 7.8 
300 9.2 -+ 1 9.2 
350 10.1 * 1 10.4 
4.50 12.9 k 0.5 12.8 

‘2 XKH < 0.3. 
* Error with 90% confidence level. 
c Calculated from AH& = 8 kJ mol-’ and 

AS& = -26 J mol -‘K -I. 

TABLE 3 
AMOUNT OF NH, DETERMINED ON CATALYSTS 

AFTER AMMONIA SYNTHESIS, BY 
MEANS OF PROCEDURE 1 o 

5 I 3.77 I .34 0 3s HA 
6 I 3.77 (1.X0 0.21 ti, 

ha I 1 77 0.40 Il.23 N, + H, 

7 I 3 77 0.33 0.08 h> + Hz” 

IO 4 0 1.04 Hi 

II 4 0 0.68 N, 

II 4 0 I.35 H> 

KNH, from KH and NH, is favorable at 
all temperatures between 250 and 450°C. 

Analysis of the Ammonia 
Content of Various 
Catalysts After Ammonia 
Synthesis 

Table 3 shows that experiments ac- 
cording to procedure 1 do indicate a very 
small amount of NH, which is hardly in- 
fluenced by the presence of potassium. 
There is a large spread in the amount of 
ammonia determined. 

The results obtained with procedure 2 
(Table 4) also show that only a small frac- 
tion of the potassium can be present as 
KNH,. The amount of ammonia detected 

TABLE 4 
THE DETERMINATION OF NH, ON CATALYSTS 

AFTER AMMONIA SYNTHESIS BY MEANS 
OF PROCEDURE 2” 

Wt of 
catalyst K content NH, 

Catalyst (9) (mmol) (mmol) NH,/K 

2 2.28 5.47 0.25 0.045 
3 5.7 14.57 0.21 0.015 
3 0.4 1.02 0.03 0.029 
3” 4.9 12.53 0.16 0.013 
5 8.0 2.05 0.19 0.092 

a Ammonia synthesis took place at p = I00 x 105 
N mm2, T = 450°C. 

*p = 200 x 105N mm2. 
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per gram of catalyst is of the same order of 
magnitude as found by procedure 1. It is 
also not influenced by the amount of potas- 
sium present in the catalyst. 

DISCUSSION 

The Equilibrium (A) 

The results in Table 1 show that KA for 
XKH < 0.5 is nearly constant, which means 
that the molten phase (KH dissolved in 
KNH,) behaves ideally. At XKH > 0.5 
there is a deviation from ideality, perhaps 
due to the crystallization of KH (22,25). 

From the values of KA we can conclude 
that in the melt mainly potassium amide 
will be present, provided the NH,/H, ratio 
is not too low. Under ammonia synthesis 
conditions it is calculated that XKNH* - 17 
xKH when f& = 14.5 x lo5 N m-*, f& = 70 
x lo5 N rnm2, T = 450°C. The potassium 
amide formed during ammonia synthesis 
will still be present after cooling the reac- 
tor to room temperature in the presence of 
NH3-N2-HZ equilibrium mixture, because 
the influence of temperature on KA is posi- 
tive A Hj: = 8 kJ mol-‘). This has been 
verified in a separate experiment, wherein 
the equilibrium constant was measured at 
350°C; K, = lo-* and after cooling 
(5O’C/hr) to room temperature, KA=7 X 
10m3 was found. So by cooling to room 
temperature a little more amide will be 
formed. 

Thermodynamic Considerations on the 
Formation of KNH2 from KOH 

From the 63 values of KA, measured 
between 300 and 450°C with XKH < 0.3, 
we calculated at the mean temperature of 
375°C for reaction (A) AH& = 8 + 3 kJ 
mall’ and AS&, = -26 k 4 J mol-’ K-l. 
[The values of K, at 250°C do not fit to a 
straight line in a In K versus T-l plot, pos- 
sibly due to crystallization of KNH, (mp 
335”C).J From these values and C, values 
from literature (28,29) with an estimated 

value of C, = 70.0 J mol-1 K-l for KNH2, 
we calculated AH&, = 17.2 kJ mol-’ and 
AS&,, = 4.2 J mol-’ K-l. Now it is possi- 
ble to calculate AHy&KNH,) and SP,, 
(KNHp) using the values given in the liter- 
ature for KH (30), NH, (28,29) and H, 
(28,29). The results are: 

AH&,(KNH,) = -119 * 3 kJ mol-I. 
S&(KNH2) = 109 + 4 J mol-’ K-l. 

The value of AH&,(KNH,) is better than 
to be expected in accordance with the lit- 
erature value of -118 -+ 2 kJ mol-’ (28). 
The value of S&,(KNH2) was not found in 
the literature. 

The interest in the thermodynamic data 
of KNH, is based on the possible forma- 
tion of KNH, from KOH via the equilib- 
rium: 

KOH + NH3 * KNH, + H,O. (B) 

This equilibrium is a crucial one for the 
formation of KNH2 on an ammonia syn- 
thesis catalyst. The constant of this equi- 
librium can be estimated by means of the 
values of AHX,, and S,“,, of KOH, NH, and 
H,O (28,29) in combination with the cal- 
culated values for KNH,. We found Kg = 
(lo-’ * 0.4) X 10e7 at a temperature of 
450°C. The actual value of KB may differ 
more than the error from the value given 
here. In the first place the thermodynamic 
values for KNH, are not known with 
enough accuracy and also S&,(KOH) is 
only an estimate (29). Secondly KB was 
calculated assuming that KOH and KNH, 
form an ideal melt for every xKNH* (31). 
Thirdly it is known that it is very difficult 
to remove the last traces of water from 
KOH (31a), so the actual equilibrium 
between KOH *xHzO and KNH, (xHZO 4 
0.5) can have an equilibrium constant 
which is considerably smaller than KB 
given above. 

From the value of K, given above it can 
be concluded that the formation of potas- 
sium amide from potassium hydroxide is 
theoretically not favorable. It is, however, 
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still possible, provided the H20/NH3 ratio 
is extremely small (below 3 x 10P7). 

The Chemical Form of Potassium 
During Ammonia Synthesis 

Potassium Amide 

The results in Table 3 show that the first 
method of ammonia detection gives a big 
spread in the values of ammonia deter- 
mined on the catalyst. This is caused by 
the large surface area of the iron of the 
apparatus compared to the small amounts 
of ammonia detected. In order to obtain a 
more accurate determination we changed 
the method of detection and also increased 
the amount of potassium present on the 
catalyst (see Table 4). Both methods, how- 
ever, give amounts of ammonia which are 
so small that they can be accounted for by 
absorbed ammonia (32) and/or nitrogen 
(33) on our catalyst which has a surface 
area of about 15 m2 gP’. This adsorbed ni- 
trogen can form ammonia with hydrogen 
or water (33a). Indeed the amount of 
NH3 found in hydrogen was always larger 
than that in nitrogen. Moreover, they are 
not a function of the potassium content of 
the catalyst. From these arguments it can 
be concluded that no amide is formed 
during ammonia synthesis. 

Potassium and Potassium Hydride 

In accordance with the literature (22,25) 
we observed that the reaction between 
ammonia and K or KH is fast at tempera- 
tures above 250°C. From this fact and 
from the value of KA (see above) it follows 
that under NH, synthesis conditions KH 
will be converted to KNH,. The same con- 
clusion can be drawn for potassium metal 
on the basis of thermodynamic data 
(28,29) (AG$‘,, - -22 kJ mall’). There- 
fore the conclusion that KNH, is not 
present during NH, synthesis implies the 
absence of both KH and K metal. 

One could suggest that potassium may 
be stabilized by adsorption on the iron sur- 

face or by alloy formation with iron [see 
the discussion after Ozaki et al. (II)]. It 
can hardly be expected, however, that the 
adsorption of this species on iron is so 
strong in comparison with that of KNH, 
that the latter cannot be present. It is also 
very unlikely that alloy formation between 
K and Fe will stabilize K metal because it 
is known (42) that at 943 K only 44 ppm 
iron can be dissolved in liquid potassium 
and there is a decrease of solubility with 
decreasing temperature. 

In accordance with these considerations, 
Ozaki et al. (35) obtained the indication by 
using a circulating gas system that the 
potassium metal used as a promoter was 
converted with the first amount of synthe- 
sized NH:, to KNH,. 

Potassium Oxide 

This compound may react with water to 
form KOH: 

‘/zK20 + ‘/zHzO -+ KOH. 

On the basis of thermodynamic data 
(28,29) one can calculate that for this reac- 
tion AC& = -84 kJ mol-‘. This means 
that no appreciable amount of K,O is 
present if the water concentration is above 
about lo-* ppm. 

Moreover, K,O readily reacts with hy- 
drogen into KOH and KH (34) or K (43) 
and further in KNH2, see above. 

Therefore we must conclude that K,O 
cannot be present on the catalyst during 
ammonia synthesis. 

Potassium Hydroxide 

From the calculated equilibrium con- 
stant K, it follows that KOH gives 50% 
KNH, (assuming that these compounds 
form an ideal mixture) provided that pHIO = 
lop7 pNwr. This means that when 20 ~01% 
NH:, is present in the outlet of an ammonia 
synthesis reactor, some KOH in the latter 
part of the reactor can be transformed into 
KNH:! provided the water vapor content 
of the gases is less than 0.02 ppm. Ob- 
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viously our gas purity was not sufficient 
for this transformation to occur. (Analyti- 
cal determination showed, however, that 
the water content was less than 1 ppm.) 

In the primary reactor of a technical 
ammonia synthesis process the purity of 
the gas can hardly be expected to be better 
than in our experiments. Therefore it is 
very unlikely that under technical condi- 
tions potassium amide will be present. 
Moreover, the promoter action of potas- 
sium has been observed in the early days 
of the ammonia synthesis when gas purity 
was much lower than today. Therefore, the 
more general conclusion may be drawn 
that neither the presence of potassium 
amide nor that of potassium metal is essen- 
tial for the promotion. It is very likely that 
potassium is present in the form of KOH 
during NH, synthesis, while this is the 
most stable compound compared to KzO, 
K, KH or KNHz in cases where traces of 
water vapor are present. 

Potassium Ferrites 

According to Egeubaev et al. (43) reduc- 
tion with hydrogen decomposes this com- 
pound completely to iron. During the re- 
duction at 500°C alkali is vaporized, 
mainly in the form of KOH. The fact that 
no potassium is lost when compounds like 
A1203 or SiO, are present points to a 
bonding of alkali to this type of promoter. 

Potassium Aluminates 

At 450°C KOH is a liquid with a rather 
small but appreciable vapor pressure 
(36,43). However, the KOH does not 
vaporize out of the ammonia synthesis 
reactor. This may be due to a rather strong 
adsorption on the iron surface and to a 
bonding with ALO (4,6,36,37,43). Chen 
and Anderson (38) found with the aid of an 
electron probe microanalyzer that only a 
part of the KOH is bound to A1203, the 
rest being chemisorbed on the iron surface. 
The fact that KOH reacts with a-ALO, 
under ammonia synthesis conditions is 

also supported by our observation that 
next to the diffraction pattern of a-A&O3 
in catalyst 3 new lines appeared. 

We are inclined to conclude that the 
explanation of the promoter action of 
potassium must be sought in the influence 
of KOH on the iron surface. According to 
several authors (39-41) the presence of 
some potassium compound on the iron 
lowers the work function of iron. Thereby 
the iron could donate its electrons more 
easily to the reacting nitrogen (5, 
9-11,39-41). 

CONCLUSIONS 

1. The results of the measurements of 
equilibrium (A) in the temperature region 
(300-450°C) provides the following data: 

AH&,(KNH,) = -119 -+ 3 kJ mol-‘, 
S&(KNHz) = 109 ? 4 J mol-l K-l. 

2. Experiments show that no KNH, is 
formed on an ammonia synthesis catalyst 
under the conditions of NH, synthesis. 

3. By means of thermodynamic consid- 
erations and from what is known from the 
literature it is concluded that under normal 
ammonia synthesis conditions potassium 
metal, KH, KNH, and K,O cannot be 
present in appreciable amounts. 

4. The form of potassium on an ammo- 
nia synthesis catalyst is very probably 
KOH, which partly reacts with A&OS. 
From the fact that KOH is volatile at 
450°C we must conclude that the interac- 
tion with the iron surface is rather strong. 
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