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A Hysteresis Model for an Orthogonal Thin-Film 
Magnetometer 

RENE M. DE RIDDER A N D  JAN H. FLUITMAN, M E M B E R ,  I E E E  

Abstmct-The operation of a ferromagnetic thin-film magnetometer 
using the anisotropic magnetoresistance effect in a permalloy film is 
discussed. Measurements showed the presence of a hysteresis effect that 
was not predicted by the available models. It is shown that the sensi- 
tivity of the magnetometer is correctly predicted bk applying Greene 
and Yarbrough's orthogonal susceptibility model, and that the hyster- 
esis can be explained by assuming dispersion in the magnitude of an- 
isotropy. The ortogonal susceptibility model then has to be evaluated 
numerically, accounting for a finite driving field. The effect of an in- 
homogeneous demagnetizing field in the film is discussed in relation to 
magnitude dispersion of the anisotropy. 

INTRODUCT~ON 
HE results presented here apply to a class of orthog- T onal thin-film magnetometers, first reported by West 

et al. [ 11, where an alternating excitation field is applied 
perpendicular to the field to be measured, which is ori- 
ented parallel to the easy axis of magnetization of the ap- 
plied film. Gise and Yarbrough [ 2 ]  have reported on the 
influence of tapering the edges of a cylindrical film on the 
hysteresis of a thin-film magnetometer, without making 
an attempt to model this phenomenon. No other discus- 
sions on the hysteresis occurring in this class of magne- 
tometers to our knowledge have appeared in the literature. 
In the approach taken here, the ferromagnetic thin film is 
considered as a continuum, and no attempt has been made 
to go into micromagnetic detail. 

A specific embodiment of the considered class of mag- 
netometers, employing the anisotropic magnetoresistance 
effect in a planar Hall configuration, has been chosen as 
the vehicle for this study. It has been shown before [3], 
[4] that for low operating frequencies and small film di- 
mensions, the magnetoresistance rather than the inductive 
readout of the magnetic state of the film will, in principle, 
lead to a better sensitivity. The feasibility of fabricating 
this type of magnetometer with an integrated drive coil 
using planar technology has been demonstrated [ 5 ] .  

MAGNETOMETER OPERATION 
An alternating (e.g., sinusoidal) bias field He, is ap- 

plied perpendicular to the measurand and to the easy axis 
of a magnetoresistive film which is shaped into a planar- 
Hall element or a magnetoresistor having a canted current 
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path. The bias field periodically saturates the film, and 
upon returning from saturation, the magnetization splits 
into two parts (distributed over a number of magnetic do- 
mains) which rotate toward the easy axis in opposite di- 
rections. The easy-axis field component determines the 
ratio of the two magnetization fractions, which in turn 
determines the sensor's output voltage. 

In order to explain the operation of the magnetometer 
in more detail, some models describing the magnetic and 
galvanic behavior of thin ferromagnetic films will be 
briefly reviewed. 

The Magnetic Behavior of Thin Ferromagnetic Films 
Ferromagnetic phenomena in thin films, in particular, 

those of permalloy (Ni,,Fe,,) are treated in  many texts, 
e.g., [6]-[8]. The well-known Stoner-Wohlfarth single- 
domain model gives, in most cases, an adequate descrip- 
tion of the behavior of films showing uniaxial anisotropy 
(like permalloy), and forms a good starting point for de- 
veloping more complicated models in many other cases. 

In permalloy, the axis of anisotropy (easy axis) is in the 
plane of the film. The orientation perpendicular to the easy 
axis and in the plane of the film is referred to as the hard 
axis. 

The Stoner-Wohlfarth model leads to an implicit rela- 
tion between the applied magnetic field vector and the re- 
sulting magnetization vector in the film. It is only in a 
few special cases that explicit relations can be found. Of 
practical relevance is the case that the magnetic field (HT) 
is applied along the hard axis: 

for -Hk 5 HT 5 Hk 
I l l  for H T  > HL \ ' I  $ = 90" 

$ = -90" forH,+- HL 

where II/ is the angle of the magnetization vector M with 
respect to the easy axis and HL is the anisotropy field. 

Often, a graphical tool, the Stoner-Wohlfarth astroid 
or critical switching curve, is utilized for determining 
possible stable magnetization orientations for a given ap- 
plied magnetic field. In practice, the anisotropy in ferro- 
magnetic thin films is not purely uniaxial. Both the ori- 
entation (Y of the easy axis and the strength of the anisot- 
ropy field Hk may show dispersion (referred to as angular 
and magnitude dispersion, respectively). In that case, the 
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magnetization in the film may split up into a number of 
domains under certain applied field conditions. Clearly, 
then, the Stoner-Wohlfarth single-domain model cannot 
give an adequate description of the magnetic behavior of 
the film anymore. 

An obvious extension is a multiple single-domain model 
where the film is considered as a collection of noninter- 

0 

acting regions, each having its own easy-axis orientation (a)  

a, and anisotropy field H,,. The distribution of ( HA, ,  a , )  
values can be described using a probability density func- 
tion hu (H, ,  a ) .  The graphic magnetization construction 
method would require drawing a large number of astroids 
having different orientations and magnitudes, drawing the 
applied field vector, constructing possible magnetization 
vectors in each astroid, and averaging these over all as- 
troids. For all but the simplest cases, this would be a te- 
dious task, which could only be reasonably performed by 
a computer. This would suggest that not much is to be 
gained using the graphic astroid method. 

A more appropriate graphic method has been proposed 
by Coren [9] and is illustrated with Fig. 1. In the so-called 
anisotropy plane, each point represents a specific ( H,, a )  
combination. 

In Fig. l(b), the average easy axis e.a.o and the average 
hard axis h.a.o are drawn in the anisotropy plane, and the 
probability density functionfK(, is represented as the height 
above the anisotropy plane. In Fig. l(c), the anisotropy 
distribution is drawn in the form of contours of equal fK(,. 
As the anisotropy concerned is not of a directional, but an 
axial type, each anisotropy value is, in fact, represented 
twice: both in the left and in the right half-plane because 
( H k ,  a )  is equivalent to ( H , ,  a + T ) .  The same figure 
can now also be used for representing the magnetization 

Fig. I .  Anisotropy apace. ( a )  Definition of angles. (b) Three-dimensional 
representation of disperse anisotropy. ( c )  Switching curve (inverse as- 
troid), drawn in the anisotropy plane. 

ing an amplitude larger than the maximum HA value is 
superposed on a relatively weak static longitudinal field 
HL, which is the measurand (HL  << H,  ). When the in- 
stantaneous value of HT decreases after having reached a 
maximum, the magnetization will return to the longitu- 
dinal direction. In regions having a, of opposite sign, the 
magnetization will turn in opposite directions. When HT 
has decreased to zero, the resulting longitudinal magnet- 
ization can have any value from - M ,  to + M ,  due to (par- 
tial) cancelling out of the contributions from oppositely 
magnetized regions. The dependence on HL of M L  at the 
moment that HT = 0, characterized by the orthogonal sus- 
ceptibility x L ,  has been investigated by Green and Yar- 
brough [lo].  The orthogonal susceptibility is defined as 

( 3 )  

where the normalized quantities h L ,  hT ,  and mL are intro- 
duced as 

(4) 
HT Ml. HL 

HA 0 HA 0 M ,  . 
h T =  ~ mi. = - 

state of the film by shading the “populated” half of the 
available anisotropy space. The critical switching curve 
can be written as 

hL = ~ 

H (  sin2/’ ( y  - a )  + ( y  - a))”’ = H,. (2 )  

If H ,  and a are kept constant, the graph defined in the 
field plane by the relation between H and y is the well- 
known astroid; if, however, Hand  y are kept constant, a 
curve known as the inverse astroid [Fig. l(c)] giving the 
switching effectiveness of H is defined in the anisotropy 
plane by the relation between H,  and a.  

If the initial state of the film is assumed to be magnet- 
ized “to the left” in Fig. l(b) and (c), only the anisotropy 
“hump” in the left half-plane will be populated. When a 
magnetic field H is applied at an angle y to the average 
easy axis e.a.o, the corresponding inverse astroid can be 
drawn. The part of the film having anisotropy values en- 
closed by the solid-drawn part of the curve will switch to 
the corresponding region at a + T. 

The magnetic field H applied to the film can be resolved 
into “longitudinal” and “transversal” components Hi- 
and HT, respectively, parallel to the average easy and hard 
axis. 

In the orthogonal thin-film magnetometer considered in 
this paper, an alternating transversal magnetic field hav- 

The ferromagnetic film experiences an (applied) field that 
is the resultant of the longitudinal and transversal field 
components. The locus of the tip of the resulting field 
vector is a straight line parallel to and at a distance H L  
from the transversal axis (Fig. 2(a)). Attached to the field 
vector is an inverse astroid, contracting and expanding 
periodically with H p  When a quarter cycle of HT (in- 
creasing from HT = 0 to H T  = HT,,,) is considered, the 
magnetization in the film regions having anisotropy points 
enclosed by the envelope of the set of inverse astroids will 
have switched to the opposite state (the dotted region in 
Fig. 2(a)). In the anisotropy region where HL > I HL 1 ,  
the edge of the envelope is parallel to the average easy 
axis e.a.o at a distance HL, sweeping through the anisot- 
ropy space. A certain region i characterized by (H, , ,  a , )  
where 1 HL I < H,, < HT,,l, can be switched if 

H,, sin ( a , )  1s Hi-. (5) 

In Fig. 2(b), fKrr has once again been drawn in anisotropy 
space (now in Cartesian coordinates); the anisotropy re- 
gion not satisfying (5) has been shaded. The resulting 
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(b)  (a) (b)  (a) 
Fig. 2 .  (a) Orthogonal drive: inverse astroids and their envelope. switch- 

ing condition. (b)  Integration region for finding the longitudinal mag- 
netization component M,, at the instant that the transversal magnetic-field 
component H, = 0. 

Fig. 3 .  (a) Orthogonal susceptibility and (b) normalized magnetization for 
a normal distribution of,f;, and no magnitude dispersion of H I  versus 
normalized longitudinal magnetic-field component. 

mangnetization can be calculated as 

COS ( CX) dHk  CY. ( 6 )  

In principle, x can be calculated from this expression. A 
solution in closed form can be found if only angular dis- 
persion is present. Then (6) can be reduced to 

arcsin(hr.1 

mL = 2 j f , ( a >  cos ( a )  da. ( 7 )  
a=O 

The orthogonal susceptibility is found by differentiating 
(7) with respect to hL: 

x L  = 2f,(arcsin ( A L ) ) .  ( 8 )  
If a normal distribution of angular dispersion is assumed, 
having a standard deviation U,,, the orthogonal suscepti- 
bility is well approximated by 

X L  = - exp (-+) 
U[, J2n 20,l 

(9)  

if 1 hL 1 << 1. The result is shown in Fig. 3 where mL has 
been calculated as 

P hl. 

magnitude dispersion: 

L for uK << H k 0 / 5 .  (13) X L O  = ___ 
U, JG 

The Anisotropic Magnetoresistance Effect 
The phenomenology of galvanomagnetic effects is well 

known (e.g., [ 111). One of these effects, the anisotropic 
magnetoresistance effect, is characterized by the ratio 
A p / p o  where 

AP = PI1 - PI and Po = (P I ,  + P L P .  (14) 

The physical phenomena, giving rise to the anisotropic 
resistivity coefficients pll and pL , which themselves are 
not dependent on the magnetic field or magnetization, 
have been described by McGuire and Potter [12]. The re- 
sistance anisotropy, linked to the magnetization vector in 
the material, may give rise to an electrical field compo- 
nent perpendicular to the direction of current flow 
(pseudo- or planar Hall effect). The conventional Hall 
configuration is shown in Fig. 4(a). If disturbing geomet- 
rical effects due to e.g., the short-circuiting effect of the 
current contacts on the planar Hall field are neglected, the 
planar Hall voltage is given by 

mL = X L ( h l )  dhl. ( 10) wherej is the current density in the film, w is the width 
of the film, A p  is the absolute resistance anisotropy as 
defined in  (14), and cp is the angle of the magnetization 
vector M with respect to the current density vectorj. In 
the case of a transversal applied field, (1)  and (15) can be 
combined to read 

VH = f jwAph,=, 

The linear approximation 

m~ = X L O ~ L  ( 
with the initial orthogonal susceptibility x Lo given by 

( 16) 
for 1 hTl I 1 

( I 2 )  VH = 0 for lhTl > 1 
2 

X L O  = X L ( h L  = 0 )  = - 
U[, JG 

is valid for small values of hL and causes less than 1 %  
error in mL if I hL I < 0.25u,. 

If both angular and magnitude dispersion are present in 
a film, a simple closed form like (9) cannot be obtained, 
but Greene and Yarbrough [IO] have shown that for a nor- 
mally distributed magnitude dispersion, having a suffi- 
ciently small standard deviation uK, the initial orthogonal 
susceptibility has the same value as in the case without 

where the + sign applies if the magnetization is in the 
first and fourth quadrants and the - sign in the remaining 
quadrants. VH versus H ,  is shown in Fig. 4(b). 

If anisotropy dispersion cannot be neglected, the mag- 
netization in the film will be inhomogeneous in the or- 
thogonal drive configuration. The most simple model 
would consider only two domains, having their common 
domain wall parallel to the easy axis (and t o j ) ,  where the 
sense of rotation of M is opposite for both domains. The 
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V.b 

( a )  ( h )  
Fig. 4. (a)  Geometry of a thin-film device showing the anisotropic mapne- 

toresistance effect. (b)  Planar Hall effect. 

proportion of the widths of both domains depends on the 
longitudinal field and can be calculated using the orthog- 
onal susceptibility model ( I O ) .  It is assumed that the po- 
sition of the domain wall is not directly affected by hT, 
and that both domains independently obey the Stoner- 
Wohlfarth model. If anisotropy dispersion is small, which 
is the case for good quality permalloy films, and I h,,( 
<< 1,  the domains will contribute to the planar Hall volt- 
age according to (16) with positive and negative sign, re- 
spectively, leading to 

Il l  

V, = jwAph ,  mT i x 1 . ( h t )  d h l  
/ I ,  = o  

or, using ( 1  1) in the linear approximation (for I hL I << 
0 1 ,  ) 3 

V,. = j w A p X L o h L h T ~ T  

V,. = 0 

for I h T (  < 1 

for IhTI  2 1 

( 18) 

If HT is an alternating field, the planar Hall voltage will 
traverse curves as in Fig. 4(b), with an amplitude reduced 
by a factor xLOhL. In particular, the Hall voltage will be 
zero if hL = 0. 

Magnetometer Model 

Using the models summarized above and neglecting 
dispersion in the magnitude of anisotropy and shape ef- 
fects, the output voltage for the planar Hall configuration 
can be written as 

where H ,  has been chosen parallel to the easy axis, and 
Vo defines the basic galvanomagnetic sensitivity as 

withj  the current density, w the width of the film, and A p  
the absolute resistance anisotropy. 

S (  H, )  gives the primary sensitivity to the measurand, 
based only on parameters of the orthogonal sensitivity 
model : 

S ( H , )  = 

with Hk the anisotropy field and a,, the standard deviation 
of angular dispersion of anisotropy. E (  H , , )  is the (time- 
dependent) excitation factor 

I 

E(Hex) = 0 for 1 H,,I L Hk 

(22 )  

The basic functional shape of S (  H , )  is equal to that of 
mL ( h ,  ) (Fig. 3(b)), and the shape of E (  Hc.) corresponds 
to V,  ( A T )  in Fig. 4(b). 

As H,, is an alternating field having an amplitude larger 
than H,, then VH will be an alternating signal having a 
peak-to-peak value V , , :  

V , ,  = 2V,S(H,). 

If H ,  is not oriented parallel to the easy axis, it can be 
resolved into components HL and HT, respectively parallel 
and perpendicular to this axis. The perpendicular com- 
ponent HT is parallel to H,.,. If the amplitude of the driv- 
ing field he, is large enough to ensure periodical satura- 
tion of the film (in which case H,, >> H, + I H, I ), V , ,  
will be independent of H,. Of course, the E (  H,..) function 
defined in (22) will change. At least the values of H,, for 
which it reaches an extremum will change, but the ex- 
treme values themselves will remain unchanged, so that 
V,, is determined only by H[,. Therefore, in principle, a 
true vector component can be measured, and if the mea- 
surand H ,  is applied at an angle cp to the easy axis, ( 2 3 )  
should be modified to read 

V,, = * V , J (  I H ,  I cos ( c p ) ) .  (24) 

For very low applied fields ( I H ,  I << HA a,,), the expo- 
nential factor in (21) is equal to unity, so in that case, the 
first-order approximation 

7 
L 

S(H,) = SOH, = H, (25) 
Hk a,, d% 

is justified. 

MEASUREMENTS 

Measurements have been performed on 10 X 10 mm2 
permalloy films having a thickness of about 50 nm. These 
large films have been chosen for reducing shape anisot- 
ropy to a level which can be neglected with respect to 
intrinsic anisotropy. The films were contacted using con- 
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ducting rubber strips in a conventional Hall configuration 
as shown in Fig. 4(a). 

The peak-to-peak output planar Hall voltage V,,\ versus 
H,, has been measured for various amplitudes of the si- 
nusoidally alternating drive field He,,  in which H,\ is the 
magnetic-field component perpendicular to the drive field. 
The rate of change of HI has been chosen low with respect 
to the frequency of Hex, so that H\ can be considered con- 
stant during one period of H e x .  

Some typical results are shown in Figs. 5-7. 
Fig. 5(a) shows the output voltage VH versus time dur- 

ing one period of Hex when HI has a small value. In the 
region near the zero crossing of He,  (where Hex varies 
approximately linearly with time), the similarity of VH to 
Fig. 4(b) (described by (16)) can be seen. For large values 
of He,, the film is approximately saturated in the hard di- 
rection, resulting in zero output voltage. Fig. 5(b) depicts 
the same signal VH versus He,, showing the planar Hall 
effect even more obviously. If H ,  is zero (Fig. 5(c)), VH 
should be identically zero for all values of H e x .  It can be 
seen that in reality, some noisy residual signal remains. 

In Fig. 6(a), the peak-to-peak value V\,\ of VH is shown 
versus H,s. The values are normalized with respect to 2V0 
(20) and Hku,, respectively. Hk has been measured using 
Kneer’s modified planar Hall method [13], yielding a 
value of Hk = 320 A/m. The angular dispersion of an- 
isotropy was found to be a,, = 1.1”,  using Crowther’s 
type I method [14]. Keeping the value of Hk at 320 A/m, 
a best fit of the measurement results to the calculations 
using (19) was obtained with U(, = 1.0”. The 10% dis- 
crepancy is within the accumulated measurement error. 

Minor deviations from the predicted curve occur for 
higher fields, the approach to saturation being slower than 
predicted. The same deviation is not found in the 
Crowther-type measurements. Crowther [ 141 showed in 
the discussion on his alternative measurement method I1 
that this type of deviation can be expected if angular and 
magnitude dispersion have correlated distributions where 
high Hk values correlate with high angular deviations. 

The results of these measurements show that the or- 
thogonal susceptibility model can quite accurately predict 
the sensitivity (especially in the low-field region) of the 
orthogonal thin-film magnetometer under discussion. 
Equation (21) gives an adequate description of the func- 
tional dependence of Vs,s on H,$, and the linear approxi- 
mation (25)  is valid for calculating the low-field sensitiv- 
ity up to fields of about 0.4u,, H k .  

The amplitude of the driving field does not influence 
the sensitivity. It should be noted, however, that the shape 
of VH versus time (such as shown in Fig. 5(a)) does change 
with driving-field amplitude, as a larger driving field 
causes the film to be saturated for a larger part of the ex- 
citation period, and consequently causes the output pulses 
to become narrower. If the signal processing equipment 
is based on an average value measurement, this reduced 
duty cycle may lead to decreased overall sensitivity. 

The linear part of the curve around the origin is mag- 
nified and shown in Fig. 6(b). A hysteresis phenomenon 

(a) (b )  ( C )  

Fig. 5.  Magnetometer operation. (a) H,, and V,, versus time. (b) ,  ( c )  V,, 
versus H,, ( ( a )  and (b): solid curve: H, = H,,, # 0. dashed curve: H, = 
-H\oi (c) H, = 0). 

(a) (b )  ( C )  

Fig. 6 .  (a) Normalized peak-to-peak Hall voltage V > < / (  Z V , , )  versus nor- 
malized easy-axis field H > / ( H k u , , ) .  Positive and negative values are re- 
lated to the phase of VH with respect to He, (cf. solid and dashed curves 
in Fig. 5). Solid line is calculated: crosses denote measured values. (b). 
(c) Hysteresis phenomena. 

!ti \ 
2 l o L  

$‘I 2 10’  1 
Fig. 7 .  Hysteresis versus driving tield amplitude lor various tilms. 

is found, which is unexpected at first. Fig. 6(c) shows a 
rather “local” hysteresis phenomenon which could be 
observed in only a few samples. 

In order to find out the origin of this hysteresis, the field 
uncertainty at the origin A H  in Fig. 6 has been measured 
versus the amplitude of the excitation field. The results 
are shown in Fig. 7. 

HYSTERESIS 
The hysteresis in the magnetometer response as shown 

in Fig. 6(b) and (c) is somewhat surprising at first sight. 
After all, the film is assumed to be completely saturated 
every half cycle by the excitation field, so any remnant of 
previous magnetic states should be erased. Several causes 
of hysteresis are conceivable. 

External: 
- immediate proximity of ferromagnetic materials, 

experiencing and influencing the measurand H , ;  
- measurements performed under unsuitable condi- 

tions (changing H,\ too fast with respect to the 
dominant time constant of the measurement and 
registration equipment ). 
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Internal: 
- The film is not saturated at all, due to the finite 

- magnitude dispersion of the anisotropy field; 
- inhomogeneity of the internal field in the film due 

After eliminating the external causes (part of the hys- 
teresis proved to be caused by the presence of a nickel 
interlayer in gold-plated electrical contacts), some hys- 
teresis still remained. First, a qualitative argument will 
be presented to show that both internal causes mentioned 
can produce a memory effect and thus hysteresis; next, a 
more quantitative assessment of the hysteresis will be 
made using the available models. 

A Simple Two-Region Hysteresis Model 
Consider a film, consisting of two regions 1 and 2, hav- 

ing different anisotropy fields H k l  and H k 2 ,  but for sim- 
plicity, equal orientations of the easy axes. In Fig. 8,  the 
critical switching curves (concentric astroids) of both re- 
gions have been partially d!awn. Assumin4 that the driv- 
ing field has an amplitude He, with HkI < Hex < Hk2,  and 
that the measurand H ,  varies slowly with respect to He,, 
then the trajectories described by the terminal point of the 
resultant magnetic-field vector will be straight lines par- 
allel to the (common) hard axis and at a distance H ,  from 
this axis (vertical dashed lines in Fig. 8). Only one stable 
magnetization direction exists if the terminal point of the 
magnetic-field vector is outside the astroid, and two mag- 
netization directions are possible if the vector is inside the 
astroid. In region 1, the vector tip will be outside the 
switching curve at the peak values of Hex for any value of 
H,. This is not necessarily the case for the other region. 
If, for example, H, = H,,, only one magnetization state 
M I  is possible at the peak of Hex in region 1 ,  but two states 
M2 and M3 are possible in region 2, depending on the 
history of M in this region (e.g. ,  the state will be M2 if 
the previous value of H, was H,,, but it will be M3 if H,, 
was the previous measurand value). Different starting 
states like M2 and M,,  and consequently different series 
of “connected” states occurring during a cycle of He, 
will, in general, lead to contributions of opposite sign to 
the galvanomagnetic output voltage. The resulting depen- 
dence of the output voltage on both the present value and 
history of the measurand explains the hysteresis effect. 

It should be expected that the hysteresis will be reduced 
as the driving field amplitude is increased because then a 
larger part of the regions of the film will be saturated, 
leaving less space for ambiguities. 

This is observed as a general trend (Fig. 7(a)), but ex- 
ceptions are found showing local minima and maxima 
(Fig. 7(b)). 

These exceptions may be explained by assuming the ex- 
istence of discrete high-anisotropy regions which do not 
switch (and so do not cause hysteresis) for low driving 
fields, switch partially (causing hysteresis) for interme- 
diate driving fields, and are saturated (again no hysteresis) 
for high driving fields. 

value of the driving field and 

to the demagnetizing field. 

Fig. 8. Simple model for explaining hysteresis: film consisting of two 
regions having different H A .  but equal easy-axis orientation: driving tield 
with peak value H,,  along the hard axis. measurand H, along the easy 
axis. 

An Extended Orthogonal-Susceptibility Model 
If more quantitative statements about the hysteresis 

phenomenon are required, a model is needed. The simple 
two-region model used above is insufficient for describing 
the behavior of real films. 

The orthogonal susceptibility model, as it has been used 
here, cannot account for hysteresis because (9) and thus 
(19) have been derived under the restriction of zero mag- 
nitude dispersion or limited magnitude dispersion and in- 
finite driving field, respectively. 

If the infinite-excitation field condition which was nec- 
essary in Greene and Yarbrough’s treatment [lo] is 
dropped, the model can predict hysteresis, as will be il- 
lustrated referring to Fig. 9. 

For various applied fields H ,  ( n  ) and He, ( m ) ,  station- 
ary states s,,, and intermediate states Z,,, have been sym- 
bolically depicted (in the anisotropy plane) in the dia- 
grams of Fig. 9. Three specific values of the driving field 
He, have been chosen for each value of the measurand H,: 
the maximum positive ( m  = a )  and negative ( m  = b )  
values and zero ( m  = c ) .  The resultant field vectors and 
relevant parts of the associated inverse astroids have been 
drawn. The horizontal line segments are parts of the en- 
velope of the family of inverse astroids associated with 
the particular value of H ,  (cf. Fig. 2(a)). The dotted lines 
in some of the diagrams indicate parts of the relevant in- 
verse astroids associated with previous states (the history 
of the material). For the sake of clarity and ease of draw- 
ing, the anisotropy distribution is assumed to have a sharp 
rectangular boundary, but this is not an essential restric- 
tion. The populated part of the anisotropy space has been 
shaded. The double-headed arrows indicate possible tran- 
sitions from one state to another. 

The intermediate states can only exist for, at most, a 
half cycle of the driving field. In the case of a constant 
value H ,  ( n ) ,  the two states S,,,, and SI,,, alternate. The S,,, 
states depict the situation where the maximum longitudi- 
nal magnetization component is detected. In principle, two 
such states should be distinguished: either returning from 
positive or from negative excitation. However, the two 
states are mirror images of each other with respect to the 
horizontal (longitudinal) axis, leading to equal longitu- 
dinal magnetization components. Returning from positive 
excitation, the regions C,, and in the opposite case, the 
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sa 

Fig. 9 .  Hysteresis explained using the extended orthogonal susceptibility 
model. All diagrams have been drawn in anisotropy space. S,: stationary 
states, I,: intermediate states. column a: H , ,  = + H e , .  b: H , ,  = -Hex, 
c:  H e x  = 0. Shaded regions are ”populated”: type of shading: 0: 
switched by presently valid envelope of inverse astroids. I :  inherited 
from another state for the same value of H , .  A: inherited from another 
state for a previous value of H , .  B: determined completely by H ,  (static), 
C , ,  Cz: populated only after respectively positive and negative excitation 
cycles, D: dynamically switched each cycle by “sweeping action” of 
inverse astroid envelope. (A more detailed explanation of the diagrams 
is given in the main text.) 

regions C2,  are populated. This gives rise to remanence 
in the transversal direction, which is not relevant for this 
discussion. 

A starting state So, magnetized “to the left,” is as- 
sumed. This orientation of magnetization is defined as the 
negative direction. An alternating driving field is now ap- 
plied keeping H,y = 0, which leads to states SI, and S l h  

where part of the magnetization (determined by the in- 
verse astroid) is periodically switched by the alternating 
field, and the remaining part (cross shaded) is not at all 
affected by the field. The state of this last part has been 
inherited from the previous state (in this case, So). 

If a small constant field H,y is superposed on the alter- 
nating driving field, initially s,,, or SI,, transform to I?[, or 
12h, respectively, which in turn, on reversal of H,,,  trans- 
form to stationary states SZh or S2[, ,  respectively. 

Four different regions of magnetization A - D  can be dis- 
tinguished in diagram S2(.: region A (negative) is not af- 

fected by the field and is inherited from the previous state; 
B (positive) is completely determined by the applied field, 
but is not periodically switched; C (either Cl or C,, de- 
pending on the excitation phase) (positive and negative) 
is periodically switched by the field in such a way that 
positive and negative contributions always cancel each 
other out exactly; D (positive and negative) is also pe- 
riodically switched, but in such a way that, for near-zero 
He,,  the resulting contribution is always positive. 

The field H ,  is so large in state S3 that region A is re- 
duced to zero, and the state is completely determined by 
the present magnetic field, i.e., the hysteresis disappears. 
When H ,  is again decreased, the film will occupy state S4, 
which corresponds to Sz (equal H ,  values). It can be seen 
that region A has changed sign, leading to a higher value 
of ML, and S5 shows the state when H ,  is again reduced 
to zero. Region A ,  which is the only nonzero magnetiza- 
tion region in this case, has changed sign with respect to 
SI .  If from this state H ,  is again increased, traversing Z6, 
a state S, will be reached which is identical to S,. 

In Fig. 10(a), the longitudinal magnetization compo- 
nent at He, = 0 has been drawn versus H , .  Thus, one half 
of a hysteresis curve is constructed by connecting the 
states SI-& discussed above. 

If a negative H ,  is applied, the diagrams of Fig. 9 will 
be mirrored with respect to the transversal (vertical) axis, 
and the rest of the hysteresis curve will be found by mir- 
roring with respect to the origin. 

This graphical method could be continued for con- 
structing minor hysteresis loops (e.g. ,  by reducing H ,  in 

The maximum field uncertainty A H ,  can be calculated 
from A M , ,  using the linear approximation of the hyster- 
esis curve around the origin (Fig. 10(b)) with (1 1): 

S2). 

Of course, AH,,  is independent of the method for deter- 
mining A M ,  (e.g., inductively or using the planar Hall 
effect). 

The maximum uncertainty in M , / M , ,  which occurs for 
H,  = 0, is equal to twice the magnetization region indi- 
cated by A in Fig. 9 ,  and it is calculated by integrating 
the probability density function of anisotropy over the re- 
gion outside both inverse astroids associated with the pos- 
itive and negative extreme values of Hex.  

This is illustrated in Fig. 11. 

1 aM, = 4 S r / 2  [ Srn  f K < / ( H k ,  a) dHk d a  (27) 
M.\ a = o  H I = H / ,  

where the boundary H h ( a ,  H , ,  H e x )  is given by the in- 
verse astroid (2), which can be written as 

Hh = { {Hex cos (a) + H ,  sin (a)} 2 / 3  

+ { H , c o s ( a )  - f i e x s i n ( a ) }  2 / 3  ] 3 / 2  . (28) 

Expression (27) has been calculated numerically for sev- 
eral different parameters. Independent angular and mag- 

_- 
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(a) (b) (a) (b)  

Fig. 10. Hysteresis curves. (a )  Constructed from Fig. 9 .  (b) Linear ap- 
proximation of hysteresis curve for small H,. 

Fig. 12. Calculated hysteresis of a magnetometer employing a permalloy 
film having independent normal distributions of angular and magnitude 
dispersion with U,, = I " .  uh = O . l H h l , .  Curves: I :  H, = 0. 2: H, = 
O . O I H h l , .  3 :  H, = 0. I H,,,. Diagrams: (a) magnetization uncertainty. (b) 
field uncertainty versus normalized amplitude of excitation field. 

Fig. 1 1 .  Integration region for calculating maximum hysteresis (27). O+%- 

nitude dispersion distributions have been assumed so that 
f K L r (  H A ,  a) = fK ( H k ) A , (  a). The angular distribution has 
been taken as normal, having a standard deviation U(, = 
1 O .  Two types of distribution have been tried for the mag- 
nitude dispersion: a normal and an exponential one. For 
a normal Hk distribution having a standard deviation uA = 
O . l H A o ,  Fig. 12 shows the calculated hysteresis versus 
&,/HA0 for three different values of H , / H k o .  In Fig. 
12(a), the ratio A M L / M ,  is given over the full hysteresis 
range. Of course, for normal operation ofthe magnetom- 
eter, only the section of the curves for H,, /H,O > 1 is 
relevant. Fig. 12(b) shows the maximum hysteresis ex- 
pressed in (normalized) field units, calculated using (26); 
here, only the low range of hysteresis is displayed (for a 
normal permalloy film having Hko = 350 A/m, full scale 
corresponds to 0.035 A / m ) .  

In Fig. 13, similar diagrams are shown for a film having 
an exponential magnitude probability density function: 

for Hk 2 Hko - uk 

f K ( H k )  = 0 

for Hk < HkO - uk 

(29) 
with uk = O . l H k o .  

This distribution has a longer tail than the normal dis- 
tribution, which is reflected in the hysteresis curves (note 
that the f i e x / H k o  scale in Fig. 13(b) has been shifted with 
respect to this scale in Fig. 12(b)). Crowther [ 141 already 
indicated that real Hk distributions are not symmetrical, 
but must have a high-field tail. Evidence for the existence 

(a) (b )  
Fig. 13. Calculated hysteresis curves obtained with an exponential H, dis- 

tribution having uh = 0. IH,,,.  The other conditions are identical to those 
in Fig. 12. 

Fig. 14. Calculated field uncertainty for a film with an exponential Hh dis- 
tribution having uI = 0.5 HhlI .  

of these tails has also been found in systematic deviations 
from theoretical behavior of ordinary magnetoresistive 
devices [ 151. 

Finally, in Fig. 14, the field uncertainty is given for a 
film having an exponential Hk distribution with uk = 
0 . 5 H k 0 .  It is clear that in this case, a rather large ampli- 
tude of the excitation field is necessary for reducing hys- 
teresis to a low level. 

DISCUSSION 
These calculations show that hysteresis can be caused 

by dispersion in the magnitude of anisotropy. In order to 
prove that magnitude dispersion is the cause, this disper- 
sion and the correlation coefficient with angular disper- 
sion should be measured. However, this has not yet been 
done because a reliable measurement was not available. 

More complicated anisotropy distributions, showing 
two or more different maxima, would be necessary for 
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explaining a ''local'' hysteresis phenomenon like that 
shown in Fig. 6(c). 

Furthermore, hysteresis measurements appeared to be 
dependent on measurement conditions. A possible expla- 
nation is the occurrence of stress-induced anisotropy 
where a stress variation is caused by the method of mount- 
ing and contacting the devices. A similar effect has been 
observed in noise measurements. 

It has been shown by Eijkel [I61 that our films do ex- 
hibit some residual magnetostriction indeed. 

Although the Hk distributions used are somewhat arbi- 
trary, the trend of the calculated hysteresis curves is con- 
firmed by measurement (Fig. 7). 

In the models presented above, magnitude dispersion of 
the anisotropy has been assumed. In films having a large 
width, the average demagnetizing field may be much 
smaller than the anisotropy field Hk, so that one would 
expect the effects of demagnetization to be negligible with 
respect to the intrinsic anisotropy. In general, however, 
this demagnetizing field will be very inhomogeneous. In 
the case of a rectangular edge profile, a field strength equal 
to M ,  (800 kA/m for permalloy) is required for com- 
pletely saturating the film. It has been shown that tapering 
the film edges significantly reduces the field required for 
complete saturation. 

In the case of an inhomogeneous demagnetizing field, 
two regions having identical astroids will experience dif- 
ferent magnetic-field vectors. This situation can be scaled 
to the case shown in Fig. 8,  and then the same reasoning 
will apply. 

In practice, the difference between the two cases can be 
quite vague; for example, microscopic defects (inhomo- 
geneities, pinholes, scratches, cracks) in the film could 
possibly cause strong local inhomogeneities in the de- 
magnetizing field. On the other hand, due to their sto- 
chastic character, the resulting inhomogeneous distribu- 
tion of magnetization can be attributed to anisotropy dis- 
persion. Indeed, dispersion of anisotropy is only a model 
which is sometimes useful for describing the magnetic be- 
havior of an anisotropic film, and it does not necessarily 
correspond to a single real physical phenomenon. 

I t  has been indicated that the inhomogeneous internal 
field due to demagnetization has an effect on hysteresis 
similar to the one magnitude dispersion has. It should be 
noted, however, that it is not correct to describe the de- 
magnetization effect as magnitude dispersion as was done 
by Kwiatkowski er al. [ 171, although this seems to be an 
attractive approach from a computational point of view. 
This "dispersion" will be field-dependent as soon as the 
film becomes partially saturated. 

CONCLUSIONS 

The operation of the orthogonal thin-film magnetometer 
using the anisotropic magnetoresistance effect can be 
largely explained by a model based on Greene and Yar- 
brough's orthogonal susceptibility model. For low fields, 
the sensitivity is correctly predicted (within experimental 

error) by the model. The linear approximation of sensitiv- 
ity is valid for fields up to approximately 0.4a,,Hk. 

Hysteresis of the device can be explained by the effects 
of dispersion in the magnitude of anisotropy and of the 
inhomogeneous demagnetizing field. A modified orthog- 
onal susceptibility model can be used for calculating hys- 
teresis if the distribution of the anisotropy dispersion is 
given. 
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