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Abstract
Two-dimensional electron gases (2DEGs) based on conventional semiconductors

such as Si or GaAs have played a pivotal role in fundamental science and
technology. The high mobilities achieved in 2DEGs enabled the discovery of the
integer and fractional quantum Hall effects and are exploited in high-electron-mobility
transistors. Recent work has shown that 2DEGs can also exist at oxide interfaces.
These electron gases typically result from reconstruction of the complex electronic
structure of the oxides, so that the electronic behavior of the interfaces can differ from
the behavior of the bulk. Reports on magnetism and superconductivity in oxide
2DEGs illustrate their capability to encompass phenomena not shown by interfaces
in conventional semiconductors. This article reviews the status and prospects of
oxide 2DEGs.
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Introduction
Today, the operation of almost any

semiconducting device relies on the use of
interfaces. Although semiconducting tech-
nology started to utilize interfaces more
than 50 years ago, an analogous develop-
ment is taking off today. Advances in the
heteroepitaxy of complex oxides now pro-
vide the possibility of fabricating inter-
faces in oxides, including oxides with
strongly correlated electrons, with atomic
precision. Such interfaces can generate
electron systems that nature does not pro-
duce in the bulk. The electrons interact
and order at the interfaces in unique ways,
so that, for example, field-effect transistors
using phase transitions, novel types of
quantum Hall systems, and unique super-
conductors can be obtained. Well-
 controlled interfaces based on oxide
materials have been fabricated and are
being used for a possible new generation
of oxide electronic devices. They comple-
ment the interface-based bulk oxide
capacitors and varistors that have been a
great commercial success for many
decades. The defining property of inter-
faces—the simple fact that they connect
different  materials—creates new possibili-
ties for generating novel electronic phases.

The challenges to the materials scientists
and physicists are enormous. Yet, by offer-
ing tremendous flexibility, such interfaces
create emerging possibilities in designing
new electronic systems. Herein, we pro-
vide an overview of a particularly interest-
ing development that recently occurred in
this field: the generation of ultrathin, or
even two-dimensional, electron gases at
oxide interfaces.

Fundamentals: Electronic
Properties of Interfaces

The realization of two-dimensional elec-
tron gases (2DEGs) in semiconductor inter-
faces based on Si or on III–V compounds
has led to tremendous developments and
successes in both understanding funda-
mental physics and developing new
devices. As a fruit of efforts that started in
the 1960s, 2DEGs with typical carrier den-
sities ranging from 1010/cm2 to 1012/cm2

can be generated at a single heterojunction
(interface between two different materials)
or in doped heterostructures that form
superlattices (periodic arrays of interfaces).

As shown in Figure 1 for a single het-
erojunction, electron gases are formed in
quantum well structures with typical
widths on the order of 10 nm. The poten-
tial well perpendicular to the interface
causes quantization of the electronic
states. Along the plane, the carriers can
move with a high mobility. Whereas these
mobilities reached only ~104 cm2/(V s) in
early III–V heterostructures, their top val-
ues now exceed 107 cm2/(V s) at low tem-
peratures.2 High mobilities and long mean
free paths are essential to generate quan-
tized Hall resistances according to the
integer3 or fractional4 quantum Hall
effects (QHEs) or to use the electron gases,
for example, in high-electron-mobility
transistors (HEMTs).

The concept invented to attain the high
mobility is to spatially separate the dop-
ing layer from the mobile carriers and
thereby suppress scattering at the ionized
dopants.5 The spatial separation of the
conduction layer and the charge-generation
layer is a principle that also offers great
potential for oxide heterostructures. We
note in passing that a spatial separation of
dopants from conducting layers occurs in
high-temperature superconductors6,7 and
might be essential for their high transition
temperatures.
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Figure 1. Band diagram showing the formation of a two-dimensional electron gas (2DEG)
at a Si-doped AlGaAs–GaAs heterojunction. Note: EF is the value of the Fermi energy, and
EC gives the energy of the conduction band edge.
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As is well-known for interfaces involv-
ing conventional semiconductors, band
bending is a phenomenon that frequently
generates depletion or enhancement lay-
ers at oxide interfaces. For example,  
n-type charge carriers generated by oxygen-
deficient SrTiO3 can accumulate at inter-
faces and form sheets with high
conductance. The carriers will usually be
confined within a few nanometers (at
300 K), as determined by the electric-
 field-dependent electrostatic screening
length of the SrTiO3. An additional mech-
anism that can generate or remove carriers
is the formation of a polar discontinuity at
the interface.8–10 In bilayers consisting of a
compound with charge-neutral layers and
a compound with charged, polar layers, a
Coulomb potential of several electronvolts
can build up across the polar compound
as depicted in Figure 2. If this happens, the

Coulomb energy of the polar layer can be
lowered by carriers moving from the
polar layer to the interface (electronic
compensation). By the same token,
charged defects, in particular, oxygen
vacancies, can diffuse to the interface or
away from it (ionic compensation). In
addition to these complexities, the physics
that can occur at oxide interfaces is far
richer than the physics of conventional
semiconductor interfaces. The richness
arises from the strong correlations charac-
teristic of oxide materials. The term
“strong correlations” refers to the effects
of electron–electron and electron–lattice
interactions that cannot be taken into
account by theories based on nonin -
teracting electrons moving in an effective
potential determined by an averaged
background electronic charge. Strong cor-
relations produce fascinating behavior in

bulk materials, ranging from metal–insu-
lator transitions to high-temperature
superconductivity, and can produce an
even richer range of phenomena at inter-
faces.

Theory of Oxide Interfaces
The theoretical study of oxide interfaces

is still in its infancy. A key insight, pro-
vided by Hesper et al.10 and more recently
extended by Okamoto and Millis and oth-
ers,12 is that the presence of an interface or
surface can drive an electronic reconstruc-
tion, potentially leading to novel elec-
tronic behavior not found in the bulk. The
consequences of an electronic reconstruc-
tion might be useful by leading to a new
superconducting or magnetic phase, for
example, or they might be harmful as at
interfaces in high-Tc superconductors
where a phase transition to an insulating
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Figure 2. Polar catastrophe illustrated for atomically abrupt (001) interfaces between LaAlO3 and SrTiO3. (a) The unreconstructed interface has
neutral (001) planes in SrTiO3, but the (001) planes in LaAlO3 have alternating net charges (ρ). If the interface plane is AlO2/LaO/TiO2, this
produces a non-negative electric field (E ), leading in turn to an electric potential (V ) that diverges with thickness. (b) If the interface is instead
placed at the AlO2/SrO/TiO2 plane, the potential diverges negatively. (c) The divergence catastrophe at the AlO2/LaO/TiO2 interface can be
avoided if 1/2 electron per unit cell is added to the last Ti layer. This produces an interface dipole that causes the electric field to oscillate
about 0, and the potential remains finite. The upper free surface is not shown, but in this simple model, the uppermost AlO2 layer would be
missing 1/2 electron, which would bring the electric field and potential back to zero at the upper surface. The actual surface reconstruction is
more complicated. (d) The divergence for the AlO2/SrO/TiO2 interface can be avoided by removing 1/2 electron per unit cell from the SrO
plane in the form of oxygen vacancies.



phase is induced,13–15 which is the key
problem for the fabrication of supercon-
ducting cables. The main theoretical issues
are to understand the circumstances
under which a reconstruction will occur
and to predict what the consequences
might be. This is a challenging theoretical
problem, combining fundamental issues
of defect energetics and kinetics, many-
body physics, and transport theory with
the complications of a spatially inhomoge-
neous situation. Although some theoreti-
cal understanding of fundamental issues
has been achieved, a comprehensive theo-
retical attack on the problems raised by
oxide interfaces has yet to be made.

The important issues of growth, kinet-
ics, and structure have been studied little
thus far. A polarization discontinuity, as
previously described, occurs at most
oxide interfaces; the resulting electric field
can drive the formation of a 2DEG at the
interface or induce the formation of oxy-
gen defects and interstitials.11,16 Using
band-theory methods, Cen et al.17 found
that an ordered array of oxygen vacancies
leads to substantial changes in the low-
energy electronic structure of the
LaAlO3/SrTiO3 interface. Empirically, the
oxygen defect density is known to depend
on the growth process and on the struc-
ture, but a predictive theoretical under-
standing of the connection is lacking. Also
crucial to the question of obtaining an
atomically precise interface is the under-
standing of the nature and energetics of
defects arising from cation interdiffusion;
here again, there is considerable empirical
understanding, but as yet little theory.
Furthermore, even in an atomically ideal
interface, lattice relaxations will occur.
LaTiO3/SrTiO3 interface calculations indi-
cate that such relaxations are substantial18

and have a significant effect on the elec-
tronic properties. The relaxations drive an
orbitally ordered phase in which the elec-
tronic density is preferentially concen-
trated in one of several degenerate or
nearly degenerate atomic orbitals of the
transition metal ion (here, Ti).19

Most theoretical work to date has con-
centrated on the electronic properties of
hypothetical ideal interfaces and has
involved either many-body studies of
model systems such as the Hubbard
model20,21 or band-theory studies based,
for example, on the local density approxi-
mation (LDA) or the LDA+U approxima-
tion. These are calculations that
approximate the electronic structure in
terms of the solution to an equation for
noninteracting particles moving in a
potential. The solution is determined self-
consistently by the total electronic charge
density. In the LDA+U case, an extra inter-

action expressed in terms of the
Hubbard–Slater–Kanamori parameters U
and J, is included.17–19,22–24 The theoreti-
cally appealing case (occurring, for exam-
ple, in LaTiO3/SrTiO3), in which the
interface is defined by electrically inert
counterions and the basic network that
supports electrical conduction (e.g., Ti–O)
is unchanged across the interface, has
been most extensively studied. However,
many of the insights obtained from such
studies should be transferable to cases
such as the LaAlO3/SrTiO3 interface,
where one component has a large
bandgap so that the 2DEG resides on only
one side of the interface. The main differ-
ence would be in the values obtained by
the transition-metal Ti valences: For exam-
ple, in LaTiO3/SrTiO3, the Ti valence nec-
essarily changes from 3+ to 4+ (i.e., from
one to zero d electrons per Ti atom), but in
LaAlO3/SrTiO3, the effective valence of
any Ti site may be much larger than 3.5
(i.e., much less than 1/2 electron per Ti
atom).

The most basic question concerns the
electronic charge distribution. Elementary
electrostatic considerations imply that the
total charge is determined by the polariza-
tion discontinuity, but the confinement
length in the direction transverse to the
interface is an issue. Both model-system
and band-theory calculations suggest that
almost all of the charge is confined within
about two unit cells of the interface,8,19,22–26

although, in the nearly ferroelectric mate-
rial SrTiO3, a very small-amplitude,
slowly decaying tail of charge extends far-
ther from the interface but contains less
than 10% of the total charge.18,19,23

The predicted tight confinement of
charge to the near-interface region sug-
gests that the local atomic structure at the
interface is crucial to the properties of the
electron gas. It is therefore not surprising
that the carrier mobilities are lower at the
interface than in bulk SrTiO3. Specifically,
the highest reported bulk mobility in
SrTiO3 is 22,000 cm2/(V s) (for electrons) at
2 K.27 At room temperature, it is 6 cm2/(V s).
For LaAlO3/SrTiO3 interfaces grown at
oxygen pressures above 10–5 mbar, elec-
tron mobilities of 6 cm2/(V s) and 1,200
cm2/(V s) have been reported at 300 K and
at 4.2 K, respectively.28 The highest
reported bulk mobility of GaAs is 300,000
cm2/(V s) (for electrons) at 50 K.29 At room
temperature, it is 8,500 cm2/(V s).

The electronic physics of many transi-
tion-metal oxides is characterized by
partly filled, orbitally degenerate d shells,
and both orbital ordering and fluctuations
play important roles in the physics. The
lowered spatial symmetry near an inter-
face might be expected to lead to addi-

tional crystal field splitting; however, in
the cases studied so far, these effects have
been found to be negligible.19

According to the model calculations,
the charge density induced at most oxide
interfaces is 1/2 electron per unit cell. This
charge density is typically spread over
several layers, corresponding to several
partially filled subbands. The electronic
states in these bands arise from transition
d levels and are expected to be strongly
correlated.20 Most theoretical calculations
suggest that the correlations are not strong
enough to drive a metal–insulator transi-
tion in the 2DEG, although the calcula-
tions of Reference 23 predict that, in some
circumstances, charge ordering occurs,
leading to insulating behavior. In a metal-
lic but strongly correlated system, the elec-
tron spectrum consists of a coherently
propagating quasiparticle part, which can
be characterized by its velocity, and an
incoherent, essentially localized part,
appearing in photoemission spectra as a
nondispersive “shakeoff” band separated
from the Fermi energy by 1–2 eV.
Calculations suggest that the shakeoff
band should be observable.30

An important question concerns the
nature of the ground state of the interface
2DEG. Theoretical techniques are not yet
at the point where reliable predictions can
be made for unconventional supercon-
ductivity. Magnetism, orbital, and charge
order can be studied. Extensive model-
system studies19,31 as well as LDA+U cal-
culations suggest the following general
guideline as a good starting point: the
electronic phase occurring in each layer
can be determined by finding the layer
charge density and then referring to the
bulk phase diagram to determine the
phase appropriate for this density. Thus,
in the majority of cases, ferromagnetism is
predicted19,23,32 because partially filled
strongly correlated bands are generically
predicted to be ferromagnetic. The experi-
mental status of this prediction remains
unclear.

Fabrication
Although new electronic phases formed

by electronic reconstruction at oxide inter-
faces are already a fascinating topic from
the theoretical point of view, it is espe-
cially intriguing that, in recent years, it has
become possible to fabricate such inter-
faces with atomic precision and measure
their properties. Several breakthroughs in
the growth of heterostructures of complex
oxides occurred in the past 10 to 20 years.
In particular, the capabilities to grow com-
plex oxide heterostructures by molecular
beam epitaxy (MBE) or by pulsed laser
deposition (PLD), to terminate oxide
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 substrates with desired layers, and to
monitor and control the growth of oxide
heterostructures by using reflection high-
energy electron diffraction (RHEED)
make it possible to design and grow a
large variety of interfaces with sub-unit-
cell control.

To obtain a specific surface on a per-
ovskite (ABO3) substrate, such as a SrTiO3
single crystal, a chemical and thermal
treatment is needed. A standard (100)-
 oriented substrate surface obtained by cut-
ting and polishing consists of both AO-
and BO2-terminated regions separated by
half-unit-cell steps. For example, SrTiO3
substrates, as delivered by vendors con-
tain a mixture of SrO- and TiO2-terminated
regions. To be useful for the fabrication
of well-defined interfaces, the initial sub-
strate surface must have a known termi -
nation (either by AO or by BO2). This is
achieved by chemical etching in buffered
HF.33 It was subsequently found that etch
pits can be reduced by first soaking the
substrates in water to form Sr(OH)2 at the
surface.34 After the etching, the crystals
are heated in oxygen to 950°C. Figure 3a
shows an atomic force microscopy
(AFM) image of a fully TiO2-terminated
SrTiO3 surface obtained in this way.
Chemical procedures to produce fully
SrO- terminated surfaces37 are less repro-
ducible and have not yet found broad use.
Fully SrO-terminated surfaces have, how-
ever, been obtained by deposition of SrO
monolayers on TiO2-terminated SrTiO3
substrates38 (Figure 3b).

Perovskite films can be grown on AO-
or BO2-terminated substrates, and the
structural and electronic properties of the
two possible interfaces can be readily
compared. Using PLD, layer-by-layer
growth of perovskites such as LaAlO3 can
be achieved by ablating from a single-
crystal LaAlO3 target, for example using a
KrF excimer laser operated at 1 Hz with a
fluence of ~1.3 J/cm2. Typical deposition
conditions are a substrate temperature of
Tdep ≈ 700–850°C and oxygen pressures of
10−5–10−4 mbar. The film growth is usually
monitored by RHEED.39,40 The oscillations
of the RHEED intensity during the initial
growth of the first unit cells are shown in
Figure 4 for LaAlO3 layers grown on TiO2-
and SrO-terminated SrTiO3.35,36 For both
terminations, the oscillations indicate a
two-dimensional layer-by-layer growth
mode. This two-dimensional layer-by-
layer growth of LaAlO3 can be observed
up to thicknesses of ~50 nm. After the
sample has been cooled, the 3% lattice
mismatch between LaAlO3 and SrTiO3
typically causes cracking for films thicker
than ~10–20 nm. Figure 5 shows a scan-
ning force microscopy image of a LaAlO3
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Figure 3. Surface analysis of SrTiO3 substrates by atomic force microscopy (AFM): AFM
micrographs and surface roughness analysis results from (a) a chemically and thermally
treated fully TiO2-terminated surface and (b) a pulsed-laser-deposited SrO-terminated
surface. The figure illustrates the high quality in which SrTiO3 substrates of both termination
types can be prepared.

Figure 4. Reflection high-energy electron diffraction (RHEED) intensity monitoring during
growth of LaAlO3 on (a) TiO2- and (b) SrO-terminated SrTiO3 surfaces. The RHEED
patterns shown in the insets were taken after the growth of 26 unit cells and reveal clear
two-dimensional RHEED spots.

Figure 5. Scanning force microscopy image of a 26-unit-cell-thick LaAlO3 film grown on
TiO2-terminated SrTiO3. The scan profile taken at the grey line (left) shows smooth terraces
with unit-cell steps.

film grown on TiO2-terminated SrTiO3
together with a corresponding scan pro-
file.35,36 Both reveal smooth terraces with
clear unit-cell steps, strongly suggesting
the presence of LaAlO3 surfaces with one
type of termination.

Even though the structural properties of
the LaAlO3 thin films grown on the two
types of terminated SrTiO3 substrates are
similar as observed by RHEED and by 
x-ray diffraction, the electronic properties
differ completely. The temperature depend -
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Figure 6. Temperature dependence of
the resistance (R ) of 26-unit-cell-thick
LaAlO3 films grown on (100) SrTiO3 with
a TiO2-terminated surface (LaO/TiO2
interface) and a SrO-terminated surface
(AlO2/SrO interface), both grown at
850°C and 3 × 10−5 mbar oxygen
pressure. The difference in the
resistances of the two samples provides
evidence that the conductance is
controlled by the termination of the
SrTiO3 surface rather than by its oxygen
content.
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Figure 7. Influence of the LaAlO3
thickness on the electronic properties 
of the LaAlO3/SrTiO3 interface, showing
an increase in conductivity when the
thickness reaches four unit cells. The
sheet conductances (σs, 300 K) of the
heterostructures are plotted as a
function of the thickness of the
LaAlO3 layers in unit cells. The data
shown in blue and red are those of
samples grown at substrate
temperatures (Tsub) of 770°C and
815°C, respectively.

ence of the resistances is shown in Figure 6
for both interface types. At room tempera-
ture, the resistances of the two interfaces
differ by a factor of ~103. Whereas the
LaO/TiO2 interface shows metallic behav-
ior, the AlO2/SrO interface is insulating.
This behavior was first reported by Ohtomo
and Hwang41 and provides evidence that
oxygen vacancies alone cannot be the rea-
son for the conductivity. Only when the
oxygen pressure during deposition is very
low (typically a few times 10−6 mbar or
smaller) is doping by oxygen vacancies in
SrTiO3 the dominant carrier generation
mechanism.42–44

The LaAlO3 layer plays a key role in
generating a conducting electron gas at
the LaO/TiO2 interface. As revealed in
Reference 45, for SrTiO3/LaAlO3/SrTiO3
trilayers, in which the LaAlO3 layer sepa-
rates a p- from an n-doped interface, the
sample resistivity is a function of the
LaAlO3 thickness. Below a separation dis-
tance of six unit cells, the sample resistiv-
ity is found to increase steadily with
decreasing LaAlO3 thickness. Interfaces
spaced by one unit cell still conduct well,
but their resistance is a factor of 3–4 times
higher than the resistance of samples with
thick LaAlO3 layers.

Thiel et al.28 found that the resistivity of
LaAlO3/SrTiO3 bilayers changes abruptly
as a function of the LaAlO3 thickness. If
the LaAlO3 layer is less than four unit cells
thick, the otherwise metallic LaAlO3/
SrTiO3 (TiO2-terminated) interfaces are
highly insulating (Figure 7). It is the pres-
ence of the fourth unit cell of the insulator

LaAlO3 that turns the interface into a
metal. A similar behavior is shown by n-
type LaVO3/SrTiO3 interfaces, in which
five unit cells of LaVO3 are needed to
switch the interface to become conduct-
ing.46 The existence of this critical thick-
ness is consistent with carrier generation
by the polar discontinuity.

The thickness dependence also provides
the basis for a new technique to pattern the
interfaces. Using photolithography or elec-
tron-beam lithography and liftoff, con-
ducting lines are patterned into an
insulating background by growing the
LaAlO3 to a thickness of six unit cells in the
areas to be conducting and to a thickness
of two unit cells in the insulating areas47

(Figure 8). Patterning with a resolution in
the nanometer range has been achieved by
scanning the LaAlO3 surface with a con-
ducting, voltage-biased AFM tip, thereby
writing and erasing conducting lines.17

A central issue in understanding the
atomic and electronic structure of oxide
interfaces is the need to probe these fea-
tures with high spatial resolution. Scanning
transmission electron microscopy (STEM)
coupled with electron energy-loss spec-
troscopy (EELS) is well-suited for this task,
with atomic resolution now achievable in
samples with thin cross sections. In dealing
with oxides, and particularly in determin-
ing the origin of the conducting nature of
the LaAlO3/SrTiO3 interface, an accurate
measure of the oxygen stoichiometry and
its electronic consequences is a vital but
extremely challenging task. Although the
oxygen lattice has recently been directly

imaged using spherical-aberration-
 corrected TEM, the signal intensity is far
too weak to detect small oxygen vacancy
levels.48 Therefore, oxygen vacancies have
instead been probed indirectly using
EELS.49

In SrTiO3, the O K-edge fine structure has
been used to probe oxygen vacancies with
a resolution limit of ~4%; the Ti L-edge can
detect the electrons donated by oxygen
vacancies down to an effective resolution
of ~1%. This resolution is likely a practical
lower bound to these techniques, as it cor-
responds to just a few oxygen vacancies
across the entire sample, the thickness of
which is limited by the need to prepare
electron-transparent cross sections.

Using this approach, the LaAlO3/SrTiO3
interface has been examined in detail.11 For
the conducting n-type interface, a signifi-
cant Ti3+ component was measured at the
interface, with very few oxygen vacancies.
By contrast, at the insulating p-type inter-
face, little Ti3+ was observed despite a large
number of oxygen vacancies. These results
are consistent with electronic reconstruc-
tions driven to resolve the polar disconti-
nuity of the interface. It should be noted,
however, that oxygen vacancy levels
below the ~1% detection threshold can still
contribute to a significant conductivity in
bulk SrTiO3.50

Systems Investigated
With the technical advances in oxide

film growth described in the previous
 section, a number of interesting oxide het-
erointerfaces have recently been devel-
oped. One highlight is the observation
of the integer quantum Hall effect in
the high-mobility electron gas at the
ZnO/(Mg,Zn)O heterointerface. (See the
article by Kamiya and Kawasaki in this

Figure 8. Atomic force microscopy
image of a ring defining a quasi-two-
dimensional electron gas (quasi-
2DEG) at a 2DEG with a diameter of
1.2 µm and a track width of 220 nm
at a LaAlO3/SrTiO3 interface. Each half
of the ring comprises one LaAlO3
terrace.
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issue.) These conducting states are
derived from sp hybridization, as in other
nonoxide compound semiconductors
such as GaAs. Here, we focus on systems
that exhibit the d-orbital character of
 transition-metal oxides.

The LaAlO3/SrTiO3 interface is
arguably the most explored interface with
a conducting electron gas. The reason that
numerous studies focus on this system is
the ease with which robust, highly insulat-
ing films of the large bandgap insulator
can be grown and the fact that the inter-
face shows the intriguing properties
described in this article. In these studies,
several important questions have been
addressed, among them, what is the
nature of the conduction mechanism?
Because some reports44 point to bulk
three-dimensional conduction or thick
oxygen-depleted layers,43 a second ques-
tion is, what is the thickness of the con-
ducting layer? Another key issue is the
nature of the ground state of the interface
electronic system.

As reported in Reference 51, signatures
of a ferromagnetic ground state have been
found in the magnetoresistance behavior
of LaAlO3/SrTiO3 samples grown at very
high oxygen pressures. In a series of sam-
ples prepared in Augsburg, Germany, and
Geneva, Switzerland, however, low-
 temperature measurements revealed a
superconducting condensate to be the
ground state of the samples investigated.52

The measured critical temperature equals
~200 mK (Figure 9).

This discovery allows some of the
issues raised to be answered. Critical field
measurements with magnetic fields
aligned parallel and perpendicular to the
interface plane reveal a large anisotropy.
The in-plane coherence length is esti-
mated to be ~50–100 nm and the super-
conducting sheet to be only a few
nanometers thick (Figure 10). Because the
superconducting thickness is much less
than the in-plane coherence length,
the interface is expected to behave
as a two-dimensional superconductor
such as described by the Berezinskii–
Kosterlitz–Thouless theory. Indeed, cur-
rent–voltage characteristics are consistent
with two-dimensional behavior.52 In field-
effect transistor configurations,53–55 per-
pendicular electric fields allow the sheet
carrier density of LaAlO3/SrTiO3 inter-
faces to be substantially modulated in
both the normal28 and superconducting56

states. At low temperatures, an insulator-
to-superconductor phase transition can 
be induced with electric fields, thereby
enabling the phase diagram to be mapped
out.56

One possibility discussed to reconcile
the findings of ferromagnetic and super-
conducting ground states is the possible
dependence of the ground state on the
doping level. Measurements in the elec-
tric-field-induced insulating state did not,
however, reveal hysteresis in the magne-
toresistance measurements. Finally, it
might well be that these fascinating sys-
tems reveal, in their normal and supercon-
ducting states, signatures of inversion
symmetry breaking at the interface.
Experiments to address this question are
in progress.

The LaTiO3/SrTiO3 interface already
discussed (Figure 11) provides an interest-
ing contrast to the LaAlO3/SrTiO3 inter-
face. Rather than an interface between two

band insulators, LaTiO3 is a Mott insulator
in which strong electron correlations open
a gap despite the high carrier density of
one electron per site. Furthermore,
because the Ti lattice is common to both
constituents, only one type of chemical
interface exists. Atomically abrupt super-
lattices and interfaces between LaTiO3 and
SrTiO3 are metallic, and the charge distri-
bution has been measured to extend sig-
nificantly beyond the chemical interface
(Figure 11).57 This charge distribution
reflects a minimization of the free energy
of the electrons and has a number of
unusual contributions. Theoretical models
show a general tendency toward orbital
and spin ordering with increasing interac-
tion strength,32,58 as well as a significant

1.0

0.8

0.6

0.4

0.2

0.0
0 100 200 300

R
es

is
ta

nc
e 

no
rm

al
iz

ed
 a

t 4
00

 m
K

T (mK)

400 500

4 uc

4 uc

5 uc

5 uc

6 uc

6 uc

6 uc

8 uc

10 uc

14 uc

15 uc

20 uc

4 nm SrTiO3

LaAlO3
    

Figure 9. Transport measurements of the resistances of several LaAlO3/SrTiO3
heterostructures with a variety of LaAlO3 thicknesses measured in unit cells (uc). The
resistances are normalized to the values measured at 400 mK. The figure shows that, in
such samples, a superconducting transition with a critical temperature of ~ 200 mK is
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Figure 10. Sketch illustrating the generation of an ultrathin two-dimensional electron 
gas superconducting sheet at the LaAlO3/SrTiO3 interface. Based on the superconducting
transition temperature and the carrier density, the thickness of the superconducting sheet is
estimated to be less than ~4 nm.



therefore expect that, in the future, oxide
interfaces with a very large range of car-
rier densities will be available.

Many open questions remain. The two-
dimensional nature of the electron gases,
for example, has been demonstrated in the
normal state for only the ZnO system and
in the superconducting state only for the
LaAlO3/SrTiO3 interface. It would be
helpful if more oxide 2DEG systems were
found. To date, all analogues of the
LaAlO3/SrTiO3 system with its conduct-
ing electron gas involve SrTiO3. Why this
is the case is unclear. The 2DEGs typically
have a carrier density that is significantly
smaller than the predicted 1/2 electron
per unit cell. Why? What is the mecha-
nism for the superconductivity of the
LaAlO3/SrTiO3 interface? Is it the stan-
dard SrTiO3 superconductivity in a sur-
face sheet, or is it pairing in the 2DEG
induced by the SrTiO3? Does the super-
conductivity reflect the spin–orbit cou-
pling of the SrTiO3? Furthermore, why has
it not yet been possible to demonstrate
multilayers with several 2DEGs?

Despite these open questions, the sys-
tems already available offer great oppor-
tunities. The electric field tunability allows
phase diagrams to be mapped; electronic
devices to be tuned; and maybe even
devices, such as Josephson junctions or
SQUIDs (superconducting quantum
 interference devices), to be fabricated.
The metal–insulator transition is ready
to be used for device applications. The
electron gases form readily accessible
model systems for two-dimensional
behavior and for investigations of the
Berezinskii–Kosterlitz–Thouless transi-
tion. It will be interesting to tune oxide
2DEGs by adding strong electronic corre-
lations. The possibility of spatially sepa-
rating the correlations and the conducting
electron system provides a new degree of
freedom for generating novel electronic
phases by tuning the 2DEGs with correla-
tion effects. Superconductors with very
high transition temperatures are just one
example that has been proposed.62,63 These
heterostructures offer the possibility of
using strong correlations occurring in
oxides to generate new electronic phases
at interfaces and new electronic systems
with properties that cannot be achieved in
the bulk. The spectrum of properties gen-
erated is enormous, and we can barely
imagine the electronic effects that can and
will be generated at such interfaces.
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influence from a large screening polariza-
tion induced in the lattice.18,19 These char-
acteristically unique features arise from
the partially occupied d orbitals at these
interfaces and are qualitatively new
degrees of freedom as compared to those
of conventional semiconductor and metal
interfaces.

An especially interesting case of inter-
face conductivity and magnetism occurs
between LaMnO3 and SrMnO3.59

Individually, the constituents are antifer-
romagnetic insulators, but at their inter-
face, double-exchange ferromagnetism
arises in analogy to the behavior of their
bulk solid solution, the famous “colossal
magnetoresistance” manganites.30 Here,
the interface charge reconstruction was
recently observed by resonant x-ray scat-
tering,60 providing another example of
novel two-dimensional states that can be
induced by engineering oxide heterostruc-
tures.

Conclusions and Outlook
To assess the potential and future of

2DEGs in oxide heterostructures, it is
helpful to put them into perspective by
comparing them with 2DEGs in semicon-
ductors. A precondition to the success of

2DEGs in semiconductors is their superb
mobility. The reported mobilities in oxides
are high at low temperatures but are
orders of magnitude smaller than those in
III–V heterostructures. Further, for SrTiO3
interfaces, the highest reported mobilities
of 104 cm2/(Vs) (4.2 K)41 seem to be associ-
ated with the presence of the highly
mobile, oxygen-vacancy-doped bulk
SrTiO3. Yet, in ZnO oxide interfaces, the
mobilities are already large enough for the
QHE to occur. In oxides, the work to
increase the mobilities is just starting, and
it will be exciting to watch whether the
mobilities can be significantly enhanced.
The effective masses and the sheet carrier
densities are other key parameters differ-
ent in semiconductor 2DEGs and electron
gases at oxide interfaces. In the oxides,
both are usually much larger. The electron
effective mass in SrTiO3, for example, is
~100 times larger than that in GaAs.
Whereas carrier densities of 1010–1012/cm2

are typical for the semiconductors, carrier
densities of 1013–1014/cm2 are standard for
oxidized LaAlO3/SrTiO3 interfaces. The
magnetic fields needed to reach the QHE
steps are correspondingly higher. Yet, for
the ZnO interfaces, densities of 7 × 1011–3.7
× 1012/cm2 have been reported.61 We
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