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The influence of the trackwidth on the performance of thin film heads has been tested. Results of experiments 
on the wafer have indicated an increase in the head efficiency with decreasing trackwidth. This was 
underlined by measurements of the head fringe field and tape recording experiments. A model which takes 
the domain structure into account has been developed to interpret this behaviour. 
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INTRODUCTION 

Thin film heads are especially suited for use in recording sys
tems with a high information density e.g. a narrow trackwidth. There
fore it is important to know the influence of the trackwidth w on its 
recording performance. The magnetic yoke of a thin film head has 
dimensions such that it will not be magnetised uniformly but will 
split Up into domains, owing to the high demagnetising field. A 
study of this domain structure revealed [1] that it greatly depends on 
the trackwidth of the head. 
(a) Physical aspects of this track width dependence_ 
It is usual to have the easy axis (e.a.) of magnetisation parallel to the 
tum (fig.1). In this situation domains will occur with a period d which 
depends on w [6]. 
When a magnetic field H is applied perpendicular to the turn, domain 
wall displacement and rotation of the magnetisation will occur as 
illustrated in fig. 3. We assume that the coercive field is equal to zero 
so that domain wall displacement occurs at the lowest fields. 
If w> d domain wall displacement hardly contributes to the magne
tisation in the direction of the field. In this case only rotation plays a 
role so that the permeability is determined by the ansiotropy field 
HK, /lO/lr = Bs/HK' where Bs is equal to the magnetic induction of ~he 
saturated strip. However, if w is reduced, wall displacement contribu
tes to the permeability and /lO/lr > Bs/HK' 
If the e.a. is perpendicular to the turn only wall displacement governs 
the magnetisation process. rherefore no trackwidth dependence will 
be expected. 
(b) Relation between efficiency and permeability_ 
For a thin film head the relation between the efficiency Tj and the per
meability of a thin film head has been derived by Paton [2]. In general 
Tj increases with increasing /lro but in some heads the influence is very 
weak. In Table I we give some examples of heads with different 
poletip length p and height h. 
Table I clearly shows that for some heads the influence of /lr on Tj is 
quite strong (type I) while for other heads (type II) hardly an in
fluence exists. In our experiments type I was chosen as we wanted to 
study the influence of the domain structure on Tj. However, in a 
recording system one mostly prefers to eliminate this effect and uses 
type II head. 

TABLE I 

/l 500 800 1000 1500 2000 

p= l/lm 
g= 2J.lm 47 56 60 67 72 

h = 20 /lm 

II p= 4J.lm 
g= 2/lm 87 91 93 95 97 

, h= 5/lm 

Efficiency Tj (in %) as a function of /lr for 
two types of heads following [2]. 

MANUFACTURING OF THE HEADS 

In order to measure the influence of w on the magnetic behav
iour of a thin film head, special test circuits have been designed con
taining a series of identical single turn heads with different w. Heads 
have been processed with a symmetrical (two Permalloy shields) 
structure on oxydised silicon wafers. Non-magnetostrictive Permalloy 
films with a thickness of 1 /lm are obtained by electrodeposition. A 
0.06 /lm thick sputtered Ni Fe layer serves as the plating base. Some 
typical magnetic parameters of this electrodeposited material are: 
He = 80 Aim; HK = 400 Nm, while most films are made with a well
defined e.a.. From these layers the heads are formed by means of 
chemical etching or ion-milling. Sputtered Si02 is used as an insulator 
and sputtered MoAuMo as a conductor. 
The heads are encapsulated and polished so that either the height 
h = 20 /lm (type I) or h = 5/lm (type II). 

WAFER TESTING 

The magnetic properties of the heads with w ranging from 600 
/lm to 10 /lm have been measured on the wafer. 
In order to get a clear picture of the influence of w, it is necessary to 
measure a large number of identical heads. Therefore the electronic set
up was arranged around an Electroglas900 wafer tester. The induced 
voltage v across the test turn (fig. 1) was measured as a function of the 
ac current i flowing in the writing turn. The frequency was 0.5 MHz. 
The effective permeability /lr was found from the mutual inductance 
M by using the transmission line model [2]. 

In the heads with e.a. oriented parallel to the writing turn, all 
experiments indicate that /lr increases with decreasing trackwidth. 
This is illustrated in fig. 1. Curve I represents the results of heads for
med by means of chemical etching and curve II heads formed by ion
milling. No difference can be seen. If w is larger than 200 /lm, only a 
slight increase can be detected. However, if w < 50 /lm, especially in 
the circuits with w down to 10 /lm, we see a dramatic increase in J.lr 
(fig. 1, curve III). 
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Fig. 1. The trackwidth dependence of /lr as measured in wafer 
testing experiments. 
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On the other hand the heads with the e.a. perpendicular to the 
turn do not show this behaviour, but taking all heads on one wafer 
into account the. standard deviation is very high. 
The Pr of these heads depends on the accidental occurrence of pinning 
points and structural imperfections of the Permalloy which was in 
agreement with the observed domain structures. 

HEAD FRINGE FIELD 

The head fringe field has been measured with a magnetoresistive 
transducer (MRT) and analysed in a way described earlier (3). 
The fields on the energised heads were measured by placing them 
underneath the magnetoresistor at an accurately adjusted distance, 
and moving them laterally while keeping the separation at a constant 
magnitude. The thickness of the MRT was 0.03 pm and its height 
2.8 pm. Since the latter value is large compared with the field inhomo
geneities, the analysis of the field tracks takes the transducer response 
into account (4). In this way 'field tracks' were produced as a function 
of head/transducer separation and as a function of writing current. 
The orientation of the transducer is such that the perpendicular field 
component is detected. Measurements were performed on heads with 
a gap length of 2.6 pm and pole tips of 1.15 and 0.9 pm respectively. 
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Fig. 2. Typical sensor output for head fringe measurements at a 
head/transducer distance of 1.0 pm. The solid curve is experi
mental, while the dots represent computed results. In the 
curve at 1= 140 mA the thinnest Permalloy shield is saturated 
(peak A). 

Occasionally these calculations mu'st include the field components in
troduced by the transducer mirror image in the pole tips. 
The relation between the writing current and the head field was found 
to be linear up to 100 mA. However, a small hysteretic effect was 
found indicating the presence of domains. At 100 mA saturation of 
the thinnest poletip starts. The current dependence of the peak 
amplitudes is illustrated in fig. 2. (Note that the response of the MRT 
is quadratic.) 

The structure of the head field has been analysed by comparing 
the experimental numbers with the simulated results. The form of the 
theoretical field was calculated by means of the method of van Lier 
(5). 
The curves were fitted by using the head efficiency as a parameter. 
The agreement between theoretical and experimental curves is good 
(cf. fig. 2). 

TABLE II 

recording 
w(pm) wafer field 12 kHz 18 kHz 

100 62 63 59 55 
200 55 55 59 51 
400 45 45 46 49 
600 45 45 45 45 

Head efficiency (in %) from different experiments. 
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RECORDING EXPERIMENTS 

Recording experiments on tape have been carried out with the 
same heads as used in the field measurements. 

The reproducing efficiency was measured .on video tape 
(He = 55x 103 AIm). A harmonic signal was recorded with a ferrite 
head. The tape velocity was 19 cm/s and the recorded frequencies 
were 12 kHz and 18 kHz respectively. These signals were reproduced 
by means of the thin film heads. The detected levels were compared 
with the signal from a conventional ferrite head with known efficiency. 
The resulting efficiency 1/ has a function of the trackwidth of the head 
as been given in Table II. It is clear that all numbers in this table show 
the same increase with decreasing trackwidth. 

We tried to do writing experiments with the same heads, 
although the low efficiency and the thin Permalloy yoke ~saturation) 
limited the head field. Therefore audio tape (He = 26x 10 A/m) was 
chosen. The wr1tten information was reproduced with a ferrite head. 
Again the same track dependence was found: the non·linear behaviour 
of the recording process even emphasised this effect. 

The same recording experiments have been performed with type 
II heads (cf. Table I). 
Indeed when w was varied between 50 pm and 600 pm the head effi
ciency was constant both in the writing and reading measurements. 

CALCULA nONS 

A model has been developed for calculating the influence of w 
on Pr. To characterise the magnetic behaviour of the head material, we 
consider it as an infinite strip with width w placed in an external mag
netic field parallel to this strip (fig. 3). In the yoke of a thin film head, 
flux circulates in such a way that the direction of the magnetisation in 
the upper and lower shield are opposite to each other and are closed 
through the air gap and by the magnetic material in the back of the 
head. A small amount of the total flux will be closed outside the head 
(head fringe field) but for all the heads we used it can be shown that 
this flux is negligible compared with the total flux running in the head. 
Therefore the demagnetising field at the front of the head will be very 
small. ' 
If the easy axis of the magnetisation is perpendicular to the strip, 
domains will occur with a period d depending on w [6]. 

The permeability is calculated by minimising the total mag
netic energy with respect to the rotation angle a and the geometry 
of the closure domains e.g. £1 (or £2). Three energy terms are con
sidered: the anisotropy energy, the wall energy and the magnetic 
field energy. 
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Fig. 3. Domain configurations as used in the calculations. 

Magnetism & MagnetiC Materials-1980 2463 

Downloaded 09 Mar 2012 to 130.89.112.87. Redistribution subject to AIP license or copyright; see http://jap.aip.org/about/rights_and_permissions



For the total energy per unit length E' we write: 

E' = ~~ [(£, 2 +£22}cosa+ (2wd-£, 2 cos a-£22 cos a} sin 2a] 

+ -r: [211, sin2 (45- ~}+2112Sin2(45+~)+[w-£1Sin(45+~) 

a 1 _7 MsHd 11 , 2 +£22 
- £2 sin (45- 2"} cos-a] + -t- [-(wd- 2 cosa}X 

(1 ) 

where t is the ,thickness of the films, K the uniaxial anisotropy con
stant, 'Y the wall energy of an 1800 Bloch wall, Ms the saturation mag
netisation of the strip. 
When applying a field H, the number of domains remains constant, i.e. 
we assume that this d is fixed: 

(2) 

The energy thus depends on two variables, e.g. a and £t. For a stable 
domain configuration the first derivations of E' with respect to 0/ and 
£, should be zero. Solving a and £, from these equations is straight
forward, therefore we shall not reproduce this here [7]. The results in 
terms of M/Ms as a function of H for different values of w are given in 
fig. 4. In this model calculation the parameters were: HK =400 Nm, 
-y=2x10- 3 Jm- 2, K=2 Jm- 3 and thetrackwidthvaried between 40 
pm and 100,000 I'm. 
The relative permeability deduced from these curves increases with de
creasing trackwidth, even in this simpl!, model. 
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Fig. 4. The almost linear relation between M and H. All points refer 
to numerical results. 
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CONCLUSIONS 

In the theoretical analysis {2] of the magnetic behaviour of thin 
film heads homogeneous magnetisation is assumed whereas the 
relation between Band H is characterised by the material constant I'r. 
However, it is known that the NiFe yoke of the head is not uniformly 
magnetised but is split up into domains. We have shown that never
theless several experimental reSults can be described with I'r as an 
adjustable parameter. The permeability ,depends on the trackwidth of 
the head, if the easy axis of the magnetisation is parallel to the turn 
(fig. 1). From wafer testing experiments we conclude that the effi
ciency of a narrow track head should increase with decreasing track
width. Head fringe field measurements and tape recording experiments 
are in agreement with this fact and have shown the reliability of wafer 
test measurements. 
The fringe field of the head is in agreement with the model calcula
tions of Van Lier [5]. The dead layer in the Permalloy yoke, if present, 
is within the experimental error of 0.1 pm. The efficiency values of 
the heads achieved in the several experiments are in reasonable agree
ment with each other (Table II), and the model calculation which 
takes the domain structure into account, shows the same increase in 
the I'r with decreasing trackwidth. 
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