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Abstract-In this paper, an extension of the effective index 
method (EIM) to waveguiding structures containing ideal or 
saturable third-order nonlinear materials is presented. By ap- 
plying separation of variables to the dominant field component, 
the complete problem is subdivided into two scalar problems in 
the lateral and transverse direction, as in the case of the normal 
EIM. Making use of the strong transverse confinement, as 
observed in most real waveguide structures, the nonlinear index 
changes of the variops transverse sections can be lumped into 
nonlinear effective indexes of the equivalent layered planar 
structures. By using these nonlinear effective indexes in self- 
consistent field calculations in the transverse direction, a com- 
plete approximate solution is obtained. In this way, the amount 
of computational effort required for the calculation of the effec- 
tive indexes and field profiles of the waveguides can be reduced 
significantly. 

I. INTRODUCTION 

HE effective index method (EIM) is a well-known T and widely used method for the calculation of propa- 
gation constants and field profiles of guided modes of 
linear channel waveguides. It consists of approximating 
the electric (quasi-TE) or magnetic (quasi-TM) fields by 
their dominant components ( E y  or fly), and subsequently 
separating the x and y dependence of these components 
(see Fig. 11, thereby transforming the complete vectorial 
problem into two scalar, one-dimensional, and easy to 
solve problems [ll. Although the method is only approxi- 
mate, it has been shown (see, for example, [21-[4]) that it 
can produce accurate results provided that the modes 
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Fig. 1. Schematic of the considered structures, definition of the coordi- 
nate system, and illustration of the two functions as used by separation 
of variables. 

considered are far from cutoff, that they have an elon- 
gated mode profile, and that they show only small varia- 
tions in at least one direction. Since integrated optics 
structures are often produced by planar technologies (such 
as thin-film deposition and etching) with only small varia- 
tions of the refractive index in the lateral direction, this 
situation is frequently met, making the EIM a very useful 
tool for design purposes. In the case where structures 
comprising Kerr-like nonlinearities, i.e., 

are considered, the situation becomes more complicated. 
Although there are many analytical and numerical meth- 
ods by which nonlinear slab waveguides can be analyzed 
[5]-[lo], the problem becomes even more complex when 
channel waveguides are concerned. For nonlinear wave- 
guides, two different regimes can be distinguished [ll]; 
either the nonlinearity is small compared to the linear 
index contrast (i.e., n2,lEI2/An, 4 1 with An,, the linear 
index contrast) and the field profiles are only slightly 
power dependent, or the nonlinear induced index chang- 
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es are large compared to the index contrast (i.e., 
n2,(E12/Ano 2 1) and the field profiles depend strongly 
on the guided mode power. In the first case, the power 
dependence of the mode propagation constants can be 
calculated using the nonlinear overlap integrals as given 
by coupled mode analysis (CMA) [12]. In the second case, 
this approach is not allowed since the assumption that the 
modal fields do not change much as a function of the 
guided mode power (which is inherent in the CMA) is no 
longer valid. A combination of n2,lEl2/An0 4t 1 and 
n2,1E12/ANo 2 1 is found in many waveguide structures 
where the light is well confined in the transverse direction 
(normal to the substrate) for which An,, is typically quite 
high ( A n ,  = 0.05-2), but only loosely confined in the 
lateral direction where a small effective index contrast 
(ANo z 0.001-0.01) is used. This suggests that, although 
the transverse field shape is hardly affected by nonlinear 
induced index changes (since these are typically 4 0.051, 
the lateral field shape may strongly depend on the guided 
mode power due to the small lateral effective index con- 
trast. Thus, both the shape and the magnitude of the field 
distribution are important now. 

The most rigorous methods to solve for the modes of 
nonlinear channel waveguides are numerical methods 
based on self-consistency and taking the vectorial nature 
of the problem fully into account. However, results may 
depend on the specific numerical parameters (such as grid 
sizes used), and sometimes spurious solutions are gener- 
ated (due to specific boundary constraints). The major 
drawback of these methods is that they generally are very 
time consuming and occupy large memory resources. Ex- 
amples of these approaches can be found in the literature 
for Kerr nonlinearities [lD] as well as for saturable materi- 
als [14]-[171. 

In some situations, it can be advantageous to use non- 
linear variants of the EIM because they: 1) are generally 
relatively simple, 2) give much insight, and 3 )  require little 
CPU time. Several publications dealing with simplified 
analyses of two-dimensional nonlinear waveguiding prob- 
lems have emerged in the past. In [18], rib waveguides on 
nonlinear substrates were analyzed by using a numerical 
approach based on the EIM in combination with the use 
of the WKB method [19]. This approach requires the use 
of specific functions depending on the geometry of the 
waveguide and the order of the mode for which to find a 
solution. A method based on separation of variables in 
combination with the use of variational expressions was 
introduced in [20] and compared to numerical results in 
[171 showing good correspondence. Moreover, in [21], it 
was shown that for the case of spatial solitons in planar 
waveguides with even a small linear refractive index dif- 
ference of 0.02, the assumption of separable variables was 
met very well when compared to full vectorial numerical 
solutions. In [22], a nonlinear extension of the EIM was 
introduced and applied to the end of iteratively calculat- 
ing the field profiles and propagation constants of spatial 
solitons propagating in planar waveguides containing Kerr 
nonlinearities. 

In this paper, an extension of the EIM to a nonlinear 
effective index method (NEIM), applicable to a restricted 
but large group of channel nonlinear waveguide struc- 
tures, will be introduced. The waveguide may contain 
ideal or saturable nonlinear materials, and the method 
can be applied to arbitrary mode orders provided that 
they exist in the linear limit. Intermediate results pro- 
duced by the method have the form of effective nonlinear 
indexes, and can be used in the complete calculations of 
the modes, but also in other two-dimensional calculations 
like 2D beam propagation method calculations, thus en- 
abling the analysis of z-invariant structures with modest 
means. An example of the application of the method will 
be given. 

11. NONLINEAR EFFECTIVE INDEX METHOD 
The general formulation of the problem is given by the 

nonlinear wave equation 

V E ( r )  + k;[n,(r) + An( lE(r )12) ]2E(r>  = 0 (2) 

where the time dependence eJwt is implicit, E ( r )  is the 
electrical field, k ,  is the free-space wavenumber ( w / c ) ,  
and An(lE(r)12) is the nonlinear induced index change 
(e.g., n2,1E(r)12 in the case of ideal nonlinear media). For 
straight waveguides (i.e., structures that do not depend on 
z),  stable modal solutions can be described by 

E ( r )  = E , ~ ( X ,  y)e-'P' ( 3 )  
where /3 is the propagation constant, E,,(x, y )  is the field 
profile of the guided mode, and n and rn are the lateral 
and transversal mode numbers, respectively. In nonlinear 
structures, both /3 and E,,&, y )  will, in general, depend 
on the guided mode power, and it is the purpose of the 
NEIM to find approximate solutions for this power depen- 
dence. 

A. Eflective Nonlinear Indexes 
As in the normal EIM, the starting point for the NEIM 

is the approximation of the complete vectorial field 
(E,&, y ) )  by its dominant field component only (E,, ,  H,, 
for quasi-TE and quasi-TM polarization, respectively), 
and subsequently separating the x and y dependence of 
these components, i.e., writing down the complete field as 
a product of two functions A,(x)A,,(y). However, this is 
only allowed when the considered structures comply with 
a few requirements, thus limiting the applicability of the 
method to a restricted but large class of waveguiding 
structures. 1) The first requirement is that the structures 
can be subdivided into multiple transverse sections for 
which the effective indexes and field profiles can be calcu- 
lated for the equivalent slab waveguides. 2) Second, it is 
necessary that the mode profiles have an elongated shape 
which can be obtained, for example, by a waveguide width 
(w) to waveguide thickness ( t )  ratio far from one (e.g., 
w / t  4 1 or w / t  B 1). 3 )  Third, there may only be small 
differences between the modes of the slab waveguide 
equivalents of the different transverse sections (e.g., (nr - 
n,)*At < t n f ;  see Fig. 1). 4) Finally, it is necessary that the 
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mutual refractive index difference (An,) of all layers is 
much larger than the maximum obtainable nonlinear in- 
dex change. 

Note that requirement 1) is also a necessary condition 
when dealing with linear structures if the complete field 
profiles have to be calculated (although it is not necessary 
for the calculation of the effective indexes). Requirements 
2) and 3) are also found in the normal EIM, and stem 
from the fact that the fields must have one dominant 
vector component [requirement 211 and a nearly continu- 
ous shape in at least one direction in order to allow for 
separation of variables [requirement 3)]. So the only extra 
condition imposed by our nonlinear extension of the EIM 
is 4). But it is by virtue of this condition that the field 
distributions in the transverse direction are hardly depen- 
dent on the guided mode power. This enables us to 
describe the nonlinear effects solely by power-dependent 
effective mode indexes which can be used subsequently in 
the calculations in the lateral direction. 

In the following, a derivation of the method will be 
given for quasi-TE,, modes, although, of course, the 
method can also be applied to quasi-TM,, modes. The 
coordinate system used is given in Fig. 1. If the conditions 
given above are fulfilled, the field profile of a quasi-TE,, 
mode, propagating in the positive z direction, may be 
approximated, after separation of variables, by 

E n m ( x ,  y ,  z ,  P )  := C { , ( x ) ~ , ( y ,  P)e-jPnm(P)z (4) 
where C is a dimensionless quantity having a magnitude 
equal to the square root of the guided mode power (e) 
and p,, is the power-dependent propagation constant. In 
order to apply the NEIM, it is important to take care of 
the total power that is carried by the modes. In order 
to have the guided mode power calculated properly, {,, 
is a dimensionless function representing the power- 
independent field profile in the transverse ( x )  direction 
with normalization to I, i.e., 

+ m  

I ~ , I ~ ~ x  = 1 m ( 5 )  

whereas E,(y,  P )  represents the power-dependent field 
profile in the lateral ( y )  direction normalized to 1 W/m 
(so E, has the dimension V/m) and 

Note that the total guided mode power P is given by 

(7) 

The power per unit of length along the y axis P,(y, P), on 
the other hand, is given by 

The determination of the complete mode profile starts 
with the calculation of the power-independent transverse 
field profile (6,). By using a slab solver (e.g., making use 
of transfer matrices and solving for the propagation con- 
stants [9]), the effective indexes and field profiles of the 
modes in the transverse sections (e.g., sections I, 11, and 
111 in Fig. 1) are found. Next, the power dependence of 
the effective indexes in these transverse sections is ob- 
tained from the nonlinear overlap integrals as given by 
coupled mode analysis [ 121: 

where Nj,  Qi, and E: denote, respectively, the effective 
index, the nonlinear coefficient of self-modulation, and 
the transverse mode profile of the nth-order mode in the 
ith transverse section. Note that EL is normalized to 1 
W/m (i.e., E: = { j ( x ) d w ) .  The next objective is 
to find an effective nonlinear index that can be applied in 
calculations in the lateral direction in order to determine 
the power dependence of the guided modes of the chan- 
nel waveguide (or alternatively, as an input for two- 
dimensional propagation algorithms for z-variant 
structures). On substituting (8) into (9a), one obtains 

Here, p,, has been replaced by P i ,  which is allowed 
whenever the EIM may be applied since, typically, the 
difference between both values is very small (< 1%). So 
the new effective nonlinear index, to be used in the 
calculations in the lateral direction, is given by 

(11) 

On inserting (4) and (11) into (21, the resulting equation 
to be solved becomes 

where AN, is a function for the effective nonlinear index 
change (which is equal to NiE,nlCE,(y,P)12 for Kerr 
nonlinearities). 

B. Method of Self-consistent Fields 
Since the nonlinear induced effective index changes can 

be larger than the linear effective index contrasts, the 
lateral field profiles may be strongly power dependent. So 
it is not allowed to use CMA [i.e., (9)l for the calculations 
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in this direction again. Instead, we use a numerical method 
(here referred to as the method of self-consistent fields 
(MSCF) [lo], [23], 1241) in order to calculate the field 
profiles and effective indexes of nonlinear slab waveguides 
at given input powers. The method is applicable to guided 
modes that exist in the linear limit, and can handle the 
nonlinear induced (effective) index changes normally en- 
countered in real nonlinear materials easily. The algo- 
rithm is schematically depicted in Fig. 2. In the first step, 
the field profile and effective index are calculated in the 
P -+ 0 limit using a standard slab solver. In the second 
step, the original number of k “physical” layers of the 
structure is expanded to a much larger number (typically 
= 160) of I “numerical” layers. This is done adaptively in 
such a way that the density of layers is large at those 
positions where large nonlinear index changes can be 
expected (i.e., where the product of intensity and nonlin- 
ear index is high). By taking a large number of layers, the 
thickness of each “numerical” layer becomes small, thus 
allowing for an accurate approximation of the index pro- 
file by a staircase curve. Since the method is used to 
calculate modes that also exist in the linear limit, the field 
profiles are exponentially decaying in the outer layers. 
Therefore, the number of numerical layers in the physical 
outer layers is limited, and the two most outer numerical 
layers (1 and I )  far from the core of the waveguide can be 
taken linear. Fig. 7 shows an example of the staircase 
curves as obtained by the adaptive procedure. In the third 
step, the nonlinearity is taken into account by calculating 
the induced index changes from the mode profile and the 
nonlinear materials response [e.g., according to (1) or 
(1311. The (effective) index structure thus obtained is 
regarded as a linear structure, and its propagation con- 
stant and field profiles are obtained using a standard slab 
solver again. Subsequently, the calculations are iterated 
from the third step until the index changes between two 
successive iteration steps (an ,  0 . .  Sn,) are smaller than a 
prespecified lower limit An (1 in the implementa- 
tion used here) for each layer. At this point, the index 
profile and the field profile are correctly related, i.e., they 
are consistent. 

The validity and the accuracy of the method were 
verified [24] against analytical solutions as given in [7] for 
a structure as described in the same reference. It ap- 
peared that the results were indistinguishable for nonlin- 
ear index increments of up to 0.5, showing some devia- 
tions at higher values. However, such high nonlinear index 
changes are hardly ever met (except for liquid crystals), 
and thus, we can conclude that the MSCF can be applied 
safely for a large class of nonlinear slab waveguides. 

C. Inclusion of Saturable Nonlinear Indexes in the NEIM 
An interesting aspect of the MSCF is that it allows for 

the modeling of materials with saturable nonlinear in- 
dexes. Since, in the MSCF, in each iteration the local 
nonlinear index changes are calculated from the local 
intensity and the nonlinearity, it is straightforward to 
include a specific nonlinear materials response. For the 

Structure in the 
linear limit Nonlinear Index-change 

@n1..6nJ 

Propagation Constant 4- 
and Fieldurn file 

Self-consistent Field 

Fig. 2. Schematic representation of the method of self-consistent fields 
(MSCF) (see text). 

calculations including saturation as presented below, we 
used either an exponential saturable nonlinearity given by 

An(E)  = Ansat(l  - e - “ ~ ~ ~ ~ l ~ / ~ ~ 5 a t )  (13a) 

or a two-level system with saturable nonlinearity given by 
[251 

[141 

Since our goal is to use the NEIM for the analysis of 
nonlinear channel waveguides, the influence of the satura- 
tion on the effective nonlinear indexes has to be deter- 
mined. A proper way of including saturation effects in the 
NEIM is to apply the MSCF to all transverse sections and 
to tabulate (i.e., store in an array) the effective indexes as 
a function of the guided mode power. Subsequently, these 
tables can be used in the MSCF calculations in the lateral 
direction where they are applied in the same way as (13) 
in the transverse direction. 

Alternatively a simpler, although less accurate, method 
can be applied. At low guided mode power, saturation is 
not yet significant. So the slope of the induced effective 
index at low power is given by the nonlinear effective 
index as given by (11). On the other hand, at high power, 
the induced effective index change will show saturation 
too, despite the spatial variations in intensity. In Appendix 
A, it is shown that the effective nonlinear index change 
shows a saturation behavior which is comparable to the 
nonlinear materials response itself. Therefore, the nonlin- 
ear effective index changes of modes of a structure con- 
taining materials with a response as given by (13) can be 
described approximately by 

AN,‘(y, p ) = A N i  , (1 - e-pJY)Qf/koANL,n) (14~)  
sat n 

for exponential saturation or by 
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for a nonlinearity arising from a two-level system. Com- 
parisons of (14a) and (14b) with results of MSCF calcula- 
tions are shown for a TE, and TE, mode in the upper 
and lower graphs of Fig. 3, respectively. It shows that 
expressions (14a) and (14b) are very reasonable approxi- 
mations of the induced effective index changes. There- 
fore, when using (14a) or (14b), it is sufficient to apply 
MSCF calculations in the lateral direction only. 

111. RESULTS 
In order to illustrate the use of the NEIM, it is applied 

to a structure as depicted in Fig. 1 with parameters as 
summarized in Table I. It consists of a channel waveguide 
formed by a film layer of 1 pm ( t )  thickness and a 
refractive index (n,) of 1.6 on a substrate with index (n,) 
1.5. The cladding is assumed to be air. The core of the 
channel waveguide is formed by reduction of the film 
thickness (At)  in Sections I and I11 by 0.0744 pm. The 
width of the channel ( w )  is taken as 4 pm. It is assumed 
that the film and the substrate have a nonlinear index 
nzE = 2 .  m2/V2, which is roughly comparable to 
the values found for some polymers [26]. Two types of 
calculations, namely, with ideal nonlinearities and with 
saturable nonlinearities, are performed. In the latter, Anat 
is set at 0.01. The free-space wavelength A, is set at 1.320 
pm. Calculation of the effective indexes and overlap 
integrals (9b) yields Nd = NO"' = 1.540682, Q;, = Qkl = 
3.909 lo-' m/W and N," = 1.545682, Qk = 3.849 

m/W. With these values, the effective index of the 
quasi TE, channel mode in the linear limit becomes 
1.543312. In order to obtain the effective nonlinear in- 
dexes to be used in the NEIM, (11) is applied. This yields 
NiEO = Nigo = 1.679 - m2/V2 and N&o = 1.659 - 
10- l~  m2/V2. 

Fig. 3 (upper graph) shows MSCF calculations of the 
fundamental TE mode of the equivalent slab waveguide 
of transverse section 11. It shows the changes of the 
effective index as a function of guided mode power 
(0 500 MW/m, the upper value roughly corresponding 
to a guided mode power of 2 kW in a 4 pm wide channel 
waveguide). For the case of ideal nonlinear materials (no 
saturation), the CMA expressions for the effective index 
change (9) give a very reasonable approximation of the 
more elaborate MSCF calculations despite the fact that 
the maximum index changes amount to values as large as 
0.063 at P = 500 MW/m. For the case of saturable 
materials, (14) is seen to give a satisfying approximation. 
At high power, the effective index changes saturate at 
= 0.01. So, in subsequent calculations, AN,,, is taken as 
0.01 too. Note that the effective linear index contrast 
( A N , )  is only 0.005, and thus, smaller than AN,,,. There- 
fore, it can be expected that the lateral field profile shows 
a strong power dependence, even in the case of a sat- 
urable nonlinearity of 0.01. 
As stated before, it is assumed that the field profiles are 

power-independent in the transverse direction. Fig. 4, 
displaying MSCF calculations of these transverse field 
profiles for the case of ideal nonlinearities, shows that this 
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Fig. 3. Effective index change versus input power. The solid curves 
were calculated by means of the MSCF. The dashed lines are calculated 
by taking the overlap integrals (as given by CMA) and using these in the 
approximate expressions (14). The upper graph shows the power depen- 
dence of the TE, mode of section I1 of Table I assuming exponential 
saturable nonlinearities. The lower graph shows the power dependence 
of the TE, mode of a structure similar to section I1 given in Table I, but 
with a film thickness of 2 pm and with two-level saturable nonlinearities. 

is indeed the case. Although the field profiles show some 
variations with increasing input power, one must be aware 
of the fact that the accompanying nonlinear index changes 
are much larger (= 0.01 0.07) than usually found in 
real materials. In case saturation is included (not shown), 
the variations are even smaller. This is not unexpected 
since the nonlinear saturation is much smaller than the 
linear index contrast (Ansat/AnO 5 0.11, a condition that 
holds in most practical situations. 

In order to obtain the lateral field profiles, MSCF 
calculations are subsequently applied for the y direction. 
Fig. 5 (upper graph) shows the field profiles as a function 
of increasing input power (0-2 kW) for the case of an 
ideal nonlinearity. The figure shows that the field is ex- 
tremely power-dependent and tends to localize in the 
center of the waveguide structure, i.e., at the position 
where the intensity is highest. However, it must be re- 
marked that the nonlinear effective index changes accom- 
panying these field profiles are as high as 0.16, i.e., much 
larger than found in most real materials. Therefore, it 
seems more realistic to include saturation. MSCF calcula- 
tions of the field profiles of the same structure, but now 
assuming exponential saturable nonlinear effective index 
changes (14a), are displayed in Fig. 5 (lower graph). De- 
spite the saturation, the fields are still appreciably power- 
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TABLE 1 
DETAILS OF THE STRUCTURE AS USED IN THE CALCULATIONS. EFFECTIVE INDEXES, 

EFFECTIVE NONLINEAR INDEXES, AND EFFECTIVE NONLINEAR SATURATION APPLY TO THE E, MODE OF THE. EQUIVALENT SLAB 
WAVEGUIDES OF REGIONS I, 11, AND 111. 

I U I I I 

Fig. 4. Transverse. field profile as a function of position and guided 
mode power. The input power ranges between 0 and 0.5 GW/m. The 
structure is given in Table I with the nonlinearity assumed to be ideal 
(no saturation). 

dependent, especially in the power interval 0-0.5 kW 
where saturation is not yet severe. At even higher values 
of the input power (not shown), the saturation becomes 
more complete, leading to relative power insensitivity and 
broadened fields because the linear index contrast is now 
controlling the field profiles again. 

The complete mode profiles are obtained by combining 
the laterial and transverse field profiles. The thus calcu- 
lated profiles are shown in Fig. 6 for input powers of 0 
(upper graph), 2 kW and ideal nonlinearity (middle graph), 
and 2 kW and an exponential saturable nonlinearity (lower 
graph). A strong power dependence, clearly leading to 
focusing of the beam in the center of the waveguide, is 
demonstrated by the field profile for P = 2 kW. However, 
for the case of saturable nonlinearities, the field profile 
for P = 2 kW (lower graph) is obviously more confined in 
the central part of the waveguide than in the linear limit, 
but the enhancement of the confinement is not as strong 
as for the ideal nonlinearity. At even higher powers (not 
shown), the field profiles are controlled again by the linear 
index contrast, which is well illustrated by the saturation 

A 

00 o?' 

Fig. 5.  Power-dependent lateral field profile of the quasi-=, mode 
for the sample structure (see text) as calculated by the MSCF for ideal 
nonlinear materials (upper graph) and saturable nonlinear materials 
(lower graph). 
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Fig. 6. Field profiles calculated according to the NEIM in the linear 
limit (upper graph), for Pi, = 2 kW and ideal nonlinearities (middle 
graph), and for Pi, = 2 kW and saturable nonlinearities (lower graph). 
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Fig. 7. Lateral effective index profiles obtained by the MSCF for input 
powers of 0 (dashed), 1 (solid), and 5 (dotted) kW for the case of 
exponential saturable nonlinearities. 
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111, respectively. For comparison, Fig. 8 also shows the 

of the lateral effective index profiles, as shown in Fig. 7 
for P = 0 (dashed line), 1 kW (solid line), and 5 kW 
(dotted line). 

Finally, in Fig. 8, the effective index of the TE,, chan- 
nel mode is plotted as a function of guided mode power. 
In order to roughly check the results, calculations were 
done in three different ways. The first method (I, solid 
lines) is the NEIM as presented here with the nonlinearity 
incorporated in the calculations by means of (11) or (14) 
and by using the MSCF in the lateral direction. The 
second method (11, dashed lines) is also the NEIM, but 
now by using overlap integrals (9b) in both directions. The 
third method (111, dotted lines) is derived in Appendix B, 
and is given by a simple expression (A.17) based on a 
rough approximation of the field profiles. Fig. 8 (upper 
graph) shows the results for the case of ideal nonlinear 
materials. At low power, the lines of methods I and I1 
have the same slope, but once the power is increased to 
higher values, at which the MSCF calculations reveal 
sharpening of the lateral field profile, the slope of I 
increases significantly, leading to large differences at high 
power. At low power, the approximate expression I11 is 
seen to give results of the same order of magnitude as 
methods I and 11, but overestimating the nonlinear effec- 
tive index changes somewhat. However, at higher power, 
method I shows larger effective index changes than method 
111. The graphs for the case of saturable materials are 
shown in the lower part of Fig. 8. Clearly, at low power, 
the slopes of curves I and I1 are nearly equal, but at high 
power, when the nonlinear index starts to saturate, the 
two curves deviate strongly. The saturation value appears 
to be close to 0.01 (this is more clearly seen at even higher 
values of the power not shown here). Method 111 once 
again only helps to give an order of magnitude approxima- 
tion at low power, but is overestimating at higher power. 
For low power, the nonlinear effective index change per 
unit of guided mode power (AiV/AP), as calculated for 
the TE, channel-waveguide mode, is 12.78 12.78. 

and 22.6 * lop6 W-' according to methods I, 11, and 
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Fig. 8. Change in effective index with guided mode power as calculated 
by the NEIM using overlap integrals in the transverse direction and the 
MSCF in the lateral direction (Method I, solid), using overlap integrals 
in both directions (Method 11, dashed), and the approximate expression 
equation (A.17) (Method 111, dotted) for a structure with ideal nonlinear- 
ities (upper graph) and with saturable nonlinearities (lower graph). The 
exponential function as given by (14) (long dashes) is shown for cornpari- 
son too. 

exponential curve as given by (14a), with e,,,, and AN,,, 
taken from the calculations according to method I. It 
shows an interesting, good resemblance to the curve ob- 
tained with method I. 

IV. CONCLUSIONS 
We have reported on an extension of the effective index 

method to structures comprising ideal and saturable non- 
linearities. The method requires only little computing 
power and can be applied to a large class of waveguiding 
structures. In the method, the dominant field components 
are approximated by the product of a transverse and a 
lateral field profile. The method is based on the assump- 
tion that the field profiles do not change in the direction 
of large index contrast, whereas it allows for power- 
dependent field profiles in the other direction. Such 
power-dependent field profiles can be expected to be 
found in many nonlinear waveguide structures with small 
lateral index contrast. Results of the method were dis- 
cussed on the basis of an example with realistic nonlinear- 
ities and powers. It was shown that both the power depen- 
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dency of the field profiles as well as the nonlinear satura- 
tion cause the effective index changes to differ strongly 
from the results as expected from a coupled mode analysis 
based on power-independent field profiles and ideal non- 
linear materials. 

APPENDIX 
A. Saturation of Nonlinear Effective Indexes 

Expressions will be derived for the effective nonlinear 
index change of a mode propagating through a slab wave- 
guide containing exponential saturable nonlinear materi- 
als, assuming that the field profiles do not change as a 
function of the guided mode power. In this case, the 
modal field profile of the nth-order mode is written 

where E,, is the normalized mode profile and Py is the 
guided mode power per unit width of the waveguide. 
Using (13a), the induced nonlinear index changes are 
given by 

An( x,Py) = Ansat( x)( 1 - e-"dX)P~ IEn(X)12  / A n s a ~ ( x ) ) .  (A.2) 

Inserting (A.2) into the expression of the variation theo- 
rem [19] yields 

Taking the linear limit of (A.41, the result is 

(A.5) 

As expected, at low power, there is no difference between 
an ideal nonlinearity and a saturable nonlinearity. On 
taking the limit of Py to +to, on the other hand, (A.3) 
reduces to 

*EO 
P y + m  lim A N ( P , )  = --(+"no 2k0 

. ( x 1 An,,, ( x 1 I E,,( x 1 I *dW A N,,, . (A.6) 

When the field profile is located primarily in the layers 
that give the largest contributions to the induced effective 
index changes (or when the nonlinearity is homogeneous), 
it can be easily seen from (A.6) that ANsat = Ansat. In the 
search for a simple expression for the effective index 
changes, a function must be taken that complies with 
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(AS) and (A.6). With the assumptions made above, it can 
be expected that the effective index change as a function 
of the guided mode power shows a saturation behavior 
that is comparable to the local nonlinear materials satura- 
tion. Thus, it seems appropriate to write the effective 
index change as 

A N ( P y )  = ANsat(l - e-Pyk/AN5a1) (A.7) 

in which K is a constant. Taking the low-power limit of 
the derivative of (A.7) with respect to Py and equating this 
to (AS), it turns out that K = Q,/k , .  Thus, an expression 
for the effective index change as a function of guided 
mode power is given by 

A N ( P y )  = ANsat(l - epPyQn/koAN=t). (A.8) 

Following the same line of reasoning, analogous rela- 
tions can be obtained for two-level system-saturable non- 
linearities. Replacing (A.1) by 

and inserting this in the expression of the variation theo- 
rem yields 

When taking the derivative with respect to P,, of the 
linear limit of AN(Py) ,  one finds 

d -( lim A N ( P , ) )  
dPY Py + 0 

(A.11) 

a result equal to (AS). On the other hand, for the large 
power limit, one finds exactly the same result as (A.6). As 
in the case of an exponential nonlinearity, one can ap- 
proximate the nonlinear effective index changes by a 
function with the same shape as the saturable nonlinearity 
itself. This leads to 

On comparing MSCF calculations with the results of 
(A.8) and (A.121, as in Fig. 3, it can be seen that the 
derived expressions give a very reasonable approximation 
of the saturation behavior of the effective index. Even in 

the case of a higher order mode (Fig. 3, lower graph), the 
induced effective index changes follow the curves as given 
by (A.8) and (A.12) despite the strong inhomogeneous 
saturation. This can be understood from (A.3) and (A.10); 
at positions where the intensity is small, the index changes 
are small and do not saturate, but at the same time, these 
index changes have relatively small weight in the integral 
too. 

B. Rough Estimate of Nonlinear Propagation Constants 
A rough, but simple estimate of the nonlinear effective 

indexes of guided modes of channel waveguides can be 
very helpful for easy order of magnitude calculations, and 
moreover, serve as a rough check of the correctness (of 
the implementation) of more elaborate methods. Such a 
simple expression is found when the field profiles are 
approximated by sines (for odd modes) and cosines (for 
even modes). For the lowest order TE, mode, a suitable 
function is 

where wSf and w& are the effective widths of the mode in 
the x and y direction, respectively [19]. The power carried 
by a mode as described by (A.13) is given by 

When saturation is ignored, the induced nonlinear change 
in refractive index is given by 

A n ( x , y )  = 2n,n2,1Eo,(x,y)12 
P8 "Po 

= 2n0n,E 
POoW2fWe5f 

P X  7 T X  
. cos2 ( z ) c o s z  ( 5). (-4.15) 

Application of the variation theorem [ 191 yields 

The integrals can be worked out independently for the 
x and y directions. Using the reduction formulas for 
the cosine twice the integrals yields a factor of 
3w,;f/8*3w&/8. Hence, the complete expression reads 

AN,  9 n o n ~ ~  W O  (A.17) - =  
p 2N,'ff,OOkO W S f W A f '  
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Expression (A.17) can also be obtained easily for higher 

have to be reevaluated. The have the Same 
functional form as (A. 171, but carry different proportion- 

mode profiles involved. 
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