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Abstract: Glutaraldehyde (GA) fixation of bioprosthetic
tissue is a well adapted technique, with commercial prod-
ucts on the market for almost 40 years. Amine groups
present in tissue react with GA to form different types of
cross-links. An estimation of the degree of cross-linking of
the tissue can be obtained by measuring the concentration
of residual amine groups, which is frequently carried out
with the 2,4,6 trinitrobenzene sulphonic acid (TNBS) assay.
Cross-linked tissue and collagen matrices are usually fur-
ther characterized by determining their physical properties
(such as the shrinkage temperature), biological properties
(such as resistance to enzymatic degradation), and me-
chanical properties before in vivo evaluation takes place. In
an effort to improve the properties of cross-linked tissue
and collagen, alternative cross-linking methods have been
developed. One of these methods is based on the use of
water soluble carbodiimides (CDI). It is generally accepted
that this cross-linking method leads only to the formation
of amide linkages between tissue carboxyl and amine
groups. Therefore, until recently the TNBS assay was also
used to determine the degree of cross-linking of CDI cross-
linked tissue and collagen. However, it cannot be excluded
that after activation of carboxyl groups of tissue and colla-
gen by CDI, these groups can react with other nucleophiles
(like hydroxyl groups) present in the matrix. To obtain a
better insight in the degree of cross-linking of CDI cross-
linked matrices a reliable assay for quantification of resid-
ual carboxyl groups is required. Up to now such an assay
was not available. In this study a new assay to determine

residual carboxyl groups in CDI cross-linked collagen mat-
rices is presented. Reconstituted dermal bovine collagen
matrices (RDBC) were cross-linked with a water soluble
CDI and N-hydroxysuccinimide (NHS) and residual car-
boxyl groups were labeled using 5-bromomethyl fluores-
cein. Subsequently, the fluorescent label was released by
mild hydrolysis and quantified with capillary zone electro-
phoresis. A calibration curve relating the concentration of
carboxyl groups with peak intensities was obtained using
SephadexTM standards with known concentrations of car-
boxyl groups. The concentration of carboxyl groups in
unprocessed RDBC as determined with this new technique
was equal to the concentration of carboxyl groups mea-
sured by amino acid analysis. On the basis of the concen-
tration of residual carboxyl groups determined for CDI/
NHS cross-linked RDBC and RDBC, in which the amine
groups were blocked with propionaldehyde before CDI/
NHS cross-linking, it was concluded that activated
carboxyl groups can also react with other groups (such as
hydroxyl groups) present in the matrix. This implies that
the crosslink density of RDBC matrices after treatment
with CDI/NHS is higher than expected on the basis of
amide bond formation only, as determined by the TNBS
assay. � 2007 Wiley Periodicals, Inc. J Biomed Mater Res
83A: 1176–1183, 2007
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INTRODUCTION

Cross-linking of bioprosthetic tissue is a common
procedure to prevent degradation of the tissue dur-
ing in vivo application. Glutaraldehyde (GA) based
cross-linking is the current standard procedure for

the production of tissue heart valves, providing the
prostheses with a low incidence of thrombo-embo-
lism and satisfactory haemodynamic performance.1

In spite of the positive effects of GA fixation, failure
of these cross-linked materials in vivo may occur
mainly due to inflammation and calcification.2–4

Therefore, much research has been directed to the
development of alternative cross-linking procedures
to overcome these deficiencies.1

Cross-linking of collagen based materials with a
water-soluble carbodiimide (such as N0-(3-dimethyla-
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minopropyl)-N-ethylcarbodiimide, EDC) may be a
promising alternative to GA cross-linking.5,6 Carbo-
diimides (CDI) are classified as zero-length cross-
linking agents used to mediate the formation of
amide linkages between carboxyl and amine groups.7

The advantage of the use of these so called zero
length cross-linking agents is that during cross-link-
ing no additional chemical entities are introduced
between the conjugating molecules.7–9 This is in
contradiction to the use of GA, which leads to the
formation of a variety of chemical structures after
reaction with primary amines of lysine and hydroxy-
lysine residues of tissue.10 It has been demonstrated
that diffusion of GA or GA based reaction products
from GA cross-linked tissue matrices causes cyto-
toxic effects in vivo.3

The use of zero length cross-linking agents has
become more and more important for developing
new biomaterials, such as collagen, for long term
implantation and recently several articles have been
published on biological biomaterials based on
matrices cross-linked with EDC and N-hydroxysucci-
nimide (NHS).5,6,11–20

Insight in the extent of cross-linking of matrices
that can be obtained using these reagents is essential
for the design of matrices with optimal properties.1

The degree of cross-linking of matrices in which
only amine groups are involved in the cross-linking
reaction, for instance with the use of GA, is usually
determined by measuring the concentration of resid-
ual amine groups by a 2,4,6 trinitrobenzene sulphonic
acid (TNBS) assay.18,21 Furthermore determination of
the shrinkage temperature provides indirect informa-
tion about the degree of cross-linking of the mate-
rial.18 The degree of cross-linking of a matrix also
has an effect on its resistance to enzymatic degrada-
tion.18 In addition, in vitro cell based assays provide
information about the biocompatibility of the cross-
linked structures.15 For the determination of the
mechanical properties of cross-linked matrices a
number of tensile tests have been developed.13 The
combination of these assays provides a complemen-
tary picture of the physical/chemical properties of
the tissue after processing.18

It is generally accepted that during EDC based
cross-linking of collagen the carboxyl groups are
activated and form amide linkages with tissue amine
groups. However, it was demonstrated in literature
that activated carboxyl groups of hyaluronic acid are
capable of forming ester linkages after reaction with
hydroxyl groups.22 To study if this reaction also
occurs during EDC cross-linking of collagen a reliable
test for quantification of residual carboxyl groups is
required.

It has been found that titration techniques could
not be used to assess the concentration of carboxyl
groups of collagen based materials.23 Labeling of

residual carboxyl groups with dyes developed for
histology proved to be a method for obtaining quali-
tative information.24

Several techniques have been described in litera-
ture for the determination of carboxyl groups of
water soluble materials.24–33 It has been demon-
strated that 5-bromomethyl fluorescein (5-BMF) in
particular is a very effective labeling agent for
carboxyl groups.28 In this article, we have adapted
existing schemes using 5-BMF to label carboxyl
groups of reconstituted dermal bovine collagen mat-
rices (RDBC) before and after cross-linking. After
release of the label by mild hydrolysis, it was quanti-
fied by using capillary zone electrophoresis (CZE)
with laser induced fluorescence (LIF) detection.
Using a calibration curve relating carboxyl group
concentrations of SephadexTM standards with the
fluorescence signal, it was possible for the first time
to accurately determine the concentration of carboxyl
groups in the collagen based samples before and
after cross-linking.

MATERIALS AND METHODS

Materials

All chemicals used were obtained from Sigma Aldrich
(the Netherlands) and were of analytical grade. Acetoni-
trile, 18-crown-6 and 5 bromomethyl fluorescein (5-BMF)
stock solutions (3 mM) in acetonitrile were stored over
molecular sieves, 5A (Supelco, the Netherlands) and kept
at 48C until use.

Reconstituted dermal bovine collagen (RDBC) was
obtained in lyophilized form from Coletica (France). RDBC
samples with a thickness of about 3 mm were cut into
2 cm 3 1 cm samples and stored under anhydrous condi-
tions over calciumsulphate (DrieriteTM) until use.

Methods

Amino acid analysis of RDBC

RDBC samples processed according to the method
described in Table I later were characterized by amino
acid analysis (Ansynth Roosendaal, the Netherlands).

General procedure for 5-bromomethyl fluorescein
labeling of carboxyl groups of RDBC samples

Five samples containing *100 lg each of RDBC sponge
material were swollen in DMSO (500 lL) in individual
amber colored HPLC vials. After swelling, 96 lL of 18-
crown-6 solution (3 mM in acetonitrile) was added to the
DMSO swollen samples. Thereafter anhydrous potassium
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carbonate (20 mg) was added to each vial. The contents
were agitated on a rotary shaker followed by the addition
of 500 lL of 5-bromomethyl fluorescein (5-BMF) stock
solution (3 mM in acetonitrile). The final mixture was incu-
bated at 408C, while the duration of incubation was varied
over a period of 25 h to perform a time course study for
determination of the optimal reaction times for the labeling
process.

At specific times after the start of the reaction, the
5-BMF labeled RDBC samples were rinsed with 2 mL of
acetonitrile for 1 h. At the end of the first hour the rinse
was analyzed for the presence of 5-BMF using fluorescence
spectroscopy (Perkin Elmer, LS50B, Fullerton, USA with
an excitation at 488 nm and emission at 520 nm). The rinse
and analysis processes were repeated at consecutive hour
intervals until no fluorescence was detected in the rinse
solutions.

To assess the amount of fluorescent label bound to
available carboxyl moieties the label must be liberated
from the substrate. To accomplish this, the washed labeled
RDBC samples were blotted free of solution and trans-
ferred to amber colored HPLC vials containing NaOH
(1 mL, 0.1M). Hydrolysis times were varied up to 30 h to
establish the time required for maximal release of 5-BMF.
The resultant hydrolyzates were used for the determina-
tion of the concentration of free carboxyl groups in the
original RDBC samples utilizing CZE, which is described
later.

Capillary zone electrophorsis

Capillary zone electrophorsis (CZE) analysis was per-
formed on a MDQ (Beckman, Palo Alto, USA) equipped
with a 488 nm laser induced fluorescence detector (LIF), a
520 nm band pass filter and a fused silica capillary (50 lm
I.D., 50 cm from injection to detection). Pressurized injec-
tions for 20 s at 10 psi were used and the voltage was set
at 15 kV. Analysis took place in micellar electrokinetic
chromatography mode using a borate buffer (pH 9.2,
10 mM, adjusted with NaOH) containing sodium dodecyl
sulphate (SDS, 10 mM). A total analysis time of 20 min per
sample was used. All analyses took place within 12 h after
completion of the hydrolysis process. This was done to
minimize possible deterioration of the fluorescent signal.
Analytes were stored in the dark at 48C in the CZE system
during the experiment. All effluent was analyzed by the
LIF detector. Peak areas were calculated using internal
software (Beckman, Palo Alto, USA).

Calibration of the CZE method for quantifying
carboxyl groups

A calibration curve was made by labeling carboxy-
methyl modified SephadexTM with known concentrations
of carboxyl groups (obtained via GE Healthcare Bio-Scien-
ces AB, Uppsala, Sweden). Hereto the same labeling
method as described for the RDBC samples was used. It
was found that the SephadexTM beads were compatible
with the organic labeling system used in the 5-BMF reac-
tion. The detection limit was determined at a signal to
noise ratio of 3. The noise was determined using the mean
peak to peak noise (n ¼ 3) of the electropherogram
between 7 and 9 min after injection of water. The reprodu-
cibility of the method was demonstrated by quantifying
the concentration of carboxyl groups of unprocessed
RDBC samples on 5 different days. For each experiment a
new calibration curve was made after labeling of fresh
SephadexTM standards.

RDBC samples used for determining concentrations
of carboxyl groups

Table I summarizes RDBC samples processed for the
evaluation of the labeling method.

Blocking of amine groups of RDBC20

RDBC samples were each submerged in 2-(morpholino)
ethane sulphonic acid buffer (MES, 10 mL, 0.05M adjusted
to pH 6.4 with NaOH) for 1 h. Then the MES buffer was
removed and 10 mL of a reaction mixture containing the
same MES hydration buffer supplemented with propional-
dehyde (0.5M) and NaCNBH3 (0.05M) was added to each
individual reaction vessel. After 4 h, the RDBC samples
were rinsed repeatedly in Di-water for a minimum of 16 h.
The blocking efficacy was determined by the use of a
colorimetric TNBS assay.20 The concentration of residual
carboxyl groups was determined with the 5-BMF labeling
procedure as previously described.

Cross-linking of RDBC samples20

RDBC samples (blocked or unprocessed) were each im-
mersed in MES buffer (10 mL, 0.2M adjusted to pH 5.0 with
NaOH for 1 h). Then theMESbufferwas removed and replaced
with a cross-linking solution containing the same MES
buffer (10 mL) supplemented with N-hydroxysuccinimide

TABLE I
Modifications of RDBC Samples

Label Chemical Process

A Unprocessed None
B Blocked-only Blocking of amine groups with propionaldehyde
C Cross-linked only Formation of cross-links after activation of carboxyl groups by EDC/NHS
D Blocked and cross-linked Blocking of amine groups with propionaldehyde and subsequent

formation of cross-links after activation of carboxyl groups by EDC/NHS.
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(NHS, 0.12M) and N0-(3-dimethylaminopropyl)-N-ethylcar-
bodiimide, EDC (0.3M). After 4 h the RDBC samples were
removed and rinsed repeatedly in Di-water for a minimum
of 16 h. After rinsing, samples were lyophilized and stored
over DrieriteTM. The concentration of residual carboxyl
groups was determined using the 5-BMF labeling proce-
dure as described earlier.

Statistical analysis

A student’s t-test was performed on data. The accep-
tance criteria were that no statistical significant difference
was found if the calculated p value was less then 0.05.

RESULTS

Amino acid analysis of RDBC

The concentration of amino acids in RDBC rele-
vant for blocking and cross-linking is presented in
Table II.

Calibration of the CZE method for quantifying
carboxyl groups

Figure 1 shows a typical electropherogram
obtained during quantification of carboxyl groups of
modified SephadexTM or RDBC.

Two peaks were obtained: a small peak (a) which
migrates prior to the main peak (b). The small peak
appears in all samples in the same relative ratio to
the main peak. The main peak is assigned to the flu-
orescent label that is released from carboxyl groups
of the matrices after mild hydrolysis.

SephadexTM beads represent an ideal model sys-
tem for determining the concentration of carboxyl
groups of insoluble substrates because they can be
used for chemical reactions in an organic milieu
without destroying the matrix. A linear calibration
curve was obtained using SephadexTM with a detec-

tion limit of 500 pmoles/mL. Reproducible results
could be obtained (5 independent calibration curves
were made with p < 0.01, determined with a stu-
dent’s t-test analysis).

General procedure for the labeling of carboxyl
groups of RDBC samples with 5-bromomethyl
fluorescein

Figure 2a represents the results of the time course
study for the reaction of 5-BMF with RDBC. It can
be seen that the reaction of 5-BMF has reached a
maximum conversion at approximately 12 h. To
assure adequate label incorporation we further
adopted 16 h as a standard time for the labeling
reaction. For these studies a hydrolysis (fluorescent
label liberation) time of 24 h was chosen.

Figure 2(b) represents the results of the time
course study for liberating the ester linked fluores-
cent label residue from RDBC, utilizing a 16 h label-
ing reaction time. It can be seen that maximum
release of the label was obtained at hydrolysis times
>15 h. To assure optimum yields a hydrolysis time
of 20 h was used for further experiments.

TABLE II
Amino Acids Expressing Free Amine, Carboxyl, and

Hydroxyl Groups Present in RDBC Samples

Functional
Group

Amino
Acid

Number/1000
Amino Acids

Number of
Functional

Groups/1000
Amino Acids

NH2 Lysine 20
Hydroxylysine 11 31

COOH Glutamic acid 78
Aspartic acid 44 122

OH Serine 33
Hydroxyproline 100
Hydroxylysine 11 144

Figure 1. Electropherogram showing peaks related to the
released fluorescent label after hydrolysis of labeled,
SephadexTM or unprocessed RDBC. Peak (a) is always
present in the same ratio to (b) and peak (b) is used for
further analysis.
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Quantification of the concentration
of carboxyl groups in RDBC samples

The amino acid analysis of the different RDBC
groups (A–D in Table III) showed that the concentra-
tions of aspartic and glutamic acid residues were the
same for each group as can be expected, because for
the analysis the samples are completely hydrolyzed.

No significant difference was found between the
total concentration of glutamic and aspartic acid

present in unprocessed RDBC as determined with
amino acid analysis compared to the results obtained
with the 5-BMF labeling method.

Comparing group A and B indicates that as
expected blocking of amine groups does not affect
the concentration of carboxyl groups. It further illus-
trates that the results of the 5-BMF technique are not
influenced by the presence of blocked amine groups.
Blocking of amine groups with propionaldehyde
resulted in a significant decrease of residual amine
groups as determined with the TNBS method.

After cross-linking of unprocessed RDBC *57
carboxyl groups and 22 amine groups (per 1000
amino acid residues) are participating in cross-links.
Interestingly, during cross-linking of RDBC with
blocked amine groups a significant amount of car-
boxyl groups formed cross-links while no amine
groups reacted. By comparing groups B and D it can
be concluded that in both cases *36 carboxyl groups
per 1000 amino acids have formed cross-links with
other reactive groups present in collagen.

DISCUSSION

Bioprosthetic devices have to be biocompatible
and should not elicit cytotoxic or inflammatory
responses. Although GA based cross-linking techni-
ques are still used for most commercial products a
number of different cross-linking agents for collagen
based materials have been developed over the last
years.

Many of these reagents react with tissue amine
groups (examples are a variety of aldehydes, imi-
doesters, and hexamethylene diisocyanate).1

The degree of cross-linking of such materials is
usually determined by a chemical analysis method
using TNBS labeling of residual amine groups.21

More recently, alternative cross-linking methods
for collagen based materials have been developed, in
which also other groups than amine groups are

Figure 2. Single factor optimization study for the time
course of fluorescent label incorporation and release from
carboxyl groups in RDBC matrices. (a) shows the incorpo-
ration of label as a function of time, using a hydrolysis
time of 24 h, while (b) represents the release of the label
from the matrix as a function of time, using a labeling
reaction time of 16 h.

TABLE III
Comparison of Results from Amino Acid Determination and CZE Data

N ¼ Number/1000 Amino Acids COOH (AA)a COOH (5-BMF)b DCOOH
c NH2 TNBSd DNH2

e DCOOH–DNH2

f

A Unprocessed 123 6 3 122 6 4 NA 31 6 3 N.A. N.A.
B Blocked 121 6 2 122 6 2 0 4 6 2 *27 N.A.
C Cross-linked 122 6 4 65 6 3 *57 9 6 2 *22 *35
D Blocked and Cross-linked 121 6 3 86 6 4 *36 4 6 2 0 *36

N.A., not applicable.
aCarboxyl groups of aspartic and glutamic acid residues as determined by amino acid analysis.
bResidual carboxyl groups as determined with 5-BMF labeling.
cCarboxyl groups involved during cross-linking.
dAmine groups as determined with the TNBS colorimetric assay.
eAmine groups involved during blocking or cross-linking.
fDifference in carboxyl group compared to amine group involvement in the reactions.
All values are depicted in numbers per 1000 amino acid residues. 5 samples per group per method were analyzed.
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involved in the cross-linking reaction. An example of
such a technique is based on the involvement of
carboxyl groups. Olde Damink et al. successfully
demonstrated the use of N0-(3-dimethylamino-
propyl)-N-EDC (a water soluble CDI) in combination
with NHS in the cross-linking of dermal sheep
collagen.5,6,10 Based on promising in vivo results,
published in his thesis in 1993, others have also
applied water soluble EDC and NHS for the cross-
linking of a wide variety of tissue matrices.11–20 One
of the reasons for the interest in using EDC and
NHS is that cross-linking takes place without the
incorporation of new chemical entities. As a result
nontoxic matrices can be obtained, which offer ideal
scaffolds for cell seeding and other tissue engineer-
ing purposes.12,14,15 Other investigators have further
optimized the CDI based cross-linking technology
by controlling the cross-linking reactions within
biological matrices. By blocking of tissue amine groups
followed by incorporation of a diamine terminated
spacer (JeffamineTM) using EDC and NHS, flexible
spacers between collagen carboxyl groups could be
introduced. Porcine aortic wall samples, processed in
this manner showed a significantly reduced in vivo cal-
cification as compared to porcine aortic wall samples
cross-linkedwith EDC andNHS only.18,20

Until now it is generally accepted that during EDC
based cross-linking of collagen matrices activated
carboxyl groups form amide bonds with amine
groups present in the matrix.7,9,10 Therefore quantifi-
cation of residual amine groups with TNBS has also
been used to estimate the degree of cross-linking of
such matrices.

However, it cannot be excluded that activated
carboxyl groups also react with other functional
groups present in the matrix. This hypothesis is also
based on the work of Tomihata and Ikada22 who
demonstrated using FTIR that treatment of hyal-
uronic acid films with EDC yields cross-linked struc-
tures, rich in ester bonds.

To get a better insight in the degree of cross-linking
of collagen based structures after treatment with
EDC (and NHS) not only the concentration of re-
sidual amine groups has to be determined but also
the concentration of remaining carboxyl groups. Up
to now there is no reliable method available to
quantify carboxyl groups of collagen matrices. As
mentioned earlier, existing techniques based on titra-
tion of carboxyl groups or reaction of tissue samples
with dyes developed for histology are cumbersome
and do not have the sensitivity desired.

Because of the lack of a direct method to quantify
carboxyl groups, investigators were not able to relate
the actual degrees of cross-linking of collagen matri-
ces with physical-chemical properties like the shrink-
age temperature (DSC), the resistance to enzymatic
degradation and the biomechanical properties.18,21

The work presented in this article is directed to
the development of a reliable technique for deter-
mining the carboxyl group concentration of collagen
based materials. Coletica’s RDBC was chosen as a
model system because its overall structure and amino
acid composition are similar to other reconstituted
materials on the market. RDBC was also selected
because this material has a low sample to sample
variation.

In this novel approach selective labeling of car-
boxyl groups with 5-BMF was applied. The labeling
technique is a modification of the method published
by Mukherjee et al. to determine the concentration
of carboxyl groups of water soluble materials.28

Figure 3 depicts the reaction of 5-BMF with func-
tional groups present in the collagen matrix.

During the reaction of 5-BMF with functional
groups of collagen, a fluorescent label becomes linked
to the matrix. If 5-BMF reacts with carboxyl groups,
the label is attached via an ester linkage (reaction A
in Fig. 3). If 5-BMF reacts with amine groups, the
label is linked through an amide bond to the matrix.
After labeling, residual 5-BMF is removed by wash-

Figure 3. Reaction scheme of 5-BMF with collagen related free carboxyl and free amine groups.
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ing and part of the chemically bound fluorescent
label [Fig. 3(E)] is retrieved after brief hydrolysis
using NaOH (0.1M) without damaging the remain-
ing collagen structure. In this procedure ester link-
ages between the label and the matrix are cleaved,
whereas the label coupled through an amine bond
remains attached to the matrix [Fig. 3 (reaction C,
product D]. This is confirmed by comparing the con-
centrations of carboxyl groups of unprocessed RDBC
with that of amine blocked RDBC (Table III) both
determined by the 5-BMF labeling procedure. The
fact that the concentrations of carboxyl groups for
both matrices are similar indicates that under mild
hydrolytic conditions all the label bound via the
ester groups will be released. By weighing the
lyophilized samples before and after hydrolysis it
was verified that no collagen material is lost during
hydrolysis.

Mukherjee et al.28 also postulated that under the
labeling conditions employed, carboxyl groups of
water soluble compounds may also react with the
hydroxyl group of 5-BMF (indicated with a * in Fig. 3).
There is no hard evidence that this reaction takes
place. If the reaction should occur also ester bonds
are formed between the label and free carboxyl
groups of the collagen matrix, which will also be
hydrolyzed after treatment with NaOH (0.1M).

Electropherograms obtained during the analyses
of both processed and unprocessed RDBC show two
peaks (similar to what was observed by Mukherjee
et al.28 A smaller leading peak was followed by a
predominant peak and the ratio of the first peak to
the second was always the same no matter which
samples were analyzed. Spiking experiments with
5-BMF treated with 0.1M NaOH for times equivalent
to those used to treat labeled collagen matrices
resulted in similar electropherograms with the same
ratio between the first and second peak. On the basis
of these results the peak area of the main peak was
used for determining the concentration of carboxyl
groups in the original matrix.

In the course of developing this labeling process,
some modifications on the method developed by
Mukherjee had to be made.28 First an appropriate
concentration of 5-BMF with respect to reactive
groups of RDBC had to be found. To fully convert
available carboxyl groups of the matrix, a molar
ratio of label to all available reactive groups in
excess of 2000 was utilized. This is a common prac-
tice used for many colorimetric type reactions.21

Another modification of the original 5-BMF label-
ing procedure concerned the reaction temperature.
The optimal temperature for labeling as indicated by
Mukherjee was *758C. It was reported that lower-
ing the temperature to 408C, only decreased the
labeling efficacy with a few percent.28 To avoid
structural changes of the RDBC matrix, which has a

shrinkage temperature of 458C, the labeling reaction
was carried out at 408C.

After optimization of the reaction conditions it was
found that the concentration of carboxyl groups in
unprocessed RDBC as determined with this newly
developed method, using SephadexTM to prepare a
calibration curve, was equal to the concentration of
carboxyl groups based on aspartic and glutamic acid
residues as determined with amino acid analysis (see
Table III). Furthermore, as expected, prior blocking of
amine groups of the RDCB matrix did not lead to
changes of the concentration of carboxyl groups.
Although it is generally assumed that during EDC
cross-linking of collagen based materials activated car-
boxyl groups react only with amine groups, our results
indicate that a significant part of carboxyl groups
reacts with other groups of the matrix. This is also
shown when RDBC samples having blocked amine
groups were reacted with EDC and NHS. The data in
Table III show that carboxyl groups are consumed dur-
ing cross-linking. It was estimated that both for the
unprocessed RDBC and RDBC having blocked amine
groups *36 carboxyl groups/1000 amino acid resi-
dues had reacted with other functional groups than
amine groups. As hypothesized before, these carboxyl
groups could have formed ester linkageswith hydroxyl
groups of the matrix. A detailed investigation on the
formation of ester cross-links formed in RDBC matri-
ces after treatment with EDC and NHS will be the sub-
ject of a forthcoming publication. Furthermore since
the fiber orientation and concentration in a reconsti-
tuted collagen is different as compared to collagen
present in a natural tissue, the method discussed in
this article was tested on bovine pericardium, a natural
collagen rich construct. Similar observations were
found as discussed in this article for RDBC and results
will be included in the next publication.

CONCLUSION

This study describes a new assay based on the
method of Mukherjee et al. to determine the concen-
tration of carboxyl groups of collagen containing
(biological) matrices. Reconstituted collagen sponge
(RDBC) was used as a model system. The concentra-
tion of carboxyl groups could be successfully deter-
mined after reacting carboxyl and amine groups
of the matrix with 5-BMF followed by selective
cleavage of ester bonds to release the fluorescent
label from carboxyl groups. After cross-linking of
RDBC with N0-(3-dimethylaminopropyl)-N-EDC and
N-hydroxysuccinimide (NHS), it was found that
based on the concentration of free carboxyl groups,
that these groups had not only reacted with amine
groups but also with other functional groups of the
matrix. Most probably a significant percentage of the
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carboxyl groups had reacted with hydroxyl groups
of the matrix to form ester cross-links.

This method provides a better determination of
the cross-link density of cross-linked matrices and
will help to understand the relationship between
cross-link density and biophysical properties of
cross-linked tissue such as shrinkage temperatures,
resistance to enzymatic hydrolysis and mechanical
properties. The method will also be very valuable
for a better characterization and design of new mat-
rices for bioprosthetic implants.
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