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No relationship between the cell surface 
hydrophobicity of coagulase-negative 
staphylococci and their ability to adhere onto 
fluorinated poly(ethylene-propylene) 
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The cell surface hydrophobicity of 14 encapsulated and 21 non-encapsulated coagulase- 
negative staphylococci (CN staph) as determined with the salt aggregation test (SAT) as well 
as with the xylene-water method ranged widely. Non-encapsulated strains adhered well onto 
fluorinated poly(ethylene-propylene) (FEP), irrespective of the hydrophobicity of the cell 
surface. The ability of the encapsulated strains to adhere onto FEP differed also considerably, 
but no correlation between the number of adherent bacteria and the cell surface hydro- 
phobicity was observed. 

1. Introduction 
Coagulase-negative staphylococci (CN Staph), recog- 
nized recently as important pathogens [1, 2], are most 
often involved in infections associated with the use of 
foreign bodies, such as prosthetic heart valves [3], 
intravascular catheters [4] or pacemakers [5]. Initial 
adherence of CN Staph onto artificial surfaces is 
thought to be an important step in the development of 
these infections [2, 6-8]. 

It is unknown which surface structures or surfaces 
components of CN Staph mediate adherence onto 
polymeric surfaces [9, 10]. Capsules adherent to CN 
Staph [11, 12] and extracellular slime [7, 11, 13] 
produced by CN Staph may be involved in the adher- 
ence process [2]. It has also been suggested that the 
hydrophobicity of the bacterial cell surface is a rel- 
evant property for the adherence of CN Staph to 
polymeric surfaces [2, 14]. 

Only a small number of studies [10, 15--17] have 
been reported in which a possible correlation between 
the cell surface hydrophobicity of CN Staph and their 
ability to adhere onto polymeric surfaces was con- 
sidered. In one study [15] a correlation between the 
cell surface hydrophobicity of CN Staph as deter- 
mined with the xylene-water test and the ability of the 
bacteria to adhere onto Teflon catheters was found. In 
a previous study [10] we found that the cell surface 
hydrophobicity value,; of CN Staph as determined by 
their adherence to xylene did not predict the ability of 
the test strains to adhere onto fluorinated poly- 
(ethylene-propylene) (FEP), a hydrophobic biomater- 
ial used in many biomedical applications. 

Several methods based on different principles have 
been used to determine the bacterial cell surface hy- 
drophobicity. These methods include the adherence of 
various bacteria other than CN Staph to hydrocar- 
bons [11, 18], the salt aggregation test (SAT) [19], 
hydrophobic interaction chromatography [20], and 
the measurement of the water contact angle on layers 
of bacteria [21]. In general, no correlation between 
these various methods [22-24] was obtained. 

In this study we compared the cell surface hydro- 
phobicity assessed with the salt aggregation test (SAT) 
[19] and the xylene-water method [11, 18] of both 
encapsulated and non-encapsulated CN Staph. In 
addition, we investigated whether the cell surface hy- 
drophobicity values obtained could be used to predict 
the ability of CN Staph to adhere onto FEP. 

2. Mater ia ls  and methods 
2.1. Bacterial strains and growth conditions 
In total 35 CN Staph strains were used. Seven NCTC 
strains kindly donated by R. R. Marples (Central 
Public Health Laboratory, London, UK), were isol- 
ated from patients with prosthetic valve endocarditis, 
Twelve strains designated as S1 through S12 were 
isolated from at least two sequentially taken blood 
samples from patients treated in the intensive care 
unit. The remaining 16 strains (H 1 through H16) were 
derived from the skin flora of open-heart surgery 
patients. 

Twenty-one strains could be identified using the 
API Staph gallery (API systems S. A. Montalieu, 
Vercieu, France) as Staphylococus epidermidis, seven 
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strains as S. saprophyticus, one as S. capitis, one as S. 
warneri, two as S. heamolyticus, two as S. hominis and 
one as S. cohnii. 

Fourteen of the 35 strains were encapsulated as 
demonstrated by the India Ink wet-film method [25]. 

The strains stored in skim-milk at - 2 0 ° C  and 
maintained on sheep blood (5% v/v) agar plates 
(Oxoid Ltd, Basingstoke, Hampshire, UK) at 4°C, 
were cultured in Trypticase soy broth (TSB; BBL 
Microbiology Systems, Cockeysville, MD, USA) for 
18 h at 37 °C in a rotary shaker incubator (120 r.p.m.; 
New Brunswick Scientific Co., New Brunswick, N J, 
USA). Bacteria were harvested by centrifugation 
(3000 r.p.m., 10 min; model 3E-l, Sigma, Osterodeam 
Harz, Germany), washed three times with phosphate 
buffered saline (PBS; 8.1 mM Na2HPO ,, 1.5ram 
KH2PO~, 140 mM NaC1, 3 mM KC1 pH 7.2) and sub- 
sequently resuspended in this buffer. 

2.2. Adherence to xylene and the salt 
aggregation test 

The adhesion of bacteria to xylene was determined 
with the xylene-water method as previously reported 
[11, 18] and expressed as the percentage of bacteria 
adhering to xylene. 

In the salt aggregation test (SAT) according to 
Lindahl et al. [19] the bacterial cells were washed 
three times with a 20 mr~ sodium phosphate buffer 
(pH 6.8) and resuspended in this buffer to give approx- 
imately 5 x 109 CFUm1-1 as determined by viable 
count. Concentrations of ammonium sulphate in a 
20 mM sodium phosphate buffer (pH 6.8) ranged from 
0.2 y[ to 4.0 M with increments of 0.2 M. Of these 
solutions 50 lal was added to the wells of a 96 U-well 
microtiter tray (Thovadec, Nieuwkoop, The Nether- 

lands) containing 50 I~l of the bacterial suspension. 
After 12 h at 4 °C the SAT value was defined as the 
lowest final salt concentration inducing bacterial ag- 
gregation. Strains aggregating in the phosphate buffer 
were designated as auto-aggregating. 

2.3. Adherence of CN Staph onto FEP 
Discs (34 mm diameter) of films of FEP (type 500 A; 
E.I. Du Pont de Nemours & Co., Inc., Wilmington, 
DE) were exposed to bacteria (5 x 10 ~ CFUml-1) at 
37°C for 2.5h in a rotary shaker incubator at 
120r.p.m. (New Brunswick Scientific Co.) [9, 10]. 
After rinsing eight times with 3 ml of PBS, adherent 
bacteria were fixed with 4% (v/v) glutaraldehyde in 
PBS. The number of adhering bacteria was counted 
using a light microscope by examining six 0.05 mm 2 
parts on each film. If bacteria adhered to FEP films in 
clusters, the average number of cells per cluster was 
counted by high-magnification light microscopy or 
scanning electron microscopy. All experiments were 
performed in duplicate. The results were expressed as 
the number of adherent bacteria per square millimetre 
of FEP film. 

2.4. Statistical me thods  
Correlation coefficients (r) of multiple linear regres- 
sion analyses of data were performed by using stand- 
ard methods. 

3, Results 
3.1. Cell surface hydrophobicity determined 

by the SAT and adherence of CN 
Staph to xylene 

Hydrophilic (high SAT value) and hydrophobic (low 

T A B L E  I The cell surface hydrophobicity of non-encapsulated CN Staph as determined with the SAT or with the xylene test and the 
adherence onto FEP films 

Staphylococcus strain SAT value (M) Adherence to 

xylene (%) FEP (cells x 10 3 per mm 2) 

S. epidermidis nctc 100600 0.5 
S. epidermidis nctc 100623 1.7 
S. epidermidis nctc 100641 0.5 
S. epidermidis nctc 100893 0.6 
S. epidermidis nctc 100894 0.6 
S. epidermidis nctc 100835 1.7 
S. epidermidis K 2 (H1) 0.3 
S. epidermidis G 1 (H2) 0.7 
S. epidermidis G 2 (H3) 1.2 
S. epidermidis H 1 (H4) 0.7 
S. epidermidis I 41 (Hh) 0.6 
S. epidermidis pre 69 (H6) 0.5 
S. epidermidis I 1 (H7) 1.4 
S. epidermidis IV 6 (H8) 0.7 
S. epidermidis I 36 (H9) 0.7 
S. epidermidis SL 76 (S1) 0.2 
S. epidermidis SL 58 ($2) 0.2 
S. epidermidis sep 2 ($3) 0.8 
S. epidermidis SL 26 ($4) 0.9 
S. epidermidis sep 1 ($5) 0" 
S. saprophyticus pre 40 (H10) 1.6 

54 74 
12 70 
42 43 
57 71 
79 69 

7 56 
21 60 
52 63 
75 63 
76 81 
77 85 
83 67 
85 59 
89 59 
95 54 
44 64 
83 70 
86 61 
90 79 
80 75 
52 87 

a Auto-aggregating strain. 
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T A B L E I I The cell surface hydrophobicityof encapsulated CN Steph as determined with SAT or with the xylene test and the adherence 
onto FEP films 

Staphylococcus strain SAT value (M) Adherence to 

xylene (%) FEP (cells x 103 per mm 2) 

S. epidermidis nctc 100892 
S. saprophyticus SAP 1 (HI 1) 
S. saprophyticus A 1 (H12) 
S. saprophyticus GB 171 ($6) 
S. saprophyticus GB 103 ($7) 
S. saprophyticus GB 149 ($8) 
S. saprophyticus GB 51 ($9) 
S. capitis GB 325 (S10) 
S. warneri PRE 12 (H13) 
S. heamolyticus GB 52 (S11) 
S. heamolyticus A 2 (H14) 
S. hominis Y 2 (H15) 
S. hominis SL 33 ($12) 
S. eohnii K 1 (H16) 

0.1 72 65 
2.0 6 15 
1 . 3  93 33 
0 a 89 71 
0 a 86 84 
0 a 87 50 
0.5 75 31 
1 . 2  68 29 
1.8 46 22 
2.0 46 2 
0.1 92 41 
0.3 93 25 
1.5 89 54 
0.5 91 42 

a Auto-aggregating strain. 
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Figure 1 (a) Adherence of 21 non-encapsulated and (b) 14 encapsulated CN Staph strains to xylene as a function of the lowest final 
concentration of ammonium sulphate (SAT value) inducing bacterial aggregation. Correlation coefficients were - 0 . 3 3  and -0 .71 ,  
respectively. (c) Adherence of 21 non-encapsulated and (d) 14 encapsulated CN Staph strains onto FEP films as a function of the lowest final 
concentration of ammonium sulphate (SAT value) inducing bacterial aggregation. Correlation coefficients were - 0 . 0 2  and -0 .72 ,  
respectively. The standard deviation of the measurements in the SAT and xylene water method was approximately + 10%. 
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SAT value) strains were present among the non- 
encapsulated (Table I) as well as among the encapsul- 
ated strains (Table II). One non-encapsulated strain 
and three encapsulated strains showed auto-aggrega- 
tion in the test buffer. 

The ability of non-encapsulated (Table I) and en- 
capsulated strains (Table II) to adhere to xylene 
ranged widely. 

3.2. Adherence  of CN Staph onto  FEP 
Non-encapsulated CN Staph strains adhered in higher 
numbers onto FEP than encapsulated strains. The 
mean numbers of non-encapsulated bacteria adhering 
onto FEP ranged from 43 x 103 to 87 x 103 CFU per 
mm z of FEP (Table I), mean numbers of encapsulated 
bacteria adhering onto FEP ranged from 1.6 x t03 to 
84 x 103 CFU per mm 2 of FEP (Table II). The extent 
of the number of adhering bacteria of strains derived 
from blood cultures of patients with endocarditis, and 
of patients with septicemia, or from the skin was not 
different. 

3.3. Correlation between the SAT value 
and the adherence to xylene 

Comparing the SAT value and the adherence to 
xylene the distribution of non-encapsulated strains 
(Fig. la) and of encapsulated strains (Fig. lb) was 
similar, except for six of the non-encapsulated strains. 
Although both non-encapsulated and encapsulated 
strains with SAT values higher than 1.4 showed a low 
adherence to xylene, no correlation (r = - 0.33) be- 
tween the adherence to xylene and the SAT value was 
found. A weak correlation (r = -0.71) was found 
between the adherence to xylene and the SAT value 
for the encapsulated strains (Fig. lb). 

3.4. Correlation between the SAT value and 
the adherence onto FEP 

No correlation (r = 0.02) between the SAT value and 
the ability of the non-encapsulated CN Staph strains 
to adhere onto FEP was found (Fig. lc). Four encap- 
sulated strains with a low SAT value showed a rather 
high adherence onto FEP. However, there was a poor 
correlation (r = 0.72) between the adherence of encap- 
sulated CN Staph strains onto FEP and their SAT 
value (Fig. ld). 

4. Discussion 
The adherence of CN Staph onto hydrophobic poly- 
mer surfaces may be due to hydrophobic interaction 
[2, 14]. This means that CN Staph with a hydro- 
phobic cell surface adhere to a higher extent onto such 
surfaces than strains with a hydrophilic cell surface. 
Recently, a linear correlation between cell surface 
hydrophobicity of CN Staph as determined by the 
xylene-water test and the bacterial adherence onto 
Teflon was reported [15, 17]. However, Hogt et al. 
[10] demonstrated that cell surface hydrophobicity of 
CN Staph as determined by the xylene-water method 
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was not predictive for the ability of the strains to 
adhere onto FEP. We demonstrated that non-encap- 
sulated CN Staph strains adhered to a high extent 
onto FEP while the cell surface hydrophobicity as 
determined by the SAT also ranged widely. The range 
of SAT values of encapsulated and non-encapsulated 
strains was similar, but the adherence of most of the 
strains onto FEP was lower than that of the non- 
encapsulated strains. An explanation for the discre- 
pancy between the cell surface hydrophobicity of CN 
Staph as measured and the adherence onto hydro- 
phobic surfaces may be that the cell surface hydro- 
phobicity is not the only factor involved [10, 17]. 
Another explanation may be that the assays used to 
assess the cell surface hydrophobicity of CN Staph 
provide information about different cell surface 
properties. 

Indeed, the data of our study reveal no correlation 
between the SAT value and the adherence of the 21 
non-encapsulated and 14 encapsulated CN Staph 
strains to xylene. Similar findings were reported for 
various other bacterial species 1-22-24]. Several factors 
may explain the poor correlation between the SAT 
and the adherence to xylene. In the SAT the cell 
surface charge of the bacteria may interfere with the 
bacterial aggregation [2, 24]. Bacteria with a rather 
high cell surface charge require a relatively high salt 
concentration to induce bacterial aggregation. It has 
been shown that CN Staph strains have a wide varia- 
tion in their relative cell surface charge [11]. There- 
fore, the poor correlation between the results of the 
SAT and the xylene-water test when applied on the 
CN Staph strains may be due to the differences in 
the relative cell surface charge among the bacteria. 
The observation that encapsulated strains with low 
SAT values adhered in a low extent onto FEP may 
further illustrate the possible influence of the surface 
charge on the SAT value. Another factor to consider is 
that the xylene adherence test provides information 
about the ability of CN Staph to stabilize 
xylene-water emulsions [10]. Stabilization of these 
emulsions depends upon the molecular organization 
and the domain structure of hydrophobic and hydro- 
philic sites at the cell surface of the various test strains 
[10]. Non-encapsulated strains with low xylene-water 
method values adhered to a high extent onto FEP 
indicating that these strains have sufficient hydro- 
phobic sites at their cell surface. Apparently, these 
strains, when applied in the xylene-water test, form 
water-xylene emulsions. 

It has been suggested that a good agreement be- 
tween the different assays to assess the cell surface 
hydrophobicity of bacteria is obtained if the tests are 
applied on a selection of strains which are quite 
similar in surface structure or surface composition 
[24]. Therefore, our findings show that the cell surface 
of various non-encapsulated and encapsulated CN 
Staph strains is rather heterogeneous. It may be that 
strains with a high degree of cell surface similarity 
have been used in a number of studies reporting a 
rather good linear correlation between the SAT value 
and the bacterial adherence to octane [26] or to octyl- 
sepharose [19, 27, 28]. 



In conclusion, values of the cell surface hydro- 
phobicity of CN Staph obtained with the SAT and the 
xylene water method, do not correlate. Most likely, 
among CN Staph strains reorientation of bacterial cell 
surface structures occurs when the bacteria are ex- 
posed to the xylene-water system. On the other hand 
the cell surface charge of the bacteria may interfere 
with the SAT. Also, no correlation between the values 
of the SAT and the adherence of the bacteria onto 
FEP was observed. 
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