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Dissipative flux motion in high-temperature superconductors
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The dissipation below T, has been studied for representatives of all classes of cuprate high-
temperature superconductors, including BazYCu307 z, and Bi and Tl compounds. The results are
parametrized in the framework of flux creep, with the largest activation energies found in

Ba2YCu307. It is argued that the magnitude of dissipative flux motion is more related to the elec-
tronic anisotropy of the material than the actual defect structure. The thermally activated flux

creep model, whose parameters are extracted from dc measurements, consistently describes also dy-
namic measurements, including the irreversibility line and the melting transition. Finally, the simi-
larities in dissipative behavior are emphasized between high-T, materials, very thin films, and lay-
ered low- T, superconductors.

I. INTRODUCTION

Vortex dynamics in superconductors reveals informa-
tion about the motion of vortices as influenced by various
interactions and is related to an important technological
quantity: the depinning critical current. This research
area has recently been very fruitful, and is studied using
various experimental techniques, such as time depen-
dence of the remanent magnetization, ' dc resistivi-
ty, ac susceptibility, ' '" microwave absorption, the
mechanical oscillator' ' and decoration experi-
ments. ' ' The aim of this paper is to provide a con-
sistent phenomenological model for the various experi-
ments. In particular we will focus on five issues: (I} the
value of the depinning critical current in a magnetic field,
(2) the difference in pinning for the various high-
temperature superconductors, (3} the actual value of the
activation energy for flux motion, (4} the relation between
static and dynamic experiments, and (5) the comparison
between high-T, and low-T, materials.

Starting with a discussion of the dc-resistivity results,
we will parametrize these measurements in terms of a flux
creep model, from which we can estimate several micro-
scopic parameters, in particular the activation energy of
vortex dynamics. These activation energies are compared
for the various high-temperature superconductors, and
related to the tilt modulus of the flux lines, which is in
part determined by the electronic coupling between the
Cu-0 double planes. It turns out that this coupling
strength between the Cu-0 planes determines the pinning
behavior more than the actual defect structure. Further-
more, we will use thermally activated vortex dynamics to
relate our dc measurements with ac experiments. This
model gives the intimate relationship between the dc
resistivity and ac susceptibility, and furthermore makes
the connection between the melting line and the irreversi-
bility line. Finally, we compare our resistivity measure-
ments on the high-T, materials with measurements on
low-T, materials, in which similar behavior has been ob-
served.

II. EXPERIMENTAL TECHNIQUES

The crystal growth of the various compounds and a de-
tailed characterization of the crystals has been described
elsewhere. ' ' Typically, we used single crystal samples
of 1X0.2X0.01 mm with four sputtered Ag contacts.
After sputtering, Ag leads were attached using Ag ep-
poxy, and annealed for 2 hours at 250'C. The contact
resistance is generally as small as the sample resistance at
room temperature, and does not contribute significantly
to heating. The current-voltage (I-V) characteristics
were carefully measured, and the temperatures at which
linear I-V behavior was observed are marked in Figs. 2
and 8. The temperature was measured with a calibrated
carbon-glass thermometer and accurate corrections for
its magnetoresistance were made. A magnetic field up to
12 T was generated by a superconducting solenoid.

III. EXPERIMENTAL RESULTS AND DISCUSSION

A. Bi2SrzCaCuz08

In Fig. 1 we show the resistive transition of
Bi2SrzCaCu208 in magnetic fields of 0, 2, 5, and 12 T
both perpendicular and parallel to the a, b basal planes.
The inset shows the zero-field transition up to 300 K.
The transition in zero field is very sharp, but broadens
considerably upon applying a field. The upper part of the
figure shows the full range of the resistivity up to the nor-
mal state. We focus in this paper upon the low-resistivity
data, which are shown on an expanded scale in the lower
part of the figure. As we discuss later we cannot use a
resistivity criterion to determine H, z.

In order to show the low-resistance data more clearly,
we replot the resistivity data in Fig. 2 on a logarithmic
scale, versus inverse temperature for four magnetic fields
0, 0.1, 1, and 10 T perpendicular to the a, b basal plane.
While the anomaly at T, is very small in this presentation
of the data, this Arrhenius plot shows that the resistivity
is thermally activated over four orders of magnitude from
10 to 1 pQcm below about 1 pAcm or 1% of the
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FIG. 2. Arrhenius plot of the resistivity of Bi2SrzCaCu208 in

four selected magnetic fields, 0, 0.1, 1.0, and 10 T, perpendicular
to the basal planes. The asterisks denote the temperatures at
which ohmic dissipation (linear I-V) was measured (see Fig. 7).

FIG. 1. Temperature dependence of the electrical resistivity
Bi2Sr2CaCu20~ in four selected magnetic fields, 0, 2, 5, and 12 T,
oriented parallel (open symbols) and perpendicular to the basal
planes. The lower part of the figure is a magnification by about
a factor 100 to emphasize the exponential behavior. The inset
shows the zero-field resistivity up to room temperature.

H~~ &3 T. More significantly, we find that Uo does not
scale with H

We note here that the values of Uo for different fields
H are deduced from different hmited temperature ranges.

normal-state resistivity, from 17 to 75 K, and from 0.1 to
12 T. The slope of the curves below this 1% criterion is
related to the activation energy Uo (a more detailed dis-
cussion on this point is given in a subsequent section),
and the resistivity can therefore be described as

p(T, H, Q) =poexp( —Up/kg T) .
10 1—

Hj. c,b
o 0.1T

1T
Q 10T

The temperature scale for the activation energy can be
normalized as Uo/T. This is shown in Fig. 3 for three
magnetic fields 0.1, 1, and 10 T perpendicular to the basal
plane. All curves coalesce on one line which means that
the preexponential factor po is field independent. The
value of po is about 10 pQ cm, about three orders of
magnitude larger than the normal-state resistivity.

For the other orientation H~~a, b we also find thermally
activated behavior well below T„however with different
activation energies. The values for Uo range from 300 to
3000 K. Using the normalized temperature scale Uo/T,
the curves for this orientation coalesce with the Hla, b
data. Therefore, the preexponential factor po is not only
field independent, but also orientation independent.

Finally, in Fig. 4 we show the magnetic field depen-
dence of the activation energy Uo. This plot suggests a
power law dependence U-H with a= —,

' for H~ &3 T,
a= —,

' for H~) 3 T, and a= —,
' for H~~ &3 T, and a=
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FIG. 3. Universal behavior of the thermally activated electri-
cal resistivity for the data of Fig. 2, by use of a normalized tem-
perature scale Uo/T.
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FIG. 6. Schematic representation of the condensation energy
along the coordinate of the Lorentz force. The upper curve
shows the unperturbed potential Uo, and the lower curve shows
depinning ( Uo= UL ).

FIG. 4. Magnetic field dependence of the activation energy
Uo for fiux creep in two orientations, determined from the Ar-
rhenius curve between 10 and 1 pQ cm.
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FIG. 5. Temperature dependence of d lnp/dT ' (i.e., the
slope of the Arrhenius curve). This sample has a slightly higher
activation energy than the sample of Figs. 2 and 4. The activa-
tion energy in Fig. 4 was determined in the temperature interval
over which the resistivity changes from 10 to 1 pQ cm. Flux
creep applies only for T && T„UO ) k~ T, and p &&p„.

The values of Uo are determined from the limited tem-
perature interval over which the data on the Arrhenius
plot can be represented by a straight line. Even if the
slope does not change significantly in the temperature in-
terval in which the resistivity changes by four orders of
magnitude, it does not mean that Uo is temperature in-
dependent. A temperature dependence of Uo can be
probed by plotting the temperature dependence of
d lnpldT ' (i.e., the slope of the Arrhenius curve), as
shown in Fig. 5. Obviously, the values of Uo shown in
Fig. 4 are determined in a narrow temperature interval,
in which Uo is fairly constant but in which p still changes
by four orders of magnitude.

It is not clear from Fig. 5 whether Uo is constant below
this temperature interval. At higher temperatures, a flux
creep description is only applicable if Uo&k~T. If the
barriers become comparable to thermal energies, a
diffusion model, corresponding to flux flow, is more ap-
propriate than a hopping model for flux creep. Near T,
different processes dominate, ' ' which give rise to the
sharp peak near 85 K in Fig. 5. [Note: Interpretation of
the slopes in terms of activation energies is meaningless
in this range of p(T) curves. ]

We will discuss and parametrize this thermally activat-
ed dissipation in terms of a flux creep model, as proposed
by Anderson and Kim. ' This assumes that flux lines
are well defined objects. In any superconductor in the
mixed state the flux lines will be pinned due to various in-
teractions, e.g. , impurities, stress, extended defects, etc.
The basic concept of flux creep is that a flux line or flux
bundle can be thermally activated over the pinning ener-

gy barrier, even if the Lorentz force exerted on the flux
bundle by the current is smaller than the pinning force
(Fig. 6). The rate with which this process occurs is given
by the attempt frequency, the value of the unperturbed
pinning potential Uo, and the Lorentz force energy Uz.
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E is proportional to J only if JBV,r ~kBT. Assuming
that the pinning in this material is governed by point de-
fects, or that r~=goL, the Ginzburg-Landau coherence
length, we find that at least for high fields the flux bundle
volume V, cannot be much larger than aod, which is the
volume of one flux line (ao is the flux line separation and
d the sample thickness). It is possible that the bundle
volume is even smaller than this value, if the length of the
bundle (the correlation length L, ) is shorter than the
sample thickness d. This means that at least for large
magnetic fields and the temperature range probed here
the flux line lattice is in the "amorphous limit, " or
V, =a OL, . Assuming that the hopping distance is of the
order of ao, we can rewrite Eq. (4) as

v &B 2v0$0Lp= = exp( —Uo/kz T) .
B
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FIG. 7. Double logarithmic plot of the electric field vs

current density (or I-V curve) to emphasize the large range over
which the dissipation is ohmic. The slope of the curves is l.

Comparing this result with our experimental result of Eq.
(1), one can relate the preexponential factor jvo to the at-
tempt frequency vo. Assuming that L, =o. ld, we find

that v0=10' Hz.
For large current densities but still in the flux creep re-

gime J k&T!BV,r this linear E(J) behavior will turn
into an exponential behavior [see Eq. (2)]. This is the re-

The rate of forward hopping (in the direction of the
Lorentz force) is then given by

vpexp[ —( Uo —UL ) /kii T]

and the rate of reverse hopping (opposite the direction of
the Lorentz force) is given by

10-
0

Oa

~
95 90 85 80 70

8apYCu~0~
single crystal

65

UL =(JXB)V,rp . (3)

In addition to thermal activation, this model predicts a
linear I-V curve for small current densities, which can be
checked experimentally. For current density J for which
UL Sks T, sinh(x) =x and the average flux velocity

Up
v ffL with L the hopping distance, is proportional to

the current density:

JBV,r
v& =2voL exp( —Uo/ks T) .

B
(4)

voexp[ —( Uo+ UL )Iks T] .

This results in a net hopping rate:

v ff vQexp( —Up Ikg T)sinh( UL /kii T )

The Lorentz force energy UL is given by the Lorentz
force density II =JX8, the volume of the flux bundle V,
that moves independently of the other flux bundles, and
the range of the pinning potential r~: 10-
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The linearity of v&(J) or E(J) with the electric field E is
confirmed in Fig. 7 in a double logarithmic plot. The
lines through the data points have slope 1.

The range over which ohmic dissipation is observed
(E ~J) sets an upper limit on the flux bundle volume V, .

FIG. 8. Arrhenius plot of the resistivity of Ba2YCu30& for
magnetic fields parallel to the basal plane (upper panel), and
perpendicular to the basal plane (lower panel). The asterisks
denote the temperatures at which ohmic dissipation (linear I-V)

was measured (see Fig. 11).
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activation energy for flux creep. The values of the slopes
range from 10 K to 2X10 K for magnetic fields be-
tween 0.1 and 12 T.

Thus far, we have analyzed only the lowest-
temperature part of the R ( T) curve, characterizing it by
Uo. A temperature dependence of the activation energies
can be shown by plotting the slope of the Arrhenius
curve d 1np/dT ' versus T (Fig. 9). In contrast to the
visual observation of Fig. 8, this mathematical treatment
reveals how rapidly the slopes change with temperature,
without attaining a constant value.

C. Temperature dependence of the activation energy
0

0

I i

75 80 85 90
T(K)

FIG. 9. Temperature dependence of d lnp/d'1 ' for single
crystal Ba2YCu307 (i.e., the slope of the Arrhenius curve). This
value is not the activation energy for Aux creep Uo(t) at this
temperature, but enhanced by a factor [1+qtl(1—t)] (see Fig.
10).
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B. Ba&YCu307

In this section we will discuss the resistivity of
Ba&YCu307 in the framework of Anderson-Kim flux
creep. In Fig. 8 we show the Arrhenius plot of the resis-
tive transition of Ba2YCu307. As for the Bi compound,
the thermally activated part of the resistance transition
sets in below approximately 1% of the normal-state resis-
tivity. However, the resistivity drops more rapidly than
in the Bi compound, and thus the temperature range of
the measurements is much smaller. The slope of these
Arrhenius plots for low resistivity can be related to the

girne in which flux creep has been studied in traditional
superconductors. In these materials the current densities
to obtain linear E-J characteristics are much smaller
than in the high-T, materials, because (1) thermal ener-
gies are much smaller, (2) V, is larger, and (3) r& is larger
because the coherence lengths are larger for low-
temperature superconductors.

Depinning occurs when Uo = UL which means that the
effective barrier height Uo —UL has been reduced to zero
(see Fig. 6}. For these currents one gets in the regime of
flux flow, where the flux line velocity is no longer deter-
mined by the probability of hopping over an energy bar-
rier, but by the viscosity (or the mutual interactions)
within the vortex system. For low-temperature supercon-
ductors this regime was successfully described by the
Bardeen-Stephen model which gives for the flux flow
resistance pf =p„H/H, 2 with p„ the normal-state resis-
tivity. For the high-temperature superconductors the ap-
plicability of this model has not yet been explored.

U, (t}=U, (0)(1—t)~, (7)

with t =T/T, . Combining Eq. (7) with a thermally ac-
tivated resistivity [Eq. (1}],we find that the slope of the
Arrhenius curve near T, is given by

d lnp = Uo(0)(1 —t)~[1+qt/(1 —t)] .
d T-'

Thus, near T, the apparent activation energy derived
from the Arrhenius curve slope is enhanced with respect
to the actual value by [1+qt/(1 —t)]. The enhancement
is significant near T„where Uo is strongly temperature
dependent, but is negligible for t (0.5 where Uo is al-
most constant. The lower panel of Fig. 10 shows the
slope of the Arrhenius curve over the entire temperature
regime up to T, for the activation energy given by Eq. (6)
for q =1 and 1.5. This temperature dependence of the
activation energy gives a consistent description for the
values of the activation energies and the preexponential
factor po. To show this, we consider one particular exam-
ple.

It should be emphasized that the Arrhenius curve
slopes are directly related to, but not equal to, the activa-
tion energies. Namely, using a typical slope of 10 K at
70 K and 10 T (as shown in Fig. 9) as activation energy,
gives a resistivity p=poexp( —10 /70) =10 pQ cm, as-
suming a po of similar order of magnitude as found for
the Bi compound. Clearly, the true activation energy at
70 K and 10 T must be much smaller in order to obtain a
measurable resistivity of p(70 K, 10 T) = 10 pQ cm.

In a proper analysis of temperature dependence of the
resistivity, the temperature dependence of the supercon-
ducting parameters has to be taken into account explicit-
ly. For demonstration, we consider a simple case, with
only a temperature dependent activation energy (neglect-
ing the temperature dependence of the prefactor). A con-
ventional choice is Uo(t) ~ H(t)P(t), with n between 0
and 3. Using the parabolic approximation H, (t) ~ 1 ti-
and g ( t) ~ (1+t )/(1 t ), we find—

1 t' t—
UG(t) = UQ(0) (6)(1+t')'

with q =2 n/2. Th—is function is shown in the upper
panel of Fig. 10 for q =1, as suggested in Ref. 24, and

q =1.5, as proposed by Refs. 2 and 5. Near T, this func-
tion can be approximated by
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near T, .

Assuming q =1.5, we find that at H =10T and T =70
K or t =0.93 that the enhancement factor
1+qt /(1 —t) =20, and thus the activation energy
Uo= 10 /20=500 K (see Figs. 9 and 10). This results in

a value for the preexponential factor po=p exp( Up/
k~ T) = 10 pQ cm. For q = 1 we obtain Uo(0. 93 ) =715 K
and thus pa= 3 X 10 pQ cm. These values are thus in the
similar range as observed for the Bi compound. Howev-
er, activation energies of the order of 500 K were ob-
served for the Bi compound at low temperatures t &0.5,
whereas for Ba2YCu307 these values are already obtained
in the vicinity of T, (t )0.93). This strongly suggests
that the zero-temperature activation energies are much
larger for Ba2YCu307 than for the Bi compounds.

Our data are consistent with the specific temperature
dependence which was suggested to explain the magnet-
ic relaxation data: Uo o-(1 t) ~ /B. However, b—ecause
of the limited temperature regime accessible for the mea-
surements of Ba2YCu30& we cannot rule out other tem-
perature and field dependences of the activation energy,
e.g., the "glassy model, " or the thermally assisted flux
flow model. "

Besides the correct temperature dependence of Uo( T),
also the appropriate magnetic field dependence of the
transition temperature T,(H) has to be taken into ac-
count. Thus far many analyses * ' assumed a magnetic
field independent transition temperature, derived from

the zero-field data, which we argue is incorrect. Figure 9
shows that the activation energies extrapolate linearly to
zero at a temperature T„,much below the zero-field tran-
sition temperature. We find for example that T =75.5

K for H~ =10 T, and T„=81 K for H~ =5 T. We think
that any scaling should use this temperature T„(H) in-
stead of T, (H =0). This temperature denotes the transi-
tion, where the activation energies become comparable to
thermal energies. Therefore, below T we are in the re-
gime of flux creep, and above T the dissipation is dom-
inated by flux flow and fluctuations.

In conclusion, we have shown that the temperature
dependence of the resistivity below 10 p„can be de-
scribed with a thermally activated model. For the Bi
compound an analysis neglecting the temperature depen-
dence of Uo gives activation energies from 300 to 3000 K
for magnetic fields between 0.1 and 12 T, and a preex-
ponential factor po-—10 JMQ cm. From our data it is not
clear whether a temperature independent activation ener-

gy is appropriate, even though the measurements were
performed down to low temperatures (t (0.5). Taking a
temperature dependence of Uo into account will decrease
the value of the preexponential factor po down to values
expected from the Bardeen-Stephen model po- p„H/H, 2.
However, for Ba2YCu307 the activation energies increase
more rapidly below T„which restricts resistivity mea-
surements to a temperature regime t &0.93. In this re-
gime the temperature dependence of the activation ener-

gy has to be taken explicitly into account. The preex-
ponential factor po is of the same order of magnitude as
for the Bi compound, but its exact value depends on the
appropriate temperature dependence of Uo, which we ar-
gue remains ambiguous.

D. I-V curves

The resistivities shown in Figs. 8 are also taken in the
ohmic dissipation regime (linear current voltage). This is
shown in the inset of Fig. 11, which shows the electric
field versus current density in a double logarithmic scale.
The lines through the data points have slope 1. At
current densities larger than 10 A/m deviations occur
from linearity, reflecting either the transition into the ex-
ponential part of the flux creep regime and/or heating
effects. Because of the large dissipation in the high-
current regime, we were unable to take data here but
have sketched the current-voltage dependence in the
main part of the figure. In the presence of a magnetic
field, only at zero temperature can a sharp transition
from zero resistance to finite resistance be observed at the
depinning critical current. At finite temperature there is
a finite slope in the I-V curve due to flux creep.

An I-V curve can intercept a 1-pV criterion, which is
commonly used to define the depinning critical current
I„at a current density much lower than the actual depin-
ning current. This is illustrated by taking in the inset of
Fig. 11 criterion of 1 pV/mm as voltage criterion. Clear-
ly, the current densities corresponding with the 1-
pV/mm criterion are not the depinning current densities
because the I-V curve is still linear. Depinning takes
place at larger current densities above the linear regime
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dominant pins in Bi2Sr2CaCu208 are speculated to be
point defects, due to extensive cross substituting resulting
in much smaller activation energies. We think that this
difference in defect structure is not the origin of the
difference in pinning energies.

We argue that the different pinning energies stem from
the difference in anisotropy. Namely, it has been shown
that the anisotropy in electronic properties is much
larger in Bi2SrzCaCu208 than in Ba2YCu307. ' A large
electronic anisotropy directly results in a reduction of the
tilt modulus of the flux lines, which means that the corre-
lation length along the flux lines L, is reduced. In the ex-
treme limit of completely decoupled layers, there is no
correlation between the vortices in adjacent planes, and
L, is reduced to the interlayer spacing. A short correla-
tion length along the vortices L, results in small activa-
tion energies, because of the small flux bundle volume:

FIG. 11. Schematic representation of I-V curves for the
high-temperature superconductors. At T =0 the true depinning
critical current is observed, but at higher temperatures flux

creep results in dissipation and a 1-pV criterion gives an arbi-

trary current density. The inset shows three experimental I-V
curves for Ba2YCu307 on a double logarithmic scale to em-

phasize the large ohmic dissipation regime. The slope of the
curves is 1.

of I-V and can only be measured properly at T=O.
Therefore, the depinning critical currents in a magnetic
field can be much larger than indicated by a 1-pV cri-
terion. However, this current does not indicate the value
below which no dissipation occurs, as for the technical
superconductors, in which flux creep is insignificantly
small. We conclude that any voltage criterion to define
the depinning critical current is arbitrary and meaning-
less for the high-temperature superconductors in the
presence of a large magnetic field. A practical conse-
quence is that this apparently precludes the use of the Bi
compound in large fields above 4.2 K, and Ba2YCu307 in
fields above several Tesla above 77 K.

In the case of these materials it is more appropriate to
use the resistivity in the low-current limit (UL (Uo). In
order to compare Bi2Sr2CaCu208 and Ba2YCu307 we
show in Fig. 12 the temperature dependence of the resis-
tivity (on a logarithmic scale) of both materials in mag-
netic fields of 0, 1, and 12 T. As a reference the resistivi-

ty of Cu is also shown. The resistivity of BizSr2CaCu208
in large magnetic fields only dips below the value of
copper under -4 K. Even for Ba2YCu307 the resistivity
at 77 K in large magnetic fields is larger than the value of
copper and is only smaller than copper at 77 K for mag-
netic fields below a few Tesla.

E. Pinning

In this section we want to discuss the difference in pin-
ning behavior between Bi2Sr2CaCu208 and Ba2YCu307.
It has been argued that the large activation energies in
the latter compound stem from the presence of twin
planes, which form extended defects. In contrast, the

Uo=J, XBV,r =J, XBR,L, r (9)
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FIG. 12. Temperature dependence of the electrical resistivity
Bi&Sr2CaCu&O, and Ba2YCu307 on a semilogarithmic scale.
The curve of copper is given for reference.

with R, the correlation length of the vortices in the
planes, and L, the correlation length along the vortex.
Assuming we are in the amorphous limit of the vortex
system (R, =ao), and that the main defects are point de-
fects (r =go„), this relation reduces to

Uo J, XgoL, (o
Large flux creep is thus favored by (1) small values of L,
which is intrinsic to large anisotropy compounds and thin
films and (2) a short coherence length which holds for ex-
treme type-II superconductors including the high-T, su-

perconductors.
This interpretation is corroborated by two experimen-

tal findings: (1) The layered compound NbSe2 with a low
transition temperature T, =7.2 K and various other thin
film superconductors have as large flux creep effects as
the high-temperature superconductor Bi2SrzCaCu208,
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state resistivity p„. We associate the broadening of the
resistive transition with the electronic anisotropy, or
equivalently with the tilt modulus of the flux lines for the
various materials. Apparently, the Tl compound is even
more anisotropic than the Bi compound. From this plot
it is clear that the 90-K-phase Ba2YCu307 is by far the
least anisotropic and therefore this material has the larg-
est activation energies for flux motion. Furthermore, we
expect that the anisotropy of compounds in homologous
series, i.e., with equivalent building blocks between the
[Cu02]„ layers, is similar. This means that the activa-
tion energies for flux motion for the various Bi and Tl
compounds are of the same magnitude, but much smaller
than Ba2YCu307. In conclusion, anisotropic materials
will always have lower activation energies than isotropic
superconductors, such as the A 15 compounds, even if
they have a similar defect structure.

F. Model for Ba2YCu307

T(X)

FIG. 13. Temperature dependence of the 60-K and 90-K
phases of Ba&YCu307 „ for x =0 and 0.3 on a semilogarithmic
scale for several magnetic fields perpendicular to the Cu-0
planes.

The resistive transition of single crystal Ba2YCu307
was recently discussed by Tinkham in terms of flux
creep. He proposed that the resistance due to flux creep
has the same dependence on the energy barrier as in the
case of dissipation due to thermally activated phase
motion in a heavily damped current-driven Josephson
junction. The latter case was worked out theoretically
and gives

which will be discussed in a subsequent section; (2) a
comparison of Ba2YCu30~ (T, =90 K) with Ba2YCu306 7

(T, =60 K), which is given below.
In Fig. 13 we show the resistive transition of the 90-

and 60-K phases of Ba2YCu307 „. The resistive
broadening for the 60-K phase in magnetic fields is al-
most as large as for the Bi compound, which means in
our interpretation that the activation energies for flux
motion are similar. This means that the activation ener-
gies for the 60-K phase are much smaller than for the
90-K phase, even though both the 90- and 60-K phases
are orthorhornbic and thus both have twin planes and a
similar defect structure. Our explanation of this change
in the activation energy is that the depletion of the oxy-
gen chains, upon going from the 90- to the 60-K phase,
decreases the electronic coupling between the [Cu02]
double layers. Consequently, the 60-K phase is far more
anisotropic than the 90-K phase. The resulting larger an-
isotropy reduces the correlation length L,, along the flux
line and hence the activation energies.

It would be interesting to measure the thickness depen-
dence of Uo. For the Bi compound we found similar ac-

0
tivation energies for a 250 A film, as for the 1-jum thick
crystal. This suggests that I., is smaller than 250 A for
this material. %'e expect 90-K phase Ba2YCu307 to be
much more in the two-dimensional pinning regime
(straight Aux lines).

In Fig. 14 we show a comparison of the flux creep be-
havior of various compounds, including TlzBazCaCu208
and Pb2Sr2RCaCu308, for a magnetic Geld of 5 T perpen-
dicular to the basal planes. The transitions are normal-
ized for the transition temperature T, and the normal-
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FIG. 14. Temperature dependence of the electrical resistivity
of several high-temperature superconductors: TlzBa2CaCu20„
BlzSI 2CRCu208 Pb2Sr2RCU308 Ba2YCu30{j 7 and Ba2YCu307.
The data are normalized for the transition temperature and the
normal-state resistivity, and were taken in a field of 5 T perpen-
dicular to the Cu-0 planes. The difference in dissipation is re-
lated to the elastic constants of the Aux line lattice (see text).
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with Io the modified Bessel function. The activation en-

ergy was taken from Ref. 2, in which the activation ener-

gy is taken of the order of the condensation energy for a
fluxon of length g, :

Uo =(H, /gm )a o( (12)
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FIG. 15. Fit of the theoretical formula [Eq. (11), open sym-
bolsj to the experimental data (solid symbols). The upper panel
shows the resistivity on a linear scale, and the lower panel on an
exponential scale. Note that the theory has only one adjustable
parameter.

This results in a temperature and magnetic field depen-
dence of Uo..

Uoo-(1 t) —/B .

This combination was used to describe the "visible resis-
tive width" of the transition, which results in an impres-
sive fit to the experimental data.

It is interesting to compare this formula with the data
extending to five decades below the normal state. It
should be noted that Tinkham fits the "visible resistive
width" of resistivity (p & 1%p„), whereas the Arrhenius
behavior of the resistivity only holds for low resistivities
(p(1%p„}. Using the "best-fit" parameters on a linear
resistivity scale, we reproduce Tinkham s results in the
upper panel of Fig. 15 (open symbols). Using the same
activation energies we replot these data on a logarithmic
resistivity scale in the lower panel of Fig. 15. It is evident
that the activation energies from the upper panel are

much lower than the values inferred from the experimen-
tal data at low resistivities. We note that this model has
only one adjustable parameter, and represents the experi-
mental data only over a limited range. Furthermore, we
were unable to obtain a reasonable fit of Eq. (11) using
Uo ~ (1 t }—I'/B ~ for any value ofp and q.

Obviously, the temperature and magnetic field depen-
dence of the pinning energy is different than predicted
from this scaling argument. We think that the vanishing
of the pinning energies at T„, as shown in Fig. 9, reflects
the temperature at which the pinning energies become
comparable to k~T (e.g., T„=75.5 K for H~=10 T}.
Therefore, any flux creep model is only applicable in the
temperature regime below T„. This temperature T„de-
lineates the thermally activated regime from the diffusive
regime. ' ' This temperature T~ is not necessarily the
thermodynamic transition temperature. As this tempera-
ture regime around T„ is dominated by various dissipa-
tive processes such as flux creep, flux flow, superconduct-
ing fluctuations, and vortex-antivortex depairing, a
correct description of this regime is difficult but certainly
warranted.

G. Dynamic Experiments

In this section we want to relate our dc-resistivity mea-
surements with ac measurements, viz. , time dependence
of the remanent magnetization, ac susceptibility, and
mechanical oscillator experiments. Large flux creep
effects were inferred from a large time dependence of the
remanent magnetization. The measurements inferred
values of the activation energy Uo = 100 K for
Ba2YCu307. This is significantly smaller than obtained
from resistivity measurements. This difference originates
from the intrinsic nature of a magnetization experiment.
When a magnetic field is turned on below T, shielding
currents are generated. This brings the superconductor
in the critical state, which means that VB is as large as
pinning allows. In other words the shielding currents are
of the order of the critical current. Consequently, this
measurement technique probes a state far from the linear
response regime, which is near J=0. The critical state
model is then used to extrapolate back to J =0, assuming
a linear dependence of U with J. This probably underes-
timates the zero-current activation energy Uo, as was al-
ready noted in early work on low-T, materials, but also
in recent work on BazYCu307 in which a logarithmic
current dependence of the activation energy was found. '

A more detailed analysis of this problem will be pub-
lished separately.

Although magnetization is less suited to measure the
activation energy, it can be used to measure the value of
the critical current. The critical current can be de-
duced from the width in the magnetization curve AM via
a relation due to Bean. This works as long as the sweep
rate of the magnetic field is larger than the creep rate of
the magnetization. Especially at large temperature where
creep becomes dominant the Bean model is inappropriate
to describe the experimental results. Therefore, the large
field dependence of the critical current in BizSrzCaCu208
deduced from M (H) loops rejects mainly the large creep
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effects, and not necessarily a pinning energy which

changes rapidly with temperature.
Still, it is possible to measure the activation energy Uo

magnetically, e.g. , with ac susceptibility. ' '" The ac
field, superimposed on a (larger) dc field, should have
such small amplitude that the generated shielding
currents are much smaller than the critical current. In
this case the ac-susceptibility transition measures the
response of the superconductor. Assuming a fairly nar-
row distribution of pinning energies, we suggest that the
response is given by a simple Debye relaxation:

10—

g(oi) = y(0)
1+LQ7'T

(14)

A transition in y, accompanied by a peak in the dissipa-
tion y", occurs if the measuring frequency co couples
resonantly into the dynamics of the vortex system:

I

20
I

40
T(K)

I

60

co~ T= 1

with ~ the relaxation time of the vortex system. Assum-

ing that the dynamics is thermally activated the effective

hopping rate v,z= ~ ' is given by

v,a=voexp( —Uo/ka T) (16)

with vo an attempt frequency. Combining these equa-
tions we find that the maximum dissipation occurs at a
temperature

FIG. 16. Thermally activated dynamics as inferred from
resistivity measurements: v(H, T)=voexp( —Uo/kz T), results
in dissipation peaks when v(H, T)=v „,. Solid symbols: Cal-
culated co~=1 conditions for various frequencies, using parame-
ters from resistivity measurements (Uo taken from Fig. 4 and

vo —-10' Hz). There are no adjustable parameters. Open sym-
bols: Measured dissipation maxima at the same frequencies: 0,
ac susceptibility at 2 kHz from Gammel et al. ; 0, ac susceptibil-
ity at 1 MHz from Worthington et al. ; +, mechanical oscillator
at 2 kHz from Gammel et al.

1
Tsts Uo(H)/ktt .

ln vp/v
(17)

v /vp=exp( —Up/k~ T), (18)

in comparison to the experimentally observed resistivity
which scales as

plpo=exp( —Uo/ks T) . (19)

This close analogy shows that taking a resistance cri-
terion is equivalent with taking a fixed frequency for an
ac-susceptibility measurement (see Fig. 17). Therefore, a
resistivity criterion cannot be used to measure the upper

The peak in the dissipation signal y" does not indicate T,
but the temperature at which the measuring frequency
and the relaxation time of the vortex system are the same.

From the dc-resistivity data we obtained the value for
Uo(H) and an estimate for the attempt frequency
v0=10' Hz, neglecting the temperature dependence of
Uo(t) because we consider mostly small reduced tempera-
tures t &0.5. Thus, Td;, can be calculated for any given

magnetic field and measurement frequency without ad-
justable parameters. In Fig. 16 Td;, is shown for mea-
surement frequencies of 1, 2X10, 10, and 10 Hz.
Good agreement is found with ac-susceptibility measure-
ments. This suggests that thermally activated dynamics
describes the dc resistivity and ac susceptibility equally
well. Alternatively, the ac-susceptibility measurements
can be used to obtain Up(H) and vp, using a thermally ac-
tivated model.

The analog between the dc resistivity and ac suscepti-
bility can be seen even clearer by rewriting Eq. (17) as

critical field. For v0=10' and po= 10 JMA cm a resistivi-

ty criterion of 0.1 pQ cm corresponds to a frequency of 1

MHz or an ac-susceptibility measurement of 1 MHz.
Previously, the dissipation temperature Td;, was denot-

ed as the irreversibility line. Indeed, this temperature
gives the transition from a responding (T ) Td;, ) to a
nonresponding system ( T ( Td;, ). However, this inter-
pretation makes it clear that this temperature depends on
the time scale of the measurement.

It is interesting to mention that the temperature at
which maximum dissipation occurs in mechanical oscilla-
tor experiments' coincides with the "co~=i" criterion
(see Fig. 16). This dissipative peak has been associated
with flux lattice melting, and it will be interesting to clari-
fy whether these measurements also probe the thermally
activated dynamics of the vortex system. It is not com-
pletely clear whether the dynamics depends on the dissi-
pation level of the measurement (mechanical oscillator
P & 10 W, ac susceptibility P & 10 ' W, and resistivi-
ty P ) 10 ' W. Comparing flux creep with the escape
rate of a particle over a potential barrier, there are three
parameters determining the relaxation time r: (1) the
curvature of the bottom of the potential well, (2) the cur-
vature of the top of the potential well, and (3) the damp-
ing rate. The fact that ~ seems to vary so little for
different dissipation levels suggests that the damping rate
is essentially independent of the dissipation level.

It should be noted that we cannot rule out a phase
transition at yet lower temperatures. ' Namely, for
temperatures above a phase transition thermally activat-
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FIG. 17. Relation between ac susceptibility and dc resistivity
criterion for a resistance measurement (schematically shown in
upper right corner, cf. Fig. 8) corresponds to peak in the dissi-
pation of an ac-susceptibility measurement at fixed frequency
(upper left corner). Both procedures give an identical line in the
0-Tphase diagram, characterized by co~= 1 (see text).

ed dynamics gives a good description, e.g. , for spin-glass
dynamics, etc. This transition could be observed when
measuring at yet lower frequencies or smaller resistivities.
As a final remark we note that high-frequency measure-
ments ( & 1 GHz) are not influenced by flux creep effects
except very near T„as can be seen from Fig. 16.

H. Low-temperature superconductors

Thermally activated resistivity behavior has been ob-
served in various low-temperature superconductors, al-
though it has never been interpreted as flux creep. We in-
dicated that flux creep effects (or low activation energies)
can be expected for compounds with large anisotropy or
very thin films. Indeed, these materials have been report-
ed to exhibit large resistive broadening, which we associ-
ated with flux creep.

A prominent example is thin film amorphous Mo-Ge,
in which a thermally activated resistivity was observed
over four decades in resistivity. This behavior was dis-
cussed as "new universal resistive behavior of two-
dimensional superconductors, " but it is fully consistent
with a flux creep model. The authors concluded from the
Arrhenius law behavior that the activation energy is tem-
perature independent, but overlooked for the possibility
that Uo(t}= Uo(0)(1 t) also gives Arrhenius law—behav-
ior, as shown above. Combining this temperature behav-
ior with the observed magnetic field dependence, these

Mo-Ge thin films exhibit an activation energy which
scales like Uo(t) = Uo(0}(1 t—)/B . This differs from
the relation suggested for BazYCu307 Uo(t)
=Uo(0)(1 t—) /B T. he origin of this difference re-
quires further study.

Further, the activation energy is proportional to the
thickness of the amorphous Mo-Ge film. This means that
the flux line correlation length I., is larger than the sam-

ple thickness d =100 A, indicating straight flux lines, or
two-dimensional pinning.

The resistive transition of Mo-Ge thin films resembles
the behavior of Ba2YCu30~ in the sense that the Ar-
rhenius behavior sets in close to T, . In contrast, the Bi
compound resembles much more thin film In-In203, in
which, also, thermally activated behavior was observed,
however much below T, . For these two materials the
resistance has a sharp initial decrease in resistance before
entering the thermally activated regime. The data of
In-In~03 were interpreted as the activation energies Uo(t)
going to zero well below the thermodynamic transition
temperature. Whether this is also true for the Bi com-
pound has yet to be established.

A difficulty with Mo-Ge and In-In203 thin films is the
restricted ohmic dissipation regi'ae. This problem is
much less in granular aluminum films, in which ohmic
dissipation was observed over three decades in current
density. These data, interpreted as flux flow with anom-
alously small depinning critical currents, also fit a flux
creep description. Replotting the original data gives ac-
tivation energies of the order of 10 K for magnetic fields
between 10 and 10 ' T.

A second class of materials in which large flux creep
effects can be expected are the (intercalated) layered com-
pounds, such as NbSe2 and TaS2, ' and artificial multi-
layers. ' However, the low defect density in the layered
compounds makes it dif6cult to perform measurements in
the ohmic dissipation regime. Obviously, the "conven-
tional" criteria for T, including zero resistivity or the
maximum in the out-of-phase component of the ac sus-
ceptibility also fail for these compounds. Our prelimi-
nary measurements on NbSe2 indicate that the resistive
broadening can be described in a flux creep model, with
activation energies between 100 and 1000 K for magnetic
fields between 0.5 and 5 T. While flux creep effects are so
clearly observed in high-temperature superconductors,
they can also be studied in low-T, compounds, and a
more detailed comparison appears highly desirable.

IV. CONCLUSIONS

Resistance measurements of the superconducting tran-
sition of the high-temperature superconductors give in-
sight into the flux pinning properties of the various ma-
terials. From these measurements we have extracted two
parameters, the activation energy and the attempt fre-
quency for flux creep. The activation energy appears to
be the largest for BazYCu307, and much smaller for the
Bi and Tl compounds and Pb2Sr2RCu308. This difference
in pinning can be related to the difference in anisotropy
or the tilt modulos of the flux lines, determined to a large
extent by the interplanar electronic coupling strength.
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It is shown that ac experiments probe the dynamics of
the Aux lines. These measurements can be described us-
ing thermally activated dynamics. This model gives the
intricate relationship between dc-resistivity and ac-
susceptibility measurements, resulting in a peak in the
dissipative signal if co~=1, with co the probe frequency,
and v. the relaxation time of the Aux line lattice. It is ar-
gued that the irreversibility line and the melting transi-
tion also probe this co~= 1 efFect.
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