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Transport Entropy of Vortex Motion in YBa2Cn307
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We report measurements of entropy transport due to vortex motion in single-crystal YBa2Cu307.
From these magnetothermal measurements we are able to determine thermodynamic properties, such as
the transport line energy and superconducting phase boundary T, (H), as well as transport parameters
associated with flux motion. Below T„ the data are compared with the microscopic theory of Caroli and
Maki. Interestingly, we also find large entropy transport in the fluctuation regime above T„which
grows with applied field and for which no theory exists.

PACS numbers: 74.60.Ge, 74.30.Ek, 74.40.+k

U„=nTS&v~,

with n the areal density of vortices, T the temperature,
S~ the transport entropy per unit length vortex, and v~

the average vortex velocity. The heat flow is compensat-
ed by regular heat conduction, U„=a dT/dy with x the
thermal conductivity, resulting in a temperature gradient
across the sample. Combining this with the relation due
to Josephson, t. ~ F/8, we find that the transport line

energy of a vortex is given by

dT dv
U, =TS,=gyp

dy dx
(2)

In the high-temperature superconductors the vortex
pinning energies can be of the order of thermal energies.
This results, under the action of a driving force, in

thermally activated flux motion and possibly to glassy or
melting transitions. Such behavior has been intensely
studied by measuring dissipative effects in, e.g. , magneto-
transport, ' magnetization, and mechanical experi-
ments.

In this Letter we focus on an entirely different class of
phenomena, the magnetothermal effects, by measuring
the entropy or heat transport due to vortex motion. The
thermally activated nature of vortex motion and, in par-
ticular, the absence of a critical current in a large part of
the H-T phase diagram, make the layered cuprates ideal-

ly suited to study magnetothermal properties of super-
conductors. We will show that this gives new informa-
tion about thermodynamic as well as transport proper-
ties. In addition, the transport entropy can be described
in terms of excited states in the vortex core, which makes
the connection to the microscopic theory.

An electrical current passed through the superconduc-
tor in the mixed state exerts a Lorentz force on the vor-
tices. When the vortices move, they cause an electrical
resistivity or dissipation. The vortex motion is accom-
panied by entropy (heat) flow, because a vortex has a
different entropy than the unperturbed superconducting
state. This heat flow (Ettinghausen effect) is in the
direction of the Lorentz force, i.e. , perpendicular to the
electric and magnetic field, and can be expressed by

with dV/dx the voltage gradient in the direction of the

electrical current. Therefore, three separate measure-
ments are needed to calculate the vortex line energy: (1)
the longitudinal voltage gradient due to an electrical
current (i.e., electrical resistivity), (2) the transverse

temperature gradient due to an electrical current, and

(3) the thermal conductivity x.
These measurements were performed on the same (mi-

crotwinned) single crystal of YBa2Cu307 with dimen-

sions 1.80&0.71X0.02 mm3. The sample preparation
(from a Cu-0 flux) and extensive characterization have

been reported elsewhere. The crystal was oxygenated
for five weeks at 450'C to ensure oxygen homogeneity.
Electrical contacts to the sample were made by evaporat-

ing silver on sputter-cleaned contact pads in a van der
Pauw geometry. Vortex motion was induced by an ac
electrical current of —14 A/cm at a frequency of 1 Hz.
The magnetic field was generated by a 12-T supercon-

ducting solenoid. A differential Constantan-Chromel

thermocouple was used to measure the transverse tem-

perature gradient, resulting in thermal voltages &40
nV, which were measured with a transformer-coupled
lock-in amplifier. Simultaneously, the longitudinal elec-
trical resistance was measured similarly. The tempera-
ture gradient was converted to a heat flow by measuring

the thermal conductivity on the same sample, but with a
different lead geometry, using a two-heater, one-ther-

mometer technique. The thermometer was calibrated
for each run against a calibrated carbon-glass thermom-

eter. The heater output was chosen to be 50 pW corre-
sponding to a temperature difference of 150 mK between

the heater contacts.
Figure 1 shows our main experimental results. In the

upper panel (a) the magnetoresistance is shown in mag-
netic fields up to 12 T, or actually the longitudinal volt-

age gradient dV/dx for fixed current density J-14
A/cm . The inset shows the zero-field resistive transition
which is very sharp; the resistivity becomes zero at 87.5
K. At higher temperature p(T) is linear with tempera-
ture and can be described by p(T) =po+ aT with a small

intercept p0=5 pQ cm, and slope a =0.456 pQcm/K,
indicative of very good crystal quality.
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FIG. 2. Temperature dependence of the transport line ener-

gy U& for magnetic fields perpendicular to the basal plane be-
tween 1 and 12 T for single-crystal YBa2Cu307. Also shown is
the free line energy ei.
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FIG. l. (a) The longitudinal voltage gradient induced by an

electrical current of 14 A/cm' in single-crystal YBa2Cu307 for
magnetic fields perpendicular to the basal plane from 0 to 12
T. Inset: The electrical resistivity in zero field up to 300 K.
(b) The transverse temperature gradient induced by the same
electrical current and magnetic fields. Inset: The actual lead
configuration. (c) The thermal conductivity for three magnetic
fields: 0, 5, and 10 T. Inset: Data on an expanded temperature
scale.

The middle panel (b) shows the transverse tempera-
ture gradient dT/dy as a function of temperature for
fixed magnetic fields up to 12 T at the fixed current den-
sity J—14 A/cm . The inset shows the actual lead
configuration for the resistance and thermal-gradient
measurements and the orientation of the magnetic field,
which was always perpendicular to the Cu-0 planes.
Clearly, dT/dy is already nonzero far above T„attain-
ing a maximum of the order of —1 K/m around T„and
approaching zero again at lower temperature.

In the lower panel (c) the thermal conductivity x(T)
is given as a function of temperature for magnetic fields
of 0, 5, and 10 T. Above T, the thermal conductivity tr

decreases with decreasing temperature, but starts to in-
crease near T, and goes through a broad maximum at
around 60 K. This broad peak is effectively reduced by
applying a magnetic field. The data are shown in the in-
set on a larger temperature scale. It should be noticed
that between 65 and 115 K the changes of tc are only—10%, and therefore contribute only a little to the tem-
perature dependence of the transport line energy U&.

Knowing x(T,H) is necessary to convert the tempera-
ture gradient into an energy flow and to calculate the ab-
solute magnitude of Ue. The magnitude of a.= 10
W/mK compares well with other single-crystal data, '

but is approximately a factor of 3 larger than polycrys-
talline data. "

Combining these measurements allows us to calculate
the transport line energy Ue(T, H). This parameter is
shown in Fig. 2 as function of temperature between 70
and 110 K for magnetic fields between 1 and 12 T.

Before discussing the present results we outline the
physical significance of the transport entropy. The trans-
port entropy is the entropy of the bound core states of
the vortices, i.e., states in the vortex core with energies
smaller than the gap energy. ' ' In the absence of exci-
tations, at T =0, vortex motion does not involve entropy
transport. Also, the extended states, with excitation en-
ergies larger then the energy gap, do not contribute to
the transport entropy at finite temperature. Therefore,
the transport line energy is smaller than the free line en-
ergy. Furthermore, because of the general suppression
of the order parameter near T, and the overlap of the
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vortices, the transport entropy should go to zero at T,.
The calorimetric entropy, in contrast, goes to the nor-

mal-state value at T, . As thermodynamics requires that

S~ also goes to zero, at T=O, S~ has a maximum be-

tween T=O and T, .
Using a time-dependent Ginzburg-Landau formalism,

Caroli and Maki' found general expressions for the

transport entropy near H, 2.
.
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U~ = TS~ =go(M)L(t), (3)

with (M) the equilibrium magnetization, and L(t) a
transport coefficient. L(t) was found to vary smoothly
between 1 and 2 in the dirty limit, and is of the order of
I/g in the pure limit, with I the mean free path. This re-
lates the thermodynamic aspect of U~ to the equilibrium
magnetization, and the transport aspect is captured in

the transport coefficient L(t).
This is in qualitative agreement with the very few

studies on low-T, materials. ' ' In particular, the van-

ishing of S~ at H, 2 has been observed experimentally.
However, magnetothermal measurements are difficult to
perform in conventional superconductors because pin-

ning leads to nonlinear I-V response, and (large) depin-
ning currents are incompatible with the adiabatic condi-
tions needed to measure the magnetothermal effects. In
contrast, the thermally activated nature of flux motion in

high-T, superconductors yields linear response over a
wide range of driving forces. This makes these materials
ideally suited to study magnetothermal effects in much
greater detail than is possible with conventional super-
conductors.

Our results on YBa2Cui07 are best discussed in three
temperature ranges: the behavior of U~ at T„, below T„
and above T, . Experimentally, we find that the trans-
port line energy depends linearly on temperature from
the lowest accessible temperature to close to T, (0). This
emphasizes the theoretical relation of U, with (M),
which also goes linearly to zero at T„. We obtain T„(H)
by extrapolating the linear part of U& to zero. This esti-
mate of T„(H) is shown in Fig. 3. The resulting upper
critical fields depend linearly on temperature with a
slope dH, 2/dT=7+—1 T/K. Only for the lowest fields
(1 and 2 T), where the experimental resolution is the
poorest, are there deviations from this line. This upper-
critical-field slope extrapolates io an upper critical field
of H, 2' (0) =400 T, and corresponds to a coherence
length of about g, b (0) = 9 A.

Alternatively, we can use a more conventional way to
define T„by calculating the transport specific heat, i.e.,
the specific heat of the bound states of the vortex core,
using c~= —TBS,/BT. In the inset of Fig. 3 we have
shown an example of c~ for a magnetic field of 10 T.
[Note that 1 mole contains 5x10'' m flux line at 10 T
and thus bc~/T(T, ) =3 mJ/moleK at 10 T.] Using
the conventional "midpoint definition" of T„we con-
sistently find a lower value for T, (H) than if determined
directly from U„ for all magnetic fields. This results
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FIG. 3. Temperature dependence of the upper critical field

H, 2 for single-crystal YBa2Cu307. Inset: The vortex transport
specific-heat anomaly near T, in a magnetic field of 10 T (see
text).

also in a lower value for the upper-critical-field slope,
—dH, 2/dT = 3.5 T/K. This illustrates the sensitivity of
a criterion in the present specific-heat jump to define

T, (H). We think that the T„(H) determination using
the U, (T) data directly is less ambiguous and represents
the thermodynamic value.

This value of dH, 2/dT=7+— 1 T/K can be com-
pared with calorimetric specific-heat measurements and
equilibrium magnetization measurements. Specific-heat
measurements, using a midpoint definition, resulted in a
value of —dH, 2/dT ranging from 3 (Ref. 18) to 6
T/K. ' Magnetization measurements obtained a value
of 2 T/K. The discrepancy with some specific-heat re-
sults can be understood by the reason given above. The
discrepancy with the magnetization measurements is
more noteworthy, because of the intimate relation of
these two quantities [Eq. (3)].

Now we turn to the properties below T,. We can corn-

pare the transport line energy U& with the vortex free
line energy t. &, given by

e((T)=, Inx.GL.
Polo (4)
4@i.

Various experimental techniques find consistently for the
magnetic penetration depth in the basal plane k, b= 1400 A. ' This results in a zero-temperature free
line energy bl (0) =6.9 x 10 ' ' J/m. Using the two-
fluid-model temperature dependence of k, we find near
T, a slope of deaf/dT=3. 2x10 ' J/Km, as shown in

Fig. 2. Comparing t.f with U~, we have to take the low-
field limit of U& for which the overlap of the vortices is



VOLUME 64, NUMBER 25 PHYSICAL REVIEW LETTERS 18 JUNE 1990

small. Extrapolating the linear field dependence of
dUt/dT to zero field, we find a slope for the transport
line energy of dU, /dT=7. 6X 10 ' J/Km. Thus, in this

temperature range the energy transported by a vortex is

about 25%%uo of the vortex free energy.
The third part of the data we discuss is the behavior of

U& above T, . From Fig. 2 it is clear that we observe
above T, a pronounced entropy transport contribution.
Apparently, the incipient formation of vortices above T,
is a sufficient condition for entropy transport. Interest-

ingly, U& increases linearly with magnetic field, which is

in marked contrast to the concept that a magnetic field

suppresses superconducting fluctuations. It should be

kept in mind that analysis of this regime is complicated,
because both the normal and the superAuid components
contribute to dissipation.

Through the Onsager relations we can relate
the Ettinghausen effect to other thermomagnetic effects.
Namely, vortices are not only driven by electrical
currents, but also by a temperature gradient. The
physical origin is that at higher temperatures the vortex
density is higher (smaller magnetization), but the larger
magnetic penetration depth repels the vortices more

strongly. As a result the vortices are driven to lower

temperature. We can express the thermal force as

f$h (t)U~/BT )VT Using ou. r experimental values near
T, and, e.g. , VT=10 K/m, we find that f&h=6X10
N/m. This is equivalent to the Lorentz force fL Jpo
due to a current density J=3X10 A/m . Thus, a tem-

perature gradient acts like a Lorentz force on vortices.
Using our experimental results we can evaluate other

thermomagnetic efl'ects. The Nernst effect should be
readily observable. Namely, an applied temperature
gradient VT-10 K/m will induce a transverse voltage
of the order of 10 3 V/m. Also other measurements will

be aff'ected, e.g., the Hall effect. A Hall-effect measure-
ment will probe in addition to the carrier concentration
the thermopower of the temperature gradient induced by
vortex motion. This might explain the anomalous behav-
ior of the Hall angle below T,. Likewise, a thermal-
conductivity measurement in a magnetic field probes, be-
sides the electron and phonon conduction, a heat flow

nvt, Ut, due to vortex motion. This contributes in our ex-
periments only 0. 1% of the imposed heat current, which

is just beyond our experimental resolution. In systems
with a higher vortex mobility this might be a pronounced
effect.

In conclusion, we have measured the transport entropy
of vortices in single-crystal YBa2Cu307. Below T, the
transport line energy is a factor of 4 smaller than the
free line energy. Above T, the transport entropy exhibits
a pronounced Auctuation effect, which is not understood.
From these measurements we found an upper-critical-
field slope of —dH, 2/dT=7 T/K, corresponding to an
in-plane coherence length g, b =9 A. Our thermomag-
netic effects are shown to be large in YBa2Cu307 and
can be evaluated readily from these measurements.
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